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Abstract (en)
[origin: EP0005712A2] Method of manufacturing patterns with which sand casting moulds are produced. The mould surface of a female mould of the
pattern is provided with a thin, porous coating of metal by flame spraying. This coating is back-filled with a synthetic casting resin which penetrates
into the pores of this metal coating. The side of the metal coating facing away from the synthetic compound forms the mould surface of the pattern
manufactured in this way. <IMAGE>
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