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Abstract (en)
[origin: EP0019752A1] 1. Process for the pickling of metals, especially rust-resisting and acid-resisting steels, by spraying a pickling paste onto the
surface to be pickled, characterised in that, before the spray-coating of the pickling paste, a surfactant is sprayed onto the surface, so that, when the
pickling paste is sprayed on, a film of the surfactant is already present on the surface.
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