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Abstract (en)
A nickel layer is prepared by applying a nickel salt and a reducing agent for reducing said nickel salt, on a substrate and reducing said nickel salt
by a chemical reaction. The chemical reduction is carried out in the presence of at least one compound selected from the group consisting of
diethylenetriamine, and imidazole.
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