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Abstract (en)
[origin: US4427765A] The plate-, foil- or strip-shape support materials for offset printing plates are based on chemically, mechanically and/or
electromechanically roughened aluminum, or on one of its alloys. Optionally, the aluminum may also have an aluminum oxide layer produced by
anodic oxidation. One of the two surfaces the support material has a hydrophilic coating of at least one salt-type hydrophilic organic polymer which
is a complex-type product obtained by reacting (a) a water-soluble organic polymer having acid functional groups containing phosphorus or sulfur
(for example, polyvinylphosphonic or polyvinylsulfonic acid) with (b) a salt of an at least divalent metal cation. In a process for manufacturing this
support material, the complex-type reaction product, dissolved in an aqueous acid, is applied to at least one surface of the support material and the
support material thus modified is dried. It is also possible, however, to produce the complex-type reaction product of the components (a) and (b) on
the support material. The support material is used in the preparation of offset printing plates having a light-sensitive layer.

Abstract (de)
Die platten-, folien- oder bandförmigen Trägermaterialien für Offsetdruckplatten sind auf der Basis von chemisch, mecanisch und/oder
elektrochemisch aufgerauhtem Aluminium oder einer seiner Legierungen aufgebaut, wobei das Aluminium auch eine durch anodische
Oxidation erzeugte Aluminiumoxidschicht aufweisen kann. Auf einer der beiden Oberflächen trägt das Trägermaterial eine hydrophile
Beschichtung aus mindestens einem salzartigen hydrophilen organischen Polymeren, das ein komplexartiges Umsetzungsprodukt aus a) einem
wasserlöslichen organischen Polymeren mit sauren, Phosphor oder Schwefel enthaltenden funktionellen Gruppen (z. B. Polyvinylphosphon- oder
Polyvinylsulfonsäure) und b) einem Salz eines mindestens zweiwertigen Metallkations ist. In einem Verfahren zur Herstellung dieses Trägermaterials
wird das komplexartige Umsetzungsprodukt in wäßrigen Säuren gelöst auf mindestens eine Oberfläche des Trägermaterials aufgebracht und das
so modifizierte Trägermaterial getrocknet; das komplexartige Umsetzungsprodukt kann aber auch aus den Komponenten a) und b) erst auf dem
Trägermaterial erzeugt werden. Das Trägermaterial findet bei der Herstellung von eine lichtempfindliche Schicht aufweisenden Offsetdruckplatten
Verwendung.
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