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Abstract (en)
[origin: US4596581A] An amino-containing and carboxyl-containing polymer tanning agent containing more carboxyl groups than amino groups,
when used for retanning mineral-tanned leather, gives, alone or in combination with conventional anionic retanning agents, leather which is readily
dyeable and has good sensory properties.
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