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Abstract (en)
[origin: US4578658A] The process consists of preshaping the elements of the cavity prior to their assembly, covering the preshaped elements with
at least one good electricity-conducting metal coating, positioning the different elements to form the cavity and then fixing all the elements to one
another by melting and then cooling the deposited metal covering said cavity elements.
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