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Abstract (en)
[origin: EP0153588A1] 1. Process for the continuous production of mouldings, in particular sheets, of a mixture of plaster and a fibrous material,
whereby in a first continuous mixing process metered quantities of plaster and fibrous material are mixed thoroughly and the dry plaster and fibre
mixture is then moistened in a second continuous mixing process with the metered addition of water, after which the moistened mixture is spread
on a support to form mouldings and is subsequently pressed, characterised in that the weight of the dry mixture of plaster and fibrous material is
monitored continuously before the second mixing process and the quantity of water to be added is adjusted according to the weight measured,
whereby the amount of water to be added in the second continuous mixing process is kept below a critical value at which the moist mixture of plaste
and fibrous material tends to form a granulate or lumps and the flow of the plaster and fibrous mixture is divided into separate parts so that each part
is spread on the support or on a preceding layer to form a layer of the moulding, that each layer spread is subsequently moistened with water so
that the total quantity of water applied to a moulding lies significantly above the stoichiometrical quantity of water required for binding the mixture of
plaster and fibrous material spread for the moulding.

IPC 1-7
B28B 5/02; B28C 7/04

IPC 8 full level
B28B 1/52 (2006.01); B28B 5/02 (2006.01); B28C 7/04 (2006.01)

CPC (source: EP)
B28B 1/521 (2013.01); B28B 1/522 (2013.01); B28B 1/526 (2013.01)

Cited by
EP0561270A1; DE3801315A1; DE3708873A1; DE3604388A1; DE4222872A1; CN115319888A; CN113681702A; DE3708875C3; EP0634255A1;
US5714032A; US5908521A; US5531946A; DE4031935C2; EP1088632A3; US6780356B1; WO9311085A1; WO2014207098A1

Designated contracting state (EPC)
AT BE CH DE FR GB IT LI LU NL SE

DOCDB simple family (publication)
EP 0153588 A1 19850904; EP 0153588 B1 19891123; EP 0153588 B2 19940420; CA 1261125 A 19890926; DE 3574353 D1 19891228

DOCDB simple family (application)
EP 85100748 A 19850125; CA 473854 A 19850208; DE 3574353 T 19850125

https://worldwide.espacenet.com/patent/search?q=pn%3DEP0153588B2?&section=Biblio&called_by=GPI
https://register.epo.org/application?number=EP85100748&lng=en&tab=main
http://www.wipo.int/ipcpub/?version=19900101&symbol=B28B0005020000&priorityorder=yes&lang=en
http://www.wipo.int/ipcpub/?version=19900101&symbol=B28C0007040000&priorityorder=yes&lang=en
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=B28B0001520000&priorityorder=yes&refresh=page&version=20060101
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=B28B0005020000&priorityorder=yes&refresh=page&version=20060101
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=B28C0007040000&priorityorder=yes&refresh=page&version=20060101
http://worldwide.espacenet.com/classification?locale=en_EP#!/CPC=B28B1/521
http://worldwide.espacenet.com/classification?locale=en_EP#!/CPC=B28B1/522
http://worldwide.espacenet.com/classification?locale=en_EP#!/CPC=B28B1/526

