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Abstract (en)
[origin: US4822374A] A process for the aftertreatment of dyed cellulosic fibre material for the improvement of wet fastness properties, comprising the
use of an aqueous liquor which contains a polyquaternary ammonium compound obtained by the reaction of an epihalohydrin with a linear polymer
which has repeating units of formula <IMAGE> (1) wherein R is C1-C6-alkyl.

Abstract (de)
Verfahren zur Nachbehandlung von gefärbtem cellulosehaltigem Fasermaterial zur Verbesserung der Nassechtheiten unter Verwendung einer
wässerigen Flotte, welche eine polyquaternäre Ammoniumverbindung enthält, die durch Einwirkung eines Epihalogenhydrins auf ein lineares
Polymerisat, das wiederkehrende Einheiten der Formel <IMAGE> worin R C1-C6-Alkyl bedeutet, aufweist, erhalten wird.
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