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Abstract (en)
[origin: EP0286022A1] To ensure the solderability of solder pins injection moulded in plastic bodies, the solder pins are injection moulded in the
plastic body without surface treatment, are subsequently dipped in a flux medium and are thereafter coated with a metal coating (6), preferably in the
form of hot tinplating. <IMAGE>
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