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Abstract (en)
A treatment of aluminum alloy produces an unrecrystallized Al-Zn-Mg thin gauge flat rolled product having improved levels of strength and fracture
toughness. The method comprises providing a body of a Zn-Mg containing aluminum base alloy, working the body to a flat rolled product and then
subjecting the product to a ramp anneal followed by solution heat treating, quenching and aging as shown in Fig. 1. The rolled product may be
subjected to an isothermal soak before annealing. The working may comprise intermediate heat treating.
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