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Abstract (en)
[origin: EP0372292A2] A novel process for the production of mouldings having a density of at least 250 kg/m<3> from polyurethane foams having a
compact surface by foam moulding a polyurethane-forming starting mixture using organic carboxylic acids as the blowing agent, and the mouldings
obtained by this process.
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