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Abstract (en)
[origin: WO8906583A1] The invention provides a method for inserting a cylindrical body (34) into a larger body (42) by bonding. The cylindrical body
(34) may contain defects (28) positioned at a predetermined location. After bonding, the combined structure may be machined to produce a body
having a fault positioned at a predetermined location therein.
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