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Abstract (en)
[origin: EP0463578A1] A process for producing a spray-plated metal strip by spraying a molten metal on a metal strip, which comprises: spraying, on
a metal strip, molten metal particles having a weight average particle diameter of not more than 15 times the thickness of a plated layer to be formed
on the strip. <IMAGE>
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