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Abstract (en)
A process for making multilayer coatings, especially for motor vehicle painting, in which at least three directly adjacent layers are applied having
alternating polarity with respect to the resins used. The polarity of the coating media used can, for example, be achieved by the use of resins having
ionic groups.

Abstract (de)
Verfahren zur Herstellung von Mehrschichtüberzügen, insbesondere bei der Lackierung von Kraftfahrzeugen, bei dem mindestens drei unmittelbar
benachbarte Schichten mit alternierender Polarität in Bezug auf die eingesetzten Harze aufgebracht werden. Die Polarität der verwendeten
Überzugsmittel kann beispielsweise durch den Einsatz von Harzen mit ionischen Gruppen erzielt werden.
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