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Abstract (en)
[origin: EP0559111A2] The invention relates to a process for the preparation of filling materials for upholstery elements and cushions, in which
natural and/or synthetic fibres are compressed and filling materials are subsequently cut out from the semi-products thus formed. The filling materials
can subsequently be provided with a covering.
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