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Abstract (en)
[origin: WO9325358A1] A method for the manufacture of fiberboard according to the dry method starting with lignocellulose-containing material
which is disintegrated, glued, dried, formed to a web and pressed. Prior to the defibering, the material is treated with an impregnation solution
containing fiber surface activating chemicals and preheated.
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