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Abstract (en)
A high-contrast room-light-handleable black-and-white silver halide photographic element that is especially adapted for use in the field of graphic arts
comprises fine-grain high-chloride silver halide grains doped with a dopant comprised of a transition metal and a nitrosyl or thionitrosyl coordination
ligand. The dopant is present in the grains in an amount sufficient to reduce speed and increase contrast and at least 25 percent by weight of the
total amount of the dopant within the grains is located within the outermost 90 percent of the total grain volume to reduce the effects of solarization
and intermittency and thereby enhance the maximum density of the element.
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