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Abstract (en)
[origin: EP1028358A2] A method of producing a coating on a member comprising: providing a body portion; coating the body portion with a catalyst
material for a release coating material; and overcoating the catalyst material with an umcured polymer material for which the catalyst is active.
Preferably, the release coating material is a condensation type silicone.
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