
Title (en)
Process for manufacturing a housing

Title (de)
Verfahren zur Herstellung eines Gehäuses

Title (fr)
Procédé de fabrication d'un boîtier

Publication
EP 1365487 B1 20050921 (DE)

Application
EP 03010730 A 20030514

Priority
DE 10222476 A 20020522

Abstract (en)
[origin: EP1365487A1] The method involves first making a contact element (4.1-4.3) containing the connections from a first material and then
molding round the contact with a second material to produce the housing (1), whereby the first material of the contact element merges with the
second material of the housing. At least one plastic seam (6) is formed on the contact material to melt and join to the second material.
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