Title (en)
Coating containing NiAl beta Phases

Title (de)
NiAl-Beta-Phase enthaltende Beschichtung

Title (fr)
Revétement comprenant des phases NiAl-beta

Publication
EP 1589122 B1 20080806 (DE)

Application
EP 05105696 A 20000512

Priority
+ EP 00810410 A 20000512
+ DE 19926669 A 19990608

Abstract (en)
[origin: EP1061150A2] Layer contains Ni-Al- beta in the region of 20-90 vol.% with the following micro-alloying elements (in wt.%): 0.1-8 Fe and/or
0.1-8 Mo and/or 0.1-8 Ga. The total amount of Fe, Mo and Ga is maximum 10%.
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