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Abstract (en)
A process of producing a part for casting including the step of preparing a raw material slurry containing inorganic fibers, organic fibers, a
thermosetting resin, a papermaking binder, and a sulfonate-based and/or a cellulose-based dispersant. The raw material slurry preferably further
contains an inorganic powder and/or a water repellant.
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