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Abstract (en)
[origin: WO2008140323A1] A method for modifying a wood specimen, wherein the wood specimen is immersed in an impregnation solution
comprising polymerizable, low molecular furan derivatives in a vessel, the vessel is pressurized to between 5 and 29 bar from between 30 to 120
minutes, the wood specimen is subjected to a vacuum in the range of 0.01 to 0.5 bar fro from between 60 to 600 minutes, and the impregnation
solution polymerized.
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