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Abstract (en)
[origin: EP2548687A1] A method of bonding a first component (10) comprising a titanium-containing alloy to a second metal component (12),
wherein a coating layer (14,16) is applied to each of the first and second components in the region to be bonded. The coating layers (14,16)
comprise a precious metal. An intermediate metallic layer (18) is interposed between the coating layer (14) of the first component and the coating
layer (16) of the second component. The respective coating layers are held in contact with the intermediate layer (18) and the coating layers and
the intermediate layer are heated to initiate melting of at least one of said layers so as to form a bond between the first and second components by
brazing.
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