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Abstract (en)
Hydrophobizing a collagen fiber containing substrate comprises treating the substrates with at least one carbamoyl sulfonate group containing
compound and hydrophobizing the treated substrates in the presence of at least one polysiloxane. An independent claim is included for the collagen
fiber containing substrate, preferably leather or furskin tanned with the carbamoyl sulfonate group containing compound and hydrophobized with
polysiloxane.

Abstract (de)
Verfahren zum Hydrophobieren von mit wenigstens einer Carbamoylsulfonatgruppen-haltigen Verbindung behandelten collagenfaserhaltigen
Substraten, dadurch gekennzeichnet, dass man nach der Behandlung des collagenfaserhaltigen Substrats mit mindestens einer
Carbamoylsulfonatgruppen-haltigen Verbindung eine Hydrophobierung in Gegenwart wenigstens eines Polysiloxans durchführt.
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