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Abstract (en)
A method for increasing the hydrophilicity of a fibrous or porous polymeric material in a sample comprising said polymeric material, comprises
contacting said sample with an oxidizing gas comprising an oxidizing component.

IPC 8 full level
D06L 3/02 (2006.01); D06L 3/04 (2006.01); D06L 4/50 (2017.01); D06M 11/32 (2006.01); D06M 11/34 (2006.01)

CPC (source: EP)
D06M 11/32 (2013.01); D06M 11/34 (2013.01)

Citation (applicant)
• US 2010047533 A1 20100225 - ALMANSA EVA [AT], et al
• US 2003119172 A1 20030626 - HSIEH YOU-LO [US], et al
• JP H1088478 A 19980407 - FUJI SPINNING CO LTD
• WO 03060051 A1 20030724 - CIBA SC HOLDING AG [CH], et al
• EP 1116813 A1 20010718 - DOW CORNING [US]
• DE 10034232 A1 20010125 - CHISSO CORP [JP]
• US 5277968 A 19940111 - CANIVENC EDITH [FR]
• JP 2009126758 A 20090611 - INST NAT COLLEGES TECH JAPAN
• JP 2003342400 A 20031203 - MITSUI CHEMICALS INC
• JP H02208333 A 19900817 - TONEN CORP
• JP S5989758 A 19840524 - HITACHI LTD
• JP 2000143850 A 20000526 - SAM YANG CO
• JP 2000109580 A 20000418 - SEKISUI JUSHI KK
• KR 20020090583 A 20021205 - CHANG SEONG GEUN [KR], et al
• JP H09141087 A 19970603 - II C KAGAKU KK
• JP H06134296 A 19940517 - II C KAGAKU KK, et al
• JP H06228344 A 19940816 - ITOCHU FINE CHEM KK, et al
• EP 0127149 A2 19841205 - IDEMITSU PETROCHEMICAL CO [JP]
• US 2010028572 A1 20100204 - KOBAYASHI TOSHIO [JP], et al
• GB 2468198 A 20100901 - NEOSS LTD [GB]
• CN 1858334 A 20061108 - LU YIN [CN]
• US 2006263670 A1 20061123 - TANNO FUMIO [JP]
• EP 1312696 A2 20030521 - MITSUBISHI HEAVY IND LTD [JP]
• JP 2001019857 A 20010123 - TOTO LTD
• JP H08176327 A 19960709 - SEKISUI CHEMICAL CO LTD
• DE 4141805 A1 19930624 - RHEIN BONAR KUNSTSTOFF TECHNIK [DE], et al
• JP 3290442 B2 20020610
• GB 1215234 A 19701209 - EASTMAN KODAK CO [US]
• CN 101113567 A 20080130 - UNIV JIANGNAN [CN]
• US 2005181198 A1 20050818 - DAVID MOSES M [US], et al
• JP H01239179 A 19890925 - UNITIKA LTD
• JP S6186908 A 19860502 - MITSUBISHI RAYON CO
• US 2009098431 A1 20090416 - YASUMURA TAKASHI [JP], et al
• US 2003008935 A1 20030109 - YAMAMOTO YASUAKI [JP], et al
• JP S63223046 A 19880916 - JAPAN ATOMIC ENERGY RES INST, et al
• JP 2005042238 A 20050217 - DAINIPPON PRINTING CO LTD
• JP H1112376 A 19990119 - JSR CORP
• JP H07138391 A 19950530 - TONEN SEKIYUKAGAKU KK
• JP S6430606 A 19890201 - ASAHI CHEMICAL IND
• KR 20020086139 A 20021118 - LG ELECTRONICS INC [KR]
• KR 20080001444 A 20080103 - HYNIX SEMICONDUCTOR INC [KR]
• CN 101386684 A 20090318 - UNIV SOUTHEAST [CN]
• KR 20070026496 A 20070308 - LG ELECTRONICS INC [KR]
• TW 588432 B 20040521 - TAIWAN SEMICONDUCTOR MFG [TW]
• JP 2002138156 A 20020514 - SEKISUI JUSHI KK, et al
• JP H0270768 A 19900309 - FSK KK
• JP S62260836 A 19871113 - KANEBO LTD
• JP 3254752 B2 20020212
• GB 2430201 A 20070321 - SEIKO EPSON CORP [JP]
• JP 2001049444 A 20010220 - HOYA CORP
• US 6107453 A 20000822 - ZUCCATO ALESSANDRO [IT], et al
• JP S63301234 A 19881208 - BIOMATE CO
• JP S59215328 A 19841205 - STANLEY ELECTRIC CO LTD
• JP S56831 A 19810107 - SHINETSU CHEMICAL CO

https://worldwide.espacenet.com/patent/search?q=pn%3DEP2559806A1?&section=Biblio&called_by=GPI
https://register.epo.org/application?number=EP11006735&lng=en&tab=main
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=D06L0003020000&priorityorder=yes&refresh=page&version=20060101
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=D06L0003040000&priorityorder=yes&refresh=page&version=20060101
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=D06L0004500000&priorityorder=yes&refresh=page&version=20170101
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=D06M0011320000&priorityorder=yes&refresh=page&version=20060101
http://www.wipo.int/ipcpub/?level=a&lang=en&symbol=D06M0011340000&priorityorder=yes&refresh=page&version=20060101
http://worldwide.espacenet.com/classification?locale=en_EP#!/CPC=D06M11/32
http://worldwide.espacenet.com/classification?locale=en_EP#!/CPC=D06M11/34


• JP H09143884 A 19970603 - UNITIKA LTD
• PERSIN Z, STANA-KLEINSCHEK K, SFILIGOJ-SMOLE M, KREZE T, RIBITSCH V.: "Determining the surface free energy of cellulose materials with

the powder contact angle method", TEXTIL RES J, vol. 74, 2004, pages 55 - 62

Citation (search report)
• [X] US 2011083282 A1 20110414 - MYUNG JASON [US], et al
• [X] US 5484651 A 19960116 - SASAKI KOSHI [JP], et al

Cited by
KR101499787B1; US9453996B2; WO2021229069A1; WO2015023116A1; WO2016044696A1; US9428617B2

Designated contracting state (EPC)
AL AT BE BG CH CY CZ DE DK EE ES FI FR GB GR HR HU IE IS IT LI LT LU LV MC MK MT NL NO PL PT RO RS SE SI SK SM TR

Designated extension state (EPC)
BA ME

DOCDB simple family (publication)
EP 2559806 A1 20130220

DOCDB simple family (application)
EP 11006735 A 20110817


