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Abstract (en)
[origin: EP2623616A1] The method involves applying high pressure of 700 bar at interior (2) of a metal pipe (1). A plastic deformation of metal or of
metal wall is occurred from the inner surface (3) of the metal pipe. The pressure is increased gradually during the plasticization treatment. The outer
diameter of metal pipe is measured during plasticization treatment. The pressure increasing process is terminated while reaching critical outside
diameter of metal pipe, and then pressure is reduced again.
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