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Abstract (en)
Reducing the surface tension of thermoplastic based fibers or filaments, comprises adding at least one copolymer of at least one alpha -olefin and
at least one acrylic ester or methacrylic ester of an aliphatic alcohol to the thermoplastic material, and spinning the copolymer by the melt spinning
process. Independent claims are also included for: (1) fibers or filaments with a reduced surface tension which are obtainable by melt-spinning of
thermoplastic materials, preferably thermoplastic materials of polyamide or polyester, which are additives with at least one copolymer of at least one
alpha -olefin and at least one acrylic ester or methacrylic ester of an aliphatic alcohol; and (2) products, preferably fleece, nonwovens, clothes, woven
fabrics or knitted fabric obtained from the thermoplastic materials based on fibers or filaments with a reduced surface tension.

Abstract (de)
Die vorliegende Erfindung betrifft ein Verfahren zur Herstellung von Thermoplastfasern mit reduzierter Oberflächenspannung sowie aus diesen
Thermoplastfasern mit reduzierter Oberflächenspannung nach dem Schmelzspinnverfahren herzustellende Produkte, wobei der zu verwendende
Thermoplast mit einem Copolymerisat aus mindestens einem ±-Olefin und mindestens einem Acrylsäureester oder Methacrylsäureester eines
aliphatischen Alkohols versetzt wird.
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