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Abstract (en)
The present invention describes a grease composition comprising a base oil component, at least one thickener and at least one metal salt, wherein
the grease composition comprises at least one metal salt of an organic acid and at least one metal salt of an inorganic acid and from 0.00005 wt% to
0.01 wt%, preferably from 0.0001 wt% to 0.005wt%, most preferably from 0.0001 wt% to 0.003wt% abrasive particles.
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