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Abstract (en)
The present invention relates to a process for producing antimony nanowires comprising at least the process step of electrochemically depositing
antimony directly onto at least one surface of an electrode from a solution comprising at least one antimony compound (A), at least one gallium
compound (B) and at least one ionic liquid (C).
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