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Abstract (en)
[origin: JP2017210684A] PROBLEM TO BE SOLVED: To provide a method for facilitating machining austenitic steels.SOLUTION: The invention
concerns a method for heat-treating an austenitic steel of the High Nitrogen Steel or austenitic HNS type, or an austenitic steel of the High Interstitial
Steel or austenitic HIS type, the austenitic HNS or austenitic HIS containing precipitates of nitrides, carbides or carbonitrides of chromium and/or
of molybdenum. The method comprises: machining the austenitic HNS or austenitic HIS containing the precipitates, and thereafter redissolving the
precipitates by bringing the austenitic HNS or austenitic HIS to its austenitizing temperature; and then cooling the austenitic HNS or austenitic HIS
sufficiently rapidly to avoid re-formation of the precipitates. SELECTED DRAWING: None

Abstract (fr)
L'invention concerne un procédé de traitement thermique d'aciers austénitiques HNS ou HIS qui consiste a soumettre les aciers austénitiques HNS
et HIS a un traitement thermique dont la durée et la température sont telles qu'il place ces aciers austénitiques HNS et HIS dans des conditions
qui permettent I'apparition de précipités tels que des nitrures, des carbures ou des carbonitrures de molybdéne ou de chrome. La présence de
tels précipités, généralement peu liés a la matrice du matériau, favorise la formation et I'enlevement des copeaux lors de l'usinage des pieces.
L'invention concerne également des aciers austénitiques HNS ou HIS comprenant des précipités dans leur matrice.
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