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Abstract (en)
[origin: EP3321324A1] The present invention discloses a polycarbonate composition, which comprises following components in parts by weight:
a. 29.9-79.9 parts of a polycarbonate; b. 8.1-50.1 parts of a graft copolymer; c. 4.8-24.8 parts of a fire retardant; and d. 0-9.9 parts of other aids;
wherein a sum of parts by weight of the four components a, b, c and d is 100, and a content of phosphorus oxychloride based on a total weight
of the polycarbonate composition is less than or equal to 80 ppm and greater than or equal to 0.1 ppm. When a tested content of phosphorus
oxychloride in a polycarbonate composition formula of the present invention, based on the total weight of the polycarbonate composition does not
exceed 80 ppm, phosphorus oxychloride remained in a trace level can be advantageous for generation of a stable compound such as phosphoric
acid and a polymetaphosphate, can further facilitate generation of a char layer, can improve desperation of a phosphorus-containing fire retardant
in the composition at the same time, can finally obviously improve a fire resistance and a melt stability of the polycarbonate composition, and is
particularly suitable for an occasion with relatively high requirements for an operating environment.
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