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Abstract (en)
A system for forming a soft magnetic bulk material of a predetermined shape from a magnetic material and a source of insulating material, including
a heating device; a deposition device; a support, and a mask configured as a negative of at least a portion of the predetermined shape. The
heating device heats the magnetic material to form particles having a softened state and wherein the deposition device deposits successive layers
of particles of the magnetic material in the softened state on the support with the mask located between the deposition device and the support.
The mask is indexed to a position relative to the support upon deposition of the successive layers. The mask selectively blocks the successive
layers of particles of the magnetic material in the softened state from being deposited on the support forming the soft magnetic bulk material of a
predetermined shape on the support.
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