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Description

BACKGROUND OF THE INVENTION

Field of the Invention

[0001] The present invention relates to a method for
producing xylylenediamine by hydrogenating phthaloni-
trile obtained through ammoxidation of xylene.
[0002] Xylylenediamine is useful as a raw material of,
for example, polyamide resins or epoxy curing agents,
and as an intermediate material for producing isocy-
anates.

Background

[0003] Xylylenediamine is produced by hydrogena-
tion of phthalonitrile in the presence of ammonia.
[0004] For producing phthalonitrile, xylene is reacted
through ammoxidation with ammonia and molecular ox-
ygen in the presence of a catalyst.
[0005] A method of reacting, in the presence of a cat-
alyst, an organic-substituent-containing carbon-ring or
heterocyclic compound with ammonia and an oxygen-
containing gas is called ammoxidation, and is generally
employed for producing nitrile compounds through a va-
por-solid fluidized catalytic process.
[0006] A variety of methods for separating a nitrile
compound from a gas produced through ammoxidation
have already been known. For example, Chemical En-
gineering (Nov. 1971, pp. 53-55) discloses a method for
depositing isophthalonitrile, in which a gas produced
through ammoxidation of m-xylene so as to produce iso-
phthalonitrile is introduced into a scrubber and is cooled
with water, then the obtained slurry of isophthalonitrile
is introduced into a filter, to thereby isolate crystals of
isophthalonitrile, and the crystals are dehydrated and
dried, to thereby yield a final product.
[0007] Process Handbook (published in 1976, edited
by The Japan Petroleum Institute) discloses the
MGC-Badger isophthalonitrile process, in which isoph-
thalonitrile contained in a gas produced through reaction
is trapped by an organic solvent; the isophthalonitrile-
trapped liquid is transferred to a solvent recovery col-
umn for the removal of solvent from the column top and
crude isophthalonitrile is recovered from the bottom;
and the crude isophthalonitrile is supplied to a rectifica-
tion column, whereby purified isophthalonitrile is recov-
ered from the column top.
[0008] In the method described in Chemical Engi-
neering in which a gas produced through ammoxidation
of m-xylene so as to produce isophthalonitrile is intro-
duced into a scrubber and is cooled with water, by-prod-
ucts generated during ammoxidation are also deposited
with isophthalonitrile. Thus, an additional purification
step is required in order to obtain isophthalonitrile of high
purity.
[0009] The method described in Process Handbook

employing trapping by an organic solvent enables ob-
taining of high-purity isophthalonitrile. However, the
method poses the following problems among others. (1)
When a sublimable high-melting- point substance such
as isophthalonitrile is separated through distillation un-
der reduced pressure and removed from the top of the
distillation column, isophthalonitrile may be solidified
due to overcooling, since the condensation temperature
and the melting point are close to each other in a high
vacuum. (2) Due to high-temperature operation, vapor
pressure of isophthalonitrile becomes high, and isoph-
thalonitrile migrates to a vacuum evacuation system, to
thereby deposit crystals thereof and cause plugging. (3)
To prevent this, there must be taken measures including
provision of a scrubber between the condensation sec-
tion and the vacuum evacuation system. (4) Generally,
in the presence of impurities such as high- boiling-point
by-products generated during ammoxidation, ammoxi-
dation catalyst, and metallic components, isophthaloni-
trile is unstable to heat and readily undergoes undesir-
able change or deterioration. Thus, when isophthaloni-
trile is exposed to high temperature during distillation,
significant portions of isophthalonitrile are lost.
[0010] Then m-xylylenediamine is not produced effi-
ciently by hydrogenation of isophthalonitrile produced
with above method.
[0011] A process for the ammoxidation of carboxylic
and heterocyclic compounds is described in EP -A- 1
113 001, the process resulting in nitrile compounds.
[0012] The hydrogenation of aromatic nitriles in the
presence of a cobalt- and nickel-containing catalyst is
described in US -A- 3,069,469.

SUMMARY OF THE INVENTION

[0013] Thus, an object of the present invention is to
provide a method for producing xylylenediamine by hy-
drogenating phthalonitrile synthesized through ammox-
idation of xylene, comprising recovering phthalonitrile,
readily and at high yield, from a gas produced through
ammoxidation, to thereby produce industrially efficiently
xylylenediamine of high purity.
[0014] In an attempt to solve the aforementioned
problems, the present inventors have carried out exten-
sive studies focusing on the methodology for producing
xylylenediamine, and have found that high purity xy-
lylenediamine is obtained with high yield by trapping
phthalonitrile contained in a gas produced through am-
moxidation by an organic solvent; removing high-boil-
ing-point impurities in a first distillation step; and in a
second distillation step, separating the organic solvent
and recovering phthalonitrile from the bottom of the col-
umn, hydrogenating phthalonitrile with specific solvent
and liquid ammonia. The present invention has been ac-
complished on the basis of this finding.
[0015] Accordingly, the present invention provides a
method for producing xylylenediamine by hydrogenat-
ing phthalonitrile separated from a gas produced by
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causing xylene to react with ammonia and oxygen-con-
taining gas in the presence of a catalyst, which method
comprises the following steps:

(1) a trapping step for bringing the gas into contact
with an organic solvent, to thereby trap phthaloni-
trile in the organic solvent;
(2) a high-boiling-point impurity separation step for
distilling a liquid in which phthalonitrile is trapped in
the trapping step, to thereby recover phthalonitrile
and the organic solvent from the top of the column
and separate at the bottom of the column impurities
having boiling points higher than that of phthaloni-
trile;
(3) a rectification step for subjecting phthalonitrile
and the organic solvent resulting from the high-boil-
ing-point impurity separation step to rectification, to
thereby recover the organic solvent from the top of
the column and recover liquefied phthalonitrile of
high purity at the bottom of the column; and
(4) a hydrogenation step for mixing high purity
phthalonitrile with liquid ammonia and at least one
solvent selected from aromatic hydrocarbon and
saturated hydrocarbon, then subjecting hydrogen-
ation of the phthalonitrile.

DETAILED DESCRIPTION OF PREFERRED
EMBODIMENTS

[0016] In the present invention, xylene is used as a
raw material. Particularly, m-xylene and p-xylene are
preferably used. Isophthalonitrile and terephthalonitrile
are produced through ammoxidation of m-xylene and p-
xylene, respectively, and, through the subsequent hy-
drogenation, isophthalonitrile and terephthalonitrile are
converted into m-xylylenediamine and p-xylylenedi-
amine, respectively.
[0017] In the present invention, during ammoxidation
in which xylene is caused to react with ammonia and an
oxygen-containing gas, there can be used known cata-
lysts such as a catalyst containing V-Cr-B-Mo oxide dis-
closed in Japanese Patent Application Laid-Open
(kokai) No. Heisei 11(1999)- 209332 and a catalyst con-
taining Fe-Sb-V oxide disclosed in Japanese Patent Ap-
plication Laid-Open (kokai) No. Heisei 9(1997)-71561.
[0018] The oxygen-containing gas to be used in am-
moxidation is typically air, which may be enriched with
oxygen. A diluent such as nitrogen or carbon dioxide gas
may also be used in combination. Oxygen is used in an
amount by mol at least three times, preferably 4-100
times that of xylene serving as the raw material. When
the amount of oxygen is less than the lower limit, yield
of phthalonitrile decreases, whereas when the amount
is in excess of the upper limit, space-time yield decreas-
es.
[0019] When ammoxidation is performed by use of air,
the concentration of xylene contained in the raw material
gas to be fed to the reactor is 0.2-10 vol.%, preferably

0.5-5 vol.%. When the concentration is less than the
lower limit, space-time yield decreases, whereas when
the concentration is in excess of the upper limit, yield of
phthalonitrile decreases.
[0020] Ammonia of industrial grade may be used as
the raw material. Ammonia is used in an amount by mol
of 2-20 times, preferably 6-15 times, that of xylene.
When the amount of ammonia is less than the lower lim-
it, yield of phthalonitrile decreases, whereas when the
amount is in excess of the upper limit, space time yield
decreases.
[0021] Since ammoxidation generates a large amount
of heat of reaction, the reaction is carried out preferably
in a gas-phase-fluidized manner so as to attain a uni-
form temperature profile in the reactor, and a variety of
fluidized-bed reactors can be employed. Ammonia may
be supplied in the form of a mixture with xylene. In this
case, a portion of an oxygen-containing gas may be
added to the mixture of ammonia and xylene, with care
being exerted so that the composition of the mixture
does not fall within the explosion region, and the result-
ant mixture may be supplied to the reactor.
[0022] The temperature of ammoxidation is
300-500°C, preferably 330-470°C. When the reaction
temperature is lower than the lower limit, percent con-
version decreases, whereas when the temperature is in
excess of the upper limit, formation of by-products such
as carbon dioxide gas and hydrogen cyanide gas in-
creases, to thereby decrease the yield of phthalonitrile.
Ammoxidation may be performed under ambient pres-
sure, reduced pressure, or pressurized conditions, and
a pressure of approximately ambient pressure to 0.2
MPa is preferred. Although the time of contact between
the reactive gas and a catalyst varies in accordance with
the conditions such as reaction temperature and the mol
ratio of fed ammonia or oxygen-containing gas to fed
xylene, the time is typically 0.3-30 seconds.

<(1) trapping step>

[0023] In the present invention, firstly in the trapping
step, a gas produced through ammoxidation and sup-
plied from the outlet of the ammoxidation reactor is in-
troduced to a phthalonitrile trapping column, whereby
the reactive gas is brought into contact with an organic
solvent, to thereby dissolve phthalonitrile in the solvent.
Thus, unreacted ammonia and gases such as hydrogen
cyanide, carbon dioxide, steam, carbon monoxide, ni-
trogen, and oxygen are separated.
[0024] The organic solvent to be used is at least one
solvent species selected from among alkylbenzenes,
heterocyclic compounds, aromatic nitriles, and hetero-
cyclic nitriles, and has a boiling point lower than that of
phthalonitrile. Preferably, the organic solvent dissolves
phthalonitrile therein at a high solubility, and is inert to
phthalonitrile. An organic solvent of low boiling point in-
creases the amount of solvent entrained with residual
gas.
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[0025] Examples of the organic solvent include m-xy-
lene, p-xylene, pseudocumene, mesitylene, ethylben-
zene, methylpyridines, benzonitrile, m-tolunitrile, p-tol-
unitrile and cyanopyridines. These compounds may be
used singly or in combination. Of these, m-tolunitrile or
p-tolunitrile is most suited in the present invention.
[0026] In operation of the phthalonitrile trapping col-
umn, the gas produced through ammoxidation is intro-
duced into a liquid phase at the bottom of the column.
The trapping column is operated under such a condition
that the temperature of the liquid phase at the bottom of
the column is lower than the boiling point of the bottom
liquid. Although the pressure in the phthalonitrile trap-
ping column may be ambient pressure, reduced pres-
sure, or elevated pressure, a pressure of ambient pres-
sure to pressure for ammoxidation is typically employed.
Components which have not been absorbed in the or-
ganic solvent; e.g., ammonia, hydrogen cyanide, carbon
dioxide, steam, carbon monoxide, nitrogen, and oxy-
gen, are discharged from the top of the column, while
phthalonitrile absorbed in the organic solvent is taken
from the bottom of the column and forwarded to a high-
boiling-point impurity separation step.

<(2) high-boiling-point impurity separation step and (3)
rectification step>

[0027] In the (2) high-boiling-point impurity separation
step, phthalonitrile absorbed in the organic solvent un-
dergoes distillation in a high-boiling-point impurity sep-
aration column. Thus, high-boiling-point impurities are
separated from phthalonitrile and removed from the bot-
tom potion of the column, and phthalonitrile and the or-
ganic solvent are recovered from the top of the column.
[0028] The recovered phthalonitrile and the organic
solvent are forwarded to the (3) rectification step. The
organic solvent and impurities having boiling points low-
er than that of phthalonitrile are separated and removed
from the top of the column, while phthalonitrile in liquid
form is recovered from the bottom of the column.
[0029] Supply from the high-boiling-point impurity
separation column to the rectification column may be
performed in a state of gas or a condensed liquid. How-
ever, the supply of gas state as generated vapor is ad-
vantageous, from the viewpoint of saving energy.
[0030] In the presence of impurities such as high-boil-
ing-point by-products generated during ammoxidation,
ammoxidation catalyst, and metallic components,
phthalonitrile is unstable to heat, and is readily deterio-
rated to cause amidation, polymerization, or the like.
This undesirable change results in a loss of some
amount of phthalonitrile during distillation, and the loss
increases in proportion to the period of time during which
crude phthalonitrile is handled at high temperature and
to the handling temperature. Thus, in order to obtain
phthalonitrile at high yield, separation of high-boiling-
point impurities must be performed as rapidly as possi-
ble and at as low a temperature as possible.

[0031] According to the present invention, phthaloni-
trile is separated in advance from high-boiling-point im-
purities in the high-boiling-point impurity separation
step. Thus, the period of time during which phthalonitrile
contacts the high-boiling-point impurities under heat can
be shortened. In addition, distillation can be performed
in a high vacuum, to thereby lower the temperature in
the high-boiling-point impurity separation column and
prevent deterioration of phthalonitrile.
[0032] In each column, distillation is carried out under
reduced pressure. The pressure is predetermined such
that phthalonitrile is not deposited in the column.
[0033] In general, when a mixture containing a subli-
mable high-melting-point substance is subjected to dis-
tillation, the interior temperature of the distillation col-
umn is elevated to a temperature not lower than the
melting point of the substance, to thereby prevent plug-
ging caused by deposition of crystals. Moreover, in the
case in which a sublimable high-melting-point sub-
stance and a solvent in an amount sufficient for dissolv-
ing the sublimable high-melting-point substance are to-
gether placed in the distillation column, deposition of
crystals does not occur even though the operation tem-
perature is not higher than the melting point of the sub-
stance.
[0034] The distribution of phthalonitrile concentration
in a distillation column is determined in accordance with
the composition of supplied liquid, conditions for distil-
lation and separation of the bottom residue, and vapor-
liquid equilibrium conditions, and the temperature profile
varies in accordance with operation pressure. Since the
solubility of phthalonitrile in a solvent is univocally de-
termined only by temperature, operation pressure af-
fects phthalonitrile to be deposited or not deposited in
the distillation column. For example, when rectification
of isophthalonitrile is carried out by use of m-tolunitrile
serving as an organic solvent for trapping a target with
the inside pressure of the rectification column being 4.2
kPa or lower, in the distillation column there is generated
a region where the temperature is not higher than the
melting point of isophthalonitrile and the isophthaloni-
trile concentration exceeds the solubility of isophthalo-
nitrile in m-tolunitrile. In this region, isophthalonitrile is
deposited, to thereby plug the column.
[0035] In the case in which phthalonitrile and an or-
ganic solvent are supplied in the form of vapor from the
high-boiling-point impurity separation column to the rec-
tification column, increase in pressure of the top of the
rectification column requires a higher bottom tempera-
ture of the high-boiling-point impurity separation col-
umn, leading to an increase in the amount of deteriorat-
ed phthalonitrile. Thus, the operation pressure of the
distillation column is controlled to high vacuum within
the range where phthalonitrile is not deposited in the dis-
tillation column. Specifically, when m-tolunitrile is used
as an organic solvent for trapping isophthalonitrile, the
pressure in the distillation column is preferably 5-10
kPa.
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[0036] According to the method of the present inven-
tion, no scrubber is required to be provided between the
condensation system and the vacuum-evacuation sys-
tem. This is because phthalonitrile is in contact with a
solvent in an amount sufficient for dissolving therein in
the distillation column, and substantially no vapor pres-
sure of phthalonitrile, caused by a low temperature of
the condensation section predominantly containing a
solvent, prevents migration of phthalonitrile to the vac-
uum-evacuation system.
[0037] According to the method of the present inven-
tion, impurities having boiling points higher than that of
phthalonitrile and contained in the gas produced
through ammoxidation are removed by means of the
high-boiling-point impurity separation column, and as a
result, these impurities do not migrate into the rectifica-
tion column. Thus, phthalonitrile is subjected to high
temperature in the co-presence of a substance which
promotes deterioration of phthalonitrile only for a limited
time; i.e., only when phthalonitrile is retained in the high-
boiling-point impurity separation column, leading to a re-
duction in loss of phthalonitrile caused by deterioration.

<(4) Hydrogenation step>

[0038] The high purity phthalonitrile from the bottom
of rectification column is subjected hydrogenation in a
solution state after mixing with liquid ammonia and a sol-
vent.
[0039] At least one solvent selected from aromatic hy-
drocarbon and saturated hydrocarbon is used as a sol-
vent for the hydrogenation of phthalonitrile. The solvent
exemplified benzene, toluene, m-xylene, p-xylene,
mesitylene, pseudocumene, hexane and cyclohexane.
These solvents may be used singly or in combination of
two or more species. Of these, m-xylene or p-xylene is
advantageously used since the number of compounds
used in the plant is reduced.
[0040] In the hydrogenation step, production of xy-
lylenediamine through hydrogenation of phthalonitrile is
preferably carried out by use of a catalyst predominantly
containing nickel and/or cobalt. Hydrogenation of
phthalonitrile in the presence of ammonia may be car-
ried out by use of a platinum-group catalyst. However,
when a platinum-group catalyst such as a ruthenium
catalyst is used, nucleus hydrogenation of produced xy-
lylenediamine and an aromatic hydrocarbon (e.g. m-xy-
lylene, p-xylylene, mesitylene or pseudocumene) serv-
ing as the organic solvent proceeds, which is undesira-
ble.
[0041] The composition of the raw material to be fed
to a hydrogenation reactor is appropriately determined
arbitrarily. When the concentration of phthalonitrile serv-
ing as a reactant is lower and when the concentration
of ammonia serving as a solvent is higher, the yield of
xylylenediamine becomes higher. In order to attain sat-
isfactory yield and productivity, the composition of the
raw material is regulated through further addition of the

solvent or ammonia. The composition of the raw mate-
rial is preferably determined so as to attain the following
compositional proportions: phthalonitrile (1-10wt.%),
the solvent (1-79 wt.%), and ammonia (20-98 wt.%).
[0042] Hydrogenation may be carried out in a batch-
type process or a continuous process. In a batch-type
process, hydrogenation may be carried out in a tank re-
actor in which the raw material is completely mixed with
a powdery catalyst of a Raney metal such as nickel or
cobalt. Industrially, hydrogenation is carried out in a sim-
ple manner through a method employing a trickle-type
continuous reactor including a tubular reactor and a
molded catalyst provided on a fixed bed, in which the
raw material solution and hydrogen gas are fed in par-
allel through the upper section of the reactor.
[0043] A catalyst comprising nickel and/or cobalt sup-
ported on a carrier is preferably used as a hydrogenation
catalyst. Examples of the carrier employed include dia-
tomaceous earth, silicon oxide, alumina, silica-alumina,
titanium oxide, zirconium oxide, and carbon.
[0044] When a nickel catalyst is used as the hydro-
genation catalyst, the reaction temperature is 60-130°C,
and the reaction pressure is 4-15 MPa.
[0045] A reaction mixture containing xylylenediamine
is obtained through the aforementioned hydrogenation.
High purity xylylenediamine can be obtained by sepa-
rating ammonia, solvent and some byproducts from the
reaction mixture. This separation is preferably carried
out through distillation.
[0046] The method of the present invention will next
be described in detail with reference to one embodiment
of the method for purifying phthalonitrile according to the
present invention.
[0047] In the embodiment, a gas produced in an am-
moxidation reactor A is supplied to a phthalonitrile trap-
ping column B. In the upper section of the trapping col-
umn, an absorption portion comprising plates or a
packed layer is provided, and an organic solvent is fed
through the upper section of the trapping column. By
bringing the gas into contact with the organic solvent,
phthalonitrile and high-boiling-point impurities con-
tained in the produced gas are trapped in the solvent.
Components which have not been absorbed in the or-
ganic solvent; e.g., ammonia, hydrogen cyanide, carbon
dioxide, steam, carbon monoxide, nitrogen, and oxy-
gen, are discharged from the upper section of the col-
umn.
[0048] The organic liquid containing phthalonitrile is
transferred to a high-boiling-point impurity separation
column C, whereby phthalonitrile and the organic sol-
vent are recovered from the top, and high-boiling-point
impurities are discharged from the bottom. The recov-
ered phthalonitrile and the organic solvent are trans-
ferred to a rectification column D. The organic solvent
is recovered from the top of the column, while phthalo-
nitrile is recovered from the bottom of the column. Then
the phthalonitrile from the bottom of rectification column
is sent to a hydrogenation reactor E and subjected hy-
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drogenation in a solution state after mixing with liquid
ammonia and a solvent. High purity phthalonitrile is ob-
tained by the rectification of the hydrogenation product
using distillation column.
[0049] In the present invention, xylylenediamine of
high purity is produced industrially efficiently at high
yield by hydrogenating phthalonitrile separated from a
bottom of a distillation column which rectify phthalonitrile
trapped from ammoxidation gas.

EXAMPLES

[0050] The present invention will next be described in
more detail by way of Examples.
[0051] In the below-described Examples, analysis of
the compositions was carried out by means of gas chro-
matography.

<Preparation of catalyst for ammoxidation reaction>

[0052] Vanadium pentoxide (V2O5) (229 g) was add-
ed to water (500 mL), to thereby yield a mixture, and an
aliquot of oxalic acid (477 g) was added to the mixture
with stirring at 80-90°C so as to dissolve the vanadium
compound, to thereby yield a solution of vanadium
oxalate. Another aliquot of oxalic acid (963 g) was added
to water (400 mL), and the resultant mixture was heated
to 50-60°C. To the mixture, a solution of chromic anhy-
dride (CrO3) (252 g) in water (200 mL) was added under
sufficient stirring so as to dissolve the components, to
thereby yield a solution of chromium oxalate. The thus-
yielded solutions were mixed at 50-60°C, to thereby pre-
pare a V-Cr-containing solution. To the V-Cr-containing
solution, a solution of phosphomolybdic acid (H3
(PMo12O40)·20H2O) (41.1 g) dissolved in water (100
mL) and a solution of potassium acetate (CH3COOK)
(4.0 g) dissolved in water (100 mL) were added. Subse-
quently, a 20 wt.% aqueous silica sol (containing 0.02
wt.% of Na2O) (2,500 g) was added, to thereby yield a
slurry.
[0053] Boric acid (H3BO3) (78 g) was added to the
slurry, and the resultant mixture was concentrated by
heating until the liquid amount became approximately
3,800 g. The thus-concentrated mixture containing cat-
alyst components was dried by use of a spray drier while
the inlet temperature and the outlet temperature were
maintained at 250°C and 130°C, respectively. The dried
mixture was further dried by means of a drier at 130°C
for 12 hours, and the resultant mixture was calcined at
400°C for 0.5 hours and at 550°C for eight hours under
air flow, to thereby obtain a catalyst to be used in a flu-
idized process. The obtained catalyst was found to have
atomic proportions of V : Cr : B: Mo : P : Na : K = 1 : 1 :
0.5 : 0.086 : 0.007 : 0.009 : 0.020 and an effective cat-
alyst component content of 50 wt.%.

Example 1

[0054] Ammoxidation; trapping of isophthalonitrile in
an organic solvent; distillation for separating and purify-
ing isophthalonitrile and hydrogenation of the isoph-
thalonitrile were performed on the basis of the process
flow shown in Fig. 1.
[0055] The catalyst (6 L) which had been prepared in
the above-described manner was charged into an am-
moxidation reactor A. After air, m-xylene (MX), and am-
monia had been mixed and preheated to 350°C, the re-
sultant mixture was fed to the reactor. The following feed
conditions were employed: an amount of fed MX of 350
g/Hr; a mol ratio of NH3/MX of 11; a mol ratio of O2/MX
of 5.4; and an SV of 630 Hr-1. The temperature and the
pressure for reaction were 420°C and 0.2 MPa-G, re-
spectively.
[0056] The gas produced through reaction and sup-
plied from the top of the reactor was introduced into an
phthalonitrile trapping column B, whereby isophthaloni-
trile contained in the produced gas was trapped in m-
tolunitrile serving as a solvent.
[0057] The phthalonitrile trapping column, made of
SUS 304, was equipped with a condenser at the upper
section and a gas-bubbling inlet at the bottom section.
The main body of the column had an inside diameter of
100 mm and a height of 800 mm, and the lower portion
(450 mm) of the main body was provided with a double
tube structure so as to allow steam heating.
[0058] Specifically, the gas produced through the
aforementioned ammoxidation was subjected to a trap-
ping process for two hours by use of m-tolunitrile (2 kg)
charged into the trapping column and heated to 175°C,
to thereby trap components. After completion of trap-
ping, the liquid was found to have the following compo-
sition; i.e., m-tolunitrile (73.5 wt.%), isophthalonitrile (25
wt.%), 3-cyanobenzamide (1 wt.%), and other compo-
nents (0.5 wt.%).
[0059] The aforementioned liquid was supplied to a
middle stage plate of a high-boiling-point impurity sep-
aration column C, and the gas produced through distil-
lation carried out in the high-boiling-point impurity sep-
aration column C was supplied to a rectification column
D. Distillation in the high-boiling-point impurity separa-
tion column C was performed at a top pressure of 8 kPa,
a top temperature of 164°C, and a bottom temperature
of 204°C, and distillation in the rectification column D
was performed at a top pressure of 6 kPa, a top temper-
ature of 120°C, and a bottom temperature of 183°C. The
thus-purified isophthalonitrile, which had been recov-
ered from the bottom of the rectification column, had a
purity of 99.93%. The percent recovery of isophthaloni-
trile including isophthalonitrile contained in a fraction
from which the high-boiling-point impurity had been sep-
arated was 98%. In other words, the high-boiling-point
impurity included 2% unrecovered isophthalonitrile.
[0060] Liquid ammonia and m-xylene are mixed with
the isophthalonitrile recovered from the bottom of the
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rectification column to use as raw material for the hydro-
genation. The proportions of isophthalonitrile/m-xylene/
ammonia in the solution were 5/10/85 by weight.
[0061] An Ni/diatomaceous earth catalyst (Ni content:
50 wt.%) (5 kg) was charged into a vertical tubular hy-
drogenation reactor E (volume: 4 L). Through the upper
section of the reactor, a raw material containing isoph-
thalonitrile, m-xylene, and ammonia was fed at a rate of
6 kg/hr. Hydrogen was fed through the upper section of
the reactor in parallel with the raw material, and hydro-
genation was carried out at a reaction pressure of 12
MPa and at 90°C.
[0062] Through hydrogenation, the yield of m-xylylen-
ediamine was 96.5% on the basis of isophthalonitrile.
[0063] The hydrogenation product was subjected to
distillation removing ammonia and m-xylene. Then high-
and low-boiling -point components were removed by
distillation. The obtained m-xylylenediamine had a puri-
ty of 99.99 wt.%, and was found to contain 3-methylben-
zylamine (16 ppm), and unknown low- boiling-point
components (12 ppm).

Claims

1. A method for producing xylylenediamine by hydro-
genating phthalonitrile separated from a gas pro-
duced by causing xylene to react with ammonia and
oxygen-containing gas in the presence of a catalyst,
which method comprises the following steps:

(1) a trapping step for bringing the gas into con-
tact with an organic solvent, to thereby trap
phthalonitrile in the organic solvent,
wherein the organic solvent for trapping
phthalonitrile is at least one compound selected
from among alkylbenzenes, heterocyclic com-
pounds, aromatic nitriles, and heterocyclic ni-
triles;
(2) a high-boiling-point impurity separation step
for distilling a liquid in which phthalonitrile is
trapped in the trapping step, to thereby recover
phthalonitrile and the organic solvent from the
top of the column and separate at the bottom
of the column impurities having boiling points
higher than that of phthalonitrile;
(3) a rectification step for subjecting phthaloni-
trile and the organic solvent resulting from the
high-boiling-point impurity separation step to
rectification, to thereby recover the organic sol-
vent from the top of the column and recover liq-
uefied phthalonitrile of high purity at the bottom
of the column; and
(4) a hydrogenation step for mixing high purity
phthalonitrile with liquid ammonia and at least
one solvent selected from aromatic hydrocar-
bon and saturated hydrocarbon, then subject-
ing hydrogenation of the phthalonitrile.

2. The method for producing xylylenediamine accord-
ing to claim 1, wherein the phthalonitrile and organic
solvent resulting from the high-boiling-point impuri-
ty separation step are supplied in the form of vapor
to a rectification column employed in the rectifica-
tion step.

3. The method for producing xylylenediamine accord-
ing to claim 1, wherein a nickel catalyst and/or a co-
balt catalyst is employed in the hydrogenation step.

4. The method for producing xylylenediamine accord-
ing to claim 3, wherein the nickel and/or cobalt is
supported on at least one carrier selected from
among diatomaceous earth, silicon oxide, alumina,
silica-alumina, titanium oxide, zirconium oxide, and
carbon.

5. The method for producing xylylenediamine accord-
ing to claim 1, wherein the solvent for the hydrogen-
ation step is at least one compound selected from
among benzene, toluene, m-xylene, p-xylene, mes-
itylene, pseudocumene, hexane and cyclohexane.

Patentansprüche

1. Verfahren zur Herstellung von Xylylendiamin durch
Hydrierung von Phthalonitril, abgetrennt von einem
Gas, das erzeugt wird, indem die Reaktion von Xy-
lol mit Ammoniak und sauerstoffhaltigem Gas in
Gegenwart eines Katalysators verursacht wird, wo-
bel das Verfahren die folgenden Schritte umfasst:

(1) einen Abfangschritt zum Inkontaktbringen
des Gases mit einem organischen Lösungsmit-
tel, um dadurch Phthalonitril in dem organi-
schen Lösungsmittel abzufangen,
wobei das organische Lösungsmittel zum Ab-
fangen von Phthalonitril mindestens eine Ver-
bindung ist, die unter Alkylbenzolen, hetero-
cyclischen Verbindungen, aromatischen Nitri-
len und heterocyclischen Nitrilen gewählt ist;

(2) einen Abtrennschritt von Verunreinigungen
mit hohem Siedepunkt zur Destillation einer
Flüssigkeit, in der Phthalonitril in dem Abfang-
schritt eingefangen wurde, um dadurch Phtha-
lonitril und das organische Lösungsmittel aus
dem oberen Teil der Kolonne rückzugewinnen
und am Boden der Kolonne Verunreinigungen
mit höheren Siedepunkten als dem von Phtha-
lonitril abzutrennen;

(3) einen Rektifikationsschritt zur Unterziehung
von Phthalonitril und dem organischen Lö-
sungsmittel, resultierend aus dem Abtrenn-
schritt von Verunreinigungen mit hohem Siede-
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punkt, einer Rektifikation, um dadurch das or-
ganische Lösungsmittel aus dem oberen Teil
der Kolonne rückzugewinnen, und verflüssig-
tes Phthalonltril mit hoher Reinheit am Boden
der Kolonne rückzugewinnen; und

(4) einen Hydrierungsschritt zum Mischen von
Phthalonitril mit hoher Reinheit mit flüssigem
Ammoniak und mindestens einem Lösungsmit-
tel, gewählt aus aromatischem Kohlenwasser-
stoff und gesättigtem Kohlenwasserstoff, mit
anschließender Hydrierung des Phthalonitrils.

2. Verfahren zur Herstellung von Xylylendiamin ge-
mäß Anspruch 1, wobei das Phthalonitril und orga-
nische Lösungsmittel, resultierend aus dem Ab-
trennschritt von Verunreinigungen mit hohem Sie-
depunkt, einer Rektifikationskolonne, die im Rekti-
fikationsschritt angewendet wird, in Form von
Dampf zugeführt werden.

3. Verfahren zur Herstellung von Xylylendiamin ge-
mäß Anspruch 1, wobei ein Nickelkatalysator und/
oder ein Kobaltkatalysator in dem Hydrierungs-
schritt zur Anwendung kommen.

4. Verfahren zur Herstellung von Xylylendiamin ge-
mäß Anspruch 3, wobei das Nickel und/oder Kobalt
auf mindestens einem Träger geträgert sind, ge-
wählt aus Diatomeenerde, Siliziumoxid, Alumini-
umoxid, Silica-Aluminiumoxid, Titanoxid, Zirkoni-
umoxid und Kohlenstoff.

5. Verfahren zur Herstellung von Xylylendiamin ge-
mäß Anspruch 1 , wobei das Lösungsmittel für den
Hydrierungsschritt mindestens eine Verbindung ist,
die unter Benzol, Toluol, m-Xylol, p-Xylol, Mesity-
len, Pseudocumol, Hexan und Cyclohexan gewählt
wird.

Revendications

1. Procédé de production de xylylènediamlne en hy-
drogénant le phtalonitrile séparé d'un gaz produit
en provoquant la réaction du xylène avec de l'am-
moniac et d'un gaz contenant de l'oxygène en pré-
sence d'un catalyseur, ledit procédé comprenant
les phases suivantes:

(1) une phase de rétention pour mettre le gaz
en contact avec un solvant organique, afin de
piéger ainsi le phtalonitrile dans le solvant or-
ganique,

dans laquelle le solvant organique pour
piéger le phtalonltrlle est au moins un composé
choisi parmi les alkylbenzènes, les composés
hétérocycllques, les nitrites aromatiques, et les

nitriles hétérocycliques;

(2) une phase de séparation d'impuretés à
point d'ébullition élevé afin de distiller un liquide
dans lequel le phtalonitrile est piégé dans la
phase de rétention, afin de récupérer ainsi le
phtalonitrile et le solvant organique du haut de
la colonne et de séparer, en bas de la colonne,
les impuretés ayant des points d'ébullition su-
périeurs à celui du phtalonitrile;

(3) une phase de rectification pour soumettre
le phtalonitrile et le solvant organique, obtenu
lors de la phase de séparation des impuretés à
point d'ébullition élevé, à une rectification, afin
de récupérer ainsi le solvant organique prove-
nant du haut de la colonne et de récupérer le
phtalonitrile liquéfié de grande pureté en bas
de la colonne; et

(4) une phase d'hydrogénation pour mélanger
le phtalonitrile haute pureté avec de l'ammo-
niac liquide et au moins un solvant choisi à par-
tir d'hydrocarbure aromatique et d'hydrocarbu-
re saturé, puis en réalisant l'hydrogénation du
phtalonitrile.

2. Procédé de production de xylylènediamine selon la
revendication 1, dans lequel le phtalonitrile et le sol-
vant organique résultant de la phase de séparation
d'impuretés à point d'ébullition élevé, sont amenés
sous forme de vapeur à une colonne de rectification
utilisée dans la phase de rectification.

3. Procédé de production de xylylènediamine selon la
revendication 1 , dans lequel un catalyseur au nic-
kel et/ou un catalyseur au cobalt est utilisé dans la
phase d'hydrogénation.

4. Procédé de production de xylylènediamine selon la
revendication 3, dans lequel le nickel et/ou le cobalt
est supporté sur au moins un support choisi parmi
la terre de diatomée, l'oxyde de silicium, l'alumine,
la silice-alumine, l'oxyde de titane, l'oxyde de zirco-
nium, et le carbone.

5. Procédé de production de xylylènediamine selon la
revendication 1, dans lequel le solvant pour la pha-
se d'hydrogénation est au moins un composé choisi
parmi le benzène, le toluène, le m-xylène, le p-xy-
lène, le mésitylène, le pseudocumène, l'hexane et
le cyclohexane.
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