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Description

Field of the Invention

[0001] The present invention is directed to filters for filtering liquid fuels.
[0002] In particular, the invention is directed to filtration media for the removal of fuel degradation products (FDPs)
and other contaminants from liquid fuels.

Background

[0003] Liquid fuels, such as diesel fuel, are used in internal combustion engines of various configurations and sizes.
Such fuels must generally be filtered so as to remove particulate contaminants, which can otherwise create significant
problems in engine performance and can result in damage to the engine. Filter media for removal of these particulate
contaminants has generally been required to remove very high percentages of particles, necessitating use of filter media
with tight pore structures. Without such tight pore structures, unacceptable levels of particles can pass through the filter
media and detrimentally affect engine performance
[0004] US 2006/096263 A1 discloses a filter media comprising glass fibers (media fibers) and bicomponent binder
fibers (binder fibers) with average diameter greater than the glass fibers. The filter may be used for the removal of
particulate materials from fluid streams,such as air,aqueous and non-aqueous liquids,e.g.lubricating oils and hydraulic
fluids.
[0005] One media currently used for removal of particulate contaminants from fuel streams is melt-blown media that
allows for effective removal of particulate contaminants. Although melt-blown media can perform adequately in removing
particulate contaminants from liquid fuels, the melt-blown media can readily foul from buildup of contaminants other than
traditional particulate contaminants. This premature fouling appears to be particularly pronounced in situations where
fuel undergoes repeated heating and cooling cycles, such as in common rail systems used on many diesel engines. In
such systems diesel fuel is pumped from a fuel tank at high pressure along a common conduit (or rail) that is connected
to multiple fuel injectors. Some of the diesel fuel passes through the fuel injectors and is combusted, but the remainder
is delivered back to the fuel tank at an increased temperature as a result of travelling down the common rail through
portions of the hot diesel engine. Once back in the tank the fuel rapidly cools. Repeated cycles of heating and cooling
of the fuel are believed to contribute in the production of fuel degradation products that accelerate fouling of traditional
fuel filter media.
[0006] In addition to filter-clogging materials generated as a result of heating and cooling cycles, additional sources
of contaminants that can reduce fuel filter performance include ingredients found in various biodiesel mixtures. Although
often distinct in origin from the fuel degradation products formed during heating and cooling cycles, these contaminants
can also contribute to significant reductions in fuel filter life by accumulating on the filter media. Finally, even normal
aging of fuel, especially when it occurs at heightened temperatures, can result in production of fuel contaminants that
further limit fuel filter life due to fouling and clogging of filter media earlier than would otherwise be expected if only hard
particle contaminants were present.
[0007] Therefore, a substantial need exists for filtration media, filter elements, and filtration methods that can be used
for removing contaminant materials from liquid fuel streams. The invention provides such media, filter elements and
methods.

Summary of the Invention

[0008] The present invention is directed to filter media configured and arranged for placement in a fluid fuel stream,
to filter elements manufactured using the filter media, and to methods of filtering fuel streams. The filter media and
elements are configured for applications where fuel can contain various additional contaminants besides conventional
hard particles. These additional contaminants can include (for example) waxes, asphaltenes, sterol glucosides, steryl
glucosides, sterol glycosides, and various fuel degradation products (FDPs). Collectively, these additional contaminants
can be referred to as fuel contamination products (FCPs). For diesel fuel filtration, in particular, the filter media is especially
configured to remove fuel degradation products (FDPs), as well as similar fuel contamination products (FCPs).
[0009] In the filter according to claim 1 the filter media comprises an upstream layer of filter media and a downstream
layer of filter media. The upstream layer of filter media may contain thermally bonded polymeric bicomponent fibers and
glass fibers. The downstream layer of filter media may comprise cellulose fibers. The upstream layer of media containing
bicomponent and glass fibers can be laminated to the downstream cellulose media. The upstream layer of media
containing the bicomponent and glass fibers has been shown to remove fuel degradation products in a manner such
that filter life is preserved, or even extended, relative to prior art filter media. The downstream cellulose layer serves a
dual role as a support layer for the upstream filter layer, while also functioning to remove hard particles from the fuel
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stream. The upstream removal of the fuel degradation products avoids fouling of the downstream cellulose layer with
the fuel degradation products, thereby allowing the downstream cellulose layer to capture hard particles without premature
fouling, despite a tight pore structure. In addition, in certain embodiments the downstream cellulose layer can be con-
structed with a tighter pore structure than would otherwise be possible without the upstream layer (or layers) of media
containing bicomponent and glass fibers, because the upstream layer (or layers) remove fuel degradation products (or
fuel contaminant products) that would otherwise prematurely foul the tighter pore structures.
[0010] More generally, the invention is directed to various filter constructions that allow for removal of contaminants
such as fuel degradation products and other fuel contamination products. Such filter constructions can comprise one or
more areas of filter media containing a mixture of at least two types of fibers: (1) a media fiber and (2) a binder fiber.
[0011] Media fiber is that fiber that provides primary filtration properties to the media, such as controllable pore size,
permeability and efficiency. The media fiber used in accordance with the invention may be, for example, glass fiber or
carbon fiber.
[0012] The binder fiber provides support for the media fiber, and adds improved handling, adds greater strength, and
results in lower compressibility to the media. The binder fiber may be, for example, a bicomponent fiber. The use of the
bicomponent fiber enables the formation of a media layer (or layers) or filter clement with no separate resin binder or
with minimal amounts of a resin binder. The lack of a resin binder substantially reduces or prevents film formation from
the resin binder and also prevents lack of uniformity in the media or element due to migration of the resin to a particular
location of the media layer. The use of the bicomponent fiber reduces compressibility, and allows for lower solidity,
increases tensile strength and improves bonding of media fiber such as glass fiber and other sub-micron fiber materials
that are added to the media layer or filter element. Also, in certain implementations the binder fiber provides improved
processability during furnish formulation, sheet or layer formation, and downstream processing: including thickness
adjustment, drying, cutting and filter element formation.
[0013] The media fiber has a much smaller diameter than the binder fiber. In example embodiments the media fiber
has an average diameter less than 5 microns, while the binder fiber has an average diameter greater than 5 microns.
More typically, the media fiber will have an average diameter from 0.1 to 20 microns, and optionally from 0.1 to 15
microns. In some implementations the media fiber will have an average diameter from 0.4 to 12 microns, and in some
implementations from 0.4 to 6.5 microns. Media fibers with an average diameter of less than 10 microns, less than 7.5
microns, less than 6.5 microns, and less than 5 microns are often desirable.
[0014] The binder fiber will typically have a diameter from 5 to 40 microns, more typically from 7 to 20 microns, and
often from 10 to 14 microns. It will be noted that the diameter of both the media fibers and the binder fibers can be
variable. In some cases the fiber diameters will vary along their lengths, while more commonly multiple different fibers
of various diameters will be incorporated. It will be understood that, as used herein, fiber diameters are based upon
average fiber diameters for the fibers present in the media.
[0015] A further characteristic of filter media made in accordance with the present invention, and in particular that
portion of the media associated with sequestering FDPs (and related contaminants), is that the media typically has a
relatively low solidity level. As used herein, solidity is the solid fiber volume divided by the total volume of the filter medium
at issue, usually expressed as a percentage. In a typical implementation, solidity of the filter media associated with
sequestering FDPs is less than 15 percent, more typically less than 12 percent, and more frequently less than 10 percent.
In certain embodiments the solidity is less than 9 percent, less than 8 percent, or less than 7 percent.
[0016] An additional characteristic of the filter media made in accordance with the present invention is that it is relatively
incompressible, especially relative to the solidity of the media. In a first example embodiment, the filter media has a
compressibility of less than 40 percent at a pressure of 1.24 kg/cm2. In other implementations the filter media has a
compressibility of less than 30 percent at a pressure of 1.24 kg /cm2, less than 20 percent at a pressure of 1.24 kg /cm2,
and less than 10 percent at a pressure of 1.24 kg /cm2. It will thus be understood that the filter media of the present
invention, at least that portion of the media most suitable for FDP removal, will typically have a relatively low solidity as
well as a relatively low compressibility (or high stiffness).
[0017] The pore structures of the media provide further metrics by which the properties of the media associated with
sequestering FDPs can be measured. In general, it is possible to characterize the properties of a porous media in terms
of such parameters as mean flow pore, mode flow pore, and max flow pore. In accordance with the teachings of the
present invention, it is desirable in general to have at least a portion of the media with small mean flow pores, while also
having a large max flow pore.
[0018] The ratio of max pore size to mean flow pore is often at least 2.5, optionally at least 5.0, and in some imple-
mentations greater than 7.5. In certain embodiments, where the mean flow pore is very small and the max flow pore is
relatively high, this ratio may be greater than 10.0, and optionally greater than 12.5 or 15. High ratios of the max flow
pore to the mean flow pore reflect a wider pore size distribution, which can provide for reduced fouling from FDPs (and
related) contaminants.
[0019] The media can also be selected to have a favorable pore size distribution, as measured by the ratio of pore
sizes at the 15.9th percentile to that at the 50 percentile, which is geometric standard deviation for a lognormal distribution
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(a distribution which is normal for the logarithm transformed value). While the media pore size distribution is not necessarily
lognormal, the ratio is employed here to approximate the geometric standard deviation of the pore size distribution.
Unless otherwise stated, the geometric standard deviation mentioned below will refer to the ratio defined above. The
geometric standard deviation is analogous to the slope of the curve of pore diameter plotted against cumulative pore
volume. A geometric standard deviation of 1.0 gives a single pore size, while a larger geometric standard deviation
reflects a broadening of the pore distribution. Thus, a geometric standard deviation of 1.2 reflects a narrow distribution,
and a geometric standard deviation of 2.0 indicates a meaningfully broader distribution. A geometric standard deviation
of 2.5 is a relatively broad distribution. A geometric standard deviation of 3.0 is a very broad distribution. Generally, the
upstream filter material of the present invention containing media fiber and binder fiber will have a geometric standard
deviation of greater than 2.0, more typically greater than 3.0, and in some implementations greater than 4.0.
[0020] As noted above, filter media made in accordance with the present invention is often comprised of two or more
layers: an upstream filter material (containing media fiber and binder fiber, such as glass fiber and bicomponent fiber)
is desirably combined with a downstream filter material. This downstream filter material is generally selected for favorable
removal of particulate contaminants. The downstream material may comprise, for example, cellulose fiber.
[0021] According to the present invention the mode pore size of the upstream portion is greater than the mode pore
size of the downstream portion. The mode pore size of the upstream portion (bicomponent/glass) is at least 40 percent
greater than the mode pore size of the downstream portion (cellulose media). In another embodiment, the mode pore
size of the upstream portion is at least 40 percent greater than the mode pore size of the downstream portion; and the
mean flow pore size of the upstream portion is less than 90 percent of the mean pore flow size of the downstream portion.
The mode pore size of the upstream portion is greater than the mode pore size of the downstream portion. The mode
pore size of the upstream portion is at least 40 percent greater or at least 60 percent greater than the mode pore size
of the downstream portion. According to the invention the mean flow pore size of the upstream portion is less than the
mean pore flow size of the downstream portion. For example, the mean flow pore size of the upstream portion may be
less than 70 percent or less than 50 percent of the mean pore flow size of the downstream portion.
[0022] It will be appreciated that the downstream portion may contain fiber having an average diameter or cross-
section greater than the average diameter of the media fiber in the upstream portion.
[0023] Throughout this specification descriptions are provided as to the properties of the various portions of the filter
media. In particular, properties are described for filter media having specific attributes, such as fiber diameter, solidity,
compressibility, mean flow pore, mode pore flow, and max pore. It will be understood that media made in accordance
with the present invention will often show unintentional variability in these properties, such as variability along a media
web, as well as unintentional variability along the thickness or depth of a sheet of media. In addition, there can be
intentional variation of the properties of the filter media, such as by providing multiple layers of media with intentionally
different properties, or by providing a media with a gradient construction such that media properties gradually change
along the depth of the media.
[0024] The above summary of the present invention is not intended to describe each discussed embodiment of the
present invention. This is the purpose of the figures and the detailed description that follows.

Figures

[0025] The invention may be more completely understood in connection with the following drawings, in which:

FIG. 1 is a schematic diagram of a fuel system for a diesel engine.
FIG. 2A is a photograph of a prior art filter media before exposure to diesel fuel.
FIG. 2B is a photograph of a prior art filter media after exposure to diesel fuel.
FIG. 3 is a graph showing relative performance of filter elements made in accordance with the present invention
compared to prior art filter configurations having undergone extensive testing on a diesel engine, showing miles
driven on each filter before replacement was necessary.
FIG. 4 is a graph of pore density versus diameter to show mode pore size for a media.
FIG. 5 is a graph of cumulative pore size distribution to show mean flow pore size for a media.
FIG. 6A is a cross sectional schematic view of a media construction made in accordance with an implementation
of the invention.
FIG. 6B is a cross sectional schematic view of a second media construction made in accordance with an implemen-
tation of the invention.
FIG. 6C is a cross sectional schematic view of a third media construction made in accordance with an implementation
of the invention.
FIG. 6D is a cross sectional schematic view of a fourth media construction made in accordance with an implementation
of the invention.
FIG. 7 is a schematic representation of a cross section of a portion of a filter structure according to one embodiment
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of the invention, showing relative pore sizes.
FIG. 8 is a multi-stage fuel filter according to one embodiment of the present invention.
FIG. 9 is a graph of pore density versus diameter comparing melt blown, cellulose, and bicomponent-glass media.
FIG. 10 is a graph of cumulative pore size distribution comparing melt blown, cellulose, and bicomponent-glass media.
FIG. 11A shows two scanning electron microscope images of filter media before and after fuel filtration, the filter
media comprising bicomponent-glass media.
FIG. 11B shows two scanning electron microscope images of filter media before and after fuel filtration, the filter
media comprising cellulose media positioned downstream from bicomponent-glass media.
FIG. 12 is a graph showing comparative life testing using laboratory-generated fuel contaminants.
FIG. 13 is a graph showing comparative life testing of various filter media of the present invention and prior art.

[0026] While the invention is susceptible to various modifications and alternative forms, specifics thereof have been
shown by way of example and drawings, and will be described in detail. It should be understood, however, that the
invention is not limited to the particular embodiments described.

Detailed Description

[0027] The present invention is directed in part to filter media and filter elements for the removal of contaminant material
from a liquid fuel stream. The filter elements and media are configured for removal of additional contaminants besides
hard particles, these additional contaminants including (for example) waxes, asphaltenes, sterol glucosides, steryl glu-
cosides, sterol glycosides, and fuel degradation products - collectively referred to as fuel contamination products. The
filter elements and media allow for improved filter performance and longevity.
[0028] Although existing fuel filtration media, such as melt blown media, can perform adequately in removing particulate
contaminants from liquid fuels, the melt blown media can prematurely foul by buildup of contaminants other than traditional
particulates. This premature fouling appears to be particularly pronounced in situations where fuel undergoes repeated
heating and cooling cycles, such as in common rail systems used on many diesel engines.
[0029] FIG. 1 is a schematic diagram of a common rail fuel system for a diesel engine. In FIG. 1, a fuel tank 100 is in
fluid communication with a fuel pump 102 and fuel filter 104. Fuel is pumped from the fuel tank 100 through the filter
104, and then into a common rail 106 that serves as a manifold from which the diesel fuel is distributed to a plurality of
injectors 108. Some of the fuel passes through the injectors 108 into combustion chambers, but excess fuel is allowed
to flow back by way of return line 110 to the fuel tank 100. The fuel that is delivered back to the fuel tank is typically
returned at an increased temperature as a result of travelling down the common rail through portions of the hot diesel
engine. The fuel cools upon return to the fuel tank. In this manner portions of the fuel in the tank are continuously being
heated and cooled whenever the engine is running.
[0030] Repeated cycles of heating and cooling of the fuel are believed to result in the production of fuel degradation
products (FDPs). The FDPs can quickly accumulate on traditional fuel filtration media, resulting in premature fouling of
the media. Such fouling can occur, for example, on melt blown polyester filter media, as well as on cellulose filter media.
The fouling occurs as the FDPs, and potentially other fuel contaminant products (such as various waxes, asphaltenes,
sterol glucosides, steryl glucosides, sterol glycosides) build up upon the filter media, causing plugging of the pores and
premature failure.
[0031] Figures 2A and 2B show melt blown filter media from a commercially available fuel filter before and after
extended operation on a truck with a diesel common rail fuel system. As can be seen in Figure 2A, the melt blown filter
media is clean and free of contaminants. However, after field use the melt blown material is substantially covered by an
accumulation of contaminant material, as shown in Figure 2B. The result is that the filter rapidly plugged, developing
unacceptably high backpressure and had to be replaced. In the embodiment tested, performance of the filter was
significantly short of an objective of 64,373.76 to 80,467.2 km (40,000 to 50,000 miles).
[0032] The present invention overcomes the shortcoming of the prior art by providing a media construction that removes
fuel contaminants in a manner such that their impact on filter performance and filter life can be limited. In particular, the
present invention provides one or more layers or areas of media that effectively sequester contaminants such as FDPs,
while being constructed to avoid becoming prematurely plugged. By effectively sequestering the FDPs, other components
within the filter (including in some cases other layers within a multi-layered media) avoid premature plugging. The result
is a longer life, better performing filter media and filter element.
[0033] In an example embodiment of the invention, the filter media comprises thermally bonded glass and polyester
bicomponent fibers laminated on the upstream side of cellulose media, with the cellulose also serving a dual role as a
hard particle filter and a support for the thermally bonded glass. The glass and polyester bicomponent media functions
to remove the FDPs in a fashion such that the FDPs are removed while premature plugging of the cellulose layer is
avoided. This improved performance is achieved, in part, by selecting the glass and bicomponent fiber mixture so that
the media has a relatively low solidity, while retaining a relatively low compressibility. In addition, the glass fibers, which
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are relatively thin and typically in high concentrations, result in a media having small mean flow pore sizes, but also
typically relatively high maximum pore sizes. The use of a media that has relatively low solidity and low compressibility,
while also having a small mean flow pore size but a high maximum flow pore size, results in a media construction that
effectively removes FDP compounds without premature plugging.
[0034] FIG. 3 is a graph showing example relative performance of filter elements made in accordance with the present
invention compared to prior art filter configurations. As shown in Figure 3, media made with a first region of glass fibers
thermally bonded with bicomponent fibers, overlaying a second filter region of cellulose fibers performed significantly
percent better than example prior art commercially available filter element constructed using melt-blown polyester filter
media. It will be understood that the improved media of the present invention will show different performance improve-
ments over the prior art depending upon various factors, including the nature and extent of any FDPs present in the fuel
supply, which is observed by the variation in the results between the four depicted trucks. However, it will be appreciated
that in general the filter media of the present invention outperforms that of the prior art melt-blown media when exposed
to diesel fuel in which FDPs are believed to be present..
[0035] Suitable materials and configurations of filter media and elements will now be described in greater detail,
including a discussion of the media for removing fuel contaminant products (especially FDPs), followed by a discussion
of various media configurations having additional media layers or areas for removing of both FDP contaminants and
traditional contaminants, a discussion of filter element configurations, and a discussion of experimental results.

A. Media for Removal of Fuel Contamination Products (including Fuel Degradation Products)

[0036] The present invention is directed in part to various filter constructions that allow for removal of contaminants
such as fuel degradation products, and in some implementations additional contaminants such as waxes, asphaltenes,
sterol glucosides, steryl glucosides, and sterol glycosides. Such filter constructions can contain one or more layers or
areas of filter media containing a mixture of two (or more) types of fibers: (1) a media fiber and (2) a binder fiber. These
layers or areas of media may comprise thermally bonded glass and polymeric fibers as disclosed, for example, in U.S.
Publication No. 2007/0039300, filed November 1, 2006.

Media Fiber

[0037] Media fiber is that fiber that provides primary filtration properties to the media, such as controllable pore size,
permeability and efficiency. The media fiber used in accordance with the invention may be, for example, glass fiber,
carbon fiber, ceramic fibers, polyester or cellulose. A substantial proportion of glass fiber can be used in an example
implementation of the media of the invention. The glass fiber provides pore size control and cooperates with the other
fibers in the media to obtain a media of substantial flow rate, high capacity, substantial efficiency and high wet strength.
[0038] The term glass fiber "source" means a glass fiber composition characterized by an average diameter and aspect
ratio that is made available as a distinct raw material. Suitable media fiber comprises a glass fiber used in media of the
present invention include glass types known by the designations: A, C, D, E, Zero Boron E, ECR, AR, R, S, S-2, N, and
the like, and generally, any glass that can be made into fibers either by drawing processes used for making reinforcement
fibers or spinning processes used for making thermal insulation fibers. Such fiber is typically used as a diameter about
0.1 to 10 micrometers and an aspect ratio (length divided by diameter) of about 10 to 10,000. These commercially
available fibers are characteristically sized with a sizing coating. Generally suitable glass fibers should have an average
diameter of less than 15 microns, more desirably less than 10 microns, and preferably less than 5 microns. Commercial
sources for suitable glass materials include the following: Lauscha International, Evanite, Johns Manville, Owen Corning,
and others.
In addition to glass fibers, an alternative fiber suitable in some implementations for the media fiber comprises carbon fibers.
[0039] Generally suitable carbon fibers should have an average diameter of less than 25 microns, more desirably less
than 15 microns, and preferably less than 10 microns. Commercial sources for suitable carbon materials include the
following: Unitika, Kynol, and others. In embodiments, the filter media useful in the filter media packs of the invention
contain glass fibers in an amount corresponding to about 10% to 90% by weight of the total solids in the filter medium,
or about 20 to 80% by weight of the total solids in the filter medium, or about 25% to 75% by weight of the total solids
in the filter medium, or about 50% by weight of the total solids in the filter medium. In some embodiments, a blend of
more than one source of glass fiber is employed, wherein the blend of more than one source of glass fiber is employed
to form the total weight percent of glass fiber in the filter medium. In some such embodiments, the blend of glass fiber
sources is selected to control the permeability of the filter media. For example, in some embodiments, combining glass
fibers from more than one source of glass fiber having an average fiber diameter of about 0.3 to 0.5 micrometer, glass
fiber having an average fiber diameter of about 1 to 2 micrometers, glass fiber having an average fiber diameter about
3 to 6 micrometers, glass fiber with a fiber diameter of about 6 to 10 micrometers, and glass fiber with fiber diameter of
about 10 to 100 micrometers in varying proportions, including blends of two or more thereof, increases the permeability
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of the filter media pack. In some such embodiments, the glass fiber blends are selected to impart a controlled pore size,
resulting in a defined permeability, to a filter medium.

Binder Fiber

[0040] The binder fiber provides support for the media fiber, and adds improved handling, strength, and resistance to
compression to the media fiber. In certain implementations the binder fiber also provides improved processability during
furnish formulation, sheet or layer formation and downstream processing (including thickness adjustment, drying, cutting
and filter element formation).
[0041] The binder fiber may be, for example, a bicomponent fiber. As used herein, "bicomponent fiber" means a fiber
formed from a thermoplastic material having at least one fiber portion with a melting point and a second thermoplastic
portion with a lower melting point. The physical configuration of these fiber portions is typically in a side-by-side or sheath-
core structure. In side-by-side structure, the two resins are typically extruded in a connected form in a side-by-side
structure. Other useful morphologies include lobed bicomponent fibers, wherein the tips of the fibers have lobes that
are formed from a lower melting point polymer than the rest of the fiber.
[0042] The use of the bicomponent fiber enables the formation of a media layer or filter element that can be formed
with no separate resin binder or with minimal amounts of a resin binder that substantially reduces or prevents film
formation from the binder resin and also prevents lack of uniformity in the media or element due to migration of the resin
to a particular location of the media layer. The use of the bicomponent fiber can permit reduced compression, improved
solidity, and increased tensile strength in the filter media and improves utilization of media fiber such as glass fiber and
other sub-micron fiber materials that are added to the media layer or filter element.
[0043] The media fibers and binder fibers combine in various proportions to form a high strength material having
substantial filtration capacity, permeability and filtration lifetime. Such a media can be made with optional secondary
fibers and other additive materials. These components combine to form a high strength material having substantial flow
capacity, permeability and high strength.
[0044] Various combinations of polymers for the bicomponent fiber may be useful in the present invention, but it is
important that the first polymer component melt at a temperature lower than the melting temperature of the second
polymer component and typically below 205°C. Further, the bicomponent fibers are typically integrally mixed and evenly
dispersed with the media fibers, such as glass fibers. Melting of the first polymer component of the bicomponent fiber
is necessary to allow the bicomponent fibers to form a tacky skeletal structure, which upon cooling, captures and binds
many of the media fibers, as well as binds to other bicomponent fibers. In the sheath-core structure, the low melting
point (e.g., about 80 to 205°C) thermoplastic is typically extruded around a fiber of the higher melting (e.g., about 120
to 260°C) point material.
[0045] In use, the bicomponent fibers typically have a fiber diameter of about 5 to 50 micrometers, often about 10 to
20 micrometers, and typically in a fiber form generally have a length of 0.1 to 20 millimeters or often have a length of
about 0.2 to about 15 millimeters. Such fibers can be made from a variety of thermoplastic materials including polyolefins
(such as polyethylenes, polypropylenes), polyesters (such as polyethylene terephthalate, polybutylene terephthalate,
polycyclohexylenedimethylene terephthalate), nylons including nylon 6, nylon 6,6, nylon 6,12, etc.
[0046] Bicomponent fibers are useful in forming mechanically stable, but strong, permeable filtration media that can
withstand the mechanical stress of the passage of debris laden air at high velocity and can maintain the loading of debris
during use, as well as withstand repeated washing and drying cycles between loadings. The bicomponent fibers useful
in the filter assemblies of the invention are of a core/shell (or sheathed) morphology, side-by-side morphology, islands-
in-the-sea morphology, or lobed morphology. The bicomponent fibers are made up of at least two thermoplastic materials
having different melting points. In some embodiments, thermoplastic polymers useful in forming either the core or the
sheath of the bicomponent fibers useful in filter media of the present invention include polyolefins such as polyethylene,
polypropylene, polybutylene, poly-α-octene, and copolymers thereof including linear low density, low density, high den-
sity, ultra-high density, and other morphological and compositional designations; polytetrahaloethylenes such as poly-
tetrafluoroethylene and polychlorotrifluoroethylene; polyesters such as polyethylene terephthalate, polybutylene tereph-
thalate, or polyethylene naphthalate; polyvinyl acetate, polyvinyl alcohol, and copolymers thereof; polyvinyl halides such
as polyvinyl chloride, polyvinylidene halides such as polyvinylidene chloride, polyvinylidene fluoride, and the like and
copolymers thereof; polyacetals such as polyvinyl butyral, acrylic resins (polyacrylates) such as polymethylacrylate
esters and polymethylmethacrylate esters and copolymers thereof including copolymers of acrylic acid and salts thereof;
polyamides such as nylon 6, nylon 66, nylon 6,10, nylon 46, and the like and copolymers thereof; polystyrene and
copolymers thereof; polyurethanes; polyureas; cellulosic resins, namely cellulose nitrate, cellulose acetate, cellulose
acetate butyrate, ethyl cellulose, and the like; copolymers of any of the above materials, such as ethylene-vinyl acetate
copolymers, ethylene-acrylic acid copolymers, styrene-butadiene block copolymers, KRATON® rubbers, and the like.
In embodiments, a polyolefin/polyester sheath/core bicomponent fiber is employed whereby the polyolefin sheath melts
at a lower temperature than the polyester core. In other embodiments, two polyolefins, or two polyesters, two polyvinyl
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halide, two polyvinylidene halide, two polyamide polymers, or any other two polymers that are similar or identical chem-
ically are employed as core and sheath, wherein compositional (e.g. the particular monomer composition mix used to
synthesize the polymer, or the blockiness of the monomer concentration in a copolymer), molecular weight, or morpho-
logical differences such as degree of branching or degree of side chain crystallization and the like provide lower and
higher melting or softening polymer materials.
[0047] In some embodiments, the lower melting point component of the bicomponent fibers is employed as the sheath
in a core/sheath morphology (or shell in a core/shell morphology), as the lobes in a lobed morphology, as the "islands"
in an islands-in-the-sea morphology, or as one side of a side-by-side morphology. The lower melting component provides
a melt fusing capability to the formed filter media pack, wherein the nonwoven wet laid or air laid webs are heated to a
temperature above the melting point or glass transition temperature of the lower melting component and below the
melting point or glass transition temperature of the higher melting component. In embodiments, melt fusing is accom-
plished when the molten or softened fiber components contact other bicomponent fibers, as well as any other fibers and
additives within the formed wet laid or air laid filter media pack. In such embodiments, when the temperature is subse-
quently reduced to at or below the intended end use temperature, the bicomponent fibers have become at least partially
melt fused by virtue of the sheath (or lobe or side), while substantially retaining the nonwoven characteristics of loft,
permeability, porosity, basis weight, thickness, and the like imparted by the air laid or wet laid process employed to form
the media. These nonwoven characteristics are retained by virtue of the higher melting core or side of the bicomponent
fiber that retains its fibrous morphology during melt fusing. Further, the melt fused bicomponent fiber imparts desirable
properties, including reduced compression and increased tensile strength; the melt fused bicomponent fiber further
improves utilization and retention of glass fiber and other secondary fibers and/or additive materials in the filter media
or filter assemblies of the invention.
[0048] In some embodiments, core/sheath bicomponent fibers known as Advansa 271P available from E. I. Dupont
Nemours, Wilmington DE is useful in forming both the high loft and low loft filter media useful in the filter assemblies of
the invention. Other useful bicomponent fibers include the T-200 series of concentric core/sheath fibers available from
Fiber Innovation Technology, Inc. of Johnson City, TN; Kuraray N720, available from Engineered Fibers Technology,
LLC of Shelton, CT; Nichimen 4080, available from Nichimen America Inc. of New York, NY; and similar materials. All
of these fibers demonstrate the characteristics of melt fusing as described above.
[0049] In one embodiment of the invention, a filter media useful in a media pack of the invention includes about 50%
by weight of Advansa 271P bicomponent fiber (available from E. I. Dupont Nemours, Wilmington DE) and about 50%
by weight of Lauscha B50 glass micro fiber (available from Lauscha Fiber Intl. of Summerville, SC). The media is formed
by a wet laid or papermaking type process to result in a media having a basis weight of about 60 g/m2 to 70 g/m2, layer
thickness of 0.5 mm to 0.65 mm at 0.125 psi, compressibility of 15% to 20% between 0.125psi and 1.5 psi, permeability
of 50 m/min to 60 m/min, and solidity of 6-7% at 0.125 psi.

Media Properties

[0050] The performance properties of the filter media are significantly impacted by controlling attributes relating to the
fiber size, pore structure, solidity, and compressibility of the filter media. Generally, the use of a media that has relatively
low solidity and low compressibility, while also having a small mean flow pore size but a large maximum flow pore size,
results in an example media construction that can remove FDP compounds without premature plugging.
[0051] In general the media fiber has a much smaller diameter than the binder fiber. In example embodiments, the
media fiber has an average diameter of less than 5 microns, while the binder fiber has an average diameter of greater
than 5 microns. More typically, the media fiber will have an average diameter from 0.1 to 20 microns, and optionally
from 0.1 to 15 microns. In some implementations the media fiber will have an average diameter from 0.4 to 12 microns,
and in some implementations from 0.4 to 6.5 microns. Media fibers with an average diameter of less than 10 microns,
less than 7.5 microns, less than 6.5 microns, and less than 5 microns are often desirable. The binder fiber will typically
have a diameter from 5 to 40 microns, more typically from 7 to 20 microns, and often from 10 to 14 microns. Note that
the diameter of both the media fibers and the binder fibers can be variable. In some cases the fiber diameters will vary
along their lengths, while more commonly fibers of different diameters will be incorporated. It will be understand that, as
used herein, fiber diameters are based upon average fiber diameters for the fibers present in the media.
[0052] A further characteristic of filter media made in accordance with the present invention, and in particular that
portion of the media associated with sequestering FDPs (and related fuel contaminant products), is that it typically has
a relatively low solidity level. As used herein, solidity is the solid fiber volume divided by the total volume of the filter
medium at issue, usually expressed as a percentage. In a typical implementation, solidity of the filter media associated
with sequestering FDPs is less than 15 percent, more typically less than 12 percent, and more frequently less than 10
percent. In certain embodiments the solidity is less than 9 percent, less than 8 percent, or less than 7 percent.
[0053] An additional characteristic of the filter media made in accordance with the present invention is that it is relatively
incompressible, especially relative to the solidity of the media. Compressibility is the resistance (i.e.) to compression or
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deformation in the direction of fluid flow through the media. A suitable test for media compression is a compression force
vs. distance test, wherein a stack of media is compressed under a load to determine compression percent. An example
of such a test is as follows: A 2.54 centimeter diameter probe and a 5 kg load cell are used to compress a stack of media
having a total thickness of 25 mm. The test is performed at a speed of 1 mm/sec, with a 30 mm start distance from the
bottom, and a data trigger of 0.5 g. The end force target is 4,800 g. The media sample size can be 2.22 centimeter
diameter circle, oriented with media samples to form a stack directly underneath the test probe. The pressure on the
media in such implementations is approximately 1.24 kg/cm2. The number of stacked samples used should be sufficient
to have a total thickness of 25 mm, thus the total number of samples will vary depending upon individual thickness of
the tested media material. The data is analyzed in terms of the following equation: 

wherein t1 = thickness from the bottom of stacked samples when force = 0.5grams, and t2 = thickness from bottom of
stacked samples when force = 4,800 g, with x equal to the distance the probe travelled during the test, which is the
distance t1-t2. Suitable instruments for performing this test include, for example, a TA.XT2i Texture Analyzer from Stable
Micro Systems utilizing Texture Expert Exceed software version 2.64.
[0054] The compressive strength must be sufficient to maintain a material’s thickness and thereby maintain its pore
structure and filtration flow and particulate removal performance. Compressibility typical of the materials made by the
invention are as follows: In a first example embodiment, the filter media containing the binder fiber and media fiber has
a compressibility of less than 40 percent at a pressure of 1.24 kg/cm2. In other implementations the filter media has a
compressibility of less than 30 percent at a pressure of 1.24 kg/cm2, less than 20 percent at a pressure of 1.24 kg/cm2,
and less than 10 percent at a pressure of 1.24 kg/cm2. In addition, the compressibility of the media divided by the solidity
percent is often less than 4, frequently less than 3, can be less than 2, and in some implementations is less than 1. For
example, in an implementation where compressibility is 20 percent, and solidity is 10 percent, this number is 2.0.
[0055] Further metrics by which the properties of the media associated with sequestering FDPs (and optionally other
similar fuel contaminant products) are described relates to the pore structures of the media. In general, it is possible to
characterize the properties of a porous media in terms of such parameters as mean flow pore, mode flow pore, and max
flow pore. The "mode pore size" is the most frequently occurring pore size in a material. FIG. 4 shows Flow Pore Size
Density Distribution of an example media material made in accordance with the present invention. The "mode pore size"
(indicated by the arrow) is shown as the highest peak of the curve. "Mean pore size" is the average size of the pores in
the material, and "cumulative flow pore size" is a measure of the total percentage of flow that passes through the media
as a function of pore diameter, determined using a capillary flow porometer instrument. "Mean flow pore size" is defined
as the pore size where 50% of cumulative flow passes through the media. "Porosity" is defined as the amount of void
space in a material. FIG. 5 shows Flow Pore Size Cumulative Distribution. The "mean flow pore size" (indicated by the
arrow) is the point at which the curve intersects 50% on the y-axis.
[0056] With regard to pore size, the portion of the filter media primarily responsible for removal of FDPs and related
contaminants will typically have a mean flow pore size of 5 to 20 microns, or 5 to 10 microns. Suitable mean flow pore
sizes include less than 20 microns less than 15 microns, and less than 10 microns. The portion of the filter media primarily
responsible for removal of FDPs and related contaminants will typically have a mode flow pore size of from 10 to 50
microns, from 20 to 40 microns, or from 25 to 35 microns. Suitable mode flow pore sizes include, for example, greater
than 10, greater than 15, greater than 20 and greater than 25 microns. With regard to max flow pore size, the portion of
the filter media primarily responsible for removal of FDPs and related contaminants will often have a max flow pore size
greater than that of cellulose or melt blown media. Suitable max flow pore sizes include greater than 10 microns,
preferably, greater than 20 microns, and in some implementations greater than 30 microns. In example implementations
the max flow pore size is from 20 to 50 microns, or from 25 to 45 microns.
[0057] The mode pore size is larger in the upstream portion than in the downstream portion of the filter media, and
the mean (or average) pore size is smaller in the upstream portion than in the downstream portion. In accordance with
the teachings of the present invention, it is desirable in general to have at least a portion of the media with small mean
flow pores, while also having a large max flow pore. The ratio of max pore size to mean flow pore is often at least 2.5,
optionally at least 5.0, and in some implementations greater than 7.5. In certain embodiments, where the mean flow
pore is very small and the max flow pore relatively high, this ratio may be greater than 10, and optionally greater than
12.5 or 15. High numbers reflect a wider particle size distribution, which can provide for improved removal of FDP (and
related) contaminants.

Additional Resins and Fibers

[0058] Binder resins can be used to help bond the media fiber, and optionally the binder fiber, into a mechanically
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stable media layer. Such thermoplastic binder resin materials can be used as a dry powder or solvent system, but are
typically aqueous dispersions of vinyl thermoplastic resins. A resinous binder component is not necessary to obtain
adequate strength for the medias of this invention, but can be used.
[0059] Resins include vinyl acetate materials, vinyl chloride resins, polyvinyl alcohol resins, polyvinyl acetate resins,
polyvinyl acetyl resins, acrylic resins, methacrylic resins, polyamide resins, polyethylene vinyl acetate copolymer resins,
thermosetting resins such as urea phenol, urea formaldehyde, melamine, epoxy, polyurethane, curable unsaturated
polyester resins, polyaromatic resins, resorcinol resins and similar elastomer resins.
[0060] Suitable materials for the water soluble or dispersible binder polymer are water soluble or water dispersible
thermosetting resins such as acrylic resins, methacrylic resins, polyamide resins, epoxy resins, phenolic resins, polyureas,
polyurethanes, melamine formaldehyde resins, polyesters and alkyd resins, generally, and specifically, water soluble
acrylic resins, methacrylic resins, and polyamide resins. Such liquid binders are typically dispersions of platelets which
coat the fiber and promote adhesion of fiber to fiber in the final non-woven matrix. Sufficient resin is added to the furnish
to fully coat the fiber without causing film over of the pores formed in the sheet, media, or filter material. The resin can
be added to the furnish or can be applied to the media after formation.
[0061] A latex binder used to bind together the three-dimensional non-woven fiber web in each non-woven layer, or
used as the additional adhesive, can be selected from various latex adhesives known in the art. The skilled artisan can
select the particular latex adhesive depending upon the type of cellulosic fibers that are to be bound. The latex adhesive
may be applied by known techniques such as spraying or foaming. Generally, latex adhesives having from 15 to 25%
solids are used. The dispersion can be made by dispersing the fibers and then adding the binder material or dispersing
the binder material and then adding the fibers. The dispersion can, also, be made by combining a dispersion of fibers
with a dispersion of the binder material. The concentration of total fibers in the dispersion can range from 0.01 to 5 or
0.005 to 2 weight percent based on the total weight of the dispersion. The concentration of binder material in the dispersion
can range from 10 to 50 weight percent based on the total weight of the fibers.
[0062] The media layer for removal of FDPs and similar fuel contaminant products can contain secondary fibers made
from a number of both hydrophilic, hydrophobic, oleophilic, and oleophobic fibers. These fibers cooperate with the glass
fiber and the bicomponent fiber to form a mechanically stable, but strong, permeable filtration media that can withstand
the mechanical stress of the passage of fluid materials and can maintain the loading of particulate during use. Secondary
fibers are typically monocomponent fibers with a diameter that can range from about 0.1 to about 50 micrometers and
can be made from a variety of materials. One type of secondary fiber is a binder fiber that cooperates with other
components to bind the materials into a sheet. Another type of secondary fiber is a structural fiber that cooperates with
other components to increase the tensile and burst strength of the materials in dry and wet conditions. Additionally, the
binder fiber can include fibers made from such polymers as polyvinyl chloride and polyvinyl alcohol. Secondary fibers
can also include inorganic fibers such as carbon/graphite fiber, metal fiber, ceramic fiber and combinations thereof.
[0063] Secondary thermoplastic fibers include, but are not limited to, polyester fibers, polyamide fibers, polypropylene
fibers, copolyetherester fibers, polyethylene terephthalate fibers, polybutylene terephthalate fibers, polyetherketoneke-
tone (PEKK) fibers, polyetheretherketone (PEEK) fibers, liquid crystalline polymer (LCP) fibers, and mixtures thereof.
Polyamide fibers include, but are not limited to, nylon 6, 66, 11, 12, 612, and high temperature "nylons" (such as nylon
46) including cellulosic fibers, polyvinyl acetate, polyvinyl alcohol fibers (including various hydrolysis of polyvinyl alcohol
such as 88% hydrolyzed, 95% hydrolyzed, 98% hydrolyzed and 99.5% hydrolyzed polymers), cotton, viscose rayon,
thermoplastic such as polyester, polypropylene, polyethylene, etc., polyvinyl acetate, polylactic acid, and other common
fiber types. The thermoplastic fibers are generally fine (about 0. 5-20 denier diameter), short (about 0.1-5 cm long),
staple fibers, possibly containing precompounded conventional additives, such as antioxidant, stabilizers, lubricants,
tougheners, etc. In addition, the thermoplastic fibers may be surface treated with a dispersing aid. The preferred ther-
moplastic fibers are polyamide and polyethylene terephthalate fibers, with the most preferred being polyethylene tereph-
thalate fibers.

Production of Filter Media

[0064] In making the media of the invention, in certain embodiments a fiber mat is formed using either wet or dry
processing. The mat is heated to melt thermoplastic materials to form the media by internally adhering the fibers. The
bicomponent fiber used in the media of the invention permits the fiber to fuse into a mechanically stable media. The
bicomponent fiber having a thermally bonding exterior sheath causes the bicomponent fiber to bind with other fibers in
the media layer.
[0065] The media layer or layers for sequestering of FDPs and similar fuel contaminant products are typically made
using papermaking processes. However, the media can be made by air laid processes that use similar components
adapted for air laid processing. The machines used in wet laid sheet making include hand laid sheet equipment, Fourdrinier
papermaking machines, cylindrical papermaking machines, inclined papermaking machines, combination papermaking
machines and other machines that can take a properly mixed paper, form a layer or layers of the furnish components,
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and remove the fluid aqueous components to form a wet sheet.
[0066] In example wet laid processing, the media is made from an aqueous furnish comprising a dispersion of fibrous
material in an aqueous medium. The aqueous liquid of the dispersion is generally water, but may include various other
materials such as pH adjusting materials, surfactants, defoamers, flame retardants, viscosity modifiers, media treatments,
colorants and the like. The aqueous liquid is usually drained from the dispersion by conducting the dispersion onto a
screen or other perforated support retaining the dispersed solids and passing the liquid to yield a wet paper composition.
The wet composition, once formed on the support, is usually further dewatered by vacuum or other pressure forces and
further dried by evaporating the remaining liquid. After liquid is removed, thermal bonding takes place typically by melting
some portion of the thermoplastic fiber, resin or other portion of the formed material. The melt material binds the component
into a layer.
[0067] A fiber slurry containing the materials is typically mixed to form a relatively uniform fiber slurry. The fiber slurry
is then subjected to a wet laid papermaking process. Once the slurry is formed into a wet laid sheet, the wet laid sheet
can then be dried, cured or otherwise processed to form a dry permeable, but real sheet, media, or filter. Once sufficiently
dried and processed to filtration media, the sheets are typically about 0.25 to 1.9 millimeter in thickness, having a basis
weight of about 20 to 200 or 30 to 150 g-m-2. For a commercial scale process, the bicomponent mats of the invention
are generally processed through the use of papermaking-type machines such as commercially available Fourdrinier,
wire cylinder, Stevens Former, Roto Former, Inver Former, Venti Former, and inclined Delta Former machines.
[0068] In some implementations an inclined Delta Former machine is utilized. A bicomponent mat of the invention can
be prepared by forming pulp and glass fiber slurries and combining the slurries in mixing tanks, for example. The amount
of water used in the process may vary depending upon the size of the equipment used. The furnish may be passed into
a conventional head box where it is dewatered and deposited onto a moving wire screen where it is dewatered by suction
or vacuum to form a non-woven bicomponent web. The web can then be coated with a binder by conventional means,
e.g., by a flood and extract method and passed through a drying section which dries the mat and cures the binder, and
thermally bonds the sheet, media, or filter. The resulting mat may be collected in a large roll for future processing, for
laminating to a second media material (such as a layer of cellulose media), or for forming into filter elements.

B. Configurations Containing Multiple Layers or Multiple Functional Areas

[0069] As noted above, the upstream filter material selected for sequestering FDPs (containing media fiber and binder
fiber, such as glass fiber and bicomponent fiber) is often combined with a downstream filter material. This downstream
filter material is generally selected for favorable removal of particulate contaminants. The downstream portion may
comprise, for example, cellulose. The difference between the ability of the upstream portion and downstream portion to
attract various contaminants, combined with the pore size distribution of the upstream and downstream portions, allow
the filter media of the present invention to effectively remove a range of contaminants without premature plugging the filter.
[0070] The upstream (for example, bicomponent fiber and glass fiber) portion of the media typically has a smaller
mean flow pore size than the downstream (for example, cellulose) portion, and this smaller average pore size is combined
with a larger mode pore size on the upstream portion, which can be useful for improving filter loading with certain
contaminants, in particular fuel degradation products. Typically, the mode (or most common) pore size is larger in the
upstream portion than in the downstream portion, and the mean (or average) pore size is smaller in the upstream portion
than in the downstream portion.
[0071] The upstream portion may also have its own pore size variance, characterized at least by different pore sizes
at different depths of the upstream portion. On the "top" of the upstream portion, the mode pore size is optionally
increased. For some media, the downstream mode pore size of the upstream portion is significantly greater than the
mode pore size of the downstream portion, which is typically cellulose. In some embodiments, the mode pore size of
the upstream portion is greater than the mode pore size of the downstream portion. For example, the mode pore size
of the upstream portion may be at least 20 percent greater than the mode pore size of the downstream portion in some
implementations, and at last 40 percent greater than the mode pore size of the downstream portion in other implemen-
tations.
[0072] In an example embodiment, the mode pore size of the upstream portion is at least 40 percent greater than the
mode pore size of the downstream portion; and the mean flow pore size of the upstream portion is less than 90 percent
of the mean pore flow size of the downstream portion. It will be appreciated that the downstream portion may contain
fiber having an average diameter or cross-section greater than the average diameter of the media fiber in the upstream
portion. In some embodiments, the mode pore size of the upstream portion is greater than the mode pore size of the
downstream portion. For example, the mode pore size of the upstream portion may be at least 40 percent greater or at
least 60 percent greater than the mode pore size of the downstream portion. In some embodiments, the mean flow pore
size of the upstream portion is less than the mean pore flow size of the downstream portion. For example, the mean
flow pore size of the upstream portion may be less than 70 percent or less than 50 percent of the mean pore flow size
of the downstream portion.
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[0073] Media fiber diameter may also be selected to improve performance between the upstream and downstream
portions. In one embodiment, the upstream portion contains media fiber having an average diameter of less than 10
microns based upon total fiber count; and the downstream portion contains media fiber having an average diameter
different than the diameter of the media fiber in the upstream portion. In one embodiment, the media fiber of the upstream
portion has an average diameter of less than 5 microns. Generally, the downstream portion contains fiber having an
average diameter or cross-section greater than the average diameter of the media fiber in the upstream portion. The
upstream portion may comprise, for example, glass fiber, binder fiber, or bicomponent fiber. In some embodiments, the
downstream portion comprises cellulose, polymeric fibers such as polyester, or a combination thereof.
[0074] In one embodiment, the upstream portion contains media fiber having an average diameter of less than 10
microns based upon total fiber count; and the downstream portion contains media fiber having an average diameter
different than the average diameter of the media fiber in the upstream portion; wherein the mode pore size of the upstream
portion is at least 20 percent greater than the mode pore size of the downstream portion; and wherein the mean flow
pore size of the media in the upstream portion is less than 90 percent of the mean pore flow size of the media in the
downstream portion.
[0075] In some embodiments, the filter for filtering liquids comprises an upstream portion comprising media having a
porosity of at least 50 percent, the media comprising a media fiber and a binder fiber having an average diameter greater
than the media fiber; and a downstream portion comprising cellulose. The upstream portion may comprise carbon or
glass fiber. In one embodiment, the media fiber of the upstream portion has an average diameter of less than 5 microns.
In another embodiment, the media fiber of the upstream portion has an average diameter of less than 15 microns. In
some embodiments, the mode pore size of the upstream portion is greater than the mode pore size of the downstream
portion. For example, the mode pore size of the upstream portion may be at least 20 percent or at least 40 percent
greater than the mode pore size of the downstream portion.
[0076] In another embodiment, the invention is directed to a filter media comprising an upstream portion containing
fibers selected from carbon and glass; and a downstream portion comprising cellulose; wherein the mode pore size of
the upstream portion is at least 40 percent greater than the mode pore size of the downstream portion; and wherein the
mean flow pore size of the upstream portion is less than 90 percent of the mean pore flow size of the downstream portion.
It will be appreciated that the downstream portion may contain fiber having an average diameter greater than the average
diameter of the media fiber in the upstream portion. In some embodiments, the mode pore size of the upstream portion
is greater than the mode pore size of the downstream portion. For example, the mode pore size of the upstream portion
may be at least 40 percent greater or at least 60 percent greater than the mode pore size of the downstream portion. In
some embodiments the mean flow pore size of the upstream portion is less than the mean pore flow size of the downstream
portion. For example, the mean flow pore size of the upstream portion may be less than 70 percent or 50 percent of the
mean pore flow size of the downstream portion.
[0077] In some embodiments, the upstream filter portion loads fuel degradation products at a level of capture of at 50
percent greater than the downstream filter portion. In some embodiments, the first filter portion loads fuel degradation
products at a level of capture of at least 100 percent greater than the second filter portion. In some embodiments, the
first filter portion loads fuel degradation products at a level of capture of at least 200 percent greater than the second
filter portion. The percentage may be normalized for media volume or for media surface area.
[0078] In some embodiments, low temperature crystalline polymer powder is used to laminate the synthetic and
cellulose media together so as to make the composite media easily manufacturable into a number of different filter
element configurations. Other methods of laminating the media layers together such as adhesive lamination or thermal
bonding means are possible as well.
[0079] In reference now to FIG. 6A to 6D, example configurations for filter media constructions are shown, In these
cross sectional schematic diagrams, only the basic positioning of the media components are described, and it will be
understood that these figures are not drawn to scale. It will also be understood that the figures are simplifications of the
media constructions, and that they are alternative embodiments, but non-limiting as to the types of constructions possible
under the present invention. FIG. 6A is a cross sectional schematic view of a media construction made in accordance
with an implementation of the invention, showing a two layer construction. In this example embodiment, the media
construction 120 includes a first portion containing upstream media 122 and a second portion containing downstream
media 124. The upstream media can be, for example a combination of glass media fiber and bicomponent binder fiber.
The downstream portion can be, for example, cellulose media.
[0080] FIG. 6B is a cross sectional schematic view of another media construction made in accordance with an imple-
mentation of the invention, showing a three layer construction. In this example embodiment, the media construction 130
includes first and second portions containing upstream media 132 and 133, plus a third portion containing downstream
media 134. The upstream media portions can be, for example a combination of glass media fiber and bicomponent
binder fiber. In some embodiments these upstream media portions 132, 133 can have different properties from one
another, such as different pore sizes and distributions. It is not necessary that both layers (or portions if not in discrete
layers) remove FDPs or similar contaminants, as long as at least one layer or portion do so. The downstream portion
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can be, for example, cellulose media. Further embodiments can have, for example, additional upstream and downstream
layers.
[0081] FIG. 6C is a cross sectional schematic view of a media construction made in accordance with an implementation
of the invention showing a two layer construction with a spacer between media layers. In this example embodiment, the
media construction 140 includes a first portion containing upstream media 142, a second portion containing downstream
media 144, and a spacer 146 between the upstream and downstream portions 142, 144. The upstream media can be,
for example, a combination of glass media fiber and bicomponent binder fiber. The downstream portion can be, for
example, cellulose media. The spacer 146 can be, for example, a non-filtering scrim material.
[0082] FIG. 6D is a cross sectional schematic view of a media construction made in accordance with an implementation
of the invention wherein the upstream portion 152 and downstream portion 154 are further separated from one another
by a gap. The upstream media can be, for example a combination of glass media fiber and bicomponent binder fiber.
The downstream portion can be, for example, cellulose media. The gap can be relatively small, or relatively large. In
this embodiment, the functional orientation of the two media is important: that one portion media be positioned upstream
of the other portion. It will be understood support materials can be placed intermediate these two portions 152, 154.
[0083] Figure 7 illustrates the pore relationship of the media in an example embodiment of the invention, wherein the
upstream portion comprises synthetic bicomponent-glass media and the downstream portion comprises cellulose. In
particular, a layered structure of the present invention is shown in this example implementation, wherein the pore size
can vary from wide open in the upstream portion to much smaller in the downstream portion where fine particulate
filtration occurs. The upstream portion may comprise two or more layers with different pore sizes as is shown here.
However, the mode pore size of the cellulose is smaller than the mode pore sizes of both portions of the depicted
upstream portion.
[0084] A filter with a structure where the media pores are smaller on the downstream side than on the upstream side
is often helpful. In other words, the porous structure is denser going from upstream to downstream side. As a result, the
particles or contaminants to be filtered are able to penetrate to varying depths dependent on particle size. This causes
the particles or contaminants to be distributed throughout the depth of the filter material, reducing the increase in pressure
drop, and extending the life of the filter. In one embodiment, the pore sizes change by steps, as in FIG. 7. In another
embodiment, the size of the pores gradually increases from smaller on the downstream side to larger on the upstream side.
[0085] FIG. 8 shows an example of one embodiment of a multi-stage fuel filter 180, having concentric layers of media
182, 184, 186. The concentric layers can comprise layers of media and binder fibers (such as glass and bicomponent)
with varying pore dimensions from the exterior to the interior. Generally the mean flow pore size will get smaller from
the outer layers 182 to the inner layers 186. FDPs and other similar products have the tendency to adsorb to the outer
media surface and create a layer or film across the media. The agglomeration of the degradation products starts to fill
the pores. The higher number of large pores in the upstream media allows the outer media to capture and store the
degradation products without plugging as quickly. The tighter downstream layer is designed to have high efficiency for
particles.

C. Experimental Data

[0086] It is possible to evaluate the filter media of the present invention on the basis of media pore structure. Media
pore structure can be characterized on the basis of capillary theory of porometry. Based on molecular theory, the
interaction between molecules in a pure liquid is the same throughout the liquid except for at an interface such as a gas-
liquid, gas-solid, liquid-liquid, or liquid-solid. By summing over the entire pure liquid, the average of all interactions is
essentially equal for each molecule, except for at these interfaces. At these interfaces the molecules typically under a
"tension" due to differences in the intermolecular interactions in the bulk and at the surface. At a gas-liquid interface,
the excess potential energy at the surface due to a lower density of molecules results in the surfaces being under tension,
hence the term "surface tension".
[0087] A liquid that easily wets a material has a low contact angle. When the surface of a liquid meets a wettable
material, for example like the wall of a glass container, the molecules are more attracted to the glass than they are to
the liquid surface. This attraction to the glass surface curves the surface of the liquid upward. When the wall is curved
around to form a tube, this attraction force acts around the entire circumference of the tube resulting in a net upward
force on the fluid. This phenomenon has been developed into what is known as capillary theory, where there is a balance
of forces between the hydrostatic head pressure of the liquid and the forces from the surface tension. 

Where
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σ=Surface Tension
d=Diameter of Tube
θ=Contact Angle of Liquid on Surface of Tube
γ=Specfic Weight of Fluid
Δh=Fluid Dispalcement Distance in Tube

[0088] For wettable fluids, the contact angle is small, and we can then assume: 

 Then, after substituting pressure for specific weight and liquid height, the equation can be written as: 

This equation relates diameter, pressure, and surface tension and is used in the calculation of pore size in porometry
testing.
[0089] There are three commonly used techniques to measure the pore sizes of a porous material. These three all
use capillary theory to calculate pore sizes based on the relationship of the surface tension of a liquid, pressure, and
diameter of pore. Each of the three can vary slightly on how they perform their measurements and test procedures: The
first procedure, air permeability porometry, uses a non-reacting liquid that wets and fills the pores of the porous material.
The saturated material is then pressurized with a non-reacting gas to remove the liquid from the pores. The smaller the
pore size, the higher the pressure needed to force the liquid out of the pores. Pressure and air flow are measured until
all of the liquid has been forced out of the sample. This data is then compared to pressure and flow measurements of
a clean, dry sample to calculate the pore size distribution.
[0090] A second procedure, mercury intrusion porometry, uses mercury as the liquid that fills the pores of a porous
material. Mercury has a very high surface tension and contact angle, and thus does not readily enter pores. This technique
then uses pressure to force the mercury into the pores. The smaller the pore, the higher the pressure required to force
the mercury into the pore. Mercury volume used and pressure are measured, and they are then used to calculate pore
size distribution.
[0091] A third procedure, liquid extrusion porometry, uses a non-reacting fluid that fills and completely wets the pores
of a porous material. The saturated material is then pressurized with a non-reacting gas to remove the liquid from the
pores. The smaller the pore, the higher the pressure required to force the liquid out of the pore. The measured liquid
volume that is forced out of the pores, along with pressure, are used to calculate pore size distribution.
[0092] Such pore testing can be accomplished utilizing, for example, an automated air permeability porometer man-
ufactured by Porous Materials, Inc. As used herein, the model was APP-1200-AEXSC using CAPWIN Version 6.71.122
test software. The test procedure included capillary flow porometry, dry up/wet up using silcone fluid and a fluid surface
tension of 20.1 dynes/c. The sample effective testing size had a diameter of 1.0 centimeters, with a maximum air flow
of 100,000 cc/min; maximum sample differential pressure of 120 kP, and the following test machine specific testing
parameters:

Porous Materials Inc. Test Parameters

Dry Curve Wet Curve

Maxpres 180 kPa 180

Maxflow 100000 cc/m 100000 cc/m

Bublflow NA 10 cc/m

F/PT NA 50

minbppres NA 0 kPa

Zerotime NA 1 sec

pulsewidth 0.4 sec 0.1 sec
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[0093] To calculate the pore size distribution from the data, you need to compare the dry sample curve to the wet
sample curve. This is done by calculating the percent of air flow the wet sample has versus the dry sample. This gives
what is called the filter flow percentage... 

This filter flow percentage is a function of pressure. So, next we use the equation from capillary theory (Equ 2.3) to
substitute diameter for pressure. Now we get a flow base pore size distribution curve from 0-100%... 

The type of calculations used for pore size distribution in manufacture’s reporting software can magnify the variability
of measured data, and can give uneven distribution curves. Furthermore, the pore size distribution results are a collection
of data points, and thus difficult to use in comparison analysis techniques as well as modeling techniques. Therefore,
Donaldson Company has developed a proprietary technique to curve fit the raw data collected from each test. This
technique is able to curve-fit the data into a distribution format, without having to restrict it into a classical normal
distribution curve. The results of this technique give:

g(d) = A cumulative distribution function of the diameter of the pore sizes of the tested sample.
G(d) = A density distribution function of the diameter of the pore sizes of the tested sample.

[0094] FIG. 9 shows a graph of flow pore size density distribution comparing different meltblown, cellulose, and bi-
component-glass fuel media. As evidenced by the mode pore size distributions for pore diameters on the downstream
side of the upstream layer on FIG. 9, the example bicomponent-glass has a mode pore size of almost 30mm versus
approximately 13mm for the melt blown media. In relating the upstream bicomponent-glass and melt blown layers to the
cellulose layer, the peak mode pore size of almost 30 mm for the bicomponent-glass is much greater than the cellulose.
It can also be seen from FIG. 9 that the melt blown media with a mode pore size density of approximately 13 mm is very
similar to the cellulose with a mode pore size density of 10 mm.
[0095] Mode pore size is one measure of media pore structure. Another measure of media pore structure is mean
flow pore size, which is defined as the pore size where 50% of cumulative flow passes through the media.
[0096] FIG. 10 shows the cumulative pore size distribution for the components of the melt blown, cellulose and bicom-
ponent-glass media.
[0097] The materials used to produce the data shown in FIG. 10 were as follows:

(continued)

Dry Curve Wet Curve

v2incr 160 cts 80 cts

Preginc 16 cts 4.8 cts

pulse delay 2 sec 2 sec

mineqtime 30 sec 45 sec

Presslew 10 cts 10 cts

Flowslew 50 cts 50 cts

eqiter 3 sec 20 sec

aveiter 20 sec 20 sec

maxpdif 0.69 kPa 0.69 kPa

maxfdif 50 cc/m 50 cc/m
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Cellulose A: Commercial cellulose media, Ahlstrom media grade 15PS-11
Meltblown A: Commercial meltblown-cellulose composite media, Ahlstrom media grade 15 PS LFF-1.
DCI A: Bicomponent polyester-glass media layer with a mean flow pore size of 30.3 microns laminated to bicomponent
polyester-glass media layer with a mean flow pore size of 9.2 microns.
DCI B: Bicomponent polyester-glass media layer with a mean flow pore size of 20.1 microns laminated to bicomponent
polyester-glass media layer with a mean flow pore size of 9.3 microns.
DCI C: Bicomponent polyester-glass media layer with a mean flow pore size of 30.3 microns laminated to 2nd

bicomponent polyester-glass media layer with a mean flow pore size of 20.1 microns.

[0098] Diesel fuel sediment was created through the oxygenation of electron rich molecules similar to the methods
outlined in the following references: Frankenfeld, J. W.; Taylor, W. F.; Brinkman, D. W., et al, Ind. Eng. Chem. Prod.
Res. Dev., 1983, 22, 608-614; K. T. Reddy, J. Propulsion, Vol 5(1), 1989, pgs 6-13; John W. Frankenfeld, William F.
Taylor, Dennis W. Brinkman, Industrial & Engineering Chemistry Product Research and Development 1983 22 (4),
622-627; John W. Frankenfeld, William F. Taylor, Dennis W. Brinkman, Industrial & Engineering Chemistry Product
Research and Development 1983 22 (4), 615-621; John W. Frankenfeld, William F. Taylor, Industrial & Engineering
Chemistry Product Research and Development 1980 19 (1), 65-70; and W. F. Taylor and J. W. Frankenfeld, Ind. Eng.
Chem. Prod. Res. Dev., Vol 17 (1), 1978, pgs 86-90. These references reveal that similar sediments (or deposits) to
that found in diesel fuels can be produced in a laboratory environment.
[0099] It can be seen that the embodiment of the 10 mm bicomponent-glass media layer has a mean flow pore size
that is smaller than the cellulose media layer despite having mode pore size that is almost three times that of the cellulose.
The significant number of large pores is further evidenced on the cumulative size distribution in FIG. 10 by looking at
the 30% flow pore size. For the three samples of bicomponent-glass media, approximately 30%, 23%, and 39%, re-
spectively, of the total flow goes through pores of 20 mm or larger, while the 30% cumulative flow pore size for the melt
blown media and for cellulose is approximately half this size.
[0100] In summarizing the pore size relationships between the synthetic bicomponent, melt blown, and three cellulose
media samples the following ratios can be calculated, shown in Table 1.

[0101] Another aspect of the bicomponent-glass-cellulose media embodiment relative to melt blown-cellulose media
is the compressive modulus. Table 2 shows the percentage of compression for identical diameter and thickness samples
of synthetic and melt blown media under identical loads.
[0102] The materials used to produce the data shown in Table 2 were as follows:

MB-1: Commercial meltblown media currently used in Hollingsworth and Vose media grade TR108802.

MB-2: Commercial meltblown media currently used in Ahlstrom media grade 15 PS LFF-1 .

DCI-1: Bicomponent polyester-glass media with a mean flow pore size of 9.2 microns.

DCI-2: Bicomponent polyester-glass media with a mean flow pore size of 9.3 microns.

DCI-3: Bicomponent polyester-glass media with a mean flow pore size of 30.3 microns.

DCI-4: Bicomponent polyester-glass media with a mean flow pore size of 20.1 microns.

Table 1

Media Composite Mean Flow Pore Ratio 30% Flow Pore Size Ratio Mode Pore Size Ratio

Meltblown/Cellulose 1.0 1.0 1.3

DCI A/Cellulose 0.7 2.0 2.9

DCI B/Cellulose 1.1 1.1 2.8

DCI C/Cellulose 1.8 2.0 2.4
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[0103] It can be seen that synthetic media compression ranges from 24.6-37.0% compared to the melt blow media
compression of 43.6%. In the specific case of the preferred embodiment, the two media layers that comprise bicomponent-
glass (DCI-1and DCI-3) have values of 26.8 and 37.0%. Compressive modulus is an important point when dealing with
fuel contaminants that collect somewhat on the upstream side of fuel filtration media and at interfaces between graded
layers. Even a small amount of localized contaminant collection on the upstream side of a media layer can result in a
localized pressure increase in the upstream section, which compresses the media, thereby reducing the media void
volume and resulting in short service life.
[0104] FIG. 11A shows scanning electron microscope images of upstream portion fibers before (left) and after (right)
fuel filtration. FIG. 11B shows scanning electron microscope images of downstream portion fibers before (left) and after
(right) fuel filtration. The two fibers shown in FIGS. 11A and 11B are of similar size but different chemistries. Formation
of FDP layers on the upstream portion fiber is shown, while only a few FDPs have been adsorbed on the downstream
portion fiber.
[0105] Thus, the difference in attraction to various contaminants between the upstream portion and downstream
portion, along with the pore size distribution, allows the filter media of the present invention to effectively remove con-
taminants without plugging the filter. The upstream portion may comprise glass fiber, binder fiber, bicomponent fiber, or
a combination of materials. The downstream portion may, for example, comprise cellulose.
[0106] Although the filter media may be designed using distinct layers or stages, it is by no means limited to multiple
layered structures. In some embodiments, the filter media comprises a continuous gradient filter structure. This gradient
may have a smooth continuous variation in the properties, or it can be designed with accelerated changes in the property
gradient. This gradient can also be designed with discontinuous steps. In some such implementations the entire filter
media across the gradient filter structure my serve to remove FDPs and related contaminants. However, in other imple-
mentations only a portion of such media will effectively remove FDPs and related contaminants, depending upon media
materials and structures.
[0107] In some embodiments, the upstream portion contains media fiber having an average diameter of less than 10
microns based upon total fiber count; and the downstream portion contains media fiber having an average diameter
different than the average diameter of the media fiber in the upstream portion. Generally, the downstream portion contains
fiber having an average diameter greater than the average diameter of the media fiber in the upstream portion. In other
embodiments, the upstream and downstream portions of the filter media are integrally formed.
[0108] Evaluation of prior art fuel filtration media with fuel based contaminants revealed performance deficiencies
(shortened service life due to plugging) caused by limitations in the melt blown media layer(s). The deficiencies revealed
were related to the pore sizes of the melt blown material relative to the cellulose and the pore size distributions of the

Table 2
Distance / Sample

Media Test # Sample # Force (g) Distance (mm) Dis./Sam. (mm) Avg (mm) Stdev (mm) % Compressed

MB-1 1 25 4836.85 11.412 0.456
0.451 0.006 43.6%MB-1 2 25 4837.27 11.106 0.444

MB-1 3 25 4830.19 11.343 0.454

DCI-1 1 45 4833.58 12.565 0.279
0.280 0.002 37.0%DCI-1 2 45 4822.68 12.671 0.282

DCI-1 3 45 4830.99 12.539 0.279

MB-2 1 30 4831.33 13.253 0.442
0.441 0.007 33.9%MB-2 2 30 4838.54 13.413 0.447

MB-2 3 30 4827.83 12.982 0.433

DCI-2 1 45 4834.25 14.402 0.320
0.319 0.002 28.2%DCI-2 2 45 4839.55 14.235 0.316

DCI-2 3 45 4830.37 14.439 0.321

DCI-3 1 35 4825.99 14.623 0.418
0.418 0.003 26.8%DCI-3 2 35 4840.50 14.762 0.422

DCI-3 3 35 4839.13 14.551 0.416

DCI-4 1 40 4831.39 15.111 0.378
0.377 0.003 24.7%DCI-4 2 40 4833.31 14.931 0.373

DCI-4 3 40 4837.15 15.145 0.379
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melt blown material. Solidity and compressibility of the melt blown layer are also limitations of the prior art versus the
bicomponent-glass and cellulose media layers of the present invention. The bicomponent-glass/cellulose media em-
bodiment displayed performance advantages over the prior art filtration media in field applications where the primary
fouling contaminants are constituents of a hydrocarbon fluid chemistry that form deformable particles.
[0109] Prior art filtration development has focused around the use of standardized industry contaminants (test dusts).
Standard test dust is made up of rigid non-deformable particles, which, other than for random electrostatic charges,
have little attraction to the filter fibers and display little or no adhesion to the fiber surfaces which they collect on. Although
these test dusts may mimic airborne contaminants that ingress into fluid systems or wear debris from the internal system
components, they are not representative of the contaminants responsible for the majority of filter fouling in a number of
applications, such as diesel fuel filtration, particularly in ultra low sulfur diesel fuels and diesel fuels containing biodiesels.
This is borne out by the fact that higher dust capacity in lab tests do not always correlate to longer field service life.
[0110] FIG. 12 shows comparative life testing using laboratory-generated fuel contaminants. In particular, the per-
formance advantage displayed is longer service life in actual application while maintaining equal filtration efficiency. For
the tests, lab-generated FDP contaminants were present at a concentration of 150 mg/L. The test fuel was then pumped
through the filter materials at a linear flow rate of 0.48 mm/sec in a multipass loop at a temperature of 22 °C. The pressure
drop across the filter was measured, and the test was stopped when the pressure drop reached 80 kPa. Additional
contaminant was added to the fuel at 180 minutes if the pressure drop across the sample did not reach 80 kPa after
180 minutes. Lab-generated FDP contaminant properties such as molecular weight, size, etc. will vary with the type of
fuel used as well as with the particular batch of fuel used. Based on calibrations the concentration of FDPs from the
difference in absorbance is approximately 150 mg/L calculated as the difference in the two absorbance values and an
FDP calibration curve, and 150 mg/L was the concentration the lab-generated FDP contaminants for testing purposes.
The materials used to produce the data shown in FIG. 12 were as follows:

CM-1: Commercial cellulose media, Ahlstrom media grade 15PS-11.
CM-2: Commercial cellulose media, Ahlstrom media grade 5 PS-1.
CM-3: Commercial meltblown-cellulose composite media, Ahlstrom media grade 15 PS LFF-1.
DCI-5: 34-gsm Bicomponent polyester-glass media, 0.18 mm thickness, 125 cfm permeability.
DCI-6: 38-gsm Bicomponent polyester-glass media, 0.20 mm thickness, 80 cfm permeability.
DCI-7: 46-gsm Bicomponent polyester-glass media, 0.30 mm thickness, 190 cfm permeability.
DCI-8: 62-gsm Bicomponent polyester-glass media, 0.30 mm thickness, 50 cfm permeability.

[0111] Thus, when compared to media of the prior art, the structures and materials disclosed in the preferred and
alternative embodiments have been found to be particularly effective in providing significantly longer field service life
while maintaining equal filtration efficiency.
[0112] FIG. 13 further shows comparative life testing of certain embodiments of the present inventions as compared
to prior art melt blown-cellulose media.
[0113] The materials used to produce the data shown in FIG. 13 were as follows:

CM-1: Commercial cellulose media, Ahlstrom media grade 15PS-11.
CM-3: Commercial meltblown-cellulose composite media, Ahlstrom media grade 15PS LFF-1.
DCI-1: Bicomponent polyester-glass media with a mean flow pore size of 9.2 microns.
DCI-2: Bicomponent polyester-glass media with a mean flow pore size of 9.3 microns.
DCI-3: Bicomponent polyester-glass media with a mean flow pore size of 30.3 microns.
DCI-4: Bicomponent polyester-glass media with a mean flow pore size of 20.1 microns.

[0114] As shown in FIGS. 12 and 13, over time the embodiments of the present invention have a significantly lower
pressure drop increase, correlating with less plugging and longer service life. Thus, the filter media of the present
invention provides longer service life without compromising filter efficiency or increasing filter size.
[0115] The potential performance advantage of bicomponent-glass media in fine filtration applications (typically below
10 mm) is well understood in the filtration industry. Less significant performance advantages in coarser applications
(above 10 mm) have historically been demonstrated when evaluating bicomponent-glass filtration media versus meltblown
media with the traditional contaminants used in filter development (i.e. test dust). The historical performance bias for
glass media in fine filtration applications has much of its basis in the smaller diameter of the glass fibers versus meltblown
media and the additional void volume thereby provided in the media. See Table 3 for a comparison of meltblown and
bicomponent-glass media solidity. In fine filtration applications the smaller diameter of the glass fibers vs. meltblown
produces a larger percentage increase in void volume than in coarse applications where larger glass fibers must be
incorporated into the media in order to achieve the targeted efficiency and physical properties.
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[0116] The use of bicomponent-glass media in the prior art often requires a screen support which is cost-prohibitive
in many of the markets in which this invention would find utilization. Although the cellulose layer in this invention can
serve as a cost-effective support layer, the inventors surprisingly found that the composite media’s ability to remove
contaminants with less increase in pressure drop while maintaining particulate efficiency was a function of the relative
pore size(s) of the bicomponent-glass vs. cellulose layers and the composition of the media.
[0117] In an alternative embodiment, the upstream media contains no glass fibers. Polymeric fibers of similar size and
concentrations replace the glass fibers in the previous synthetic bicomponent-glass layer(s) without significantly altering
the structure and physical properties of the upstream media.
[0118] Another alternative embodiment utilizes traditional resin bonded glass media in place of the bicomponent-glass
media. As with the bicomponent-glass media embodiment, exacting design of the media pore structure and gradient in
the graded structure glass media along with the compressive modulus of the glass media are key to achieving very long
service life.
[0119] It will be appreciated that, although the implementation of the invention described above is directed to the
removal of FDPs from fuel streams, such as the fuel tanks of diesel engines or bulk storage tanks, the present device
may be used in other filter applications and is not limited to the removal of FDPs. Embodiments of this invention would
also be suitable for removing numerous contaminants of a hydrocarbon fluid chemistry that include such contaminants
as waxes, asphaltenes, sterol glucosides, steryl glucosides, sterol glycosides and fuel degradation products. The con-
taminants can comprise, for example, deformable particles, non-deformable particles, and mixtures of deformable and
non-deformable particles. Hydrocarbons such as lube and hydraulic oil may also be filtered using the present invention.

Claims

1. A filter for filtering liquid fuels, the filter comprising:

filter media configured and arranged for placement in a liquid fuel stream, the filter media comprising an upstream
layer and a downstream layer, wherein the upstream layer comprises a mixture of:

a) media fiber; and
b) binder fiber having an average diameter greater than the media fiber,

wherein the upstream layer has a mean flow pore size smaller than the downstream layer, and
wherein the mode pore size of the upstream layer is at least 40 percent greater than the mode pore size of the
downstream layer.

2. The filter for filtering liquid fuels of claim 1, wherein the media fiber comprises glass fiber.

3. The filter for filtering liquid fuels of claim 1, wherein the binder fiber comprises bicomponent fiber.

4. The filter for filtering liquid fuels of claim 1, wherein the downstream layer comprises cellulose.

Table 3

Material
Basis 

Wt 
(g/m2)

Thickness 
(mm)

Density 
Material 1 

(g/cm3)

Density 
Material 2 

(g/cm3)

% 
Material 

1

% 
Material 

2

Composite 
Density 
(g/cm3)

Solidity

CM-1 150 0.50 - -

MB-2 55 0.29 1.4 - 100 - 1.4 0.14

DCI-3/ 
DCI-1 88 0.56 1.4 2.6 69 31 1.8 0.09

DCI-4/ 
DCI-2 75 0.48 1.4 2.6 58 42 1.9 0.08

DCI-3/ 
DCI-4 78 0.50 1.4 2.6 50 50 2.0 0.08
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5. The filter for filtering liquid fuels of claim 1, wherein the media fiber has an average diameter of less than 15 microns.

6. The filter for filtering liquid fuels of claim 1, wherein the media fiber has an average diameter of less than 5 microns.

7. The filter for filtering liquid fuels of claim 1, wherein the binder fiber has an average diameter greater than 5 microns.

8. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a solidity of less than
12 percent.

9. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a max flow pore size
of greater than 20 mm.

10. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a compressibility of
less than 40 percent at a pressure of 1.24 kg/cm2.

11. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a compressibility of
less than 20 percent at a pressure of 1.24 kg/cm2, preferably wherein the filter media has a compressibility of less
than 10 percent at a pressure of 1.24 kg/cm2.

12. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a mean flow pore of
less than 15 microns.

13. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a mode flow pore of
less than 20 microns.

14. The filter for filtering liquid fuels of claim 1, wherein the upstream layer of the filter media has a ratio of max flow
pore size to mean flow pore size of at least 2.5.

Patentansprüche

1. Filter zum Filtern von flüssigen Kraftstoffen, wobei der Filter umfasst:

ein Filtermedium, ausgebildet und angeordnet, um in einem Flüssigkraftstoffstrom gelagert zu werden, wobei
das Filtermedium eine vorgeschaltete Schicht und eine nachgeschaltete Schicht umfasst, wobei die vorgeschal-
tete Schicht eine Mischung aus Folgendem umfasst:

a) Medienfaser; und
b) Binderfaser mit einem mittleren Durchmesser, der größer ist als der der Medienfasern,

wobei die vorgeschaltete Schicht eine mittlere Fließporengröße aufweist, die kleiner ist als die der nachgeschal-
teten Schicht, und wobei der Modalwert der Porengröße der vorgeschalteten Schicht mindestens 40 Prozent
größer ist als der Modalwert der Porengröße der nachgeschalteten Schicht.

2. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die Medienfaser Glasfaser umfasst.

3. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die Binderfaser Bikomponentenfaser umfasst.

4. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die nachgeschaltete Schicht Cellulose umfasst.

5. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die Medienfaser einen mittleren Durchmesser
von weniger als 15 Mikrometern aufweist.

6. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die Medienfaser einen mittleren Durchmesser
von weniger als 5 Mikrometern aufweist.

7. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die Binderfaser einen durchschnittlichen Durch-
messer von mehr als 5 Mikrometern aufweist.
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8. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
eine Festigkeit von weniger als 12 Prozent aufweist.

9. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
eine maximale Fließporengröße von mehr als 20 mm aufweist.

10. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
eine Kompressibilität von weniger als 40 Prozent bei einem Druck von 1,24 kg/cm2 aufweist.

11. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
eine Kompressibilität von weniger als 20 Prozent bei einem Druck von 1,24 kg/cm2 aufweist, wobei das Filtermedium
vorzugsweise eine Kompressibilität von weniger als 10 Prozent bei einem Druck von 1,24 kg/cm2 aufweist.

12. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
eine mittlere Fließporengröße von weniger als 15 Mikrometern aufweist.

13. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
einen Modalwert der Fließporengröße von weniger als 20 Mikrometern aufweist.

14. Filter zum Filtern von flüssigen Kraftstoffen nach Anspruch 1, wobei die vorgeschaltete Schicht des Filtermediums
ein Verhältnis von maximaler Fließporengröße zu mittlerer Fließporengröße von mindestens 2,5 aufweist.

Revendications

1. Filtre destiné à filtrer des combustibles liquides, le filtre comprenant :

un matériau filtrant configuré et agencé pour être placé dans un courant de combustible liquide, le matériau
filtrant comprenant une couche amont et une couche aval, la couche amont comprenant un mélange :

a) de fibre de matériau ; et
b) de fibre de liage ayant un diamètre moyen supérieur à la fibre de matériau,

la couche amont ayant une taille moyenne de pore d’écoulement plus petite que la couche aval, et
la taille de pore de mode de la couche amont étant au moins 40 % supérieure à la taille de pore de mode de
la couche aval.

2. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la fibre de matériau comprend
de la fibre de verre.

3. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la fibre de liage comprend une
fibre à deux composants.

4. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche aval comprend de
la cellulose.

5. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la fibre de matériau a un
diamètre moyen inférieur à 15 microns.

6. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la fibre de matériau a un
diamètre moyen inférieur à 5 microns.

7. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la fibre de liage a un diamètre
moyen supérieur à 5 microns.

8. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a une solidité inférieure à 12 %.



EP 2 533 877 B1

22

5

10

15

20

25

30

35

40

45

50

55

9. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a une taille maximale de pore d’écoulement supérieure à 20 mm.

10. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a une compressibilité inférieure à 40 % à une pression de 1,24 kg/cm2.

11. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a une compressibilité inférieure à 20 % à une pression de 1,24 kg/cm2, le matériau filtrant ayant de préférence
une compressibilité inférieure à 10 % à une pression de 1,24 kg/cm2.

12. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a une taille moyenne de pore d’écoulement inférieure à 15 microns.

13. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a une taille de pore d’écoulement de mode inférieure à 20 microns.

14. Filtre destiné à filtrer des combustibles liquides selon la revendication 1, dans lequel la couche amont du matériau
filtrant a un rapport entre la taille maximale de pore d’écoulement et la taille moyenne de pore d’écoulement d’au
moins 2,5.
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