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Description

[0001] The present invention relates to low ash, or ash-free (metal-free) acid neutralizing compositions and internal
combustion engine crankcase lubricating oil compositions containing same. More specifically, the present invention is
directed to materials that effectively provide basicity (acid neutralization) to lubricating oil compositions, without intro-
ducing sulfated ash, and exhibit minimal corrosiveness and good compatibility with fluoroelastomeric materials commonly
used to form internal combustion engine seals.

BACKGROUND OF THE INVENTION

[0002] The contamination of engine oils with the acidic byproducts of combustion is one of the major causes/drivers
of engine corrosion and wear. Neutralization of these acidic species has conventionally been addressed by the addition
of metal carbonate overbased detergents, such as calcium carbonate (CaCO3) overbased detergents, which have been
found to be highly effective at neutralizing these acids. However, the use of highly overbased metal detergents has
several drawbacks. Specifically, the incorporation of overbased metal detergents increases the sulfated ash (SASH)
content of the lubricating oil compositions resulting in increased fuel consumption and exhaust back-pressure on after
treatment devices such as diesel particulate filters.
[0003] Several attempts have been made to provide metal-free (ashless) sources of TBN that can be used as a
replacement for at least a portion of the overbased metal detergent, however, these alternatives have achieved only
limited success. US Patent Application 2007/0203031 suggests the use of low molecular weight, high TBN (total base
number) succinimide dispersants as ashless TBN sources, however, these highly basic compounds have been found
to have adverse effects on engine corrosion and on the fluoroelastomeric materials commonly used to form engine seals.
US Patent Nos. 8,703,682; 8,143,201 and 9,145,530 suggest the use of phenylenediamine compounds, morpholine
compounds and hindered amines, respectively, as ashless TBN sources for lubricating oil compositions. WO
2014/033634 A2 discloses an ashless lubricant additive comprising an oil insoluble nitrogen-containing organic com-
pound. Said lubricant additive can be added in high loadings in a lubricant oil to achieve desired TBN.
[0004] Conflicting industry demands for lubricants having reduced sulfated ash contents (requiring reduced amounts
of metal detergent overbasing) on the one hand, and lubricants having longer effective lives with increased acid-neu-
tralizing capacity (requiring greater TBN contribution) on the other provide a strong need for ashless TBN sources that
can be used as an alternative to conventional overbased metal detergents and provide a high level of acid neutralization.

SUMMARY OF THE INVENTION

[0005] In accordance with a first aspect of the invention, there is provided an oleaginous dispersion of nanoparticles
with a core comprised primarily of an organic base, immobilized within a surfactant layer, wherein the nanoparticles
have an average particle size of from 5 nm to 3000 nm, as measured via Transmission Electron Microscopy (TEM),
wherein the organic base comprises polyamine, and wherein from 0.5 mol% to 80 mol% of the polyamine is crosslinked.
[0006] In an embodiment the dispersion has a TBN as measured in accordance with ASTM D4739 of from about 50
to about 900 mg KOH/g on an active ingredient ("A.I."; oil-free) basis.
[0007] In accordance with a second aspect of the invention, there is provided a lubricating oil composition for an
internal combustion engine, comprising an oleaginous nanoparticle dispersion, as defined in the first aspect, in an amount
contributing at least about 0.25, preferably 0.5 mg KOH/g of TBN to the lubricating oil composition.
[0008] Other and further objectives, advantages and features of the present invention will be understood by reference
to the following specification.

DETAILED DESCRIPTION OF THE INVENTION

[0009] The present invention is directed to ashless, or low ash sources of TBN useful in the formulation of engine
crankcase lubricating oil compositions. Specifically, the present invention is directed to nanoparticles, conveniently
provided in the form of an oleaginous nanoparticle dispersion, which nanoparticles comprise a basic organic core im-
mobilized within a semi-permeable surfactant layer; and engine crankcase lubricating oil compositions containing same.
The semipermeable surfactant layer allows lubricating oil and associated acidic combustion by-products to contact the
basic core to be neutralized, while ameliorating the metal corrosion and engine seals compatibility issues normally
associated with basic engine additive compositions.
[0010] The core of the nanoparticles (which can alternatively be described as microemulsions, microspheres or na-
nospheres) is formed of an organic base, which in an engine oil provides acid neutralizing performance by reaction with
acidic byproducts of combustion such as sulphur oxides and nitric oxides. The core is formed from a basic polyamine
precursor which could contain additional functional groups such as alcohol or amide groups, or mixtures thereof. Par-
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ticularly useful polyamines are, e.g., polyalkylene and polyoxyalkylene polyamines having, or having on average, about
2 to 1000, such as 2 to 100, preferably 2 to 40 (e.g., 3 to 20) total carbon atoms and/or about 1 to 400, preferably about
2 to 100 or about 2 to 40, such as about 3 to 12, more preferably about 3 to 9, most preferably from about 6 to about 7
nitrogen atoms per molecule. Polymeric polyethylene imines are available commercially and could be used as a core
material or core precursor. Mixtures of amine compounds may advantageously be used, such as those prepared by
reaction of alkylene dihalide with ammonia. Preferred amines are aliphatic saturated amines, including, for example,
1,2-diaminoethane; 1,3-diaminopropane; 1,4-diaminobutane; 1,6-diaminohexane; polyethylene amines such as dieth-
ylene triamine; triethylene tetramine; tetraethylene pentamine; and polypropyleneamines such as 1,2-propylene diamine;
and di-(1,2-propylene)triamine. Such polyamine mixtures, known as PAM, are commercially available. Particularly pre-
ferred polyamine mixtures are mixtures derived by distilling the light ends from PAM products. The resulting mixtures,
known as "heavy" PAM, or HPAM, are also commercially available. The properties and attributes of both PAM and/or
HPAM are described, for example, in U.S. Patent Nos. 4,938,881; 4,927,551; 5,230,714; 5,241,003; 5,565,128;
5,756,431; 5,792,730; and 5,854,186.
[0011] To maintain the integrity of the nanoparticle core in use, the organic base material is at least partially crosslinked
with a crosslinking agent. Crosslinking agents are typically compounds having at least two independently selected
functional groups capable of reacting with the amine groups of the core precursor. Examples of such functional groups
are carbonyl, epoxy, ester, acid anhydride, acid halide, isocyanate, vinyl and chloroformate groups. Crosslinking, within
the confines of this invention, is the building of molecular weight through the formation of bonds between the basic
species (e.g. polyamine) and a cross-linking agent (e.g. epoxide). Crosslinking may span from a single multi-epoxide
species reacting with 2 or more amine moieties, through to a full network structure where there is, in effect, one polymer
chain as all the polyamines have been joined together. The cross-linking agent may produce a link between polymer
chains that is distinguishable or indistinguishable from the main chain (i.e. the amine). The linking group between chains
may have one or more atoms.
[0012] The degree of crosslinking can result in the core material being substantially liquid, gel or solid. The molar ratio
of reactive groups on a crosslinking agent to organic base material (e.g. basic nitrogen groups on a polyamine molecule)
controls the physical state of the core, as well as the crosslinking density. Too low a ratio may lead to insufficient
crosslinking, which may result in a less stable dispersion and/or increased corrosion or seals aggresiveness, while too
high a ratio may result in a less stable dispersion. Optimization may be required for any new combination of organic
basic material and crosslinking agent, since the functionality of either can influence the extent of gel formation. Generally,
however, the molar ratio of reactive functional groups (i.e. reactive equivalents) on the crosslinking agent to reactive
organic base material will be on the order of from about from about 0.5 mol% to about 40 mol%, or from about 1.0 mol%
to about 30 mol%. Generally, from about 0.5 mol% to about 30 mol%" preferably, from about 1.0 mol% to about 20 mol%
of the organic basic material that constitutes the precursor core of the nanoparticle is crosslinked.
[0013] A surfactant (a contraction of the term surface active agent) is that substance that, when present at low con-
centration in a system, has the property of adsorbing onto the surfaces and interfaces of the system and of altering to
a marked degree the surface or interfacial free energies of those surfaces (or interfaces). The term interface indicates
a boundary between any two immiscible phases. In the context of the present invention, surfactants are added to stabilize
the oleaginous nanoparticle dispersion and act on the interface between the amine and oil so that the droplets of amine
are stabilized. Surfactants are classified by the charge carried on the hydrophilic (water-soluble) portion of the molecule.
Thus, for example, simple fatty acid amides (R-CONH2) are non-ionic surfactants.
[0014] Surfactants useful in the context of the present invention include non-ionic surfactants, anionic surfactants,
cationic surfactants, or polymeric surfactants. Non-ionic surfactants are amphiphilic compounds in which the lyophilic
and hydrophilic parts do not dissociate into ions and hence have no charge. However, there are nonionics, for example
tertiary amine-oxides, which are able to acquire a charge depending on the pH value. Anionic surfactants are amphiphilic
substances that include an anionic group as an obligatory component attached directly or through intermediates to a
long hydrocarbon chain. Most commercial anionic surfactants are generally inhomogeneous mixtures with respect to
both the composition and hydrocarbon chain length since the purity is often not crucial for their performance. Cationic
surfactants are amphiphilic substances that include a cationic group as an obligatory component attached directly or
through intermediates to a long hydrocarbon chain. A polymeric surfactant is a macromolecule which has hydrophilic
and hydrophobic components in such a ratio that they adsorb at interfaces altering the surface or interfacial properties
of the system.
[0015] The surfactants of the present invention must stabilize the nanoparticle over a wide temperature range and
thus, should not have a phase inversion temperature (PIT;-temperature of inversion from water-in-oil to oil-in-water)
within the operating temperatures of an engine (-35 to 300°C). The surfactants are preferably either ionic or non-ionic,
with the proviso that non-ionic surfactants suitable for use in the context of the present invention are limited to those
that can be crosslinked to the organic basic material of the core. The preferred surfactants have a HLB (hydrophilic-
lipophilic balance) value of from about 0.1 to about 6, such as from about 0.5 to about 6, more preferably from about
0.5 to about 5.75, such as from about 0.5 to about 5.5.



EP 3 495 462 B1

4

5

10

15

20

25

30

35

40

45

50

55

[0016] Suitable ionic surfactants include those used as the soap of conventional, neutral lubricant detergents, including
sulfonates, phenates, sulfurized and methylene bridged phenates, thiophosphonates, salicylates, naphthenates and
other oil soluble salts of a metal, particularly the alkali or alkaline earth metals, e.g., barium, sodium, potassium, lithium,
calcium, and magnesium. Sulfonates are preferred and the most commonly used metals are calcium, magnesium, and
sodium.
[0017] Sulfonates may be prepared from sulfonic acids which are typically obtained by the sulfonation of alkyl substituted
aromatic hydrocarbons such as those obtained from the fractionation of petroleum or by the alkylation of aromatic
hydrocarbons. Examples included those obtained by alkylating benzene, toluene, xylene, naphthalene, diphenyl or their
halogen derivatives such as chlorobenzene, chlorotoluene and chloronaphthalene. The alkylation may be carried out in
the presence of a catalyst with alkylating agents having from about 3 to more than 70 carbon atoms. The alkaryl sulfonates
usually contain from about 9 to about 80 or more carbon atoms, preferably from about 16 to about 60 carbon atoms per
alkyl substituted aromatic moiety. The oil soluble sulfonates or alkaryl sulfonic acids may be neutralized with oxides,
hydroxides, alkoxides, carbonates, carboxylate, sulfides, hydrosulfides and nitrates of the metal.
[0018] Metal salts of phenols and sulfurized or methylene bridged phenols are prepared by reaction with an appropriate
metal compound such as an oxide or hydroxide and neutral or overbased products may be obtained by methods well
known in the art. Sulfurized phenols may be prepared by reacting a phenol with sulfur or a sulfur containing compound
such as hydrogen sulfide, sulfur monohalide or sulfur dihalide, to form products which are generally mixtures of com-
pounds in which 2 or more phenols are bridged by sulfur containing bridges.
[0019] Carboxylates, e.g., salicylates, can be prepared by reacting aromatic carboxylic acid with an appropriate metal
compound such as an oxide or hydroxide and neutral or overbased products may be obtained by methods well known
in the art. The aromatic moiety of the aromatic carboxylic acid can contain hetero atoms, such as nitrogen and oxygen.
Preferably, the moiety contains only carbon atoms; more preferably the moiety contains six or more carbon atoms; for
example benzene is a preferred moiety. The aromatic carboxylic acid may contain one or more aromatic moieties, such
as one or more benzene rings, either fused or connected via alkylene bridges. The carboxylic moiety may be attached
directly or indirectly to the aromatic moiety. Preferably the carboxylic acid group is attached directly to a carbon atom
on the aromatic moiety, such as a carbon atom on the benzene ring. More preferably, the aromatic moiety also contains
a second functional group, such as a hydroxy group or a sulfonate group, which can be attached directly or indirectly to
a carbon atom on the aromatic moiety.
[0020] Preferred examples of aromatic carboxylic acids are salicylic acids and sulfurized derivatives thereof, such as
hydrocarbyl substituted salicylic acid and derivatives thereof. Processes for sulfurizing, for example a hydrocarbyl -
substituted salicylic acid, are known to those skilled in the art. Salicylic acids are typically prepared by carboxylation, for
example, by the Kolbe - Schmitt process, of phenoxides, and in that case, will generally be obtained, normally in a
diluent, in admixture with non-carboxylated phenol. Preferred substituents in oil soluble salicylic acids are alkyl substit-
uents. In alkyl substituted salicylic acids, the alkyl groups advantageously contain 5 to 100, preferably 9 to 30, especially
14 to 20, carbon atoms. Where there is more than one alkyl group, the average number of carbon atoms in all of the
alkyl groups is preferably at least 9 to ensure adequate oil solubility. The above metal salts preferably have a metal
content of less than 15 mass%, such as less than 7.5 mass%, more preferably less than 5 mass%, based on the total
mass of the surfactant.
[0021] Suitable non-ionic surfantants that can be crosslinked to the organic basic material of the core include polyalkenyl
succinimides or polyolefins grafted with amino-succinide groups such as Hitec 5777 (available from Afton Chemical Co.).
[0022] Suitable non-ionic surfactants are olefin and ethylene-α-olefin polymers functionalized with a group that can
be crosslinked to the core. Specifically, such non-ionic surfantants are polyalkenyl oligomers or polymers substituted
with one or more carboxylic acid groups, or anhydrides thereof, as well as polyalkenyl oligomers or polymers having
one or more amine, amine-alcohol or amide polar moieties attached to the polymer backbone, often via a bridging group.
Such non-ionic surfactants may be, for example, selected from oil soluble salts, esters, amino-esters, amides, imides
and oxazolines of long chain hydrocarbon-substituted mono- and polycarboxylic acids or anhydrides thereof; thiocar-
boxylate derivatives of long chain hydrocarbons; long chain aliphatic hydrocarbons having polyamine moieties attached
directly thereto; and Mannich condensation products formed by condensing a long chain substituted phenol with formal-
dehyde and polyalkylene polyamine. Such non-ionic surfactants may be similar, or identical in structure to ashless
dispersant components conventionally used in the formulation of lubricating oil compositions and particularly suitable
non-ionic surfantants that can be crosslinked to the organic basic material of the core include polyalkenyl succinimides
or polyolefins grafted with amino-succinide groups such as Hitec 5777™ (available from Afton Chemical Co.).
[0023] The polyalkenyl moiety of the non-ionic surfactant may have a number average molecular weight of from about
700 to about 3000, preferably between 950 and 3000, such as between 950 and 2800, more preferably from about 950
to 2500 daltons. The molecular weight of such non-ionic surfactants is generally expressed in terms of the molecular
weight of the polyalkenyl moiety as the precise molecular weight range of the surfactant depends on numerous parameters
including the type of polymer used to derive the surfactant, the number of functional groups, and the type of nucleophilic
group employed.
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[0024] Suitable hydrocarbons or polymers employed in the formation of the non-ionic surfactants of the present in-
vention include homopolymers, interpolymers or lower molecular weight hydrocarbons. One family of such polymers
comprise polymers of ethylene and/or at least one C3 to C28 alpha-olefin having the formula H2C=CHR1 or H2C=CR1

R2 wherein each of R1 and R2 are straight or branched chain alkyl radicals comprising 1 to 26 carbon atoms and wherein
the polymer contains carbon-to-carbon unsaturation, preferably a high degree of terminal vinyl or ethenylidene unsatu-
ration. Preferably, such polymers comprise interpolymers of ethylene and at least one alpha-olefin of the above formula,
wherein R1 is alkyl of from 1 to 18 carbon atoms, and more preferably is alkyl of from 1 to 8 carbon atoms, and more
preferably still of from 1 to 2 carbon atoms. Therefore, useful alpha-olefin monomers and comonomers include, for
example, propylene, butene-1, hexene-1, octene-1, 4-methylpentene-1, decene-1, dodecene-1, tridecene-1, tetra-
decene-1, pentadecene-1, hexadecene-1, heptadecene-1, octadecene-1, nonadecene-1, and mixtures thereof (e.g.,
mixtures of propylene and butene-1, and the like). Exemplary of such polymers are propylene homopolymers, butene-
1 homopolymers, ethylene-propylene copolymers, ethylene-butene-1 copolymers, propylene-butene copolymers and
the like, wherein the polymer contains at least some terminal and/or internal unsaturation. Preferred polymers are
copolymers of ethylene and propylene and ethylene and butene-1. The interpolymers of this invention may contain a
minor amount, e.g. 0.5 to 5 mole % of a C4 to C18 nonconjugated diolefin comonomer.
[0025] These polymers may be prepared by polymerizing alpha-olefin monomer, or mixtures of alpha-olefin monomers,
or mixtures comprising ethylene and at least one C3 to C28 alpha-olefin monomer, in the presence of a Ziegler-Natta
catalyst system or a catalyst system comprising at least one metallocene (e.g., a cyclopentadienyl-transition metal
compound) and an alumoxane compound. Using this process, a polymer in which 95 % or more of the polymer chains
possess terminal vinyl or ethenylidene-type unsaturation can be provided. The percentage of polymer chains exhibiting
terminal vinyl or ethenylidene unsaturation may be determined by FTIR or NMR spectroscopic analysis. Interpolymers
of this latter type may be characterized by the formula POLY-C(R1)=CH2 wherein R1 is C1 to C26 alkyl, preferably C1 to
C18 alkyl, more preferably C1 to C8 alkyl, and most preferably C1 to C2 alkyl, (e.g., methyl or ethyl) and wherein POLY
represents the polymer chain. The chain length of the R1 alkyl group will vary depending on the comonomer(s) selected
for use in the polymerization. A minor amount of the polymer chains can contain terminal ethenyl, i.e., vinyl, unsaturation,
i.e. POLY-CH=CH2, and a portion of the polymers can contain internal monounsaturation, e.g. POLY-CH=CH(R1),
wherein R1 is as defined above. These terminally unsaturated interpolymers may be prepared by known metallocene
chemistry and may also be prepared as described in U.S. Patent Nos. 5,498,809; 5,663,130; 5,705,577; 5,814,715;
6,022,929 and 6,030,930.
[0026] Another useful class of polymers is polymers prepared by cationic polymerization of isobutene, styrene, and
the like. Common polymers from this class include polyisobutenes obtained by polymerization of a C4 refinery stream
having a butene content of about 35 to about 75 mass %, and an isobutene content of about 20 to about 60 mass %,
in the presence of a Lewis acid catalyst, such as aluminum trichloride or boron trifluoride. A preferred source of monomer
for making poly-n-butenes is petroleum feed streams such as Raffinate II. These feedstocks are disclosed in the art
such as in U.S. Patent No. 4,952,739. Polyisobutylene is a most preferred backbone of the present invention because
it is readily available by cationic polymerization from butene streams (e.g., using AlCl3 or BF3 catalysts). Such polyisobut-
ylenes generally contain residual unsaturation in amounts of about one ethylenic double bond per polymer chain, posi-
tioned along the chain. A preferred embodiment utilizes polyisobutylene prepared from a pure isobutylene stream or a
Raffinate I stream to prepare reactive isobutylene polymers with terminal vinylidene olefins. Preferably, these polymers,
referred to as highly reactive polyisobutylene (HR-PIB), have a terminal vinylidene content of at least 65%, e.g., 70%,
more preferably at least 80%, most preferably, at least 85%. The preparation of such polymers is described, for example,
in U.S. Patent No. 4,152,499. HR-PIB is known and HR-PIB is commercially available e.g. under the tradename Glis-
sopal™ (from BASF).
[0027] Polyisobutylene polymers that may be employed are generally based on a hydrocarbon chain of from about
700 to 3000. Methods for making polyisobutylene are known. Polyisobutylene can be functionalized by halogenation
(e.g. chlorination), the thermal "ene" reaction, or by free radical grafting using a catalyst (e.g. peroxide), as described
below.
[0028] The hydrocarbon or polymer backbone can be functionalized, e.g., with carboxylic acid producing moieties
(preferably acid or anhydride moieties) selectively at sites of carbon-to-carbon unsaturation on the polymer or hydrocarbon
chains, or randomly along chains using any of the three processes mentioned above or combinations thereof, in any
sequence.
[0029] Processes for reacting polymeric hydrocarbons with unsaturated carboxylic acids, anhydrides or esters and
the preparation of derivatives from such compounds are disclosed in U.S. Patent Nos. 3,087,936; 3,172,892; 3,215,707;
3,231,587; 3,272,746; 3,275,554; 3,381,022; 3,442,808; 3,565,804; 3,912,764; 4,110,349; 4,234,435; 5,777,025;
5,891,953; as well as EP 0 382 450 B1; CA-1,335,895 and GB-A-1,440,219. The polymer or hydrocarbon may be
functionalized, for example, with carboxylic acid producing moieties (preferably acid or anhydride) by reacting the polymer
or hydrocarbon under conditions that result in the addition of functional moieties or agents, i.e., acid, anhydride, ester
moieties, etc., onto the polymer or hydrocarbon chains primarily at sites of carbon-to-carbon unsaturation (also referred
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to as ethylenic or olefinic unsaturation) using the halogen assisted functionalization (e.g. chlorination) process or the
thermal "ene" reaction.
[0030] Selective functionalization can be accomplished by halogenating, e.g., chlorinating or brominating the unsatu-
rated α-olefin polymer to about 1 to 8 mass %, preferably 3 to 7 mass % chlorine, or bromine, based on the weight of
polymer or hydrocarbon, by passing the chlorine or bromine through the polymer at a temperature of 60 to 250°C,
preferably 110 to 160°C, e.g., 120 to 140°C, for about 0.5 to 10, preferably 1 to 7 hours. The halogenated polymer or
hydrocarbon (hereinafter backbone) is then reacted with sufficient monounsaturated reactant capable of adding the
required number of functional moieties to the backbone, e.g., monounsaturated carboxylic reactant, at 100 to 250°C,
usually about 180°C to 235°C, for about 0.5 to 10, e.g., 3 to 8 hours, such that the product obtained will contain the
desired number of moles of the monounsaturated carboxylic reactant per mole of the halogenated backbones. Alterna-
tively, the backbone and the monounsaturated carboxylic reactant are mixed and heated while adding chlorine to the
hot material.
[0031] While chlorination normally helps increase the reactivity of starting olefin polymers with monounsaturated func-
tionalizing reactant, it is not necessary with some of the polymers or hydrocarbons contemplated for use in the present
invention, particularly those preferred polymers or hydrocarbons which possess a high terminal bond content and reac-
tivity. Preferably, therefore, the backbone and the monounsaturated functionality reactant, e.g., carboxylic reactant, are
contacted at elevated temperature to cause an initial thermal "ene" reaction to take place. Ene reactions are known.
[0032] The hydrocarbon or polymer backbone can be functionalized by random attachment of functional moieties
along the polymer chains by a variety of methods. For example, the polymer, in solution or in solid form, may be grafted
with the monounsaturated carboxylic reactant, as described above, in the presence of a free-radical initiator. When
performed in solution, the grafting takes place at an elevated temperature in the range of about 100 to 260°C, preferably
120 to 240°C. Preferably, free-radical initiated grafting would be accomplished in a mineral lubricating oil solution con-
taining, e.g., 1 to 50 mass %, preferably 5 to 30 mass % polymer based on the initial total oil solution.
[0033] The free-radical initiators that may be used are peroxides, hydroperoxides, and azo compounds, preferably
those that have a boiling point greater than about 100°C and decompose thermally within the grafting temperature range
to provide free-radicals. Representative of these free-radical initiators are azobutyronitrile, 5-bis-tertiary-butyl peroxide
and dicumene peroxide. The initiator, when used, typically is used in an amount of between 0.005% and 1% by weight
based on the weight of the reaction mixture solution. Typically, the aforesaid monounsaturated carboxylic reactant
material and free-radical initiator are used in a weight ratio range of from about 1.0:1 to 30:1, preferably 3:1 to 6:1. The
grafting is preferably carried out in an inert atmosphere, such as under nitrogen blanketing. The resulting grafted polymer
is characterized by having carboxylic acid (or ester or anhydride) moieties randomly attached along the polymer chains:
it being understood, of course, that some of the polymer chains remain ungrafted. The free radical grafting described
above can be used for the other polymers and hydrocarbons of the present invention.
[0034] The preferred monounsaturated reactants that are used to functionalize the backbone comprise mono- and
dicarboxylic acid material, i.e., acid, anhydride, or acid ester material, including (i) monounsaturated C4 to C10 dicarboxylic
acid wherein (a) the carboxyl groups are vicinal, (i.e., located on adjacent carbon atoms) and (b) at least one, preferably
both, of said adjacent carbon atoms are part of said mono unsaturation; (ii) derivatives of (i) such as anhydrides or C1
to C5 alcohol derived mono- or diesters of (i); (iii) monounsaturated C3 to C10 monocarboxylic acid wherein the carbon-
carbon double bond is conjugated with the carboxy group, i.e., of the structure -C=C-CO-; and (iv) derivatives of (iii)
such as C1 to C5 alcohol derived mono- or diesters of (iii). Mixtures of monounsaturated carboxylic materials (i) - (iv)
also may be used. Upon reaction with the backbone, the monounsaturation of the monounsaturated carboxylic reactant
becomes saturated. Thus, for example, maleic anhydride becomes backbone-substituted succinic anhydride, and acrylic
acid becomes backbone-substituted propionic acid. Exemplary of such monounsaturated carboxylic reactants are fumaric
acid, itaconic acid, maleic acid, maleic anhydride, chloromaleic acid, chloromaleic anhydride, acrylic acid, methacrylic
acid, crotonic acid, cinnamic acid, and lower alkyl (e.g., C1 to C4 alkyl) acid esters of the foregoing, e.g., methyl maleate,
ethyl fumarate, and methyl fumarate.
[0035] The functionalized oil-soluble polymeric hydrocarbon backbone may then be derivatized with a nitrogen-con-
taining nucleophilic reactant, such as an amine, aminoalcohol, amide, or mixture thereof, to form a corresponding
derivative. Amine compounds are preferred. Useful amine compounds for derivatizing functionalized polymers comprise
at least one amine and can comprise one or more additional amine or other reactive or polar groups. These amines may
be hydrocarbyl amines or may be predominantly hydrocarbyl amines in which the hydrocarbyl group includes other
groups, e.g., hydroxy groups, alkoxy groups, amide groups, nitriles, imidazoline groups, and the like. Particularly useful
amine compounds include mono- and polyamines, e.g., polyalkene and polyoxyalkylene polyamines of about 2 to 60,
such as 2 to 40 (e.g., 3 to 20) total carbon atoms having about 1 to 12, such as 3 to 12, preferably 3 to 9, most preferably
form about 6 to about 7 nitrogen atoms per molecule. Mixtures of amine compounds may advantageously be used, such
as those prepared by reaction of alkylene dihalide with ammonia. Preferred amines are aliphatic saturated amines,
including, for example, 1,2-diaminoethane; 1,3-diaminopropane; 1,4-diaminobutane; 1,6-diaminohexane; polyethylene
amines such as diethylene triamine; triethylene tetramine; tetraethylene pentamine; and polypropyleneamines such as
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1,2-propylene diamine; and di-(1,2-propylene)triamine. Such polyamine mixtures, known as PAM, are commercially
available. Particularly preferred polyamine mixtures are mixtures derived by distilling the light ends from PAM products.
The resulting mixtures, known as "heavy" PAM, or HPAM, are also commercially available. The properties and attributes
of both PAM and/or HPAM are described, for example, in U.S. Patent Nos. 4,938,881; 4,927,551; 5,230,714; 5,241,003;
5,565,128; 5,756,431; 5,792,730; and 5,854,186.
[0036] Other useful amine compounds include: alicyclic diamines such as 1,4-di(aminomethyl) cyclohexane and het-
erocyclic nitrogen compounds such as imidazolines. Another useful class of amines is the polyamido and related amido-
amines as disclosed in U.S. Patent Nos. 4,857,217; 4,956,107; 4,963,275; and 5,229,022. Also usable is tris(hydroxyme-
thyl)amino methane (TAM) as described in U.S. Patent Nos. 4,102,798; 4,113,639; 4,116,876; and UK 989,409. Den-
drimers, star-like amines, and comb-structured amines may also be used. Similarly, one may use condensed amines,
as described in U.S. Patent No. 5,053,152. The functionalized polymer is reacted with the amine compound using
conventional techniques as described, for example, in U.S. Patent Nos. 4,234,435 and 5,229,022, as well as in EP-A-
208,560.
[0037] Another class of suitable non-ionic surfactants comprises Mannich base condensation products. Generally,
these products are prepared by condensing about one mole of a long chain alkyl-substituted mono- or polyhydroxy
benzene with about 1 to 2.5 moles of carbonyl compound(s) (e.g., formaldehyde and paraformaldehyde) and about 0.5
to 2 moles of polyalkylene polyamine, as disclosed, for example, in U.S. Patent No. 3,442,808. Such Mannich base
condensation products may include a polymer product of a metallocene catalyzed polymerization as a substituent on
the benzene group, or may be reacted with a compound containing such a polymer substituted on a succinic anhydride
in a manner similar to that described in U.S. Patent No. 3,442,808. Examples of functionalized and/or derivatized olefin
polymers synthesized using metallocene catalyst systems are described in the publications identified supra.
[0038] Particularly preferred are polybutenyl succinimides that are the reaction product of a polyamine and polybutenyl
succinic anhydride (PIBSA) derived from polybutene having a number average molecular weight (Mn) of greater than
about 1300, 1500, and preferably greater than 1800 daltons, and less than about 2500 such as less than about 2400
daltons, where the polybutenyl succinic anhydride (PIBSA) is derived from polybutene having a terminal vinylidene
content of at least about 50%, 60%, or 70%, preferably at least about 80%, and succinic and/or maleic anhydride via
an "ene" or thermal maleation process.
[0039] These preferred dispersants have a functionality of from about 1.1 to about 2.2, preferably from about 1.3 to
about 2.2, such as a functionality of from about 1.4 to about 2.0, more preferably from about 1.5 to about 1.9. Functionality
(F) can be determined according to the following formula: 

wherein SAP is the saponification number (i.e., the number of milligrams of KOH consumed in the complete neutralization
of the acid groups in one gram of the succinic-containing reaction product, as determined according to ASTM D94); Mn
is the number average molecular weight of the starting olefin polymer (polybutene); A.I. is the percent active ingredient
of the succinic-containing reaction product (the remainder being unreacted polybutene and diluent); and MW is the
molecular weight of the dicarboxylic acid-producing moiety (98 for maleic anhydride). Generally, each dicarboxylic acid-
producing moiety (succinic group) will react with a nucleophilic group (polyamine moiety) and the number of succinic
groups in the PIBSA will determine the number of nucleophilic groups in the finished dispersant.
[0040] Polymer molecular weight, specifically Mn, can be determined by various known techniques. One convenient
method is gel permeation chromatography (GPC), which additionally provides molecular weight distribution information
(see W. W. Yau, J. J. Kirkland and D. D. Bly, "Modern Size Exclusion Liquid Chromatography", John Wiley and Sons,
New York, 1979). Another useful method for determining molecular weight, particularly for lower molecular weight pol-
ymers, is vapor pressure osmometry (see, e.g., ASTM D3592).
[0041] The ratio (mass%:mass%) of core to surfactant may be from about 0.1:1 to about 24:1, such as from about 0.2
to about 24; preferably from about 0.5 to about 20. The nanoparicles may have an average particle size of from about
5 nm to about 3000 nm, such as from about 10 nm to about 1500 nm, preferably from about 10 nm to about 1000 nm,
such as from about 10 nm to about 600 nm. Average particle size can be measured via Transmission electron microscopy
(TEM).
[0042] Transmission electron microscopy (TEM) can be used to determine the size of the individual particles in a
dispersion concentrate. As the sample is an oleaginous dispersion, care must be taken to prepare samples where the
particles can be readily discerned and oily residues are minimized. A typical sample is prepared and particle size
determination proceeds according to the following steps:

1. Preparation of 0.1 wt.% dilution of dispersion
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a. 0.01 grams of concentrated dispersion (such as the product of example

1) is weighed out in a glass 20ml vial

b. 9.99 grams of toluene is added to the vial to achieve a 0.1 mass% solution of the concentrate
c. The solution is mixed thoroughly with bath sonicator and vortexer until the concentrate is fully dispersed in
the toluene

2. Preparation of TEM grid

a. A micropipette is used to drop 10 uL of the 0.1 mass% dilution from step 1 onto a TEM grid (Electron Microscopy
Sciences product number: CF300-CU) and allowed to rest for 10 seconds
b. A Kimwipe® is used to wick away excess toluene
c. The toluene is then allowed to completely evaporate, about 30-60 min

3. Imaged in a TEM (e.g. JEOL 2010F) using 80 kV accelerating voltage and 5k-100k magnification

a. Representative images of the particles on the grid are collected from at least 3 different regions of the grid,
such that at least 100 individual particles can be clearly seen and measured
b. From the images, the diameter of at least 100 individual particles is measured and used to calculate the
average particle size and standard deviation.

[0043] The rate of particle sedimentation decreases with particle size. Further, optical transparency (of the oleaginous
nanoparticle dispersion) is more easily achieved with particle sizes of less than about 200 nm. UV-Vis measurements
can be used to characterize the optical transparency of the dispersion concentrates which is related to the degree of
aggregation or agglomeration. Initial UV-Vis measurements can be correlated to particle size, and reduced transmission
as a function of time can indicate agglomeration or particle growth (e.g. through either a ripening effect, or coalescence,
or flocculation). The particle dispersion as prepared is too concentrated for direct UV-Vis measurements, and must be
diluted down to about 1 mass% concentrate in base oil for an accurate and reproducible measurement. For example,
a typical measurement proceeds by the following steps:

1. Preparation of a 1 mass% sample for UV-Vis measurement

a. 0.05 grams of concentrated nanoparticle dispersion are weighed out into a tared 20 mL glass vial
b. 4.95 grams of base oil (e.g. Chevron 100R) are added to yield a 1 mass% solution of the dispersion concentrate
in base oil
c. The solution is mixed thoroughly with bath sonicator and vortexer until the concentrate is fully dispersed in
the base oil

2. UV-Vis measurement of the 1 mass% solution

a. A cuvette with a 1 cm path length is filled with the same base oil that was used to dilute the concentrate (e.g.
Chevron 100R), and a background scan for extinction over the range of 400-800 nm is recorded in a spectro-
photometer (e.g. Jasco V-630 Spectrophotometer)
b. A cuvette with a 1cm path length is then filled with the 1 mass% solution from step 1 and the extinction over
the range of 400-800 nm is recorded with the spectrophotometer and the average extinction value over the
range of 400-800 nm is calculated and reported as % transmission.

[0044] The nanoparticles of the present invention are preferably provided in the form of an oleaginous nanoparticle
dispersion. Such an oleaginous nanoparticle dispersion may comprise from about 5 mass% to about 75 mass%, such
as from about 10 mass% to about 60 mass%, preferably, from about 15 mass% to about 50 mass%, such as from about
20 mass% to about 45 mass% of the nanoparticles dispersed in a diluent oil. The oleaginous nanoparticle dispersion
can have a TBN of from about 50 mg KOH/g to about 900 mg KOH/g, such as from about 75 mg KOH/g to about 800
mg KOH/g, preferably from about 100 mg KOH/g to about 700 mg KOH/g, such as from about 200 mg KOH/g to about
650 mg KOH/g, as measured in accordance with ASTM D4739 (on an oil free active ingredient basis)
[0045] The active ingredient (A.I.) of a dispersion can be calculated using Equation 3, below; and the TBN of a dispersion
can be calculated using Equation 4, below. The active ingredient is defined as the sum of the masses of the material in
the core + surfactant of the particles in the dispersion divided by the sum of the total mass of the dispersion and then
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multiplied by 100. An example calculation can be seen in Equation 5, which uses data from Example 1, below. The TBN
is calculated by determining the mass percent of the dispersion that is polyamine and multiplying that by the TBN of the
pure polyamine. An example is shown below in Equation 6. 

An example TBN of the active ingredient is calculated using Equation 4 below. 

[0046] These formulas can also be used to calculate the A.I. mass% for other dispersions.
[0047] The oleaginous nanoparticle dispersions of the present invention may be produced by introducing the surfactant
material (either ionic or non-ionic) into a suitable oleaginous medium with heat (e.g., 20 °C to 150°C) and stirring until
the surfactant is fully dissolved. Preferably, the surfactant will be dissolved under inert conditions, such as under a
nitrogen blanket. The organic base material is then added to the surfactant solution with continued mixing, preferably
using high energy mixing, ultrasound or a microfluidizer, followed by addition of the crosslinking agent. The resulting
solution can then be held at temperature for a time sufficient to allow for the complete reaction of the crosslinking agent.
[0048] The targeted TBN (as determined by ASTM D2896) and sulfated ash (SASH) content (as determined by ASTM
D-874) of lubricating oil compositions formulated with oleaginous nanoparticle dispersions of the present invention will
depend on the application. Specifically, a passenger car motor oil will preferably have a TBN of at least 3 mg KOH/g,
such as from about 4 to about 15 mg KOH/g, more preferably, a TBN of at least 5 mg KOH/g, such as from about 6 or
7 to about 12 mg KOH/g, and a SASH content of about 0.1-2 mass %, preferably about 0.2-1.8mass %, more preferably
about 0.3-1.5 mass %, such as 0.4-1.2 mass %. A crankcase lubricant for a heavy duty diesel (HDD) engine will generally
have a TBN of about 3 to about 20 mg KOH/g, more preferably, a TBN of about 4 mg KOH/g, to about 16 mg KOH/g
and a SASH content of about 3 mass % or less, preferably about 2 mass % or less, more preferably about 1.5 mass %
or less, such as 1.25 mass % or less. A marine diesel trunk piston engine oil (TPEO) will preferably have a TBN of at
least 15 mg KOH/g, such as from about 15 to about 60 mg KOH/g, more preferably, a TBN of at least 20 mg KOH/g,
such as from about 20 to about 55 mg KOH/g, and a marine diesel crosshead engine lubricant (MDCL) will preferably
have a TBN of at least 20 mg KOH/g, such as from about 20 to about 200 mg KOH/g, more preferably, a TBN of at least
30 mg KOH/g, such as from about 40 to about 180 mg KOH/g.
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[0049] Preferably, any of the fully formulated lubricating oil compositions described above will derive at least 5 %,
preferably at least 10 %, more preferably at least 20 % of the compositional TBN (as measured in accordance with
ASTM D2896) from the oleaginous nanoparticle dispersions of the present invention. Preferably any of the fully formulated
lubricating oil compositions described above will contain an amount of the oleaginous nanoparticle dispersions of the
present invention contributing at least about 0.5 mg KOH/g, preferably at least about 1 mg KOH/g of TBN (ASTM D2896)
to the composition. The compositional TBN not contributed by the oleaginous nanoparticle dispersions of the present
invention may come from conventional overbased metal detergent and other conventional basic lubricant additives, such
as dispersants.
[0050] This invention will be further understood by reference to the following examples, wherein all parts are parts by
weight, unless otherwise noted and which include preferred embodiments of the invention.

EXAMPLES

[0051] Examples 1-6 are processes that result in stable nanoparticle dispersions of the present invention.

Example 1 - reacting the cross-linking agent before emulsifying (preferred):

[0052] 60.0 g of Huntsman Ethyleneamine E-100 was combined with 22.01 g of trimethylolpropane triglycidyl ether
(crosslinking agent). In a separate vessel, 100.0 g of Chevron 100R was combined with 20.0 g of a magnesium salt of
a branched alkyl benzene sulfonate, an anionic surfactant which is 50% active ingredient in 50% AMEXOM100 base
oil. The surfactant solution was thoroughly mixed until homogenous with the aid of heat. The E-100 solution was allowed
to react to completion at 65°C under constant stirring from an overhead mixer. After one hour, the reaction had completed,
and 20.0 g of distilled water was added to the E-100 containing solution. Mixing the E-100 containing solution and distilled
water caused the solution to heat up, so the solution was allowed to cool back to room temperature (i.e. 18-22°C). When
cool, the surfactant solution was added to the aqueous solution under constant mixing. The mixture was then dispersed
with high energy mixing using an M-110P Microfluidizer at 20-30 kPsi and a F20Y interaction chamber. A temperature
controller was used to vary the temperature of the bath that surrounds the outlet coil and was set to 50°C with the solution
exiting the outlet coil at around 46 °C. This microfluidized solution will be referred to as the nanoparticle dispersion. This
nanoparticle dispersion was collected in a separate vessel and run through the Microfluidizer another three additional
passes and the final product was collected. An aliquot was taken from the final product to monitor stability at room
temperature and 50°C using the UV-Vis Transmission procedure outlined above. A1 mass% dilution of the concentrated
nanoparticle dispersion in Chevron 100R had an initial average UV-Vis transmission of 78%. Storage at room temperature
for an equilibration period of about 5-7 days led to a decrease in the average UV-Vis transmission to a value of 65%
before stabilizing. Similarly, at 50°C, an equilibration period of 3 days was observed before the average UV-Vis trans-
mission stabilized to a value of 63%. Further storage of the nanoparticle dispersion concentrate at 50°C, did not lead to
a further drop in transmission, and a stable transmission value was observed for at least three weeks after the initial
equilibration period.

Example 2 - reacting the cross-linking agent before emulsifying without water:

[0053] 80.0 g of Huntsman Ethyleneamine E-100 was combined with 9.02 g trimethylolpropane triglycidyl ether,
(crosslinking agent), and allowed to react to completion at 65°C under constant stirring from an overhead mixer. In a
separate vessel, 100.0g of Chevron 100R was combined with 20.0g of Hitec 1910b, a polymeric surfactant, which is
20% active ingredient in 80% SN100. The surfactant solution was thoroughly mixed until homogenous. After the crosslink-
ing reaction had completed (about one hour), the surfactant solution was added to the E-100 solution under constant
mixing. The mixture was then dispersed with high energy mixing using a M-110P Microfluidizer at 20-30kPsi and a F20Y
interaction chamber. This micro fluidized solution will be referred to as a nanoparticle dispersion. A temperature controller
was used to vary the temperature of the bath that surrounds the outlet coil and was set to 50°C with the solution exiting
around 46°C. The nanoparticle dispersion was collected in a separate vessel and run through the Microfluidizer another
three additional passes and the final product was collected. An aliquot was taken from the final product to monitor stability
at room temperature using the UV-Vis Transmission procedure outlined above. The nanoparticle dispersion initially had
an average UV-Vis transmission of around 52% and dropped to about 48% after 21 days at about 20°C.

Example 3 - in situ cross-linking without water:

[0054] 80.0 g of Huntsman Ethyleneamine E-100 was combined with 9.02g of trimethylolpropane triglycidyl ether
(crosslinking agent). In a separate vessel, 100.0g of Chevron 100R was combined with 20.0g of Hitec 1910B (available
from Afton Chemical Co.), a polymeric surfactant which is 20% active ingredient in 80% SN100. The surfactant solution
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was thoroughly mixed until homogenous. The surfactant solution was added to the E-100 solution under constant mixing.
The mixture was then dispersed with high energy mixing using a M-110P Microfluidizer at 20-30kPsi and a F20Y interaction
chamber. This microfluidized solution will be referred to as a nanoparticle dispersion. A temperature controller was used
to vary the temperature of the bath that surrounds the outlet coil and was set to 50°C with the solution exiting around
46°C. This nanoparticle dispersion was collected in a separate vessel, and allowed to react to completion at 65°C under
constant stirring from an overhead mixer. After one hour, the nanoparticle dispersion was run through the Microfluidizer
an additional three passes and the final product was collected. An aliquot was taken from the final product to monitor
stability at room temperature using the UV-Vis Transmission procedure outlined above. The nanoparticle dispersion
initially had an average UV-Vis transmission of around 52%, after 68 days at about 20°C the average transmission had
decreased to 44%.

Example 4 - reacting the cross-linking agent with E-100 in the presence of surfactant before emulsifying without water:

[0055] 80.0 g of Huntsman Ethyleneamine E-100 was combined with 9.02 g of trimethylolpropane triglycidyl ether
(crosslinking agent). In a separate vessel, 100.0 g of Chevron 100R was combined with 20.0 g of Hitec 1910B, a polymeric
surfactant which is 20% active ingredient in 80% SN100. The surfactant solution was thoroughly mixed until homogenous.
The surfactant solution was added to the E-100 solution under constant mixing and allowed to react to completion at
65°C under constant stirring from an overhead mixer. After the crosslinking reaction has completed, about one hour,
the mixture was dispersed with high energy mixing using a M-110P Microfluidizer at 20-30kPsi and a F20Y interaction
chamber. This microfluidized solution will be referred to as a nanoparticle dispersion. A temperature controller was used
to vary the temperature of the bath that surrounds the outlet coil and was set to 50°C with the solution exiting around
46°C. The nanoparticle dispersion was collected in a separate vessel and run through the Microfluidizer another three
additional passes and the final product was collected. An aliquot was taken from the final product to monitor stability at
room temperature using the UV-Vis Transmission procedure outlined above. The nanoparticle dispersion initially has
an average UV-Vis transmission of around 50-90%.

Example 5 - reacting the cross-linking agent after emulsifying without water:

[0056] 80.0 g of Huntsman Ethyleneamine E-100 was combined with 9.02g of trimethylolpropane triglycidyl ether
(crosslinking agent). In a separate vessel, 100.0g of Chevron 100R was combined with 20.0g of Hitec 1910b, a polymeric
surfactant which is 20% active ingredient in 80% 100R. The surfactant solution was thoroughly mixed until homogenous.
The surfactant solution was added to the E-100 solution under constant mixing. The mixture was dispersed with high
energy mixing using a M-110P Microfluidizer at 20-30kPsi and a F20Y interaction chamber. A temperature controller
was used to vary the temperature of the bath that surrounds the outlet coil and was set to 50° C with the solution exiting
around 46°C. This nanoparticle dispersion was collected in a separate vessel, and was run through the Microfluidizer
an additional three passes. The nanoparticle dispersion was collected and allowed to react to completion at 65°C under
constant stirring from an overhead mixer. After the reaction has completed, in one hour, the nanoparticle dispersion was
the final product. An aliquot was taken from the final product to monitor stability at room temperature using the UV-Vis
Transmission procedure outlined above. The nanoparticle dispersion initially has an average UV-Vis transmission of
around 50-90%.

Example 6 - reacting the cross-linking agent before emulsifying

[0057] 60.0 g of Polysciences branched polyethyleneimine (1200 MW, product number 06088; PEI) was combined
with 2.71 g of trimethylolpropane triglycidyl ether (crosslinking agent). In a separate vessel, 100.0 g of Chevron 100R
was combined with 20.0 g of a calcium salt of a branched alkyl benzenesulfonate, an anionic surfactant which is 50%
active ingredient in 50% AMEXOM100. The surfactant solution was thoroughly mixed until homogenous with the aid of
heat. The PEI solution was allowed to react to completion at 65°C under constant stirring from an overhead mixer. After
one hour the reaction had completed, and 20.0 g of distilled water was added to the PEI containing solution. Mixing PEI
containing solution and distilled water caused the solution to heat up, so the solution was allowed to cool back to room
temperature (i.e. 18-22°C). When cool, the surfactant solution was added to the aqueous solution under constant mixing.
The mixture was then dispersed with high energy mixing using an M-110P Microfluidizer at 20-30kPsi and a F20Y
interaction chamber. A temperature controller was used to vary the temperature of the bath that surrounds the outlet
coil and was set to 50° C with the solution exiting the outlet coil at around 46°C. This microfluidized solution will be
referred to as the nanoparticle dispersion. This nanoparticle dispersion was collected in a separate vessel and run
through the Microfluidizer another three additional passes and the final product was collected. An aliquot was taken from
the final product to monitor stability at room temperature and 50° C using the UV-Vis Transmission procedure outlined
above. A 1 mass% dilution of the concentrated nanoparticle dispersion in Chevron 100R had an initial average UV-Vis
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transmission of 93.9%.

Example 7

[0058] A non overbased, calcium branched alkyl benzene sulphonate surfactant (6 g, %Ca) was added to Chevron
100R base oil (12 g) and heated to 60°C with stirring until it fully dissolved, under an N2 blanket. Polyethyleneimine
solution (5 g, in water at 50 mass%) was added dropwise to the calcium sulfonate solution over 5 minutes while ultrasonic
mixing was applied using a Branson 450 Sonifier, while cooling to maintain the temperature. After additional ultrasonic
mixing was applied for a further 2 minutes during which time trimethylolpropane triglycidyl ether (2 g) was added. The
resulting solution was held at 60°C, while being stirred at 300 rpm, for 3 hours to ensure full reaction of the trimethylol-
propane triglycidyl ether. The product was characterized by dynamic light scattering (DLS), ASTM D4739 and ASTM
D664. Using the same general process described in Example 7, above, a series of materials were prepared, as shown
in Table 1:

[0059] It should be noted that the compositions of this invention comprise defined, individual, i.e., separate, components
that may or may not remain the same chemically before and after mixing. Thus, it will be understood that various
components of the composition, essential as well as optional and customary, may react under the conditions of formu-
lation, storage or use and that the invention also is directed to, and encompasses, the product obtainable, or obtained,
as a result of any such reaction.

Claims

1. An oleaginous dispersion of nanoparticles with a core comprised primarily of an organic base, immobilized within
a surfactant layer, wherein the nanoparticles have an average particle size of from 5 nm to 3000 nm, as measured
via Transmission Electron Microscopy (TEM), wherein the organic base comprises polyamine, and wherein from
0.5 mol% to 80 mol% of the polyamine is crosslinked.

2. The dispersion of claim 1, wherein said polyamine is a polyalkylene or polyoxyalkylene polyamine having on average
2 to 1000 total carbon atoms and 1 to 400 nitrogen atoms per molecule.

3. The dispersion of claim 1 or claim 2, wherein surfactant layer comprises one or more surfactants having a phase
inversion temperature (PIT) outside the range of from -35°C to 300°C, wherein PIT refers to the temperature of

Table 1

Example 8 9 10 11 12

Surfactant Type Calcium 
Sulfonate

Calcium 
Sulfonate

Calcium 
Sulfonate

Calcium 
Sulfonate

Calcium 
Sulfonate

Surfactant (mass%) 20 20 20 20 20

Amine Solution 
(mass%)

40 40 40 40 40

PEI* mw (daltons) 10000 10000 10000 1200 800000

Amine Dilution (in 
water)

50 50 75 50 50

Crosslinking Agent TMP GE* TMP GE TMP GE TMP GE TMP GE

Mol% amine 
crosslinked

15 40 40 40 15

Particle size (nm by 
DLS)

229 265 357 162 927

Neat TBN D4739 (mg 
KOH/g)

230 211.2 309.6 220.8 216

*polyethyleneimine **trimethylpropane glycidyl ether
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inversion from water-in-oil to oil-in water.

4. The dispersion of any preceding claim, wherein said surfactant layer comprises one or more ionic surfactants selected
from sulfonate, phenate, sulfurized phenate, thiophosphonate, salicylate and naphthenate metal salts.

5. The dispersion of claim 1, wherein said surfactant layer comprises one or more non-ionic surfactants.

6. The dispersion of claim 5, wherein said surfactant layer comprises one or more olefin and ethylene-α-olefin polymers
functionalized with at least one polar functional group.

7. The dispersion of claim 6, wherein said surfactant layer comprises one or more olefin and ethylene-α-olefin polymers
functionalized with at least one polar functional group selected from polyalkenyl oligomers and polymers substituted
with one or more carboxylic acid groups, or anhydrides thereof, and polyalkenyl oligomers or polymers having one
or more amine, amine-alcohol or amide polar moieties attached to the polymer backbone, optionally through a
bridging group.

8. The dispersion of any preceding claim, wherein the ratio (mass%:mass%) of core to surfactant of said nanoparticles
is from 0.1:1 to 24:1.

9. The dispersion of any preceding claim having a TBN of active ingredient as measured in accordance with ASTM
D4739 of from 50 to 900 mg KOH/g.

10. A lubricating oil composition for an internal combustion engine comprising an oleaginous nanoparticle dispersion
of any preceding claim, in an amount contributing at least 0.25 mg KOH/g of TBN to the lubricating oil composition.

Patentansprüche

1. Ölartige oder ölhaltige Dispersion von Nanoteilchen mit einem Kern, der hauptsächlich aus einer organischen Base
besteht, die innerhalb einer Tensidschicht immobilisiert ist, wobei die Nanoteilchen eine durchschnittliche Teilchen-
größe von 5 nm bis 3.000 nm aufweisen, wie mittels Transmissionselektronenmikroskopie (TEM) bestimmt, wobei
die organische Base Polyamin umfasst, und wobei von 0,5 mol% bis 80 mol% des Polyamins vernetzt sind.

2. Dispersion nach Anspruch 1, bei der das Polyamin ein Polyalkylen- oder Polyoxyalkylenpolyamin ist, das insgesamt
im Durchschnitt 2 bis 1.000 Kohlenstoffatome und 1 bis 400 Stickstoffatome pro Molekül aufweist.

3. Dispersion nach Anspruch 1 oder Anspruch 2, bei der die Tensidschicht ein oder mehrere Tenside umfasst, die
eine Phaseninversionstemperatur (PIT) außerhalb des Bereichs von -35 °C bis 300 °C aufweisen, wobei sich PIT
auf die Temperatur der Inversion von Wasser-in-Öl zu Öl-in-Wasser bezieht.

4. Dispersion nach einem der vorgehenden Ansprüche, bei der die Tensidschicht ein oder mehrere ionische Tenside
ausgewählt aus Sulfonat-, Phenat-, sulfuriertem Phenat-, Thiophosphonat-, Salicylat- und Naphthenatmetallsalzen
umfasst.

5. Dispersion nach Anspruch 1, bei der die Tensidschicht ein oder mehrere nichtionische Tenside umfasst.

6. Dispersion nach Anspruch 5, bei der die Tensidschicht ein oder mehrere Olefin- und Ethylen-α-Olefinpolymere
umfasst, die mit mindestens einer polaren funktionellen Gruppe funktionalisiert sind.

7. Dispersion nach Anspruch 6, bei der die Tensidschicht ein oder mehrere Olefin- und Ethylen-α-Olefinpolymere
umfasst, die mit mindestens einer polaren funktionellen Gruppe funktionalisiert sind, ausgewählt aus Polyalkenylo-
ligomeren und -polymeren, die mit einer oder mehreren Carbonsäuregruppen oder Anhydriden davon substituiert
sind, und Polyalkenyloligomeren und -polymeren, die eine oder mehrere polare Amin-, Aminalkohol- oder Amidein-
heiten aufweisen, die an das Polymergrundgerüst gebunden sind, gegebenenfalls über eine Brückengruppe.

8. Dispersion nach einem der vorhergehenden Ansprüche, bei der das Verhältnis (Masse-% : Masse-%) von Kern zu
Tensid der Nanoteilchen von 0,1 : 1 bis 24 : 1 beträgt.
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9. Dispersion nach einem der vorhergehenden Ansprüche, die eine Gesamtbasenzahl (TBN) des aktiven Bestandteils
von 50 bis 900 mg KOH/g aufweist, wie mittels ASTM D-4739 gemessen.

10. Schmierölzusammensetzung für einen Verbrennungsmotor, die eine ölartige oder ölhaltige Nanoteilchendispersion
gemäß einem der vorhergehenden Ansprüche umfasst, in einer Menge, die der Schmierölzusammensetzung min-
destens 0,25 mg KOH/g an TBN zur Verfügung stellt.

Revendications

1. Dispersion oléagineuse de nanoparticules comportant un noyau composé principalement d’une base organique,
immobilisée au sein d’une couche de tensioactif, dans laquelle les nanoparticules possèdent une taille de particule
moyenne de 5 nm à 3 000 nm, telle que mesurée par microscopie électronique en transmission (MET), dans laquelle
la base organique comprend une polyamine, et dans laquelle de 0,5 % en moles à 80 % en moles de la polyamine
sont réticulés.

2. Dispersion selon la revendication 1, dans laquelle ladite polyamine est une polyalkylène ou polyoxy-alkylène-poly-
amine comportant en moyenne 2 à 1 000 atomes de carbone au total et 1 à 400 atomes d’azote par molécule.

3. Dispersion selon la revendication 1 ou la revendication 2, dans laquelle la couche de tensioactif comprend un ou
plusieurs tensioactifs possédant une température d’inversion de phase (PIT) en dehors de la plage de -35°C à
300°C, où la PIT fait référence à la température d’inversion de eau dans huile en huile dans eau.

4. Dispersion selon une quelconque revendication précédente, dans laquelle ladite couche de tensioactif comprend
un ou plusieurs tensioactifs ioniques sélectionnés parmi des sels métalliques sulfonate, phénate, phénate sulfurisé,
thiophosphonate, salicylate et naphténate.

5. Dispersion selon la revendication 1, dans laquelle ladite couche de tensioactif comprend un ou plusieurs tensioactifs
non ioniques.

6. Dispersion selon la revendication 5, dans laquelle ladite couche de tensioactif comprend un ou plusieurs polymères
d’oléfine et d’éthylène-α-oléfine fonctionnalisés avec au moins un groupe fonctionnel polaire.

7. Dispersion selon la revendication 6, dans laquelle ladite couche de tensioactif comprend un ou plusieurs polymères
d’oléfine et d’éthylène-α-oléfine fonctionnalisés avec au moins un groupe fonctionnel polaire sélectionné parmi des
oligomères et polymères de polyalcényle substitués avec un ou plusieurs groupes acide carboxylique, ou des
anhydrides de ceux-ci, et des oligomères ou polymères de polyalcényle comportant un ou plusieurs groupements
polaires amine, amine-alcool ou amide attachés au squelette polymère, facultativement par un groupe de pontage.

8. Dispersion selon une quelconque revendication précédente, dans laquelle le rapport (% en masse:% en masse)
du noyau sur le tensioactif desdites nanoparticules est compris entre 0,1:1 et 24:1.

9. Dispersion selon une quelconque revendication précédente, possédant un TBN d’ingrédient actif, tel que mesuré
conformément à la norme ASTM D4739, de 50 à 900 mg KOH/g.

10. Composition d’huile de lubrification pour un moteur à combustion interne comprenant une dispersion oléagineuse
de nanoparticules selon une quelconque revendication précédente, en une quantité contribuant à au moins 0,25
mg KOH/g du TBN par rapport à la composition d’huile de lubrification.



EP 3 495 462 B1

15

REFERENCES CITED IN THE DESCRIPTION

This list of references cited by the applicant is for the reader’s convenience only. It does not form part of the European
patent document. Even though great care has been taken in compiling the references, errors or omissions cannot be
excluded and the EPO disclaims all liability in this regard.

Patent documents cited in the description

• US 20070203031 A [0003]
• US 8703682 B [0003]
• US 8143201 B [0003]
• US 9145530 B [0003]
• WO 2014033634 A2 [0003]
• US 4938881 A [0010] [0035]
• US 4927551 A [0010] [0035]
• US 5230714 A [0010] [0035]
• US 5241003 A [0010] [0035]
• US 5565128 A [0010] [0035]
• US 5756431 A [0010] [0035]
• US 5792730 A [0010] [0035]
• US 5854186 A [0010] [0035]
• US 5498809 A [0025]
• US 5663130 A [0025]
• US 5705577 A [0025]
• US 5814715 A [0025]
• US 6022929 A [0025]
• US 6030930 A [0025]
• US 4952739 A [0026]
• US 4152499 A [0026]
• US 3087936 A [0029]
• US 3172892 A [0029]
• US 3215707 A [0029]

• US 3231587 A [0029]
• US 3272746 A [0029]
• US 3275554 A [0029]
• US 3381022 A [0029]
• US 3442808 A [0029] [0037]
• US 3565804 A [0029]
• US 3912764 A [0029]
• US 4110349 A [0029]
• US 4234435 A [0029] [0036]
• US 5777025 A [0029]
• US 5891953 A [0029]
• EP 0382450 B1 [0029]
• CA 1335895 [0029]
• GB 1440219 A [0029]
• US 4857217 A [0036]
• US 4956107 A [0036]
• US 4963275 A [0036]
• US 5229022 A [0036]
• US 4102798 A [0036]
• US 4113639 A [0036]
• US 4116876 A [0036]
• GB 989409 A [0036]
• US 5053152 A [0036]
• EP 208560 A [0036]

Non-patent literature cited in the description

• W. W. YAU ; J. J. KIRKLAND ; D. D. BLY. Modern
Size Exclusion Liquid Chromatography. John Wiley
and Sons, 1979 [0040]


	bibliography
	description
	claims
	cited references

