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Description

BACKGROUND

Field of the Invention:

[0001] The present disclosure relates, in general, to
ribs and walls for an aircraft, and in particular to ribs and
walls for a tiltrotor aircraft wing.

Description of Related Art:

[0002] Modern aircraft are manufactured from a wide
variety of materials, including steel, aluminum, and a
wide variety of composite materials. Most structural com-
ponents are made from strong, rigid materials. However,
in order to conserve weight, the structural components
are often made from a thin layer of metal or composite
that includes reinforcement strips of material reinforced
with stringers.
[0003] Tiltrotor aircraft have complicated proprotor as-
semblies located at opposing wing tips that operate be-
tween a helicopter mode to take off, hover, fly, and land
like a conventional helicopter; and an airplane mode. The
proprotor assemblies are oriented vertically for a helicop-
ter mode and horizontally for airplane mode. Because
the tiltrotor aircraft must operate in both helicopter mode
and airplane mode, and operate while transitioning be-
tween the two, the wing structure must support the weight
of the proprotor assemblies, withstand the forces gener-
ated from the proprotor assemblies in a variety of modes,
and provide a lifting force sufficient to lift the weight of
the aircraft.
[0004] FIG. 1 is a partial view of an exemplary prior art
tiltrotor wing 10 including a torque box structure 30. The
torque box structure 30 includes skins 20, forward spar
32, and aft spar 34. The skins 20 includes stringers 12
extending generally parallel to the longitudinal axis of the
wing 10. The upper skin 22 requires five stringers 12 and
the lower skin 24 requires four stringers 12. The stringers
12 provide stiffness and support to the skin 20 and are
each an I-beam shaped stiffener as shown in FIG. 2 con-
nected to the interior surface 20a of the skin 20. The
stiffeners 12 are made from a composite material and
extend the depth of the skin 20 assembly into the interior
of the wing 10 thereby reducing the space available for
fuel and other internal systems.
[0005] The skin 20 is constructed of many of layers or
"plies" of composite materials including hundreds of re-
inforcement strips 28 or "postage stamps" made of var-
ious types, sizes, orientations, and thicknesses of mate-
rials. The reinforcement strips 28 are made of graduated
sizes of postage stamp stamps that have been compact-
ed together as shown in FIG. 2. The reinforcement strips
28 are located below the stringer 12: (1) to provide sup-
port for the skin 20 against catastrophic buckling; (2) to
maintain shape and contour of the skin 20; (3) to provide
stiffness at the stringer load points; and (4) to distribute

pressure into the skin.
[0006] During manufacture of the skin 20 each of the
reinforcement strips 28 is cut, labeled, and positioned in
a mold, which is an extremely time-consuming and labo-
rious process. When the size and shape of a reinforce-
ment strip 28 is used repeatedly, a problem results in that
the reinforcement strips 28 are pre-cut and stored in a
controlled atmosphere environment and must be identi-
fied and thawed by a user each time a reinforcement strip
is needed for a composite.
[0007] The stringers 12 are connected to the torque
box structure 30 using rivets or other suitable means.
The torque box structure 30 further includes lower sup-
ports 36, and upper supports 38. The lower and upper
supports 36, 38 provide horizontal structural strength to
the forward and aft spars 32, 34 and to the respective
upper and lower skins 22, 24. The lower and upper sup-
ports 36, 38 are stiffening elements to keep the rib from
buckling and act as a doubler around an access hole
through the rib. The lower and upper supports 36, 38 are
individual manufactured composite parts that are me-
chanically fastened during the rib install, which increases
the part count and time for assembly of the overall wing
structure. As shown in FIG. 1, the torque box structure
30 includes multiple internal supports that reduces the
space available for fuel and other internal systems.
[0008] The assembly of the torque box structure 30 is
very complex, often with very tight tolerances required.
The installation of the fasteners to the skins 20 and other
structural components is also difficult because there is
limited access to small interior spaces and complicated
sealing requirements. Moreover, a large number of fas-
teners is required for each wing 10, which can cause the
structures to warp and dimensional growth during as-
sembly. Once the structural members are assembled,
over a hundred foam details are positioned between the
structural members in the fuel bays to provide a smooth,
ramped surface for the fuel components housed therein.
The assembly of the torque box 30 is time consuming
and extremely labor intensive at each of the various stag-
es of manufacture (manufacture of the composites, sub-
assembly, installation stages).
[0009] The wing structure in FIGS. 1 and 2 is a cross-
sectional view of a prior art tiltrotor swept, dihedral wing
that concentrates loads at the outboard ends and inboard
ends adjacent to the fuselage; which requires structural
reinforcement in those areas to withstand twisting and
torsional forces during the various flight modes. The front
spar requires three spars and the back requires five spars
along with tip spars to provide sufficient structural
strength for the swept, dihedral wing.
[0010] US2008/128553, EP2947334,
US2004/011927 also disclose prior designs of rib assem-
bles for an aircraft wing. Accordingly, the need has arisen
for an improved wing structure, assembled components,
and methods for manufacture thereof for use on a tiltrotor
aircraft that addresses one or more of the foregoing is-
sues.
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SUMMARY

[0011] A rib assembly for an aircraft wing is provided
according to claim 1.
[0012] In an embodiment, each of the first laminate and
the second laminate are a pre-cured laminate.
[0013] In one embodiment, each of the first laminate
and the second laminate are comprised of a total number
of plies from about 4 plies to about 12 plies.
[0014] In yet another embodiment, the rib web further
comprises at least two apertures.
[0015] In one embodiment, each of the skin flanges is
constructed from a composite material.
[0016] In an embodiment, the width of the first portion
in the base member is larger than the width of the second
portion of the base member.
[0017] An embodiment provides that the second por-
tion of the base member and the vertical member are
attached to the rib web with an adhesive.
[0018] In one embodiment, the second portion of the
base member and the vertical member are structurally
bonded to the rib web.
[0019] In yet another embodiment, the second portion
of the base member and the vertical member are struc-
turally bonded to the rib web with a fastener.
[0020] In certain embodiments, the rib web has a gen-
erally smooth surface.
[0021] Other aspects, features, and advantages will
become apparent from the following detailed description
when taken in conjunction with the accompanying draw-
ings, which are a part of this disclosure and which illus-
trate, by way of example, principles of the inventions dis-
closed.

DESCRIPTION OF THE DRAWINGS

[0022] The novel features believed characteristic of the
embodiments of the present disclosure are set forth in
the appended claims. However, the embodiments them-
selves, as well as a preferred mode of use, and further
objectives and advantages thereof, will best be under-
stood by reference to the following detailed description
when read in conjunction with the accompanying draw-
ings, wherein:

FIG. 1 is a cross-sectional view of a prior art tiltrotor
wing;

FIG. 2 is a cross-sectional view of a stringer and skin
in the prior art tiltrotor wing shown in FIG. 1;

FIG. 3 is a perspective view of a tiltrotor aircraft in
helicopter mode, according to one example embod-
iment;

FIG. 4 is a perspective view of a tiltrotor aircraft in
airplane mode, according to one example embodi-
ment;

FIG. 5 is a top level schematic view diagram of a
method of manufacturing a tiltrotor wing structure,
according to an exemplary embodiment;

FIG. 6 is an exploded schematic view of a composite
lay-up used in the construction of the composite skin,
according to an exemplary embodiment;

FIG. 7 is a flow diagram of a method of manufacturing
a composite, according to an exemplary embodi-
ment;

FIG. 8 is an enlarged, cross-sectional view of a por-
tion of a composite skin, according to an exemplary
embodiment;

FIG. 9 is a flow diagram of a method of manufacturing
a composite, according to an exemplary embodi-
ment;

FIG. 10A is a perspective view of an illustrative em-
bodiment of a composite skin, according to an ex-
emplary embodiment;

FIG 10B is a top view of a portion of a honeycomb
core for a composite skin, according to an exemplary
embodiment;

FIG. 11 is an exploded perspective view of a com-
posite skin assembly, according to an exemplary em-
bodiment;

FIG. 12 is a perspective view of a composite skin
assembly, according to an exemplary embodiment;

FIG. 13 is a partial perspective view of the composite
skin assembly, according to an exemplary embodi-
ment;

FIG. 14 is a side view of a joint member in a com-
posite skin assembly, according to an exemplary em-
bodiment;

FIG. 15 is a perspective view of a joint member in a
composite skin assembly, according to an exempla-
ry embodiment;

FIG. 16 is an exploded perspective view of a rib as-
sembly, according to an exemplary embodiment;

FIG. 17 is a perspective view of a rib assembly, ac-
cording to an exemplary embodiment;

FIG. 18A is a perspective view of a rib assembly
attached to rib posts, according to an exemplary em-
bodiment;

FIG. 18B is a perspective view of an engagement
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member including an integral rib post, according to
an exemplary embodiment;

FIG. 18C is a perspective view an engagement mem-
ber connected to a left spar assembly, a right spar
assembly, and a rib assembly, according to an ex-
emplary embodiment;

FIG. 19 is a flow diagram of a method of manufac-
turing a tiltrotor wing structure, according to an ex-
emplary embodiment;

FIG. 20A is a schematic side view of a composite
lay-up on a mold used in the construction of cured
spar member, according to an exemplary embodi-
ment;

FIG. 20B is a stylized perspective view of a compos-
ite lay-up used in the construction of a cured spar
member, according to an exemplary embodiment;

FIG. 20C is a side view of a composite used in the
manufacture of a composite spar, according to an
exemplary embodiment;

FIG. 20D is a schematic side view of a spar member
in a numerically controlled machining assembly, ac-
cording to an exemplary embodiment;

FIG. 21A is an exploded view of a spar assembly,
according to an exemplary embodiment;

FIG. 21B is a perspective view of a clevis, according
to an exemplary embodiment;

FIG. 21C is a perspective, schematic view of a spar
assembly in a fixture, according to an exemplary em-
bodiment;

FIG. 22A is a schematic view diagram of a method
for installing a lower composite skin assembly to a
forward spar assembly and an aft spar assembly,
according to an exemplary embodiment;

FIG. 22B is a perspective view of an engagement
member, according to an exemplary embodiment;

FIG. 23 is a schematic view diagram of a method of
installing a plurality of rib assemblies and upper skin
composite to form a torque box assembly, according
to an exemplary embodiment;

FIG. 24A is a schematic view of a heating tool in a
bay of a torque box assembly, according to an ex-
emplary embodiment;

FIG. 24B is a schematic view of a heating tool heating
an adhesive to secure a rib assembly to an upper

composite skin assembly, according to an exempla-
ry embodiment;

FIG. 24C is a top perspective view of a heating tool,
according to an exemplary embodiment;

FIG. 24D is an exploded perspective view of a heat-
ing tool including a chamber with a first portion and
a second portion, according to an exemplary embod-
iment;

FIG. 24E is a bottom perspective of a heating tool,
according to an exemplary embodiment;

FIG. 24F is a perspective view of a heating tool with
an alignment member, according to an exemplary
embodiment;

FIGS. 24G and 24H are top view of a heating tool
with alignment members, according to exemplary
embodiments;

FIG. 24I is a flow diagram of a method of curing using
a heating tool, according to an exemplary embodi-
ment;

FIG. 25A is a schematic side view of a torque box
assembly with aft and forward spars assemblies ac-
cording to the embodiment shown in FIG. 20C, ac-
cording to an exemplary embodiment;

FIGS. 25B and 25C are side views of an exemplary
embodiment of an aft and a forward spar members,
respectively, according to an exemplary embodi-
ment;

FIG. 25D is a schematic side view of a torque box
assembly with the aft and forward spar members
shown in FIGS. 25B and FIGS. 25C, according to an
exemplary embodiment;

FIG. 25E is a schematic side view of a torque box
assembly with an alternate embodiment of the aft
and forward spar members, according to an exem-
plary embodiment; and

FIG. 26 is a schematic view diagram of a method of
installing a leading edge assembly, a cove edge as-
sembly, and fuel access covers to form a wing struc-
ture; according to an exemplary embodiment.

DESCRIPTION OF THE PREFERRED EMBODIMENT

[0023] Illustrative embodiments of the apparatus and
method are described below. In the interest of clarity, all
features of an actual implementation may not be de-
scribed in this specification. It will of course be appreci-
ated that in the development of any such actual embod-
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iment, numerous implementation-specific decisions
must be made to achieve the developer’s specific goals,
such as compliance with system-related and business-
related constraints, which will vary from one implemen-
tation to another. Moreover, it will be appreciated that
such a development effort might be complex and time-
consuming but would nevertheless be a routine under-
taking for those of ordinary skill in the art having the ben-
efit of this disclosure.
[0024] In the specification, reference may be made to
the spatial relationships between various components
and to the spatial orientation of various aspects of com-
ponents as the devices are depicted in the attached draw-
ings. However, as will be recognized by those skilled in
the art after a complete reading of the present application,
the devices, members, apparatuses, etc. described here-
in may be positioned in any desired orientation. Thus,
the use of terms such as "above," "below," "upper," "low-
er," or other like terms to describe a spatial relationship
between various components or to describe the spatial
orientation of aspects of such components should be un-
derstood to describe a relative relationship between the
components or a spatial orientation of aspects of such
components, respectively, as the device described here-
in may be oriented in any desired direction.
[0025] Referring to FIGS. 3 and 4, a tiltrotor aircraft
101 is illustrated. Tiltrotor aircraft 101 can include a fu-
selage 103, a landing gear 105, a tail member 107, a
wing 109, a propulsion system 111, and a propulsion
system 113. Each propulsion system 111, 113 includes
a fixed engine and a rotatable proprotor 115, 117, re-
spectively. Each rotatable proprotor 115, 117 have a plu-
rality of rotor blades 119, 121, respectively, associated
therewith. The position of proprotors 115, 117, as well
as the pitch of rotor blades 119, 121, can be selectively
controlled in order to selectively control direction, thrust,
and lift of tiltrotor aircraft 101.
[0026] FIG. 3 illustrates tiltrotor aircraft 101 in helicop-
ter mode, in which proprotors 115 and 117 are positioned
substantially vertical to provide a lifting thrust. FIG. 4 il-
lustrates tiltrotor aircraft 101 in an airplane mode, in which
proprotors 115, 117 are positioned substantially horizon-
tal to provide a forward thrust in which a lifting force is
supplied by wing 109. It should be appreciated that tiltro-
tor aircraft can be operated such that proprotors 115, 117
are selectively positioned between airplane mode and
helicopter mode, which can be referred to as a conversion
mode.
[0027] The proprotors 115 and 117 rotate from a con-
version axis C located above an upper wing skin 123. An
advantage of locating the conversion axis C of the pro-
protors 115 and 117 above the upper wing skin 123 is
that the fore/aft location of the proprotors 115 and 117
can be moved to shift the center of gravity of the aircraft
in the various flight modes as described by U.S. Patent
No. 9,174,731, issued Nov. 3, 2015, which is hereby in-
corporated by reference in its entirety. As such, locating
the conversion axis of the proprotors 115 and 117 above

the upper wing skin 123 allows the fore/aft location of the
proprotors 115 and 117 to be optimized for the center of
lift in a particular flight mode.
[0028] The aircraft 101 has a maximum range further
than a conventional tiltrotor aircraft (wing shown in FIGS.
1 and 2) achieved at least in part by the wing structure
described herein. The wing structure 109 provides struc-
tural support for the propulsion systems 111, 113 and
fuselage 103 and lifting force sufficient to lift the weight
of the aircraft 101. The wing structure 109 is configured
to distribute loads and the shearing motion generated by
the propulsion systems 111, 113 during the various flight
modes. The improved structural support of the wing
member 109 also provides fuel bays having no I-beam
projections on the fuel supporting surfaces, which pro-
vides more space in the fuel bay for fuel capacity.
[0029] The method for manufacture 130 of a tiltrotor
wing structure 109 will first be briefly summarized with
reference to FIG. 5, illustrating the major process steps.
After this brief overview, the separate steps, compo-
nents, sub-assembled parts included in the method for
manufacture 130 will be explained in detail.
[0030] FIG. 5 illustrates a method for manufacture 130
of a tiltrotor wing structure 109. The method begins with
the manufacture of composite materials for the various
assembled components in step 131, shown in FIGS.
6-10B, 19, and 20A-20C, including, but not limited to, an
aft spar assembly 141, a forward spar assembly 143, a
lower composite skin assembly 151, an upper composite
skin assembly 153, and a plurality of rib assemblies 155.
A plurality of cured composite spar members 141R, 141L,
143R, 143L are sub-assembled along with engagement
members 145, rib posts 146, and other components to
form the aft spar assembly 141 and forward aft spar as-
sembly 143 in steps 133 and 135. In an embodiment, the
rib posts 146 are assembled onto an interior surface of
the aft and forward spar assemblies 141, 143. Next, the
components for the anchor assemblies 147 and the lower
skin assembly 151 are installed onto the aft and forward
spar assemblies 141, 143 in step 135. A plurality of rib
assemblies 155 are installed between the aft and forward
spar assemblies 141, 143 and the upper skin composite
assembly 153 installed thereon in steps 137, 139 to form
a torque box assembly 157. A leading edge assembly
159, a cove edge assembly 161, and a plurality of fuel
covers 163 are installed on the torque box assembly 157
in step 140 to form the wing structure 165 for a tiltrotor
aircraft 101.
[0031] Further, the methods of manufacture, compos-
ites, sub-assemblies, and installed components de-
scribed herein are illustrated in the context of tiltrotor air-
craft 101; however, the methods of manufacture, com-
posites, sub-assemblies, and installed components can
be implemented on other aircraft and aircraft compo-
nents; for example, and not limitation, fuselage, tail mem-
ber, aircraft walls, and aircraft floors for unmanned and
manned aircraft.
[0032] The manufacture of composite materials for
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various assembled components in step 131 can include
a method of making a pre-cured laminate in a mold 170
shown in FIGS. 6 and 7. An exemplary mold 190 is illus-
trated in FIG. 6 includes a first member 192. The first
member 192 includes a cavity 196 formed therein having
a periphery 198 defined by a forward edge 198a, aft edge
198b, and outboard ends 198c, 198d. It should be ap-
preciated that mold 190 may be divided up into any
number of separate members and can have second,
third, or more members. Cavity 196 represents the de-
sired geometry of a laminate; for example, and not limi-
tation, the laminate can be a lower skin, an upper skin,
a spar, a floor, a rib web, and a fuselage for an aircraft.
[0033] A step 172 of method 170 includes selecting a
first plurality of resin impregnated plies that continuously
extend beyond the periphery 198 of the mold, the first
plurality of resin impregnated plies 173 includes at least
50 percent (e.g., 51, 52, 53, 54, 55, 56, 57, 58, or 59
percent more) of the total number of plies. In an embod-
iment, the first plurality of resin impregnated plies 173 is
from about 50 percent to about 90 percent of the total
number of plies. In another embodiment, the first plurality
of resin impregnated plies 173 is from about 52 percent
to about 80 percent of the total number of plies. In another
embodiment, the first plurality of woven 173 resin impreg-
nated plies is from about 54 percent to about 75 percent
of the total number of plies. The first plurality of resin
impregnated plies 173 is configured to provide a plurality
of reinforcing ply layers that extends beyond the perim-
eter 198 of the cavity 196 to assist in reinforcing the over-
all stiffness and strength of the laminate. In an embodi-
ment, the operator unrolls a full width ply using a straight
edge on one side of the mold 190 to insure proper orien-
tation of the ply is made.
[0034] A step 174 of method 170 includes selecting a
second plurality of resin impregnated plies 175 that do
not extend beyond the forward edge 198a and continu-
ously extend beyond the aft edge 198b. In an embodi-
ment, the second plurality of resin impregnated plies 175
is from about 15 percent to about 25 percent of the total
number of plies. The second plurality of resin impregnat-
ed plies 175 can provide stiffness and strength generally
along the aft edge of a pre-cured laminate.
[0035] A step 176 of method 170 includes selecting a
third plurality of resin impregnated plies 177 that do not
extend beyond the aft edge 198b and continuously ex-
tend beyond the forward edge 198a. In an embodiment,
the third plurality of resin impregnated plies 177 is from
about 15 percent to about 25 percent of the total number
of plies. The third plurality of resin impregnated plies 177
can provide stiffness and strength along the forward edge
of a pre-cured laminate.
[0036] In another embodiment, a portion of the third
plurality of resin impregnated plies 177 do not extend
beyond the outboards edges 198c, 198d of the cavity
196 in the first mold member 192. The portion of the third
plurality of resin impregnated plies 177 that do not extend
beyond the outboard edges 198c, 198d can be from

about 3 percent to about 7 percent of the total number
of plies. The portion of the third plurality of resin impreg-
nated plies 177 that do not extend beyond the outboard
edges 198c, 198d can provide stiffness and strength gen-
erally along the central portion of the forward edge in a
pre-cured laminate.
[0037] A step 178 of method 170 includes selecting a
fourth plurality of resin impregnated plies 179 that do not
extend beyond the outboard ends 198c, 198d and con-
tinuously extend beyond the forward and aft edges 198a,
198b. In an embodiment, the fourth plurality of resin im-
pregnated plies 179 is from about 5 percent to about 50
percent of the total number of plies. The fourth plurality
of resin impregnated plies 179 can provide stiffness and
strength generally along the central portion of a pre-cured
laminate.
[0038] In an embodiment for a laminate for a wing skin,
the fourth plurality of resin impregnated plies 179 in-
cludes from about 5 percent to about 15 percent of the
total number of plies. In another embodiment for a lam-
inate for a wing skin, the fourth plurality of resin impreg-
nated plies 179 is from about 45 percent to about 50
percent of the total number of plies.
[0039] The plies can be at least one of a fabric and a
tape. In one embodiment, the plies are pre-impregnated
with an un-cured resin. The resin can be applied to a
conventional paper liner and transferred to the ply or ap-
plied directly to the ply and then heated to melt and infuse
the resin therein. Prior to layup in a mold, a portion of the
conventional liner can be removed and a detection liner
can be applied to one or more of the sides of a resin
impregnated ply, which can assist manufacturing tech-
niques. The plies can be made from a fiber that is com-
posed of continuous filaments or fibers including one or
more of glass, carbon, graphite, basalt, an aromatic
polyamide (i.e. "aramid") material, a variant of an aro-
matic polyamide material (e.g., a polyparaphenylene
terephthalamide material, such as Kevlar® by E.I. du
Pont de Nemours and Company of Richmond, Va), or
the like. However, the continuous filaments or fibers de-
scribed herein can include any suitable material or com-
bination of materials. The resin can be a polymeric matrix
or any suitable resin system, such as a thermoplastic or
thermosetting resin. Other exemplary resins can include
epoxy, polyimide, polyamide, bismaleimide, polyester,
vinyl ester, phenolic, polyetheretherketone (PEEK), pol-
yetherketone (PEK), polyphenylene sulfide (PPS), and
the like. In an embodiment, the fabric is a woven fabric.
In another embodiment, the tape is a unidirectional tape.
[0040] In an embodiment, the plies can be an interme-
diate modulus epoxy resin impregnated carbon fiber fab-
ric. The intermediate modulus epoxy impregnated car-
bon fiber fabric can be stiffer than conventional compos-
ite fabrics which allows for fewer plies, which reduces
the weight and manufacturing cost, while the epoxy resin
system can provide tolerance to damage.
[0041] It should be appreciated that even though the
method 170 is described with resin impregnated plies,
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other composite manufacturing process may be used.
For example, a resin transfer molding process, which in-
volves fabric layers, without being impregnated without
resin, being placed in a selected pattern within a mold.
Further, resin is transferred into the mold such that the
fibers and resin are combined, and then cured. The resin
transfer molding process is an exemplary variation of a
composite manufacturing process that is compatible with
the embodiments disclosed herein. For example, in an
embodiment of step 172 the first plurality of plies 173 can
be plies that undergo a resin transfer molding process to
inject resin into the fabric or tape laid in the cavity 196.
The first plurality of plies 173 are at least one of fabric
and tape plies that continuously extend beyond the pe-
riphery 198 of the mold 190 and are injected with a resin
while positioned in the mold 190.
[0042] Each fabric ply is considered a ply or layer in
the total number of plies for a laminate. In an embodi-
ment, the total number of plies is from about 8 plies to
about 100 plies for a composite article; for example, and
not limitation, an exterior layer in an aircraft skin. In yet
another embodiment, the total number of plies is from
about 20 plies to about 60 plies for a composite article;
for example, and not limitation, a layer in an aircraft skin
and a spar. In still another embodiment, the total number
of plies is from about 40 plies to about 60 plies. In another
embodiment, the total number of plies is from about 20
plies to about 30 plies. In an embodiment, the total
number of plies is from about 10 plies to about 20 plies.
In an illustrative embodiment shown in FIG. 6, the total
number of plies is the total plies of first plurality of plies
173, the second plurality of plies 175, the third plurality
of plies 177, and the fourth plurality of plies 179.
[0043] A step 180 of method 170 includes laying down
the plies in the mold 190. The step 180 can include
smoothing the plies to remove any pockets of air. In an
embodiment, each fabric ply is positioned against a fence
or tool detail located beyond the periphery 198 to ensure
that the ply is in proper alignment in the mold 190.
[0044] The plies can be oriented at various patterns of
orientation as needed for the particular laminate being
formed. The plies of first plurality of resin impregnated
plies 173 are laid down one at time in the cavity 196 of
the first mold member 192 such that each ply continu-
ously extends in the cavity 196 and beyond the perimeter
198 of mold 190.
[0045] The plies of the second plurality of resin impreg-
nated plies 175 are laid down one at time in the cavity
196 of the first mold member 192 so that each ply extends
beyond the aft edge 198b and does not extend beyond
the forward edge 198a, as shown in FIG. 6. Each forward
edge 175a of the second plurality of resin impregnated
plies 175 is positioned inside of the forward edge 198a
of the cavity 196 in the first mold member 192 while the
aft edge 175b of the second plurality of the plies extends
beyond the aft edge 198b of the cavity 196.
[0046] The plies of the third plurality of resin impreg-
nated plies 177 are laid down one at time in the cavity

196 of the first mold 192 so that each of the plies extends
beyond the forward edge 198a and does not extend be-
yond the aft edge 198b. Each aft edge 177b of the third
plurality of resin impregnated plies 177 is positioned in-
side of the aft edge 198b of the cavity 196 in the first mold
member 192 while the forward edge 177a of the second
plurality of the plies extends beyond the forward edge
198a of the cavity 196.
[0047] The plies of the fourth plurality of resin impreg-
nated plies 179 are laid down one at time in an area over
the cavity 196 of the first mold 192 so that each of the
plies does not extend beyond the outboard ends 198c,
198d and extend beyond the forward and aft edges 198a,
198b. Each of the outboard ends 179c, 179d of the fourth
plurality of resin impregnated plies is positioned inside
of the outboard ends 198c, 198d of the cavity 196 in the
first mold member 192 while the forward and aft edges
179a, 179b of the plies extend beyond the forward and
aft edges 198a, 198b, respectively.
[0048] A step 182 of method 170 includes compacting
the plies to provide adequate attachment between the
plies. The compacting step can be achieved by applying
a vacuum to the plies in the mold or by pressing a second
mold member on the plies disposed in the cavity 196.
After the plies are compacted, the plies are cured in step
184 to form a pre-cured laminate that extends beyond
the periphery 198 of the mold 190. The curing step can
include heating the plies for two hours at 350 degrees
Fahrenheit at 90 psi.
[0049] A step 186 of method 170 can include trimming
the pre-cured laminate so that the pre-cured laminate is
reduced to at least the periphery of the mold.
[0050] An embodiment provides a pre-cured laminate,
which can be a first skin 201 or a second skin 211 shown
in FIG. 8, having a total number of plies that includes the
first plurality of resin impregnated plies 173 that contin-
uously extend beyond the periphery 198 of the mold 190
and comprise at least 50 percent of the total number of
plies. In an embodiment, the first plurality of resin impreg-
nated plies 173 comprises from about 50 percent to about
90 percent of the total number of plies.
[0051] In still another embodiment, the pre-cured lam-
inate can include the first plurality of resin impregnated
plies 173 from about 10 percent to about 50 percent of
the total number of plies. In yet another embodiment, the
pre-cured laminate can include the first plurality of resin
impregnated plies 173 from about 15 percent to about
40 percent of the total number of plies. In yet another
embodiment, the pre-cured laminate can include the first
plurality of resin impregnated plies 173 from about 30
percent to about 45 percent of the total number of plies.
In one embodiment, the pre-cured laminate can include
the first plurality of resin impregnated plies 173 from
about 5 percent to about 15 percent of the total number
of plies.
[0052] In an embodiment, the pre-cured laminate fur-
ther includes the second plurality of resin impregnated
plies 175 that do not extend beyond the forward edge
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198a and continuously extend beyond the aft edge 198b.
The second plurality of resin impregnated plies 175 can
be from about 15 percent to about 25 percent of the total
number of plies.
[0053] In one embodiment, the pre-cured laminate in-
cludes the third plurality of resin impregnated plies 177
that do not extend beyond the aft edge 198b and contin-
uously extend beyond the forward edge 198a. The third
plurality of resin impregnated plies 177 can be from about
15 percent to about 25 percent of the total number of plies.
[0054] In yet another embodiment, there is a portion
of the third plurality of plies 177 that do not extend beyond
the outboard end and comprises from about 3 percent to
about 7 percent of the total number of plies.
[0055] In another embodiment, the pre-cured laminate
includes the fourth plurality of resin impregnated plies
179 that do not extend beyond the outboard ends 198c,
198d and continuously extend beyond the forward and
aft edges 198a, 198b. The fourth plurality of resin im-
pregnated plies 179 can be from about 5 percent to about
50 percent of the total number of plies.
[0056] In an embodiment, the total number of plies in
the pre-cured laminate is from about 8 plies to about 100
plies for a composite article. In yet another embodiment,
the total number of plies in the pre-cured laminate is from
about 20 plies to about 60 plies. In still another embodi-
ment, the total number of plies in the pre-cured laminate
is from about 40 plies to about 60 plies. In another em-
bodiment, the total number of plies in the pre-cured lam-
inate is from about 20 plies to about 30 plies. In an em-
bodiment, the total number of plies in the pre-cured lam-
inate is from about 10 plies to about 20 plies. In an illus-
trative embodiment shown in FIG. 6, the total number of
plies in the pre-cured laminate is the total plies of first
plurality of plies 173, the second plurality of plies 175,
the third plurality of plies 177, and the fourth plurality of
plies 179.
[0057] The method 170 and resulting pre-cured lami-
nate can advantageously provide at least one of the fol-
lowing benefits: plies that cover a larger acreage of a
near constant constant-section part, as opposed to plac-
ing a constantly varying amount of material and sizes of
material down around highly tailored features as shown
in the prior art FIG. 2; automatic tape lay and fiber place-
ment machines are not required, which reduces capital
costs and material application rates; and a greatly re-
duced total ply count and part count as compared to the
prior art in FIG. 2.
[0058] The manufacture of composite materials for
various assembled components in step 131 can include
a method of making a composite skin 199 for a torque
box 157 of a tiltrotor aircraft 200 shown in FIGS. 8, 9,
10A, 10B. The torque box 157, shown in FIG.5, has a
periphery defined by a forward edge 157a, an aft edge
157b, and outboard ends 157c, 157d. In an embodiment,
the composite skin 199 is used to manufacture a com-
posite skin assembly 150, which can be an upper com-
posite skin assembly 151 and the lower composite skin

assembly 153.
[0059] A step 202 in the method 200 includes providing
a first skin 201 in a mold 220. The first skin 201 having
a periphery 201p defined by a forward edge 201a, an aft
edge 201b, and outboard ends 201c, 20d. In an embod-
iment, the periphery 201p of the first skin 201 can gen-
erally align with the periphery of the torque box 157. In
an embodiment, the first skin 201 can be a pre-cured
laminate having a total number of plies that is less than
or equal to 70 plies, trimmed to connect with an outer
perimeter of a torque box 157, and positioned onto a
surface of the mold 220, as shown in Fig. 10A. In an
embodiment, the first skin 201 is a pre-cured laminate
having from about 40 plies to about 60 plies.
[0060] A step 204 in the method 200 includes providing
a plurality of honeycomb panels 203 having an array of
large cells 205 onto the first skin 201. In an embodiment,
each of the honeycomb panels 203 is a panel of large
cell honeycomb. The term "honeycomb" means a mate-
rial comprising a plurality of interconnected cell walls that
define a plurality of cells. While many honeycomb mate-
rials define hexagonal cells, the scope of the present ap-
plication encompasses materials that define cells of other
shapes, such as square, rectangular, and the like. The
term "large cell", for the purposes of this disclosure,
means that each cell 205 has a width W of at least 1 cm.
In another embodiment, the width W of the large cells is
from about 1 cm to about 3 cm. In yet another embodi-
ment, the width W of the larges cells is from about 1.5
cm to about 2.5 cm. In an embodiment, the height H of
the honeycomb panels 203 is at least 1 cm. In another
embodiment, the height H of the honeycomb panels 203
is from 0.5 cm to 4 cm.
[0061] It should be appreciated that honeycomb pan-
els 203 can be of a variety of materials, including but not
limited to, composite materials and metals. The honey-
comb panels 203 may be made from materials oriented
in one or more directions and can be woven, unwoven,
or braided, for example. In an embodiment, the honey-
comb panels 203 are made of resin impregnated fila-
ments or fibers. The filaments or fibers can be composed
of filaments or fibers including one or more of carbon,
graphite, glass, basalt, an aromatic polyamide (i.e. "ara-
mid") material, a variant of an aromatic polyamide mate-
rial (e.g., a polyparaphenylene terephthalamide material,
such as Kevlar® by E.I. du Pont de Nemours and Com-
pany of Richmond, Va), or the like. However, the contin-
uous filaments or fibers described herein can include any
suitable material or combination of materials. The resin
can be a polymeric matrix or any suitable resin system,
such as a thermoplastic or thermosetting resin. Other
exemplary resins can include epoxy, polyimide, polya-
mide, bismaleimide, polyester, vinyl ester, phenolic, pol-
yetheretherketone (PEEK), polyetherketone (PEK),
polyphenylene sulfide (PPS), and the like.
[0062] Each of the honeycomb panels 203 can be rec-
tangular or any other suitable shape for connecting the
first skin 201 to the second skin 211. In an embodiment,
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each of the panels 203 is constructed of similar material,
shape, and size panels. In other embodiments, the plu-
rality of honeycomb panels 203 includes a variety of hon-
eycomb panels having at least one different material,
shape, or size as compared to the other panels.
[0063] The plurality of honeycomb panels 203 is as-
sembled along the longitudinal axis A1 of the first skin
201 in the mold 220 in step 206 to form a honeycomb
core 207 having an outer perimeter within the periphery
of the first skin 201p. The plurality of honeycomb panels
203 can be selectively positioned on the first skin 201 to
provide structural stiffness for the first skin 201 and sec-
ond skin 211, which can prevent the first and second
skins 201, 211 from buckling during operation.
[0064] In an embodiment, the honeycomb core 207
can be constructed from one honeycomb panel that ex-
tends spanwise across the wing 109. In an embodiment
with a one-piece honeycomb core 207, the one-piece
panel can be filled with an expanded foam, an adhesive,
or other filler material at various locations requiring stiff-
ening or for securing other components thereto. In an
embodiment, the one-piece panel can include at least
one integral filler member that are cells with expanded
foam, adhesive, or other filler material at locations where
the filler members 209 are located as shown in FIG. 11.
[0065] In an embodiment, the method 200 can include
a step 208 of positioning a plurality of filler members 209
between the plurality of honeycomb panels 203 in the
honeycomb core 207, as shown in FIG. 11. In an embod-
iment, each of the filler members 209 is a compression
molded material that is machined to the desired shape.
In another embodiment, each of the filler members 209
is a net-molded part not requiring machining. The com-
pression molded material can be a curable moldable ma-
terial, for example, and not limitation, a thermosetting
resins and advanced composite thermoplastics with uni-
directional tapes, woven fabrics, randomly orientated fib-
er mat, or chopped strand. Each of the filler members
209 is butt jointed to the adjacent honeycomb panels
203. In an embodiment shown in FIGS. 10 and 11, each
of the outboard ends 207c, 207d of the honeycomb core
207 includes a filler member 209 thereon that can provide
a fluid barrier for the plurality of honeycomb panels 203
in the honeycomb core 207. The plurality of filler mem-
bers 209 are oriented generally perpendicular to the lon-
gitudinal axis A1 of the first skin. In an embodiment, the
filler members 209 can provide compressive strength to
the composite skin 199 and provide stiff surface for fas-
teners to attach thereto during later installation steps.
[0066] In an embodiment, each of the filler members
209 is adhesively bonded to the first and second skins
201, 211. In another embodiment, each of the filler mem-
bers 209 can be fastened to the first skin 201 using con-
ventional aerospace fasteners. The term "fasteners"
means pins, screws, rivets, or other suitable aerospace
fasteners. In an embodiment, the plurality of filler mem-
bers 209 are a portion of the honeycomb core 207.
[0067] A second skin 211 is positioned onto the hon-

eycomb core 207 in step 210 and has outer perimeter
within the periphery of the torque box. In an embodiment,
the second skin 211 is a pre-cured laminate having a
total number of plies less than the first skin 201. In another
embodiment, the second skin 211 is a pre-cured laminate
having less than 60 plies. An adhesive can be applied in
step 212 to a top surface 207y of the honeycomb core
207 and to a bottom surface 207z of the honeycomb core
207 for securing the first and second skins 201, 211 to
the honeycomb core 207, as shown in FIG. 8. In an em-
bodiment, the adhesive is reticulated to provide fillets of
adhesive between the first skin 201, the honeycomb core
207, and the second skin 211. In an embodiment, the
step of applying adhesive 212 can include applying ad-
hesive to filler members 209, honeycomb core 207, and
other components. The forward and aft edges 211a, 211b
of the second skin 211 are aligned to the forward and aft
edges 207a, 207b of the honeycomb core 207. The out-
board edges 211c, 211d of the second skin 211 are
aligned to the corresponding outboard edges 207c, 207
of the honeycomb core 207.
[0068] The outer perimeters 207p, 211p of the honey-
comb core 207 and the second skin 211 on their forward
edges 207a, 211a and aft edges 207b, 211b are from
about 1 cm to about 16 cm from the forward edge 201a
and the aft edge 201b of the first skin 201. The outer
perimeters 207p, 211p of the honeycomb core 207 and
the second skin 211 on their outboard edges 207c, 207d,
211c, 211d are from about 7 cm to about 91 cm from the
outboard edges 201c, 201d of the first skin 201. In an-
other embodiment, the outer perimeters 207p, 211p of
the honeycomb core 207 and the second skin 211 on
their outboard edges 207c, 207d, 211c, 211d are from
about 30 cm to about 80 cm from the outboard edges
201c, 201d of the first skin 201. In other embodiments,
the outer perimeters 207p, 211p of the honeycomb core
207 and the second skin 211 on their outboard edges
207c, 207d, 211c, 211d form a length CL from about 5%
to about 90% of the total spanwise length SL of the first
skin 201. In an embodiment, the outer perimeters 207p,
211p of the honeycomb core 207 and the second skin
211 on their outboard edges 207c, 207d, 211c, 211d form
a length CL from about 50% to about 80% of the total
spanwise length SL of the first skin 201.
[0069] As shown in FIGS. 10A, 14, and 15, the forward
edges 207a, 211a and aft edges 207b, 2011b of the hon-
eycomb core 207 and the second skin 211 are about 90
degrees relative to the top surface of the first skin 201.
[0070] If the first skin 201, honeycomb core 207 and
the second skin 211 are being assembled as a composite
skin 199 for a lower skin assembly 151, then the first skin
201, honeycomb core 207, and second skin 211 can be
trimmed in step 214 of the method 200. The trimming
step 214 can include trimming a plurality of correspond-
ing openings 213 in the first skin 213a, the honeycomb
core 213b, and the second skin 213b. In an embodiment,
the plurality of openings 213 are of a size sufficient to
receive fuel components and systems. In an embodi-
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ment, the openings 213b, 213c in the honeycomb core
207 and the second skin 211 are larger in size but cor-
respond to the openings 213a in the first skin 201. The
trimming in step 214 can be performed by any variety of
process, such as cutting, sanding, machining, to name
a few examples. FIGS. 11, 12, and 13 illustrate the plu-
rality of openings 213a, 213b, 213c trimmed in the first
skin 201, honeycomb core 207, and the second skin 211.
[0071] If the first skin 201, honeycomb core 207 and
the second skin 211 are being assembled as a composite
skin 199 for an upper skin assembly 153, the first skin
201, honeycomb core 207, and second skin 211 may be
trimmed in step 214 of the method 200; however, the
trimming step for the upper skin assembly 153 can be
limited to the perimeter 201p, 207p, and 211p of the first
skin 201p, honeycomb core 207, and the second skin
211.
[0072] Once the first skin 201, honeycomb core 207,
and the second skin are assembled into a composite skin
199, an embodiment includes positioning a plurality of
joint members 215 thereon in step 216 of method 200 as
shown in FIGS. 11, 12, 13, and 14 to form a joint system
for a composite skin. Each of the plurality of joint mem-
bers 215 includes a first flange 215c, a second flange
215a, and a support member 215b disposed between
the first flange 215c and the second flange 215a. In an
embodiment, the support member 215b includes a first
side 215f and a second side 215s, the first flange 215a
is a lower flange that extends laterally from the first side
215f of the support member 215b and the second flange
215c is an upper flange extends laterally from the second
side 215s, to form generally a "Z" shape. Figures 14 and
15 show exemplary joint members; however, it will be
appreciated that the contemplated embodiments can be
configured such that the first flange 215a can be an upper
flange and the second flange 215c can be a lower flange
for joining certain structures.
[0073] The exemplary embodiments of the joint mem-
ber 215 provides that the upper flange 215c includes an
attachment surface 215n that overlaps a portion of the
second skin 211 and attaches thereto. The lower flange
215a includes an attachment surface 215m that overlaps
a portion of the first skin 201 and attaches thereto. The
upper and lower flanges 215c, 215a can be fixedly at-
tached to the first and second skin 201, 211, respectively,
with at least one of an adhesive and a conventional fas-
tener (screw, bolt, rivet, etc.).
[0074] The plurality of joint members 215 are config-
ured to provide a load path from the first skin 201 to the
second skin 211; secure the first skin 201 to the second
skin 211, which can limit peeling of the honeycomb core
207 away from the first skin 201; and provide a fluid bar-
rier to limit fluid intrusion, such as fuel, water, and hy-
draulic fluid, into the honeycomb core 207.
[0075] The joint members 215 can be made from a
wide variety of materials, including but not limited to, com-
posite materials and metals. In an embodiment, the joint
members 215 are made from a pre-cured laminate as

described herein that is trimmed to include the upper
flange 215c, support member 215b, and the lower flange
215a as described herein. The joint members 215 can
be made from materials oriented in one or more directions
and can be woven, unwoven, or braided, for example. In
an embodiment, the joint members 215 are made from
a composite material reinforced with high strength fibers
and fabrics configured to transfer a load path from the
upper flange 215c to the lower flange 215a; examples of
high strength fibers and fabrics, for example, and not
limitation, include fabric is composed of continuous fila-
ments or fibers including one or more of carbon, graphite,
glass, an aromatic polyamide (i.e. "aramid") material, a
variant of an aromatic polyamide material (e.g., a
polyparaphenylene terephthalamide material, such as
Kevlar® by E.I. du Pont de Nemours and Company of
Richmond, Va), or the like. In another embodiment, the
joint members 215 are made, for example, of a metal
such as titanium or a high hardness steel. In an embod-
iment, each of the joint members 215 in a plurality of joint
members 215 are made from similar materials. In other
embodiments, the plurality of the joint members 215 are
made from dissimilar materials, e.g., a portion of the joint
members are made from metallic materials and a portion
are made from composite materials.
[0076] Each of the joint members 215 can be straight,
round, or any other suitable shape for connecting the first
skin 201 to the second skin 211. In an embodiment, each
of the joint members 215 is constructed of similar mate-
rial, shape, and size panels. In other embodiments, the
plurality of joint members 215 includes a variety of joint
members having at least one different material, shape,
or size as compared to the other members.
[0077] An exemplary embodiment shown in FIGS. 12,
13, and 14 provides a plurality of generally straight joint
members 215 are positioned at the forward edges 207a,
211a and aft edges 207b, 211b of the honeycomb core
207 and the second skin 211. In an embodiment, the joint
system can include at least at the second skin 211 having
an edge of about 90 degrees relative to the top surface
201t of the first skin 201, e.g., the forward edge 211a or
the aft edge 211b. In the example embodiment, both the
second skin 211 and the honeycomb core 207 have an
edge of about 90 degrees relative to the top surface 201t
of the first skin 201. In another exemplary embodiment,
a plurality of generally oval joint members 217 can be
installed in the plurality of openings 213 and includes a
lower flange 217a that extends laterally from a greater
distance first surface 217f of the support member 217b
as compared to the joint member 215 along the edges.
The size, length, and shape of the joint members 215,
217 can be tailored to achieve at least one of the following
functional properties: provide a fluid barrier to the mate-
rial adjacent to the support member 215s and provide a
load path from one composite to another composite. In
an embodiment, the joint member 217 can be a one-piece
machined aluminum component that is riveted and room
temperature bonded to the first and second skins 201,

17 18 



EP 3 202 660 B1

11

5

10

15

20

25

30

35

40

45

50

55

211, as shown in FIG. 14.
[0078] The plurality of joint members 215, 217 can be
fixedly attached to the first and second skin 201, 211,
respectively, with at least one of an adhesive and a con-
ventional fastener (screw, bolt, rivet, etc.).
[0079] The curing step 218 of method 200 includes cur-
ing the composite skin 199 by heating the composite skin
for about 2 hours at 250 degrees Fahrenheit above am-
bient pressure. If the plurality of joint members 215, 217
are composite materials and are included on the com-
posite skin 199, the joint members 215, 217 can be cured
together with the composite skin 199, which can co-bond
the composite joint members 215, 217 to the first and
second skins 201, 211, respectively. Prior to the curing
step 218, adhesive can be applied to at least one of: the
first skin 201; the honeycomb core 207; the filler members
209; the joint members 215, 217; and the second skin
211.
[0080] Once the composite skin 199 is cured, it can be
used to manufacture the composite skin assembly 150.
The composite skin 199 can undergo an assembly step
that includes accurately drilling of holes to form the com-
posite skin assembly 150 that can be at least one of the
upper composite skin assembly 151 and the lower com-
posite skin assembly 153, which is then ready for instal-
lation in step 135 of the method 130 for manufacturing a
tiltrotor wing structure 109. The assembly step can further
include: procuring and attaching details; trimming of
holes so as to align with installation fixtures correctly; and
preparing the composite skin for bonding to form a torque
box assembly 157, including applying adhesive and or
positioning of pins or pegs.
[0081] The method of manufacture for a composite
skin assembly in FIG. 9 and the resulting composite skin
can advantageously provide at least one of the following:
a narrow profile honeycomb core stiffened wing skin,
which does not include any or require any conventional
stringers as shown in FIGS. 1 and 2; the straight forward
and aft edges of the composite skin facilitates assembly
and improves strength of the torque box assembly, as
compared to tapered or angled wings, the composite skin
provides sufficient stiffness and torsional support during
the shearing motion produced by the twisting proprotors
115 and 117; low cost composite tooling as compared to
the tooling required for the pieces and ply buildups used
in the conventional tiltrotor wing shown in FIGS. 1 and
2; a combination of the methods described herein can
reduce overall labor costs by more than 50% as com-
pared to the current labor costs for the conventional tiltro-
tor wing shown in FIGS. 1 and 2; the composite skin is
weight efficient and permits a monocoque torque box as-
sembly 157; the composite skin includes at least one of
a straight forward edge and a straight aft edge, which
facilitates assembly and improves strength of the result-
ing spar assembly; the total ply count and part count of
the composite skins has been reduced by about 75% as
compared to the tiltrotor wing shown in FIGS. 1 and 2;
the elimination of "postage stamp" ply buildups as shown

in FIGS. 1 and 2 reduces the need for raw material kitting
and allows for point-of-use manufacturing for the com-
posite skins; reduces the number of quality defects as
compared to the quality defects in the conventional tiltro-
tor wing in FIGS. 1 and 2; simple de-tooling; the compos-
ite skin assembly facilitates repair; and the numerous
horizontal and vertical stiffeners needed for conventional
wing structure shown in FIGS. 1 and 2 are no longer
needed for buckling resistance and to transfer the load
and resist out of plane bending forces.
[0082] In an embodiment, the composite skin 199 used
in a torque box assembly 157 as described herein can
provide improved fuel bay clearance as compared to the
prior art structure in FIGS. 1 and 2 because the composite
skin has a thin profile and does not require stringers and
other structural members that extend generally into and
through the interior of the fuel bays therein. In addition,
the composite skin 199 provides a generally flat bottom
and flat top with the prefabricated that uses only minimal
foam fillets in each corner of a fuel bay, which greatly
reduces the part count and complexity of manufacturing
as compared to the prior art structure in FIGS. 1 and 2.
The composite skin 199 can be adapted to provide se-
lected stiffness for tiltrotor wing that combats the dynamic
loads and harmonics generated by the propulsion sys-
tems 111, 113 in operation.
[0083] The method for manufacture 130 of a tiltrotor
wing structure 109 includes providing a plurality of rib
assemblies 155. In an embodiment, each of the plurality
of rib assemblies 155 is a pre-assembled rib assembly
ready for installation to form a torque box assembly 157.
Each of the rib assemblies 155 includes a rib web 230
including a first laminate 232, a second laminate 234,
and a honeycomb panel 236 having an array of large
cells and a plurality of skin flanges 240.
[0084] In an embodiment, the first laminate 232 and
the second laminate 234 are each a pre-cured laminate
produced by the method 170 in a flat mold. After the pre-
curing step 184, the first and second laminates are
trimmed as two pieces to form the first and second lam-
inates 232, 234. In an embodiment, the first and second
laminates 232, 234 are each comprised of a total number
of plies from about 4 plies to about 12 plies.
[0085] The honeycomb panel 236 is disposed between
the first laminate 232 and the second laminate 234 during
sub-assembly of the rib assembly 155. In an embodi-
ment, the honeycomb panel 236 is a panel of large cell
honeycomb as shown in FIG 10B. The large cell means
that that each cell 205 has a width W of at least 1 cm. In
another embodiment, the width W of the large cells is
from about 1 cm to about 3 cm. In yet another embodi-
ment, the width W of the larges cells is from about 1.5
cm to about 2.5 cm. In an embodiment, the height H of
the honeycomb panel 236 is at least 1 cm. In another
embodiment, the height H of the honeycomb panel 236
is from 0.6 cm to 12.7 cm.
[0086] It should be appreciated that honeycomb panel
236 can be of a variety of materials, including but not
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limited to, composite materials and metals. The honey-
comb panel 236 may be made from materials oriented
in one or more directions and can be woven, unwoven,
or braided, for example. In an embodiment, the honey-
comb panel 236 is made of resin impregnated filaments
or fibers. The filaments or fibers can be composed of
filaments or fibers including one or more of carbon, graph-
ite, glass, an aromatic polyamide (i.e. "aramid") material,
a variant of an aromatic polyamide material (e.g., a
polyparaphenylene terephthalamide material, such as
Kevlar® by E.I. du Pont de Nemours and Company of
Richmond, Va), or the like. However, the continuous fil-
aments or fibers described herein can include any suit-
able material or combination of materials. The resin can
be a polymeric matrix or any suitable resin system, such
as a thermoplastic or thermosetting resin. Other exem-
plary resins can include epoxy, polyimide, polyamide,
bismaleimide, polyester, vinyl ester, phenolic, poly-
etheretherketone (PEEK), polyetherketone (PEK),
polyphenylene sulfide (PPS), and the like.
[0087] In an embodiment, each of the panels 236 in
the rib web 230 in the plurality of rib assemblies 155 is
constructed of similar material, shape, and size panels.
In other embodiments, the panels 236 in the rib webs
230 in the plurality of rib assemblies 155 includes a va-
riety of honeycomb panels 236 having at least one dif-
ferent material, size, or shape as compared to the other
panels in the plurality of rib assemblies 155.
[0088] The first and second laminates 232, 234 are
adhered to the honeycomb panel 236 on interior surfaces
thereof by an adhesive that can be bonding at ambient
temperature or with a temperature sensitive adhesive us-
ing a heating tool to form the rib web 230. The rib web
230 has generally smooth exterior surfaces as formed
by the first and second laminates 232, 234. The rib web
230 has a thin profile or width, which can provide the
necessary structural support for the wing structure 109
without requiring protruding I-beam reinforcement mem-
bers therethrough as is required in the prior art shown in
FIGS. 1 and 2.
[0089] The rib web 230 is then trimmed to the desired
shape having a forward edge 230a, an aft edge 230b, a
top 230t, and a bottom 230o. The rib web 230 further
includes at least two apertures 230r configured to receive
and support the fuel systems and lines running there-
through. The rib web 230 has a width sufficient to prevent
kinks in the fuel systems and lines in the apertures 230r.
The rib web 230 includes a top 232t, 236t, 234t and a
bottom 232o, 236o, 234o that are fixedly connected to
the plurality of skin flanges 240.
[0090] A plurality of skin flanges 240 are fixedly at-
tached to the rib assemblies 155 and during installation
are secured to the adjacent lower composite skin assem-
bly 151 and the upper composite skin assembly 153. In
an embodiment, each rib assembly 155 includes a first
skin flange 242, a second skin flange 244, a third skin
flange 246, and a fourth skin flange 248. The first, second,
third, and fourth skin flanges 242, 244, 246, 248 are sub-

stantially similar; therefore, for sake of efficiency the plu-
rality of skin flanges 240 will be disclosed only with re-
gards to the first skin flange 242. However, one of ordi-
nary skill in the art would fully appreciate an understand-
ing of the second, third, and fourth skin flanges 244, 246,
248 based upon the disclosure of the first skin flanges
242.
[0091] The first skin flange 242 includes a base mem-
ber 242s having a first portion 242f and a second portion
242d and a vertical member 2421 extending from the
base member 242s. In an embodiment, the width of the
first portion 242f is more than the width of the second
portion 242d. The second portion 242d and vertical mem-
ber 2421 are configured to securely attach to the top edge
of the rib web 230. In one embodiment, the width of the
second portion 242d of the base member 242s corre-
sponds to greater than half of the thickness of the rib web
230. In an embodiment, the second portion 242d is over-
lapped by a second portion 246d of the base member
246s of the third skin flange 246, as shown in FIG. 24B.
The base member 242s is ultimately adhered to a re-
spective composite skin assembly 151, 153 during in-
stallation to form a torque box structure 157. The base
member 242s is opposite to the surface having the ver-
tical member 2421.
[0092] The vertical member 2421 supports the outer,
top surface of the rib web 230. The vertical member 2421
includes a rounded portion 242u having an opening 242o
that corresponds to the aperture 230r in the rib web 230
as formed by the openings 232r, 234r, 236r.
[0093] In an embodiment, the first skin flange 242 is
constructed from a composite material molded to the
shape 242. In an embodiment, the first skin flange 242
is a pre-cured laminate produced by the method 170 in
a suitable mold.
[0094] The second 242d portion of the base member
242s and the vertical member 2421 of the skin flange
242 are attached to the top and bottom of the rib web
230 by bonding at ambient temperature or with a tem-
perature sensitive adhesive using a heating tool. In an
embodiment, the skin flange 242 is structurally bonded
to the rib web 230 during a composite curing process. In
a further embodiment, the skin flange 242 is fastened to
the rib web 230 using fasteners.
[0095] The rib assembly 230 includes a forward edge
230a and an aft edge 230b, each of which can be at-
tached forward and aft joint members 250, 252 having a
"Z" configuration to secure the rib assembly 230 to cor-
responding to rib posts 146 in the aft and forward spar
assemblies 141, 143. The forward and aft joint members
250, 252 can be a first joint member 250 and a second
joint member 252.
[0096] Each of the first and second joint members 250,
252 includes an upper flange 215c with an attachment
surface 215n that overlaps and is secured to the outer
rib web surface 230 being the second laminate 234. The
first and second joint members 250, 252 each includes
a lower flange 215a with an attachment surface that over-

21 22 



EP 3 202 660 B1

13

5

10

15

20

25

30

35

40

45

50

55

laps and is fixedly connected with forward rib post 256
and aft rib post 258, respectively. The upper flange 215c
of the first and second joint members 250, 252 can be
made of a composite or metallic material that is bonded,
structurally bonded, fastened to, or otherwise connected
to the rib web 230. The lower flange 215a of the first and
second joint members 250, 252 is secured to the respec-
tive forward and aft rib posts 256, 258 using fasteners.
[0097] In an embodiment, during installation, each of
the rib assemblies 155 is fastened to the forward spar rib
post 256 and the aft spar rib post 258 such that the first
and second joint members 250, 252 are secured to at
least one side of the rib web 230, which can minimize
the number of fasteners required for installing the rib as-
sembly 155 to the rib posts 256, 258. The first and second
joint members 250, 252 each include one hole 254 as
shown in FIG. 17 for fastening to the respective forward
rib post 256 and aft rib post 258. A plurality of holes can
be back-drilled into the lower flange 215a of the first and
second joint members 250, 252 using the holes in the
respective forward and aft rib posts 256, 258 as a tem-
plate and the remainder of the fasteners are secured
therein. In an exemplary embodiment, the first joint mem-
ber 250 is attached to forward rib post 256 with seven
fasteners and the second joint member 252 is attached
to the aft rib post 258 with nine fasteners.
[0098] In a further embodiment shown in FIGS. 18B-
18C, during installation, a centerline rib assembly 156
can be secured to an engagement member 145 including
joining portion 145j and a post 145p extending from the
joining portion 145j. The engagement member 145 can
be generally T shaped. The engagement member 145
can be made of one-piece such that the rib post 145p is
integral with the joining portion 145j and constructed of
at least one of the following: a pre-cured assembly, a
composite material, and a metallic material.
[0099] The joining portion 145j includes a first attach-
ment surface 145f and a second attachment surface
145d for attachment and splicing a first spar 148f and
second spar 148d to form a spar member. The first and
second attachment surfaces 145f, 145d are exterior sur-
faces opposite to interior side 145i adjacent to the post
145p.
[0100] The joining portion 145j includes top and bottom
sides 145t, 145b. At least one of the top and bottom sides
145t, 145b can include an interior surface with a slope
145s increasing the thickness of the top or bottom side
145t, 145b at the post 145p to provide reinforcement for
the rib post 145p and splicing two spar assemblies. The
interior surface with a slope 145s can include at least one
step. In an exemplary embodiment, the interior surface
with a slope 145s is a stepped surface on both the top
and bottom sides 145t, 145b.
[0101] The post 145p can be fixedly connected to the
centerline rib assembly 156 using the first and second
joint members 250, 252 connected to the rib web 156w
of the rib assembly 156. In one exemplary embodiment,
the first and second joint members 250, 252 of the cen-

terline rib assembly 156 are each fastened to a corre-
sponding forward and aft post 145p with seven and nine
fasteners respectively.
[0102] The engagement member 145 serves as a rib
post and to join two spar member 148f, 148d. As shown
in FIG. 18C, the first spar member 148f is fixedly con-
nected to the first attachment surface 145f and the sec-
ond spar member 148d is fixedly connected to the second
attachment surface 145d. In an embodiment, the first and
second attachment surfaces 145f, 145d are on the exte-
rior surface 145e of the engagement member.
[0103] The plurality of rib assemblies 155 can advan-
tageously provide at least one of the following: a rib as-
sembly 155 requiring minimal fasteners and compo-
nents; the skin flanges 240 include a thick base member
with overlapping portions that provides improved stability
for the rib assemblies 155, the upper skin 153, and the
lower skin 151; substantially reduces the number of fuel
bay foam details as compared to the prior art shown in
FIGS. 1 and 2; the rib web 230 in the assemblies 155
has generally smooth surfaces and an overall narrow pro-
file, which provides more space or a wider footprint for
each bay, as compared to the prior art shown in FIGS. 1
and 2 requiring protruding stiffening elements and I-
beams, thereby permitting more fuel storage therein; the
plurality of skin flanges 240 for each rib assembly 155
provide a surface against the first and second laminates
232, 234 that will resist peeling from the honeycomb pan-
el 236; production costs and weight are less than con-
ventional rib assemblies used for prior art FIGS. 1 and
2, reduced part count as compared to conventional rib
assemblies in the prior art FIGS. 1 and 2; the size and
shape of the shape of the rib assemblies 155 can be
tailored for stiffening of various aerospace structures;
and compared to the prior art wing shown in FIGS. 1 and
2, the plurality of rib assemblies have about 80% fewer
detail parts and 70% fewer fasteners per installed rib as-
sembly.
[0104] An embodiment of the method of manufacture
130 is schematically illustrated in the steps in FIG. 19
identified as a method for manufacturing a tiltrotor wing
structure 300.
[0105] Method 300 can include a step 302 of providing
a spar mold 402. Referring now also to FIGS. 20A, 20B,
and 20C, the spar mold 402 includes a plurality of bores
410 extending from an exterior surface 402e of the mold
402 to an interior surface of 402i the mold 402. In an
embodiment, the spar mold 402 is made of one piece. In
another embodiment, the spar mold 402 includes a first
mold 404 and a second mold 406 as shown in FIG. 20B.
The first mold 404 includes a plurality of bores 410 that
correspond in location to a plurality of primary coordina-
tion holes 422 in a spar member 418.
[0106] In an embodiment, the spar mold 402 is config-
ured for a cured spar member 418 that can be a portion
of the aft spar assembly 141. In another embodiment,
the spar mold 402 is configured for a cured spar member
418 that can be a portion of the forward spar assembly
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143. In an embodiment, the spar mold 402 is configured
to be used as either a left or right cured spar member
418. In an exemplary embodiment, shown in FIG 20B,
there are twelve bores 410 that can correspond to a plu-
rality of primary coordination holes 422 in the spar mem-
ber 418, half of the twelve bores 410 can be selectively
plugged to determine a right or left sided spar member
418 when the corresponding holes are drilled therein.
[0107] In one embodiment, the general height H1 of
the support beam 424 of the cured spar member 418
corresponds to the length L1 in the second mold 406
where the bottom fabric ply 405 is bent thereby. An em-
bodiment provides that the length L1 of a mold for the
cured spar member 418 configured for the forward spar
assembly 143 is less than the length L1 of a mold for the
cured spar member 418 configured for the aft spar as-
sembly 141. As such, the composite molded cured spar
member 418 for a forward spar assembly 143 has a
height H1 less than the height H1 of the composite mold-
ed cure spar member 418 for the forward spar assembly
141 as shown in FIG. 25A. In an alternate embodiment,
the length L1 of a mold for the cured spar member 418
configured for the forward spar assembly 143 is more
than the length L1 of a mold for the cured spar member
418 configured for the aft spar assembly 141. As such,
the composite molded cured spar member 418 for a for-
ward spar assembly 143 has a height H2 more than the
height H2 of the composite molded cure spar member
418 for the forward spar assembly 143.
[0108] The second mold 406 includes an interior sur-
face 406i that resembles the desired outer contour of a
spar and having a periphery 406p defined by a top edge
406t, a bottom edge 406b, and outboard ends 406c,
406d. In an embodiment, the second mold 406 has a
periphery 406p defined by a top edge 406t, a bottom
edge 406b, and outboard ends 406c, 406d. In one em-
bodiment, the second mold 406 has a periphery 406p
adjacent to the top edge 406t, bottom edge 406b, and
outboard ends 406c, 406d. In an embodiment, the pe-
riphery 406p is below the top edge 406t and bottom edge
406b. In another embodiment, the second mold 406 has
a periphery 406p within the top edge 406t, bottom edge
406b, and outboard ends 406c, 406d and generally
above the cutting periphery 418x at the top edge 406t
and the bottom edge 406b. In an embodiment, the second
mold 406 includes a plurality of recesses 406r to provide
minimal clearance for a tool to drill a plurality of primary
coordination holes 422 in a cured spar member 418.
[0109] Method 300 can include a step 304 of selecting
a plurality of resin impregnated plies 412. The step 304
can include placing the selected plurality of resin impreg-
nated plies 412 onto mold 404 in an inverted position as
shown in FIG. 20A then rotating the mold 404 with the
plies 412 thereon into the second mold 406. In step 304
the selected plurality of resin impregnated plies 412 con-
tinuously extend beyond the periphery 406p of the sec-
ond mold 406. Step 306 includes laying the plurality of
resin impregnated plies 412 in the spar mold 406 so that

the plurality of resin impregnated plies 412 extend be-
yond the periphery 406p of the spar mold 406 as shown
in FIGS. 20B-20C. In an embodiment, the plurality of resin
impregnated plies 412 continuously extend beyond the
periphery 404p of the first mold 404 in the spar mold 402.
In trimming step 322, the plies 412 can be trimmed at
line 412x, which is at a location 406x within or under the
periphery 406p of the mold 406.
[0110] A step 308 of the method 300 includes plugging
the plurality of bores 410 with a plurality of plugs 414,
which can assist step 310 of compacting the plurality of
plies 412 in a mold 402. As shown in FIG. 20B, an em-
bodiment provides that six of the twelve plurality of bores
410 are plugged 414. In an embodiment, step 310 in-
cludes applying a vacuum using a vacuum bag surround-
ing the plurality of plies 412 in the mold 402 to compact
the plies 412 therein. In another embodiment, step 310
includes compacting by pressing of the first mold 404
downward into the first mold 406.
[0111] Step 312 involves curing the plurality of plies
412 in the first and second molds 404, 406 to form a
cured spar member 418 that extends beyond the periph-
ery 406p of the first mold 406 in the spar mold 402. After
curing step 312, the plurality of plugs 414 can be removed
from the plurality of bores 410 in the first mold 404 in step
314.
[0112] Method 300 includes step 316 that involves ac-
curately drilling a plurality of primary coordination holes
422 in the cured spar member 418 in the spar mold 402
using a tool 417 in the plurality of bores 410. The tool
417 can be a drilling tool or other cutting tool that can
accurately drill through the plurality of bores 410 in the
mold 404 to form a plurality of primary coordination holes
422 in the spar member 481. The plurality of bores 410
act as guide holes that match the corresponding plurality
of primary coordination holes 422 in the spar member
418 as shown in FIG. 20C. The drill tool 417 can be po-
sitioned above the bore 410 and inserted through the
bore 410, into the cured spar member 418, and into a
recess 406r to form a primary coordination hole 422 in
the spar member 418.
[0113] In one embodiment, the primary coordination
holes 422 are a plurality of primary coordination holes
that can include from about four to about twenty holes in
the cured spar member 418. In an embodiment, shown
in FIGS. 20B and 21A-21C, there are six primary coor-
dination holes 422 in a cured spar member 418 that are
positioned at locations that correspond to six bores 410
along the longitudinal axis of the first mold 404. The term
"primary coordination holes" means a plurality of holes
located on a cured spar member 418 that correspond to
coordination locations on the aft spar assembly 141 and
the forward spar assembly 143 fitted with rib posts 146
thereon. In an embodiment, the primary coordination
holes 422 receive fasteners 452 to attach arms 450 from
a fixture 449 such that the fixture 449 supports the aft
spar assembly 141 and the forward spar assembly 143.
The primary coordination holes 422 determine the posi-
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tion and location of the spar in the fixture 449 and are
used to determine the location of the rib posts 146 and
the associated rib assemblies 155, which is critical to
distribute pressure into the upper and lower composite
skin assemblies 151, 153 and to provide support suffi-
cient to prevent catastrophic buckling of the upper and
lower composite skin assemblies 151, 153. Using the
mold 402 to establish the location and accurately drill the
primary coordination holes 422 prior to removal of the
cured spar member 418 from the mold 402 can advan-
tageously provide accurate relationships between in-
stalled components through installation of the torque box
assembly 157 and ultimately the entire wing structure
109 and is a critical step to ensure that the assembled
components (forward spar assembly 143, aft spar as-
sembly 141, upper composite skin 153, lower composite
skin 151, plurality of rib assemblies 155) are installed
correctly, accurately, and quickly. Step 316 can advan-
tageously reduce defects and rework loops that occur
during conventional spar assembly.
[0114] After step 316, the cured spar member 418 is
cooled and removed from the mold 402 and positioned
in a numerically controlled machining assembly 419 in
step 318. The numerically controlled machining assem-
bly 419 locates a cutting periphery 418x of the cured spar
member 418 based on the location of the primary coor-
dination holes 422 in step 320 and reduces the cured
spar member 418 to the cutting periphery 418x in step
322. The trimming step 320 uses the information from
the locating step 322 to identify the trimming periphery
or "pattern" for cured spar member 418. The inventors
have found that by using the plurality of bores 410 in the
mold 402 to locate the primary coordination holes 422
and subsequently trimming, the cured spar member 418
manufactured by this process can advantageously pro-
vide improved accuracy and consistency of shape and
structure over conventional methods.
[0115] In one embodiment, the trimming step 320 re-
duces the perimeter of the cured spar member 418 to a
support beam 424 with integral spar flanges 425 that can
function to attach the assembled spar to skins and to
support and hold components attached to the assembled
spar, for example, and not limitation, rib posts. The trim-
ming step 320 can include trimming cured spar member
418 to achieve selected lengths of an upper spar flange
432 and a lower spar flange 434.
[0116] In one embodiment shown in FIG. 20D, the
cured spar member 418 includes integral spar flanges
425 having the upper spar flange 432 and the lower spar
flange 434 for attaching to the upper skin composite as-
sembly 153 and the lower composite skin assembly 151,
respectively. In an embodiment shown in FIG. 20D and
25A, both the upper and lower spar flanges 432, 434
extend from an interior surface 424i of the support beam
424. Each of the upper and lower spar flanges 432, 436
form a non-acute angle, which means an angle equal to
or greater than 90 degrees relative to the interior surface
424i.

[0117] FIGS. 25B, 25C, and 25D show embodiments
of the cured spar member 518. Certain features of the
cured spar member 518 and associated components are
as described above and bear similar reference charac-
ters to the cured spar member 418 and associated com-
ponents, but with a leading ’5’ rather than a leading ’4’.
The cured spar member 518 includes integral spar flang-
es 525 having an upper spar flange 532 and a lower spar
flange 534 for attaching to the upper skin composite as-
sembly 153 and the lower composite skin assembly 551,
respectively.
[0118] In an embodiment shown in FIG. 25B, the upper
spar flange 532 extends from the exterior surface 524e
of the support beam 524 for the forward spar assembly
543. The upper spar flange 532 forms an acute angle
relative to the exterior surface 524e of the support beam
524. In an embodiment, the upper spar flange 532 is at
an angle from about 50 degrees to about 85 degrees
relative to the exterior surface 524e. In an embodiment,
the upper spar flange 532 is at an angle from about 60
degrees to about 84 degrees relative to the exterior sur-
face 524e. In another embodiment, the upper spar flange
532 is at angle from about 65 degrees to about 80 de-
grees relative to the exterior surface 524e. The lower
spar flange 534 extends from the interior surface 524i of
the support beam 524. The lower spar flange 534 forms
a non-acute angle relative to the interior surface 524i.
The term "non-acute angle" means an angle equal to or
greater than 90 degrees. In one embodiment shown in
Fig. 25B, the lower spar flange 534 is at an angle from
about 90 degrees to about 115 degrees relative to the
interior surface 524i of the support beam 524. This em-
bodiment provides a "Z" spar configuration such that at
least one of the spar flanges extends outward or to an
exterior portion of the wing structure, which can facilitate
the use of automated drilling and fastening of the skins
and other wing components thereto. Automated drilling
and fastening can advantageously provide at least one
of the following: improved hole quality and consistent out-
comes as compared to hand drilling and fastening; facil-
itates the use of clamping pressure during drill operations
to prevent the requirement for dis-assembly ad deburr;
permits adaptive drilling techniques in mixed material
stack-ups, resulting in faster drilling speed, better hole
quality, and less rejection or rework; and allows the col-
lection and use of the statistical process control data to
drive quality and cost. Automated drilling and fastening
can achieve a speed of up to 12 fasteners per minute,
while hand drilling and fastening results in a speed of 2
minutes per fastener or more when disassembly and de-
burr time is included.
[0119] FIG. 25C is an embodiment illustrating the up-
per spar flange 536 extending from the exterior surface
524e of the support beam 524 for the aft spar assembly
541. The upper spar flange 536 forms an acute angle
relative to the exterior surface 524e of the support beam
524. In some embodiments, the upper spar flange 536
is at an angle from about 50 degrees to about 85 degrees
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relative to the exterior surface 524e of the support beam
524. In an embodiment, the upper spar flange 536 is at
an angle from about 60 degrees to about 84 degrees
relative to the exterior surface 524e. In another embod-
iment, the upper spar flange 536 is at angle from about
65 degrees to about 80 degrees relative to the exterior
surface 524e. The lower spar flange 538 extends from
the interior surface 524i of the support beam 524. The
lower spar flange 538 forms a non-acute angle or an an-
gle greater than 90 degrees relative to the interior surface
524i. In one embodiment shown in Fig. 25B, the lower
spar flange 534 is at an angle from about 50 to about 85
relative to the interior surface 524i of the support beam
524. This embodiment provides another example of a "Z"
spar configuration for an aft spar assembly 541 that in-
cludes at least one of the spar flanges extends outward
or to an exterior portion of the wing structure, which can
facilitate the use of automated drilling and fastening of
the skins and other wing components thereto. FIG. 25D
includes the "Z" spar configurations for the forward spar
assembly 543 and the aft spar assembly 541 in a torque
box assembly 557. In other embodiments, the torque box
assembly 557 can include a variety of spar configurations
and includes at least one "Z" spar configuration in at least
one of the forward spar assembly 543 and aft spar as-
sembly 541.
[0120] FIG 25E shows embodiments of the cured spar
member 618 and associated components. Certain fea-
tures of the cured spar member 618 and associated com-
ponents are as described above and bear similar refer-
ence characters to the cured spar member 518 and as-
sociated components, but with a leading ’6’ rather than
a leading ’5’. The upper spar flanges 632, 636 extend
from the respective exterior surface 624e of the forward
and aft spar assemblies 643, 641. The lower spar flanges
634, 638 each form an acute angle relative to the respec-
tive exterior surface 624e of the support beam 624 for
the forward and aft spar assemblies 643, 641. The lower
spar flanges 634, 638 are each at angle from about 50
degrees to about 85 degrees relative to the exterior sur-
face 624e of the support beam 624. In an embodiment,
the lower spar flanges 634, 638 are each at an angle
from about 60 degrees to about 84 degrees relative to
the exterior surface 624e. In another embodiment, the
lower spar flange 634, 638 are at angle from about 65
degrees to about 80 degrees relative to the exterior sur-
face 624e. This embodiment is illustrative of a "C" spar
with an outward configuration for the forward spar as-
sembly 643 and the aft spar assembly 641. The "C" spar
with outward configuration can advantageously provide
the advantageous of the "Z" spar configuration but even
more so by using automated drilling and fastening during
installation of the skins and components to the top and
bottom of the wing. In other embodiments, the torque box
assembly 657 can include a variety of spar configurations
and includes at least one "C" spar configuration in at least
one of the forward spar assembly 643 and the aft spar
assembly 641.

[0121] The step of locating a periphery 320 of the cured
spar member can include identifying a part and accessing
the corresponding tooling index plans for the part, which
can be performed by the numerically controlled machin-
ing assembly 419. The tooling index plans can identify
downstream tooling features (for example, and not limi-
tation, indexing holes and locating planes) as well as the
desired "as built" configurations, and initial manufactur-
ing work instructions. The tooling index plans can provide
downstream consumer information on how the designed
part is intended to be manufactured and installed, which
can significantly reduce the cycle time and cost of tool
design and final manufacturing work instruction develop-
ment.
[0122] Step 324 of the method 300 includes locating a
plurality of secondary coordination holes 433 in the cured
spar member 418, which are subsequently accurately
drilled in step 326 to provide a plurality of secondary co-
ordination holes 433 in the cured spar member 418. The
plurality of secondary coordination holes 433 can be lo-
cated based on the primary coordination holes 422,
which can be performed by the numerically controlled
machining assembly 419. In an embodiment, there are
about 200 secondary coordination holes 433 in each
cured spar member 418. Then term "secondary coordi-
nation holes" in the cured spar member 418 means holes
that correspond to coordination locations in at least one
of the following: the lower composite skin assembly 151,
the rib posts 146, a plurality of clevis fittings 142, the
anchor assemblies 147, and the engagement members
145. The primary and secondary coordination holes 422,
433 establish the relationship of the components to each
other and facilitate installation such that separate tooling
fixtures are minimized. In one embodiment, the primary
and the secondary coordination holes 422, 433 are holes
drilled to a nominal position at a width of about 0.098 inch
and having a +/- tolerance of 0.005 inches. Many parts
and sub-assembled components include a plurality of
openings 442 that correspond to the secondary coordi-
nation holes 433 and facilitate easy assembly of the cured
spar member 418 and ultimately installation of the as-
sembled parts to form a torque box assembly 157.
[0123] In step 328 of method 300, the cured spar mem-
ber 418 undergoes assembly to form a spar sub-assem-
bly 420 on assembly bench 449 and uses only standard
tooling such as hand-held drills. The step 328 includes
assembly of the plurality of rib posts 146 to the spar mem-
ber 418 at the plurality of the primary coordination holes
422 as shown in FIGS. 21A and 21C. The step 328 can
also include assembly of clevis fittings 142, and other
components needed to form a spar sub-assembly 420
for either the left or right aft or forward spar assembly
141L, 141R, 143L, 143R, as shown in FIG. 22A. The
clevis fittings 142 can be a plurality of clevis fitting have
various configurations as shown in FIGS. 21A-21C. In
one embodiment, a clevis 437 includes bases 437a,
437c, and a support feature 437b. The clevis base 437a
can be located with one hole and secured to the cured
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spar member 418 with a fastener therethrough, then the
support feature 437b can be fixedly attached to the base
437a. The second base 437c is located by the position
of the support feature 437b and secured to the cured
spar member 418 and the support feature 437b. The spar
sub-assembly 420 can include fittings and components
for the leading edge assembly 159 and cove edge as-
sembly 161. The step 328 can include attaching a plu-
rality of stiffeners 435 to the cured spar member 418.
The step 328 can advantageously provide a method for
performing sub-assembly on a cured spar member 418
that does not require custom and expensive tooling.
[0124] In an embodiment, the step 330 of the method
300 includes repeating the forming the spar sub-assem-
bly step to form the aft spar assembly 141 and the forward
spar assembly 143. In an embodiment, shown in FIG.
22, the forward spar assembly is constructed of two spar
sub-assemblies 420 designated as a right spar sub-as-
sembly 141R, 143R and a left spar sub-assembly 141L,
143L.
[0125] An embodiment provides that the right and left
aft spar assemblies 141R, 141L and the right and left
forward spar assemblies 143R, 143L are each joined with
the engagement member 145 as shown in FIGS. 22A,
22B, and 23. The respective interior surfaces 141i, 143i
of the aft and forward spar assemblies 141, 143 are each
fixedly attached to the first and second engagement sur-
faces 145f, 145d on the joining portion 145j of the en-
gagement member 145. In particular, in one exemplary
embodiment, as shown in FIG. 23, interior surface 143i
of the left forward spar 143L is fixedly attached to the
second engagement surface 145d and the interior sur-
face 143i of the right forward spar 143R is fixedly attached
to the first engagement surface 145f. In an embodiment,
an exterior plate 149 can be positioned over the butt joint
of the left and right spar assemblies 420 to reinforcement
the joint of the exterior surface 141e, 143e of the aft or
forward spar sub-assembly 141, 143. In other embodi-
ments, the engagement member 145 includes at least
one attachment surface on the interior surface 145i of
the joining portion 145i. The engagement member 145
can be constructed of at least one of a composite material
and a metallic material and can be constructed of various
materials, shapes and sizes to accommodate at least two
spars for an aircraft and other structural members. In one
embodiment, the engagement member 145 is a single
machined part that splices the left and right forward and
aft spars to form aft and forward spar assemblies 141,
143.
[0126] In an embodiment, each of the aft and forward
spar assemblies 141, 143 are generally straight and do
not include a bend or kink as is found in the prior art wing
in FIG. 1 and 2. The generally straight aft and forward
spar assemblies 141, 143 advantageously provides
structural stiffness and facilitates installation and accu-
racy of thereof by having straight surfaces for assembly.
It should be appreciated that the tiltrotor wing structure
can include at least one generally straight forward spar

assembly 143 and aft spar assembly 141 constructed of
a variety of materials, shapes, and sizes.
[0127] The method 300 includes providing assemblies
for the installation steps. The lower composite skin 151
assembly is provided in step 332 and includes a plurality
of openings 442. The plurality of rib assemblies 155 is
provided in step 334 and includes a plurality of openings
442. The lower composite skin 151 and the plurality of
rib assemblies 155 can be transported for installation by
hand and do not require cranes or other lifting equipment.
In an embodiment, the lower composite skin 151 is po-
sitioned in the fixture 449, which has a contoured surface
that provides uniform structural support to the lower com-
posite skin 151, is located by tool holes to ensure proper
alignment, and raised up to join with the bottom of the aft
and forward spar assemblies 141, 143 such that the plu-
rality of openings 442 align with the secondary coordina-
tion holes 433 in the aft and forward spar assemblies
143, 141.
[0128] Step 336 includes installing the lower compos-
ite skin assembly 151 to the aft and forward spar assem-
blies 141, 143. The installation step 336 can include tem-
porarily securing the lower composite skin assembly 151
to the aft and forward spar assemblies 141, 143 with re-
movable pins. The aft and forward edges 151b, 151a are
secured to the aft and forward spar assemblies 141, 143,
respectively, by at least one of adhesive bonding and
fasteners. The adhesive bonding can include adhesives
that cure in ambient conditions or temperature sensitive.
The fasteners can be secured through secondary coor-
dination holes 433 in the spar flanges 425 of the aft and
forward spar assemblies 141, 143 and in the correspond-
ing plurality of openings 442 in the lower composite skin
assembly. In an embodiment, the plurality of openings
442 in the lower composite skin 151 can be drilled using
the second coordination holes 433 in the spar flanges
425.
[0129] The installation step 336 can further include pro-
viding a plurality of anchor assemblies 147, positioning
the anchor assemblies 147, and installing the anchor as-
semblies to the aft and forward spar assemblies 141,
143. The plurality of anchor assemblies 147 attach the
tiltrotor wing structure to a fuselage. In an embodiment,
the plurality of anchor assemblies is located by a fixture
tool and fastened to the aft and forward spar assemblies
141, 143 using fasteners.
[0130] The installation step 336 further includes install-
ing a plurality of rib assemblies 155 to the aft and forward
spar assemblies 141, 143 and to the lower skin 151. The
plurality of rib assemblies includes a plurality of openings
442 in the joint members 250, 252 that are aligned with
the secondary coordination holes 433 in the rib posts 146
in the aft and forward spar assemblies 141, 143 and then
temporarily secured therein with pins. In an embodiment,
the skin flanges 240 do not include the plurality of open-
ings 442 therein for securing to the lower or upper com-
posite skin 151, 153 and are secured by paste bonding
thereto.
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[0131] In an embodiment, the rib assemblies 155, the
lower skin 151, and the upper skin 153 are configured
with fiberglass layers sufficient to eliminate the galvanic
corrosion potential of the wing structure 109.
[0132] The installation step 336 can include installing
a centerline rib assembly 156 with the rib post 145p of
the engagement member 145 by fixedly attaching the
centerline rib assembly 156 to the rib post 145p with fas-
teners. In one embodiment, the centerline rib assembly
156 is a rib assembly 155 as described herein.
[0133] The installation step 336 of the method 300 can
further include adjusting for tolerance buildup using tol-
erance adjustment members 146t in the rib posts 146. A
portion of the rib posts 146 can include at least one tol-
erance adjustment member 146t such as a slot for re-
ceiving a fastener that can be selectively adjusted in re-
sponse to tolerance variations during the installing step
336. In an embodiment, tolerance adjustment member
146t is the width of two drilled holes. In one embodiment,
the tolerance adjustment members 146t are provided on
at least one of the rib posts 146 on the aft spar assembly
141 and on the forward spar assembly 143. Once the
tolerance adjustment members 146t have been aligned
and secured into position, the plurality of rib assemblies
155 is secured with at least one of adhesive and fasteners
to the respective rib posts 146.
[0134] The method 300 further includes step 338 of
providing an upper composite skin 153, and the step 340
of installing the upper composite skin 153 onto the aft
spar assembly 141, the plurality of rib assemblies 155,
and the forward spar assembly 143 to form a torque box
assembly 157. In an embodiment, the upper composite
skin is located using a fixture and is adhesively bonded
to the aft spar assembly 141, the plurality of rib assem-
blies 155, and the forward spar assembly 143. In an em-
bodiment, the installing step 340 can further include cur-
ing. In an embodiment, the adhesive can bond at ambient
temperature or with a temperature sensitive adhesive us-
ing a heating tool. In an embodiment, the curing step can
include curing the entire torque box assembly.
[0135] In another embodiment, the curing can include
curing a portion of the torque box assembly 157. In one
embodiment, a heating tool 460 is configured for curing
a portion of the torque box assembly 157, as shown in
FIGS. 24A-24H, by providing localized heating to a sur-
face 480 while avoiding thermal damage to surrounding
components. The surface 480 can be an exposed sur-
face, adhesive between more than one surface. In other
embodiments, the heating tool 460 can be used to heat
treat or expedite the cure of surface resins, paints, fairing
compound, and the like. The localized heating provided
by the tool 460 can provide at least one of the following
benefits: reduced energy consumption; limits safety con-
cerns related to a heated manufacturing area and sur-
faces therein; dimensional stability from thermal expan-
sion; and additional tooling and processes may not be
needed to compensate for thermal expansion of an entire
component. In an embodiment, the adhesive is a

roomtemperature curable liquid, paste epoxy adhesives,
or any adhesive or material that is temperature sensitive
such that heat speeds up the desired chemical reaction
or cure kinetics.
[0136] The surface 480 can be made of a material such
as a composite or metallic material having a temperature
sensitive adhesive applied thereto or a temperature sen-
sitive resin therein. In an example implementation, the
surface 480 is in a fuel bay 484 of torque box assembly
157 as shown in FIG. 24A. The surface 480 has a contour
480a that can be curved, as shown in FIGS. 24A and
24B. The contour 480a can be a curved surface or a
horizontal corner of the rib assembly 155 being adhe-
sively bonded to the upper composite skin 153, which
can be difficult to access and provide uniform heating
thereto with conventional heating tools. In other embod-
iments, the surface 480 is a vertical corner, straight, or
other shapes and sizes of various components.
[0137] In a particular embodiment, the heating tool 460
is configured for heating a surface 480 of a fuel bay 484
in the torque box assembly 157 to a temperature suffi-
cient to effect a cure therein. The heating tool 460 in-
cludes a heat source 462 having a discharge outlet 464
and a manifold 466. The heat source 462 can be a heating
device that provides heated airflow such as, but not lim-
ited to, hot gas convention (e.g. a heat gun, hair dryer,
or other hot gas supply), a furnace, a space heater, or
other heat source. In some implementations, multiple
heat sources of the same type or different types are used
to heat the surface 480. In an exemplary embodiment,
the heat source 462 is a Masterflow® Heat Blower AH-
501 made by Master Appliance Corporation. In an em-
bodiment, the discharge outlet 464 is a round end of a
barrel on a heat gun.
[0138] The manifold 466 includes an intake conduit
468 configured to releasably connect to the discharge
outlet 464 and a chamber 470 coupled to the intake con-
duit 468. The chamber 470 includes a ventilation path
476 for providing uniform airflow to heat the surface 480.
The ventilation path 476 includes a plurality of apertures
477 that can be round, rectangular, or other various
shapes and sizes sufficient to provide uniform airflow to
the surface 480. In one embodiment, the ventilation path
476 is located along the upper edge 470u of the chamber
470 opposite to the bottom end 470L of the chamber 470.
The bottom end 470L is releasably engaged with the in-
take conduit 468 for receiving heated airflow therefrom.
In the exemplary embodiment shown in FIG. 24C the
ventilation path 476 is a plurality of various sized rectan-
gular slots with the end rectangular slots 478 longer than
the middle rectangular slots 479. The ventilation path 476
can be configured to align generally with the contour of
the surface 480.
[0139] The chamber 470 is generally triangular in
shape as shown in FIG. 24A. The chamber 470 includes
a first wall 471 and a second wall 472 that can be parallel
to each other as shown in FIG. 24D to direct the flow of
air therebetween. The first and second walls 472 each
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includes a diverging portion 473 that is configured to pro-
vide uniform airflow through the ventilation path 476. In
this exemplary embodiment, the diverging portion 473 is
a convex portion or shape that extends away from the
ventilation path 476. The convex portion 473 shown in
FIGS. 24B, 24C, 24D and 24E is disposed between the
ventilation path 476 and the intake conduit 468 and ra-
diates from a base 473b centered above the intake con-
duit 468. The convex portion 473 radially protrudes sym-
metrically such that the center 473c of the convex portion
protrudes more than the outer edges 473e and forms
generally a cross-sectional "V" shape as shown in FIG.
24D. In the exemplary embodiment shown in FIG. 24D,
the center 473c of the curvature in the convex portion
473 creates an equal distance (equal back pressure) for
the airflow as the ventilation path 476 radiates to the edg-
es 473e. The convex portion 473 internally changes the
direction and distance of the airflow such that the airflow
in the center portion has the same distance of travel as
the airflow at the edges to provide uniform airflow through
the ventilation path 476. The diverging portion 473 can
mix or temper a portion of air through the chamber 470
to provide uniform airflow through the ventilation path
476. In an embodiment, the airflow through the ventilation
path 476 is heated convection airflow for heating of a
surface 480 that is adhesive bondlines.
[0140] Since the surface 480 can be a variety of shapes
and sizes with various contours, the size and shape of
at least one of the following of the chamber 470, the di-
verging portion 473, and the ventilation path 476 can be
adapted to provide at least one of mixing and tempering
of airflow to provide a uniform airflow from the ventilation
path 476 to the surface 480. In an illustrative embodi-
ment, if the surface 480 is an oval shaped access panel
having a rounded joint member 217 that required heating,
the chamber 470 could have a generally rounded or oval
shape. In other illustrative embodiments, the chamber
470 could have a generally cruciform shape and can fur-
ther include staggered and stepped features. In an em-
bodiment, at least one of the following of the chamber
470, the diverging portion 473, and the ventilation path
476 are selectively configured to tailor the airflow through
the ventilation path 476 to the surface 480. In an embod-
iment, the chamber 470 and ventilation path 476 conform
to a contour of a surface 480. In another embodiment,
the chamber 470 includes structural features such as
vanes, nozzles, and the like that assist in distributing and
tempering the airflow therethrough to the ventilation path
476.
[0141] An embodiment provides that the chamber 470
includes a first portion 470a and a second portion 470b
that can be assembled and disassembled. The first por-
tion 470a and the second portion 470 can be releasably
engaged along the centerline 470c as shown in FIG. 24D.
In an embodiment, the first portion 470a and the second
portion 470b are snapped together such that the edge
470e of the second portion overlaps the edge 470g of
the first portion. The first and second portions 470a, 470b

can be secured together using tape or snapped together
using tab fasteners. To facilitate heating in space con-
strained areas such as the fuel bay 484, the first and
second portions 470a, 470b can be assembled in the
space constrained area and then connected to the intake
conduit 468. In an embodiment, the chamber 470 is con-
figured for assembly and disassembly for space con-
strained locations such that the first and second portions
470a, 470b and even more portions can be assembled
and disassembled having various configurations, for ex-
ample, a fan type configuration with pieces that fold into
themselves.
[0142] In an embodiment, the heating tool 460 can in-
clude an alignment member 467 to minimize misalign-
ment between the ventilation path and the surface and
support the weight of at least a portion of the heating tool
460, as shown in FIG. 24F. The alignment member 467
is a stand member 481 including a base 481a connected
to the chamber 470 and a cylindrical feature 481b. The
base 481 can be removably attached to the chamber
470. The cylindrical feature 481b is positioned in an ap-
erture, for example, and not limitation, as 230r in the rib
web 230, to align and support at least a portion of the
heating tool 460. The stand member 481 can be used to
lock the chamber into position and for locating and align-
ing the ventilation path 476 with the surface 480.
[0143] In another embodiment, shown in FIG. 24G, the
alignment member 467’ can be a clip or clamp 482a lo-
cated on or near the upper edge 470u of the chamber
470 and a clip or clamp 482b located on or near the intake
conduit 468. The clips 482a, 482b are coordinated with
structural features near or on the surface 480 to achieve
and maintain proper alignment and spacing. In an em-
bodiment, the alignment member 467’ includes at least
one clip or clamp 482a, 482b at position to align and
secure the chamber 470 for proper alignment with the
surface 480. The clip or clamp 482a, 482b can be in var-
ious locations on the chamber 470 and the intake conduit
468 as needed for a particular configuration of the heating
tool 460.
[0144] In another exemplary embodiment, shown in
FIG. 24H, the alignment member 467" can be a legs 4831
extending from a base 483b to support the chamber 470
and a pair of feet 483p located on or near the upper edge
470u of the chamber. The legs 4831 can be extendable
or telescoping legs. The pair of feet 483p can maintain
desired and uniform spacing between the ventilation path
and the surface 480. The clip or clamp 482a, 482b, the
feet 483p, the base 483b, and the 4831 can be separate
or integral to the heating tool 460.
[0145] The alignment member 467, 467’, 467" can be
used for locating, positioning, and locking the heating
tool 460 into place for the duration of its operation and
can be dissembled thereafter. In another embodiment,
the alignment member 467 can include a plurality of pins
with locating features that line up with existing holes or
offset features of the surface 480 to marry up to the sur-
rounding surfaces.
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[0146] In an embodiment shown in FIG. 24I, there is a
method of curing a component for an aircraft 490 includ-
ing the steps of applying a temperature sensitive adhe-
sive to a surface 480 of a component in step 492, the
surface 480 having a contour; positioning the heating tool
460 including a manifold 466 with a ventilation path 476
such that the ventilation path 476 is adjacent to surface
480 by aligning the ventilation path 476 to the contour
480c of the component in step 494; and heating the ex-
posed area of the component with uniform airflow from
the ventilation 476 path in step 496. The chamber 470
and the intake conduit 468 can be assembled prior to the
positioning step 492; and, in an exemplary embodiment,
the first and second portions 470a, 470b are assembled
in the fuel bay 484 of the torque box assembly 157. The
ventilation path 476 is aligned adjacent to the surface
480, which means the ventilation path is generally along-
side, besides, or next to the surface 480, to provide lo-
calized heating thereto. The heating step 496 can involve
heating the surface 480 from ambient temperature to
about 350 F; however, it will be appreciated that the con-
templated embodiments can involving heating higher
than 350F for certain surfaces. In an embodiment of the
method of curing 490, the method can include applying
direct heated air to the surface 480 of a curing area in a
location that is difficult to reach due to the structure of
the component. Advantageously the method of curing
490 and heating tool 460 can provide heating by the ven-
tilation path 476 within a heating zone HZ of the surface
480 being heated without overshooting upper limits of
curing temperatures and avoiding thermal damage in-
curred upon the assembly or parts comprising the as-
sembly. The heating zone HZ can be a periphery of a
component having adhesive or other curable material
thereon or therein. Moreover, the method of curing 490
and the heating tool 460 can provide at least one of the
following advantages: accelerated cure kinetics of the
surface 480 with the selected application of heat thereto;
reduced cure time; improved cure properties; can in-
crease and control temperature ramp rates, particularly
in insulative honeycomb structures, or structures with
variable features such as thickness or material thermal
conductivities; minimizes the influence of variable and
ambient boundary conditions; enables a more efficient
mode of heat transfer; and allows for localized heat to
the surface 480 in adhesively bonded components with-
out overshooting upper limits of curing temperatures.
[0147] Step 342 of the method 300 as shown in FIG.
26 includes installing a leading edge assembly 159 and
a cove edge assembly 161 to the torque box assembly
157 to form the wing structure 165 for a tiltrotor aircraft
101. The step 342 can include installing fuel access cov-
ers 163 in the lower composite skin assembly 151.
[0148] Advantages of the method of manufacture 300
can include at least one of the following advantages: up-
stream spar assemblies 141, 143, skin assemblies 151,
153, and rib assemblies 155 reduce the need for assem-
bly during the final installation steps in method 300, which

reduces the number of fixtures needed during the instal-
lation steps by 60% as compared to the prior art methods
used in FIGS. 1 and 2; reduces the floor space needed
by about 50% as compared to the prior art methods used
in FIGS. 1 and 2; reduces the hours for assembly and
installation of the torque box assembly 157 by about 32%
when compared to the manufacture of the torque box of
the prior art wing shown in FIGS. 1 and 2; and the pre-
fabricated lower composite skin 151 provides a flat bot-
tom and requires only foam fillets in each corner of a fuel
bay.
[0149] An embodiment provides a wing member 109
for a tiltrotor aircraft 101 including a wing having a straight
forward edge 109a and a straight aft edge 109b. Each
of the straight forward edge 109a and the straight aft
edge 109b are made of a left and right spar assembly
143R, 143L, 141R, 141L, respectively. The wing 109 can
include a lower composite skin 151 and an upper com-
posite skin 153. Each of the lower and upper composite
skins 151, 153 are a composite assembly including of a
first skin 201, a second skin 211, and a honeycomb core
207 disposed between the first skin 201 and the second
skin 211. The honeycomb core 207 is made from a plu-
rality of honeycomb panels 203 positioned along the lon-
gitudinal axis of the first skin. The wing member 109 can
advantageously provide at least one of the following ben-
efits: a straight wing with a simplified cross-section, which
eliminates the need for costly splicing at contour break
locations and reduces part count of the entire wing struc-
ture by about 75% as compared to the conventional struc-
ture shown in FIGS. 1 and 2; reduces the number of dis-
crete tools; less fasteners as compared to the prior art
shown in FIGS. 1 and 2, which means less deburring;
the numerous horizontal and vertical stiffeners needed
for conventional aerospace structures as shown in FIGS.
1 and 2 are no longer needed for buckling resistance and
to transfer the load and resist out of plane bending forces;
and the smooth lower composite skin interior surface can
improve fuel capacity.
[0150] At least one embodiment is disclosed and var-
iations, combinations, and/or modifications of the em-
bodiment(s) and/or features of the embodiment(s) made
by a person having ordinary skill in the art is within the
scope of the disclosure. Alternative embodiments that
result from combining, integrating, and/or omitting fea-
tures of the embodiment(s) are also within the scope of
the disclosure. Where numerical ranges or limitations are
expressly stated, such express ranges or limitations
should be understood to include iterative ranges or lim-
itations of like magnitude falling within the expressly stat-
ed ranges or limitations (e.g., from about 1 to about 10
includes 2, 3, 4, etc.; greater than 0.10 includes 0.11,
0.12, 0.13, etc.). For example, whenever a numerical
range with a lower limit, Rl, and an upper, Ru, is disclosed,
any number falling within the range is specifically dis-
closed. In particular, the following numbers within the
range are specifically disclosed: R=R1+k∗(Ru-R1),
wherein k is a variable ranging from 1 percent to 100
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percent with a 1 percent increment, i.e., k is 1 percent, 2
percent, 3 percent, 4 percent, 5 percent, ..., 50 percent,
51 percent, 52 percent, ...., 95 percent, 96 percent, 97
percent, 98 percent, 99 percent, or 100 percent. Unless
otherwise stated, the term "about" shall mean plus or
minus 5 percent of the subsequent value. Moreover, any
numerical range defined by two R numbers as defined
in the above is also specifically disclosed. Use of the term
"optionally" with respect to any element of a claim means
that the element is required, or alternatively, the element
is not required, both alternatives being within the scope
of the claim. Use of broader terms such as comprises,
includes, and having should be understood to provide
support for narrow terms such as consisting of, consisting
essentially of, and comprised substantially of. Accord-
ingly, the scope of protection is not limited by the descrip-
tion set out above but is defined by the claims that follow.
Each and every claim is incorporated as further disclo-
sure into the specification and the claims are embodi-
ment(s) of the present invention.

Claims

1. A rib assembly (155) for an aircraft wing (109) com-
prising:

a rib web (230) having a top (230t), a bottom
(230o), a forward edge (230a), and an aft edge
(230b), the rib web (230) comprised of a first
laminate (232), a second laminate (234), and a
honeycomb panel (236) having an array of large
cells (205) disposed between the first laminate
(232) and the second laminate (234), each cell
(205) having a width of at least 1 cm;
wherein the rib web (230) comprises at least two
apertures (230r), each aperture (230r) config-
ured to receive a fuel line;
a plurality of skin flanges (240) for fixedly attach-
ing the top (230t) and bottom (230o) of the rib
web (230) to a skin (123) of the wing (109), each
skin flange (240) has a base member (242s)
having a first portion (242f) and a second portion
(242d) and a vertical member (2421) extending
from the base member (242s);
a first "Z" shaped joint member (250) disposed
on the forward edge (230a) of the rib web (230)
for fixedly attaching the forward edge (230a) of
the rib web (230) to a forward rib post (256); and
a second "Z" shaped joint member (252) dis-
posed on the aft edge (230b) of the rib web (230)
for fixedly attaching the aft edge (230b) of the
rib web (230) to an aft rib post (258);
wherein the first and second "Z" shaped joint
member each comprise:

a first flange (215a) extending laterally from
a first side of the joint member and having

an attachment surface that overlaps and is
secured to a rib post (256, 258); and
a second flange (215c) extending laterally
from a second side of the joint member and
having an attachment surface (215n) that
overlaps and is secured to the second lam-
inate (234)
wherein the plurality of skin flanges (240) is
attached to the top (240t) and the bottom
(240o) of the rib web (230) such that the
vertical members (2421) are attached to the
rib web (230);
wherein each of the skin flanges (240) fur-
ther comprises a rounded portion (242u)
with an opening (242o) in the vertical mem-
ber (242s), the opening (242o) corresponds
to an aperture (230r) in the rib web (230)
configured to receive a fuel line, and the rib
web (230) and the opening (242o) in each
of the plurality of skin flanges (240) provides
a width sufficient to prevent kinks in the fuel
line.

2. The rib assembly (155) according to claim 1, wherein
each of the first laminate (232) and the second lam-
inate (234) are a pre-cured laminate.

3. The rib assembly (155) according to claim 2, wherein
each of the first laminate (232) and the second lam-
inate (234) are comprised of a total number of plies
from about 4 plies to about 12 plies.

4. The rib assembly (155) according to claim 1 or of
any preceding claim, wherein each of the skin flang-
es (240) is constructed from a composite material.

5. The rib assembly (155) according to claim 1 or of
any preceding claim, wherein the width of the first
portion (242f) in the base member (242s) is larger
than the width of the second portion (242d) of the
base member (242s).

6. The rib assembly (155) according to claim 1 or of
any preceding claim, wherein the second portion
(242d) of the base member (242s) and the vertical
member (2421) are attached to the rib web (230)
with an adhesive.

7. The rib assembly (155) according to claim 1 or of
any of claims 2 to 5, wherein the second portion
(242d) of the base member (242s) and the vertical
member (2421) are structurally bonded to the rib web
(230).

8. The rib assembly (155) according to claim 1 or of
any of claims 2 to 5, wherein the second portion
(242d) of the base member (242s) and the vertical
member (2421) are structurally bonded to the rib web
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(230) with a fastener.

9. The rib assembly (155) according to claim 1 or of
any preceding claim, wherein the rib web (230) has
a generally smooth surface.

10. An aircraft wing (109) comprising a rib assembly
(155) according to claims 1-9, or 12.

11. An aircraft (101) comprising an aircraft wing (109)
having a rib assembly (155) in accordance with any
of claims 1 to 9, or 12, optionally or preferably a tiltro-
tor aircraft (101).

12. The rib assembly (155) according to claims 1-9
wherein the "Z" shaped joint member is a composite
material.

Patentansprüche

1. Rippenanordnung (155) für einen Flugzeugflügel
(109), umfassend:

einen Rippensteg (230), der eine Oberseite
(230t), eine Unterseite (230o), eine Vorderkante
(230a), und eine Hinterkante (230b) aufweist,
wobei der Rippensteg (230) aus einem ersten
Laminat (232), einem zweiten Laminat (234)
und einer Wabenplatte (236) besteht, die eine
Anordnung von breiten Zellen (205) aufweist,
die zwischen dem ersten Laminat (232) und dem
zweiten Laminat (234) angeordnet sind, wobei
jede Zelle (205) eine Breite von mindestens 1
cm aufweist;
wobei der Rippensteg (230) mindestens zwei
Öffnungen (230r) umfasst, wobei jede Öffnung
(230r) konfiguriert ist, um eine Kraftstoffleitung
aufzunehmen;
eine Vielzahl von Hautflanschen (240) zum fes-
ten Anbringen der Oberseite (230t) und Unter-
seite (230o) des Rippenstegs (230) an einer
Haut (123) des Flügels (109), wobei jeder Haut-
flansch (240) ein Basiselement (242s) aufweist,
das einen ersten Abschnitt (242f) und einen
zweiten Abschnitt (242d) aufweist, und ein ver-
tikales Element (242l), das sich aus dem Basi-
selement (242s) erstreckt;
ein erstes "Z"-förmiges Verbindungselement
(250), das an der Vorderkante (230a) des Rip-
penstegs (230) zum festen Anbringen der Vor-
derkante (230a) des Rippenstegs (230) an ei-
nem vorderen Rippenträger (256) angeordnet
ist; und
ein zweites "Z"-förmiges Verbindungselement
(252), das an der Hinterkante (230b) des Rip-
penstegs (230) zum festen Anbringen der Hin-
terkante (230b) des Rippenstegs (230) an ei-

nem hinteren Rippenträger (258) angeordnet
ist;
wobei das erste und zweite "Z"-förmige Verbin-
dungselement jeweils umfassen:

einen ersten Flansch (215a), der sich seit-
lich von einer ersten Seite des Verbin-
dungselements erstreckt und eine Anbrin-
gungsoberfläche aufweist, die einen Rip-
penträger (256, 258) überlappt und an die-
sem befestigt ist;
und
einen zweiten Flansch (215c), der sich seit-
lich von einer zweiten Seite des Verbin-
dungselements erstreckt und eine Anbrin-
gungsoberfläche (215n) aufweist, die ein
zweites Laminat (234) überlappt und an die-
sem befestigt ist
wobei die Vielzahl von Hautflanschen (240)
an der Oberseite (240t) und der Unterseite
(240o) des Rippenstegs (230) angebracht
ist, sodass die vertikalen Elemente (242l)
an dem Rippensteg (230) angebracht sind;
wobei jeder der Hautflansche (240) weiter
einen abgerundeten Abschnitt (242u) mit ei-
nem Loch (242o) in dem vertikalen Element
(242s) umfasst, wobei das Loch (242o) ei-
ner Öffnung (230r) in dem Rippensteg (230)
entspricht, die konfiguriert ist, um eine Kraft-
stoffleitung aufzunehmen, und der Rippen-
steg (230) und das Loch (242o) in jedem
der Vielzahl von Hautflanschen (240) eine
Breite bereitstellt, die ausreicht, um Knicke
in der Kraftstoffleitung zu verhindern.

2. Rippenanordnung (155) nach Anspruch 1, wobei je-
des von dem ersten Laminat (232) und dem zweiten
Laminat (234) ein vorgehärtetes Laminat sind.

3. Rippenanordnung (155) nach Anspruch 2, wobei je-
des von dem ersten Laminat (232) und dem zweiten
Laminat (234) aus einer Gesamtanzahl von Lagen
von etwa 4 Lagen bis etwa 12 Lagen bestehen.

4. Rippenanordnung (155) nach Anspruch 1 oder ei-
nem der vorstehenden Ansprüche, wobei jeder der
Hautflansche (240) aus einem Verbundmaterial ge-
baut ist.

5. Rippenanordnung (155) nach Anspruch 1 oder ei-
nem der vorstehenden Ansprüche, wobei die Breite
des ersten Abschnitts (242f) in dem Basiselement
(242s) breiter als die Breite des zweiten Abschnitts
(242d) des Basiselements (242s) ist.

6. Rippenanordnung (155) nach Anspruch 1 oder ei-
nem der vorstehenden Ansprüche, wobei der zweite
Abschnitt (242d) des Basiselements (242s) und das
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vertikale Element (242l) mit einem Kleber an dem
Rippensteg (230) angebracht sind.

7. Rippenanordnung (155) nach Anspruch 1 oder ei-
nem der Ansprüche 2 bis 5, wobei der zweite Ab-
schnitt (242d) des Basiselements (242s) und das
vertikale Element (242l) strukturell an den Rippen-
steg (230) gebunden sind.

8. Rippenanordnung (155) nach Anspruch 1 oder ei-
nem der Ansprüche 2 bis 5, wobei der zweite Ab-
schnitt (242d) des Basiselements (242s) und das
vertikale Element (242l) mit einem Befestigungsele-
ment strukturell an den Rippensteg (230) gebunden
sind.

9. Rippenanordnung (155) nach Anspruch 1 oder ei-
nem der vorstehenden Ansprüche, wobei der Rip-
pensteg (230) eine im Allgemeinen glatte Oberfläche
aufweist.

10. Flugzeugflügel (109), eine Rippenanordnung (155)
nach den Ansprüchen 1-9 oder 12 umfassend.

11. Flugzeug (101), einen Flugzeugflügel (109) umfas-
send, der eine Rippenanordnung (155) nach einem
der Ansprüche 1 bis 9 oder 12 aufweist, optional oder
vorzugsweise ein Kipprotor-Flugzeug (101).

12. Rippenanordnung (155) nach Anspruch 1 bis 9, wo-
bei das "Z"-förmige Verbindungselement ein Ver-
bundmaterial ist.

Revendications

1. Assemblage de nervures (155) pour une aide d’aé-
ronef (109) comprenant :

une âme de nervures (230) ayant un sommet
(230t), un fond (230o), un bord avant (230a) et
un bord arrière (230b), l’âme de nervures (230)
étant composée d’un premier stratifié (232),
d’un second stratifié (234), et d’un panneau al-
véolaire (236) ayant un réseau de grandes cel-
lules (205) disposées entre le premier stratifié
(232) et le second stratifié (234), chaque cellule
(205) ayant une largeur d’au moins 1 cm ;
dans lequel l’âme de nervures (230) comprend
au moins deux ouvertures (230r), chaque ouver-
ture (230r) étant configurée pour recevoir une
conduite de carburant ;
une pluralité de brides de revêtement (240) pour
attacher fixement le sommet (230t) et le fond
(230o) de l’âme de nervures (230) à un revête-
ment (123) de l’aile (109), chaque bride de re-
vêtement (240) a un organe de base (242s)
ayant une première portion (242f) et une secon-

de portion (242d) et un organe vertical (242l)
s’étendant depuis l’organe de base (242s) ;
un premier organe de raccordement en forme
de Z (250) disposé sur le bord avant (230a) de
l’âme de nervures (230) pour attacher fixement
le bord avant (230a) de l’âme de nervures (230)
à un montant de nervures avant (256) ; et
un second organe de raccordement en forme
de Z (252) disposé sur le bord arrière (230b) de
l’âme de nervures (230) pour attacher fixement
le bord arrière (230b) de l’âme de nervures (230)
à un montant de nervures arrière (258) ;
dans lequel chacun des premier et second or-
ganes de raccordement en forme de Z
comprend :

une première bride (215a) s’étendant laté-
ralement depuis un premier côté de l’organe
de raccordement et ayant une surface d’at-
tachement qui chevauche un montant de
nervures (256, 258) et est fixé à celui-ci ; et
une seconde bride (215c) s’étendant laté-
ralement depuis un second côté de l’organe
de raccordement et ayant une surface d’at-
tachement (215n) qui chevauche le second
stratifié (234) et est fixé à celui-ci ;
dans lequel la pluralité de brides de revête-
ment (240) est attachée au sommet (240t)
et au fond (240o) de l’âme de nervures (230)
de sorte que les organes verticaux (242l)
soient attachés à l’âme de nervures (230) ;
dans lequel chacune des brides de revête-
ment (240) comprend en outre une portion
arrondie (242u) avec un orifice (242o) dans
l’organe vertical (242s), l’orifice (242o) cor-
respond à une ouverture (230r) dans l’âme
de nervures (230) configurée pour recevoir
une conduite de carburant, et l’âme de ner-
vures (230) et l’orifice (242o) dans chacune
de la pluralité de brides de revêtement (240)
fournissent une largeur suffisante pour em-
pêcher des nœuds de la conduite de car-
burant.

2. Assemblage de nervures (155) selon la revendica-
tion 1, dans lequel chacun du premier stratifié (232)
et du second stratifié (234) est un stratifié pré-durci.

3. Assemblage de nervures (155) selon la revendica-
tion 2, dans lequel chacun du premier stratifié (232)
et du second stratifié (234) se compose d’un nombre
total de plis d’environ 4 plis à environ 12.

4. Assemblage de nervures (155) selon la revendica-
tion 1 ou l’une quelconque des revendications pré-
cédentes, dans lequel chacune des brides de revê-
tement (240) est constituée d’un matériau composi-
te.
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5. Assemblage de nervures (155) selon la revendica-
tion 1 ou l’une quelconque des revendications pré-
cédentes, dans lequel la largeur de la première por-
tion (242f) dans l’organe de base (242s) est supé-
rieure à la largeur de la seconde portion (242d) de
l’organe de base (242s).

6. Assemblage de nervures (155) selon la revendica-
tion 1 ou l’une quelconque des revendications pré-
cédentes, dans lequel la seconde portion (242d) de
l’organe de base (242s) et l’organe vertical (242l)
sont attachés à l’âme de nervures (230) avec un ad-
hésif.

7. Assemblage de nervures (155) selon la revendica-
tion 1 ou l’une quelconque des revendications 2 à 5,
dans lequel la seconde portion (242d) de l’organe
de base (242s) et l’organe vertical (242l) sont liés
structurellement à l’âme de nervures (230).

8. Assemblage de nervures (155) selon la revendica-
tion 1 ou l’une quelconque des revendications 2 à 5,
dans lequel la seconde portion (242d) de l’organe
de base (242s) et l’organe vertical (242l) sont liés
structurellement à l’âme de nervures (230) avec une
fixation.

9. Assemblage de nervures (155) selon la revendica-
tion 1 ou l’une quelconque des revendications pré-
cédentes, dans lequel l’âme de nervures (230) a une
surface généralement lisse.

10. Aile d’aéronef (109) comprenant un assemblage de
nervures (155) selon les revendications 1 à 9 ou 12.

11. Aéronef (101) comprenant une aile d’aéronef (109)
ayant un assemblage de nervures (155) selon l’une
quelconque des revendications 1 à 9, ou 12, facul-
tativement ou de préférence un aéronef à rotors bas-
culants (101).

12. Assemblage de nervures (155) selon les revendica-
tions 1 à 9, dans lequel l’organe de raccordement
en forme de Z est un matériau composite.
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