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Description 

This  invention  relates  to  dye-donor  elements  used  in  thermal  dye  transfer,  and  more  particularly  to  the 
use  of  a  particular  subbing  layer  between  a  poly(ethylene  terephthalate)  support  and  a  dye  layer  comprising 

5  a  dye  dispersed  in  a  cellulosic  binder. 
In  recent  years,  thermal  transfer  systems  have  been  developed  to  obtain  prints  from  pictures  which 

have  been  generated  electronically  from  a  color  video  camera.  According  to  one  way  of  obtaining  such 
prints,  an  electronic  picture  is  first  subjected  to  color  separation  by  color  filters.  The  respective  color- 
separated  images  are  then  converted  into  electrical  signals.  These  signals  are  then  operated  on  to  produce 

io  cyan,  magenta  and  yellow  electrical  signals.  These  signals  are  then  transmitted  to  a  thermal  printer.  To 
obtain  the  print,  a  cyan,  magenta  or  yellow  dye-donor  element  is  placed  face-to-face  with  a  dye-receiving 
element.  The  two  are  then  inserted  between  a  thermal  printing  head  and  a  platen  roller.  A  line-type  thermal 
printing  head  is  used  to  apply  heat  from  the  back  of  the  dye-donor  sheet.  The  thermal  printing  head  has 
many  heating  elements  and  is  heated  up  sequentially  in  response  to  the  cyan,  magenta  and  yellow  signals. 

75  The  process  is  then  repeated  for  the  other  two  colors.  A  color  hard  copy  is  thus  obtained  which 
corresponds  to  the  original  picture  viewed  on  a  screen.  Further  details  of  this  process  and  an  apparatus  for 
carrying  it  out  are  contained  in  U.S.  Patent  No.  4,621,271  by  Brownstein  entitled  "Apparatus  and  Method 
For  Controlling  A  Thermal  Printer  Apparatus,"  issued  November  4,  1986. 

A  problem  has  existed  with  the  use  of  dye-donor  elements  for  thermal  dye-transfer  printing  because  a 
20  thin  support  is  required  in  order  to  provide  effective  heat  transfer.  For  example,  when  a  thin  polyester  film  is 

employed,  there  is  a  greater  tendency  for  layer  delamination.  While  various  subbing  layers  have  been 
developed  for  photographic  applications,  they  are  not  all  suitable  for  thermal  dye  transfer,  since  dye  layers 
for  thermal  systems  are  not  gelatin  based  as  most  photographic  emulsions  are. 

It  is  an  object  of  this  invention  to  provide  a  subbing  layer  for  dye-donor  elements  used  in  thermal  dye 
25  transfer  which  would  provide  superior  adhesion  between  a  poly(ethylene  terephthalate)  support  and  a  dye 

layer  comprising  a  cellulosic  binder. 
EP-A-  0,228,065  discloses  a  dye-donor  for  thermal  dye  transfer  comprising  a  support  having  thereon  a 

dye  layer,  a  hydrophilic  dye-barrier  layer  between  the  dye  layer  and  support,  and  a  subbing  layer  between 
the  dye-barrier  layer  and  support,  said  subbing  layer  comprising  poly(acrylonitrile-co-vinylidene  chloride-co- 

30  acrylic  acid).  This  reference  is  prior  art  according  to  Article  54(3)  (4)  EPC  for  the  designated  contracting 
states  BE,  CH,  DE,  FR,  GB,  LI  and  NL. 

In  Japanese  laid  open  publication  number  19,138/85,  an  image-receiving  element  for  thermal  dye 
transfer  printing  is  disclosed.  In  Example  3  of  that  publication,  a  dye-donor  element  is  also  described  which 
indicates  that  a  gelatin  subbing  layer  of  2  g/m2  is  located  between  the  dye  layer  and  the  support.  The 

35  subbing  layers  of  this  invention  provide  better  adhesion  than  gelatin  layers,  as  will  be  shown  by 
comparative  tests  hereinafter. 

These  and  other  objects  are  achieved  in  accordance  with  this  invention  which  comprises  a  dye-donor 
element  for  thermal  dye  transfer  comprising  a  poly(ethylene  terephthalate)  support  having  thereon,  in  order, 
a  subbing  layer  and  a  dye  layer  comprising  a  dye  dispersed  in  a  cellulosic  binder,  and  wherein  the  subbing 

40  layer  comprises  from  5  to  35  percent  by  weight  of  acrylonitrile,  from  2  to  10  percent  by  weight  of  acrylic 
acid,  and  from  55  to  85  percent  by  weight  of  recurring  units  of  vinylidene  chloride. 

The  subbing  layer  of  the  invention  may  be  employed  at  any  concentration  which  is  effective  for  the 
intended  purpose.  In  general,  good  results  have  been  obtained  at  from  0.03  to  1.0  g/m2  of  coated  element. 

Any  cellulosic  binder  may  be  employed  in  the  dye-donor  element  of  the  invention.  For  example,  there 
45  may  be  employed  cellulose  acetate,  celulose  triacetate  (fully  acetylated)  or  a  cellulose  mixed  ester  such  as 

cellulose  acetate  butyrate,  cellulose  acetate  hydrogen  phthalate,  cellulose  acetate  formate,  cellulose  acetate 
propionate,  cellulose  acetate  pentanoate,  cellulose  acetate  hexanoate,  cellulose  acetate  heptanoate,  or 
cellulose  acetate  benzoate.  In  a  preferred  embodiment,  cellulose  acetate  butyrate  is  employed. 

The  cellulosic  binder  of  the  invention  may  be  employed  at  any  concentration  which  is  effective  for  the 
50  intended  purpose.  In  general,  good  results  have  been  obtained  at  from  0.1  to  5  g/m2  of  coated  element. 

Any  dye  can  be  used  in  the  dye  layer  of  the  dye-donor  element  of  the  invention  provided  it  is 
transferable  to  the  dye-receiving  layer  by  the  action  of  heat.  Especially  good  results  have  been  obtained 
with  sublimable  dyes  such  as  any  of  the  dyes  disclosed  in  U.S.  Patent  4,541,830.  The  above  dyes  may  be 
employed  singly  or  in  combination  to  obtain  a  monochrome.  The  dyes  may  be  used  at  a  coverage  of  from 

55  0.05  to  1  g/m2  and  are  preferably  hydrophobic. 
The  dye  layer  of  the  dye-donor  element  may  be  coated  on  the  support  or  printed  thereon  by  a  printing 

technique  such  as  a  gravure  process. 
The  reverse  side  of  the  dye-donor  element  can  be  coated  with  a  slipping  layer  to  prevent  the  printing 

2 
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head  from  sticking  to  the  dye-donor  element.  Such  a  slipping  layer  would  comprise  a  lubricating  material 
such  as  a  surface  active  agent,  a  liquid  lubricant,  a  solid  lubricant  or  mixtures  thereof,  with  or  without  a 
polymeric  binder. 

The  dye-receiving  element  that  is  used  with  the  dye-donor  element  of  the  invention  usually  comprises  a 
5  support  having  theron  a  dye  image-receiving  layer.  The  support  may  be  a  transparent  film  such  as  a  poly- 

(ether  sulfone),  a  polyimide,  a  cellulose  ester  such  as  cellulose  acetate,  a  polyvinyl  alcohol-coacetal)  or  a 
poly(ethylene  terephthalate).  The  support  for  the  dye-receiving  element  may  also  be  reflective  such  as 
baryta-coated  paper,  polyethylene-coated  paper,  white  polyester  (polyester  with  white  pigment  incorporated 
therein),  an  ivory  paper,  a  condenser  paper  or  a  synthetic  paper  such  as  duPont  Tyvek®.  In  a  preferred 

io  embodiment,  polyester  with  a  white  pigment  incorporated  therein  is  employed. 
The  dye  image-receiving  layer  may  comprise,  for  example,  a  polycarbonate,  a  polyurethane,  a 

polyester,  polyvinyl  chloride,  poly(styrene-co-acrylonitrile),  poly(caprolactone)  or  mixtures  thereof.  The  dye 
image-receiving  layer  may  be  present  in  any  amount  which  is  effective  for  the  intended  purpose.  In  general, 
good  results  have  been  obtained  at  a  concentration  of  from  1  to  5  g/m2. 

is  As  noted  aboe,  the  dye-donor  elements  of  the  invention  are  used  to  form  a  dye  transfer  image.  Such  a 
process  comprises  imagewise-heating  a  dye-donor  element  as  described  above  and  transferring  a  dye 
image  to  a  dye-receiving  element  to  form  the  dye  transfer  image. 

The  dye-donor  element  of  the  invention  may  be  used  in  sheet  form  or  in  a  continuous  roll  or  ribbon.  If  a 
continuous  roll  or  ribbon  is  employed,  it  may  have  only  one  dye  thereon  or  may  have  alternating  areas  of 

20  different  dyes,  such  as  sublimable  cyan,  magenta,  yellow,  black,  etc.,  as  described  in  U.S.  Patent 
4,541  ,830.  Thus,  one-,  two-  three-  or  four-color  elements  (or  higher  numbers  also)  are  included  within  the 
scope  of  the  invention. 

In  a  preferred  embodiment  of  the  invention,  the  dye-donor  element  comprises  a  poly(ethylene 
terephthalate)  support  coated  with  sequential  repeating  areas  of  cyan,  magenta  and  yellow  dye,  and  the 

25  above  process  steps  are  sequentially  performed  for  each  color  to  obtain  a  three-color  dye  transfer  image. 
Of  course,  when  the  process  is  only  performed  for  a  single  color,  then  a  monochrome  dye  transfer  image  is 
obtained. 

Thermal  printing  heads  which  can  be  used  to  transfer  dye  from  the  dye-donor  elements  of  the  invention 
are  available  commercially.  There  can  be  employed,  for  example  a  Fujitsu  Thermal  Head  (FTP-040 

30  MCS01),  A  TDK  Thermal  Head  F415  HH7-1089  or  a  Rohm  Thermal  Head  KE  2008-F3. 
A  thermal  dye  transfer  assemblage  of  the  invention  comprises 

a)  a  dye-donor  element  as  described  above,  and 
b)  a  dye-receiving  element  as  described  above, 

the  dye-receiving  element  being  in  a  superposed  relationship  with  the  dye-donor  element  so  that  the  dye 
35  layer  of  the  donor  element  is  in  contact  with  the  dye  image-receiving  layer  of  the  receiving  element. 

The  above  assemblage  comprising  these  two  elements  may  be  preassembled  as  an  integral  unit  when 
a  monochrom  image  is  to  be  obtained.  This  may  be  done  by  temporarily  adhering  the  two  elements 
together  at  their  margins.  After  transfer,  the  dye-receiving  element  is  then  peeled  apart  to  reveal  the  dye 
transfer  image. 

40  When  a  three-color  image  is  to  be  obtained,  the  above  assemblage  is  formed  on  three  occasions  during 
the  time  when  heat  is  applied  by  the  thermal  printing  head.  After  the  first  dye  is  transferred,  the  elements 
are  peeled  apart.  A  second  dye-donor  element  (or  another  area  of  the  donor  element  with  a  different  dye 
area)  is  then  brought  in  register  with  the  dye-receiving  element  and  the  process  repeated.  The  third  color  is 
obtained  in  the  same  manner. 

45  The  following  examples  are  provided  to  illustrate  the  invention. 

Example  1 

A)  A  magenta  dye-donor  element  in  accordance  with  the  invention  was  prepared  by  gravure  coating  the 
50  following  layers  in  the  order  recited  on  a  6  urn  poly(ethylene  terephthalate)  support: 

1)  Subbing  layer  of  poly(acrylonitrile-co-vinylidene  chloride-co-acrylic  acid)  (14:79:7  weight  ratio) 
(0.059  g/m2).  coated  from  3-pentanone  solvent,  and 
2)  Dye  layer  containing  the  following  magenta  dye  (0.20  g/m2),  and  cellulose  acetate  propionate 
binder  (2.5  %  acetyl  and  45%  propionyl)  (0.41  g/m2)  coated  from  a  toluene/methanol/cyclopentanone 

55  solvent  mixture  (65/30/5). 

Magenta  Dye 
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10  B)  A  control  dye-donor  element  was  prepared  similar  to  A),  except  that  there  was  no  subbing  layer. 
C)  A  control  dye-donor  element  was  prepared  similar  to  A),  except  that  the  subbing  layer  was  gelatin 
nitrate  (gelatin,  cellulose  nitrate  and  salicyclic  acid  in  approximately  20:5:2  weight  ratio  in  a  solvent  of 
acetone,  methanol  and  water). 
Each  dye-donor  element  was  subjected  to  a  tape  adhesion  test.  A  small  area  (approximately  1/2  inch  x 

is  2  inches)  of  3M  Highland®  6200  Permanent  Mending  Tape  was  firmly  pressed  by  hand  to  the  top  of  the 
element  leaving  enough  area  free  to  serve  as  a  handle  for  pulling  the  tape.  Upon  manually  pulling  the  tape, 
none  of  the  dye  layer  would  be  removed  in  an  ideal  situation.  When  dye  layer  was  removed,  this  indicated 
a  weak  bond  between  the  support  and  the  coated  dye  layer.  The  following  categories  were  established: 

E  -  excellent  (no  dye  layer  removal) 
20  G  -  good  (negligible  quantities  and  areas  of  dye  layer  removal) 

F  -  fair  (small  quantities  and  areas  of  dye  layer  removal 
P  -  poor  (substantial  areas  of  dye  layer  removal) 
U  -  unacceptable  (dye  layer  completely  removed) 
The  following  results  were  obtained: 

25 

30 

Donor   E l e m e n t   Tape  T e s t  

A  E 
B  P 

C  P 

The  results  indicate  that  the  donor  element  having  the  subbing  layer  in  accordance  with  the  invention 
provided  excellent  adhesion,  in  contrast  to  the  control  elements  having  no  subbing  layer  or  a  conventional 

35  subbing  layer  used  in  the  photographic  art  which  had  poor  adhesion. 

Example  2 

A)  A  cyan  dye-donor  element  in  accordance  with  the  invention  was  prepared  by  gravure  coating  the 
40  following  layers  in  the  order  recited  on  a  6  urn  poly(ethylene  terephthalate)  support: 

1)  Subbing  layer  of  poly(acrylonitrile-co-vinylidene  chloride-co-acrylic  acid)  (14:79:7  weight  ratio) 
(0.059  g/m2),  coated  from  3-pentanone  solvent,  and 
2)  Dye  layer  containing  the  following  cyan  dye  (0.28  g/m2),  and  cellulose  acetate  butyrate  binder  (28% 
acetyl  and  17%  butyryl)  (0.504  g/m2)  coated  from  a  toluene/methanol  solvent  mixture  (70/30). 

45 
Cyan  Dye 

O 
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B)  A  control  dye-donor  element  was  prepared  similar  to  A),  except  that  the  subbing  layer  was  Bostik 
7650  (  a  solution  of  linear  saturated  polyester,  presumably  aliphatic)  supplied  by  the  Bostik  Chemical 
Group  of  Emhart  Corp. 
The  tape  adhesion  test  was  run  as  described  in  Example  1.  The  following  results  were  obtained: 

Donor   E l e m e n t   Tape  T e s t  

A  E 

B  P 

The  results  again  indicate  that  the  donor  element  having  the  subbing  layer  in  accordance  with  the 
invention  provided  excellent  adhesion,  in  contrast  to  the  control  element  having  a  commercially  available 
subbing  layer. 

Example  3  -  Comparative  Test 

A)  Magenta  dye-donor  elements  in  accordance  with  the  invention  were  prepared  as  in  Example  1  except 
that  the  subbing  layer  was  coated  at  0.11  g/m2  and  at  0.43  g/m2. 

20  B)  Control  dye-donor  elements  were  prepared  as  in  A),  except  that  the  subbing  layer  was  gelatin  (non- 
deionized,  non  volatile  acid-base  manufacture  photographic  grade,  coated  from  aqueous  solution)  coated 
at  0.11  g/m2  and  at  0.43  g/m2. 
The  tape  adhesion  test  was  run  as  described  in  Example  1.  The  following  results  were  obtained: 

Donor   E l e m e n t   Tape  T e s t  

A  ( 0 . 1 1   g /m2)   E 

A  ( 0 . 4 3   g /m2)   E 

B  ( O . l l   g /m2)   U 

B  ( 0 . 4 3   g /m2)   U 

The  results  again  indicate  that  the  donor  elements  having  the  subbing  layer  in  accordance  with  the 
35  invention  provided  excellent  adhesion,  in  contrast  to  the  control  elements  having  a  gelatin  subbing  layer. 

Claims 

1.  A  dye-donor  element  for  thermal  dye  transfer  comprising  a  poly(ethylene  terephthalate)  support  having 
40  thereon,  in  order,  a  subbing  layer  and  a  dye  layer  comprising  a  dye  dispersed  in  a  cellulosic  binder, 

said  subbing  layer  comprising  a  polymer  derived  from  5  to  35  percent  by  weight  of  acrylonitrile,  from  2 
to  10  percent  by  weight  of  acrylic  acid,  and  from  55  to  85  percent  by  weight  of  vinylidene  chloride,  said 
dye-donor  element  not  having  a  hydrophilic  dye-barrier  layer  between  said  dye  layer  and  said  support. 

45  2.  The  element  of  Claim  1  characterized  in  that  said  dye  layer  comprises  a  sublimable  dye  dispersed  in  a 
cellulose  mixed  ester  binder. 

3.  The  element  of  Claim  2  characterized  in  that  said  cellulose  mixed  ester  is  cellulose  acetate  butyrate. 

50  4.  The  element  of  Claim  1  characterized  in  that  the  side  of  the  support  opposite  the  side  having  thereon 
said  dye  layer  is  coated  with  a  slipping  layer  comprising  a  lubricating  material. 

5.  The  element  of  Claim  1  characterized  in  that  said  dye  layer  comprises  sequential  repeating  areas  of 
cyan,  magenta  and  yellow  dye. 

55 
6.  A  thermal  dye  transfer  assemblage  comprising: 

a)  a  dye-donor  element  comprising  a  poly(ethylene  terephthalate)  support  having  thereon,  in  order,  a 
subbing  layer  and  a  dye  layer  comprising  a  dye  dispersed  in  a  cellulosic  binder,  and 

5 
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b)  a  dye-receiving  element  comprising  a  support  having  thereon  a  dye  image-receiving  layer, 
said  dye-receiving  element  being  in  a  superposed  relationship  with  said  dye-donor  element  so  that  said 
dye  layer  is  in  contact  with  said  dye  image-receiving  layer, 
said  subbing  layer  comprising  a  polymer  derived  from  5  to  35  percent  by  weight  of  acrylonitrile,  from  2 

5  to  10  percent  by  weight  of  acrylic  acid,  and  from  55  to  85  percent  by  weight  of  vinylidene  chloride,  said 
dye-donor  element  not  having  a  hydrophilic  dye-barrier  layer  between  said  dye  layer  and  said  support. 

Revendicatlons 

io  1.  Element  donneur  de  colorant  pour  transfert  thermique  de  colorant  comprenant  un  support  de  polyte- 
rephtalate  d'ethylene,  recouvert  dans  I'ordre  d'une  couche  substratante  et  d'une  couche  de  colorant 
comprenant  un  colorant  disperse  dans  un  liant  cellulosique,  la  couche  substratante  comprenant  un 
polymere  forme  a  partir  de  5  a  35  %  en  poids  d'acrylonitrile,  de  2  a  10  %  en  poids  d'acide  acrylique 
et  de  55  a  85  %  en  poids  de  chlorure  de  vinylidene,  I'element  donneur  de  colorant  n'ayant  pas  de 

is  couche  barriere  hydrophile  entre  la  couche  de  colorant  et  le  support. 

2.  Element  selon  la  revendication  1  caracterise  en  ce  que  la  couche  de  colorant  comprend  un  colorant 
sublimable  disperse  dans  un  liant  ester  mixte  de  cellulose. 

20  3.  Element  selon  la  revendication  2  caracterise  en  ce  que  Tester  mixte  de  cellulose  est  I'aceto  butyrate  de 
cellulose. 

4.  Element  selon  la  revendication  1  caracterise  en  ce  que  le  cote  du  support  oppose  a  celui  portant  la 
couche  de  colorant  est  recouvert  d'une  couche  favorisant  le  glissement  contenant  un  lubrifiant. 

25 
5.  Element  selon  la  revendication  1  caracterise  en  ce  que  la  couche  de  colorant  comprend  des  sequences 

repetitives  de  zones  de  colorant  cyan,  magenta,  et  jaune. 

6.  Assemblage  pour  transfert  thermique  de  colorant  comprenant 
30  a)  un  element  donneur  de  colorant  comprenant  un  support  de  polyterephtalate  d'ethylene  recouvert 

dans  I'ordre  par  une  couche  substratante,  une  couche  de  colorant  comprenant  un  colorant  disperse 
dans  un  liant  cellulosique,  et 
b)  un  element  recepteur  de  colorant  comprenant  un  support  recouvert  d'une  couche  receptrice 
d'image  de  colorant, 

35  la  couche  receptrice  de  colorant  et  la  couche  donneuse  de  colorant  etant  superposees  de  telle  sorte 
que  la  couche  de  colorant  soit  en  contact  avec  la  couche  receptrice  de  colorant, 
la  couche  substratante  comprenant  un  polymere  forme  a  partir  de  5  a  35  %  en  poids  d'acrylonitrile,  de 
2  a  10  %  en  poids  d'acide  acrylique  et  de  55  a  85  %  en  poids  de  chlorure  de  vinylidene,  I'element 
donneur  de  colorant  n'ayant  pas  de  couche  barriere  hydrophile  entre  la  couche  de  colorant  et  le 

40  support. 

Patentanspruche 

1.  Farbstoff-Donorelement  fur  die  thermische  Farbstoffubertragung  mit  einem  Poly(ethylenterephthalat)- 
45  trager,  auf  dem  in  folgender  Reihenfolge  aufgetragen  sind,  eine  Haftschicht  und  eine  Farbstoffschicht 

mit  einem  in  einem  celluloseartigen  Bindemittel  dispergierten  Farbstoff,  wobei  die  Haftschicht  ein 
Polymer  aufweist,  das  sich  zu  5  bis  35  Gew.-%  aus  Acrylnitril,  zu  2  bis  10  Gew.-%  aus  Acrylsaure  und 
zu  55  bis  85  Gew.-%  aus  Vinylidenchlorid  ableitet,  und  wobei  das  Farbstoff-Donorelement  keine 
hydrophile  Farbstoff-Trennschicht  zwischen  der  Farbstoffschicht  und  dem  Trager  aufweist. 

50 
2.  Element  nach  Anspruch  1,  dadurch  gekennzeichnet,  da/S  die  Farbstoffschicht  einen  sublimierbaren 

Farbstoff  aufweist,  der  in  einem  Cellulose-Mischester-Bindemittel  dispergiert  ist. 

3.  Element  nach  Anspruch  2,  dadurch  gekennzeichnet,  da/S  der  Cellulose-Mischester  aus  Celluloseacetat- 
55  butyrat  besteht. 

4.  Element  nach  Anspruch  1  ,  dadurch  gekennzeichnet,  da/S  die  Seite  des  Tragers,  die  der  Seite  mit  der 
Farbstoffschicht  gegenuberliegt,  mit  einer  Gleitschicht  mit  einem  Gleitmittel  beschichtet  ist. 

6 
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Element  nach  Anspruch  1  ,  dadurch  gekennzeichnet,  da/S  die  Farbstoffschicht  in  Reihenfolge  wiederkeh- 
render  Bereiche  von  blaugrunem,  purpurrotem  und  gelbem  Farbstoff  aufweist. 

Zusammensetzung  fur  die  thermische  Farbstoffubertragung  mit: 
a)  einem  Farbstoff-Donorlement  mit  einem  Poly(ethylenterephthalat)trager,  auf  dem  in  folgender 
Reihenfolge  aufgetragen  sind,  eine  Haftschicht  und  eine  Farbstoffschicht  mit  einem  in  einer  cellulo- 
seartigen  Bindemittel  dispergierten  Farbstoff  und 
b)  einem  Farbstoff-Empfangselement  mit  einem  Trager,  auf  dem  sich  eine  Farbstoff-Bildempfangs- 
schicht  befindet, 

wobei  sich  das  Farbstoff-Empfangselement  in  einer  solchen  Position  bezuglich  des  Farbstoff-Donorele- 
mentes  befindet,  da/S  die  Farbstoffschicht  in  Kontakt  mit  der  Farbstoffbild-Empfangsschicht  gelangt, 
wobei  die  Haftschicht  ein  Polymer  aufweist,  das  sich  zu  5  bis  35  Gew.-%  aus  Acrylnitril,  zu  2  bis  10 
Gew.-%  aus  Acrylsaure  und  zu  55  bis  85  Gew.-%  aus  Vinylidenchlorid  ableitet,  wobei  das  Farbstoff- 
Donorlement  keine  hydrophile  Farbstoff-Trennschicht  zwischen  der  Farbstoffschicht  und  dem  Trager 
aufweist. 
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