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Description

[0001] The present invention relates to electric resistance material for use as a resistor represented by an earth
resistor installed in a main transformer or a power generator at a neutral point, a main or brake resistor for a resistance-
controlled vehicle, etc..
[0002] A resistor shall have the characteristic that its resistivity is not affected by change of the environment but kept
at a constant value. However, the resistor is often heated with Joule heat. For instance, a power or vehicle resistor is
heated up to 400°C or so due to heavy electric current. Since a metal resistor has the disadvantage that its resistivity
increases as elevation of a temperature in general, such high electric resistance material with less temperature de-
pendency of resistivity has been used so far for a power or vehicle resistor.
[0003] An Fe-Cr-Al alloy, e.g. FCH1 or FCH2, is already known as high electric resistance material. Since FCH1 or
FCH2 contains 17-26 mass % of Cr and 2-6 mass % of Al, its resistivity is high with less temperature dependency.
However, FCH1 or FCH2 is ferromagnetic, so that a magnetic field is generated by electric current through a resistor.
The magnetic field causes vibration of the resistor and occurrence of noise. The vibration and noise can be inhibited
by use of non-magnetic material, e.g. NCH1, NCH2 or NCH3, as a resistor. However, NCH1, NCH2 and NCH3 are
expensive due to inclusion of Ni at a high ratio and also inferior of hot-workability due to deformation resistance at an
elevated temperature as well as occurrence of surface defect (sleaver defect) during hot-rolling.
[0004] By the way, stainless steel such as SUS304, which contains 18 mass % or so of Cr, has resistivity of 70µΩ·cm
higher than common steel, but the resistivity is greatly varied in response to temperature change compared with con-
ventional electric resistance material. Furthermore, stainless steel SUS304, which is non-magnetic in annealed state,
is changed to ferromagnetic state by mechanical deformation. As a result, a resistor, which is manufactured by forming
stainless steel sheet to an objective shape, produces big noise due to generation of a magnetic field. Resistivity of
stainless steel SUS304 could be made higher by increase of Si and Al contents. But, increase of Si and Al makes steel
sheet harder and inferior of bending formability, and also intensifies occurrence of ferromagnetic state.
[0005] DE-A-2 655 288 discloses a resistive wire consisting of alloyed chromium-nickel steel, containing 16 to 20%
of chromium and 8 to 12% nickel.
[0006] An object of the present invention is to provide electric resistance material, which is high of resistivity with
less temperature dependency and hardly produces noise caused by a magnetic field during flow of electricity, by adop-
tion of alloying design suitable for increase of resistivity and decrease of permeability.
[0007] The present invention proposes new electric resistance material, according to claim 1 which has the compo-
sition consisting of C up to 0.1 mass %, Si up to 5 mass %, Mn up to 6 mass %, 9-32 mass % Cr, 6-25 mass % Ni, N
up to 0.2 mass %, 0-3 mass % Mo, 0-4 mass % Cu, 0-5 mass % Al and the balance being Fe except inevitable impurities
with the provision that a value A defined by the formula (1) and a value B defined by the formula (2) are adjusted not
less than 78 and 14, respectively.

[0008] The proposed electric resistance material may further contain one or more of Ti up to 0.4 mass %, Nb up to
0.4 mass % and B up to 0.005 mass %.

Fig. 1 is a graph illustrating relationship of resistivity at a room temperature with an average temperature coefficient
of resistivity in a range of 20-400°C.
Fig. 2 is a graph illustrating an effect of a value B on permeability µ.

[0009] The inventors have examined various kinds of electric resistance material with respect to resistivity and its
temperature dependency, and searched for electric resistance material which is good of hot-workability and bending
formability and also hardly produces noise on use. Less temperature dependency of resistivity is necessary for a power
or vehicle resistor, which is often heated up to 400°C or so during flow of electricity. Concretely, an average temperature
coefficient of resistivity shall be controlled at a value not more than 1.0007/°C in a range of 20-400°C.

A=0.0083(%Cr)3-0.433(%Cr)2+8.033(%Cr)+6.83(%Si)

+10.93(%Al)+0.563(%Mo)+0.923(%Ni) (1)

B=(%Ni)+(%Cu)+0.63(%Mn)+9.693(%C+%N)

+0.183(%Cr)-0.113(%Si)2 (2)
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[0010] From the inventors' researches on relationship of resistivity with an average temperature coefficient in a range
of 20-400°C, it is discovered that resistivity not less than 85µΩ·cm is necessary for controlling the average temperature
coefficient to not more than 1.0007°C, as shown in Fig. 1. On the other hand, electric resistance material shall be non-
magnetic in order to inhibit production of noise caused by generation of a magnetic field.
[0011] Accounting these requisitions, the inventors have researched effects of composition of an Fe-Cr-Ni alloy on
resistivity in detail, and discovered that resistivity R can be represented by the following formula:

[0012] The relationship means that resistivity R is adjusted to a level not less than 85µΩ·cm by controlling the value
A defined by the formula (1) at 78 or more.
[0013] Non-magnetism is evaluated by permeability µ in general. A resistor is usually manufactured by folding a
sheet of electric resistance material to a zigzag shape, since it is necessarily received in a narrow space. If electric
resistance material keeps permeability not more than 1.010 even in a zigzag-folded state, production of noise is inhib-
ited. A degree of strain generated by zigzag-folding corresponds to a cold-rolling ratio of 20% at most. In this sense,
the inventors have researched relationship of alloying composition with permeability µ on as-annealed samples and
samples cold-rolled at 20%, and discovered that permeability µ is forecast by a value B defined by the formula (2), as
shown in Fig. 2. The relationship of permeability µ with the value B proves that permeability µ is kept not more than
1.010 even in state cold-rolled at 20% by controlling the value B at a level not less than 14. Such low permeability µ
means that electric resistance material is still non-magnetic even after being zigzag-folded.
[0014] Composition of the newly proposed Fe-Cr-Ni alloy is designed so as to satisfy A^78 and B^14 for use as
electric resistance material. An effect of each components of the alloy will become apparent by the following explanation.
[0015] C is an element effective for non-magnetism, but excessive addition of C more than 0.1 mass % makes the
alloy harder and inferior of bending formability.
[0016] Si is an element for increase of resistivity, but excessive addition of Si more than 5 mass % makes the alloy
harder and inferior of bending formability.
[0017] Mn is an alloying element for maintenance of non-magnetic state, but excessive addition of Mn more than 6
mass % causes damage of refractory during refining.
[0018] Cr is an alloying element for increase of resistivity and for corrosion and high-temperature oxidation resistance.
These effects are typically noted at a ratio of 9 mass % or more. However, excessive addition of Cr more than 32 mass
% causes occurrence of scratches on a surface of an alloy sheet during hot-rolling and also worsens toughness and
workability of the alloy sheet. An upper limit of Cr content is preferably determined at 20 mass %.
[0019] Ni is an alloying element for maintenance of non-magnetic state and increase of resistivity. The Fe-Cr-Ni alloy
is not so hardened by increase of Ni content. At least 6 mass % of Ni is necessary for assurance of workability, but
excessive addition of Ni more than 25 mass % causes increase of deformation resistance at an elevated temperature
and occurrence of cracks, which are originated in grain boundaries on a surface of an alloy sheet in a hot-rolling step.
An upper limit of Ni content is preferably determined at 15 mass %.
[0020] N is an element effective for maintenance of non-magnetic state, but excessive addition of N more than 0.2
mass % solution-hardens the Fe-Cr-Ni alloy. N content may be adjusted to a normal level (i.e. less than 0.03 mass %),
at which N is included in the alloy in a conventional refining process, without intentional addition.
[0021] Mo is an optional element for increase of resistivity, but excessive addition of Mo more than 3 mass % solution-
hardens the Fe-Cr-Ni alloy, resulting in poor workability.
[0022] Cu is an optional element for maintenance of non-magnetic state with less solution-hardening. However,
excessive addition of Cu more than 4 mass % worsens high-temperature ductility and causes occurrence of ear cracks
during hot-rolling.
[0023] Al is an optional element most effective for increase of resistivity, but excessive addition of Al more than 5
mass % accelerates generation of Al-N intermetallic compound in large quantities and worsens high-temperature duc-
tility. An upper limit of Al content is preferably determined at 2 mass %.
[0024] Ti is an optional element for improvement of bending formability, but excessive addition of Ti more than 0.4
mass % causes occurrence of scratches on a surface of a slab prepared by a continuous casting process.
[0025] Nb is an optional element for improvement of high-temperature strength, but excessive addition of Nb more
than 0.4 mass % worsens ductility of the Fe-Cr-Ni alloy.
[0026] If a value B representing non-magnetism exceeds 17, cracks originated in grain boundaries are apt to occur
on a surface of a hot-rolled sheet. B is an element for suppression of such cracks. However, excessive addition of B
more than 0.005 mass % lowers a melting temperature at grain boundaries, resulting in poor hot-workability.

R=0.0083(%Cr)3-0.433(%Cr)2+0.833(%Cr)+6.83(%Si)

+10.93(%Al)+1.03(%Mo)+0.923(%Ni)+7.4
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EXAMPLE

[0027] Several Fe-Cr-Ni alloys having compositions shown in Table 1 were melted in a high-frequency vacuum fur-
nace (30kg). An Fe-Cr-Ni alloy sheet of 2mm in thickness was manufactured from each melt by casting, blooming, hot-
rolling, annealing, pickling, cold-rolling, finish-annealing, pickling and then finish cold-rolling.
[0028] In a hot-rolling step, the inventors researched cracks on a surface of the alloy sheet and also cracks at edges
of the alloy sheet. The inventive alloys Nos. 1-8 were hot-rolled to objective shape without cracks at its surface or
edges. The comparative alloys Nos. 11 and 12 were also hot-rolled without cracks, but significant cracks were detected
on a surface of a hot-rolled sheet of the comparative alloy No. 13.
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[0029] Test pieces were cut off each Fe-Cr-Ni alloy sheet and subjected to tests for resistivity, temperature depend-
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ency of resistivity and permeability µ as follows:
[0030] Resistivity was measured at various temperatures by a test for resistivity-temperature study regulated in JIS
C2526. An average temperature coefficient α20-400 in a range of 20-400°C was calculated from measurement values.
[0031] Test pieces cut off each alloy sheet cold-rolled at 20% were used for measuring permeability µ with a magnetic
balance.
[0032] Results shown in Table 2 prove that the inventive Fe-Cr-Ni alloys had temperature dependency of resistivity
less than 1.0007/°C. Permeability µ of any inventive alloy in a state cold-rolled at 20% was at a value less than 1.010
suitable for suppression of noise.
[0033] On the other hand, the comparative alloy sheet No. 11, whose values A and B were both small, exhibited
large temperature dependency of resistivity, so that a resistor made therefrom produced loud noise on use. The com-
parative alloy sheet No. 12 exhibited small temperature dependency of resistivity due to a value A more than 85, but
a resistor made therefrom produced loud noise due to a small value B. The comparative alloy sheet No. 13 was non-
magnetic due to a value B being 19 suitable for suppression of noise, but exhibited large temperature dependency of
resistivity inappropriate for electric resistance material due to a small value A.

[0034] The electric resistance material according to the present invention comprises an Fe-Cr-Ni alloy having a
composition designed so as to satisfy the value A, which represents effects of each alloying element on resistivity, not
less than 78 as well as the value B, which represents effects of each alloying element on non-magnetism, not less
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than 14. Due to the controlled values A and B, the Fe-Cr-Ni alloy has high resistivity with less temperature dependency,
and a resistor made therefrom works well without noise caused by generation of a magnetic field due to electric current.
As a result, the electric resistance material is useful as a resistor for a power generator, for a resistance-controlled
vehicle or for other purpose in various industrial fields.

Claims

1. Electric resistance material having a composition consisting of C up to 0.1 mass %, Si up to 5 mass %, Mn up to
6 mass %, 9-32 mass % Cr, 6-25 mass % Ni, N up to 0.2 mass % and the balance being Fe except inevitable
impurities with the provision that a value A defined by the formula (1) and a value B defined by the formula (2) are
adjusted not less than 78 and 14, respectively.

2. The electric resistance material defined in Claim 1, wherein the material further comprises one or more of Mo up
to 3 mass%, Cu up to 4 mass %, Al up to 5 mass %, Ti up to 0.4 mass %, Nb up to 0.4 mass % and B up to 0.005
mass %.

Patentansprüche

1. Elektrisches Widerstandsmaterial mit einer Zusammensetzung, bestehend aus C von bis zu 0,1 Masse-%, Si von
bis zu 5 Masse-%, Mn von bis zu 6 Masse-%, 9-32 Masse-% Cr, 6-25 Masse-% Ni, N von bis zu 0,2 Masse-%,
wobei der Rest Eisen, ausgenommen unvermeidbarer Verunreinigungen, ist, mit der Maßgabe, daß ein Wert A,
definiert durch die Formel (1), und ein Wert B, definiert durch die Formel (2), eingestellt sind, nicht weniger als 78
bzw. 14 zu sein:

2. Elektrisches Widerstandsmaterial, wie in Anspruch 1 definiert, wobei das Material weiter ein oder mehrere von Mo
von bis zu 3 Masse-%, Cu von bis zu 4 Masse-%, Al von bis zu 5 Masse-%, Ti von bis zu 0,4 Masse-%, Nb von
bis zu 0,4 Masse-% und B von bis zu 0,005 Masse-% umfaßt.

Revendications

1. Matériau pour résistance électrique présentant une composition consistant en jusqu'à 0,1 % en masse de C,
jusqu'à 5 % en masse de Si, jusqu'à 6 % en masse de Mn, de 9 à 32 % en masse de Cr, de 6 à 25 % en masse
de Ni, jusqu'à 0,2 % en masse de N et le complément étant constitué par du Fe à l'exception d'impuretés inévitables
avec la réserve qu'une valeur A définie par la formule (1) et une valeur B définie par la formule (2) sont ajustées

A=0.0083(%Cr)3-0.433(%Cr)2+8.033(%Cr)+6.83(%Si)

+10.93(%Al)+0.563(%Mo)+0.923(%Ni) (1)

B=(%Ni)+(%Cu)+0.63(%Mn)+9.693(%C+%N)

+0.183(%Cr)-0.113(%Si)2 (2)

A = 0,008 x (%Cr)3 - 0,43 x (%Cr)2 + 8,03 x (%Cr) + 6,8 x (%Si) + 10,9 x (%Al)

+ 0,56 x (%Mo) + 0,92 x (%Ni) (1)

B = (%Ni) + (%Cu) + 0,6 x (%Mn) + 9,69 x (%C + %N) + 0,18 x (%Cr)

- 0,11 3 (%Si)2 (2).
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respectivement à des valeurs non inférieures à 78 et 14.

2. Matériau pour résistance électrique selon la revendication 1, dans lequel le matériau comprend, en outre, un ou
plusieurs éléments parmi Mo jusqu'à 3 % en masse, Cu jusqu'à 4 % en masse, A1 jusqu'à 5 % en masse, Ti jusqu'à
0,4 % en masse, Nb jusqu'à 0,4 % en masse et B jusqu'à 0,005 % en masse.

A = 0,008 x (%Cr)3 - 0,43 x (%Cr)2 + 8,03 x (%Cr) + 6,8 x (%Si)

+ 10,9 x (%Al) + 0,56 x (%Mo) + 0,92 x (%Ni) (1)

B = (%Ni) + (%Cu) + 0,6 x (%Mn) + 9,69 x (%C+%N)

+ 0,18 x (%Cr) - 0,11 x (%Si)2 (2)
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