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©  Fatigue  testing  machine. 

©  The  invention  relates  to  a  fatigue  testing  ma- 
chine  comprising 
-  means  (3,  3')  for  clamping  a  sample  (6)  on  which 
forces  can  be  applied,  which  force  results  in  bending 
of  the  sample  (6),  the  amount  of  bending  defines  an 
amount  of  deflexion 
-  means  (2)  for  applying  a  predefined  force  with  a 
frequency  in  between  0.1-20  Hz 
-  means  for  measuring  the  applied  force,  the  fre- 
quency  and  the  deflexion  together  with  means  for  a 
feed-back  mechanism  to  controll  the  accuracy  of  the 
applied  force,  wherein  the  means  for  applying  forces 
comprise 
-  an  elastic  element  (13),  larger  than  the  to  be  tested 
sample  (6)  and  a  mass  (13*),  which  form  a  mechani- 
cal  oscilator  with  an  own  frequency  in  between  0.1- 
20  Hz,  which  oscilator  can  conserve  the  main  part  of 
the  energy  during  testing  of  a  sample. 
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FATIGUE  TESTING  MACHINE 

The  invention  relates  to  a  fatigue  testing  ma- 
chine  comprising 
■  means  for  clamping  a  sample  on  which  forces 
can  be  applied,  which  force  results  in  bending  of 
the  sample,  the  amount  of  bending  defines  an 
amount  of  deflexion. 
-  means  for  applying  predefined  forces  with  a  fre- 
quency  between  0.1-20  Hz. 
-  means  for  measuring  the  applied  force,  the  fre- 
quency  and  the  deflexion  together  with  means  for  a 
feed-back  mechanism  to  contrail  the  accuracy  of 
the  applied  force. 

Above  described  fatigue  testing  machines  are 
known  in  the  art.  The  means  for  applying  forces 
generally  consist  of  a  relatively  heavy  engin  with  a 
power  in  the  order  of  kilowatts  in  order  to  achieve 
the  necessary  force  applicable  onto  the  to  be  test- 
ed  rod.  In  order  to  measure,  relatively  complete 
and  precise,  fatigue  characteristics  of  materials 
(Wohler  curves)  measurements  are  required  at  dif- 
ferent  force,  taking  the  sample  to  destruction.  Thus 
those  measurements  are  time  consuming  and  can 
take  1-3  month.  State  of  the  art  cheap  testing 
machines  appear  to  drift  in  the  force  applied.  The 
drift  appears  to  be  2  a  3  %  over  3  month,  although 
during  a  short  period,  the  accuracy  of  the  applied 
force  is  within  0,1%. 

The  invention  solves  the  problem  of  the  drift, 
which  should  be  for  the  measurement  of  complete 
Wohler  curves  at  least  within  1%,  preferably  within 
0,5%. 

The  solution  according  the  invention  provides  a 
fatigue  testing  machine  in  which  the  means  for 
applying  forces  comprise  an  elastic  element,  larger 
than  the  to  be  tested  sample,  and  a  mass,  which 
form  a  mechanical  oscilater  with  an  own  frequency 
in  between  0.1-20  Hz,  which  oscilator  can  conserve 
the  main  part  of  the  energy  during  testing  of  a 
sample. 

The  engine,  necessary  to  generate  the  forces 
to  be  applied  on  the  to  be  tested  rod,  can  be  very 
much  lighter.  Good  results  are  achieved  using  an 
engine  with  a  power  of  only  10-15  W. 

The  lower  energy  consumption  results  in  a 
stable  processing,  which  is  easy  to  contrail  without 
high  costs.  Thus  the  main  difference  between  state 
of  the  art  fatigue  testing  machines  and  the  one 
according  to  the  invention  is  that  in  the  former  the 
large  amount  of  energy,  which  is  needed  to  deform 
the  sample  is  lost  in  every  load  cycle,  whereas  it  is 
recovered  in  the  machine  according  the  invention. 
This  means  that  the  power  to  be  put  into  the 
machine  and  to  be  controlled  by  a  feed  back 
mechanism,  is  smaller  by  a  factor  in  the  range  100 
to  1000. 

The  invention  also  relates  to  a  process  for 
measuring  fatigue  characteristics  of  a  sample  by 
-  clamping  a  sample  in  a  fatigue  testing  machine, 
-  applying  a  force  on  the  sample,  which  force 

5  results  in  bending  of  the  sample,  the  amount  of 
bending  defines  an  amount  of  deflexion  which  force 
is  applied  in  a  predefined  magnitude  with  a  fre- 
quency  in  between  0.1-20  Hz 
-  measuring  the  applied  force,  the  frequency  and 

w  the  deflexion  while  running  a  feed-back  mechanism 
to  contrail  the  accuracy  of  the  applied  force, 
characterized  in  that  when  applying  the  force  in  a 
cyclic  way  in  each  cycle  the  main  part  of  the 
energy  is  conserved  for  a  following  cycle. 

75  -  It  is  advantageous  to  connect  the  machine  with 
a  computer  for  an  automatic  control  on  drifting  and 
an  automatic  processing  of  measurements. 

The  spring  can  be  e.g.  a  leaf  spring,  or  a  coil 
spring. 

20  The  engine,  used  to  generate  the  oscilating 
forces  can  be  e.g.  electromagnetic  or  pneumatic. 

The  forces  applied  to  a  sample  are  of  a  sinus 
like  nature  and  are  normally  in  between  103-105 
Newton  but  this  is  in  no  way  restrictive.  These 

25  forces  are  normally  called  "dynamic  load".  Further 
to  the  dynamic  load,  which  is  sinusoidally,  a  static 
load  can  be  applied  to  the  sample,  which  allows  to 
measure  fatigue  resistance  with  any  combination  of 
static  and  dynamic  loads.  Especially  this  makes  it 

30  possible  to  measure  under  one  side  only  bending. 
The  machine  can  be  run  under  imposed  load  con- 
dition  which  can  be  held  constant  or  can  be  varied 
according  to  any  desired  program  or  the  machine 
can  be  run  with  imposed  deflection  which  can  be 

35  varied  as  well  according  to  any  desired  program. 
The  invention  can  be  applied  also  in  tensile 

testing  machines  or  other  testing  machine  where 
an  oscilating  large  force  is  applied. 

The  frequency  at  which  the  testing  is  per- 
40  formed  has  to  be  lower  than  the  own  frequency  of 

the  sample  and  lies  normally  between  1-5  Hz, 
especially  1-3  Hz.  It  is  important,  that  the  heat 
dissipation  of  the  sample  is  high  enough,  so  that 
the  temperature  in  the  sample  remains  relatively 

45  constant.  The  frequency  of  the  total  system  de- 
viates  a  bit  from  the  own  frequency  of  the  oscilator 
if  measured  when  the  spring  should  be  fixed  at  one 
end  completely.  This  deviation  depends  on  the 
sample.  It  is  possible  to  adjust  the  frequency  by 

so  adjusting  the  weight  of  the  spring.  This  can  be 
easily  done  by  fixing  a  weight  on  a  rod,  connected 
to  the  spring,  which  weight  can  be  placed  along  the 
spring,  thus  increasing  or  decreasing  the  frequen- 
cy. 

The  invention  will  be  elucidated  by  the  follow- 
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ng  schematic  figure: 
Referring  to  the  figure:  (1)  is  a  frame  with  a 

oad-cel,  which  comprises  means  for  measuring 
applied  force,  and  a  computer  which  is  used  for 
steering  the  machine,  data  gathering  etc.  Fixed  to 
:he  load  eel  (2)  are  clamps  (3)  and  (3').  The  clamps 
;omprise  pivot  joints  (4)  and  (4),  and  pivot  joints 
;5),  (5'),  (5"),  (5")  to  clamp  a  sample  (6).  In  the 
niddle  between  clamping  points  (5-5")  is  the 
damping  point  (7)  for  the  oscilator.  In  order  to  get 
a  linear  translation  during  fatigue  testing,  clamping 
joint  (7)  is  bound  on  one  side  via  shafts  (8)  and  (9) 
:o  a  part  of  the  frame  (10).  On  the  other  side,  the 
Doint  (7)  is  bound  via  shafts  (11)  and  (12)  to  the 
nechanical  oscilator  (13).  Shaft  (11)  is  equally  long 
:o  shaft  (8)  and  shaft  (12)  is  equally  long  to  shaft 
[9).  Shaft  (12)  is  to  be  seen  as  the  shaft  between 
oivot  joints  (14)  and  (15),  which  has  the  counter 
Darts  in  joints  (14)  and  (15').  Pivot  joint  (14)  is,  just 
as  joint  (14')  fixed  to  the  frame. 

The  engine  (16)  puts  energy  into  the  system 
�ia  belt  (17). 

The  mechanical  oscilater  (13)  is  much  larger 
than  sample  (6).  The  own  frequency  of  the  oscilator 
(13)  can  be  measured  by  fixing  the  pivot  joint  (14). 
In  practice,  the  own  frequency  of  the  total  system 
is  a  little  bit  different  from  the  frequency  of  the 
oscilator  (13)  because  the  sample  (6)  is  part  of  the 
total  oscilator.  Preferably  the  frequency  of  the  total 
system  is  in  between  1-5  Hz.  If  constant  frequency 
to  a  high  accuracy  is  necessary,  the  frequency  can 
be  adjusted  by  a  weight  (18),  to  be  fixed  on  a 
certain  height  along  rod  (19).  If  the  weight  is  put  on 
a  lower  place,  the  frequency  will  be  lower  too. 
Optionally,  this  can  be  guided  by  the  computer. 

The  machine  can  be  equipped  with  other 
clamping  devices.  The  above  described  clamping 
is  for  three  point  bending.  Other  clamping  can  be 
used  for  four  point  (shear  free)  bending  or  for 
tensile  and  compressive  testing. 

Claims 

1  Fatigue  testing  machine  comprising 
-  means  for  clamping  a  sample  on  which  forces 
can  be  applied,  which  force  results  in  bending  of 
the  sample,  the  amount  of  bending  defines  an 
amount  of  deflexion 
-  means  for  applying  a  predefined  force  with  a 
frequency  in  between  0.1-20  Hz 
-  means  for  measuring  the  applied  force,  the  fre- 
quency  and  the  deflexion  together  with  means  for  a 
feed-back  mechanism  to  controll  the  accuracy  of 
the  applied  force, 
characterised  in  that  the  means  for  applying  forces 
comprise  -  an  elastic  element,  larger  than  the  to  be 
tested  sample  and  a  mass,  which  form  a  mechani- 

cal  oscilator  witn  an  own  frequency  in  oetween  u.i- 
20  Hz,  which  oscilator  can  conserve  the  main  part 
of  the  energy  during  testing  of  a  sample. 

2.  Fatigue  testing  machine  according  to  claim  1 
5  comprising  a  frame  (1), 

-  means  (3,  3')  for  clamping  a  sample  (6)  on  which 
forces  can  be  applied,  which  force  results  in  bend- 
ing  of  the  sample,  the  amount  of  bending  defines 
an  amount  of  deflexion 

to  -  means  for  applying  a  predefined  force  with  a 
frequency  in  between  1-5  Hz. 
-  means  (2)  for  measuring  the  applied  force,  the 
frequency  and  the  deflexion  together  with  means 
for  a  feed-back  mechanism  to  controll  the  accuracy 

15  of  the  applied  force. 
characterised  in  that  the  means  for  applying  forces 
comprise  an  engine  (16),  an  elastic  element  (13), 
larger  than  the  to  be  tested  sample,  and  a  mass 
(13  ),  which  element  and  mass  form  a  mechanical 

20  oscilator  together  with  the  sample  (6),  which  oscila- 
tor  has  an  eigen  frequency  in  between  1-5  Hz,  and 
can  conserve  the  main  part  of  the  energy  during 
testing  of  a  sample,  which  means  for  applying 
forces  furthermore  comprise  shafts  (8),  (9),  (11) 

25  (12)  for  appling  a  linear  translation  at  the  sample 
(6)  at  clamping  points  (7)  and  (7  ). 

3.  Process  for  measuring  fatigue  characteristics 
of  a  sample  by 
-  clamping  a  sample  in  a  fatigue  testing  machine 

30  -  applying  a  force  on  the  sample,  which  force 
results  in  bending  of  the  sample,  the  amount  of 
bending  defines  an  amount  of  deflexion,  which 
force  is  applied  in  a  predefined  magnitude  with  a 
frequency  in  between  0.1-20  Hz 

35  -  measuring  the  applied  force,  the  frequency  and 
the  deflexion  while  running  a  feed-back  mechanism 
to  controll  the  accuracy  of  the  applied  force, 
characterized  in  that  when  applying  the  force  in  a 
cyclic  way  in  each  cycle  the  main  part  of  the 

40  energy  is  conserved  for  a  following  cycle. 
4.  Fatigue  testing  machine  and  process  as 

substantially  described  in  the  description,  and  the 
figure. 
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