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Description

Technical Field

[0001] The present invention relates to a method and
device for manufacturing a composite material.

Background Art

[0002] In recent years, composite materials made by
impregnating a reinforced base material with resin have
been used as automobile parts to reduce automobile
body weight. An RTM (Resin Transfer Molding) molding
method, which is suitable for mass production, is attract-
ing attention as a molding method for composite materi-
als. In the RTM molding method, first, a reinforced base
material is placed inside a molding die, the reinforced
base material is impregnated with a resin, and the resin
is cured, thereby forming a composite material.
[0003] Before being placed into the molding die, the
reinforced base material is laminated and subjected to
preliminary molding to mold a preform to predetermined
shape. In one example of a preform molding method,
such as that of Patent Document 1 below, an adhesive
is applied to the entire surface of a sheet-shaped rein-
forced base material and the reinforced base material is
placed in a preforming mold and pressed to mold the
preform.
EP 1 749 631 A1 discloses a method of making fiber-
reinforced molded articles which has (a) applying a layer
of material comprising reinforcing fibers on a preform
mold surface which has a configuration corresponding
to at least a portion of a molded article; (b) adding a com-
position comprising an anaerobic binder to the reinforc-
ning material; and (c) contacting said anaerobic binder
with an atmosphere that promotes the curing of said bind-
er.

Prior Art Documents

Patent Documents

[0004] Patent Document 1: Japanese Laid-Open Pat-
ent Application No. 2011-168009

Summary of the Invention

Problem to be Solved by the Invention

[0005] In recent years, with regard to composite ma-
terial manufacturing technology, there has been a de-
mand for the realization of manufacturing techniques with
which it is possible to mold the preform without generating
wrinkles or kinks and to form composite materials in a
relatively short period of time by facilitating resin impreg-
nation irrespective of the portion of the preform. However,
in processes in which the adhesive is applied to the entire
surface of the reinforced base material, as disclosed in

Patent Document 1, it is not possible to meet the above-
described demand.
[0006] As a result of intensive research in order to meet
the above-described demand, the present inventor found
that by using an unactivated powdered adhesive , it is
possible to easily provide, in the preform, a region having
a different content density of the activated adhesive,
thereby realizing the present invention.
[0007] Thus, an object of the present invention is to
provide a manufacturing technique with which it is pos-
sible to mold the preform without generating wrinkles or
kinks and to form composite materials in a relatively short
period of time by facilitating the impregnation of resin
irrespective of the portion of the preform, by using the
unactivated powdered adhesive.

Means to Solve the Problem

[0008] A manufacturing method for a composite mate-
rial according to the present invention which realizes the
object described above is a method for the manufacture
of a composite material comprising a reinforced base ma-
terial and a resin impregnated in the reinforced base ma-
terial. An unactivated powdered adhesive is applied to
at least one of the surfaces of a plurality of the reinforced
base material sheets, and the reinforced base material
sheets are laminated to form a laminate. A portion of the
powdered adhesive that is applied between the layers of
the laminate is removed by means of an airflow that flows
with respect to the laminate in the lamination direction of
the reinforced base material from one surface to the other
surface to form a first portion in which the powdered ad-
hesive is applied between the layers of the laminate and
a second portion in which the applied density of the pow-
dered adhesive is less than that of the first portion. The
powdered adhesive is activated, and a preform having a
first region in which the activated adhesive is impregnat-
ed in the laminate and a second region in which the con-
tent density of the adhesive is less than in the first region,
is formed.
[0009] A manufacturing device for a composite mate-
rial according to the present invention which achieves
the object described above comprises an application unit
for applying an unactivated powdered adhesive onto a
plurality of sheet-like reinforced base materials; a lami-
nation unit for laminating the reinforced base materials
to form a laminate; a removal unit for removing the pow-
dered adhesive that is applied between layers of the lam-
inate by means of an airflow that flows with respect to
the laminate in the lamination direction of the reinforced
base material from one surface to the other surface; a
heating unit for activating the powdered adhesive; a pre-
forming mold for preforming the reinforced base material
into a predetermined shape; and a control unit for con-
trolling operations of the removal unit and the heating
unit. The control unit controls the operation of the removal
unit to remove the portion of the powdered adhesive that
is applied between the layers of the laminate to thereby
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form the first portion, in which the powdered adhesive is
applied between the layers of the laminate, and the sec-
ond portion, in which the applied density of the powdered
adhesive is less than that of the first portion. Furthermore,
the control unit controls the operation of the heating unit
to activate the powdered adhesive, and to form the pre-
form having the first region, in which the activated adhe-
sive is impregnated in the laminate, and the second re-
gion, in which the content density of the adhesive is less
than that of the first region.

Brief Description of the Drawings

[0010]

[Figure 1] is a view for explaining an overall flow of
a manufacturing device and a manufacturing method
for a composite material according to a first embod-
iment.
[Figure 2] is a view for explaining the configuration
of each part of a preforming device for molding a
preform according to the first embodiment; Figure
2(A) is a schematic perspective view of a convey-
ance unit, an application unit, and a lamination unit,
and Figure 2(B) is a schematic perspective view of
a removal unit and a restraining fixture.
[Figure 3] is a view for explaining the actions of the
removal unit and the restraining fixture according to
the first embodiment; Figure 3(A) illustrates a state
in which a laminate is restrained, Figure 3(B) illus-
trates a state in which a portion of the laminate is
heated, and Figure 3(C) is a state in which a pow-
dered adhesive that is between layers of the stacked
laminate is removed.
[Figure 4] is a view for explaining the configuration
of each part of the preforming device for molding the
preform according to the first embodiment; Figure
4(A) is a view for explaining the configuration of a
cutting unit, and Figure 4(B) is a view illustrating a
vicinity of a cutting line that is cut by the cutting unit.
[Figure 5] is a view for explaining the configuration
of each part of a preforming device for molding the
preform according to the first embodiment; Figure
5(A) is a schematic perspective view of a reheating
unit, and Figure 5(B) is a schematic perspective view
of the preforming device.
[Figure 6] Figure 6(A) is a view illustrating a content
density distribution of an adhesive in a reinforced
base material, and Figure 6(B) is a view illustrating
the content density distribution of the adhesive in the
preform that has been preformed.
[Figure 7] is a schematic view of a composite material
forming device for forming the composite material
using the preform according to the first embodiment.
[Figure 8] is a view illustrating an application example
of the composite material manufactured by the man-
ufacturing method and the manufacturing device ac-
cording to the first embodiment; Figure 8(A) illus-

trates a view illustrating various automobile parts that
use the composite material, and Figure 8(B) illus-
trates a view illustrating a vehicle body formed by
joining the automobile parts.
[Figure 9] is a flowchart illustrating a molding method
for the preform according to the first embodiment.
[Figure 10] is a flowchart illustrating the molding
method for the composite material according to the
first embodiment.
[Figure 11] is a conceptual view for explaining a prin-
ciple of a modified example of the first embodiment
and a view of a state in which resin flows in a molding
die in which the reinforced base material is placed
as seen from a direction of a top surface; Figure
11(A) illustrates a view of a state in which resin is
injected in the preform according to the modified ex-
ample of the first embodiment, and Figure 11(B) il-
lustrates a view illustrating the state in which the resin
is injected in the preform according to a comparative
example.
[Figure 12] is a view illustrating a temporal transition
of a pressure inside a cavity when the manufacturing
method for a composite material according to the
modified example of the first embodiment is imple-
mented.
[Figure 13] is a view for explaining the overall flow
of the manufacturing device and the manufacturing
method for a composite material according to a sec-
ond embodiment.
[Figure 14] Figure 14(A) is a schematic perspective
view of a cutting unit of a preforming device for mold-
ing the preform according to the second embodi-
ment, and Figures 14(B) and (C) are views for ex-
plaining a procedure for clamping a plate-shaped
member between the layers of the laminate.
[Figure 15] is a view for explaining the actions of the
removal unit and the restraining fixture according to
the second embodiment; Figure 15(A) illustrates a
state in which the laminate is restrained, and Figure
15(B) illustrates a state in which a portion of the lam-
inate is heated.
[Figure 16] is a view for explaining the actions of the
removal unit and the restraining fixture according to
the second embodiment; Figure 16(A) illustrates a
state in which the powdered adhesive has been re-
moved from between the layers of the stacked body,
and Figure 16(B) illustrates a state in which the plate-
shaped member has been pulled out from between
the layers of the laminate.
[Figure 17] is a flowchart illustrating the molding
method for the preform according to the second em-
bodiment.

Embodiments for Implementing the Invention

[0011] Embodiments of the present invention will be
explained below with reference to the appended draw-
ings. The description below does not limit the technical
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scope or the meanings of the terms described in Claims.
Dimensional ratios in the drawings are exaggerated for
the sake of convenience of explanation and may differ
from actual ratios.

<First embodiment

[0012] The first embodiment according to the present
invention will be described below with reference to Fig-
ures 1 to 10.
[0013] Figure 1 is a view for explaining an overall flow
of a manufacturing device 100 and a manufacturing
method for a composite material 400 according to the
first embodiment. Figures 2, 4, and 5 are view for ex-
plaining a configuration of each part of a preforming de-
vice 200 for molding a preform 500 according to the first
embodiment. Figure 3 is a view for explaining the actions
of a removal unit 240 and a restraining fixture 250 ac-
cording to the first embodiment. Figure 6(A) is a view
illustrating a content density distribution of an adhesive
520 in a reinforced base material 510, and Figure 6(B)
is a view illustrating the content density distribution of the
adhesive 520 in the preform 500 that has been premold-
ed. Figure 7 is a schematic view of a composite material
forming device 300 for forming the composite material
400 using the preform 500 according to the first embod-
iment. Figure 8 is a view illustrating an application exam-
ple of the composite material 400 manufactured by the
manufacturing method and the manufacturing device
100 according to the first embodiment. Figure 9 is a flow-
chart illustrating a molding method for the preform 500
according to the first embodiment. Figure 10 is a flowchart
illustrating the molding method for the composite material
400 according to the first embodiment.
[0014] The composite material 400 that is manufac-
tured according to the manufacturing method and the
manufacturing device 100 of the present embodiment is
formed by impregnating, with resin 600, the preform 500
obtained by preforming a reinforced base material 510
into a predetermined shape, and curing the preform.
First, the preform 500 according to the present embodi-
ment will be described.

(Preform)

[0015] The preform 500 according to the present em-
bodiment is formed by impregnating, with an adhesive
520, a laminate 511 obtained by laminating the reinforced
base materials 510, and preforming the laminate into a
predetermined shape, as illustrated at the top and middle
of Figure 1.
[0016] The reinforced base material 510 can be formed
from, for example, carbon fiber, glass fiber, aramid fiber,
polyamide (PA) fiber, polypropylene (PP) fiber, and acryl-
ic fiber. In the present embodiment, an example in which
carbon fiber is used as the reinforced base material 510
will be described. Carbon fiber is characterized by a low
coefficient of thermal expansion, excellent dimensional

stability, and little degradation of mechanical properties
even under high temperatures, and thus is suitably used
as the reinforced base material of the composite material
400 for an automobile vehicle body 700 (refer to Figure
8(B)), and the like.
[0017] The basis weight of the carbon fiber 510 can
be, for example, 50-400 g/m2, and is preferably 150 g/m2.
[0018] The laminate 511 is formed by laminating the
carbon fiber sheets 510. For example, the carbon fiber
sheets 510 made of a UD (one direction) material, in
which fibers are aligned in one direction, or a so-called
NCF (non-crimped fabric) material, etc., in which a plu-
rality of sheets, in which fibers are aligned in one direc-
tion, are respectively stacked in different directions and
integrated using auxiliary fibers, can be used as the lam-
inate 511.
[0019] Although the laminated structure depends on
the material characteristics required of the composite
material 400 as a molded article, lamination is generally
carried out so as to have a plurality of orientation angles.
In the present embodiment, the laminated structure is
such that three types of materials are laminated, the NCF
material in which the fiber orientation is 645°, the UD
material in which the fiber orientation is 90°, and the UD
material in which the fiber orientation is 0°.
[0020] The adhesive 520 is in the form of a powder
(solid) in the unactivated state and becomes activated
upon melting or softening by means of applied heat. In
the present Specification, the adhesive 520 in the form
of an unactivated powder is referred to as "powdered
adhesive 521," and the adhesive 520 once activated is
referred to as "adhesive 522." In addition, reference to
"adhesive 520" may mean either the powdered adhesive
521 or the adhesive 522 or both.
[0021] The powdered adhesive 521 is applied to the
carbon fibers 510 and is melted or softened by means of
heating to become the activated adhesive 522. The ac-
tivated adhesive 522 bonds the carbon fibers 510 togeth-
er. As a result, when the laminate 511 of the carbon fibers
510 is formed into the desired shape, the adhesive plays
the role of maintaining the shape. It is also possible to
suppress variations in the arrangement of the carbon fib-
ers 510 when the laminate 511 is conveyed.
[0022] The material that constitutes the adhesive 520
is not particularly limited as long as changes of state such
as melting and solidification occur in the material due to
temperature change, examples of which include low mo-
lecular weight epoxy resin, polyamide (PA) resin, poly-
propylene (PP) resin, and polyethylene (PE) resin. In the
present embodiment, a low molecular weight epoxy res-
in, which is the same epoxy resin as a resin 600 that is
used in the composite material 400, described further
below, that has low melt viscosity, and thus high flowa-
bility, as well as excellent heat resistance and moisture
resistance is used. The low molecular weight epoxy resin
is not particularly limited as long as the resin has a vis-
cosity that is low enough to allow impregnation in the
carbon fibers 510 before curing, and a well-known low
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molecular weight epoxy resin may be used.
[0023] The preform 500 has first regions 501 in which
the activated adhesive 522 is impregnated in the laminate
511 and second regions 502, in which the content density
of the adhesive 522 is less than that of the first regions
501, as illustrated in Figure 6(B). In the present Specifi-
cation, "content density of the adhesive 522 is lower"
includes a state in which the content density of the ad-
hesive 522 is 0 (zero).
[0024] According to the preform 500 described above,
by preforming the preform such that curvatures in the
second regions 502 become greater than those in the
first regions 501, the adhesive force that is applied be-
tween the carbon fibers 510 is weaker in the second re-
gions 502, in which the content density of the adhesive
522 is lower, compared to the first regions 501, and thus
deformation in this region takes place relatively more
readily. Thus, it is possible to suppress the generation of
wrinkles, kinks, and the like, which occur particularly in
portions with large curvatures, during molding of the pre-
form 500.
[0025] Next, the composite material 400 that is manu-
factured by the manufacturing method and the manufac-
turing device 100 according to the present embodiment
will be described.

(Composite material)

[0026] By combining the carbon fibers 510 with the res-
in 600, the composite material 400 will have greater
strength and rigidity compared to a molded article com-
posed of only the resin 600. For example, the composite
material 400 can be applied to a frame component such
as a front side member 701 or a pillar 702, or an outer
panel component such as a roof 703, which are used in
the vehicle body 700 of an automobile, such as those
illustrated in Figure 8(A). Because the composite material
400 is lighter than steel materials, it is possible to reduce
the weight of the vehicle body 700, such as illustrated in
Figure 8(B), compared to a vehicle body formed by as-
sembling parts that are made of steel materials.
[0027] The composite material 400 according to the
present embodiment is formed by impregnating the pre-
form 500 with the resin 600. In addition, in the present
embodiment, a core material 530, such as that shown at
the bottom of Figure 1 and Figure 6(B), is inserted into
the composite material 400 in order to improve the rigid-
ity.
[0028] A thermosetting resin such as epoxy resin or
phenol resin is used as the resin 600. In the present em-
bodiment, an epoxy resin that has excellent mechanical
properties and dimensional stability is used. The epoxy
resin typically used is a two-component type, which is
used by mixing a main agent and a curing agent. Gen-
erally, a bisphenol A type epoxy resin is used as the main
agent and an amine type is used as the curing agent, but
no limitation is imposed thereby, and the agents may be
appropriately selected according to the desired material

properties. In addition, an internal mold releasing agent
is contained in the resin 600 so as to facilitate demolding
after the composite material 400 is molded. The type of
the internal mold releasing agent is not particularly limit-
ed, and a well-known agent may be used.
[0029] The core material 530 is formed inside the com-
posite material 400 by coating with the carbon fibers 510
and impregnating the carbon fibers 510 with the resin
600. The material that constitutes the core material 530
is not particularly limited, but a foam (foam core) is pref-
erably used from the standpoint of weight reduction. Ex-
amples of the material constituting the foam include poly-
urethane, vinyl chloride, polyolefin, acrylic resin, polyim-
ide resin (PMI (polymethacrylimide), and PEI (polyether-
imide)).

(Manufacturing device)

[0030] The manufacturing device 100 for the compos-
ite material 400 will be described with reference to Fig-
ures 1 to 6. The manufacturing device 100 for the com-
posite material 400 according to the present embodiment
is roughly divided into the preforming device 200 for mold-
ing the preform 500 illustrated at the top and middle of
Figure 1, and the composite material forming device 300
for forming the composite material 400 using the preform
500 illustrated at the bottom in Figure 1. In addition, the
manufacturing device 100 for the composite material 400
has a control unit 110 for controlling the operation of the
entire manufacturing device 100 (refer to Figures 2, 4(A),
5(A), and 7).
[0031] First, the preforming device 200 for molding the
preform 500 will be described.
[0032] In the overview illustrated at the top and middle
of Figure 1, the preforming device 200 comprises a con-
veyance unit 210 for conveying the carbon fibers 510, an
application unit 220 for applying the powdered adhesive
521, and a lamination unit 230 for forming the laminate
511. The preforming device 200 further comprises the
removal unit 240 for removing the powdered adhesive
521, the restraining fixture 250 that restrains a portion of
the laminate 511, a cutting unit 260, a heating unit 270,
and a preforming mold 280.
[0033] The conveyance unit 210 continuously conveys
the carbon fibers 510 to the application unit 220, the lam-
ination unit 230, the removal unit 240, the restraining fix-
ture 250, the cutting unit 260, the heating unit 270, and
the preforming mold 280, as illustrated at the top and
middle of Figure 1. The conveyance unit 210 includes a
plurality of conveyance rollers 211 and a belt conveyor
212. In the present Specification, the upstream position
side along the flow of the conveyance direction of the
carbon fibers 510 indicated by the arrow in Figure 1 is
referred to as the upstream side, and the downstream
position side is referred to as the downstream side.
[0034] As illustrated at the top of Figure 1 and Figure
2(A), the conveyance rollers 211 have a substantially cy-
lindrical shape and are connected to motors or the like
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and are rotationally driven around shafts. The convey-
ance rollers 211 convey carbon fiber sheets 510, which
are supplied from wound substrate rolls 510a, to the
downstream side (direction of the arrow in Figure 2(A)).
[0035] The belt conveyor 212 conveys the laminate
511 that has been cut by the cutting unit 260 to the heating
unit 270, as illustrated in the middle of Figure 1 as well
as Figures 4(A) and 5(A). The belt conveyor 212 is pro-
vided in accordance with the arrangement of the cutting
unit 260 and the heating unit 270 and is configured such
that it is possible to continuously carry out operations
along the conveyance path.
[0036] The conveyance unit 210 is not limited to the
configuration described above and can be composed of,
for example, a conveyance robot instead of the belt con-
veyor 212.
[0037] The application unit 220 is configured to be
movable in a planar direction of the carbon fiber sheets
510, as illustrated in Figure 2(A). The application unit 220
applies the powdered adhesive 521 to the carbon fibers
510 that are continuously fed from the upstream side of
the conveyance unit 210 essentially uniformly. The ap-
plication amount of the powdered adhesive 521 depends
on the type and the physical properties of the adhesive
520 that is used, but may be, for example, 10-100 g/m3.
[0038] The application unit 220 is not particularly lim-
ited as long as it is possible to apply the powdered ad-
hesive 521 to the carbon fibers 510 therewith, and, for
example, a screen printing apparatus that has high mass
producibility and high application precision may be used.
The screen printing apparatus sprays the powdered ad-
hesive 521 as a mist, which is directly blown and applied
to the carbon fibers 510 essentially uniformly, as illus-
trated in Figure 2(A).
[0039] The lamination unit 230 is provided along the
conveyance path of the carbon fibers 510 and is com-
posed of a plurality of laminating rollers 231 that oppose
each other across the carbon fibers 510, as illustrated at
the top of Figure 1 and in Figure 2(A). The laminating
rollers 231 laminate, and feed to the downstream side,
the plurality of the carbon fiber sheets 510 that are con-
veyed from the conveyance rollers 211, by rotating while
pressing against the carbon fibers 510. The laminating
rollers 231 cn be configured in the same manner as the
conveyance rollers 211 described above.
[0040] The numbers, arrangements, etc., of the con-
veyance rollers 211 and the laminating rollers 231 that
are provided in the preforming device 200 are not limited
to the example shown in Figure 1 and may be appropri-
ately changed.
[0041] The removal unit 240 removes a portion of the
powdered adhesive 521 that is applied between the lay-
ers of the laminate 511 by generating an airflow V that
flows from one surface 511a to the other surface 511b
in a lamination direction of the carbon fibers 510 with
respect to the laminate 511 to form an applied density
distribution of the powdered adhesive 521, as illustrated
in Figure 2(B). In the present Specification, in the applied

density distribution of the powdered adhesive 521, the
portion where the applied density of the powdered adhe-
sive 521 is relatively high is referred to as a "first portion
541," and the portion where the applied density of the
powdered adhesive 521 is lower than the first portion 541
is referred to as a "second portion 542".
[0042] The removal unit 240 comprises an air blowing
unit 241 that is disposed facing the one surface 511a of
the laminate 511, and an air intake unit 242 that is dis-
posed facing the other surface 511b of the laminate 511.
The air blowing unit 241 and the air intake unit 242 face
each other across the laminate 511.
[0043] The air blowing unit 241 injects gas onto the
one surface 511a of the laminate 511. The air intake unit
242 suctions the gas from the other surface 511b of the
laminate 511. Thus, the removal unit 240 generates the
airflow V that flows from the one surface 511a to the other
surface 511b of the laminate 511. The airflow V discharg-
es a portion of the powdered adhesive 521 to the outside
of the laminate 511 from between the layers of the lam-
inate 511, as illustrated in Figure 3(C).
[0044] The air blowing unit 241 includes a gas supply
part 241a that supplies a gas, an injection nozzle 241b
that injects the gas that is supplied from the gas supply
part 241a onto the one surface 511a of the laminate 511,
and an air supply hose 241c that connects the injection
nozzle 241b and the gas supply part 241a, as illustrated
in Figure 2(B).
[0045] The gas supply part 241a is composed of a
pump, a blower, and the like, and feeds gas to the injec-
tion nozzle 241b via the air supply hose 241c in a state
in which a positive pressure is generated by pressurizing
gas at a predetermined pressure.
[0046] The injection nozzle 241b injects the gas that
is supplied via the air supply hose 241c toward the one
surface 511a of the laminate 511 and generates the air-
flow V.
[0047] A valve 243 is provided on the air supply hose
241c, and it is possible to adjust the supplied amount of
the gas that is injected from the injection nozzle 241 b
according to the opening degree of the valve 243. It is
possible to adjust the intensity of the airflow V that is
generated (pressure of the gas) by adjusting the supply
amount of the gas. The intensity of the airflow V is pro-
portional to the force that is received by the powdered
adhesive 521 when the powdered adhesive 521 is
washed away. Thus, it is possible to adjust the amount
of the powdered adhesive 521 to be removed from the
laminate 511 by adjusting the intensity of the airflow V.
It is possible to form the applied density distribution of
the powdered adhesive 521 with a plurality of stages by
adjusting the amount of the powdered adhesive 521 that
is removed from the laminate 511. Thus, after impreg-
nating the laminate 511 with the adhesive 522, which is
activated by melting the powdered adhesive 521, it is
possible to form the content density distribution of the
adhesive 522 with a plurality of stages, as illustrated in
Figure 6(A).
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[0048] The air intake unit 242 includes a negative pres-
sure generating part 242a for generating a negative pres-
sure, a suction nozzle 242b for suctioning the adhesive
520 and the gas that is discharged from the laminate 511
by means of the negative pressure that is generated by
the negative pressure generating part 242a, and a suc-
tion hose 242c that connects the suction nozzle 242b
and the negative pressure generating part 242a.
[0049] The negative pressure generating part 242a is
connected to the suction nozzle 242b via the suction hose
242c. The negative pressure generating part 242a in-
cludes, for example, a recovery tank (not shown) that
collects the suctioned powdered adhesive 521, and a
ventilator (not shown) that generates the negative pres-
sure inside the recovery tank by discharging the gas to
the outside of the negative pressure generating part
242a. The negative pressure is generated by the venti-
lator, and the airflow V for discharging the powdered ad-
hesive 521 and the gas from the suction nozzle 242b
toward the recovery tank is generated by the negative
pressure. The recovery tank includes a filter for capturing
the powdered adhesive 521, and the gas is discharged
to the outside from the ventilator in a state in which the
powdered adhesive 521 is held in the recovery tank.
[0050] The restraining fixture 250 secures and re-
strains the first portion 541 of the laminate 511 from the
lamination direction, as illustrated at the top of Figure 1
and Figure 2(B). For example, the restraining fixture 250
can be composed of two pairs of clamping members 251
that are provided so as to be movable toward and away
from each other.
[0051] The removal unit 240 and the restraining fixture
250 are fixed to a single movable part 252 and are con-
figured to be integrally movable toward and away from
the laminate 511. The removal unit 240 and the restrain-
ing fixture 250 are not limited to the configuration de-
scribed above and may be configured so as to be inde-
pendently movable by each being provided with an inde-
pendently movable part.
[0052] The cutting unit 260 cuts the laminate 511 along
a predetermined cutting line L, as illustrated at the top of
Figure 1 and in Figure 4(A). The cutting unit 260 may use
various cutting mechanisms, such as ultrasonic cutting,
laser cutting, circular saw cutting, press cutting, and scis-
sor cutting. In the present embodiment, ultrasonic cutting
is used, with which it is possible to execute accurate cuts
in a relatively short period of time.
[0053] The heating unit 270 includes fixture heating
units 271 for heating the restraining fixture 250 and a
reheating unit 272 for reheating the laminate 511 that
has been cut by the cutting unit 260, as illustrated at the
top and middle of Figure 1. The heating unit 270 heats
and activates the powdered adhesive 521 that was ap-
plied by the application units 220.
[0054] The fixture heating units 271 heat regions in-
cluding the surfaces of the clamping members 251, in-
cluded in the restraining fixture 250, that face the laminate
511 (the portions surrounded by the broken lines in Figure

3(B)) to a predetermined temperature, as illustrated in
Figures 2(B) and 3(B). The fixture heating units 271 in-
clude, for example, a heat source composed of a ther-
moelectric element and a power source.
[0055] The reheating unit 272 heats the entire laminate
511, as illustrated in Figure 5(A). The heating tempera-
ture depends on the melting temperature of the adhesive
520 to be used, and is, for example, 70°C to 150°C. Thus,
it is possible to impregnate the laminate 511 with the
adhesive 522, which is activated when the powdered ad-
hesive 521 is softened or melted. As a result of impreg-
nating the adhesive 522, the content amount of the ad-
hesive 522 per unit area of the laminate 511, i.e., the
content density, is determined. Although not particularly
limited, the heating unit 270 is preferably composed of
elements that can instantaneously and uniformly heat
the laminate 511, examples of which include heating fur-
naces such as a continuous furnace, a high-frequency
coil, a far infrared heater, and a hot air heater.
[0056] The preforming mold 280 preforms the laminate
511 into a predetermined three-dimensional shape. As
shown in the middle of Figure 1, the mold includes a lower
die 281 on which is placed the laminate 511 to be molded
into the preform 500, and an upper die 282 that can freely
move toward and away from the lower die 281. A molding
surface corresponding to the shape of the preform 500
is formed on the surface of the upper die 282 that faces
the lower die 281. It is possible to mold the laminate 511
into the preform 500 by bringing the upper die 282 close
to the lower die 281 and applying a pressurizing force to
the laminate 511, in a state in which the laminate 511 is
placed on the lower die 281.
[0057] As in the present embodiment, in the case of
the preform 500 in which is formed a closed cross section
by insertion of the core material 530, corners with large
curvatures are often formed, such as those shown in Fig-
ure 6(B). When preforming the laminate 511, the
amounts of deformation differ greatly between the inner
sides and the outer sides of said corners. Therefore, mis-
alignment between the layers of the laminate 511 be-
comes greater compared with flat portions with smaller
curvatures. When the interlayer of the laminate 511 is
bonded with the activated adhesive 522, the carbon fib-
ers 510 are restrained together; therefore, deformation
of the laminate 511 is restricted by the adhesive force of
the adhesive 522. When preforming is carried out in a
state in which the deformation of the laminate 511 is re-
stricted, wrinkles, kinks, and the like occur in the portions
of the molded preform 500 that have large curvatures.
[0058] In the present embodiment, the portions of the
preformed three-dimensional shape with large curva-
tures and in which the amount of deformation at the time
of molding is large are configured as the second regions
502, which are portions in which the content density of
the adhesive 522 is relatively low. As a result, because
the adhesive force of the adhesive 522 is relatively weak
between the layers of the laminate 511, deformation of
the second regions 502 can be easily realized. Therefore,
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it is possible to suppress the generation of wrinkles, kinks,
and the like of those portions of the preform 500 with
large curvatures. Thus, the degree of design freedom of
the shape of the preform 500 is increased, and it is pos-
sible to expand the range of selectable shapes for the
composite material 400.
[0059] Next, the composite material forming device
300 for forming the composite material 400 using the
preform 500 will be described.
[0060] In an overview with reference to Figure 7, the
composite material forming device 300 according to the
present embodiment comprises an molding die 310 that
can be freely opened and closed, which forms a cavity
350 in which the preform 500 is placed, pressing unit 320
that load a clamping pressure on the molding die 310, a
resin injection unit 330 for injecting molten resin 600 into
the cavity 350, and a mold temperature adjustment unit
340 for adjusting the temperature of the molding die 310.
[0061] The molding die 310 has a pair of dies, an upper
die 311 (male mold) and a lower die 312 (female mold),
which can be opened and closed. The cavity 350, which
can be hermetically sealed, is formed between the upper
die 311 and the lower die 312. The preform 500 is placed
inside the cavity 350.
[0062] The molding die 310 further comprises an in-
jection port 313 for injecting the resin 600 into the cavity
350. The injection port 313 communicates with the cavity
350 and the resin injection unit 330. The inside of the
preform 500 is impregnated with the resin 600 that is
injected from the resin injection unit 330 from the surface.
The configuration of the molding die 310 is not limited to
the configuration described above; for example, a suction
port for vacuuming the inside of the cavity 350 to suction
the air therein may be provided on the lower die 312.
Alternatively, a sealing member, or the like, may be pro-
vided on a mating surface between the upper die 311
and the lower die 312 in order to bring the interior of the
cavity 350 into a sealed state.
[0063] The pressing unit 320 may be composed of, for
example, a pressing machine comprising cylinders 321
that use fluid pressure such as hydraulic pressure, and
that can freely adjust the clamping pressure by controlling
the hydraulic pressure, and the like.
[0064] The resin injection unit 330 may be composed
of a well-known circulation pump mechanism that is able
to circulate, while supplying to the molding die 310, a
main agent that is supplied from a main agent tank 331
and a curing agent that is supplied from a curing agent
tank 332. The resin injection unit 330 communicates with
the injection port 313 and injects the resin 600 into the
cavity 350.
[0065] The mold temperature adjustment unit 340
heats the molding die 310 to a curing temperature of the
resin 600 to cure the resin 600 that is injected inside the
cavity 350. The mold temperature adjustment unit 340
may have, as a heating mechanism, for example, an elec-
tric heater that directly heats the molding die 310, a tem-
perature adjustment mechanism that adjusts the temper-

ature by circulating a heating medium such as oil, or the
like.
[0066] The control unit 110 controls the operation of
the entire manufacturing device 100. Specifically, with
reference to Figure 7, the control unit 110 comprises a
storage unit 111, a calculation unit 112, and an input/out-
put unit 113 that sends and receives various data and
control commands. The input/output unit 113 is electri-
cally connected to each unit of the device, such as the
removal unit 240 and the restraining fixture 250.
[0067] The storage unit 111 is composed of a ROM
and a RAM and stores data, such as the content density
distribution of the adhesive 522 and the applied density
distribution of the powdered adhesive 521 with respect
to the carbon fibers 510. The calculation unit 112 is pri-
marily composed of a CPU and receives data, such as
the feeding speed of the carbon fibers 510 by the con-
veyance unit 210 via the input/output unit 113. The cal-
culation unit 112 calculates the timing to remove the pow-
dered adhesive 521, the intensity of the airflow V that is
generated, the heating temperature of the restraining fix-
ture 250 by the fixture heating units 271, etc., based on
data read from the storage unit 111, as well as data re-
ceived from the input/output unit 113. Control signals
based on the calculated data are transmitted to each unit
of the device, such as the removal unit 240 and the re-
straining fixture 250 via the input/output unit 113. In this
manner, the control unit 110 controls the removal amount
and removal positions of the powdered adhesive 521,
the heating temperature of the restraining fixture 250,
and the like.

(Manufacturing method)

[0068] Next, the manufacturing method for the com-
posite material 400 according to the embodiment will be
described.
[0069] In general, the manufacturing method for the
composite material 400 includes two steps, a step for
molding the preform 500, as illustrated in Figure 9, and
a step for forming the composite material 400 using the
preform 500, as illustrated in Figure 10.
[0070] First, the step for molding the preform 500 will
be described.
[0071] The step for molding the preform 500 includes
a supplying step (Step S101) for supplying the carbon
fiber 510 material, an application step (Step S102) for
applying the powdered adhesive 521 to the carbon fiber
sheets 510, a lamination step (Step S103) for forming
the laminate 511, a disposing step (Step S104) for dis-
posing the removal unit 240 and the restraining fixture
250 on the laminate 511, a heating step (Step S105) for
heating a portion of the laminate 511, a removal step
(Step S106) for removing the powdered adhesive 521
from a portion of the laminate 511, a cutting step (Step
S107) for cutting the laminate 511 into a predetermined
shape, a reheating step (Step S108) for heating the lam-
inate 511, a conveying step (Step S109) for conveying
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the laminate 511, a preforming step (Step S110) for pre-
forming the laminate 511 to form the preform 500, and a
demolding step (Step S111) for demolding the preform
500 from the preforming mold 280, as illustrated in Figure
9.
[0072] Each of the steps will be described.
[0073] First, as illustrated at the top of Figure 1 and in
Figure 2(A), the carbon fiber sheets 510 are pulled out
from the plurality of substrate rolls 510a, which are made
by winding the carbon fibers 510, and the carbon fibers
510 are continuously supplied (Step S101). The supplied
carbon fibers 510 are fed to the downstream side by
means of the conveyance rollers 211.
[0074] Next, the unactivated powdered adhesive 521
is applied to at least one of the surfaces of the carbon
fibers 510 that are continuously fed by the conveyance
unit 210 by the application unit 220 (step S102). At this
time, adjustments are made such that the powdered ad-
hesive 521 is applied to the entire surface of the one
surface of the carbon fibers 510 essentially uniformly.
[0075] Next, the carbon fibers 510 that are continuous-
ly fed by the laminating rollers 231 are laminated to form
the laminate 511 (Step S103). In the present embodi-
ment, the carbon fibers 510 with different lamination ori-
entations are laminated to obtain a predetermined lami-
nated structure. Specifically, three types of substrate rolls
510a, respectively composed of an NCF material in which
the fiber orientation is 645°, a UD material in which the
fiber orientation is 90°, and the UD material in which the
fiber orientation is 0°, are used, which are laminated ac-
cording to a predetermined orientation order, to form the
laminate 511.
[0076] Next, a portion of the laminate 511 is clamped
in the restraining fixture 250 from the lamination direction,
as illustrated in Figures 2(B) and 3(A). At this time, the
continuous flow of the laminate 511 from the upstream
side to the downstream side is temporarily stopped. In
the present embodiment, the removal unit 240 is config-
ured to be integrally movable toward and away from the
laminate 511 with the restraining fixture 250, and is thus
disposed so as to face both surfaces of the laminate 511
together with the restraining fixture 250 (step S104).
[0077] Next, a portion of the laminate 511, in a state in
which the powdered adhesive 521 is uniformly applied,
is heated to melt or soften the powdered adhesive 521,
thereby forming the activated adhesive 522, as illustrated
in Figure 3(B) (Step S105). Specifically, regions that in-
clude the surfaces of the clamping members 251, which
are included in the restraining fixture 250, and that face
the laminate 511 (the portions surrounded by the broken
lines in Figure 3(B)) are heated. Heat is conducted from
the contact surface between the clamping member 251
and the laminate 511 to heat a portion of the powdered
adhesive 521 that is disposed between the layers of the
laminate 511. The heating temperature is not particularly
limited, as long as it is a temperature at which the adhe-
sive 520 softens or melts and becomes activated, and
may be, for example, the melting temperature. In addi-

tion, the clamping member 251 may be heated to a pre-
determined temperature in advance. It is thereby possi-
ble to shorten the molding time.
[0078] Next, in a state in which the laminate 511 is
being clamped by the clamping member 251, the removal
unit 240 is driven and caused to generate the airflow V
that flows from the one surface 511a to the other surface
511b in a portion of the laminate 511, as illustrated in
Figure 3(C). The powdered adhesive 521 that is applied
between the layers of the laminate 511 is discharged to
the outside of the laminate 511 via gaps between the
fibers of the carbon fibers 510 by means of the airflow V,
to thereby remove a portion of the adhesive 520 (Step
S106). As a result, the first portion 541 in which the pow-
dered adhesive 521 is applied between the layers of the
laminate 511 is formed in the portion that is being re-
strained by the restraining fixture 250, and the second
portion 542, in which the applied density of the powdered
adhesive 521 is less than that of the first portion 541, is
formed in the portion where the airflow V is generated.
In this manner, the applied density distribution of the pow-
dered adhesive 521, which is formed by the first portion
541 and the second portion 542, forms the first region
501 and the second region 502, which are the content
density distribution of the activated adhesive 522, after
heating in the above-described heating step (Step S105)
and the reheating step (Step S108), described further
below.
[0079] Since a portion of the powdered adhesive 521
is removed immediately after the laminate 511 is formed,
compared to a case in which the distribution of the ad-
hesive 520 is formed for each sheet of the carbon fibers
510 in the application step, it is possible to form the first
portion 541 and the second portion 542, which are the
distribution of the powdered adhesive 521, in a shorter
period of time.
[0080] In addition, when the powdered adhesive 521
is removed, by clamping and restraining the portion to
be the first region 501 of the laminate 511 (first portion
541), it is possible to suppress the generation of the air-
flow V for removing the powdered adhesive 521 in the
first region 501. Since it is thereby possible to suppress
the removal of the powdered adhesive 521 from the first
portion 541 by the airflow V, it is possible to more reliably
form the first region 501 and the second region 502, which
are made up of the distribution of the content density of
the adhesive 520.
[0081] In the present embodiment, in the first region
501, there is a content density distribution that has a por-
tion in which the content density of the adhesive 520 is
high (dark colored portion in Figure 6(A)) and a portion
in which the content density is low (light colored portion
in Figure 6(A)), as illustrated in Figure 6(A). Similarly, a
content density distribution also exists in the second re-
gion 502. In this manner, when the content density dis-
tribution is formed having three or more stages, it is pref-
erable to set the area around the cutting line L, which is
cut by the cutting unit 260, described further below, at
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the portion with the highest content density of the adhe-
sive 520. In addition, the distribution of the content den-
sity is formed such that the portions with large curvatures
in the three-dimensional shape molded by means of the
preforming mold 280 (portions surrounded by the broken
lines) are set as second region 502, which are portions
in which the content density of the adhesive 520 is rela-
tively low, as illustrated in Figure 6(B).
[0082] As in the present embodiment, by carrying out
the removal step (Step S106) after the heating step (Step
S105), the airflow V is generated in the portions of the
laminate 511 that are not heated in a state in which a
portion of the powdered adhesive 521 is heated and melt-
ed or softened into a gel state, in order to remove the
powdered adhesive 521. As a result, it is possible to fur-
ther suppress the removal of the powdered adhesive 521
from those portions that will become the first regions 501
by the airflow V, and it is possible to more reliably form
the distribution of the content density in the first regions
501 and the second regions 502.
[0083] When the removal step (Step S106) is ended,
the continuous flow of the laminate 511 from the up-
stream side to the downstream side by means of the con-
veyance unit 210 is restarted. Thereafter, the carbon fib-
ers 510 are cut along the cutting line L in a state in which
the adhesive 520 is melted, as illustrated in Figure 4(A)
(Step S107). The expanded shape of the composite ma-
terial 400, which is the molded article, is set in advance,
and the cutting line L is determined according to the ex-
panded shape.
[0084] The periphery of the cutting line L is disposed
in the first regions 501, where the content density of the
adhesive 520 is higher than in the second regions 502.
The first regions 501 are formed such that the adhesive
520 is applied in a strip shape provided with a predeter-
mined application width W with respect to the cutting line
L, as illustrated in Figure 4(B). The application width W
of the adhesive 520 depends on a predetermined toler-
ance of the cutting line L, but may be, for example, 1-20
mm. By activating the adhesive 520, the periphery of the
cutting line L is fixed by the adhesive 520, and it is pos-
sible to suppress fraying of the cut surface at the time of
cutting or at the time of conveyance to the next step after
cutting. In addition, even when the portion to be cut is
misaligned with respect to the cutting line L, since the
content density of the adhesive 520 is high in the periph-
ery of the cutting line L, it is possible to suppress fraying
of the cut surface. If fraying of the cut surface occurs, it
becomes necessary to remove the portion where the
fraying occurred after the composite material 400 is mold-
ed. By suppressing the fraying of the cut surface, it is
possible to reduce post-processing for removal of the
portion where the fraying occurred; therefore, the mold-
ing time can be shortened and, because it is not neces-
sary to remove the portion where the fraying occurred, it
is possible to improve the yield.
[0085] Next, the entire laminate 511 is reheated, as
illustrated in Figure 5(A) (Step S108). As a result, for

example, it is possible to heat the powdered adhesive
521 that remains in the second portions 542 of the lam-
inate 511 and that has not been heated in order to activate
the powdered adhesive in the heating step (Step S105).
In addition, because it is possible to carry out preforming
in a state in which the adhesive 520 is softened by heating
the adhesive 520 before the preforming step (Step S110),
preforming becomes relatively easy. As in the case in
which the powdered adhesive 521 is not applied to the
second portions 542 of the laminate 511, in the case in
which it is possible to activate the powdered adhesive
521 that is applied to the laminate 511 by means of the
heating step (Step S105), the reheating step (Step S108)
can be omitted.
[0086] Next, the laminate 511 is conveyed to and
placed in the lower die 281 of the preforming mold 280,
as illustrated in Figure 5(B) (Step S109). At this time,
because the interlayer of the carbon fibers 510 is bonded
by means of the activated adhesive 522, it is possible to
suppress dispersion in the carbon fibers 510 at the time
of conveyance.
[0087] Next, the laminate 511 of the carbon fibers 510
that are placed on the lower die 281 of the preforming
mold 280 is preformed to mold the preform 500, as illus-
trated in Figure 5(B) (Step S110). At this time, the core
material 530 is disposed so as to be coated by the carbon
fibers 510. The upper die 282 may be formed from a
plurality of divided molds, as illustrated in the preforming
step in the middle of Figure 1, or an upper die composed
of one undivided mold may be used. The preforming mold
280 is preferably cooled to 20-40°C, for example. Cooling
of the adhesive 522 is thereby carried out at the same
time that the mold is closed, and the adhesive 522 is
cured to complete the preforming.
[0088] Next, the preforming mold 280 is opened and
the preform 500 is demolded, thereby completing the
molding of the preform 500 (Step S111). Within the shape
of the molded preform 500, the flat surface portions where
the curvature is small are the first regions 501 in which
the content density of the adhesive 522 is relatively high,
and the portions with large curvatures (portions surround-
ed by the broken lines) are the second regions 502 in
which the content density of the adhesive 522 is relatively
low, as illustrated in Figure 6(B).
[0089] Next, the step for forming the composite mate-
rial 400 using the preform 500 will be described.
[0090] The step for forming the composite material 400
includes a step for disposing the preform 500 in the cavity
350 of the molding die 310 (Step S201), a step for inject-
ing the resin 600 into the cavity 350 (step S202), a step
for curing the resin 600 (Step S203), and a step for
demolding the molded composite material 400 from the
molding die 310 (Step S204), as illustrated in Figure 10.
[0091] Each of the steps will be described.
[0092] First, the preform 500 is placed in the cavity 350
of the molding die 310, as illustrated in Figure 7 (Step
S201).
[0093] Next, the resin 600 is injected into the cavity
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350 (Step S202). The molding die 310 is preheated to at
least a curing temperature (for example, about 100°C to
160°C) of the resin 600 (for example, an epoxy resin).
[0094] Next, the resin 600 that is impregnated in the
carbon fibers 510 is cured (Step S203).
[0095] Next, after the resin 600 is cured, the molding
die 310 is opened and the composite material 400 in
which the carbon fibers 510, the resin 600, and the core
material 530 are integrated is demolded, thereby com-
pleting the molding (Step S204).
[0096] As described above, according to the manufac-
turing method and the manufacturing device 100 for the
composite material 400 of the present embodiment, a
portion of the powdered adhesive 521 that is applied be-
tween the layers of the laminate 511 is removed by
means of the airflow V that is generated in the lamination
direction of the carbon fibers 510 to form the first portions
541 and the second portions 542, in which the applied
density of the powdered adhesive 521 is less than that
of the first portions 541. Furthermore, the powdered ad-
hesive 521 is activated to form the preform 500 having
the first regions 501 in which the laminate 511 is impreg-
nated with the activated adhesive 522, and the second
regions 502 in which the content density of the adhesive
522 is less than that of the first regions 501.
[0097] In accordance with the manufacturing method
and the manufacturing device 100 for the composite ma-
terial 400 configured in this manner, it is possible to sup-
press the generation of wrinkles, kinks, and the like in
those portions that do not readily deform when the lam-
inate 511 is pressed to mold the preform 500 by accu-
rately controlling the content density distribution of the
adhesive 522 by means of the airflow V that is generated
in the lamination direction of the carbon fibers 510. It is
possible to form the composite material 400 with higher
quality by forming the composite material 400 from the
preform 500. Even if the airflow were generated in the
in-plane direction instead of the lamination direction of
the laminated carbon fibers 510, although a portion of
the powdered adhesive 521 can be removed, the position
thereof cannot be controlled; therefore, it is difficult to
suppress the generation of wrinkles, kinks, and the like,
in those portions that do not readily deform.
[0098] In addition, during forming, the preform 500 is
formed to be a three-dimensional shape in which the cur-
vatures of the second regions 502 are greater than those
in the first regions 501. Because the content density of
the adhesive 522 is lower in the second regions 502 than
in the first regions 501, the carbon fibers 510 can be
easily deformed in the second regions 502. Because it
is possible to suppress the generation of wrinkles, kinks,
etc., of the preform 500 in those portions with large cur-
vatures, it is possible to increase the degree of design
freedom of the shape of the preform 500. It is thereby
possible to expand the range of selectable shapes for
the composite material 400 while suppressing variations
in the arrangement of the carbon fibers 510 with the ad-
hesive 522.

[0099] In addition, during removal of the powdered ad-
hesive 521, those portions that will become the first por-
tions 541 of the laminate 511 are clamped from the lam-
ination direction. By clamping and restraining those por-
tions that will become the first portions 541 from which
the powdered adhesive 521 is not removed, it is possible
to suppress the generation of the airflow V for removal
of the powdered adhesive 521. As a result, it is possible
to suppress the removal of the powdered adhesive 521
from those portions that will become the first portions 541
by the airflow V, and it is possible to form the distribution
of the content density of the adhesive 520 in the first
regions 501 and the second regions 502 after activation
of the adhesive.
[0100] In addition, the powdered adhesive 521 that is
applied to those portions that will become the first por-
tions 541 of the laminate 511 are heated before removal
of the powdered adhesive 521. The airflow V is generated
in to those portions that will become the second portions
542 to remove the powdered adhesive 521, in a state in
which the powdered adhesive 521 applied to those por-
tions that will become the first portions 541 is heated and
melted or softened into a gel state. As a result, it is pos-
sible to further suppress the removal of the powdered
adhesive 521 from those portions that will become the
first portions 541 by the airflow V, and it is possible to
more reliably form the distribution of the content density
in the first regions 501 and the second regions 502 after
activation of the adhesive.
[0101] In addition, a cutting step for cutting the carbon
fibers 510 along the cutting line L is carried out after the
heating step for activating the powdered adhesive 521
and before the preforming step for forming the preform
500. Furthermore, the first regions 501 include the cutting
line L. By activating the powdered adhesive 521, the pe-
riphery of the cutting line L is fixed by the activated ad-
hesive 522, and it is possible to suppress fraying of the
cut surface at the time of cutting or at the time of convey-
ance to the next step after cutting. By suppressing the
fraying of the cut surface, it is possible to reduce post-
processing for removal of the portion in which the fraying
occurred; therefore, the molding time can be shortened
and, because it is not necessary to remove the portion
where the fraying occurred, it is possible to improve the
yield.

(Modified example)

[0102] A modified example of the above-described first
embodiment will be described with reference to Figures
11 and 12.
[0103] Figure 11 is a conceptual view for explaining a
principle of the modified example of the first embodiment.
Figure 12 is a view illustrating a temporal transition of a
pressure Pr inside the cavity 350 when the manufacturing
method for the composite material 400 according to the
modified example of the first embodiment is implement-
ed. The arrows in Figure 11 indicate the direction of the
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flow of the resin 600.
[0104] The manufacturing method for the composite
material 400 according to the modified example is differ-
ent from the first embodiment in the arrangement of the
first regions 501 and the second regions 502, which are
formed in the removal step (Step S106) of the step for
forming the preform 500 illustrated in Figure 9. The man-
ufacturing device 100 has the same configuration as in
the first embodiment, so that the same reference symbols
have been assigned and the descriptions thereof have
been omitted.
[0105] When the cavity 350 of the molding die 310 on
which the laminate 511 of the carbon fibers 510 is placed
is seen from above, the resin 600 flows from the injection
port 313 concentrically outward, as illustrated in Figure
11(B). Thus, the peripheral edge portions of the cavity
350 away from the injection port 313 become portions
352 to which the resin 600 hardly flows. In order to cause
the resin 600 to reach the portions 352 to which the resin
600 hardly flows, the maximum injection pressure in the
injection operation of the resin 600 is necessarily set to
a high value, as illustrated by the broken line in Figure
12. When the maximum injection pressure for filling with
the resin 600 is set to a high value, the maximum pressure
P2 inside the cavity 350 also increases accordingly.
Therefore, it is necessary to use a large pressing machine
that can apply a greater clamping pressure in order to
prevent the unintentional opening of the molding die 310
during application of the injection pressure.
[0106] In the present embodiment, the powdered ad-
hesive 521 is removed such that the first regions 501 are
disposed, for example, in portions 351 to which the resin
600 readily flows, such as the vicinity of the injection port
313, and that the second regions 502 are formed, for
example, in the portions 352 to which the resin 600 hardly
flows, such as the peripheral edge portions of the cavity
350, as illustrated in Figure 11(A) (Step S106). In the
second regions 502 in which the content density of the
adhesive 522 is relatively low, the flow resistance of the
resin 600 becomes low compared to the first regions 501.
Thus, in the step for injecting the resin 600 into the cavity
350 (Step S202 in Figure 10), it is possible to carry out
control such that the resin 600 flows relatively easily to
the portions 352 to which the resin 600 hardly flows, in
which the second regions 502 are disposed. Because it
thereby becomes possible to cause the resin 600 to reach
the entire cavity in a short period of time without increas-
ing the injection pressure of the resin 600, it is possible
to reduce the maximum injection pressure of the resin
600, as illustrated by the solid line in Figure 12. Because
it is possible to suppress the maximum pressure P1 inside
the cavity 350 to a relatively low value, it is possible to
reduce both the molding time and capital equipment ex-
penditures.
[0107] In addition, in the present embodiment, the resin
600 is formed an epoxy resin and the adhesive 520 is
formed from low molecular weight epoxy resin. Since the
resin 600 and the adhesive 520 are formed from similar

materials, during molding of the composite material 400,
it is possible to form the composite material 400 to be
uniform by integrating with the resin 600 by suppressing
the formation of an interface between the resin 600 and
the adhesive 520. Thus, during the initial stages of the
injection of the resin 600, the adhesive 520 has the effect
of guiding the resin 600 to the portions 352 to which the
resin 600 hardly flows, and it is possible to control the
flow of the resin 600. As the injection of the resin 600
progresses, the adhesive 520 softens due to the reaction
heat that accompanies the curing of the resin 600, and
the like, and the resin 600 gradually spreads across the
entire inside of the cavity 350; therefore, it becomes pos-
sible to more evenly mix the resin 600 and the adhesive
520.
[0108] As described above, according to the manufac-
turing method and the manufacturing device 100 for the
composite material 400 according to the modified exam-
ple of the first embodiment, a portion of the powdered
adhesive 521 that is applied between the layers of the
laminate 511 is removed by means of the airflow V to
form the first portions 541 and the second portions 542,
in which the applied density of the powdered adhesive
521 is less than that of the first portions 541. Furthermore,
the powdered adhesive 521 is activated to form the pre-
form 500 having the first regions 501, in which the lami-
nate 511 is impregnated with the activated adhesive 522,
and the second regions 502, in which the content density
of the adhesive 522 is less than that of the first regions
501. It is thereby possible to obtain the same effects as
the first embodiment. Furthermore, by controlling the
content density of the adhesive 522, it is possible to form
the composite material 400 in a relatively short period of
time by facilitating the impregnation of resin 600 irrespec-
tive of the portion of the preform 500.
[0109] In addition, the resin 600 that is injected into the
cavity 350 flows more easily in the portions of the cavity
350 in which the second regions 502 of the laminate 511
are disposed, compared to the portions where the first
regions 501 are disposed. Thus, compared to a case in
which a preform with a uniform content density of the
resin 520 is placed inside the cavity 350, it becomes pos-
sible to facilitate the flow of the resin 600 to the portions
352 to which the resin 600 hardly flows. Thus, it becomes
possible to make the resin 600 reach the entirety of the
carbon fibers 510 in the cavity 350 in a relatively short
period of time by facilitating the impregnation of the resin
600 irrespective of the portion of the preform 500. It is
thereby possible to reduce both the molding time and
capital equipment expenditures since it is possible to
keep the maximum pressure P1 within the cavity 350 to
a relatively small value.

(Second embodiment)

[0110] The second embodiment will be described with
reference to Figures 13-17.
[0111] Figure 13 is a view for explaining the overall
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flow of a manufacturing device 101 and the manufactur-
ing method for the composite material 400 according to
the second embodiment. Figure 14(A) is a schematic per-
spective view of the cutting unit 260 of a preforming de-
vice 800 for molding the preform 500 according to the
second embodiment, and Figures 14(B) and (C) are
views for explaining a procedure for clamping a plate-
shaped member 810 between the layers of the laminate
511. Figures 15 and 16 are views for explaining the op-
erations of the removal unit 240 and the restraining fixture
250 according to the second embodiment. Figure 17 is
a flowchart illustrating the molding method for the preform
500 according to the second embodiment.
[0112] The number of laminated layers of the carbon
fiber sheets 510 is determined according to the basis
weight and the content of the carbon fibers 510 with re-
spect to the designed plate thickness of the composite
material 400 as the molded article. A typical member of-
ten has 4 or 5 laminated layers of carbon fibers 510, but
a relatively large structural member may have 10 or more
laminated layers. The airflow V that is generated by
means of the removal unit 240 encounters resistance
from the carbon fibers 510 as the airflow travels inside
the laminate 511. Thus, the intensity of the airflow V (gas
pressure) is gradually attenuated from the one surface
511a toward the other surface 511b. Because the plate
thickness of the laminate 511 increases as the number
of laminated layers increases, the ability of the airflow V
to remove the powdered adhesive 521 is reduced. As a
result, it becomes difficult to adjust the content density
distribution of the adhesive 520, and there are cases in
which the first regions 501 and the second regions 502
cannot be formed in accordance with the designed ar-
rangement.
[0113] Thus, in the second embodiment, an auxiliary
airflow V1 is generated in addition to the airflow V such
that it becomes possible to remove the powdered adhe-
sive 521 and form the first regions 501 and the second
regions 502 according to the designed arrangement,
even when the number of laminated layers increases.
The manufacturing device 101 and the manufacturing
method according to the second embodiment will be de-
scribed below.

(Manufacturing device)

[0114] The manufacturing device 101 for the compos-
ite material 400 according to the second embodiment
comprises the preforming device 800 for molding the pre-
form 500, and a composite material forming device 300
for forming the composite material 400, in the same man-
ner as the manufacturing device 100 for the composite
material 400 according to the first embodiment. The com-
posite material forming device 300 has the same config-
uration as in the first embodiment, so that the same ref-
erence symbols have been assigned and the descrip-
tions thereof have been omitted.
[0115] The preforming device 800 is different from that

of the first embodiment in that a plate-shaped member
810 is further provided disposed between the layers of
the laminate 511. Because the other configurations are
the same as those in the first embodiment, the same
reference symbols have been assigned and the descrip-
tions thereof have been omitted.
[0116] The plate-shaped member 810 has a hollow
structure and comprises a flow passage 811 through
which gas can flow, as illustrated in Figure 15(A).
[0117] The removal unit 240 generates the airflow V
that flows from the one surface 511a to the other surface
511b of the laminate 511, as well as generating the aux-
iliary airflow V1 that flows in from the planar direction of
the laminate 511 via the flow passage 811 and joins with
the airflow V. By supplementation with the auxiliary air-
flow V1, the intensity of the airflow for removal of the
powdered adhesive 521 is not attenuated and it is pos-
sible to reliably remove the powdered adhesive 521 even
if the number of laminated layers of the laminate 511
increases.
[0118] The air blowing unit 241 provided in the removal
unit 240 supplies the gas to the flow passage 811. Spe-
cifically, the flow passage 811 is connected to the air
supply hose 241c. The gas supply part 241a pressurizes
the gas to a predetermined pressure and feeds the gas
into the flow passage 811 via the air supply hose 241c
by means of the positive pressure that is thereby gener-
ated. It is thus possible to generate the auxiliary airflow
V1 between the layers of the laminate 511.

(Manufacturing method)

[0119] Next, the manufacturing method for the com-
posite material 400 according to the embodiment will be
described.
[0120] Generally, the manufacturing method for the
composite material 400 includes two steps, a step for
molding the preform 500 and a step for forming the com-
posite material 400 using the preform 500, in the same
manner as in the first embodiment described above. The
step for forming the composite material 400 is the same
as in the first embodiment, so that a description thereof
has been omitted. The step for molding the preform 500
will be described with reference to Figure 17.
[0121] The step for molding the preform 500 includes
a supplying step (Step S301) for supplying the carbon
fiber 510 material, an application step (Step S302) for
applying the powdered adhesive 521 to the carbon fiber
sheets 510, a lamination step (Step S303) for forming
the laminate 511, a cutting step (Step S304) for cutting
the laminate 511 into a predetermined length, a clamping
step (step S305) for sandwiching the plate-shaped mem-
ber 810 between the layers of the laminate 511, a dis-
posing step (Step S306) for disposing the removal unit
240 and the restraining fixture 250 on the laminate 511,
a heating step (Step S307) for heating a portion of the
laminate 511, a removal step (Step S308) for removing
the powdered adhesive 521 from a portion of the laminate
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511, a pulling out step (Step S309) for pulling the plate-
shaped member 810 from between the layers of the lam-
inate 511, a reheating step (Step S310) for heating the
laminate 511, a conveying step (Step S311) for convey-
ing the laminate 511, a preforming step (Step S312) for
preforming the carbon fibers 510 to form the preform 500,
and a demolding step (Step S313) for demolding the pre-
form 500 from the preforming mold 280.
[0122] Each of the steps will be described. Since the
supplying step (Step S301), the application step (Step
S302), the lamination step (Step S303), the disposing
step (Step S306), the heating step (Step S307), the re-
heating step (Step S310), the conveying step (Step
S311), the preforming step (Step S312), and the demold-
ing step (Step S313) are the same as those in the first
embodiment, the descriptions thereof are omitted.
[0123] After the laminate 511 has been formed (Step
S303), the laminate 511 is cut to a predetermined length,
as illustrated in Figure 14(A) (Step S304).
[0124] Next, two plate-shaped members 810 are dis-
posed on the cut laminate 511, as illustrated in Figure
14(B). The plate-shaped members 810 are disposed with
a gap therebetween, in the portion of the laminate 511
in which the airflow V is generated in the lamination di-
rection. The cut laminate 511 is further superposed on
the plate-shaped members 810. In this manner, the plate-
shaped members 810 are sandwiched between the lay-
ers of the laminate 511, as illustrated in Figure 14(C)
(Step S305).
[0125] Next, the removal unit 240 and the restraining
fixture 250 are disposed as illustrated in the middle of
Figure 13 and in Figure 15(A) (Step S306).
[0126] Next, a portion of the laminate 511, in a state in
which the powdered adhesive 521 is uniformly applied,
is heated to melt or soften the powdered adhesive 521,
to thereby form the activated adhesive 522, as illustrated
in Figure 15(B) (Step S307). Specifically, regions includ-
ing the surfaces of the clamping members 251, included
in the restraining fixture 250, which face the laminate 511
(the portions surrounded by the broken lines in Figure
15(B)) are heated, in the same manner as in the first
embodiment. Heat is conducted from the contact surface
between the clamping member 251 and the laminate 511
to heat a portion of the powdered adhesive 521 that is
disposed between the layers of the laminate 511.
[0127] Next, the airflow V and the auxiliary airflow V1
are generated by the removal unit 240. In a state in which
the laminate 511 is being clamped by the clamping mem-
ber 251, the removal unit 240 is driven and caused to
generate the airflow V that flows in the lamination direc-
tion in portions other than the portions of the laminate
511 that are being restrained by the restraining fixture
250 and the portions where the plate-shaped members
810 are not disposed. The powdered adhesive 521 that
is applied between the layers of the laminate 511 is dis-
charged to the outside of the laminate 511 via gaps be-
tween the fibers of the carbon fibers 510 by means of the
airflow V, to thereby remove a portion of the powdered

adhesive 521, as illustrated in Figure 16(A) (Step S308).
As a result, the first portion 541, in which the adhesive
520 is applied between the layers, is formed in the portion
that is being restrained by the restraining fixture 250, and
the second portion 542, in which the applied density of
the powdered adhesive 521 is less than that of the first
portion 541, is formed in the portion from which part of
the powdered adhesive 521 has been removed.
[0128] Next, the plate-shaped members 810 are pulled
out from between the layers of the laminate 511, as illus-
trated in Figure 16(B) (Step S309). At this time, it is pref-
erable to pull out the plate-shaped members in a direction
that is perpendicular to the planar direction of the lami-
nate 511 with respect to the flow direction of the laminate
511, so as to not inhibit the continuous flow of the laminate
511 from the upstream side to the downstream side.
[0129] Next, the powdered adhesive 521 is activated
by means of the reheating step (Step S310) to form the
preform 500 having the first regions 501, in which the
laminate 511 is impregnated with the activated adhesive
522, and the second regions 502, in which the content
density of the adhesive 522 is less than that of the first
regions 501.
[0130] Thereafter, the preform 500 is completed
through the conveying step (Step S311), the preforming
step (Step S312), and the demolding step (Step S313),
in the same manner as in the first embodiment described
above.
[0131] As described above, in accordance with the
manufacturing method and the manufacturing device
101 for the composite material 400 of the second em-
bodiment, the plate-shaped members 810, having a flow
passage 811 through which the gas can flow, are sand-
wiched between the laminate 511 before the powdered
adhesive 521 is removed, and during removal of the pow-
dered adhesive 521, the auxiliary airflow V1, which is
joined with the airflow V via the flow passage 811 of the
plate-shaped members 810, is supplied to those portions
that will become the second portions 542 of the laminate
511. It is thereby possible to obtain the same effects as
those in the first embodiment, and by supplementation
with the auxiliary airflow V1, the intensity of the airflow
for removing the powdered adhesive 521 is not attenu-
ated, and it is possible to reliably remove the powdered
adhesive 521 even if the number of laminated layers of
the laminate 511 increases.
[0132] The manufacturing method and the manufac-
turing device for the composite material were described
by means of embodiments and a modified example, but
the present invention is not limited to the configurations
described in the embodiments and may be appropriately
modified based on the descriptions of the Claims.
[0133] For example, the removal unit has an air blow-
ing unit and an air intake unit, but is not particularly limited
as long as the configuration is capable of generating the
airflow that flows from one surface to the other surface
in the lamination direction of the carbon fibers with re-
spect to the laminate, and may have either one of the air
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blowing unit or the air intake unit.
[0134] In addition, the composite material includes
core material, but the composite material may also not
include core material.
[0135] In addition, the step for removing the powdered
adhesive is carried out after the heating step of the pow-
dered adhesive, but no limitation is imposed thereby; the
heating step and the removal step may be carried out
simultaneously, or the heating step may be carried out
after the removal step.
[0136] In addition, in the second embodiment, the
plate-shaped member may be provided with a through-
hole that extends through in the lamination direction. In
this case, the through-hole preferably has a shape that
corresponds to the portion in which the airflow is to be
generated (portion from which the adhesive is removed).
It is thereby possible to generate the airflow in the lami-
nation direction of the laminate via the through-hole.

Descriptions of the Reference Symbols

[0137]

100, 101 manufacturing device,
110 Control unit,
200, 800 Preforming device,
210 Conveyance unit,
220 Application unit,
230 Lamination unit,
240 Removal unit,
250 Restraining fixture,
260 Cutting unit,
270 Heating unit,
271 Fixture heating unit,
280 Preforming mold,
810 Plate-shaped member,
300 Composite material forming device,
310 Molding die,
350 Cavity,
400 Composite material,
500 Preform,
501 First region,
502 Second region
510 Carbon fiber (reinforced base material),
511 Laminate,
511a One surface,
511b Other surface,
520 Adhesive,
521 Powdered adhesive (unactivated)
522 Adhesive (activated),
541 First portion,
542 Second portion,
600 Resin,
810 Plate-shaped member,
811 Flow passage,
V Airflow,
V1 Auxiliary airflow,
L Cutting line

Claims

1. A manufacturing method for a composite material
(400) having reinforced base materials (510) and a
resin (600) impregnated in the reinforced base ma-
terials,
characterised by:

applying an unactivated powdered adhesive
(521) to at least one surface of a plurality of re-
inforced base material sheets;
laminating the reinforced base material sheets
to form a laminate (511);
removing a portion of the powdered adhesive
that is applied between layers of the laminate
(511) by means of an airflow that flows with re-
spect to the laminate in a lamination direction of
the reinforced base material (510) from one sur-
face to the other surface to form a first portion
(541) in which the powdered adhesive is applied
between the layers of the laminate, and a sec-
ond portion (542) in which an applied density of
the powdered adhesive is less than that in the
first portion;
activating the powdered adhesive; and
forming a preform (500) having a first region
(501) in which the activated adhesive (522) is
impregnated in the laminate (511) and a second
region (502) in which a content density of the
adhesive is less than that in the first region.

2. The manufacturing method for a composite material
(400) according to claim 1, wherein the preform (500)
is formed in a three-dimensional shape, during the
forming, in which a curvature of the second region
(502) are greater than a curvature of the first region
(501) during the forming of the preform.

3. The manufacturing method for a composite material
(400) according to claim 1, wherein
placing the preform (500) in a cavity inside a molding
die, and
injecting the resin (600) into the cavity to impregnate
the resin (600) in the preform (500) to mold the com-
posite material (400) such that
a portion of the cavity in which the second region
(502) is disposed causes the resin (600) injected into
the cavity to flow more easily as compared to a por-
tion of the cavity where the first region (501) is dis-
posed.

4. The manufacturing method for a composite material
(400) according to any one of claims 1 to 3, wherein
a portion corresponding to the first portion (541) of
the laminate (511) is clamped in the lamination di-
rection during the removing of the powdered adhe-
sive (521).
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5. The manufacturing method for a composite material
(400) according to any one of claims 1 to 4, wherein
the powdered adhesive (521) that is applied to a por-
tion that will become the first portion (541) of the
laminate (511) is heated before and/or during the
removing of the powdered adhesive (521).

6. The manufacturing method for a composite material
(400) according to any one of claims 1 to 5, wherein
a plate-shaped member (810) having a flow passage
through which a gas can flow is sandwiched between
the laminate (511) before the removing of the pow-
dered adhesive (521), and
supplying an auxiliary airflow that joins with the air-
flow via the flow passage of the plate-shaped mem-
ber (810) to a portion that will become the second
portion (542) of the laminate (511) during the remov-
ing of the powdered adhesive (521).

7. The manufacturing method for a composite material
(400) according to any one of claims 1 to 6, wherein
cutting the reinforced base material (510) along a
cutting line after the activating of the powdered ad-
hesive (521) and before the forming of the preform
(500), and
the first region (501) includes the cutting line.

8. A manufacturing device for a composite material
(400), characterised in that:

an application unit (220) for applying an unacti-
vated powdered adhesive (521) onto a plurality
of reinforced base material sheets;
a lamination unit (230) for laminating the rein-
forced base material sheets to form a laminate
(511);
a removal unit (240) for removing the powdered
adhesive (521) that is applied between layers of
the laminate (511) by means of an airflow that
flows with respect to the laminate in a lamination
direction of the reinforced base material (510)
from one surface to the other surface;
a heating unit (270) for activating the powdered
adhesive (521);
a preforming mold (280) for preforming the re-
inforced base material (510) into a predeter-
mined shape; and
a control unit (110) for controlling operations of
the removal unit (240) and the heating unit (270),
wherein the control unit
controls an operation of the removal unit (240)
to remove a portion of the powdered adhesive
(521) that is applied between the layers of the
laminate (511) to thereby form a first portion
(541) in which the powdered adhesive is applied
between the layers of the laminate, and a sec-
ond portion (542) in which an applied density of
the powdered adhesive is less than that in the

first portion, and
controls the operation of the heating unit (270)
to activate the powdered adhesive (521), and to
form a preform (500) having a first region (501)
in which the activated adhesive is impregnated
in the laminate (511) and a second region (502)
in which a content density of the adhesive is less
than that in the first region (501).

9. The manufacturing device for a composite material
(400) according to claim 8, wherein the preforming
mold (280) has a portion in which the second region
(502) is disposed that has a larger curvature than a
portion in which the first region (501) is disposed.

10. The manufacturing device for a composite material
(400) according to claim 8, further comprising
a molding die (310) having a cavity (350) in which
the preform (500) is placed, wherein
a portion of the cavity (350) in which the second re-
gion (502) is disposed causes the resin (600) inject-
ed into the cavity to flow more easily as compared
to a portion of the cavity where the first region (501)
is disposed.

11. The manufacturing device for a composite material
(400) according to any one of claims 8 to 10, further
comprising a restraining fixture (250) for sandwich-
ing and restraining in the lamination direction a por-
tion of the laminate (511) which will become the first
portion (541).

12. The manufacturing device for a composite material
(400) according to claim 11, further comprising a fix-
ture heating unit (271) for heating the adhesive that
is applied to the portion that will become the first
portion (541) of the laminate (511) by heating the
restraining fixture.

13. The manufacturing device for a composite material
(400) according to any one of claims 8 to 12, further
comprising
a plate-shaped member (810) having a flow passage
through which a gas can flow, wherein
the control unit (110) controls the operation of the
removal unit (240) and supplies an auxiliary airflow
that joins with the airflow via the flow passage of the
plate-shaped member (810) to a portion that will be-
come the second portion (542) of the laminate (511).

14. The manufacturing device for a composite material
(400) according to any one of claims 8 to 13, further
comprising
a cutting unit (260) for cutting the laminate (511)
along a cutting line on which is disposed the activated
adhesive, and
the first region (501) includes the cutting line.
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Patentansprüche

1. Verfahren zum Herstellen eines Verbundmaterials
(400), das verstärkte Basismaterialien (510) und ein
Harz (600) aufweist, das in die verstärkten Basisma-
terialien imprägniert ist, gekennzeichnet durch:

Auftragen eines nicht aktivierten pulverförmigen
Klebstoffs (521) auf mindestens eine Oberflä-
che von mehreren verstärkten Basismaterial-
bahnen;
Laminieren der verstärkten Basismaterialbah-
nen, um ein Laminat (511) zu bilden;
Entfernen eines Anteils des pulverförmigen
Klebstoffs, der zwischen Schichten des Lami-
nats (511) aufgetragen ist, mittels eines Luft-
stroms, der bezüglich des Laminats in eine La-
minierungsrichtung des verstärkten Basismate-
rials (510) von einer Oberfläche zu anderen
Oberfläche strömt, um einen ersten Abschnitt
(541), in dem der pulverförmige Klebstoff zwi-
schen den Schichten des Laminats aufgetragen
ist, und einen zweiten Abschnitt (542) zu bilden,
in dem eine Auftragungsdichte des pulverförmi-
gen Klebstoffs kleiner als die im ersten Abschnitt
ist;
Aktivieren des pulverförmigen Klebstoffs; und
Bilden eines Vorformlings (500) mit einem ers-
ten Bereich (501), in dem der aktivierte Klebstoff
(522) in das Laminat (511) imprägniert ist, und
einem zweiten Bereich (502), in dem eine Ge-
haltsdichte des Klebstoffs kleiner als die im ers-
ten Bereich ist.

2. Verfahren zum Herstellen eines Verbundmaterials
(400) nach Anspruch 1, wobei der Vorformling (500)
während des Bildens in einer dreidimensionalen
Form geformt wird, in dem eine Krümmung des zwei-
ten Bereichs (502) während des Bildens des Vor-
formlings größer als eine Krümmung des ersten Be-
reichs (501) ist.

3. Verfahren zum Herstellen eines Verbundmaterials
(400) nach Anspruch 1, wobei
Anordnen des Vorformlings (500) in einem Hohl-
raum innerhalb eines Formwerkzeugs, und
Einspritzen des Harzes (600) in den Hohlraum, um
Harz (600) im Vorformling (500) zu imprägnieren,
um das Verbundmaterial (400) so zu formen, dass
ein Abschnitt des Hohlraums, in dem der zweite Be-
reich (502) angeordnet ist, bewirkt, dass das in den
Hohlraum eingespritzte Harz (600) im Vergleich zu
einem Abschnitt des Hohlraums leichter fließt, wo
der erste Bereich (501) angeordnet ist.

4. Verfahren zum Herstellen eines Verbundmaterials
(400) nach einem der Ansprüche 1 bis 3, wobei ein
Abschnitt, der dem ersten Abschnitt (541) des Lami-

nats (511) entspricht, während des Entfernens des
pulverförmigen Klebstoffs (521) in die Laminierungs-
richtung eingespannt ist.

5. Verfahren zum Herstellen eines Verbundmaterials
(400) nach einem der Ansprüche 1 bis 4, wobei der
pulverförmige Klebstoff (521), der auf einen Ab-
schnitt aufgetragen ist, der zum ersten Abschnitt
(541) des Laminats (511) werden wird, vor und/oder
während des Entfernens des pulverförmigen Kleb-
stoffs (521) erwärmt wird.

6. Verfahren zum Herstellen eines Verbundmaterials
(400) nach einem der Ansprüche 1 bis 5, wobei
ein plattenförmiges Element (810) mit einen Strö-
mungskanal,
durch den ein Gas strömen kann, vor dem Entfernen
des pulverförmigen Klebstoffs (521) zwischen dem
Laminat (511) eingelegt wird, und
Zuführen eines Hilfsluftstroms, der sich mit dem Luft-
strom verbindet, über den Strömungskanal des plat-
tenartigen Elements (810) zu einem Abschnitt, der
zum zweiten Abschnitt (542) des Laminats (511)
werden wird, während des Entfernens des pulver-
förmigen Klebstoffs (521).

7. Verfahren zum Herstellen eines Verbundmaterials
(400) nach einem der Ansprüche 1 bis 6, wobei
Schneiden des verstärkten Basismaterial (510)
längs einer Schnittlinie nach dem Aktivieren des pul-
verförmigen Klebstoffs (521) und vor dem Bilden des
Vorformlings (500), und
der erste Bereich (501) die Schnittlinie aufweist.

8. Vorrichtung zur Herstellung eines Verbundmaterials
(400), gekennzeichnet durch:

eine Auftragungseinheit (220) zum Auftragen ei-
nes nicht aktivierten pulverförmigen Klebstoffs
(521) auf mehrere verstärkte Basismaterialbah-
nen;
eine Laminierungseinheit (230) zum Laminieren
der verstärkten Basismaterialbahnen, um ein
Laminat (511) zu bilden;
eine Entfernungseinheit (240) zum Entfernen
des pulverförmigen Klebstoffs (521), der zwi-
schen Schichten des Laminats (511) aufgetra-
gen ist, mittels eines Luftstroms, der bezüglich
des Laminats in eine Laminierungsrichtung des
verstärkten Basismaterials (510) von einer
Oberfläche zur anderen Oberfläche strömt;
eine Heizeinheit (270) zum Aktivieren des pul-
verförmigen Klebstoffs (521);
eine Vorform (280) zum Vorformen des ver-
stärkten Basismaterials (510) zu einer vorgege-
benen Form; und
eine Steuereinheit (110) zum Steuern des Be-
triebs der Entfernungseinheit (240) und der Hei-
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zeinheit (270), wobei die Steuereinheit
einen Betrieb der Entfernungseinheit (240) steu-
ert, um einen Anteil des pulverförmigen Kleb-
stoffs (521) zu entfernen, der zwischen den
Schichten des Laminats (511) aufgetragen ist,
um dadurch einen ersten Abschnitt (541), in dem
der pulverförmige Klebstoff zwischen den
Schichten des Laminats aufgetragen ist, und ei-
nen zweiten Abschnitt (542) zu bilden, in dem
eine Auftragungsdichte des pulverförmigen
Klebstoffs kleiner als die im ersten Abschnitt ist,
und
den Betrieb der Heizeinheit (270) steuert, um
den pulverförmigen Klebstoff (521) zu aktivieren
und einen Vorformling (500) mit einem ersten
Bereich (501), in dem der aktivierte Klebstoff in
das Laminat (511) imprägniert ist, und einem
zweiten Bereich (502) zu bilden, in dem eine Ge-
haltsdichte des Klebstoffs kleiner als die im ers-
ten Bereich (501) ist.

9. Vorrichtung zur Herstellung eines Verbundmaterials
(400) nach Anspruch 8, wobei die Vorform (280) ei-
nen Abschnitt aufweist, in dem der zweite Bereich
(502) angeordnet ist, der eine größere Krümmung
als ein Abschnitt aufweist, in dem der erste Bereich
(501) angeordnet ist.

10. Vorrichtung zur Herstellung eines Verbundmaterials
(400) nach Anspruch 8, die ferner aufweist:

ein Formwerkzeug (310) mit einem Hohlraum
(350), in dem der Vorformling (500) angeordnet
ist, wobei
ein Abschnitt des Hohlraums (350), in dem der
zweite Bereich (502) angeordnet ist, bewirkt,
dass das in den Hohlraum eingespritzte Harz
(600) im Vergleich zu einem Abschnitt des Hohl-
raums leichter fließt, wo der erste Bereich (501)
angeordnet ist.

11. Vorrichtung zur Herstellung eines Verbundmaterials
(400) nach einem der Ansprüche 8 bis 10, die ferner
eine Einspannvorrichtung (250) zum Einlegen und
Einspannen eines Abschnitts des Laminats (511) in
die Laminierungsrichtung aufweist, der zum ersten
Abschnitt (541) werden wird.

12. Vorrichtung zur Herstellung eines Verbundmaterials
(400) nach Anspruch 11, die ferner eine Vorrich-
tungsheizeinheit (271) zum Erwärmen des Kleb-
stoffs, der auf den Abschnitt aufgetragen ist, der zum
ersten Abschnitt (541) des Laminats (511) werden
wird, durch Erwärmen der Einspannvorrichtung auf-
weist.

13. Vorrichtung zur Herstellung eines Verbundmaterials
(400) nach einem der Ansprüche 8 bis 12, die ferner

aufweist:

ein plattenförmiges Element (810) mit einem
Strömungskanal, durch den ein Gas strömen
kann, wobei
die Steuereinheit (110) den Betrieb der Entfer-
nungseinheit (240) steuert und einen Hilfsluft-
strom, der sich mit dem Luftstrom verbindet,
über den Strömungskanal des plattenartigen
Elements (810) einem Abschnitt zuführt, der
zum zweiten Abschnitt (542) des Laminats (511)
werden wird.

14. Vorrichtung zur Herstellung eines Verbundmaterials
(400) nach einem der Ansprüche 8 bis 13, die ferner
aufweist:

eine Schneideinheit (260) zum Schneiden des
Laminats (511) längs einer Schnittlinie, auf der
der aktivierte Klebstoff angeordnet ist, und
wobei der erste Bereich (501) die Schnittlinie
aufweist.

Revendications

1. Procédé de fabrication d’un matériau composite
(400) comprenant des matériaux de base renforcés
(510) et une résine (600) imprégnant les matériaux
de base renforcés, caractérisé par :

l’application d’un adhésif pulvérulent inactivé
(521) sur au moins une surface d’une pluralité
de feuilles de matériau de base renforcé ;
la stratification des feuilles de matériau de base
renforcé pour former un stratifié (511) ;
le retrait d’une partie de l’adhésif pulvérulent ap-
pliqué entre les couches du stratifié (511) au
moyen d’un flux d’air s’écoulant dans la direction
de stratification du matériau de base renforcé
(510) par rapport au stratifié, d’une surface à
l’autre surface pour former une première partie
(541) où l’adhésif pulvérulent est appliqué entre
les couches du stratifié, et une deuxième partie
(542) où une densité de l’adhésif pulvérulent ap-
pliqué est inférieure à celle de la première
partie ;
l’activation de l’adhésif pulvérulent ; et
la formation d’une préforme (500) présentant
une première zone (501) où le stratifié (511) est
imprégné de l’adhésif activé (522) et une deuxiè-
me zone (502) où une densité de teneur de l’ad-
hésif est inférieure à celle de la première zone.

2. Procédé de fabrication d’un matériau composite
(400) selon la revendication 1, où la préforme (500)
est réalisée avec une forme tridimensionnelle pen-
dant le formage, une courbure de la deuxième zone
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(502) étant supérieure à une courbure de la première
zone (501) pendant le formage de la préforme.

3. Procédé de fabrication d’un matériau composite
(400) selon la revendication 1, où
la préforme (500) est mise en place dans une cavité
à l’intérieur d’une matrice de moulage, et
la résine (600) est injectée dans la cavité pour l’im-
prégnation de la préforme (500) par la résine (600)
pour mouler le matériau composite (400) de sorte
qu’une partie de la cavité où est présentée la deuxiè-
me zone (502) provoque un écoulement plus aisé
de la résine (600) injectée dans la cavité, compara-
tivement à une partie de la cavité où est présentée
la première zone (501).

4. Procédé de fabrication d’un matériau composite
(400) selon l’une des revendications 1 à 3, où une
partie correspondant à la première partie (541) du
stratifié (511) est serrée dans la direction de stratifi-
cation pendant le retrait de l’adhésif pulvérulent
(521).

5. Procédé de fabrication d’un matériau composite
(400) selon l’une des revendications 1 à 4, où l’ad-
hésif pulvérulent (521) appliqué sur une partie ap-
pelée à devenir la première partie (541) du stratifié
(511) est chauffé avant et/ou pendant le retrait de
l’adhésif pulvérulent (521).

6. Procédé de fabrication d’un matériau composite
(400) selon l’une des revendications 1 à 5, où
un élément en forme de plaque (810) présentant un
passage d’écoulement par lequel peut s’écouler un
gaz est intercalé dans le stratifié (511) avant le retrait
de l’adhésif pulvérulent (521), et
un flux d’air auxiliaire rejoignant le flux d’air par le
passage d’écoulement de l’élément en forme de pla-
que (810) est refoulé vers une partie appelée à de-
venir la deuxième partie (542) du stratifié (511) pen-
dant le retrait de l’adhésif pulvérulent (521).

7. Procédé de fabrication d’un matériau composite
(400) selon l’une des revendications 1 à 6, où
le matériau de base renforcé (510) est coupé le long
d’une ligne de découpe après activation de l’adhésif
pulvérulent (521) et avant le formage de la préforme
(500), et où la première zone (501) comprend la ligne
de découpe.

8. Dispositif de fabrication d’un matériau composite
(400), caractérisé par :

une unité d’application (220) pour l’application
d’un adhésif pulvérulent inactivé (521) sur une
pluralité de feuilles de matériau de base
renforcé ;
une unité de stratification (230) pour la stratifi-

cation des feuilles de matériau de base renforcé
afin de former un stratifié (511) ;
une unité de retrait (240) pour retirer l’adhésif
pulvérulent (521) appliqué entre les couches du
stratifié (511) au moyen d’un flux d’air s’écoulant
dans une direction de stratification du matériau
de base renforcé (510) par rapport au stratifié,
d’une surface vers l’autre surface ;
une unité de chauffage (270) pour l’activation
de l’adhésif pulvérulent (521) ;
un moule de préformage (280) pour le préfor-
mage du matériau de base renforcé (510) avec
une forme définie ; et
une unité de commande (110) pour la comman-
de de fonctionnement de l’unité de retrait (240)
et de l’unité de chauffage (270), ladite unité de
commande commandant le fonctionnement de
l’unité de retrait (240) pour le retrait d’une partie
de l’adhésif pulvérulent (521) appliqué entre les
couches du stratifié (511) afin de former une pre-
mière partie (541) où l’adhésif pulvérulent est
appliqué entre les couches du stratifié, et une
deuxième partie (542) où une densité de l’ad-
hésif pulvérulent appliqué est inférieure à celle
de la première partie, et
commandant le fonctionnement de l’unité de
chauffage (270) pour l’activation de l’adhésif
pulvérulent (521), et pour le formage d’une pré-
forme (500) présentant une première zone (501)
où le stratifié (511) est imprégné d’adhésif activé
et une deuxième zone (502) où une densité de
teneur de l’adhésif est inférieure à celle de la
première zone (501) .

9. Dispositif de fabrication d’un matériau composite
(400) selon la revendication 8, où le moule de pré-
formage (280) comprend une partie où la deuxième
zone (502) se présente avec une courbure supérieu-
re à celle d’une partie où est présentée la première
zone (501).

10. Dispositif de fabrication d’un matériau composite
(400) selon la revendication 8, comprenant en outre
une matrice de moulage (310) avec une cavité (350)
où est mise en place la préforme (500),
une partie de la cavité (350) où est présentée la
deuxième zone (502) provoquant un écoulement
plus aisé de la résine (600) injectée dans la cavité,
comparativement à une partie de la cavité où est
présentée la première zone (501).

11. Dispositif de fabrication d’un matériau composite
(400) selon l’une des revendications 8 à 10, com-
prenant en outre une fixation de maintien (250) pour
enserrer et maintenir dans la direction de stratifica-
tion une partie du stratifié (511) appelée à devenir
la première partie (541).

35 36 



EP 3 466 631 B1

20

5

10

15

20

25

30

35

40

45

50

55

12. Dispositif de fabrication d’un matériau composite
(400) selon la revendication 11, comprenant en outre
une unité de chauffage (271) de fixation destinée à
chauffer l’adhésif appliquée sur la partie appelée à
devenir la première partie (541) du stratifié (511) par
chauffage de la fixation de maintien.

13. Dispositif de fabrication d’un matériau composite
(400) selon l’une des revendications 8 à 12, com-
prenant en outre un élément en forme de plaque
(810) présentant un passage un passage d’écoule-
ment par lequel peut s’écouler un gaz, l’unité de com-
mande (110) commandant le fonctionnement de
l’unité de retrait (240) et refoulant un flux d’air auxi-
liaire rejoignant le flux d’air par le passage d’écou-
lement de l’élément en forme de plaque (810), vers
une partie appelée à devenir la deuxième partie
(542) du stratifié (511).

14. Dispositif de fabrication d’un matériau composite
(400) selon l’une des revendications 8 à 13, com-
prenant en outre une unité de coupe (260) pour la
coupe du stratifié (511) le long d’une ligne de décou-
pe sur laquelle est disposé l’adhésif activé, et où
la première zone (501) comprend la ligne de décou-
pe.
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