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Description has  approximately  the  same  potential  as  the  matrix, 
whereby  the  above-mentioned  negative  effect  is 
avoided.  The  manganese  additive  may  amount  to 
0.01-1.0%  by  weight,  but  an  improved  effect  is  ob- 

5  tained  with  an  addition  of  0.01-0.5%  by  weight,  and 
an  even  higher  effect  with  an  addition  of  between 
0.10  and  0.20%  by  weight.  A  manganese  content  ex- 
ceeding  1  .0%  by  weight  has  a  negative  effect  on  the 
anode  potential. 

10  Commercial  aluminium  may  also  have  a  copper 
content  of  up  to  0.1%  by  weight,  but  this  presents  no 
problem  in  zinc,  indium  and  manganese  alloys. 

The  invention  will  now  be  described  in  more  detail 
below,  reference  being  had  to  the  following  example. 

15  An  alloy  was  produced  by  melting  ingots  of  com- 
mercial  aluminium  having  an  iron  content  of  about 
0.18%  by  weight,  and  4.1%  by  weight  of  zinc, 
0.030%  by  weight  of  indium  and  0.20%  by  weight  of 
manganese,  based  upon  the  total  weight  of  the  alloy, 

20  were  added.  The  melt  was  stirred  to  provide  a  homo- 
geneous  mixture  from  which  a  number  of  anodes  in 
the  form  of  so-called  dock  anodes,  model  B.A.C. 
280  HAL  (about  28  kg  net)  were  cast.  These  anodes 
were  immersed  in  the  water  in  the  port  of  Korsor, 

25  Denmark,  adjacent  a  50  m  long  metal  sheet  piling  to 
protect  it.  After  that,  the  current  delivery  from  all 
anodes  as  well  as  the  anode  potentials  were  continu- 
ously  measured  during  operation.  Underwater  in- 
vestigations  by  divers  were  carried  out  at  three  oc- 

30  casions.  The  experiment  was  discontinued  after  six 
months,  and  all  anodes  were  taken  out  of  the  water. 
The  visual  and  quantitative  examinations  were  both 
highly  positive.  All  anodes  had  been  consumed  to 
the  same  extent,  and  there  was  no  sign  of  passiva- 

35  tion.  The  consumption  pattern  naturally  varied  from 
one  anode  to  the  other,  and  this  applies  also  to  the 
weight  loss  which  was  used  for  calculating  the  cur- 
rent  efficiency  of  the  anodes.  Generally,  it  can  be 
concluded  from  this  experiment  that  the  efficiency 

40  of  the  alloy  is  higher  than  80%,  which  corresponds 
to  a  capacity  in  excess  of  2380  Ah/kg  or  a  life  ex- 
ceeding  3.68  kg/A  and  year. 

To  check  the  above  results,  samples  were  cut 
from  the  anodes  and  sent  to  the  laboratory  for  so- 

45  called  "galvanostatic  short  term  test",  in  order  to 
determine  the  efficiency  and  operational  potentials 
of  the  anodes.  This  test  which  has  been  accepted 
by,  inter  alia,  the  Norwegian  classification  society 
Det  Norske  Veritas,  confirmed  the  above  figures. 

50  Thus,  the  operational  potentials  of  the  anodes  were 
found  to  lie  between  -1090  and  -1118  mV  vs.  SCE 
(saturated  calomel  electrode)  while  the  efficiency 
was  measured  at  82%,  corresponding  to  2440 
Ah/kg  or  3.59  kg/A  and  year. 

55 
Claims 

1.  An  aluminium  alloy  for  the  production  of  sacrifi- 
cial  anodes  for  cathodic  corrosion  protection,  con- 

60  taining,  based  upon  the  total  weight  of  the  alloy,  1- 
20%  by  weight  of  zinc,  0.005-01%  by  weight  of  indi- 
um,  and  0.01-1.0%  by  weight  of  manganese,  the  bal- 
ance  being  aluminium  of  commercial  quality  having 
an  iron  impurity  of  up  to  0.5%  by  weight  and  a  cop- 

65  per  impurity  of  up  to  0.1%  by  weight. 

The  present  invention  relates  to  an  aluminium  al- 
loy  for  the  production  of  sacrificial  anodes  for  ca- 
thodic  corrosion  protection. 

In  the  production  of  galvanic  anodes,  so-called 
sacrificial  anodes,  for  cathodic  corrosion  protec- 
tion,  the  starting  material  used  today  is  aluminium  of 
high  purity,  for  example  a  precentage  purity  of 
99.85-99.99%.  Aluminium  of  such  purity  is  expen- 
sive,  and  for  a  long  time  past  it  has  therefore  been 
tried  to  produce  anodes  of  aluminium  of  lower  puri- 
ty,  but  without  success.  From  the  point  of  view  of 
economy,  it  would  therefore  be  advantageous  if  one 
could  use  conventional  commercial  aluminium,  i.e. 
aluminium  having  an  iron  content  of  up  to  0.5%  by 
weight,  and  it  therefore  is  the  object  of  the  present 
invention  to  provide  an  aluminium  alloy  based  on 
commercial  aluminium  and  intended  for  sacrificial  an- 
odes.  This  object  is  achieved  in  that  an  alloy  is  pro- 
duced  which  contains,  based  on  the  total  weight  of 
the  alloy,  1-20%  by  weight  of  zinc,  0.005-0.1%  by 
weight  of  indium  and  0.01-1.0%  by  weight  of  manga- 
nese,  te  balance  being  commercial  aluminium,  i.e. 
aluminium  of  lower  purity  having  an  iron  content  of 
up  to  about  0.5%  by  weight  and  a  copper  content  of 
up  to  0.1%  by  weight. 

This  alloy  has  a  negative  electrochemical  poten- 
tial  and  low  inherent  corrosion  and  therefore  consti- 
tutes  an  excellent  anode  material.  Anodes  produced 
from  this  alloy  are  much  cheaper  than  anodes  made 
of  aluminium  of  high  percentage  purity,  and  further- 
more  have  high  current  efficiency  and  a  constant 
electrode  potential  during  their  life  to  impart  a  con- 
tinuous  protection  to  metal  objects  with  which  they 
are  connected. 

Improved  anode  characteristics  are  obtained 
with  addition  of  zinc  and  indium.  The  zinc  constituent 
imparts  to  the  anode  the  desired  electrode  potential, 
and  it  has  been  found  that  zinc  in  an  amount  of  less 
than  1%  by  weight  does  not  give  the  desired  charac- 
teristics,  and  that  an  addition  of  more  than  20%  by 
weight  is  possible,  although  unsuitable.  The  zinc  ad- 
ditive  is  suitably  selected  within  the  range  2-7%  by 
weight,  and  preferably  within  the  range  3.5-6%  by 
weight.  The  indium  additive  makes  it  possible  to  main- 
tain  the  desired  anode  potential  and  high  current  ef- 
ficiency.  The  additive  is  selected  within  the  range 
0.005-0.1%  by  weight,  preferably  0.01-0.07%  by 
weight,  and  most  preferably  0.01-0.05%  by  weight. 
Higher  amounts  of  indium  have  the  opposite  effect. 

The  addition  of  manganese  is  important  and  is 
needed  to  bind  the  iron  impurities  which  occur  in 
commercial  aluminium  and  which  normally  amount  to 
about  0.2%  by  weight,  although  higher  values  may 
occur.  Unless  this  amount  of  iron  is  neutralised,  the 
current  efficiency  of  the  anodes  will  be  drastically 
reduced  because  iron  and  aluminium  form  an  inter- 
metallic  compound  AbFe  which  is  cathodic  in  rela- 
tion  to  the  matrix,  and  therefore  part  of  the  anode 
material  is  utilised  to  protect  first  of  all  the  matrix. 
The  addition  of  manganese  results  in  the  formation 
of  a  further  intermetallic  compound,  i.e.  Al3FexMny, 
which,  in  contrast  to  the  first-mentioned  compound, 
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2.  An  aluminium  alloy  as  claimed  in  claim  1  ,  contain- 
ing,  based  upon  the  total  weight  of  the  alloy,  2-7% 
by  weight  of  zinc,  0.01-0.07%  by  weight  of  indium, 
and  0.01-0.5%  by  weight  of  manganese,  the  balance 
being  aluminium  of  commercial  quality  having  an  iron  5 
impurity  of  up  to  0.5%  by  weight  and  a  copper  impuri- 
ty  of  up  to  0.1%  by  weight. 

3.  An  aluminium  alloy  as  claimed  in  claim  1  ,  contain- 
ing,  based  upon  the  total  weight  of  the  alloy,  3.5-6% 
by  weight  of  zinc,  0.01-0.5%  by  weight  of  indium,  10 
and  0.01-0.5%  by  weight  of  manganese,  the  balance 
being  aluminium  of  commercial  quality  having  an  iron 
impurity  of  up  to  0.5%  by  weight  and  a  copper  impuri- 
ty  of  up  to  0.1%  by  weight. 

15 
Patentanspriiche 

1.  Eine  Aluminiumlegierung  zur  Herstellung  von 
Opferanoden  fur  den  kathodischen  Korrosions- 
schutz  enthalt,  berechnet  auf  das  Gesamtgewicht  20 
der  Legierung,  1-20  Gew.-%  Zink,  0,005-0.1  Gew.- 
%  Indium  und  0,01-1,0  Gew.-%  Mangan,  wahrend 
der  Rest  aus  Aluminium  handelsublicher  Giite  be- 
steht,  das  durch  bis  zu  0,5  Gew.-%  Eisen  und  bis  zu 
0,1  Gew.-%  Kupfer  verunreinigt  ist.  25 

2.  Eine  Aluminiumlegierung  gemass  Anspruch  1 
enthalt,  berechnet  auf  das  Gesamtgewicht  der  Le- 
gierung,  2-7  Gew.-%  Zink,  0,01-0,07  Gew.-%  Indi- 
um  und  0,01-0,5  Gew.-%  Mangan,  wahrend  der 
Rest  aus  Aluminium  handelsublicher  GCSte  besteht,  30 
das  durch  bis  zu  0,5  Gew.-%  Eisen  und  bis  zu  0,1 
Gew.-%  Kupfer  verunreinigt  ist. 

3.  Eine  Aluminiumlegierung  gemass  Anspruch  1 
enthalt,  berechnet  auf  das  Gesamtgewicht  der  Le- 
gierung,  3,5-6  Gew.-%  Zink,  0,01-0,05  Gew.-%  In-  35 
dium  und  0,01-0,5  Gew.-%  Mangan,  wahrend  der 
Rest  aus  Aluminium  handelsublicher  Gute  besteht, 
das  durch  bis  zu  0,5  Gew.-%  Eisen  und  bis  zu  0,1 
Gew.-%  Kupfer  verunreinigt  ist. 

40 
Revendications 

1.  Un  alliage  d'aluminium  pour  la  production  des 
anodes  sacrificielles  ou  r6actives  pour  la  protec- 
tion  de  ia  corrosion  cathodique,  contenant,  sur  la  45 
base  du  poids  total,  1-20%  en  poids  de  zinc,  0,005- 
0,1%  en  poids  d'indium,  et  0,01-1,0%  en  poids  de 
manganese,  le  restant  etant  de  I'aluminium  de  qualite 
commerciale  ayant  du  fer  comme  impurete  jusqu'a 
0,5%  en  poids  et  du  cuivre  comme  impurete  jusqu'a  50 
0,1%  en  poids. 

2.  Un  ailiage  d'aluminium  selon  la  revendication  1  , 
contenant,  sur  la  base  du  poids  total  de  I'alliage,  2-  
7%  en  poids  de  zinc,  0,01-0,07%  en  poids  d'indium, 
et  0,01-0,5%  en  poids  de  manganese,  le  restant  55 
etant  de  l'aluminium  de  qualite  commerciale  ayant  du 
fer  comme  impurete  jusqu'a  0,5%  en  poids  et  du  cui- 
vre  comme  impurete  jusqu'a  0,1%  en  poids. 

3.  Un  alliage  d'aluminium  selon  la  revendication  1  , 
contenant,  sur  la  base  du  poids  total  de  I'alliage,  60 
3,5-6%  en  poids  de  zinc,  0,01-0,05%  en  poids  d'in- 
dium,  et  0,01-0,5%  en  poids  de  manganese,  le  res- 
tant  etant  de  Paluminium  de  qualitl  commerciale 
ayant  du  fer  comme  impurete  jusqu'a  0,5%  en  poids 
et  du  cuivre  comme  impurete  jusqu'a  0,1  %  en  poids.  65 
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