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Description 

This  invention  relates  to  the  preparation  of  bis(aminoalkyl)polydiorganosiloxanes  and  intermediates 
convertible  thereto. 

5  Bis(aminoalkyl)polydiorganosiloxanes  are  useful  in  many  applications  including  the  preparation  of 
polyimides,  especially  polysiloxane  polyetherimides  such  as  those  prepared  by  reaction  of  diamines  with 
such  anhydrides  as  2,2-bis[4-(3,4-dicarboxyphenoxy)phenyl]propane  dianhydride  ("bisphenol  A  dian- 
hydride").  Particularly  valuable  bis(aminoalkyl)polydiorganosiloxanes  used  for  this  purpose  are  1,9-diamino- 
4,4,6,6-tetramethyl-5-oxa-4,6-disilanonane,  also  known  as  bis(3-aminopropyl)tetramethyldisiloxane  and  bis(7- 

io  aminopropyl)tetramethyldisiloxane,  and  higher  polydiorganosiloxane  analogs  thereof. 
Commercial  utilization  of  these  compounds  has  been  inhibited  by  the  lack  of  convenient  methods  for 

their  preparation  on  a  large  scale.  Recently,  several  more  suitable  methods  have  been  developed  for  such 
preparation. 

U.S.  Patent  4,584,393,  for  example,  describes  a  method  for  the  preparation  of  bis(aminoalkyl)disiloxanes 
75  from  acyclic  olefinic  silazanes  by  hydrosilation  followed  by  hydrolysis.  The  process,  however,  includes 

numerous  steps  and  is  therefore  somewhat  inconvenient.  U.S.  Patent  4,631,346  describes  a  method  for 
preparing  the  same  compounds  by  hydrosilation-hydrolysis  of  a  silyl  carbamate  formed  from  allylamine, 
dimethylchlorosilane  and  carbon  dioxide.  This  process  also  requires  many  steps,  including  one  relatively 
inconvenient  gas  addition  step  or  the  equivalent  thereof. 

20  DD-A-1  1  1  081  discloses  a  process  for  the  addition  of  alkyl  hydrogen  silicon  compounds  to  allyl  amine 
using  H2  Pt  CIg  as  a  catalyst. 

According  to  U.S.  Patent  4,649,208,  organosilicon  compounds  containing  amino  groups  are  prepared  by 
hydrosilation  of  an  allylamine  with  a  compound  containing  an  Si-H  bond,  in  the  presence  of  a  platinum- 
olefin  complex  and  an  amino  compound  other  than  the  allylamine.  However,  when  applied  to  the 

25  preparation  of  bis(aminoalkyl)polydiorganosiloxanes  this  method  produces  only  low  yields. 
Therefore,  by  reason  of  the  complexity  and  other  deficiencies  of  the  previously  developed  processes 

there  still  exists  a  demand  for  a  simplified  process  for  preparing  bis(aminoalkyl)polydiorganosiloxanes.  This 
demand  is  fulfilled  in  many  respects  by  the  present  invention,  which  includes,  in  addition  to  said  process, 
various  intermediates  prepared  thereby. 

30  In  one  of  its  aspects,  the  present  invention  is  a  method  for  preparing  a  silicon-nitrogen  compound  which 
comprises  effecting  reaction  between  the  components  of  a  mixture  comprising 

(A)  at  least  one  olefinic  amine  of  the  formula 

35 

40 

(I)  R  CH=C  C-NH2  '  

wherein  each  R1  is  independently  hydrogen,  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted 
phenyl,  and 
(B)  at  least  one  polydiorganosiloxane  of  the  formula 

45 

50 ( I D   H 

55 
wherein  R2  is  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted  phenyl  and  x  has  an  average  value 
from  1  to  300,  in  the  presence  of  a  catalytic  amount  of 
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(C)  a  platinum-containing  hydrosilation  catalyst  as  defined  in  claim  1  ; 
said  mixture  containing  titratable  acid,  if  any,  in  an  amount  up  to  0.5  equivalent  per  gram-atom  of 

platinum. 
Reagent  A  in  the  method  of  this  invention  is  at  least  one  olefinic  amine  of  formula  I.  Suitable  amines 

5  include  allylamine  (which  is  preferred),  methallylamine  and  2-butenylamine. 
Reagent  B  is  at  least  one  polydiorganosiloxane  of  formula  II.  The  1  ,1  ,3,3-tetraalkyldisiloxanes,  and 

especially  1  ,1  ,3,3-tetramethyldisiloxane  (hereinafter  "TMDS"),  are  often  preferred.  It  is,  however,  frequently 
also  advantageous  to  use  higher  siloxanes,  up  to  an  average  molecular  weight  in  the  range  of  15,000- 
20,000. 

io  The  reaction  between  the  olefinic  amine  and  the  polydiorganosiloxane  takes  place  in  the  presence  of  a 
platinum-containing  hydrosilation  catalyst.  They  include  platinum  black,  platinum  on  various  supports  such 
as  silica,  chloroplatinic  acid-olefin  complexes,  and  platinum  complexes  with  olefins  including  olefinic 
polysiloxanes. 

An  especially  useful  class  of  platinum-containing  catalysts  consists  of  the  complexes  of  vinyl-substi- 
15  tuted  polydiorganosiloxanes,  particularly  cyclic  siloxanes  and  most  particularly  cyclotetrasiloxanes.  In 

particular,  complexes  of  1  ,3,5,7-tetravinyl-1  ,3,5,7-tetramethylcyclotetrasiloxane  are  advantageous  since  they 
frequently  provide  the  desired  products  in  especially  high  yields. 

In  many  embodiments  of  the  invention,  it  is  highly  preferred  that  the  catalyst  contain  a  low  proportion  of 
halogen.  Catalysts  with  this  property  have  been  found  to  be  uniquely  tolerant  of  the  conditions  under  which 

20  the  reaction  is  conducted,  especially  the  presence  of  excess  olefinic  amine.  In  general,  therefore,  the  most 
preferred  catalysts  contain  halogen,  if  any,  in  an  amount  no  greater  than  1  gram-atom  per  gram-atom  of 
platinum.  The  most  desirable  halogen  amount,  particularly  in  the  first  and  third  embodiments  of  the 
invention  described  hereinafter,  is  less  than  0.1  gram-atom  per  gram-atom  of  platinum.  The  preparation  of 
catalysts  of  this  type  containing  low  proportions  of  halogen,  if  any,  is  disclosed  in  U.S.  Patents  3,775,452 

25  and  3,814,730. 
Another  important  characteristic  of  the  catalyst,  as  well  as  the  reaction  mixture  in  which  it  is  employed, 

is  low  acidity.  The  level  of  acidity  may  be  determined  by  acid-base  titration  in  an  organic  medium,  typically 
a  mixture  of  a  non-polar  liquid  such  as  toluene  and  a  polar  liquid  such  as  an  alkanol,  with  isopropanol  often 
being  preferred. 

30  Acidity  levels  depend  on  such  factors  as  the  method  of  catalyst  preparation  and  the  purity  of  the 
polydiorganosiloxane.  For  example,  TMDS  may  contain  acid  (ordinarily  hydrochloric  acid)  in  amounts  on  the 
order  of  35-50  ppm.  The  reaction  mixtures  of  the  present  invention  contain  titratable  acid,  if  any,  in  an 
amount  no  greater  than  0.5  equivalent  per  gram-atom  of  platinum,  since  if  that  value  is  exceeded  catalyst 
activity  decreases  drastically.  In  most  instances  the  acid  level  is  much  lower,  preferably  less  than  10 

35  milliequivalents  per  gram-atom  of  platinum. 
As  explained  hereinafter,  a  substantially  higher  level  of  acidity  at  a  certain  stage  is  sometimes 

preferred.  This  may  be  achieved  by  adding  acid  at  the  point  when  it  is  needed. 
The  method  of  this  invention  may  be  employed  in  several  embodiments.  In  one  embodiment,  which 

may  be  employed  with  any  value  of  x  but  which  is  frequently  preferred  when  x  is  1,  contact  between 
40  reagents  A,  B  and  C  is  effected  at  a  temperature  in  the  range  of  80-1  50  °C  and  preferably  80-1  25  °C  in  the 

presence  of  a  diluent.  Inert  diluents  such  as  toluene  or  xylene  may  be  used.  The  invention  also  includes 
employment  of  reaction  product  constituents,  especially  bis(aminoalkyl)polydiorganosiloxane,  as  diluent. 

In  this  embodiment  it  is  possible  for  all  three  reagents  and  the  solvent  to  be  initially  present  in  the 
reaction  vessel,  but  it  is  also  within  the  scope  of  the  invention  to  add  part  or  all  of  reagents  A  and  B  to  the 

45  combination  of  reagent  C  and  the  solvent.  Reagent  C  may  also  be  introduced  incrementally  or  continuously 
so  as  to  maintain  a  substantially  constant  reaction  rate. 

For  maximum  yield  of  bis(aminoalkyl)polydiorganosiloxane,  the  maximum  percentage  of  combined 
reagents  A  and  B  in  a  solution  in  an  inert  diluent  should  be  at  most  40%  and  preferably  10-25%  by  weight 
when  all  reagents  are  initially  present.  When  reagents  A  and  B,  and  optionally  part  of  reagent  C,  are 

50  subsequently  added  to  such  a  solution,  final  concentrations  up  to  85%  and  especially  65%  are  acceptable. 
When  reaction  product  constituents  are  employed  as  diluent,  final  concentrations  may  be  up  to  100%. 

The  mole  ratio  of  A  to  B  should  be  at  least  2:1  and  preferably  2.2-2.5:1,  the  reaction  time  should  be  1-6 
hours  and  the  pressure  should  be  atmospheric.  The  proportion  of  catalyst  (reagent  C)  is  not  critical  but  is 
generally  5-150  and  preferably  5-100  ppm  of  platinum  by  weight  based  on  the  total  of  reagents  A  and  B.  An 

55  inert  atmosphere,  such  as  nitrogen,  is  preferred. 
When  this  embodiment  is  employed,  the  major  product  is  a  bis(aminoalkyl)polydiorganosiloxane  of  the 

formula 

3 
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f  

( I I I )   H2N-C-CH-CH 

1 1   l  R  R  R 

70  wherein  R1  and  x  are  as  previously  defined.  A  by-product  generally  obtained  in  varying  amounts,  often 
relatively  high  when  x  is  1  ,  is  a  cyclic  disiloxazane  having  the  formula 

75 

( IV)  

20 

25  which  may  be  converted  to  a  bis(aminoalkyl)octaorganotetrasiloxane  by  hydrolysis  as  described  hereinafter. 
Cyclic  disiloxazanes  having  formula  IV  are  another  aspect  of  the  invention. 

Isolation  of  the  bis(aminoalkyl)polysiloxane  in  this  embodiment  may  be  achieved  by  conventional 
distillation/solvent  stripping  operations.  However,  it  is  preferred  to  maintain  the  temperature  of  the  mixture 
no  higher  than  160°C  during  stripping,  to  avoid  formation  of  by-products  which  may  interfere  with  product 

30  use. 
At  stripping  temperatures,  there  is  evidence  for  conversion  of  cyclic  disiloxazane  to  oligomers  wherein 

the  structural  units  have  the  formula 

35 R2  R2 

(V)  - S i - O - S i -  

40 
1  ?  2 
R  R 

/  

CHH  —  C-NH-  

Such  oligomers  may  be  easily  alcoholyzed  to  alkoxyaminoalkyltetraorganodisiloxanes  of  the  formula 

45 

(VI)  R J 0 - S i - 0 - S i - C H - C H - C - N H 2  

50 1  2  ' 2 1 1 1  R  R  R  R  R 

wherein  R3  is  a  Ci  alkyl  radical  and  especially  methyl.  Upon  hydrolysis  of  the  alkoxyaminoalkylpolydior- 
ganosiloxane,  typically  at  temperatures  in  the  range  of  about  80-1  00  °C  and  preferably  in  the  presence  of  a 

55  strong  base  and  especially  a  tetraalkylammonium  hydroxide  as  catalyst,  the  desired  bis(aminoalkyl)- 
polydiorganosiloxanes  are  obtained.  Alkoxyaminoalkylpolydiorganosiloxanes  of  formula  VI  are  another 
aspect  of  the  invention. 

4 
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A  second  embodiment  is  similar  to  the  first  except  that  no  diluent  is  employed  and  reagent  B  is  a 
compound  in  which  x  is  at  least  2.  The  product  is  then  a  bis(aminoalkyl)polydiorganosiloxane  of  formula  III 
wherein  x  is  greater  than  1  .  In  other  respects,  the  proportions  and  reaction  conditions  for  this  embodiment 
are  similar  to  those  described  for  the  first,  except  that  the  process  is  not  as  sensitive  to  the  halogen  content 

5  of  the  catalyst. 
In  a  third  embodiment,  employed  when  x  is  1,  contact  between  reagents  A,  B  and  C  (reagent  C 

generally  being  employed  in  the  above-described  proportions)  is  effected  in  a  system  free  from  extraneous 
diluents,  at  a  temperature  initially  in  the  range  of  30-75  °  C  and  in  an  inert  atmosphere.  The  principal  initial 
(amination)  product  is  then  an  alkenylaminodisiloxane  having  the  formula 

10 

R1  f   R2 
I  I  I 

(VII)   R1CH-C  C - N H - S i - O - S i - H  
15 

formed  with  the  evolution  of  hydrogen.  Compounds  of  formula  VII  are  still  another  aspect  of  the  invention; 
20  they  may  be  isolated  by  conventional  means  after  poisoning  of  the  catalyst  with  a  sulfur  compound  such  as 

thiophenol. 
Upon  continued  contact  with  the  catalyst,  the  alkenylaminodisiloxanes  of  formula  VII  undergo  in- 

tramolecular  hydrosilation  to  form  cyclic  disiloxazanes  of  formula  IV.  The  cyclization  reaction  is  very 
exothermic;  when  molar  ratios  of  reagent  A  to  reagent  B  on  the  order  of  1:1  are  employed,  the  reaction  may 

25  be  initiated  at  temperatures  as  low  as  20  °  C  and  very  efficient  cooling  may  be  necessary  to  prevent  it  from 
getting  out  of  control.  It  is  generally  preferred  to  employ  reagent  A  in  excess,  typically  in  a  molar  ratio  to 
reagent  B  of  2-4:1.  The  reaction  then  proceeds  smoothly  at  temperatures  in  the  range  of  60-1  10  °C  and 
may  often  be  conveniently  conducted  at  reflux.  Care  must  be  taken,  however,  that  reagent  A  not  be  lost  by 
volatilization  to  the  point  where  less  than  a  1:1  ratio  remains  in  the  reaction  vessel,  since  a  vigorous  or  even 

30  uncontrollable  reaction  may  result. 
Under  certain  conditions,  and  especially  when  the  reaction  mixture  is  acid-free  at  this  stage,  the  yield  of 

the  cyclic  disiloxazane  of  formula  IV  decreases  sharply.  There  is  evidence  for  intermolecular  hydrosilation 
thereof,  forming  polymers  with  units  of  formula  V,  under  these  conditions. 

It  has  been  discovered,  however,  that  the  polymer-forming  reaction  is  easily  reversed  by  maintaining 
35  the  reaction  mixture  acidic  at  this  stage.  This  is  conveniently  achieved  by  utilizing  a  hydrosilation  catalyst 

which  contains  strong  acid  (in  the  previously  described  minor  amounts)  or  by  adding  a  strong  acid  to  the 
reaction  mixture  after  hydrosilation.  Both  Bronsted  and  Lewis  acids  are  suitable,  and  the  identity  thereof  is 
not  particularly  critical  so  long  as  it  is  sufficiently  strong. 

Illustrative  acids  are  mineral  acids  such  as  hydrochloric  acid,  acidic  salts  such  as  ammonium  sulfate, 
40  organic  acids  such  as  p-toluenesulfonic  acid  and  Lewis  acids  such  as  dimethylchlorosilane.  Only  very  small 

proportions  thereof  are  necessary,  the  amounts  present  in  the  catalyst  as  previously  described  being 
sufficient  provided  said  catalyst  contains  titratable  acid.  However,  it  is  also  within  the  scope  of  the  invention 
to  add  a  strong  acid  to  the  reaction  mixture  in  greater  amounts,  typically  up  to  300  milliequivalents  per 
gram-atom  of  platinum.  (For  the  purposes  of  this  invention,  the  equivalent  weight  of  the  acid  is  its  molecular 

45  weight  divided  by  the  number  of  strongly  acidic  centers  therein.  Thus,  hydrochloric  acid,  p-toluenesulfonic 
acid,  ammonium  sulfate  and  dimethylchlorosilane  are  all  considered  monobasic  acids.) 

According  to  the  aforementioned  U.S.  Patent  4,649,208,  the  platinum-catalyzed  hydrosilation  of  al- 
lylamine  requires  the  presence  of  an  amino  compound  other  than  the  allylamine.  In  the  present  invention, 
no  other  amino  compound  is  necessary  and  the  employment  of  such  an  amino  compound,  although  not 

50  harmful,  usually  offers  no  advantage.  Therefore,  in  a  preferred  embodiment  of  the  invention  reagent  A  is  the 
only  amine  present. 

The  cyclic  disiloxazanes  of  formula  IV  are  convertible  by  hydrolysis  to  bis(aminoalkyl)- 
octaorganotetrasiloxanes;  that  is,  compounds  of  formula  III  wherein  x  is  3.  Hydrolysis  is  conveniently 
effected  by  merely  contacting  the  cyclic  disiloxazane  with  an  excess  of  water  at  a  temperature  in  the  range 

55  of  25-1  20  °C,  typically  at  reflux.  In  general,  a  molar  ratio  of  water  to  cyclic  disiloxazane  on  the  order  of  2-4:1 
is  convenient. 

The  final  products  obtained  by  the  above-described  embodiments  of  the  invention  are  various  isomeric 
bis(aminoalkyl)polydiorganosiloxanes.  For  example,  allylamine  is  converted  principally  to  the  bis(3- 

5 
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aminopropyl)  compounds,  with  varying  proportions  of  1-methyl-2-aminoethyl  species.  For  most  purposes, 
the  presence  of  such  isomers  is  acceptable. 

As  previously  mentioned,  the  bis(aminoalkyl)polydiorganosiloxanes  are  useful  for  the  preparation  of 
polysiloxane  polyetherimides.  For  this  purpose,  compounds  of  formula  III  wherein  x  has  an  average  value  in 

5  the  range  of  10-15  are  generally  preferred.  They  may  be  prepared  from  lower  molecular  weight  compounds 
by  equilibration  with  a  cyclic  polydiorganosiloxane  such  as  octamethylcyclotetrasiloxane  under  basic 
conditions.  The  bis(aminoalkyl)tetraorganodisiloxanes  and  bis(aminoalkyl)octaorganotetrasiloxanes  are 
among  the  compounds  which  may  be  used  for  this  purpose,  and  by  employing  suitable  proportions  of 
reactants  it  is  possible  to  convert  both  of  these  species  to  bis(aminoalkyl)polydiorganosiloxaneshaving 

io  substantially  the  same  average  molecular  weight.  Therefore,  the  tetrasiloxanes  are  essentially  equivalent  to 
the  corresponding  disiloxanes  from  the  standpoint  of  utility. 

The  invention  is  illustrated  by  the  following  examples.  Unless  otherwise  indicated,  the  catalyst  em- 
ployed  in  these  examples  was  a  platinum  complex  of  1  ,3,5,7-tetravinyl-1  ,3,5,7-tetramethylcyclotetrasiloxane 
having  a  platinum  content  on  the  order  of  1.5-2.0%  by  weight.  It  contained  about  20-200  ppm.  of  chloride 

is  (0.006-0.062  gram-atom  per  gram-atom  of  platinum)  and  up  to  about  20  ppm.  (6.1  meq.  per  gram-atom  of 
platinum)  of  hydrochloric  acid.  Catalyst  proportions  are  expressed  in  terms  of  parts  by  weight  of  platinum 
per  million  parts  of  reagents  A  and  B  combined.  Said  proportions  are  approximations,  but  the  use  of  such 
approximations  is  permissible  since  the  amount  of  catalyst  is  not  a  crucial  feature  of  the  invention. 

20  Example  1 

To  a  13.5%  solution  in  o-xylene  of  allylamine  and  TMDS  in  a  molar  ratio  of  2.5:1  was  added  catalyst  in 
the  amount  of  40  ppm.  The  mixture  was  heated  in  a  nitrogen  atmosphere  under  reflux  (128°C)  for  3  hours, 
after  which  analysis  by  silicon-29  nuclear  magnetic  resonance  spectroscopy  showed  the  product  to  consist 

25  entirely  of  1  ,9-diamino-4,4,6,6-tetramethyl-5-oxa-4,6-disilanonane;  no  2,2,7,7-tetramethyl-1-oxa-3-aza-2,7-dis- 
ilacycloheptane  (the  compound  of  formula  IV  wherein  R1  is  hydrogen  and  R2  is  methyl)  was  detected.  The 
bis(aminoalkyl)disiloxane  could  be  isolated  by  vacuum  stripping  of  the  xylene. 

Example  2 
30 

The  procedure  of  Example  1  was  repeated,  varying  the  reaction  temperature,  reaction  time  and  reactant 
concentration.  The  results  are  given  in  Table  I,  with  1  ,9-diamino-44,6,6-tetramethyl-5-oxa-4,6-disilanonane 
being  identified  as  "linear"  and  2,2,7,7-tetramethyl-1-oxa-3-aza-2,7-disilaheptane  being  identified  as 
"cyclic". 

35 
TABLE  I 

45 

Temperature,  °C  Time,  hrs.  Reactant  cone,  %  Percent  yield 

Linear  Cyclic 

123  1-1/4  20  95.7  4.3 
122  2  22  88.8  11.2 
123  3-3/4  23  85.4  14.6 
126  5-1/4  25  84.1  15.9 
118  5-1/4  30  79.2  20.8 
140  1-1/2  23  77.9  22.1 

50  Example  3 

To  a  vessel  containing  1000  parts  by  weight  of  toluene  and  20  ppm.  of  catalyst  were  added  under 
reflux  over  10  hours  in  a  nitrogen  atmosphere,  with  stirring,  816.5  parts  of  allylamine,  952.6  parts  of  TMDS 
and  an  additional  80  ppm.  of  catalyst.  Methanol,  226.8  parts,  was  added  with  stirring  and  the  mixture  was 

55  stripped  at  140°C,  first  at  atmospheric  and  then  under  reduced  pressure  after  which  crude  product  was 
distilled  up  to  140°C/1330  Pa  (10  torr).  An  excess  of  water  was  added  to  the  distillate  which  was  then 
stripped  at  160°C,  to  yield  the  desired  product  comprising  principally  1  ,9-diamino-4,4,6,6,-tetramethyl-5- 
oxa-4,6-disilanonane  in  92%  yield. 

6 
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Example  4 

A  mixture  of  71  parts  by  weight  of  1  ,9-diamino-4,4,6,6-tetramethyl-5-oxa-4,6-disilanonane  and  40  ppm. 
of  catalyst  is  heated  to  115°  C  in  a  nitrogen  atmosphere,  and  a  mixture  of  32.5  parts  of  allylamine  and  67.5 

5  parts  of  TMDS  (0.57  mole  each)  is  added  dropwise  over  6  hours,  whereby  a  temperature  in  the  range  of  95- 
110°C  is  maintained.  The  mixture  is  cooled  and  analyzed  by  infrared  spectroscopy  and  gas  chromatog- 
raphy,  showing  the  absence  of  Si-H  bonds  and  the  presence  of  the  disilanonane  and  the  corresponding 
cyclic  disiloxazane.  The  crude  product  is  distilled  at  40-100  °  C/66,5  Pa  (0.5  torr)  and  hydrolyzed  by  addition 
of  50  parts  of  water,  whereupon  an  exotherm  carries  the  temperature  to  85  °  C.  Upon  removal  of  water  by 

io  distillation,  the  desired  product  is  obtained  in  97%  yield. 

Example  5 

A  mixture  of  18.75  grams  (328  mmol.)  of  allylamine,  93.34  grams  (67  mmol.)  of  a  polydiorganosiloxane 
is  of  formula  II  wherein  R2  was  methyl  and  x  had  an  average  value  of  about  23,  290.4  mg.  (50  ppm.)  of 

catalyst  and  448  grams  of  o-xylene  was  heated  to  reflux  in  a  nitrogen  atmosphere  over  a  period  of  100 
minutes,  whereupon  infrared  spectroscopic  analysis  showed  the  reaction  to  be  complete.  Upon  distillation  of 
the  solvent,  there  was  obtained  a  bis(aminoalkyl)polydimethylsiloxane  which  was  shown  by  carbon-13  and 
silicon-29  nuclear  magnetic  resonance  spectroscopy  and  acid  titration  to  have  formula  III  wherein  x  is  about 

20  30.  The  apparent  increase  in  chain  length  is  believed  to  be  the  result  of  the  presence  of  cyclic 
polydimethylsiloxanes  in  both  reactant  and  product,  which  may  affect  the  analyses  differently  in  the  two 
environments. 

Example  6 
25 

A  mixture  of  101.6  parts  (1.78  moles)  of  allylamine,  148.4  parts  (0.71  mole)  of  hexamethyltrisiloxane 
(the  compound  of  formula  II  wherein  each  R2  is  methyl  and  x  is  2)  and  catalyst  in  the  amount  of  50  ppm.  of 
platinum  was  heated  in  a  nitrogen  atmosphere  by  means  of  an  oil  bath  maintained  at  85  °C,  with  stirring. 
After  about  15  minutes,  an  exothermic  reaction  occurred  which  caused  a  substantial  temperature  increase. 

30  After  about  1-1/2  hours  the  mixture  had  stopped  refluxing,  and  the  oil  bath  temperature  was  increased  to 
100°C.  Heating  was  continued  for  a  total  of  4  hours. 

Unreacted  allylamine  was  removed  by  distillation  at  temperatures  up  to  140°C,  and  removal  thereof 
was  completed  at  reduced  pressure.  The  mixture  was  then  distilled  under  reduced  pressure  to  yield  the 
desired  1  ,1  1-diamino-4,4,6,6,8,8-hexamethyl-5,7-dioxa-4,6,8-trisilaundecane  in  at  least  95%  yield.  The  iden- 

35  tity  of  the  product  was  confirmed  by  elemental  and  spectroscopic  analysis. 

Comparative  Example 

The  procedure  of  Example  6  was  repeated  except  that  the  catalyst  employed  therein  was  replaced  by 
40  an  equivalent  amount  of  an  anhydrous  solution  in  octyl  alcohol  of  chloroplatinic  acid.  After  a  reaction  period 

of  24  hours,  the  yield  of  product  (as  identified  by  vapor  phase  chromatography)  was  89%. 

Example  8 

45  A  mixture  of  114.2  grams  (2  moles)  of  allylamine,  134.3  grams  (1  mole)  of  TMDS,  100  mg.  of  pyridine 
and  catalyst  in  the  amount  of  40  ppm.  of  platinum  was  heated  in  a  nitrogen  atmosphere  under  reflux  for  11 
hours,  during  which  time  the  pot  temperature  rose  from  55  °C  to  161  °C.  The  product  was  distilled  under 
vacuum  at  45°C/133  Pa  (1  torr),  yielding  180  grams  (95%  of  theoretical)  of  2,2,7,7-tetramethyl-1-oxa-3-aza- 
2,7-disilacycloheptane.  The  product  was  identified  by  silicon-29  and  carbon-13  nuclear  magnetic  resonance 

50  spectroscopy  and  mass  spectroscopy. 
A  mixture  of  the  cyclic  disiloxazane  and  8.57  grams  of  water  was  heated  under  reflux,  with  stirring, 

whereupon  it  turned  cloudy  and  then  clear.  The  product  was  shown  by  gas  chromatographic  analysis  to  be 
the  desired  1  ,1  3-diamino-4,4,6,6,8,8,1  0,1  0-octamethyl-5,7,9-trioxa-4,6,8,1  0-tetrasila-tridecane. 

55  Example  9 

A  mixture  of  allylamine  and  tetramethyldisiloxane  identical  to  that  of  Example  8  was  prepared  in  a 
nitrogen  atmosphere,  and  catalyst  in  the  amount  of  40  ppm.  was  added.  Hydrogen  gas  evolution  began 
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immediately  and  lasted  for  about  35  minutes,  after  which  the  reaction  mixture  was  brought  to  reflux  at 
54  °  C.  Over  the  next  6  hours  the  temperature  rose  steadily  to  74  °  C;  upon  analysis  by  gas  chromatography 
and  infrared  and  mass  spectroscopy  the  only  product  identified  was  5,5,7,7-tetramethyl-4-aza-6-oxa-5,7- 
disila-1-heptene. 

5  Heating  was  continued  for  an  additional  6  hours  with  a  rise  in  pot  temperature  to  a  final  value  of  105°C. 
Upon  analysis,  it  was  found  that  the  alkenylaminodisiloxane  had  been  converted  entirely  to  cyclic 
disiloxazane,  which  was  isolated  by  vacuum  distillation.  The  yield  was  200  grams,  or  53%  of  theoretical. 

Example  10 
10 

Allylamine  and  TMDS  in  a  2:1  molar  ratio  were  combined  with  about  8  ppm.  of  catalyst  and  the  mixture 
was  stirred  overnight  in  a  nitrogen  atmosphere  at  room  temperature,  after  which  five  drops  of  thiophenol 
was  added  to  poison  the  catalyst.  Unreacted  starting  materials  were  removed  by  vacuum  stripping  and  the 
desired  alkenylamin-odisiloxane  was  recovered  by  vacuum  distillation  at  45°C/66,5  Pa  (0.5  torr).  Its 

is  structure  was  confirmed  by  silicon-29  and  carbon-13  nuclear  magnetic  resonance  spectroscopy  and  mass 
spectroscopy. 

Example  1  1 

20  Allylamine  and  TMDS  in  a  1:1  molar  ratio  were  combined  with  40  ppm.  of  catalyst  in  a  nitrogen 
atmosphere,  whereupon  hydrogen  evolution  was  immediately  observed.  The  mixture  was  heated  to  reflux 
and  the  pot  temperature  rose  from  43°  to  73  °C  over  65  minutes;  an  exothermic  reaction  then  occurred 
which  caused  an  immediate  rise  to  155°C.  The  mixture  was  cooled  to  45  °C  and  distilled  under  vacuum, 
yielding  a  very  small  proportion  of  cyclic  disiloxazane.  The  distillation  residue  was  steam  distilled  and 

25  shown  to  be  a  mixture  of  bis(3-aminopropyl)polydimethylsiloxanes. 

Example  12 

To  a  mixture  of  1262.6  grams  (22.11  moles)  of  allylamine  and  742.6  grams  (5.53  moles)  of  TMDS  was 
30  added  in  a  nitrogen  atmosphere,  with  stirring,  40  ppm.  of  catalyst,  whereupon  the  temperature  of  the 

mixture  rose  from  21°  to  28  °C  and  hydrogen  evolution  began.  When  hydrogen  evolution  slowed,  the 
mixture  was  heated  under  reflux  for  8  hours,  whereupon  the  temperature  rose  to  65  °C.  Analysis  by  gas 
chromatography  showed  that  all  the  TMDS  had  been  converted  to  cyclic  disiloxazane. 

The  excess  allylamine  was  distilled  under  atmospheric  pressure  and  then  under  vacuum,  after  which 
35  the  cyclic  disiloxazane  was  removed  by  distillation.  Ammonium  sulfate,  200  mg.,  was  added  to  the  residue 

and  distillation  was  continued.  The  total  yield  of  cyclic  disiloxazane  was  95%  of  theoretical. 

Example  13 

40  The  procedure  of  Example  9  was  repeated,  using  catalysts  with  various  degrees  of  acidity  (HCI)  and 
basicity  (KOH).  The  results  are  given  in  Table  II. 

TABLE  II 

Acid  or  (base)  cone.  Cyclic  %  yield 

Ppm.  based  on  catalyst  Meq.  per  gram-atom  Pt 

(7)  (1.4)  59 
(5)  (1  .0)  90.8 
3  0.9  94.9 
3  0.9  99.6 

These  results  show  that  even  a  very  small  proportion  of  acid  in  the  catalyst  is  effective  to  convert 
55  oligomer  back  to  cyclic  disiloxazane. 

8 
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Example  14 

Experiments  were  conducted  in  which  the  procedure  of  Example  9  was  repeated,  except  that  various 
acids  were  added  when  hydrosilation  was  complete  as  shown  by  infrared  spectroscopic  analysis.  The 

5  results  are  given  in  Table  III. 

TABLE  III 

Acid  Cyclic  %  yield 

Identity  Meq.  per  gram-atom  Pt 

None  —  59 
p-Toluenesulfonic  acid  141.9  93.4 
Ammonium  sulfate  7.3  95.2 
Dimethylchlorosilane  258  76.5 

20 
Example  15 

Various  experiments  were  conducted  using  the  procedure  of  Example  13,  but  employing  TMDS 
containing  various  proportions  of  hydrochloric  acid.  The  effect  on  catalyst  activity,  reaction  time  and 
temperature  are  given  in  Table  IV. 

25 TABLE  IV 

Run  HCI  concentration  Catalyst  activity  Max  temp.,  °C  Reaction  time,  min. 

Ppm.  Equivs.  per  gram-atom  Pt 

1  34.4  2.70  Slight  66  510 
2  8.8  0.71  Poor  67  480 
3  4.6  0.38  Fair  107  282 
4  1.7  0.14  Good  115  205 
5  0.7  0.05  Good  116  175 
6  0  0  Good  120  146 

30 

35 

40 

It  will  be  seen  that  the  maximum  reaction  temperature  increases  steadily  with  a  decrease  in  acid 
concentration.  This  is  a  result  of  improved  conversion  of  TMDS  to  alkenylaminodisiloxane,  which  in  turn  is 
exothermically  converted  to  cyclic  disiloxazane.  Catalyst  activity  also  increases  and  reaction  time  decreases 
with  a  decrease  in  acid  concentration. 

Claims 

45  1.  A  method  for  preparing  a  silicon-nitrogen  compound  which  comprises  effecting  reaction  between  the 
components  of  a  mixture  comprising 

(A)  at  least  one  olefinic  amine  of  the  formula 

50 

55 

I 
(I)  R  CH=C  C-NH,  ' 

1  l  l  R  R 

wherein  each  R1  is  independently  hydrogen,  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted 
phenyl,  and 

9 
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(B)  at  least  one  polydiorganosiloxane  of  the  formula 

5 

10 

wherein  R2  is  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted  phenyl  and  x  has  an  average 
value  from  1  to  300,  in  the  presence  of  a  catalytic  amount  of 

is  (C)  a  platinum-containing  hydrosilation  catalyst  selected  from  the  group  consisting  of  platinum  black, 
platinum  on  support,  chloroplatinic  acid  -  olefin  complexes  and  platinum  complexes  with  olefins; 

said  mixture  containing  titratable  acid,  if  any,  in  an  amount  up  to  0.5  equivalent  per  gram-atom 
of  platinum. 

20  2.  A  method  according  to  claim  1  wherein  reagent  C  is  a  platinum  complex  of  1  ,3,5,7-tetravinyl-1  ,3,5,7- 
tetramethylcyclotetrasiloxane  containing  halogen,  if  any,  in  an  amount  no  greater  than  1  gram-atom  per 
gram-atom  of  platinum. 

3.  A  method  according  to  claim  2  wherein  the  reaction  is  conducted  in  an  inert  atmosphere. 
25 

4.  A  method  according  to  claim  3  wherein  reagent  A  is  the  only  amine  present. 

5.  A  method  according  to  claim  4  wherein  the  proportion  of  catalyst  is  5-150  ppm.  of  platinum  by  weight 
based  on  the  total  of  reagents  A  and  B. 

30 
6.  A  method  according  to  claim  5  wherein  the  reaction  is  conducted  at  a  temperature  in  the  range  of  80- 

125°C. 

7.  A  method  according  to  claim  6  wherein  x  is  1,  a  diluent  is  employed  and  the  product  is  a  bis- 
35  (aminoalkyl)tetraorganodisiloxane. 

8.  A  method  according  to  claim  7  wherein  reagent  C  contains  halogen,  if  any,  in  an  amount  less  than  0.1 
gram-atom  per  gram-atom  of  platinum. 

40  9.  A  method  according  to  claim  8  wherein  each  R1  is  hydrogen  and  each  R2  is  methyl. 

10.  A  method  according  to  claim  9  wherein  reagents  A  and  B  and  a  portion  of  reagent  C  are  added 
incrementally  or  continuously  to  diluent  and  remaining  reagent  C,  the  mole  ratio  of  A  to  B  is  2.2-2.5:1 
and  the  reaction  pressure  is  atmospheric. 

45 
11.  A  method  according  to  claim  10  wherein  the  diluent  is  toluene  or  xylene. 

12.  A  method  according  to  claim  11  wherein  the  final  concentration  of  combined  reagents  A  and  B  in  the 
solution  is  up  to  85%  by  weight. 

50 
13.  A  method  according  to  claim  6  wherein  x  is  greater  than  1,  contact  between  reagents  A,  B  and  C  is 

effected  in  a  system  free  from  diluents  and  the  product  is  a  bis(aminoalkyl)polydiorganosiloxane. 

14.  A  method  according  to  claim  13  wherein  reagent  C  contains  halogen,  if  any,  in  an  amount  less  than  0.1 
55  gram-atom  per  gram-atom  of  platinum. 

15.  A  method  according  to  claim  14  wherein  each  R1  is  hydrogen  and  each  R2  is  methyl. 

10 
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16.  A  method  according  to  claim  15  wherein  the  mole  ratio  of  A  to  B  is  2.2-2.5:1  and  the  reaction  pressure 
is  atmospheric. 

17.  A  method  according  to  claim  5  wherein  x  is  1  and  contact  between  reagents  A,  B  and  C  is  effected  in  a 
system  free  from  extraneous  diluents  and  at  a  temperature  initially  in  the  range  of  30-75  °  C,  to  afford  a 
product  initially  comprising  an  alkenylaminodisilazane  of  the  formula 

10 
R1  ■  R2  R2 
I  I  I .  

(VII)   R1CH-C  C - N H - S i - O - S i - H  

1  1  '  l  R  R 

15 

18.  A  method  according  to  claim  17  wherein  reagent  C  contains  halogen,  if  any,  in  an  amount  less  than  0.1 
gram-atom  per  gram-atom  of  platinum. 

20  19.  A  method  according  to  claim  18  wherein  said  product  undergoes  intramolecular  hydrosilation  to  form  a 
cyclic  disiloxazane  of  the  formula 

35  20.  A  method  according  to  claim  19  wherein  each  R1  is  hydrogen  and  each  R2  is  methyl. 

21.  A  method  according  to  claim  20  wherein  the  molar  ratio  of  reagent  A  to  reagent  B  is  2-4:1. 

22.  A  method  according  to  claim  21  wherein  the  mixture  contains  titratable  acid  in  an  amount  less  than  10 
40  milliequivalents  per  gram-atom  of  platinum. 

23.  A  method  according  to  claim  22  wherein  the  product  is  subsequently  hydrolyzed  to  a  bis(aminoalkyl)- 
octaorganotetrasiloxane  by  contact  with  an  excess  of  water  at  a  temperature  in  the  range  of  25-1  20  °C. 

45  24.  An  alkenylaminodisiloxane  having  the  formula 

55  wherein  each  R1  is  independently  hydrogen,  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted 
phenyl  and  R2  is  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted  phenyl. 

25.  An  alkenylaminodisiloxane  according  to  claim  24  wherein  each  R1  is  hydrogen  and  R2  is  methyl. 

11 
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26.  A  cyclic  disiloxazane  having  the  formula 

5 

( IV)  

w 

15  wherein  each  R1  is  independently  hydrogen,  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted 
phenyl  and  R2  is  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted  phenyl. 

27.  A  cyclic  disiloxazane  according  to  claim  26  wherein  each  R1  is  hydrogen  and  R2  is  methyl. 

20  28.  An  alkoxyaminoalkyltetraorganodisiloxane  having  the  formula 

,  
r   r   r  

25  (VI)  R J 0 - S i - 0 - S i - C H - C H - C - N H 2   '  
I,  I  

,  
I  

,  
I  

,  
I  

 ̂R  R  R  R  R 

30  wherein  each  R1  is  independently  hydrogen,  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted 
phenyl;  R2  is  Ci  primary  or  secondary  alkyl,  phenyl  or  substituted  phenyl;  and  R3  is  Ci  alkyl. 

29.  A  disiloxane  according  to  claim  28  wherein  each  R1  is  hydrogen,  each  R2  is  methyl  and  R3  is  methyl. 

35  Patentanspruche 

1.  Verfahren  zum  Herstellen  einer  Silicium-Stickstoff-Verbindung  durch  eine  Umsetzung  zwischen  den 
Komponenten  einer  Mischung,  umfassend 

(A)  mindestens  ein  olefinisches  Amin  der  Formel 
40 

R1 

(I)  RXCH=C  C-NH2 

R  R 

worin  jedes  R1  unabhangig  Wasserstoff,  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substitu- 
50  iertes  Phenyl  ist,  und 

55 

12 
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(B)  mindestens  ein  Polydiorganosiloxan  der  Formel 

5 

10 

worin  R2  ein  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substituiertes  Phenyl  ist  und  x  einen 
Mittelwert  von  1  bis  300  hat,  in  Gegenwart  einer  katalytischen  Menge  von 

is  (C)  einem  platinhaltigen  Hydrosilylierungs-Katalysator,  ausgewahlt  aus  der  Gruppe  bestehend  aus 
Platinschwarz,  Platin  auf  einem  Trager,  Chlorplatinsaure-Olefin-Komplexen  und  Platinkomplexen  mit 
Olefinen,  wobei  die  Mischung,  wenn  uberhaupt,  titrierbare  Saure  in  einer  Menge  von  bis  zu  0,5 
Equivalent  pro  Grammatom  Platin  enthalt. 

20  2.  Verfahren  nach  Anspruch  1,  worin  Reagenz  (C)  ein  Platinkomplex  von  1  ,3,5,7-Tetravinyl-1  ,3,5,7- 
tetramethylcyclotetrasiloxan  ist,  der,  wenn  uberhaupt,  Halogen  in  einer  Menge  von  nicht  mehr  als  1 
Grammatom  pro  Grammatom  Platin  enthalt. 

3.  Verfahren  nach  Anspruch  2,  worin  die  Umsetzung  in  einer  inerten  Atmosphare  ausgefuhrt  wird. 
25 

4.  Verfahren  nach  Anspruch  3,  worin  Reagenz  A  das  einzig  vorhandene  Amin  ist. 

5.  Verfahren  nach  Anspruch  4,  worin  der  Anteil  des  Katalysators  5  bis  150  ppm  Platin,  bezogen  auf  das 
Gewicht,  bezogen  auf  die  Gesamtmenge  der  Reagenzien  A  und  B  ist. 

30 
6.  Verfahren  nach  Anspruch  5,  worin  die  Umsetzung  bei  einer  Temperatur  im  Bereich  von  80  bis  125°C 

ausgefuhrt  wird. 

7.  Verfahren  nach  Anspruch  6,  worin  x  gleich  1  ist,  ein  Verdunnungsmittel  benutzt  wird  und  das  Produkt 
35  Bis(aminoalkyl)tetraorganodisiloxan  ist. 

8.  Verfahren  nach  Anspruch  7,  worin  Reagenz  C,  wenn  uberhaupt,  Halogen  in  einer  Menge  von  weniger 
als  0,1  Grammatom  pro  Grammatom  Platin  enthalt. 

40  9.  Verfahren  nach  Anspruch  8,  worin  jedes  R1  Wasserstoff  und  jedes  R2  Methyl  ist. 

10.  Verfahren  nach  Anspruch  9,  worin  die  Reagenzien  A  und  B  und  ein  Teil  des  Reagenz  C  portionsweise 
oder  kontinuierlich  zu  dem  Verdunnungsmittel  und  dem  ubrigen  Reagenz  C  hinzugegeben  werden,  das 
Molverhaltnis  von  A  zu  B  2,2-2,5:1  betragt  und  die  Umsetzung  unter  atmospharischem  Druck  ausge- 

45  fuhrt  wird. 

11.  Verfahren  nach  Anspruch  10,  worin  das  Verdunnungsmittel  Toluol  oder  Xylol  ist. 

12.  Verfahren  nach  Anspruch  11,  worin  die  Endkonzentration  der  kombinierten  Reagenzien  A  und  B  in  der 
50  Losung  bis  zu  85  Gew.-%  betragt. 

13.  Verfahren  nach  Anspruch  6,  worin  x  mehr  als  1  ist,  der  Kontakt  zwischen  den  Reagenzien  A,  B  und  C 
in  einem  verdunnungsmittelfreien  System  bewirkt  wird  und  das  Produkt  ein  Bis(aminoalkyl)- 
polydiorganosiloxan  ist. 

55 
14.  Verfahren  nach  Anspruch  13,  worin  Reagenz  C,  wenn  uberhaupt,  Halogen  in  einer  Menge  von  weniger 

als  0,1  Grammatom  pro  Grammatom  Platin  enthalt. 

13 
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15.  Verfahren  nach  Anspruch  14,  worin  jedes  R1  Wasserstoff  und  jedes  R2  Methyl  ist. 

16.  Verfahren  nach  Anspruch  15,  worin  das  Molverhaltnis  von  A  zu  B  2,2-2,5:1  betragt  und  die  Umsetzung 
unter  atmospharischem  Druck  ausgefuhrt  wird. 

5 
17.  Verfahren  nach  Anspruch  5,  worin  x  1  ist  und  der  Kontakt  zwischen  den  Reagenzien  A,  B  und  C  in 

einem  von  auBeren  Verdunnungsmitteln  freien  System  und  bei  einer  Temperatur  von  anfanglich  im 
Bereich  30  bis  75  °C  bewirkt  wird,  urn  ein  Produkt  zu  erhalten,  das  anfanglich  ein  Alkenylaminodisila- 
zan  der  Formel  umfaBt 

75 

20  18.  Verfahren  nach  Anspruch  17,  worin  Reagenz  C,  wenn  uberhaupt,  Halogen  in  einer  Menge  von  weniger 
als  0,1  Grammatom  pro  Grammatom  Platin  enthalt. 

19.  Verfahren  nach  Anspruch  18,  worin  das  Produkt  einer  intramolekularen  Hydrosilylierung  unterliegt,  urn 
ein  cyclisches  Disiloxazan  der  Formel  zu  bilden 

25 

35 

20.  Verfahren  nach  Anspruch  19,  worin  jedes  R1  Wasserstoff  und  jedes  R2  Methyl  ist. 
40 

21.  Verfahren  nach  Anspruch  20,worin  das  molare  Verhaltnis  von  Reagenz  A  zu  Reagenz  B  2-4:1  betragt. 

22.  Verfahren  nach  Anspruch  21,  worin  die  Mischung  titrierbare  Saure  in  einer  Menge  von  weniger  als  10 
mAquivalente  pro  Grammatom  Platin  enthalt. 

45 
23.  Verfahren  nach  Anspruch  22,  worin  das  Produkt  anschlieBend  durch  in  Beruhrung  bringen  mit  einem 

UberschuB  an  Wasser  bei  einer  Temperatur  im  Bereich  von  25  bis  120°0  zu  einem  Bis(aminoalkyl)- 
octaorganotetrasiloxan  hydrolysiert  wird. 

50  24.  Alkenylaminodisiloxan  der  Formel 

14 
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worin  jedes  R1  unabhangig  Wasserstoff,  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substituier- 
tes  Phenyl  ist,  und  R2  primares  oder  sekundares  COi-^-Alkyl,  Phenyl  oder  substituiertes  Phenyl  ist. 

25.  Alkenylaminodisiloxan  gemaB  Anspruch  24,  worin  jedes  R1  Wasserstoff  und  R2  Methyl  ist. 

26.  Cyclisches  Disiloxazan  der  Formel 

10 

15 

(IV) 
R 

H 

R1 

0 .  
• S i  

NH 

R 

> 7 <  
R  H  r1  R 

20  worin  jedes  R1  unabhangig  Wasserstoff,  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substituier- 
tes  Phenyl  ist,  und  R2  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substituiertes  Phenyl  ist. 

27.  Cyclisches  Disiloxazan  nach  Anspruch  26,  worin  jedes  R1  Wasserstoff  und  R2  Methyl  ist. 

25  28.  Alkoxyaminoalkyltetraorganodisiloxan  der  Formel 

30 
I  f  

(VI)  R J 0 - S i - 0 - S i - C H - C H - C - N H 2  
 ̂ 
7  

 ̂ 
2  

 ̂ 
1  

 ̂ 
1  

 ̂ 
1 

R  R  R  R  R 

35  worin  jedes  R1  unabhangig  Wasserstoff,  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substituier- 
tes  Phenyl  ist,  und  R2  primares  oder  sekundares  Ci  -+-Alkyl,  Phenyl  oder  substituiertes  Phenyl  ist,  und 
R3  Ci  -4  -Alkyl  ist. 

40 
29.  Disiloxan  nach  Anspruch  28,  worin  jedes  R1  Wasserstoff,  jedes  R2  Methyl  und  R3  Methyl  ist. 

Revendicatlons 

1.  Procede  de  preparation  d'un  compose  contenant  du  silicium  et  de  I'azote,  qui  comporte  le  fait  de  faire 
reagir  les  constituants  d'un  melange  comprenant  : 

45  A)  au  moins  une  amine  olefinique  de  formule 

50 
( I )  

R1 

R ^ C H ^ - C - N H ,  
'  i  '  i R1  R1 

55 

dans  laquelle  chaque  R1  represente  independamment  un  atome  d'hydrogene,  un  groupe  alkyle 
primaire  ou  secondaire  en  C1-4,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue,  et 

15 
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B)  au  moins  un  polydiorganosiloxane  de  formule 

R2  R2  

s  (II)  H - ( - S i - O - )   - S i - H  
I  I 

R2  R2 

dans  laquelle  R2  represente  un  groupe  alkyle  primaire  ou  secondaire  en  C1-4,  un  groupe  phenyle  ou 
10  un  groupe  phenyle  substitue,  et  x  vaut  en  moyenne  de  1  a  300, 

en  presence  d'une  quantite  catalytique  de 
C)  un  catalyseur  d'hydrosilylation  contenant  du  platine,  choisi  dans  I'ensemble  constitue  par  du  noir 
de  platine,  du  platine  supporte,  les  complexes  d'olefines  et  d'acide  chloroplatinique  et  les  complexes 
de  platine  et  d'olefines, 

15  ledit  melange  contenant,  s'il  y  en  a,  un  acide  titrable  en  une  quantite  representant  jusqu'a  0,5 
equivalent  par  atome-gramme  de  platine. 

2.  Procede  conforme  a  la  revendication  1,  dans  lequel  le  reactif  (C)  est  un  complexe  de  platine  et  de 
1  ,3,5,7-tetravinyl-1  ,3,5,7-tetramethyl-cyclotetrasiloxane,  contenant,  s'il  y  en  a,  un  halogene  en  une 

20  proportion  ne  depassant  pas  1  atome-gramme  par  atome-gramme  de  platine. 

3.  Procede  conforme  a  la  revendication  2,  dans  lequel  la  reaction  est  effectuee  sous  atmosphere  inerte. 

4.  Procede  conforme  a  la  revendication  4,  dans  lequel  le  reactif  (A)  est  le  seul  compose  amine  present. 
25 

5.  Procede  conforme  a  la  revendication  4,  dans  lequel  la  quantite  de  catalyseur  represente  de  5  a  150 
ppm  en  poids  de  platine,  par  rapport  au  poids  total  des  reactifs  (A)  et  (B). 

6.  Procede  conforme  a  la  revendication  5,  dans  lequel  la  reaction  est  effectuee  a  une  temperature  qui  se 
30  trouve  dans  I'intervalle  allant  de  80  0  C  a  1  25  0  C. 

7.  Procede  conforme  a  la  revendication  6,  dans  lequel  x  vaut  1  ,  on  utilise  un  diluant,  et  le  produit  est  un 
bis(aminoalkyl)-tetraorganodisiloxane. 

35  8.  Procede  conforme  a  la  revendication  7,  dans  lequel  le  reactif  (C)  contient  un  halogene,  s'il  y  en  a,  en 
une  proportion  inferieure  a  0,1  atome-gramme  par  atome-gramme  de  platine. 

9.  Procede  conforme  a  la  revendication  8,  dans  lequel  chaque  R1  represente  un  atome  d'hydrogene  et 
chaque  R2  represente  un  groupe  methyle. 

40 
10.  Procede  conforme  a  la  revendication  9,  dans  lequel  on  ajoute  les  reactifs  (A)  et  (B)  et  une  partie  du 

reactif  (C),  par  portions  ou  de  fagon  continue,  au  diluant  et  au  reste  du  reactif  (C),  le  rapport  molaire  de 
(A)  a  (B)  vaut  de  2,2/1  a  2,5/1  ,  et  la  pression  de  reaction  est  la  pression  atmospherique. 

45  11.  Procede  conforme  a  la  revendication  10,  dans  lequel  le  diluant  est  du  toluene  ou  du  xylene. 

12.  Procede  conforme  a  la  revendication  11,  dans  lequel  la  concentration  finale  des  reactifs  (A)  et  (B) 
combines,  dans  la  solution,  vaut  jusqu'a  85  %  en  poids. 

50  13.  Procede  conforme  a  la  revendication  6,  dans  lequel  x  est  superieur  a  1,  la  mise  en  contact  des  reactifs 
(A),  (B)  et  (C)  est  effectuee  dans  un  systeme  ne  contenant  pas  de  diluant,  et  le  produit  est  un  bis- 
(aminoalkyl)-polydiorganosiloxane. 

14.  Procede  conforme  a  la  revendication  13,  dans  lequel  le  reactif  (C)  contient  un  halogene,  s'il  y  en  a,  en 
55  une  proportion  inferieure  a  0,1  atome-gramme  par  atome-gramme  de  platine. 

15.  Procede  conforme  a  la  revendication  14,  dans  lequel  chaque  R1  represente  un  atome  d'hydrogene  et 
chaque  R2  represente  un  groupe  methyle. 

16 
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16.  Procede  conforme  a  la  revendication  15,  dans  lequel  le  rapport  molaire  de  (A)  a  (B)  vaut  de  2,2/1  a 
2,5/1  ,  et  la  pression  de  reaction  est  la  pression  atmospherique. 

17.  Procede  conforme  a  la  revendication  5,  dans  lequel  x  vaut  1  et  la  mise  en  contact  des  reactifs  (A),  (B) 
5  et  (C)  est  effectuee  dans  un  systeme  ne  contenant  pas  de  diluant  etranger  et  a  une  temperature  qui  se 

situe  au  debut  dans  I'intervalle  allant  de  30  °C  a  75  °C,  ce  qui  donne  un  produit  comprenant 
initialement  un  alcenylaminodisilazane  de  formule 

R'  f   f  

(VII)  R ^ H ^ - C - N H - S i - O - S i - H  

R1  R1  R2  R2  

75 
18.  Procede  conforme  a  la  revendication  17,  dans  lequel  le  reactif  (C)  contient  un  halogene,  s'il  y  en  a,  en 

une  proportion  inferieure  a  0,1  atome-gramme  par  atome-gramme  de  platine. 

19.  Procede  conforme  a  la  revendication  18,  dans  lequel  ledit  produit  subit  une  hydrosilylation  intramole- 
20  culaire  qui  donne  un  disiloxazane  cyclique  de  formule 

R2  .O.  R2  

(IV)  R ! A   N H  

30 R1  H  R1  R1 

20.  Procede  conforme  a  la  revendication  19,  dans  lequel  chaque  R1  represente  un  atome  d'hydrogene  et 
chaque  R2  represente  un  groupe  methyle. 

35 
21.  Procede  conforme  a  la  revendication  20,  dans  lequel  le  rapport  molaire  du  reactif  (A)  au  reactif  (B)  vaut 

de  2/1  a  4/1  . 

22.  Procede  conforme  a  la  revendication  21,  dans  lequel  le  melange  contient  un  acide  titrable  en  une 
40  proportion  inferieure  a  10  milliequivalents  par  atome-gramme  de  platine. 

23.  Procede  conforme  a  la  revendication  22,  dans  lequel  le  produit  est  ulterieurement  hydrolyse  en  un  bis- 
(aminoalkyl)-octaorganotetrasiloxane,  par  mise  en  contact  avec  un  exces  d'eau,  a  une  temperature 
situee  dans  I'intervalle  allant  de  25  °C  a  120°C. 

45 
24.  Alcenylaminodisiloxane  de  formule 

R1  R2  R 2  

so  (VII)  R ^ H ^ - C - N H - i i - O - S i - H  

R1  R1  R2  R 2  

dans  laquelle  chaque  R1  represente  independamment  un  atome  d'hydrogene,  un  groupe  alkyle  primaire 
55  ou  secondaire  en  Ci-+,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue,  et  R2  represente  un 

groupe  alkyle  primaire  ou  secondaire  en  Ci-+,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue. 

17 
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25.  Alcenylaminodisiloxane  conforme  a  la  revendication  24,  dans  lequel  chaque  R1  represente  un  atome 
d'hydrogene  et  R2  represente  un  groupe  methyle. 

26.  Disiloxazane  cyclique  de  formule 

dans  laquelle  chaque  R1  represente  independamment  un  atome  d'hydrogene,  un  groupe  alkyle  primaire 
ou  secondaire  en  C1-4,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue,  et  R2  represente  un 
groupe  alkyle  primaire  ou  secondaire  en  C1-4,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue. 

27.  Disiloxazane  cyclique  conforme  a  la  revendication  26,  dans  lequel  chaque  R1  represente  un  atome 
d'hydrogene  et  R2  represente  un  groupe  methyle. 

28.  Alkoxy-aminoalkyl-tetraorganodisiloxane  de  formule 

dans  laquelle  chaque  R1  represente  independamment  un  atome  d'hydrogene,  un  groupe  alkyle  primaire 
ou  secondaire  en  C1-4,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue,  R2  represente  un  groupe 
alkyle  primaire  ou  secondaire  en  C1-4,  un  groupe  phenyle  ou  un  groupe  phenyle  substitue,  et  R3 
represente  un  groupe  alkyle  en  C1-4. 

29.  Disiloxane  conforme  a  la  revendication  28,  dans  lequel  chaque  R1  represente  un  atome  d'hydrogene, 
chaque  R2  represente  un  groupe  methyle,  et  R3  represente  un  groupe  methyle. 

R2  O  R2  

R2-Si  ^ S i - R 2  

( I V )  l * \   N H  

R1  H  R1  R1 
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