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Description 

The  present  invention  relates  to  an  electrophotographic  photoreceptor  which  contains  a  novel  hydrazone 
compound. 

5  Hitherto,  inorganic  photoconductive  substances  such  as  selenium,  cadmium  sulfide,  zinc  oxide  and 
silicon  have  been  known  for  photoreceptors  of  electrophotographic  system  and  widely  studied  and  some  of 
them  have  been  put  to  practical  use.  Recently,  organic  photoconductive  materials  have  also  been 
intensively  studied  as  electrophotographic  photoreceptors  and  some  of  them  have  been  practically  used. 

In  general,  inorganic  materials  are  unsatisfactory,  for  example,  selenium  photoreceptors  have  problems 
io  such  as  deterioration  in  heat  stability  and  characteristics  due  to  crystallization  and  difficulty  in  production 

and  cadmium  sulfide  photoreceptors  have  problems  in  moisture  resistance,  endurance  and  disposal  of 
industrial  waste.  On  the  other  hand,  organic  materials  have  advantages  such  as  good  film-formability, 
excellent  flexibility,  light  weight,  high  transparency  and  easy  designing  of  photoreceptors  for  wavelength  of 
wide  region  by  suitable  sensitization.  Thus,  organic  materials  have  increasingly  attracted  attention. 

75  Photoreceptors  used  in  electrophotographic  technique  are  required  to  possess  the  following  fundamen- 
tal  properties,  namely,  (1)  high  chargeability  for  corona  discharge  in  the  dark  place,  (2)  less  leakage  (dark 
decay)  of  the  resulting  charge  in  the  dark  place,  (3)  rapid  release  (light  decay)  of  charge  by  irradiation  with 
light,  and  (4)  less  residual  charge  after  irradiation  with  light. 

Extensive  research  has  been  made  on  photoconductive  polymers  as  organic  photoconductive  sub- 
20  stances  including  polyvinylcarbazole,  but  these  are  not  necessarily  sufficient  in  film-formability,  flexibility 

and  adhesion  and  besides  these  cannot  be  said  to  have  sufficiently  possessed  the  above-mentioned 
fundamental  properties  as  photoreceptor. 

On  the  other  hand,  since  organic  low  molecular  photoconductive  compounds  generally  do  not  have  film- 
formability,  suitable  binders  must  be  used  in  combination.  These  compounds  are  preferred  in  that 

25  properties  of  film  and  electrophotographic  characteristics  can  be  somewhat  controlled  by  selection  of  the 
binders,  but  organic  photoconductive  compounds  having  a  high  compatibility  with  binders  are  limited  and  at 
present  a  few  compounds  are  practically  used  as  electrophotographic  photoreceptors. 

As  mentioned  above,  various  improvements  have  been  made  in  making  of  electrophotographic 
photoreceptors,  but  none  of  photoreceptors  which  are  satisfactory  in  the  above-mentioned  fundamental 

30  properties  and  have  high  endurance  have  not  yet  been  obtained. 
An  object  of  the  present  invention  is  to  provide  an  electrophotographic  photoreceptor  containing  an 

organic  photoconductive  compound  which  is  superior  in  compatibility  with  binders,  stable  against  heat  and 
light  and  superior  in  carrier  transporting  function. 

Another  object  of  the  present  invention  is  to  provide  an  electrophotographic  photoreceptor  which  is  high 
35  in  sensitivity  and  less  in  residual  potential. 

Still  another  object  of  the  present  invention  is  to  provide  an  electrophotographic  photoreceptor  which  is 
high  in  charge  characteristics,  shows  substantially  no  reduction  of  sensitivity  even  after  repeated  use  and  is 
stable  in  charge  potential. 

The  above  objects  have  been  attained  by  providing  an  electrophotographic  photoreceptor  comprising  a 
40  photosensitive  layer  containing  at  least  one  hydrazone  compound  represented  by  the  following  formula  (I) 

on  an  electroconductive  support, 

wherein  R1  and  R2  each  represents  an  alkyl,  alkenyl,  aralkyl,  aryl  or  heterocyclic  group  which  may  be 
substituted,  with  a  proviso  that  at  least  one  of  R1  and  R2  is  an  alkenyl  group,  and  R3  and  R+  each 

55  represents  a  hydrogen  atom,  an  alkyl  group,  an  alkoxy  group  or  a  halogen  atom. 
Examples  of  R1  and  R2  are  alkyl  groups  such  as  methyl,  ethyl  and  propyl,  alkenyl  groups  such  as  allyl 

and  methallyl,  aralkyl  groups  such  as  benzyl  and  /3-phenylethyl,  aryl  groups  such  as  phenyl  and  naphthyl, 
and  heterocyclic  rings  such  as  pyridyl.  Examples  of  R3  and  R+  are  hydrogen  atom,  alkyl  groups  such  as 

2 
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methyl  and  ethyl,  alkoxy  groups  such  as  methoxy  and  ethoxy,  and  halogen  atoms  such  as  chlorine,  and 
bromine. 

These  hydrazone  compounds  represented  by  the  formula  (I)  can  be  prepared  by  the  processes  of  the 
following  synthesis  examples. 

5 
Synthesis  Example  1  [Compound  (13)] 

Acetic  acid  (0.2  ml)  was  added  to  a  solution  comprising  4,4'-(allylimino)bisbenzaldehyde  (2.65  g), 
ethylphenylhydrazine  (2.86  g)  and  ethanol  (20  ml),  followed  by  refluxing  under  heating  for  1  hour.  After 

io  cooling  to  room  temperature,  an  oily  product  separated  was  purified  by  a  silica  gel  column  chromatography 
to  obtain  2.8  g  of  compound  (13)  exemplified  hereinafter.  Yield:  56%;  m.p.  98.5-1  00  °C. 

Synthesis  Example  2  [Compound  (15)] 

is  Acetic  acid  (0.2  ml)  was  added  to  a  solution  comprising  4,4'-(methallylimino)bisbenzaldehyde  (2.87  g), 
ethylphenylhydrazine  (3.09  g)  and  ethanol  (18  ml),  followed  by  refluxing  with  heating  for  2.5  hours.  After 
cooling  to  room  temperature,  precipitate  was  collected  by  filtration  and  recrystallized  from  acetonitrile  to 
obtain  3.04  g  of  compound  (15).  Yield:  59%;  m.p.  116-120.1  °C. 

20  Synthesis  Example  3  [Compound  (18)] 

A  mixture  comprising  4,4'-(crotylimino)bisbenzaldehyde  (2.8  g),  diphenylhydrazine  hydrochloride  (4.6 
g),  sodium  acetate  (2.0  g)  and  ethanol  (50  ml)  was  refluxed  for  1  hour.  After  cooling  to  room  temperature, 
precipitate  was  collected  by  filtration  and,  after  removal  of  inorganic  salts,  was  recrystallized  from  ethyl 

25  acetate  to  obtain  1.8  g  of  compound  (18).  Yield:  29%;  m.p.  185-1  90  °C. 
Examples  of  the  hydrazone  compounds  used  in  the  present  invention  are  enumerated  below.  The 

present  invention  is  not  limited  to  these  compounds. 
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25 

(24)   CH3CH=CH-CH2-N-  
30 

N 

CH=N-N 
\  

CH2CH=CHCH3 

35  The  electrophotographic  photoreceptor  of  the  present  invention  is  obtained  by  containing  one  or  more 
of  the  hydrazone  compounds  as  shown  above  and  it  has  excellent  properties. 

Various  methods  have  been  known  for  use  of  these  hydrazone  compounds  as  electrophotographic 
photoreceptor. 

For  example,  there  are  a  photoreceptor  which  comprises  a  conductive  support  on  which  is  coated  a 
40  solution  or  dispersion  of  the  hydrazone  compound  and  a  sensitizing  dye  in  a  binder  resin,  if  necessary,  with 

addition  of  a  chemical  sensitizer  or  an  electron  attractive  compound;  a  photoreceptor  in  the  form  of  a 
double-layered  structure  comprising  a  carrier  generation  layer  and  a  carrier  transport  layer  wherein  a  carrier 
generation  layer  mainly  composed  of  a  carrier  generation  material  of  high  carrier  generation  efficiency  such 
as  dye  or  pigment  is  provided  on  a  conductive  support  and  thereon  is  provided  a  carrier  transport  layer 

45  comprising  a  solution  or  a  dispersion  of  the  hydrazone  compound  in  a  binder  resin,  if  necessary,  with 
addition  of  a  chemical  sensitizer  or  an  electron  attractive  compound;  and  such  double-layered  photoreceptor 
as  mentioned  above  wherein  the  carrier  generation  layer  and  the  carrier  transport  layer  are  provided  in  the 
reverse  order.  The  hydrazone  compound  of  the  present  invention  can  be  applied  to  all  of  these  photorecep- 
tors. 

50  Supports  used  for  preparation  of  the  photoreceptors  using  the  compounds  according  to  the  present 
invention  include,  for  example,  metallic  drums,  metal  sheets,  and  papers,  plastic  films  or  belt-like  supports 
which  have  been  subjected  to  electroconductive  treatment. 

As  film-forming  binder  resins  used  for  formation  of  photosensitive  layer  on  the  support,  mention  may  be 
made  of  various  resins  depending  on  fields  of  application.  For  example,  in  case  of  photoreceptors  for  use  in 

55  copying,  mention  may  be  made  of  polystyrene  resin,  polyvinylacetal  resin,  polysulfone  resin,  polycarbonate 
resin,  vinyl  acetate/crotonic  acid  copolymer  resin,  polyphenylene  oxide  resin,  polyester  resin,  alkyd  resin, 
polyarylate  resin,  acrylic  resin,  methacrylic  resin,  and  phenoxy  resin.  Among  them,  polystyrene  resin, 
polyvinylacetal  resin,  polycarbonate  resin,  polyester  resin,  polyarylate  resin,  and  phenol  resin  are  superior  in 
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potential  characteristics  as  photoreceptor. 
These  resins  may  be  used  singly  or  in  combination  as  homopolymers  or  copolymers. 
Amount  of  these  binder  resins  to  be  added  to  the  photoconductive  compound  is  0.2-10,  preferably  0.5-5 

times  the  weight  of  the  photoconductive  compound.  If  the  amount  is  less  than  this  range,  the  photoconduc- 
5  tive  compound  is  precipitated  in  or  on  the  photosensitive  layer  to  cause  deterioration  in  adhesion  to  the 

support  and  deterioration  of  image  quality,  and  if  it  is  more  than  the  range,  sensitivity  is  reduced. 
Further,  some  of  the  film-forming  binder  resins  are  rigid  and  low  in  mechanical  strengths  such  as  tensile 

strength,  flexural  strength  and  compression  strength  and  in  order  to  improve  these  properties,  plasticity 
imparting  materials  can  be  added. 

io  These  materials  include,  for  example,  phthalate  esters  (such  as  DOP,  DBP  and  DIDP),  phosphate  esters 
(such  as  TCP  and  TOP),  sebacate  esters,  adipate  esters,  nitrile  rubber,  and  chlorinated  hydrocarbons.  If 
these  materials  which  impart  plasticity  are  added  in  an  amount  more  than  needed,  potential  characteristics 
are  deteriorated  and  so  they  are  added  preferably  in  an  amount  of  20%  by  weight  or  less  of  binder  resin. 

The  sensitizing  dyes  added  to  the  photosensitive  layer  include  triphenylmethane  dyes  represented  by 
is  Methyl  Violet,  Crystal  Violet,  Ethyl  Violet,  Night  Blue,  and  Victoria  Blue,  xanthene  dyes  represented  by 

erythrosine,  Rhodamine  B,  Rhodamine  3B,  and  Acridine  Red  B,  acridine  dyes  represented  by  Acridine 
Orange  2G,  Acridine  Orange  R  and  Flaveosine,  thiazine  dyes  represented  by  Methylene  Blue  and 
Methylene  Green,  oxazine  dyes  represented  by  Capri  Blue  and  Meldola's  Blue,  and  other  cyanine  dyes, 
styryl  dyes,  pyrylium  salts,  thiapyrylium  salts  and  squarylium  salt  dyes. 

20  As  photoconductive  pigments  which  generate  carrier  at  very  high  efficiency  upon  absorption  of  light  in 
photosensitive  layer,  mention  may  be  made  of  phthalocyanine  pigments  such  as  metal-free  phthalocyanine 
and  phthalocyanine  containing  various  metals  or  metal  compounds,  perylene  pigments  such  as  per- 
yleneimide  and  perylenic  anhydride,  and  quinacridone  pigments,  anthraquinone  pigments,  and  azo  pig- 
ments. 

25  Among  these  pigments,  bisazo  pigments,  trisazo  pigments  and  phthalocyanine  pigments  high  in  carrier 
generating  efficiency  afford  high  sensitivity  and  thus  provide  excellent  electrophotographic  photoreceptors. 

The  dye  added  to  photosensitive  layer  can  be  used  singly  as  a  carrier  generation  material,  but  joint  use 
of  this  dye  with  the  pigment  can  generate  carrier  at  higher  efficiency.  Furthermore,  inorganic  photoconduc- 
tive  materials  include  selenium,  selenium-tellurium  alloy,  cadmium  sulfide,  zinc  sulfide  and  amorphous 

30  silicon. 
In  addition  to  the  above-mentioned  sensitizers  (so-called  spectral  sensitizers),  there  may  be  added 

sensitizers  for  further  increase  of  sensitivity  (so-called  chemical  sensitizers). 
Such  sensitizers  include,  for  example,  p-chlorophenol,  m-chlorophenol,  p-nitrophenol,  4-chloro-m-cresol, 

p-chlorobenzoylacetanilide,  N,N'-diethylbarbituric  acid,  3-(^-oxyethyl)-2-phenylimino-thiazolidone,  malonic 
35  acid  dianilide,  3,5,3',5'-tetrachloromalonic  acid  dianilide,  a-naphthol,  and  p-nitrobenzoic  acid. 

Furthermore,  it  is  also  possible  to  add  some  electron  attractive  compounds  as  sensitizers  which  form  a 
change  transport  complex  with  the  hydrazone  compound  of  the  present  invention  to  further  enhance  the 
sensitizing  effect. 

As  the  electron  attractive  substances,  mention  may  be  made  of,  for  example,  1-chloroanthraquinone,  1- 
40  nitroanthraquinone,  2,3-dichloronaphthoquinone,  3,3-dinitrobenzophenone,  4-nitrobenzalmalononitrile, 

phthalic  anhydride,  3-(a-cyano-p-nitrobenzal)phthalide,  2,4,7-trinitrofluorenone,  1-methyl-4-nitrofluorenone, 
and  2,7-dinitro-3,6-dimethylfluorenone. 

If  necessary,  antioxidant,  curl  inhibitor,  etc.  may  also  be  added  to  the  photoreceptor. 
The  hydrazone  compound  of  the  present  invention  is  dissolved  or  dispersed  in  a  suitable  solvent 

45  together  with  the  above-mentioned  various  additives  depending  on  the  form  of  photoreceptor,  the  resulting 
coating  liquid  is  coated  on  an  electroconductive  support  mentioned  above  and  is  dried  to  obtain  a 
photoreceptor. 

As  the  coating  solvent,  for  example,  halogenated  hydrocarbons  such  as  chloroform,  dichloroethane, 
trichloroethane,  and  trichloroethylene,  aromatic  hydrocarbons  such  as  benzene,  toluene,  xylene,  and 

50  monochlorobenzene,  dioxane,  tetrahydrofuran,  methyl  cellosolve,  dimethyl  cellosolve  and  methyl  cellosolve 
acetate  are  used  singly  or  as  mixed  solvent  of  two  or  more  of  them.  If  necessary,  solvents  such  as  alcohols, 
acetonitrile,  N,N-dimethylformamide,  and  methyl  ethyl  ketone  may  further  be  added  to  the  above  solvents. 

The  following  nonlimiting  examples  further  explain  the  present  invention. 

55  Example  1 

One  part  by  weight  of  a  pigment  represented  by  the  following  formula  and  1  part  by  weight  of  a 
polyester  resin  (BYRON  200  manufactured  by  Toyobo  Co.,  Ltd.)  were  mixed  with  100  parts  by  weight  of 

9 
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tetrahydrofuran  and  the  mixture  was  dispersed  together  with  glass  beads  for  2  hours  by  a  paint  conditioner. 

5 

10 

The  resulting  pigment  dispersion  was  coated  on  an  aluminum-vapor  deposited  polyester  film  by  an 
is  applicator  and  dried  to  form  a  film  of  carrier  generation  material  of  about  0.2  u.  thick. 

Then,  the  hydrazone  compound  (17)  exemplified  hereinbefore  was  mixed  with  a  polyarylate  resin  (LI- 
POLYMER  manufactured  by  Unitika  Ltd.)  at  a  weight  ratio  of  1  :  1  and  a  10%  solution  of  the  mixture  in 
dichloroethane  as  a  solvent  was  prepared.  This  solution  was  coated  on  the  film  of  carrier  generation 
material  formed  hereabove  by  an  applicator  to  form  a  carrier  transport  layer  having  a  dry  thickness  of  20  u.. 

20  Electrophotographic  characteristics  of  the  resulting  double-layer  type  electrophotographic  photoreceptor 
were  evaluated  by  an  electrostatic  recording  paper  testing  apparatus  (SP-428  manufactured  by  Kawaguchi 
Denki  Seisakusho  Co.). 

Measuring  conditions:  Applied  voltage  -6  KV,  static  No.  3. 
As  a  result,  half  decay  exposure  with  white  light  was  2.1  lux*  sec  which  means  very  high  sensitivity. 

25  In  addition,  evaluation  for  repeated  use  was  conducted  using  this  apparatus.  Change  in  charge  potential 
due  to  repeated  uses  of  1000  times  was  measured.  The  initial  potential  at  the  first  time  was  -770  V  and  that 
at  1000th  time  was  -750  V.  Thus,  it  can  be  seen  that  reduction  of  potential  due  to  repeated  use  was  small 
and  potential  was  stable.  The  surface  of  this  photoreceptor  was  observed  to  recognize  no  precipitation  of 
crystal  caused  by  poor  compatibility  with  binder  and  the  surface  was  in  good  condition. 

30 
Comparative  Example  1 

A  double-layer  type  photoreceptor  was  produced  in  the  same  manner  as  in  Example  1  except  that  the 
following  comparative  compound  (1)  was  used  in  place  of  the  hydrazone  compound  used  in  Example  1. 

35  After  cooling,  innumerable  fine  crystals  were  precipitated  on  the  surface  of  this  photoreceptor. 

40 

45 

C H 3 - N  ^ = = ^ —   CH=N-N 

CH, 

C o m p a r a t i v e  

c o m p o u n d   ( 1 )  

Examples  2-5 
50 

Double-layer  type  photoreceptors  were  produced  in  the  same  manner  as  in  Example  1  except  that 
hydrazone  compounds  shown  in  Table  1  were  used  in  place  of  the  hydrazone  compound  used  in  Example 
1.  Half  decay  exposure  E1/2  (lux«sec)  and  initial  potential  V0  (volt)  were  measured  under  the  same 
measuring  conditions  as  in  Example  1  and  the  results  are  shown  in  Table  1.  Further,  the  photoreceptors 

55  were  subjected  to  repeated  test  cycles  of  1000  times,  one  test  cycle  consisting  of  charging  and  removing  of 
potential  (removal  of  potential  was  carried  out  by  exposing  to  white  light  of  400  lux  for  1  second)  and  initial 
potential  V0  (volt)  and  half  decay  exposure  E1/2  are  shown  in  Table  1.  The  surface  of  these  photoreceptors 
was  observed  to  recognize  no  precipitation  of  crystal  caused  by  poor  compatibility  with  binder  and  the 

10 
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surface  was  in  good  condition. 

Table  1 

Example  Hydrazone  compound  The  1st  time  The  1000th  cycle 

V0(volt)  E1/2  (lux»sec)  V0  (volt)  E1/2  (lux»sec) 

2  (1)  -710  2.0  -690  2.0 
3  (15)  -680  1.9  -670  1.9 
4  (16)  -770  1.9  -750  1.8 
5  (23)  -750  2.0  -750  2.0 

10 

15  Examples  6-9 

A  bisazo  pigment  of  the  following  structure  was  used  as  charge  generation  material. 

20 

25 

HNOC 

C2H5 

OH 

30 

C H - C H = C H - ^ = \  

OH  CONH 

C2H5 

35 

40 

45 

That  is,  1  part  by  weight  of  this  pigment  and  1  part  by  weight  of  a  polyester  resin  (BYRON  200 
manufactured  by  Toyobo  Co.,  Ltd.)  were  mixed  with  100  parts  by  weight  of  tetrahydrofuran  and  the  mixture 
was  dispersed  by  a  paint  conditioner  together  with  glass  beads  for  2  hours.  The  resulting  pigment 
dispersion  was  coated  on  the  same  support  as  used  in  Example  1  by  an  applicator  to  form  a  carrier 
generation  layer.  Thickness  of  this  thin  film  was  about  0.2  u.. 

Then,  a  carrier  transport  layer  was  formed  in  the  same  manner  as  in  Example  1  using  the  compounds 
as  shown  in  Table  2  to  obtain  double-layer  photoreceptors.  These  photoreceptors  were  evaluated  under  the 
same  measuring  conditions  as  in  Example  1.  The  results  are  shown  in  Table  2.  The  surface  of  these 
photoreceptors  was  observed  to  recognize  no  precipitation  of  crystal  caused  by  poor  compatibility  with 
binder  and  the  surface  was  in  good  condition. 

Table  2 

Example  Hydrazone  compound  The  1st  time  The  1000th  cycle 

V0(volt)  E1/2  (lux^sec)  V0  (volt)  E1/2  (lux^sec) 

6  (1)  -670  1.2  -660  1.1 
7  (13)  -720  1.3  -710  1.2 
8  (15)  -710  1.2  -690  1.2 
9  (27)  -690  1.1  -690  1.1 
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Comparative  Example  2 

A  double-layer  type  photoreceptor  was  produced  in  the  same  manner  as  in  Examples  6-9  except  that 
the  following  comparative  compound  (2)  was  used  in  place  of  the  hydrazone  compounds  used  in  Examples 
6-9.  Electrophotographic  characteristics  of  this  photoreceptor  were  measured.  The  initial  potential  at  the  first 
time  was  -700  V  and  this  potential  decresed  to  -550  V  at  the  1000th  time. 

10 

15 

C H 3 - N .  CH=N-N 

CH2CH3 

C o m p a r a t i v e  

Compound  ( 2 )  

20 
Claims 

An  electrophotographic  photoreceptor  which  comprises  an  electroconductive  support  and,  provided 
thereon,  a  photosensitive  layer  containing  at  least  one  hydrazone  compound  represented  by  the 
following  formula  (I): 

25 

30 R 1 - N '  

R, 

CH=N-N 

0 -  

\  
R 

( I )  

35 

40 

wherein  R1  and  R2  each  represents  an  alkyl,  alkenyl,  aralkyl,  aryl  or  heterocyclic  group  which  may  be 
substituted,  and  at  least  one  of  R1  and  R2  is  an  alkenyl  group  and  R3  and  R+  each  represents  a 
hydrogen  atom,  an  alkyl  group,  an  alkoxy  group  or  a  halogen  atom. 

An  electrophotographic  photoreceptor  according  to  claim  1  ,  wherein  the  photosensitive  layer  comprises 
a  binder  resin  in  which  the  hydrazone  compound  is  dissolved  or  dispersed. 

45 

An  electrophotographic  photoreceptor  according  to  claim  2,  wherein  amount  of  the  binder  resin  is  0.2- 
10  times  the  weight  of  the  hydrazone  compound. 

An  electrophotographic  photoreceptor  according  to  claim  2,  wherein  the  binder  resin  is  one  selected 
from  the  group  consisting  of  polystyrene  resin,  polyvinylacetal  resin,  polycarbonate  resin,  polyester 
resin,  polyarylate  resin  and  phenol  resin. 

50  5.  An  electrophotographic  photoreceptor  according  to  claim  1  ,  wherein  the  photosensitive  layer  comprises 
a  carrier  generation  layer  containing  a  carrier  generation  material  and  a  carrier  transport  layer 
containing  the  hydrazone  compound  as  a  carrier  transport  material. 

6.  An  electrophotographic  photoreceptor  according  to  claim  5,  wherein  the  carrier  generation  material  is  a 
55  pigment  selected  from  the  group  consisting  of  bisazo  pigment,  trisazo  pigment  and  phthalocyanine 

pigment. 

12 



EP  0  385  185  B1 

7.  An  electrophotographic  photoreceptor  according  to  claim  1  ,  wherein  the  electroconductive  support  is  a 
metallic  drum,  a  metallic  sheet,  or  a  paper,  plastic  film  or  belt-like  support  subjected  to  electroconduc- 
tive  treatment. 

Patentanspruche 

1.  Elektrophotographischer  Fotorezeptor,  umfassend  eine  elektroleitenden  Trager  und,  darauf  vorgesehen, 
eine  lichtempfindliche  Schicht,  umfassend  zumindest  eine  Hydrazonverbindung,  dargestellt  durch  die 
folgende  Formel  (I): 

worin  R1  und  R2  jeweils  eine  Alkyl-,  Alkenyl-,  Aralkyl-,  Aryl-  oder  heterozyklische  Gruppe  bedeuten,  die 
substituiert  sein  konnen,  und  worin  zumindest  eines  von  R1  und  R2  eine  Alkenylgruppe  ist  und  worin  R3 
und  R+  jeweils  ein  Wasserstoffatom,  eine  Alkylgruppe,  eine  Alkoxygruppe  oder  ein  Halogenatom 
bedeuten. 

2.  Elektrophotographischer  Fotorezeptor  nach  Anspruch  1  ,  dadurch  gekennzeichnet,  dal3 
die  lichtempfindliche  Schicht  ein  Bindemittelharz  umfaBt,  worin  die  Hydrazonverbindung  aufgelost  oder 
dispergiert  ist. 

3.  Elektrophotographischer  Fotorezeptor  nach  Anspruch  2,  dadurch  gekennzeichnet,  dal3 
die  Menge  an  dem  Bindemittelharz  das  0,2  bis  10-fache  des  Gewichtes  der  Hydrazonverbindung  ist. 

4.  Elektrophotographischer  Fotorezeptor  nach  Anspruch  2,  dadurch  gekennzeichnet,  dal3 
das  Bindemittelharz  eines  ist,  ausgewahlt  aus  der  Gruppe  bestehend  aus  Polystyrolharz,  Polyvinylace- 
talharz,  Polycarbonatharz,  Polyesterharz,  Polyarylatharz  und  Phenolharz. 

5.  Elektrophotographischer  Fotorezeptor  nach  Anspruch  1  ,  dadurch  gekennzeichnet,  dal3 
die  lichtempfindliche  Schicht  eine  Tragererzeugungsschicht,  die  ein  Tragererzeugungsmaterial  enthalt, 
und  eine  Tragertransportschicht  umfaBt,  die  die  Hydrazonverbindung  als  ein  Tragertransportmaterial 
umfaBt. 

6.  Elektrophotographischer  Fotorezeptor  nach  Anspruch  5,  dadurch  gekennzeichnet,  dal3 
das  Tragererzeugungsmaterial  ein  Pigment  ist,  ausgewahlt  aus  der  Gruppe,  bestehend  aus  Bisazopig- 
ment,  Trisazopigment  und  Phthalocyaninpigment. 

7.  Elektrophotographischer  Fotorezeptor  nach  Anspruch  1  ,  dadurch  gekennzeichnet,  dal3 
der  elektroleitende  Trager  eine  metallische  Trommel,  ein  metallisches  Blatt  oder  ein  Papier,  Kunststoff- 
ilm  oder  ein  bandartiger  Trager  ist,  mit  dem  eine  elektroleitende  Behandlung  durchgefuhrt  ist. 

Revendications 

1.  Photorecepteur  electrophotographique  qui  comprend  un  support  electroconducteur  et,  montee  sur  ce 
dernier,  une  couche  photosensible  contenant  au  moins  un  compose  hydrazone  represente  par  la 
formule  generale  (I)  : 
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dans  laquelle  R1  et  R2  represented  chacun  un  groupe  alkyle,  alcenyle,  aralkyle,  aryle  ou  heterocyclique 
qui  peut  etre  substitue,  et  au  moins  I'un  de  R1  et  R2  est  un  groupe  alcenyle  et  R3  et  R+  represented 
chacun  un  atome  d'hydrogene,  un  groupe  alkyle,  un  groupe  alcoxy  ou  un  atome  halogene. 

Photorecepteur  electrophotographique  selon  la  revendication  1,  dans  lequel  la  couche  photosensible 
comprend  une  resine  de  liant  dans  laquelle  est  dissous  ou  disperse  le  compose  hydrazone. 

Photorecepteur  electrophotographique  selon  la  revendication  2,  dans  lequel  la  quantite  de  resine  de 
liant  est  de  0,2-10  fois  le  poids  du  compose  hydrazone. 

Photorecepteur  electrophotographique  selon  la  revendication  2,  dans  lequel  la  resine  de  liant  est  une 
resine  choisie  dans  le  groupe  constitue  par  la  resine  polystyrene,  la  resine  de  polyvinylacetale,  la 
resine  de  polycarbonate,  la  resine  de  polyester,  la  resine  de  polyarylate  et  la  resine  de  phenol. 

Photorecepteur  electrophotographique  selon  la  revendication  1,  dans  lequel  la  couche  photosensible 
comprend  une  couche  generatrice  de  support  contenant  un  materiau  generateur  de  support  et  une 
couche  de  transport  de  support  contenant  le  compose  hydrazone  en  tant  que  materiau  de  transport  de 
support. 

Photorecepteur  electrophotographique  selon  la  revendication  5,  dans  lequel  le  materiau  generateur  de 
support  est  un  pigment  choisi  dans  le  groupe  constitue  par  le  pigment  bisazo,  le  pigment  trisazo  et  le 
pigment  phtalocyanine. 

Photorecepteur  electrophotographique  selon  la  revendication  1  ,  dans  lequel  le  support  electroconduc- 
teur  est  un  tambour  metallique,  une  feuille  metallique,  ou  un  papier,  une  pellicule  en  plastique,  ou  un 
support  en  forme  de  bande  ou  courroie  soumis  a  un  traitement  electroconducteur. 
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