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(54) Holder for waterproof connector and process for the production thereof

(57) A holder for waterproof connector comprising a
holder portion made of a resin and a packing portion
made of a gel-like material for keeping a waterproof con-
nector having the terminal portion of an electric wire with
a terminal inserted therein watertight at the electric wire
side thereof, wherein the packing portion made of a gel-
like material is obtained by hardening a silicone compo-
sition containing all of the following components (A) to
(D): (A) an organopolysiloxane having at least two alke-
nyl groups per molecule in an amount of 100 parts by
weight; (B) an organopolysiloxane having at least two
hydrogen atoms having a silicon atom bonded thereto
per molecule in an amount such that the amount of the
hydrogen atom having a silicon atom bonded thereto in
the component (B) is from not smaller than 0.5 mols to
not greater than 10 mols per mol of the alkenyl group in
the component (A) ; (C) an organopolysiloxane free of
alkenyl group and hydrogen atom having a silicon atom
bonded thereto in its molecule in an amount of from not
smaller than 100 parts by weight to not greater than 500
parts by weight; and(D) a platinum-based hardening
catalyst.
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