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0   Press  roll  and  paper  machine  with  press  roll. 

0   A  press  roll  is  disclosed  for  removing  water,  the 
press  roll  provided  in  the  press  portion  of  a  paper 
machine.  The  press  roll  comprises  a  metal  base  and 
a  sprayed  coating  provided  on  the  outer  surface  of 
the  metal  base,  at  least  the  outer  layer  of  the 
sprayed  coating  comprising  a  mixture  of  a  plastics 
and  at  least  one  of  a  ceramics  and  a  cermet. 

F I G . l  

Rank  Xerox  (UK)  Business  Services 
(3.  10/3.09/3.3.4) 



1 EP  0  586  731  A1 2 

BACKGROUND  OF  THE  INVENTION 

[Industrial  Field  of  the  Invention] 

The  present  invention  relates  to  a  press  roll, 
and  in  particular  relates  to  a  press  roll  for  removing 
water  which  is  provided  in  the  press  portion  of  a 
paper  machine,  and  a  paper  machine  having  the 
press  roll. 

[Related  Art] 

Conventionally,  a  roll  made  of  natural  granite 
which  is  a  so-called  "stone  roll",  has  been  widely 
used  as  a  press  roll.  However,  such  stone  rolls  are 
expensive  due  to  the  exhaustion  of  natural  good- 
quality  granite.  Furthermore,  the  stone  roll  is  dif- 
ficult  to  produce  and  is  not  sufficiently  strong. 
Therefore,  recently,  a  roll  having  a  plastic  layer 
formed  on  the  surface  of  a  steel  roll,  and  a  spray- 
coated  roll  having  a  sprayed  coating  2  on  the  outer 
surface  of  a  steel  roll  1  (as  shown  in  FIG.  4)  have 
been  researched  and  developed  so  as  to  replace 
the  stone  roll. 

However,  the  plastic-steel  roll  does  not  have 
sufficiently  good  performance  to  permit  smooth 
release  of  wet  paper  and  does  not  have  high  sur- 
face  hardness;  the  plastic-steel  roll  therefore  easily 
causes  abrasion  or  thrust  by  the  doctor  blade 
which  is  a  blade  for  removing  bits  of  extraneous 
stock  such  as  paper  dregs  adhering  on  the  roll. 
Therefore,  use  of  the  plastic-steel  roll  cannot  nec- 
essarily  yield  satisfactory  results. 

The  sprayed  roll  has  several  other  problems  in 
that  the  sprayed  coating  2  thereof  is  easily  soiled 
and  cleaning  thereof  is  difficult.  Furthermore,  the 
sprayed  roll  does  not  exhibit  sufficiently  good  per- 
formance  to  permit  smooth  release  of  wet  paper, 
and  the  sprayed  coating  2  is  often  damaged  by 
freezing. 

Oxide  ceramics  having  high  hardness,  e.g.,  alu- 
mina,  titania,  zirconia  or  the  like,  have  been  em- 
ployed  for  the  sprayed  coating  2  of  the  sprayed  roll 
which  has  been  conventionally  used,  taking  into 
consideration  the  performance  thereof  so  as  to 
permit  smooth  release  of  wet  paper  and  so  as  not 
to  cause  abrasion  by  the  doctor  blade.  However, 
the  sprayed  coating  2  comprising  such  a  ceramic 
has  often  voids  of  several  urn  to  several  10's  of 
linn  among  particles  of  the  ceramics,  the  voids 
comprising  several  %  to  several  10's  of  %  of  the 
total  area  ratio.  The  voids  often  are  interconnected 
in  three  dimensions  and  form  deep  pinholes  or 
conduits  which  pass  through  the  sprayed  coating  2 
from  the  outer  surface  thereof  to  the  surface  of  the 
metal  base  steel  roll  1  . 

Rosin  (collophonium)  or  aluminium  sulfate  as 
an  inhibitor  of  ink  bleeding,  i.e.,  a  sizing  agent, 

when  printing,  and  a  kind  of  loading  material,  e.g., 
clay,  talc,  gypsum,  barium  sulfate,  magnesium  car- 
bonate  or  the  like,  for  improving  paper  quality,  i.e., 
opacity,  surface  smoothness,  flexibility,  glossiness, 

5  density,  uniformity,  stretch  prevention  or  the  like, 
are  added  to  the  pulp  liquid.  Some  of  the  particles 
of  these  additives  are  small  enough  to  easily  enter 
into  the  voids  of  sprayed  coating  2.  If  these  small 
particles  penetrate  into  the  voids,  it  is  impossible  to 

io  remove  them  because  the  diameter  of  the  voids  is 
very  small.  These  small  particles  are  gradually 
deposited  in  the  voids,  so  that  the  deposits  finally 
come  into  direct  contact  with  the  wet  paper.  Con- 
sequently,  the  performance  with  regard  to  the 

75  smooth  release  of  wet  paper  deteriorates  and 
causes  problems  such  as  breakage  of  the  paper. 
There  is  a  possibility  of  the  failure  of  the  sprayed 
coating  or  the  peeling  off  thereof  from  the  metal 
base  by  volume  expansion  of  the  pulp  liquid  if  the 

20  pulp  liquid  in  the  voids  freezes. 

SUMMARY  OF  THE  INVENTION 

The  present  invention  was  developed  in  view  of 
25  the  above  circumstances. 

It  is  an  object  of  the  present  invention  to  pro- 
vide  a  press  roll  which  has  a  good  performance 
with  respect  to  permitting  smooth  release  of  wet 
paper  and  can  prevent  the  separation  of  the 

30  sprayed  coating  from  the  metal  base. 
The  press  roll  according  to  the  present  inven- 

tion  is  characterized  in  that  the  press  roll  com- 
prises  a  metal  base  and  a  sprayed  coating  pro- 
vided  on  the  outer  surface  of  the  metal  base,  at 

35  least  the  outer  layer  of  the  sprayed  coating  com- 
prising  a  mixture  of  one  or  more  plastics  and  at 
least  one  of  a  ceramics  and  a  cermet. 

In  this  case,  the  outer  surface  of  the  plastic 
portion  in  the  outer  layer  of  the  sprayed  coating  is 

40  preferably  depressed  relative  to  the  outer  surface 
of  the  ceramic  or  cermet  portion  in  the  outer  layer. 
The  plastics  preferably  comprises  a  fluorocarbon 
resin. 

45  BRIEF  DESCRIPTION  OF  THE  DRAWINGS 

FIG.  1  is  a  view  showing  an  embodiment  of  the 
sprayed  coating  in  the  press  roll  according  to  the 
present  invention. 

50  FIG.  2  is  a  view  showing  a  state  of  forming  the 
sprayed  coating. 

FIG.  3  is  a  view  showing  another  embodiment 
of  the  sprayed  coating. 

FIG.  4  is  a  view  showing  an  example  of  a  press 
55  roll  having  a  sprayed  coating  on  the  outer  surface 

of  a  steel  roll. 
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DETAILED  DESCRIPTION  OF  THE  PRESENT  IN- 
VENTION 

An  embodiment  of  the  present  invention  will  be 
explained  with  reference  to  the  drawings. 

FIG.  1  shows  a  structure  of  a  sprayed  coating 
20  of  a  press  roll  according  to  an  embodiment  of 
the  present  invention.  The  sprayed  coating  20  has 
at  least  an  outer  layer  comprising  a  mixture  of 
ceramic  particles  21  and  plastic  particles  22.  In  this 
sprayed  coating,  voids  which  are  contained  in  the 
conventional  sprayed  coating,  or  channels  (pin- 
holes)  which  are  formed  by  connection  of  the 
voids,  are  filled  in  by  the  plastic  22,  so  that  there 
are  no  voids  and  no  channels.  The  sprayed  coating 
20  preferably  has  a  thickness  of  2-5  mm.  An  oxide 
such  as  AI2O3,  Ti02,  Zr02,  Si02  or  the  like,  a 
carbide  such  as  tungsten  carbide  (WC)  or  the  like, 
a  nitride  such  as  titanium  nitride  (TiN)  or  the  like,  a 
boride  such  as  titanium  boride  (TiB2)  or  the  like,  a 
compound  including  at  least  two  of  the  preceding 
components,  or  a  cermet  such  as  WC-Co  or  the 
like  may  be  used  as  the  ceramic  particles  21.  A 
fluorocarbon  resin  such  as  polytetrafluoroethylene, 
polytrifluoroethylene,  polyvinylidene  fluoride,  poly- 
vinyl  fluoride  or  the  like;  a  thermoplastic  resin  such 
as  polyethylene,  a  silicone  or  the  like;  or  a  ther- 
mosetting  resin  such  as  an  epoxy  resin  or  the  like 
may  be  used  as  the  plastic  material  22.  However,  it 
is  preferable  to  use  the  fluorocarbon  resin  as  the 
plastic  material  for  the  reasons  described 
hereinafter. 

A  thermal  spraying  gun  30  as  shown  in  FIG.  2, 
is  used  to  apply  the  sprayed  coating  20  with  the 
above  structure  on  the  outer  surface  of  the  steel 
roll  1  .  It  is  preferable  to  blow  ceramic  powder  and 
plastic  powder  into  a  plasma  jet  31  which  jets  from 
the  thermal  spraying  gun  30.  Accordingly,  these 
powders  are  instantly  melted  to  form  high-tempera- 
ture  liquid  drops.  The  flow  of  the  mixture  of  the 
liquid  drops  impacts  at  high  speed  on  the  outer 
surface  of  the  steel  roll  1  which  is  the  metal  base, 
and  cools  and  solidifies  thereon,  so  that  a  sprayed 
coating  20  described  above  is  formed. 

In  the  press  roll  having  the  sprayed  coating  20 
provided  on  the  outer  surface  of  the  steel  roll  1  ,  at 
least  the  outer  layer  of  the  sprayed  coating  20 
comprising  a  mixture  of  ceramic  particles  21  and 
plastic  material  22,  it  is  possible  to  obtain  a  high 
resistance  to  abrasion  performance  by  the  doctor 
blade  by  using  the  ceramic  particles  21  with  a  very 
high  hardness  compared  to  the  conventional  stone 
roll.  Furthermore,  it  is  possible  to  ensure  the  pre- 
vention  of  thrust  by  the  doctor  blade,  and  to  obtain 
an  inexpensive  roll  having  a  high  strength,  in  com- 
parison  with  the  stone  roll. 

The  sprayed  coating  20  essentially  does  not 
have  any  voids  which  are  formed  in  the  conven- 

tional  sprayed  coating  consisting  essentially  of  ce- 
ramic  particles  21  and  does  not  have  any  holes 
formed  by  connection  of  the  voids.  Therefore,  there 
is  no  possibility  of  the  pulp  liquid  getting  into  the 

5  voids  or  the  pinholes,  so  that  damage  of  the 
sprayed  coating  20  by  freezing  of  the  pulp  liquid 
therein  does  not  occur.  According  to  the  structure 
having  the  sprayed  coating  20,  it  is  possible  to 
prevent  lowering  of  the  performance  with  respect  to 

10  permitting  smooth  release  of  wet  paper  by  deposi- 
tion  of  the  sizing  agent  or  the  loading  material  in 
the  voids  or  the  holes. 

It  is  possible  to  adjust  the  ratio  of  the  exposed 
area  of  the  ceramic  particles  21  to  that  of  the 

15  plastic  material  22  on  the  surface  of  the  sprayed 
coating  20  by  adjusting  the  blending  ratio  of  the 
ceramic  particles  21  and  the  plastic  material  22. 
Thereby,  it  is  possible  to  obtain  a  press  roll  having 
surface  characteristics  suitable  for  various  kinds  of 

20  paper  and  for  various  paper  quality.  When  the 
outer  layer  portion  of  the  sprayed  coating  20  is 
worn  out,  it  is  possible  to  renew  the  press  roll  by 
re-polishing  so  as  to  have  a  surface  structure  simi- 
lar  to  that  of  the  original  press  roll. 

25  It  is  possible  to  use  a  fluorocarbon  resin  as  the 
plastic  material;  the  use  of  the  fluorocarbon  resin 
improves  the  characteristics  of  the  surface  of  the 
press  roll  with  respect  to  smooth  release  of  wet 
paper.  The  fluorocarbon  resin  is  one  of  the  most 

30  stable  plastics  among  various  kinds  of  plastics;  that 
is,  the  fluorocarbon  resin  has  characteristics  of 
excellent  acid-resistance  and  of  excellent  alkali- 
resitance,  does  not  absorb  water,  is  not  damaged 
by  various  kinds  of  chemicals  or  solvents,  has 

35  characteristics  of  high  heat-resistance  and  of  high 
water  and  oil  repellency,  i.e.,  the  contact  angle 
thereof  to  a  liquid  is  larger  than  that  of  other 
plastics.  Therefore,  this  type  of  press  roll  is  most 
suitable  as  a  press  roll  for  a  paper  machine. 

40  It  is  possible  to  depress  the  outer  surface  of 
the  plastic  portion  in  the  outer  layer  of  the  sprayed 
coating  relative  to  the  outer  surface  of  the  ceramic 
portion  in  the  outer  layer  as  shown  in  FIG.  3  by 
carrying  out  a  lapping  treatment  to  the  surface  of 

45  the  sprayed  coating  20  after  an  ordinary  polishing 
treatment  so  that  the  plastic  material  22  having  a 
lower  hardness  than  that  of  the  ceramic  particles  is 
selectively  polished  by  the  lapping  material.  There- 
by,  the  depressed  portion  of  the  plastic  material 

50  forms  air  pockets  to  further  improve  the  character- 
istics  of  the  surface  of  the  press  roll  with  respect  to 
smooth  release  of  wet  paper. 

In  the  press  roll  of  the  present  invention,  at 
least  the  outer  layer  of  the  sprayed  coating  may 

55  comprise  a  mixture  of  ceramic  particles  21  and  a 
plastic  material  22.  That  is,  the  entire  sprayed 
coating  may  comprise  the  mixture,  however,  the 
sprayed  coating  may  comprise  the  outer  layer 

3 
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thereof  as  a  mixture  and  the  inner  layer  thereof 
may  be  a  single  coating  of  a  ceramics. 

In  the  above  embodiment,  only  a  press  roll 
having  the  outer  layer  of  the  sprayed  coating  com- 
prising  a  mixture  of  a  plastic  material  and  ceramic 
particles  has  been  described.  However,  the  press 
roll  of  the  present  invention  may  have  the  outer 
layer  of  the  sprayed  coating  comprising  a  mixture 
of  a  plastic  material  and  cermet  particle.  Accord- 
ingly,  it  is  possible  to  obtain  similar  effects  accord- 
ing  to  the  use  of  the  mixture  of  the  plastic  material 
22  and  the  ceramic  particles  21  . 

As  described  above,  the  press  roll  according  to 
the  present  invention  comprises  a  metal  base  and 
a  sprayed  coating  provided  on  the  outer  surface  of 
the  metal  base,  at  least  the  outer  layer  of  said 
sprayed  coating  comprising  a  mixture  of  a  plastics 
and  at  least  one  of  a  ceramics  and  a  cermet. 
Therefore,  it  is  possible  to  obtain  high  resistance  to 
abrasion  performance  by  using  the  ceramic  par- 
ticles  21  and  to  obtain  an  inexpensive  roll  having  a 
high  strength  in  comparison  with  a  stone  roll.  Fur- 
thermore,  the  sprayed  coating  of  the  press  roll 
according  to  the  present  invention  substantially 
does  not  have  voids  which  are  formed  in  the  con- 
ventional  sprayed  coating  consisting  essentially  of 
ceramic  particles  and  does  not  have  any  pinholes 
which  are  formed  by  connection  of  the  voids. 
Therefore,  there  is  no  possibility  of  the  pulp  liquid 
getting  into  the  voids  or  the  holes,  so  that  damage 
of  the  sprayed  coating  by  freezing  of  the  pulp 
liquid  therein  does  not  occur,  and  it  is  therefore 
possible  to  prevent  lowering  of  the  performance  to 
permit  smooth  release  of  wet  paper  by  deposition 
of  the  sizing  agent  or  the  loading  material  in  the 
voids  or  the  holes.  It  is  possible  to  obtain  a  press 
roll  having  a  surface  characteristic  suitable  for  var- 
ious  kinds  of  paper  or  paper  quality  by  adjusting 
the  diameter  of  the  ceramic  particles  or  the  like 
and  the  blending  ratio  of  the  ceramic  particles  and 
the  plastic  material.  When  the  outer  layer  portion  of 
the  sprayed  coating  is  worn  out,  it  is  possible  to 
renew  the  press  roll  to  one  having  a  surface  struc- 
ture  similar  to  that  of  the  original  press  roll  simply 
by  repolishing. 

In  particular,  by  depressing  the  outer  surface  of 
the  plastic  portion  in  the  outer  layer  of  said 
sprayed  coating  relative  to  the  outer  surface  of  the 
ceramic  or  cermet  portion  in  the  outer  layer,  the 
depressed  portion  of  the  plastic  material  forms  an 
air  pocket  to  improve  the  characteristics  of  the 
surface  of  the  press  roll  with  respect  to  smooth 
release  of  wet  paper.  Use  of  a  fluorocarbon  resin 
as  the  plastic  material  improves  the  characteristics 
of  the  surface  of  the  press  roll  with  respect  to 
smooth  release  of  wet  paper  in  comparison  with 
use  of  other  plastic  materials.  Therefore,  this  type 
of  press  roll  is  most  suitable  as  a  press  roll  for  a 

paper  machine. 
The  press  roll  described  in  the  above  embodi- 

ment  can  be  used  for  a  conventional  paper  ma- 
chine.  According  to  the  paper  machine  of  the 

5  present  invention,  it  is  possible  to  improve  the 
characteristics  with  respect  to  smooth  release  of 
wet  paper. 

Claims 
10 

1.  A  press  roll  comprising  a  metal  base  (1)  and  a 
sprayed  coating  (20)  provided  on  the  outer 
surface  of  said  metal  base  (1); 

characterized  in  that  at  least  the  outer  lay- 
15  er  of  said  sprayed  coating  (20)  comprises  a 

mixture  of  a  plastics  (22)  and  at  least  one  of  a 
ceramics  and  a  cermet  (21). 

2.  A  press  roll  as  claimed  in  claim  1  ,  wherein  the 
20  outer  surface  of  the  plastic  portion  (22)  in  the 

outer  layer  of  said  sprayed  coating  (20)  is 
depressed  relative  to  the  outer  surface  of  the 
ceramic  or  cermet  portion  (21)  in  the  outer 
layer. 

25 
3.  A  press  roll  as  claimed  in  claim  1  ,  wherein  the 

ceramics  (21)  in  the  outer  layer  of  said 
sprayed  coating  (20)  comprises  a  component 
selected  from  the  group  consisting  of  an  oxide, 

30  a  carbide,  a  nitride,  a  boride,  and  a  compound 
including  at  least  two  of  the  preceding  compo- 
nents. 

4.  A  press  roll  as  claimed  in  claim  1  ,  wherein  the 
35  ceramics  (21)  in  the  outer  layer  of  said 

sprayed  coating  (20)  comprises  a  component 
selected  from  the  group  consisting  of  AI2O3, 
Ti02,  Zr02,  Si02,  WC,  TiN,  TiB2,  and  a  com- 
pound  including  at  least  two  of  the  preceding 

40  components. 

5.  A  press  roll  as  claimed  in  claim  1  ,  wherein  the 
cermet  (21)  in  the  outer  layer  of  said  sprayed 
coating  comprises  WC-Co. 

45 
6.  A  press  roll  as  claimed  in  claim  1  ,  wherein  said 

plastics  (22)  comprises  a  thermoplastic  resin 
selected  from  the  group  consisting  of  a 
fluorocarbon  resin,  polyethylene,  and  a  sili- 

50  cone. 

7.  A  press  roll  as  claimed  in  claim  6,  wherein  said 
thermoplastic  resin  comprises  a  fluorocarbon 
resin  selected  from  the  group  consisting  of 

55  polytetrafluoroethylene,  polytrifluoroethylene, 
polyvinylidene  fluoride,  and  polyvinyl  fluoride. 

4 
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8.  A  paper  machine  comprising  a  press  roll  for 
removing  water  from  wet  paper  which  is  pro- 
vided  in  the  press  portion  thereof,  the  press 
roll  comprising  a  metal  base  (1)  and  a  sprayed 
coating  (20)  provided  on  the  outer  surface  of  5 
said  metal  base  (1),  at  least  the  outer  layer  of 
said  sprayed  coating  (20)  comprising  a  mixture 
of  a  plastics  (22)  and  at  least  one  of  a  ceram- 
ics  and  a  cermet  (21) 

10 
9.  A  paper  machine  as  claimed  in  claim  8, 

wherein  the  outer  surface  of  the  plastic  portion 
(22)  in  the  outer  layer  of  said  sprayed  coating 
(20)  of  the  press  roll  is  depressed  relative  to 
the  outer  surface  of  the  ceramic  or  cermet  is 
portion  (21)  in  the  outer  layer. 

10.  A  paper  machine  as  claimed  in  claim  9, 
wherein  the  ceramics  (21)  in  the  outer  layer  of 
said  sprayed  coating  (20)  comprises  a  compo-  20 
nent  selected  from  the  group  consisting  of  an 
oxide,  a  carbide,  a  nitride,  a  boride,  and  a 
compound  including  at  least  two  of  the  preced- 
ing  components. 

25 
11.  A  paper  machine  as  claimed  in  claim  9, 

wherein  the  ceramics  (21)  in  the  outer  layer  of 
said  sprayed  coating  (20)  comprises  a  compo- 
nent  selected  from  the  group  consisting  of 
AI2O3,  Ti02,  Zr02,  Si02,  WC,  TiN,  TiB2,  and  a  30 
compound  including  at  least  two  of  the  preced- 
ing  components. 

12.  A  paper  machine  as  claimed  in  claim  9, 
wherein  the  cermet  (21)  in  the  outer  layer  of  35 
said  sprayed  coating  (20)  comprises  WC-Co. 

13.  A  paper  machine  as  claimed  in  claim  9, 
wherein  said  plastics  (22)  comprises  a  thermo- 
plastic  resin  selected  from  the  group  consist-  40 
ing  of  a  fluorocarbon  resin,  polyethylene,  and  a 
silicone. 

14.  A  paper  machine  as  claimed  in  claim  13, 
wherein  said  thermoplastic  resin  comprises  a  45 
fluorocarbon  resin  selected  from  the  group 
consisting  of 
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