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FLAT  BLOW  MOLDING  APPARATUS,  FLAT  BLOW  MOLDING  METHOD  AND  PRODUCT  OF  FLAT  BLOW 
MOLDING. 

CO ©  A  flat  blow  molding  apparatus  adapted  to  ex- 
trude  a  flat  hollow  parison  from  a  clearance  between 
a  flat  core  and  a  flat  die  surrounding  the  core, 
characterized  in  that  both  end  portions  of  the  die  are 
provided  slidably  in  the  widthwise  direction  with  re- 
spect  to  an  intermediate  portion  thereof  with  the  core 
formed  interchangeably  in  accordance  with  the 
widthwise  expansion  and  contraction  of  the  die.  Ac- 
cording  to  this  structure,  the  varying  of  the  width  of  a 
flat  hollow  parison  extruded  from  the  clearance  be- 

tween  the  core  and  die  is  effected  by  slidingly 
moving  both  end  portions  of  the  die  in  the  widthwise 
direction  and  interchanging  the  core  suitably  in  ac- 
cordance  with  the  widthwise  expansion  and  contrac- 
tion  of  the  die.  If  the  flat  core  consists  of  a  flat 
interchangeable  portion  and  a  curved  non-inter- 
changeable  portion  so  that  the  interchangeable  por- 
tion  only  is  replaced  by  another,  a  plurality  of  flat 
interchangeable  portions  only,  which  do  not  cost 
much,  of  different  lengths  need  be  provided,  and  this 
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enables  the  manufactering  cost  to  decrease.  There-  extruded  from  the  clearance  between  the  flat  core 
fore,  the  varying  of  the  width  of  a  flat  hollow  parison  and  flat  die  is  effected. 
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TECHNICAL  FIELD 

The  present  invention  relates  to  a  flat  blow 
molding  machine,  a  flat  blow  molding  method  and 
products  of  flat  blow  molding  to  obtain  flattened  5 
products. 

BACKGROUND  ART 

In  recent  years,  thin  and  hollow  flattened  pro-  10 
ducts  such  as  heat  collecting  plates  of  a  solar 
water-heating  device,  casings  of  office  automation 
equipments,  panels,  furnitures  and  interior  decora- 
tions  are  experimentally  blow  molded.  In  such 
cases,  as  shown  in  Figure  33  of  the  accompanying  is 
drawings,  cylindrical  parison  "a"  is  extruded  down- 
ward,  sandwiched  by  thin  metallic  molds  "b"  and 
"c"  from  left  and  right  and  air  is  blown  therein,  as  a 
common  blow  molding  machine  does.  As  a  result, 
the  parison  "a"  expanded  due  to  air  injection  is  20 
fixed  at  its  part  "a1  "  which  first  contacts  an  inner 
wall  of  the  metallic  mold  and  expands  therefrom  to 
left  and  right  so  that  a  product  having  a  uniform 
thickness  (wall  thickness)  cannot  be  obtained. 
Thereupon,  the  present  applicant  previously  devel-  25 
oped  a  flat  blow  molding  machine  which  does  not 
extrude  the  cylindrical  parison  "a",  but  extrudes 
hollow  flattened  parison,  that  matches  an  inner  wall 
of  thin  metallic  molds  "b"  and  "c",  from  clearance 
between  a  planar  flattened  core  and  a  flattened  die  30 
surrounding  the  core  so  as  to  mold  a  hollow  plate- 
like  product  having  a  uniform  thickness. 

This  type  of  flat  blow  molding  machine  is  con- 
structed  as  follows,  as  shown  in  Figure  34:  an 
accumulator  chamber  "e"  whose  section  is  flat-  35 
tened  is  formed  in  a  housing  "d"  in  a  vertical 
direction,  a  planar  flattened  mandrel  "f"  is  vertically 
provided  at  the  center  of  the  accumulator  chamber 
"e"  and  a  flattened  piston  "g"  is  fitted  over  the 
flattened  mandrel  "f".  The  flattened  piston  "g"  is  40 
lowered  by  a  hydraulic  cylinder  "h"  to  pressurize 
the  resin  in  the  accumulator  chamber  "e"  and  the 
pressurized  resin  is  extruded  in  the  form  of  hollow 
flattened  parison  "k"  from  clearance  between  a 
flattened  core  "i"  provided  at  a  tip  of  the  flattened  45 
mandrel  "f"  and  a  flattened  die  "j"  provided  at  a 
lower  end  of  the  housing  "d".  The  resin  is  fed  to 
the  accumulator  chamber  "e"  from  extruders  "q" 
provided  on  left  and  right  sides  in  its  thickness  Y 
direction.  The  flattened  parison  "k"  extruded  as  50 
shown  in  Figure  35  is  sandwiched  by  flattened 
metallic  molds  (not  shown)  in  a  direction  perpen- 
dicular  to  the  drawing  sheet  and  air  is  blown  there- 
in. 

However,  conventional  flat  blow  molding  ma-  55 
chines  have  the  following  problems: 

(1)  since  the  width  of  the  extruded  parison  "k" 
cannot  be  adjusted,  an  unnecessary  portion  of 

the  extruded  flattened  parison  "k"  should  be 
collapsed  by  the  metallic  mold  and  the  molded 
products  inevitably  have  flashes  when  flattened 
products  having  a  width  smaller  than  the  width 
of  the  parison  "k"  should  be  manufactured.  In 
other  words,  a  flash  ratio  is  raised  and  this  is  not 
economic; 
(2)  in  order  to  blow  mold  two  products  each 
having  a  width  smaller  than  the  flattened  parison 
"k",  unnecessary  parison  "k"  should  be  col- 
lapsed  by  the  metallic  mold  and  the  products 
should  have  flashes,  as  shown  in  Figure  36. 
Specifically,  in  order  to  obtain  two  molded  pro- 
ducts  having  a  reduced  width  "n"  and  "0",  the 
unnecessary  parison  "k"  between  these  two 
products  "n"  and  "0"  should  be  crashed  by  the 
metallic  mold  so  that  unduly  large  flashes  "p" 
are  produced.  Therefore,  this  is  not  preferred  if 
material  expense  and  manufacturing  cost  are 
concerned,  i.e.,  it  raises  problems  in  terms  of 
resource  saving  and  energy  saving; 
(3)  since  two  extruders  "q"s  are  located  left  and 
right  in  the  width  Y  direction  of  the  flattened 
accumulator  chamber  "e"  having  a  width  X  and 
a  thickness  Y  and  the  resin  extruded  therefrom 
is  introduced  to  the  accumulator  chamber  "e" 
from  a  center  of  left  and  right  flattened  faces  of 
the  flattened  piston  "g",  the  resin  pressure  in 
the  accumulator  chamber  "e"  does  not  become 
uniform.  Specifically,  since  the  resin  pressure  at 
the  center  in  the  width  X  direction  of  the  flat- 
tened  accumulator  "e"  is  relatively  high  due  to 
small  clearance  to  the  extruder  "q",  the  resin 
pressure  at  ends  in  the  width  X  direction  of  the 
flattened  accumulator  chamber  "e"  is  low  due  to 
large  clearance  to  the  extruder  "q".  In  this  man- 
ner,  the  resin  which  fills  the  flattened  accumula- 
tor  "e"  has  a  pressure  distribution  that  is  high  at 
the  center  and  low  at  both  ends  in  the  width  X 
direction.  Accordingly,  if  such  resin  is  injected 
from  an  injection  opening  "m"  between  the  flat- 
tened  die  "j"  and  the  flattened  core  "i",  the 
extruded  flattened  parison  will  have  bending 
caused  by  the  above-mentioned  pressure  pro- 
file; 
(4)  the  flattened  mandrel  "f"  is  moved  up  and 
down  by  an  actuator  "I"  during  the  injection  of 
the  flattened  parison  "k"  to  adjust  the  clearance 
between  the  flattened  core  "i"  and  the  flattened 
die  "j"  (gap  control)  and  to  control  the  thickness 
of  the  parison  "k"  in  the  injection  direction.  In 
this  case,  since  the  accumulator  chamber  "e"  is 
filled  with  the  resin,  the  flattened  mandrel  "f" 
should  be  moved  up  and  down  with  a  force 
over-coming  the  resin  pressure.  However,  the 
flattened  mandrel  "f"  which  is  molded  to  be  a 
wide  and  planar  one  easily  bends  due  to  insuffi- 
cient  rigidity.  Further,  the  flattened  mandrel  "f" 
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may  be  offset  from  the  center  of  the  accumula- 
tor  chamber  "e"  in  a  range  of  slide  face  al- 
lowance  of  the  flattened  piston  "g"  and  the 
flattened  mandrel  "f".  If  the  flattened  mandrel 
"f"  is  offset  or  bends  as  mentioned  above,  the  5 
clearance  between  the  flattened  core  "i"  located 
at  the  tip  of  the  mandrel  "f"  and  the  flattened 
die  "j"  located  at  the  lower  end  of  the  housing 
"d"  varies  so  that  the  thickness  of  the  injected 
flattened  parison  "k"  becomes  non-uniform.  This  10 
makes  a  bending  portion  in  a  product  so  that 
sound  blow  molding  cannot  be  expected.  In 
addition,  this  causes  abnormal  abrasions  and 
scratching  on  the  slide  face; 
(5)  in  order  to  avoid  mixing  of  colors  and/or  is 
materials  upon  change  of  color  and/or  material 
of  the  resin  (parison),  the  housing  should  be 
disassembled  and  the  resin  adhering  on  the 
interior  should  be  cleaned  off.  For  example,  if 
the  color  of  the  resin  is  changed  to  white  from  20 
black,  a  trace  amount  of  black  resin  remaining  in 
the  housing  may  cause  the  color  mixing  in  a 
product.  Thus,  the  resin  adhering  on  the  interior 
of  the  housing  must  be  completely  removed. 
However,  disassembling  the  housing  of  the  blow  25 
molding  machine  requires  a  large  crane  and/or  a 
complicated  lifting  device  so  that  operations  are 
troublesome  and  take  time.  In  case  of  color 
change  or  material  change,  alternatively,  the 
resin  is  allowed  to  flow  out  of  the  molding  ma-  30 
chine  till  the  color  or  the  material  of  the  injected 
parison  changes,  instead  of  disassembling  and 
cleaning  the  housing.  However,  this  requires  a 
large  amount  of  resin  for  replacement  if  the 
resin  should  be  replaced  to  low  viscosity  resin  35 
from  high  viscosity  resin  or  white  resin  from 
black  resin.  Further,  this  approach  may  result  in 
color  and  material  mixing  in  the  product  so  that 
it  is  not  employable  and  is  extremely  costly; 
(6)  the  injected  hollow  flattened  parison  "k"  ex-  40 
pands  due  to  swell  effect  of  the  resin  as  shown 
in  Figure  37  upon  injection  to  the  atmosphere 
from  the  accumulator  chamber  "e"  of  high  pres- 
sure.  Specifically,  it  expands  from  the  injection 
opening  "m"  between  the  flattened  die  "j"  and  45 
the  flattened  core  "i"  shown  in  Figure  34(c),  with 
a  short  edge-to-long  edge  ratio  of  its  section 
being  reduced.  Therefore,  the  expanded  parison 
"k"  does  not  match  the  inner  wall  of  the  thin 
metallic  molds  "b"  and  "c"  so  that  a  blow  so 
molded  product  has  a  non-uniform  thickness 
with  an  unnecessarily  large  thickness,  like  a 
case  of  circular  parison.  Moreover,  if  the  in- 
jected  flattened  parison  "k"  has  vertical  wrinkles, 
pre-blow  should  be  performed  to  eliminate  them.  55 
However,  if  pre-blow  air  pressure  is  applied  to 
the  interior  of  the  flattened  parison  "k",  not  only 
the  swell  effect  but  also  the  pre-blow  air  pres- 

sure  cause  the  parison  to  expand.  Thus,  the 
parison  "k"  has  an  oval  or  circular  section.  In 
this  case,  the  meaning  of  injecting  the  flattened 
parison  "k"  using  the  flattened  die  "j"  and  the 
flattened  core  "i"  is  lost.  Further,  if  the  flattened 
die  "j"  and  core  "i"  having  a  large  flattened  ratio 
are  used  to  inject  the  flattened  parison  "k",  the 
resin  section  of  the  flattened  parison  "k2"  in- 
jected  as  shown  in  Figure  38  changes  its  shape 
due  to  the  swell  effect  and  drawdown.  In  this 
case,  the  left  and  right  inner  faces  "k1  "  of  the 
parison  "k"  may  be  fused  and  joined  with  each 
other  in  the  direction  of  injection.  This  disables 
the  blow  molding;  and 
(7)  a  curved  (three  dimensional)  duct  which  has 
a  plurality  of  passages  in  the  longitudinal  direc- 
tion  is  employed  in  the  fields  of  automobiles, 
house-use  electric  devices,  sanitary  equipments 
or  the  like.  Conventionally,  when  this  type  of 
curved  duct  is  manufactured  by  the  blow  mold- 
ing,  a  plurality  of  parison  is  injected  from  a 
plurality  of  injection  heads,  part  or  all  of  which 
are  fused.  Alternatively,  both  sides  of  the  par- 
ison  injected  into  the  metallic  mold  are  sand- 
wiched  and  pressed  by  pushing  plates  extend- 
ing  in  the  direction  of  injection  to  fuse  the  par- 
ison  at  the  tip  of  the  pushing  plates.  However,  in 
the  former  approach,  the  apparatus  becomes 
large  since  it  employs  a  multi-injection  head, 
and  in  the  latter  approach,  grooves  formed  upon 
drawing  of  the  pushing  plates  out  of  the  parison 
deteriorate  the  strength  and  the  appearance  of 
the  product. 
A  first  object  of  the  present  invention  which  is 

developed  in  consideration  of  the  above  is  to  pro- 
vide  a  flat  blow  molding  machine  which  can  change 
width  of  flattened  parison  injected  from  the  molding 
machine. 

A  second  object  is  to  provide  a  flat  blow  mold- 
ing  machine  which  can  reduce  unnecessary  flashes 
to  raise  the  productivity  when  manufacturing  a 
product  having  a  width  smaller  than  flattened  par- 
ison  injected  from  clearance  between  a  flattened 
die  and  a  flattened  core. 

A  third  object  is  to  provide  a  flat  blow  molding 
machine  which  can  uniformalize  resin  pressure  in 
an  accumulator  chamber  in  a  width  direction  so  as 
to  inject  flattened  parison  having  no  bending. 

A  fourth  object  is  to  provide  a  flat  blow  molding 
machine  which  prevents  bending  and  offsetting  of  a 
flattened  mandrel  so  as  to  inject  flattened  parison 
having  uniform  thickness  (wall  thickness)  and  no 
bending. 

A  fifth  object  is  to  provide  a  blow  molding 
machine  which  allows  division  of  a  housing  for 
easy  cleaning  when  color  and/or  material  of  the 
resin  should  be  changed. 

4 



5 EP  0  590  160  A1 6 

A  sixth  object  is  to  provide  blow  molding  meth- 
od,  apparatus  and  products  which  can  prevent  the 
injected  hollow  flattened  parison  from  being  de- 
formed  due  to  the  swell  effect  and  drawdown. 

A  seventh  object  is  to  provide  curved  blow 
molding  method  and  product  which  can  manufac- 
ture  products  using  a  small  molding  machine  with- 
out  deteriorating  strength  and  appearance  when  a 
curved  (three  dimensional)  blow  molded  product 
whose  interior  is  divided  in  the  direction  of  injection 
is  manufactured. 

DISCLOSURE  OF  THE  INVENTION 

To  achieve  the  first  object,  a  first  invention 
provides  a  flat  blow  molding  machine  which  injects 
hollow  flattened  parison  from  clearance  between  a 
flattened  core  and  a  flattened  die  surrounding  the 
core,  characterized  in  that  both  ends  of  the  die  are 
slidable  with  respect  to  its  center  in  a  width  direc- 
tion  and  in  that  the  core  is  replaceable  (or  inter- 
changeable)  upon  expansion/contraction  of  the  die 
in  the  width  direction.  The  flattened  core  may  in- 
clude  a  planar  replaceable  part  located  at  the  cen- 
ter  and  curved  non-replaceable  parts  located  at  the 
ends,  and  only  the  replaceable  part  may  be  re- 
placed  upon  expansion/contraction  of  the  die  in  the 
width  direction. 

According  to  this  construction,  if  the  ends  of 
the  die  are  slid  in  the  width  direction  respectively 
and  the  core  is  appropriately  replaced  upon  the 
expansion/contraction  of  the  die  in  the  width  direc- 
tion,  it  is  possible  to  change  the  width  of  the  hollow 
flattened  parison  to  be  injected  from  the  clearance 
between  the  core  and  the  die.  Further,  if  the  flat- 
tened  core  includes  a  replaceable  planar  part  and 
non-replaceable  curved  parts  and  only  the  replace- 
able  part  is  loaded  and  unloaded,  the  cost  is  re- 
duced  since  preparing  a  plurality  of  replaceable 
planar  parts  having  different  lengths,  which  are  less 
costly  to  manufacture,  is  sufficient. 

Therefore,  it  is  possible  to  change  the  width  of 
the  hollow  flattened  parison  injected  from  the  clear- 
ance  between  the  flattened  core  and  the  flattened 
die. 

To  achieve  the  second  object,  a  second  inven- 
tion  provides  a  flat  blow  molding  machine  which 
injects  hollow  flattened  parison  having  an  enlarged 
width  from  clearance  between  a  planar  flattened 
core  and  a  flattened  die  surrounding  the  core, 
characterized  in  that  the  flat  core  is  divided  into  a 
plurality  of  pieces  in  the  width  direction  and  an 
intermediate  piece  is  located  between  each  adja- 
cent  core  pieces  such  that  the  core  pieces  and  the 
intermediate  pieces  form  parison  injection  open- 
ings. 

According  to  this  construction,  the  hollow  flat- 
tened  parison  injected  from  the  clearance  between 

the  flattened  die  and  the  flattened  core  is  divided 
by  the  intermediate  pieces  so  that  a  plurality  of 
flattened  parison  is  simultaneously  injected.  At  this 
point,  no  parison  is  injected  below  the  intermediate 

5  pieces  so  that  flashes  are  reduced  to  the  minimum 
and  cost  is  in  turn  reduced.  Further,  if  the  width 
and  the  number  of  the  intermediate  pieces  are 
changed  with  the  width  of  the  product,  it  is  possible 
to  cope  with  various  kinds  and  widths  of  products 

io  and  the  productivity  is  improved. 
Therefore,  it  is  possible  to  reduce  unnecessary 

flashes  which  are  produced  by  a  conventional 
molding  method  when  a  product  of  relatively  small 
width  is  molded.  Accordingly,  resource  saving  and 

is  energy  saving  are  promoted.  In  addition,  if  the 
width  and  the  number  of  the  intermediate  pieces 
are  changed  in  line  with  the  width  of  the  products, 
a  single  molding  machine  is  able  to  cope  with 
products  of  various  widths.  This  improves  the  pro- 

20  ductivity. 
To  achieve  the  third  object,  a  third  invention 

provides  a  flat  blow  molding  machine  wherein  an 
accumulator  chamber  having  a  flattened  section  is 
vertically  formed  in  a  housing,  a  planar  flattened 

25  mandrel  is  located  at  a  center  of  the  accumulator 
chamber,  a  flattened  piston  is  fit  over  the  flattened 
mandrel  and  the  flattened  piston  is  lowered  to 
press  resin  in  the  accumulator  chamber  so  that  the 
resin  is  injected  in  the  form  of  hollow  flattened 

30  parison  from  clearance  between  a  flattened  core 
located  at  a  tip  of  the  flattened  mandrel  and  a 
flattened  die  located  at  a  lower  end  of  the  housing, 
characterized  in  that  a  plurality  of  resin  supply 
passages  are  formed  in  the  housing  at  intervals  in 

35  a  width  direction  of  the  accumulator  chamber  for 
guiding  the  resin  into  the  accumulator  chamber  and 
in  that  a  flow  rate  control  valve  is  provided  in  each 
resin  supply  passage.  —  (1) 

Further,  there  may  be  provided  a  flat  blow 
40  molding  machine  wherein  an  accumulator  chamber 

having  a  flattened  section  is  vertically  formed  in  a 
housing,  a  planar  flattened  mandrel  is  located  at  a 
center  of  the  accumulator  chamber,  a  flattened 
piston  is  fit  over  the  flattened  mandrel  and  the 

45  flattened  piston  is  lowered  to  press  resin  in  the 
accumulator  chamber  so  that  the  resin  is  injected 
in  the  form  of  hollow  flattened  parison  from  clear- 
ance  between  a  flattened  core  located  at  a  tip  of 
the  flattened  mandrel  and  a  flattened  die  located  at 

50  a  lower  end  of  the  housing,  characterized  in  that  a 
resin  supply  groove  is  vertically  formed  in  a  lateral 
face  of  the  flattened  piston  and  in  that  a  resin 
distributing  groove  which  expands  downward  like  a 
hanger  (or  fan)  in  a  width  direction  of  the  accu- 

55  mulator  chamber  is  formed  at  a  lower  end  of  the 
resin  supply  groove.  —  (2) 

According  to  the  construction  of  (1),  the  resin 
filled  in  the  flattened  accumulator  chamber  flows 

5 
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through  the  resin  supply  passages  formed  at  inter- 
vals  in  the  width  direction  of  the  accumulator 
chamber  and  reaches  the  accumulator  chamber 
while  its  flow  rate  being  appropriately  adjusted  by 
the  flow  rate  control  valves  in  the  respective  supply 
passages.  Owing  to  this,  the  resin  pressure  in  the 
accumulator  chamber  becomes  substantially  uni- 
form  in  the  width  direction  thereof  so  that  it  is 
possible  to  inject  flattened  parison  having  no  bend- 
ing. 

According  to  the  construction  of  (2),  the  resin 
flowing  in  the  resin  supply  groove,  which  is  formed 
vertically  in  the  lateral  face  of  the  flattened  piston, 
and  directed  to  the  flattened  accumulator  chamber 
below  the  groove  passes  through  the  hanger-type 
resin  distribution  groove  subsequent  to  the  supply 
groove  to  be  distributed  in  the  width  direction  and 
reaches  the  flattened  accumulator  chamber.  This 
substantially  uniformalizes  the  resin  pressure  in  the 
accumulator  chamber  in  the  width  direction  thereof 
so  that  it  is  possible  to  inject  flattened  parison 
having  no  bending. 

Therefore,  the  pressure  of  the  resin  filled  in  the 
accumulator  chamber  becomes  substantially  uni- 
form  in  the  width  direction  and  accordingly  it  is 
possible  to  inject  hollow  flat  parison  without  bend- 
ing. 

To  achieve  the  fourth  object,  a  fourth  invention 
provides  a  flat  blow  molding  machine  wherein  an 
accumulator  chamber  having  a  flattened  section  is 
vertically  formed  in  a  housing,  a  planar  flattened 
mandrel  is  vertically  located  at  a  center  of  the 
accumulator  chamber,  a  flattened  piston  is  fit  over 
the  flattened  mandrel  and  the  flattened  piston  is 
vertically  moved  to  press  resin  in  the  accumulator 
chamber  so  that  the  resin  is  injected  in  the  form  of 
hollow  flattened  parison  from  clearance  between  a 
flattened  core  located  at  a  tip  of  the  flattened 
mandrel  and  a  flattened  die  located  at  a  lower  end 
of  the  housing,  characterized  in  that  presser  rolls 
are  provided  at  left  and  right  ends  of  the  flattened 
mandrel  above  the  accumulator  chamber  for  sand- 
wiching  the  flattened  mandrel  to  prevent  deflection 
and  offsetting  of  the  flattened  mandrel  and  in  that 
an  actuator  is  provided  for  separating  the  presser 
roll  from  the  flattened  mandrel  to  prevent  contact  of 
the  flattened  piston  with  the  presser  rolls  when  the 
flattened  piston  is  in  a  raised  position. 

According  to  the  above  construction,  the  press- 
er  rolls  sandwich  the  flattened  mandrel  above  the 
accumulator  chamber  from  left  and  right  so  that  the 
position  of  the  flattened  mandrel  is  maintained  at 
the  center  of  the  accumulator  chamber.  Therefore, 
the  deflection  and  offsetting  of  the  flattened  man- 
drel  are  reduced.  Further,  when  the  flattened  piston 
extending  through  the  flattened  mandrel  is  raised, 
the  actuator  separates  the  presser  rolls  from  the 
flattened  mandrel  so  that  contact  and  interference 

between  the  raised  flattened  piston  and  the  presser 
rolls  are  prevented. 

As  mentioned  above,  since  the  deflection  and 
offsetting  of  the  flattened  mandrel  are  prevented,  it 

5  is  possible  to  inject  flattened  parison  having  a 
uniform  thickness  (wall  thickness)  and  no  bending. 

To  achieve  the  fifth  object,  a  fifth  invention 
provides  a  flat  blow  molding  machine  wherein  an 
accumulator  chamber  filled  with  resin  is  vertically 

io  formed  in  a  housing  and  the  resin  in  the  accumula- 
tor  chamber  is  pressed  by  a  piston  to  inject  the 
resin  in  the  form  of  hollow  parison  from  clearance 
between  a  core  and  a  die  surrounding  the  core, 
characterized  in  that  the  housing  is  divided  into 

is  right  and  left  housing  pieces  in  a  height  direction  of 
the  accumulator  chamber  and  in  that  an  actuator  is 
provided  for  separating/combining  these  right  and 
left  housing  pieces. 

According  to  the  above  construction,  when  col- 
20  or  and/or  material  of  the  resin  (parison)  is  changed, 

the  accumulator  chamber  is  divided  to  the  right 
and  left  housing  pieces  by  the  actuator  and  the 
resin  adhering  inside  can  be  removed.  This  consid- 
erably  simplifies  cleaning  of  the  interior. 

25  Therefore,  it  is  possible  to  divide  the  housing 
and  easily  clean  the  resin  adhering  inside  when  the 
color  and/or  material  of  the  resin  should  be 
changed.  As  a  result,  a  large  amount  of  resin  used 
for  replacing  the  resin  at  the  time  of  color/material 

30  change  becomes  unnecessary  and  the  expense  is 
reduced. 

To  achieve  the  sixth  object,  a  sixth  invention 
provides  a  flat  blow  molding  method  for  injecting 
parison  in  the  form  of  wide  and  hollow  flattened 

35  parison  from  clearance  between  a  planar  flattened 
core  and  a  flattened  die  surrounding  the  core, 
characterized  in  that  a  plurality  of  resin  passage 
grooves  which  connect  left  and  right  faces  of  the 
core  are  formed  at  the  tip  of  the  flattened  core  in 

40  parison  injecting  direction  and  at  intervals  in  a 
width  direction  of  the  core  and  in  that  the  resin 
which  has  passed  the  resin  passage  grooves  forms 
partition  walls  in  the  hollow  flattened  parison  as  the 
hollow  flattened  parison  is  injected  from  the  clear- 

45  ance  between  the  flattened  core  and  the  flattened 
die  surrounding  the  core. 

Further,  the  present  invention  provides  a  flat 
blow  molding  machine  for  injecting  parison  in  the 
form  of  wide  and  hollow  flattened  parison  from 

50  clearance  between  a  planar  flattened  core  and  a 
flattened  die  surrounding  the  core,  characterized  in 
that  a  plurality  of  resin  passage  grooves  connecting 
left  and  right  faces  of  the  core  are  formed  at  the  tip 
of  the  flattened  core  in  parison  injecting  direction 

55  and  at  intervals  in  the  width  direction  of  the  core  to 
form  partition  walls  in  the  injected  hollow  flattened 
parison. 

6 
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In  addition,  the  present  invention  provides  a 
blow  molded  product  which  is  made  by  injecting 
parison  in  the  form  of  wide  and  hollow  flattened 
parison  from  clearance  between  a  planar  flattened 
core  and  a  flattened  die  surrounding  the  core, 
sandwiching  the  parison  by  a  metallic  mold  and 
injecting  air  inside,  characterized  in  that  the  prod- 
uct  is  made  by  forming  a  plurality  of  resin  passage 
grooves  connecting  left  and  right  faces  of  the  core 
at  the  tip  of  the  flattened  core  in  parison  injecting 
direction  and  at  intervals  in  the  width  direction  of 
the  core,  injecting  the  hollow  flattened  parison  from 
the  clearance  between  the  flattened  core  and  the 
flattened  die  surrounding  the  core,  forming  a  plural- 
ity  of  partition  walls  at  intervals  in  the  width  direc- 
tion  inside  the  hollow  flattened  parison  using  the 
resin  which  has  passed  the  resin  passage  grooves, 
sandwiching  the  parison  by  the  metallic  mold  and 
injecting  air  therein. 

According  to  the  above,  since  a  plurality  of 
partition  walls  are  formed  inside  the  hollow  flat- 
tened  parison  injected  from  the  clearance  between 
the  flattened  core  and  the  flattened  die  at  intervals 
in  the  width  direction,  deformations  of  the  hollow 
flattened  parison  due  to  the  swell  effect  and 
drawdown  of  the  injected  resin  are  suppressed  by 
the  partition  walls  so  that  a  sound  thin  hollow  blow- 
molded  product  is  obtained. 

Therefore,  it  is  possible  to  prevent  the  injected 
hollow  flattened  parison  from  being  deformed  due 
to  the  swell  effect  and  drawdown  and  to  obtain  a 
sound  thin  hollow  flattened  blow-molded  product. 

To  achieve  the  seventh  object,  a  seventh  in- 
vention  provides  a  flat  blow  molding  method  for 
injecting  hollow  circular  parison  from  clearance  be- 
tween  a  cylindrical  core  and  a  cylindrical  die  sur- 
rounding  the  core,  sandwiching  the  parison  by  a 
metallic  mold  and  injecting  air  in  the  parison,  char- 
acterized  in  that  resin  passage  grooves  which 
guide  the  resin  from  a  lateral  face  of  the  core 
toward  a  center  of  the  core  are  radiantly  formed  at 
a  tip  of  the  core  in  parison  injection  direction,  in 
that  a  partition  wall  is  formed  by  the  resin,  which 
passes  the  resin  passage  grooves,  inside  the  hol- 
low  circular  parison  as  the  hollow  circular  parison  is 
injected  from  the  clearance  between  the  core  and 
the  die  surrounding  the  core,  and  in  that  the  par- 
ison  is  air  blown  in  the  metallic  mold. 

Further,  the  present  invention  provides  a  blow 
molding  machine  wherein  hollow  circular  parison  is 
injected  from  clearance  between  a  cylindrical  core 
and  a  cylindrical  die  surrounding  the  core,  the 
parison  is  sandwiched  by  a  metallic  mold  and  air  is 
blown  in  the  parison,  characterized  in  that  resin 
passage  grooves  for  guiding  the  resin  from  a  lateral 
face  of  the  core  toward  a  center  of  the  core  are 
radiantly  formed  at  a  tip  of  the  core  in  parison 
injection  direction  to  form  a  partition  wall  inside  the 

injected  hollow  circular  parison. 
In  addition,  the  present  invention  provides  a 

blow-molded  product  which  is  generally  made  by 
injecting  hollow  circular  parison  from  clearance  be- 

5  tween  a  cylindrical  core  and  a  cylindrical  die  sur- 
rounding  the  core,  sandwiching  the  parison  by  a 
metallic  mold  and  injecting  air  in  the  parison,  char- 
acterized  in  that  the  product  is  made  by  radiantly 
forming  resin  passage  grooves  for  guiding  the  resin 

io  from  a  lateral  face  of  the  core  toward  a  center  of 
the  core  at  a  tip  of  the  core  in  parison  injection 
direction,  injecting  the  hollow  circular  parison  from 
the  clearance  between  the  core  and  the  die  sur- 
rounding  the  core,  form  a  partition  wall  in  the 

is  hollow  circular  parison  by  the  resin  which  passes 
the  resin  passage  grooves  and  air  blowing  the 
parison  in  the  metallic  mold. 

According  to  these,  part  of  the  resin  on  the 
lateral  face  of  the  core  passes  through  the  resin 

20  passage  grooves  formed  radiantly  at  the  core  tip 
and  is  guided  toward  the  core  center  as  the  hollow 
circular  parison  is  injected  from  the  clearance  be- 
tween  the  core  and  the  die,  so  that  the  partition 
walls  are  formed  in  the  hollow  circular  parison.  As  a 

25  result,  unlike  the  conventional  case,  the  use  of 
multi-injection  head  is  not  necessary  so  that  the 
apparatus  can  be  designed  compact  as  a  whole. 
Further,  trace  of  grooves  do  not  remain  in  a  prod- 
uct  which  is  conventionally  produced  when  the 

30  pushing  plate  is  drawn  out  of  the  parison.  This 
improves  appearance  and  strength. 

Therefore,  it  is  possible  to  manufacture  a  blow- 
molded  product  whose  interior  is  divided  in  the 
injection  direction  using  an  apparatus  smaller  than 

35  before  without  deteriorating  the  strength  and  ap- 
pearance  of  the  product. 

BRIEF  DESCRIPTION  OF  THE  DRAWINGS 

40  Figure  1  is  a  set  of  illustrations  useful  to  explain 
major  part  of  a  flat  blow  molding  machine  ac- 
cording  to  one  embodiment  of  a  first  present 
invention,  in  which  Figure  1(a)  is  a  front  section, 
Figure  1  (b)  is  a  lateral  section  and  Figure  1  (c)  is 

45  a  bottom  view; 
Figure  2  is  a  partially  cut  front  view  of  the  flat 
blow  molding  machine  shown  in  Figure  1; 
Figure  3  is  a  partially  cut  lateral  view  of  the  flat 
blow  molding  machine  shown  in  Figure  1; 

50  Figure  4  is  an  illustration  showing  how  a  flat- 
tened  core  is  mounted  on  a  tip  of  a  mandrel; 
Figure  5  shows  modification  of  actuator  for  slid- 
ing  a  slide  piece  of  a  flattened  core; 
Figure  6  shows  modification  of  ends  of  the  flat- 

55  tened  core  and  a  flattened  die; 
Figure  7  is  a  front  view  of  a  flat  blow  molding 
machine  showing  one  embodiment  of  a  second 
invention; 

7 
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Figure  8  shows  a  product  made  by  air  blowing 
into  flattened  parison  as  injected  from  the  mold- 
ing  machine  shown  in  Figure  7; 
Figure  9  is  an  enlarged  view  of  major  part 
shown  in  Figure  7;  5 
Figure  10  is  a  sectional  view  taken  along  the  line 
X-  X  of  Figure  9; 
Figure  1  1  is  a  sectional  view  taken  along  the  line 
XI-  XI  of  Figure  9; 
Figure  12  is  a  front  view  of  a  flat  blow  molding  10 
machine  showing  an  embodiment  of  a  third  in- 
vention; 
Figure  13  is  a  sectional  view  taken  along  the  line 
XIII-  XIII  of  Figure  12; 
Figure  14  is  a  sectional  view  taken  along  the  line  is 
XIV-  XIV  of  Figure  13; 
Figure  15  is  a  perspective  view  of  a  flat  piston  of 
the  flat  flow  molding  machine  shown  in  Figure 
12; 
Figure  16  is  a  lateral  section  of  the  flat  blow  20 
molding  machine  shown  in  Figure  12; 
Figure  17  is  a  lateral  view  of  a  flat  blow  molding 
machine  according  to  one  embodiment  of  a 
fourth  invention,  part  of  which  is  shown  in  sec- 
tion,  when  a  flat  piston  is  in  ascending  stroke;  25 
Figure  18  is  a  lateral  view  of  the  flat  blow 
molding  machine  shown  in  Figure  17,  part  of 
which  is  illustrated  in  section,  when  the  flat 
piston  is  in  descending  stroke; 
Figure  19  is  a  front  view  of  the  flat  blow  molding  30 
machine  shown  in  Figure  17,  part  of  which  is 
illustrated  in  section; 
Figure  20  is  a  lateral  view  of  a  flat  blow  molding 
machine  according  to  one  embodiment  of  a  fifth 
invention,  part  of  which  is  illustrated  in  section;  35 
Figure  21  is  a  front  view  of  the  flat  blow  molding 
machine  shown  in  Figure  20,  part  of  which  is 
depicted  in  section  as  taken  along  the  line  XXI- 
XXI  of  Figure  22; 
Figure  22  is  a  sectional  view  taken  along  the  line  40 
XXII-XXII  of  Figure  20; 
Figure  23  is  a  front  view  of  a  flat  blow  molding 
machine  according  to  one  embodiment  of  a 
sixth  invention,  part  of  which  is  depicted  in  sec- 
tion;  45 
Figure  24  is  a  partially  sectioned  lateral  view  of 
the  flat  blow  molding  machine  shown  in  Figure 
23; 
Figure  25  is  a  set  of  views  showing  a  tip  of  a  flat 
core  of  the  flat  blow  molding  machine  shown  in  so 
Figure  23,  in  which  Figure  25(a)  shows  a  lateral 
view,  Figure  25(b)  shows  a  sectional  view  taken 
along  the  line  b-b  and  Figure  25(c)  shows  a 
sectional  view  taken  along  the  line  c-c; 
Figure  26  is  an  enlarged  lateral  section  of  major  55 
part  of  the  flat  blow  molding  machine  shown  in 
Figure  23; 

Figure  27  is  a  bottom  view  of  the  flat  blow 
molding  machine  shown  in  Figure  23; 
Figure  28  is  a  perspective  view  showing  a  ve- 
hicle  seat  which  is  blow  molded  by  the  flat  blow 
molding  machine  shown  in  Figure  23; 
Figure  29  is  a  set  of  views  useful  to  explain  a 
blow  molding  method  according  to  an  embodi- 
ment  of  a  seventh  invention,  in  which  (a)  is  a 
lateral  section  of  major  part  of  a  curved  (three 
dimensional)  blow  molding  machine  and  (b)  is  a 
bottom  view  of  the  same; 
Figure  30  a  schematic  view  of  the  curved  blow 
molding  machine  shown  in  Figure  29; 
Figure  31  is  a  perspective  view  of  a  curved  blow 
molded  product  manufactured  by  the  curved 
blow  molding  machine  shown  in  Figure  29; 
Figure  32  is  a  set  of  views  showing  modification 
of  the  present  invention,  in  which  (a)  is  a  bottom 
view  of  a  core  having  three  resin  passage 
grooves  and  (b)  is  a  bottom  view  of  a  core 
having  four  resin  passage  grooves; 
Figure  33  is  a  view  useful  to  explain  a  conven- 
tional  flat  blow  molding  machine; 
Figure  34  is  a  set  of  views  showing  a  flat  blow 
molding  machine  which  is  previously  developed 
by  the  present  applicant,  in  which  (a)  is  a  front 
view,  (b)  is  a  lateral  view  and  (c)  is  a  bottom 
view; 
Figure  35  is  a  partially  enlarged  view  of  Figure 
34(a); 
Figure  36  shows  a  product  made  by  air  blowing 
into  flattened  parison  as  injected  from  the  flat 
blow  molding  machine; 
Figure  37  illustrates  how  hollow  flattened  parison 
expands  circularly  due  to  swell  effect;  and 
Figure  38  illustrates  how  the  section  of  the  hol- 
low  flattened  parison  deforms  due  to  the  swell 
effect  and  drawdown. 

BEST  MODES  TO  CARRY  OUR  THE  INVENTION 

(1)  Now,  an  embodiment  according  to  a  first 
invention  will  be  explained  with  reference  to 
Figures  1-6. 

Figure  2  illustrates  a  front  view  of  a  flat  blow 
molding  machine  101  and  Figure  3  illustrates  its 
lateral  view.  As  shown,  a  flattened  accumulator 
chamber  103  having  a  width  X  and  a  thickness 
Y  is  formed  in  a  flattened  main  body.  Into  the 
accumulator  chamber  103,  supplied  is  plasti- 
cized  resin  from  two  extruders  104a  and  104b 
located  left  and  right  in  the  width  Y  direction.  It 
should  be  noted  that  only  one  extruder 
104a/104b  may  be  provided  together  with  a  dis- 
tribution  value  (not  shown)  and  the  resin  may  be 
distributed  to  the  accumulator  chamber  103 
through  the  distribution  valve. 

8 
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In  the  accumulator  chamber  103,  housed  is 
a  flattened  piston  105  slidable  in  up  and  down 
directions.  The  flattened  piston  105  is  connected 
with  a  hydraulic  cylinder  107  located  above  the 
main  body  102  via  an  intermediate  member  106.  5 
According  to  this  construction,  if  the  hydraulic 
cylinder  107  expands/contracts,  the  flattened 
piston  105  slides  up  and  down  in  the  accumula- 
tor  chamber  103  to  press  the  resin. 

A  flattened  opening  108  vertically  extends  in  10 
the  flat  piston  105,  and  a  planar  mandrel  109  is 
inserted  in  the  opening  108.  An  upper  end  of  the 
mandrel  109  is  connected  with  an  actuator  111 
(cylinder  mechanism)  above  the  main  body  via 
an  intermediate  member  110,  and  a  flattened  is 
core  112  is  mounted  on  a  lower  end  of  the 
mandrel  109.  Around  the  flattened  core  112,  a 
flattened  die  113  is  installed  to  surround  the 
core  at  prescribed  clearance.  The  die  113  is 
mounted  on  a  lower  end  of  the  main  body  102  20 
by  a  plate  115  via  a  holder  114. 

According  to  this  construction,  if  the  flat 
piston  105  compresses  the  resin  in  the  accu- 
mulator  chamber  103,  the  pressed  resin  is  ex- 
truded  from  the  clearance  between  the  flat  die  25 
113  and  the  flat  core  112  as  flattened  parison 
116.  During  this  operation,  if  the  actuator  111  is 
manipulated  to  move  the  core  109  up  and  down 
so  as  to  adjust  the  clearance  (gap)  between  the 
die  113  and  the  core  112,  it  is  possible  to  30 
control  the  thickness  (wall  thickness)  of  the  ex- 
truded  flat  parison  116  in  the  extruding  direction. 

Next,  the  subject  matters  of  this  embodi- 
ment,  i.e.,  the  flattened  die  113  and  the  flattened 
core  112  will  be  explained  in  detail  with  refer-  35 
ence  to  Figure  1.  In  Figure  1,  (a)  is  a  front 
section  of  the  flattened  die  113  and  the  flattened 
core  112,  (b)  is  a  lateral  section  and  (c)  is  a 
bottom  view. 

As  shown  in  Figure  1(c),  the  flattened  die  40 
113  includes  a  straight  portion  113a  at  a  center 
and  corner  portions  113b  at  ends.  The  straight 
portion  113a  is  constructed  by  two  planar  blocks 
117  extending  parallel  to  each  other  at  pre- 
scribed  clearance.  The  corner  portion  113b  in-  45 
eludes  a  slide  piece  118  slidably  sandwiched  by 
these  planar  blocks  117.  The  slide  piece  118 
has  a  U-shaped  curved  (three  dimensional)  por- 
tion  118a  and  is  slid  in  a  width  direction  by  an 
actuator  119  (hydraulic  cylinder)  supported  by  so 
the  die  holder  114.  In  this  embodiment,  a  hy- 
draulic  cylinder  is  employed  as  the  actuator  119. 
However,  it  is  not  limited  to  this.  For  example,  it 
may  be  a  stepping  motor  or  a  feed  screw 
mechanism  119a  as  illustrated  in  Figure  5.  In  55 
any  event,  the  slide  piece  118  is  moved  by  the 
actuator  119  in  the  width  direction  and  fixed  at  a 
desired  position. 

On  the  other  hand,  the  core  112  is  con- 
structed  by  a  planar  replaceable  (or  interchange- 
able)  portion  112b  located  at  the  center  and 
curved  non-replaceable  portions  112a  located  at 
the  ends,  as  shown  in  Figures  1(a)  and  (c).  The 
replaceable  portion  112a  is  a  planar  member 
having  the  same  thickness  as  the  planar  man- 
drel  109.  The  non-replaceable  portion  112a  is  a 
member  having  a  projection-like  curved  portion 
112c  which  engages  a  recess-like  curved  por- 
tion  118a  of  the  slide  piece  118.  The  replace- 
able  portion  112b  and  the  non-replaceable  por- 
tions  112a  are  respectively  mounted  on  the  low- 
er  end  of  the  planar  mandrel  109  by  bolts  120. 
This  is  illustrated  in  Figure  4.  As  depicted,  a 
connection  121  for  a  lower  end  of  the  flattened 
mandrel  109  and  an  upper  end  of  the  core  112 
(replaceable  portion  112b  and  non-replaceable 
portions  112a)  is  a  faucet  joint  so  that  accurate 
positioning  of  these  two  elements  is  insured.  It 
should  be  noted  that  a  hexagon  socket  head  cap 
screw  may  be  employed  instead  of  a  common 
hexagon  head  bolt  120. 

In  this  embodiment,  the  recess-like  curved 
(three  dimensional)  portion  118a  and  the  projec- 
tion-like  curved  portion  112c  are  formed  on  the 
slide  piece  118  of  the  flattened  die  113  and  the 
non-replaceable  portion  112a  of  the  flattened 
core  112.  However,  if  a  fact  that  the  parison  116 
expands  a  little  upon  injection  of  air  during  the 
blow  molding  is  considered,  the  slide  piece 
118a  and  the  non-replaceable  portion  112a  may 
have  a  wavy  curved  portion  at  their  centers, 
respectively,  as  shown  in  Figure  6.  If  this  con- 
struction  is  employed,  the  concave  center  por- 
tion  expands  appropriately  upon  air  injection  so 
that  the  outer  face  of  the  parison  116  contacts 
the  inner  wall  of  a  metallic  mold  substantially 
simultaneously.  Thus,  it  is  possible  to  make  the 
thickness  of  the  product  uniform. 

Now,  operations  of  the  embodiment  having 
the  above  construction  will  be  described. 

According  to  the  machine  101,  the  flattened 
parison  116  is  extruded  from  the  clearance  be- 
tween  the  flattened  die  113  and  the  flattened 
core  112,  as  shown  in  Figures  2  and  3. 

In  order  to  reduce  the  width  of  the  flattened 
parison  116,  first  the  bolt  120  which  mounts  the 
flattened  core  112  (replaceable  portion  112b  and 
non-replaceable  portions  112a)  onto  the  tip  of 
the  planar  mandrel  109  is  removed  and  the 
replaceable  portion  112b  and  the  non-replace- 
able  portions  112a  are  removed  from  the  man- 
drel  109.  Then,  one  or  both  of  left  and  right  slide 
pieces  of  the  flattened  die  113  are  slid  by  the 
actuator  119  such  that  they  approach  each  other 
to  reduce  the  width  of  the  flattened  die  113. 
After  that,  a  new  replaceable  portion  112b  which 
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matches  the  reduced  width  of  the  flattened  die 
113  is  mounted  on  the  tip  of  the  planar  mandrel 
109  by  the  bolt  120,  and  the  previously  removed 
non-replaceable  portions  112a  are  again  moun- 
ted  on  the  ends  of  the  mandrel  by  the  bolt  120.  5 
To  enlarge  the  width  of  the  flattened  parison  116 
from  this  state,  procedures  as  the  reverse  as  the 
above  are  conducted. 

The  above  procedure  achieves  the  width 
change  of  the  hollow  flattened  parison  116  ex-  10 
truded  from  the  clearance  between  the  flattened 
die  113  and  the  flattened  core  112. 

In  this  embodiment,  since  the  core  112  in- 
cludes  the  replaceable  portion  112b  at  the  cen- 
ter  and  the  non-replaceable  portions  112a  at  the  is 
ends  and  only  the  replaceable  portion  112b  is 
replaced,  preparing  a  plurality  of  inexpensive-to- 
machine  and  straight  (planar)  replaceable  por- 
tions  12b  having  different  lengths  is  enough. 
This  reduces  the  cost.  20 

If  the  actuator  111  is  advanced/retracted 
upon  signals  from  a  gap  setting  device  (not 
shown)  during  the  injection  of  flattened  parison 
116  to  move  the  flattened  core  112  up  and  down 
appropriately  via  the  mandrel  109,  the  clearance  25 
(gap)  between  the  core  112  and  the  die  113 
varies  so  that  it  is  possible  to  adjust  the  thick- 
ness  profile  of  the  flattened  parison  116  in  the 
injection  direction  (longitudinal  direction).  Simi- 
larly,  if  the  actuator  119  is  advanced/retracted  30 
upon  other  signals  from  the  gap  setting  device 
during  the  injection  of  the  flatted  parison  116  to 
move  the  slide  piece  118  right  and  left  appro- 
priately,  it  is  possible  to  adjust  the  thickness 
profile  of  the  flattened  parison  116  in  the  width  35 
direction. 
(2)  Now,  an  embodiment  of  a  second  invention 
will  be  described  with  reference  to  Figures  7-1  1  . 

Figure  7  illustrates  a  front  view  of  the  flat 
blow  molding  machine  201,  Figure  9  illustrates  40 
an  enlarged  view  of  major  part  thereof,  Figure 
10  shows  a  sectional  view  as  taken  along  the 
line  X-X  of  Figure  9  and  Figure  11  shows  a 
sectional  view  as  taken  along  the  line  XI-XI  of 
Figure  9.  45 

As  illustrated,  an  accumulator  chamber  203 
having  a  width  X  and  a  thickness  Y  vertically 
extends  in  a  housing  202.  Inside  the  accumula- 
tor  chamber  203,  housed  is  a  flattened  pis- 
ton204  which  is  slidable  vertically.  The  flattened  so 
piston  204  is  connected  with  a  hydraulic  cyl- 
inder  206  located  above  the  housing  202  via  an 
intermediate  member  205.  The  hydraulic  cyl- 
inder  206  is  mounted  on  a  frame  207  located  on 
a  top  of  the  housing  202.  According  to  this  55 
construction,  if  the  hydraulic  cylinder  206  is 
expanded/contracted,  the  piston  204  slides  verti- 
cally  in  the  accumulator  chamber  203  so  that 

the  resin  filled  therein  is  compressed. 
The  flattened  piston  204  has  a  flattened 

opening  208  in  a  vertical  direction  and  a  planar 
mandrel  209  extends  through  the  opening  208. 
The  upper  end  of  the  mandrel  209  is  connected 
with  an  actuator  211  (cylinder  mechanism)  lo- 
cated  on  the  frame  207  via  an  intermediate 
member  210,  and  a  flattened  core  212  is  moun- 
ted  on  a  lower  end  of  the  mandrel  209  by  a  bolt 
(not  shown).  The  flattened  core  212  includes  a 
first  flattened  core  212a  and  a  second  flattened 
core  212b  having  a  width  smaller  than  the  flat- 
tened  mandrel  209.  These  cores  are  spaced  at  a 
prescribed  distance. 

Each  flattened  core  212a  or  212b  has  an 
enlarged  tip,  and  a  flattened  die  213  is  installed 
around  the  core  at  prescribed  clearance.  Fur- 
ther,  an  intermediate  piece  214  is  interposed 
between  the  first  and  second  flattened  cores 
212a  and  212b  to  divide  them.  The  intermediate 
piece  214  has  a  top  215  shaped  like  a  mountain, 
as  shown  in  Figure  9,  to  guide  the  resin  in  the 
accumulator  chamber  203  to  the  flattened  cores 
212a  and  212b  respectively  and  has  a  bottom 
216  shaped  to  be  continuous  to  the  flattened  die 
213,  as  shown  in  Figure  10,  to  form  two  parison 
injection  openings  217a  and  217b.  The  flattened 
die  213  and  the  intermediate  piece  214  are 
mounted  on  a  lower  housing  202a  by  a  plate 
218.  The  lower  housing  202a  is  mounted  on  a 
lower  end  of  the  main  housing  202. 

According  to  this  construction,  if  the  piston 
204  descends  to  compress  the  resin  in  the 
accumulator  chamber  203,  the  compressed  res- 
in  is  extruded  from  the  clearance  between  the 
flattened  die  213  and  the  first  and  second  flat- 
tened  cores  212a  and  212b  (i.e.,  the  two  parison 
injection  openings  217a  and  217b)  in  the  form  of 
hollow  flattened  parison  219a  and  219b  having 
predetermined  widths,  respectively.  During  this 
operation,  if  the  actuator  211  which  moves  the 
mandrel  209  up  and  down  is  manipulated  to 
move  the  cores  212a  and  212b  so  as  to  adjust 
the  clearance  between  the  die  213  and  the 
cores,  it  is  possible  to  control  the  thickness  (wall 
thickness)  of  the  extruded  flattened  parison  219a 
and  219b  in  the  extruding  direction. 

Next,  operations  of  this  embodiment  having 
the  abovedescribed  construction  will  be  ex- 
plained.  As  illustrated  in  Figure  9,  the  hollow 
flatted  parison  219  extruded  from  the  gap  be- 
tween  the  flattened  die  213  and  the  core  212  is 
divided  by  the  intermediate  piece  214  so  that 
two  flattened  parison  219a  and  219b  are  si- 
multaneously  injected  from  a  single  molding  ma- 
chine  201.  In  this  situation,  the  parison  is  not 
extruded  beneath  the  intermediate  piece  214. 
Thus,  if  these  flattened  parison  219a  and  219b 
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is  sandwiched  by  a  flat  metallic  mold  (not 
shown)  in  a  direction  perpendicular  to  the  draw- 
ing  sheet  and  air  is  blown,  unnecessary  flashes 
220  (as  indicated  by  oblique  lines)  are  mini- 
mized  as  shown  in  Figure  8.  5 

In  other  words,  when  two  products  221a  and 
221  b  having  relatively  small  widths  are  manufac- 
tured,  conventionally  the  flattened  parison  "k"  is 
extruded,  as  shown  in  Figures  35  and  36,  and 
the  parison  is  crushed  by  a  projection  of  the  10 
metallic  mold  to  obtain  a  molded  product  having 
flashes  p.  In  this  embodiment,  on  the  other 
hand,  flattened  parison  219a  and  210b  which 
has  conformance  with  the  products  221a  and 
221b  having  reduced  widths  is  injected,  sand-  is 
wiched  by  the  metallic  mold  and  air  is  blown 
therein.  Thus,  it  is  possible  to  minimize  unnec- 
essary  flashes  220.  As  a  result,  expenses  on 
material  and  manufacturing  are  reduced.  This 
promotes  resource  saving  and  energy  saving.  20 

By  changing  the  width  and  the  number  of 
the  intermediate  pieces  214  in  accordance  with 
the  width  of  the  products  221a  and  221b  to 
appropriately  adjust  the  width  of  the  extruded 
flat  parison  219a  and  219b,  a  single  molding  25 
machine  201  can  cope  with  various  kinds  and 
widths  of  products  and  the  productivity  is  im- 
proved. 
(3)  Next,  an  embodiment  according  to  a  third 
invention  will  be  explained  with  reference  to  30 
Figures  12-16. 

Figure  12  shows  a  front  view  of  a  flat  mold- 
ing  machine,  Figure  13  shows  a  sectional  view 
taken  along  the  line  XIII-XIII  of  Figure  12  and 
Figure  14  shows  a  sectional  view  taken  along  35 
the  line  XIV-XIV  of  Figure  13. 

As  illustrated,  an  accumulator  chamber  302 
having  a  width  X  and  a  thickness  Y  is  vertically 
formed  in  a  housing  301.  The  accumulator 
chamber  302  has  a  flattened  section.  In  the  40 
accumulator  chamber  302,  housed  is  a  flattened 
piston  303  which  can  vertically  slide.  The  flat- 
tened  piston  303  is  connected  with  a  hydraulic 
cylinder  305  located  above  the  housing  301  via 
an  intermediate  member  304.  The  hydraulic  cyl-  45 
inder  305  is  mounted  on  a  frame  306  located  at 
a  top  of  the  housing  301.  According  to  this 
construction,  if  the  hydraulic  cylinder  305  is 
expanded/contracted,  the  piston  303  slides  up 
and  down  in  the  accumulator  chamber  302  to  so 
compress  the  resin  filled  therein. 

The  flattened  piston  303  has  a  vertically 
extending  flat  opening  307  and  a  planar  mandrel 
308  is  inserted  in  the  opening  307.  A  top  of  the 
mandrel  308  is  connected  with  an  actuator  310  55 
(cylinder  mechanism)  located  on  the  frame  306 
via  an  intermediate  member  309.  A  flattened 
core  311  is  mounted  on  a  lower  end  of  the 

mandrel  308  by  a  bolt  (not  shown).  The  flattened 
core  311  has  a  reduced  tip,  around  which  a 
flattened  die  312  is  provided  to  surround  the 
core  at  prescribed  clearance,  The  flattened  die 
312  is  mounted  on  a  lower  housing  313  moun- 
ted  on  a  lower  end  of  the  housing  301  .  Accord- 
ing  to  this  construction,  as  the  piston  303  de- 
scends  to  compress  the  resin  in  the  accumulator 
chamber  302,  the  compressed  resin  is  extruded 
from  the  clearance  between  the  flattened  die 
312  and  the  flattened  core  311  as  hollow  flat- 
tened  parison  314.  At  this  point,  if  the  actuator 
310  which  descends/ascends  the  mandrel  308  is 
manipulated  to  move  the  core  31  1  up  and  down 
thereby  adjusting  the  clearance  (gap)  between 
the  die  312  and  the  core  311,  it  is  possible  to 
control  the  thickness  (wall  thickness)  of  the  ex- 
truded  flat  parison  314  in  the  extruding  direction. 

As  depicted  in  Figure  14,  extruders  315  are 
mounted  on  the  housing  301  on  left  and  right  in 
the  width  Y  direction  via  resin  passage  blocks 
316  to  feed  the  plasticized  resin  into  the  accu- 
mulator  chamber  302.  The  resin  passage  block 
316  includes  a  lower  first  passage  block  317 
and  an  upper  second  passage  block  318.  As 
illustrated  in  Figure  13,  a  first  passage  319  ex- 
tending  in  the  width  X  direction  is  formed  in  the 
first  passage  block  317  and  the  extruder  315  is 
connected  at  the  center  of  the  first  passage.  At 
ends  of  the  first  passage  319,  formed  are  con- 
necting  paths  320  which  are  directed  to  the 
upper  second  passage  block  318.  A  second 
passage  321  which  extends  in  the  width  X  direc- 
tion  is  formed  in  the  second  passage  block  318, 
and  feed  passages  322  formed  in  the  housing 
301  for  feeding  the  resin  to  a  lateral  portion  of 
the  flattened  piston  303  are  connected  to  the 
second  passage  321  at  prescribed  intervals  in 
the  width  X  direction. 

A  flow  rate  control  valve  323  is  located  in 
each  feed  passage  322  to  control  a  flow  rate  of 
the  resin  flowing  therethrough.  The  flow  rate 
valve  323  includes  a  blot  member  screwed  into 
the  second  passage  block  318.  As  a  bolt  head 
of  the  blot  member  is  rotated  from  outside,  the 
gap  between  a  bolt  tip  (needle  valve)  and  a 
valve  seat  is  adjusted  to  control  the  flow  rate  of 
the  resin. 

The  resin  introduced  into  the  housing  301 
through  the  feed  passages  322  flows  in  resin 
feed  grooves  324  vertically  extending  in  a  lateral 
face  of  the  flattened  piston  303  and  a  hanger- 
type  resin  distribution  groove  325  connected 
with  the  resin  feed  grooves  324  and  is  directed 
to  the  accumulator  chamber  302  located  below, 
as  shown  in  Figures  15  and  16.  Specifically,  the 
resin  feed  grooves  324  are  vertically  formed  in 
the  lateral  face  of  the  flat  piston  303  at  intervals 
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in  the  width  X  direction  such  that  they  cor- 
respond  to  the  feed  passages  322  formed  in  the 
second  passage  block  318  and  the  housing  301 
respectively,  and  the  resin  distribution  grooves 
325  are  connected  to  the  lower  ends  of  the  resin 
feed  grooves  324  such  that  they  extend  like  a 
hanger  downward  in  the  width  X  direction. 

A  distribution  weir  326  is  provided  at  a 
downstream  end  of  the  resin  distribution  groove 
325  to  temporarily  stop  the  resin  in  the  distribu- 
tion  groove  325.  Specifically,  the  distribution 
weir  326  is  taller  than  the  resin  distribution 
groove  325  by  one  step  and  co-operates  with 
the  inner  face  of  the  accumulator  chamber  302 
to  form  a  weir  against  the  flow  of  resin.  The 
height  of  the  distribution  weir  326  is  low  at  the 
ends  326a  of  the  resin  distribution  groove  325 
and  high  at  the  center  326b  in  the  width  X 
direction.  In  other  words,  the  clearance  at  the 
center  326b  of  the  distribution  weir  326  is  nar- 
row  to  restrict  the  flow  of  resin  whereas  the 
clearance  at  the  ends  326a  is  wide  to  insure 
smooth  flow.  This  corrects  the  resin  pressure 
which  has  a  tendency  of  becoming  low  at  the 
ends  326a  of  the  distribution  weir  326  located 
near  the  resin  feed  groove  324  as  compared 
with  at  the  center  326b.  Thus,  the  flow  rate  of 
the  resin  becomes  substantially  uniform  in  the 
width  X  direction. 

Now,  operations  of  this  embodiment  having 
the  above-described  construction  will  be  ex- 
plained. 

If  the  resin  extruded  from  the  extruders  315 
located  right  and  left  in  the  thickness  Y  direc- 
tion,  it  flows  in  the  first  passages  319  in  the  first 
passage  block  317  and  then  in  the  second  pas- 
sages  321  in  the  second  passage  block  318  via 
the  connecting  paths  320.  Then,  the  resin  flows 
through  the  feed  passages  322  and  its  flow  rate 
is  appropriately  adjusted  by  the  flow  rate  valves 
323  such  that  the  flow  rate  in  the  respective 
feed  passages  322  become  equal  to  each  other. 
After  that,  the  resin  flows  in  the  resin  feed 
grooves  324  formed  in  the  lateral  face  of  the 
flattened  piston  303. 

Then,  the  resin  introduced  into  the  resin 
feed  grooves  324  passes  through  the  hanger- 
type  resin  distribution  grooves  235  communicat- 
ing  with  the  lower  ends  of  the  resin  feed 
grooves  and  flows  over  the  distribution  weirs 
326  at  the  downstream  end  of  the  distribution 
grooves  325  to  reach  the  accumulator  chamber 
302.  Since  the  height  of  the  distribution  weir  326 
is  low  at  the  ends  in  the  width  X  direction  and 
high  at  the  center  326b,  the  flow  rate  of  the 
resin  is  substantially  uniform  in  the  width  X 
direction. 

As  a  result,  the  resin  pressure  in  each  resin 
feed  groove  324  is  substantially  uniform  in  the 
width  X  direction  and  the  resin  pressure  down- 
stream  of  the  distribution  weir  326  of  the  resin 

5  distribution  groove  325  connected  with  each  res- 
in  feed  groove  324  is  substantially  uniform  in  the 
width  X  direction.  Thus,  the  resin  pressure  in  the 
accumulator  chamber  302  becomes  uniform  in 
the  width  X  direction.  Accordingly,  it  is  possible 

io  to  inject  flat  parison  314  with  no  bending  from 
the  clearance  between  the  flat  die  312  and  the 
flat  core  31  1  . 
(4)  Next,  an  embodiment  of  a  fourth  invention 
will  be  explained  with  reference  to  Figures  17- 

15  19. 
Figure  18  shows  a  lateral  view  of  a  flat  blow 

molding  machine  401  and  Figure  19  shows  a 
front  view  of  the  same.  As  illustrated,  an  accu- 
mulator  chamber  403  having  a  width  X  and  a 

20  thickness  Y  is  vertically  defined  in  a  housing 
402.  The  accumulator  chamber  403  has  a  flat- 
tened  section.  Plasticized  resin  is  fed  into  the 
accumulator  chamber  403  from  two  extruders 
404a  and  404b  located  right  and  left  in  the 

25  thickness  Y  direction.  Here,  only  one  of  the 
extruders  404a  and  404b  may  be  installed  and 
the  resin  may  be  distributed  to  the  accumulator 
chamber  403  through  a  distribution  valve  (not 
shown). 

30  A  flattened  piston  405  which  is  slidable  ver- 
tically  is  housed  in  the  accumulator  chamber 
403.  The  flattened  piston  405  is  connected  to  a 
hydraulic  cylinder  407  located  above  the  hous- 
ing  402  via  an  intermediate  member  406.  The 

35  hydraulic  cylinder  407  is  mounted  on  a  frame 
408  mounted  on  a  top  of  the  housing  402. 
According  to  this  construction,  as  the  hydraulic 
cylinder  407  is  expanded/contracted,  the  piston 
405  moves  up  and  down  in  the  accumulator 

40  chamber  403  to  press  the  resin  filled  therein. 
Incidentally,  a  numeral  409  in  Figure  18  des- 
ignates  a  rod  to  fix  the  housing  402  with  the 
frame  408. 

A  vertically  elongated  flattened  opening  410 
45  is  formed  in  the  flattened  piston  405  and  a 

planar  mandrel  411  extends  in  the  opening  410. 
A  top  of  the  mandrel  41  1  is  connected  with  an 
actuator  413  (cylinder  mechanisms)  located 
above  the  frame  408  via  an  intermediate  mem- 

50  ber  412.  The  flattened  core  414  is  mounted  at  a 
bottom  of  the  mandrel  41  1  by  a  bolt.  A  tip  of  the 
flattened  core  414  is  enlarged  and  a  flattened 
die  415  is  installed  around  it  to  surround  it  at 
prescribed  clearance.  The  die  415  is  mounted 

55  on  a  lower  housing  416  mounted  at  a  lower  end 
of  the  housing  402  by  a  plate  417. 

According  to  this  construction,  as  the  piston 
405  moves  up  and  down  to  pressurize  the  resin 
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in  the  accumulator  chamber  403,  the  pressur- 
ized  resin  is  extruded  from  the  clearance  be- 
tween  the  flattened  die  415  and  the  flattened 
core  414  as  hollow  flattened  parison  418.  If  the 
actuator  413  which  ascends  and  descends  the  5 
mandrel  411  is  manipulated  to  move  the  core 
414  up  and  down  so  as  to  adjust  the  clearance 
(gap)  between  the  core  414  and  the  die  415,  the 
thickness  (wall  thickness)  of  the  extruded  flat- 
tened  parison  418  is  controlled  in  the  direction  10 
of  extrusion. 

A  feature  of  this  embodiment  lies  in  a  point 
that  there  are  provided  presser  rolls  419  on  the 
frame  408  above  the  accumulator  chamber  403 
on  right  and  left  of  the  flattened  mandrel  41  1  for  is 
sandwiching  the  flattened  mandrel  411  from 
right  and  left,  as  shown  in  Figure  18.  These 
presser  plates  419  are  rotatably  supported  by 
brackets  420  and  these  brackets  420  are  moun- 
ted  on  actuators  421  (hydraulic  cylinder  and  20 
stepping  motor,  etc.)  fixed  on  frames  425  in- 
stalled  right  and  left  of  the  housing  402  and  the 
frame  408.  Specifically,  as  the  actuator  421  ex- 
pands  and  contracts,  each  presser  roll  419  con- 
tacts  and  leaves  a  right  or  left  face  of  the  25 
flattened  mandrel  411.  These  actuators  421  are 
connected  with  respective  controllers  422  and 
independently  controlled  to  be  expanded  and 
contracted  upon  commands  from  the  controllers 
422.  30 

A  first  sensor  423  for  detecting  an  amount 
of  movement  of  the  flattened  mandrel  41  1  and  a 
second  sensor  424  for  detecting  an  amount  of 
the  flattened  piston  405  are  connected  to  the 
controllers  422  via  computing  elements  423a  35 
and  424a,  respectively.  The  first  sensor  423  is 
provided  via  a  downwardly  directed  support 
423b  mounted  on  a  top  of  the  frame  408,  as 
shown  in  Figure  18.  A  tip  of  the  first  sensor  423 
contacts  a  surface  of  the  flattened  mandrel  41  1  40 
to  detect  the  movement  of  the  flattened  mandrel 
411.  A  mechanism  such  as  a  magnet  scale  is 
used  to  detect  the  movement  of  the  mandrel 
411.  On  the  other  hand,  the  second  sensor  424 
includes  a  rod  424b  mounted  on  the  intermedi-  45 
ate  member  406  above  the  flattened  piston  405 
and  a  cylinder  424c  mounted  on  a  top  of  the 
frame  408  to  receive  the  rod  424b,  as  shown  in 
Figure  19.  An  amount  of  movement  of  the  flat- 
tened  piston  405  is  detected  by  an  amount  of  so 
insertion  of  the  rod  424b  into  the  cylinder  424c. 
The  controller  422  is  also  connected  with  the 
hydraulic  cylinder  407  to  move  the  flattened 
piston  405  up  and  down. 

Inside  the  controller  422,  written  is  a  pro-  55 
gram  for  calculating  the  position  of  the  flattened 
piston  405  based  on  detection  values  obtained 
from  the  first  and  second  sensors  423  and  424 

and  for  appropriately  contracting  the  actuator 
421  to  prevent  contact  between  the  flattened 
piston  405  and  the  presser  roll  419  so  as  to 
separate  the  presser  roll  419  from  the  flattened 
mandrel  411  when  the  flattened  piston  405  is 
lifted  as  shown  in  Figure  17. 

Now,  operations  of  this  embodiment  having 
the  above-described  construction  will  be  ex- 
plained. 

As  illustrated  in  Figure  18,  when  the  flat- 
tened  piston  405  descends,  the  controller  422 
causes  each  actuator  421  to  expand  so  that  the 
presser  rolls  419  sandwich  the  flattened  mandrel 
411  above  the  piston  405  from  right  and  left  at 
two  positions  spaced  in  the  height  direction. 
Accordingly,  the  position  of  the  flattened  man- 
drel  411  during  the  parison  injection  is  main- 
tained  at  the  center  of  the  accumulator  chamber 
so  that  the  bending  and  offsetting  of  the  flat- 
tened  mandrel  411  are  reduced. 

Therefore,  the  clearance  (gap)  between  the 
flattened  core  414  located  at  the  tip  of  the 
mandrel  411  and  the  flattened  die  415  located  at 
the  bottom  of  the  lower  housing  416  is  main- 
tained  at  a  constant  or  prescribed  value  during 
injection  of  the  parison  418.  As  a  result,  the  wall 
thickness  of  the  injected  flattened  parison  418 
becomes  uniform  so  that  the  wall  thickness 
change  and  bending  of  the  parison  are  pre- 
vented.  Thus,  sound  blow  molding  is  realized. 

Further,  since  the  position  of  the  flattened 
mandrel  411  is  maintained  at  the  center  of  the 
accumulator  chamber  403,  non-uniform  slide  is 
reduced  between  the  flattened  mandrel  41  1  and 
the  flattened  piston  405  and  between  the  flat- 
tened  piston  405  and  the  accumulator  chamber 
403.  This  prevents  abnormal  abrasion  and  gall- 
ing  on  the  slide  face. 

In  addition,  as  shown  in  Figure  17,  when  the 
flat  piston  405  is  lifted,  the  controller  422  causes 
each  actuator  421  to  appropriately  contract  from 
the  bottom  so  that  the  flat  mandrel  41  1  is  sepa- 
rated  from  the  presser  roll  419.  Accordingly,  the 
presser  roll  419  does  not  intervene  the  ascend- 
ing  flat  piston  405  so  that  contact/interference 
with  the  presser  roll  419  is  prevented.  Figure  17 
illustrates  the  flat  piston  405  in  ascending  move- 
ment.  If  the  flat  piston  further  ascends,  the  up- 
per  presser  roll  419  is  also  separated  from  the 
flat  mandrel  41  1  . 

It  should  be  noted  that  the  presser  rolls  419 
should  be  provided  in  pairs  at  right  and  left,  but 
they  do  not  have  to  be  provided  in  a  plurality  of 
pairs  in  the  height  direction;  only  one  pair  is 
satisfactory. 
(5)  Next,  an  embodiment  of  a  fifth  invention  will 
be  described  with  reference  to  Figures  20-22. 
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Figure  20  shows  a  lateral  view  of  a  flat  blow 
molding  machine  501,  Figure  21  shows  a  front 
view  of  the  same  and  Figure  22  shows  a  sec- 
tional  view  taken  as  the  line  XXII-XXII  of  Figure 
20.  As  illustrated,  a  flat  accumulator  chamber  5 
503  having  a  width  Y  and  a  thickness  Y  is 
formed  in  a  housing  502.  The  housing  502  is 
made  by  combining  a  right  housing  piece  502a 
and  a  left  housing  piece  502b.  Plasticized  par- 
ison  is  fed  into  the  accumulator  chamber  503  10 
from  two  extruders  504a  and  504b  via  resin 
tubes  505a  and  505b.  The  extruders  504a  and 
504b  are  located  right  and  left  in  the  thickness  Y 
direction.  The  resin  tubes  505a  and  505b  are 
slidably  provided  between  the  extruders  504a,  is 
504b  and  the  housing  pieces  502a,  502b,  re- 
spectively.  It  should  be  noted  that  only  one  of 
the  extruders  504a  and  504b  may  be  provided 
and  a  distribution  valve  (not  shown)  may  be 
provided  to  distribute  the  resin  to  the  accumula-  20 
tor  chamber  503. 

A  flattened  piston  506  which  can  vertically 
slide  is  housed  in  the  accumulator  chamber  503. 
The  flattened  piston  506  is  connected  to  a  hy- 
draulic  cylinder  508  mounted  above  the  housing  25 
502  via  an  intermediate  member  507.  The  hy- 
draulic  cylinder  508  is  mounted  on  a  plate  mem- 
ber  51  1  mounted  on  a  square  frame  509  via  four 
rods  510.  The  housing  502  is  supported  by  the 
frame  509.  According  to  this  construction,  as  the  30 
hydraulic  cylinder  508  expands  and  contracts, 
the  piston  506  slides  up  and  down  in  the  accu- 
mulator  chamber  503  to  compress  the  resin 
filled  therein. 

A  flattened  opening  512  is  vertically  formed  35 
in  the  piston  506  and  a  planar  mandrel  513  is 
inserted  in  the  opening  512.  An  upper  end  of  the 
mandrel  513  is  connected  with  an  actuator  515 
(cylinder  mechanism)  mounted  on  the  plate 
member  511  via  an  intermediate  member  514.  A  40 
core  516  is  mounted  on  a  lower  end  of  the 
mandrel  513  by  a  bolt.  A  flattened  die  517  is 
provided  around  the  flattened  core  516  at  pre- 
scribed  clearance  to  surround  the  core.  The  die 
517  is  mounted  on  a  lower  housing  518  moun-  45 
ted  on  a  lower  end  of  the  housing  502  by  a 
plate  519.  The  lower  housing  518  is  divided  into 
a  lower  right  housing  piece  518a  and  a  lower  left 
housing  piece  518b  and  they  are  mounted  on  a 
lower  end  of  the  right  housing  piece  502a  and  a  so 
lower  end  of  the  left  housing  piece  502b,  re- 
spectively. 

According  to  this  construction,  as  the  piston 
506  compresses  the  resin  in  the  accumulator 
chamber  503,  the  compressed  resin  is  extruded  55 
from  the  clearance  between  the  flattened  die 
517  and  the  flattened  core  516  as  the  flattened 
parison  520.  If  the  actuator  515  which  moves  the 

mandrel  513  up  and  down  is  manipulated  to 
move  the  core  516  up  and  down  so  as  to  adjust 
the  clearance  (gap)  between  the  core  516  and 
the  die  517,  it  is  possible  to  control  the  thick- 
ness  (wall  thickness)  of  the  extruded  flattened 
parison  520  in  the  direction  of  extrusion. 

Next,  a  subject  matter  of  this  embodiment, 
i.e.,  "dividing  the  housing  502  which  defines  the 
accumulator  chamber  503  into  the  right  housing 
piece  502a  and  the  left  housing  piece  502b"  will 
be  explained  with  reference  to  Figures  20  and 
22. 

As  illustrated  in  Figure  22,  the  housing 
pieces  502a  and  502b  are  located  in  the  square 
frame  509  and  are  movable  in  the  frame,  re- 
spectively.  Specifically,  two  actuators  521  (two 
sets  of  a  hydraulic  cylinder,  a  motor,  etc.  ) 
which  slide  the  right  and  left  housing  pieces 
502a  and  502b  are  mounted  on  the  frame  509 
on  right  and  left  sides  respectively,  and  the 
actuators  521  are  caused  to  extend  and  retract 
to  separate  and  combine  the  housing  pieces 
502a  and  502b.  When  the  actuators  521  are 
retracted  to  separate  the  housing  pieces  502a 
and  502b  from  each  other,  the  resin  tubes  505a 
and  505b  between  the  extruders  504a  and  504b 
and  the  housing  pieces  502a  and  502b  are 
removed  to  ensure  the  stroking  of  the  slide 
movement. 

The  lower  right  housing  piece  518a  and  the 
lower  left  housing  piece  518b  are  mounted  on 
the  bottom  of  the  right  housing  piece  502a  and 
the  bottom  of  the  left  housing  piece  502b  re- 
spectively,  and  they  are  integrally  slid  right  and 
left  upon  extension/retraction  of  the  actuators 
521.  Further,  pins  522  and  pin  holes  523  are 
formed  in  contact  faces  of  the  right  housing 
piece  502a  and  the  left  housing  piece  502b  for 
the  positioning  of  combined  housing  pieces.  The 
pin  522  is  a  tapered  pin  having  a  reduced  tip  for 
easier  positioning.  Pairs  of  bolt  and  nut  524  are 
provided  at  ends  of  the  housing  pieces  502a 
and  502b  in  the  width  direction  respectively  for 
screw-fixing  the  housing  pieces  so  as  to  prevent 
separation  of  the  housing  pieces  when  com- 
bined.  Therefore,  if  the  right  and  left  housing 
pieces  502a  and  502b  are  joined  with  each  other 
and  the  bolt/nut  sets  524  are  screwed,  there  is 
no  need  to  exert  load  on  the  actuators  521  . 

Next,  operations  of  this  embodiment  having 
the  above-described  construction  will  be  ex- 
plained. 

According  to  the  apparatus  501,  the  flat- 
tened  parison  520  is  extruded  from  the  clear- 
ance  between  the  flattened  die  517  and  the 
flattened  core  516,  as  shown  in  Figures  20  and 
21. 
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If  the  color  and/or  material  of  the  parison 
should  be  changed,  i.e.,  if  the  color/material  of 
the  resin  extruded  from  the  extruders  504a  and 
504b  into  the  accumulator  chamber  503  should 
be  changed,  first  the  resin  tubes  505a  and  505b  5 
mounted  between  the  extruders  504a  and  504b 
and  the  housing  pieces  502a  and  502b  are 
removed  to  ensure  the  stroking  of  sliding  move- 
ment  of  the  housing  pieces  502a  and  502b. 
Then,  the  bolts  and  nuts  524  combining/fixing  10 
the  housing  pieces  502a  and  502b  are  removed 
and  the  actuators  521  are  extended/retracted  to 
slide  the  right  and  left  housing  pieces  502a  and 
502b  thereby  separating  the  housing  pieces. 
After  that,  the  flattened  die  517b  mounted  on  the  is 
lower  housing  518  and  the  flattened  core  516 
mounted  on  the  lower  end  of  the  mandrel  513 
are  removed,  respectively. 

As  a  result,  the  right  and  left  housing  pieces 
502a  and  502b  move  to  the  left  and  right  ends,  20 
respectively,  so  that  only  the  flattened  piston 
506  and  the  flattened  mandrel  513  are  left  at  the 
center.  In  other  words,  the  inner  wall  of  the 
accumulator  chamber  503  defined  by  the  inner 
walls  of  the  housing  pieces  502a,  502b,  518a  25 
and  518b  are  subjected  to  the  air.  Thus,  it  is 
possible  to  easily  remove  the  resin  adhering  on 
the  interior  by  hands  or  robots.  In  other  words, 
the  inside  cleaning  is  very  easy  to  conduct. 

If  the  separated  right  and  left  housing  pieces  30 
502a  and  502b  should  be  combined,  the  proce- 
dure  opposite  the  above  will  be  performed.  This 
embodiment  deals  with  a  case  where  the 
present  invention  is  applied  to  a  flat  blow  mold- 
ing  machine  for  injecting  hollow  flat  parison  to  35 
obtain  a  flat  product.  However,  it  is  of  course 
that  the  present  invention  is  not  limited  to  this 
example,  but  may  be  applied  to  an  ordinary 
blow  molding  machine  which  injects  the  parison 
in  cylindrical  form.  In  such  a  case,  the  accu-  40 
mulator  chamber  503  will  be  cylindrical,  the 
piston  506  will  be  cylindrical,  the  die  517  will  be 
circular  and  the  core  516b  will  be  circular. 
(6)  Next,  an  embodiment  of  a  sixth  invention  will 
be  explained  with  reference  to  Figures  23-28.  45 

Figure  23  shows  a  front  view  of  a  flat  blow 
molding  machine  and  Figure  24  shows  a  lateral 
view  of  the  same.  As  illustrated,  a  flattened 
accumulator  chamber  603  having  a  width  X  and 
a  thickness  Y  is  vertically  formed  in  a  housing  so 
602.  Plasticized  resin  is  fed  into  the  accumulator 
chamber  603  from  two  extruders  604a  and  604b 
located  right  and  left  in  the  thickness  Y  direc- 
tion.  Here,  only  one  of  the  extruders  604a  and 
604b  may  be  provided  and  a  distribution  valve  55 
(not  shown)  may  be  provided  to  distribute  the 
resin  into  the  accumulator  chamber  603. 

A  flattened  piston  605  which  can  slide  verti- 
cally  is  housed  in  the  accumulator  chamber  603. 
The  flattened  piston  605  is  connected  to  a  hy- 
draulic  cylinder  607  mounted  above  the  housing 
602  via  an  intermediate  member  606.  The  hy- 
draulic  cylinder  607  is  mounted  on  a  frame  608 
mounted  on  a  top  of  the  housing  602.  According 
to  this  construction,  as  the  hydraulic  cylinder 
607  is  extended/retracted,  the  piston  605  is  slid 
vertically  in  the  accumulator  chamber  603  so 
that  the  resin  filled  inside  is  compressed. 

A  flattened  opening  609  is  vertically  formed 
in  the  flattened  piston  605  and  a  planar  mandrel 
610  extends  through  the  opening  609.  A  top  of 
the  mandrel  610  is  connected  to  an  actuator  612 
(cylinder  mechanism)  mounted  on  the  frame  608 
via  an  intermediate  member  1  1  and  a  flattened 
core  613  is  mounted  on  a  bottom  of  the  mandrel 
610  by  a  bolt.  The  flattened  core  613  has  an 
enlarged  diameter,  around  which  a  flattened  die 
614  is  provided  at  prescribed  clearance  to  sur- 
round  the  core.  The  die  614  is  mounted  on  a 
lower  housing  615  by  a  plate  616.  The  lower 
housing  615  is  mounted  on  the  lower  end  of  the 
housing  602. 

According  to  this  construction,  as  the  piston 
605  moves  up  and  down  to  compress  the  resin 
in  the  accumulator  chamber  603,  the  com- 
pressed  resin  is  extruded  from  the  clearance 
between  the  flattened  die  164  and  the  flattened 
core  613  in  the  form  of  hollow  flattened  parison 
617.  In  this  situation,  if  the  actuator  612  which 
ascends/descends  the  mandrel  610  is  manipu- 
lated  to  move  the  core  613  up  and  down  there- 
by  adjusting  the  clearance  (gap)  between  the 
die  614  and  the  core,  it  is  possible  to  control  the 
thickness  (wall  thickness)  of  the  extruded  flat- 
tened  parison  617  in  the  extruding  direction. 

A  feature  of  this  embodiment  lies  in  the 
following  points,  as  shown  in  Figure  23:  a  plural- 
ity  of  (four)  resin  passage  grooves  618  which 
communicates  right  and  left  faces  of  the  core 
613  to  each  other  are  formed  at  the  tip  of  the 
core  613  in  the  parison  injecting  direction  in  the 
width  direction  of  the  core  613  at  intervals,  and 
partition  walls  619  are  formed  in  the  hollow 
flattened  parison  617  by  the  resin  which  pass 
the  resin  passage  grooves  618  as  the  parison 
617  is  injected  from  the  gap  between  the  flat- 
tened  die  614  and  the  core  613.  Into  chambers 
617a,  b,  c,  d  and  e  in  the  hollow  flattened 
parison  617  defined  by  these  partition  walls  619, 
the  air  is  fed  from  air  pipes  620  (blow  pin) 
projecting  downward  from  the  bottom  of  the 
flattened  core  613  so  as  to  perform  the  air 
blowing.  The  air  pipes  620  are  combined  on 
their  upstream  sides  in  the  flattened  core  613 
and  the  flattened  mandrel  610  and  connected 

15 



27 EP  0  590  160  A1 28 

with  air  feed  means  (e.g.,  air  compressor;  not 
shown). 

A  major  part  of  the  resin  passage  grooves 
618  is  illustrated  in  Figure  25.  As  shown  in 
Figure  25(b),  the  resin  passage  grooves  618  5 
have  inner  walls  facing  each  other  which  cor- 
respond  to  the  right  and  left  lateral  faces  of  the 
flattened  core  613  to  make  the  section  of  the 
flattened  core  613  "V".  The  depth  of  the  groove 
618  is  enlarged  in  the  direction  of  injection.  The  10 
right  and  left  grooves  618  are  communicated 
with  each  other  in  the  core  613  before  reaching 
the  tip  of  the  flattened  core  613.  Specifically,  a 
peak  618a  of  the  "V"  connecting  the  right  and 
left  grooves  618  is  positioned  above  the  top  face  is 
613a  of  the  flattened  core  613.  According  to  this 
construction,  resin  P1  on  the  left  face  and  resin 
P2  on  the  right  face  of  the  flattened  core  613  in 
the  accumulator  chamber  603  partially  flow  in 
the  right  and  left  grooves  618  and  join  with  each  20 
other  in  the  flattened  core  613  to  form  the 
partition  walls  619  connecting  the  right  and  left 
lateral  faces  with  each  other  in  the  extruded 
hollow  flattened  parison  617,  as  shown  in  Figure 
26.  25 

Figure  27  is  an  illustration  as  the  flattened 
core  613  and  the  flattened  die  614  are  viewed 
from  the  bottom.  As  shown,  the  flattened  core 
613  is  mounted  on  the  tip  of  the  flattened  man- 
drel  610.  The  tip  of  the  flattened  core  613  is  30 
slightly  larger  than  the  diameter  of  the  opening 
of  the  flattened  die  614  such  that  it  is  possible 
to  adjust  the  gap  between  the  die  614  and  the 
core  613  as  the  mandrel  610  is  moved  up  and 
down.  Four  resin  passage  grooves  618  are  35 
formed  at  the  tip  of  the  flattened  core  613  at 
prescribed  intervals  in  its  width  direction.  Air 
pipes  620  are  provided  at  the  tips  of  the  five 
flattened  cores  613  divided  by  the  resin  passage 
grooves  618,  respectively.  40 

Now,  operations  of  this  embodiment  having 
the  above  described  construction  will  be  ex- 
plained. 

As  the  resin  is  fed  into  the  accumulator 
chamber  603  from  the  extruder  604,  the  hydrau-  45 
lie  cylinder  607  extends  to  lower  the  flattened 
piston  605.  Then,  the  pressed  resin  is  injected 
downward  from  the  clearance  (gap)  between  the 
flattened  die  614  and  the  flattened  core  613  in 
the  form  of  hollow  flattened  parison  617.  so 

In  this  situation,  the  resin  P1  and  P2  divided 
right  and  left  by  the  flattened  mandrel  610  in  the 
accumulator  chamber  603  passes  through  the 
clearance  between  the  flattened  die  614  and  the 
core  613  to  form  the  right  and  left  walls  of  the  55 
hollow  flattened  parison  617,  as  shown  in  Figure 
26.  Then,  the  parison  P1  and  P2  passes  the 
resin  passage  grooves  618  on  the  right  and  left 

lateral  faces  of  the  flattened  core  613  to  join  in 
the  flattened  core  613.  Inside  the  injected  hollow 
flattened  parison,  four  partition  walls  619  are 
formed  connecting  the  right  and  left  lateral 
faces.  Specifically,  inside  the  hollow  flattened 
parison  617,  four  partition  walls  619  spaced  at 
intervals  in  the  width  direction  are  formed  in  the 
direction  of  injection,  as  shown  in  Figure  23. 
These  partition  walls  619  define  the  five  cham- 
bers  617a,  b,  c,  d  and  e  in  the  parison  617. 

After  that,  the  hollow  flattened  parison  617 
having  the  partition  walls  619  are  sandwiched  by 
metallic  molds  (not  shown)  from  right  and  left 
and  air  is  blown  into  the  chambers  617a,  b,  c,  d 
and  e  from  the  air  pipes  620  located  at  the  tip  of 
the  flattened  core  613.  As  a  result,  the  cham- 
bers  617a,  b,  c,  d  and  e  of  the  hollow  flattened 
parison  617  are  air-blown  in  the  metallic  molds 
to  produce  a  blow  molded  product. 

Figure  28  shows  a  seat  for  an  automobile  as 
blow-molded  in  the  above  described  manner.  In 
this  case,  the  metallic  mold  sandwiching  the 
injected  hollow  flattened  parison  617  has  a 
shape  curved  in  the  injection  direction  like  the 
seat. 

As  explained  above,  according  to  the  ap- 
paratus  601  of  this  embodiment,  a  plurality  of 
partition  walls  619  extending  in  the  injection 
direction  are  formed  at  the  intervals  in  the  width 
direction  in  the  hollow  flattened  parison  617  in- 
jected  from  the  clearance  between  the  flattened 
core  613  and  the  flattened  die  614  so  that  the 
partition  walls  619  restrict  the  deformation  of  the 
hollow  flattened  parison  "k"  due  to  the  swell 
effect  and  drawdown  of  the  injected  resin  as 
shown  in  Figure  37.  Therefore,  a  sound  thin 
hollow  blow  molded  product  622  is  obtained. 

Incidentally,  if  the  injected  hollow  flattened 
parison  617  has  wrinkles,  pre-blowing  is  applied 
to  the  chambers  617a,  b,  c,  d  and  3  defined  by 
the  partition  walls  619  to  reform  or  correct  these 
wrinkles.  In  this  case  also,  the  partition  walls  619 
suppress  the  expansion/deformation  of  the  hol- 
low  flattened  parison  617  which  tends  to  expand 
due  to  the  air  pressure  of  the  pre-blowing. 

In  addition,  when  a  flattened  die  614  and  a 
core  613,  both  of  which  have  a  large  flattened 
ratio,  are  employed  to  inject  flattened  parison 
617  having  a  large  width  and  a  very  small  thick- 
ness,  the  resin  section  of  the  flattened  parison 
"k"  injected  as  shown  in  Figure  38  deforms  due 
to  the  swell  effect  and  drawdown  so  that  the 
inner  faces  k1  of  the  parison  may  be  fused  to 
each  other.  This  disables  the  blow  molding.  In 
this  embodiment,  however,  the  partition  walls 
619  prevent  the  fusion  between  the  inner  faces 
K1  of  the  parison. 
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(7)  Next,  an  embodiment  of  a  seventh  invention 
will  be  explained  with  reference  to  Figures  29- 
32. 

Figure  30  shows  a  schematic  view  of  a 
curved  (three  dimensional)  blow  molding  ma-  5 
chine  701.  This  blow  molding  machine  701  in- 
cludes,  as  its  major  parts,  a  hopper  702  for 
feeding  resin  material,  an  extruder  704  for  trans- 
ferring  the  resin  material  from  the  hopper  702  to 
a  head  703,  an  injector  706  for  injecting  the  10 
resin  downward  from  the  head  703  in  the  form 
of  hollow  circular  parison  705  and  a  metallic 
mold  707  for  sandwiching  the  injected  parison 
705. 

A  major  part  of  the  injector  706  is  illustrated  is 
in  Figures  29(a)  and  (b).  As  depicted,  an  accu- 
mulator  chamber  708  is  formed  in  the  head  703 
to  receive  the  resin  fed  from  the  extruder  704. 
The  accumulator  chamber  708  is  shaped  like  a 
cylinder  extending  vertically  and  having  a  diam-  20 
eter  X.  A  piston  709  which  can  move  up  and 
down  is  housed  in  the  accumulator  chamber  708 
to  press  the  resin  downward.  The  piston  709  is 
connected  with  a  hydraulic  cylinder  (not  shown) 
mounted  on  a  top  of  the  head  703  and  is  moved  25 
downward  to  press  the  resin  as  the  hydraulic 
cylinder  expands. 

A  vertically  extending  cylindrical  opening 
710  is  formed  in  the  piston  709  and  a  cylindrical 
mandrel  711  extends  through  the  opening  710.  30 
An  upper  end  of  the  mandrel  71  1  is  connected 
with  an  actuator  (cylinder  mechanism)  mounted 
at  a  top  of  the  head  703  and  a  cylindrical  core 
712  is  mounted  on  a  lower  end  of  the  mandrel 
711.  The  core  712  has  an  enlarged  tip,  around  35 
which  a  cylindrical  die  713  is  provided  to  sur- 
round  the  core.  The  die  713  is  mounted  on  a 
bottom  of  the  head  703. 

According  to  this  construction,  as  the  piston 
709  moves  up  and  down  to  press  the  resin  in  40 
the  accumulator  chamber  708,  the  pressed  resin 
is  extruded  from  the  clearance  between  the  die 
713  and  the  core  712  in  the  form  of  hollow 
circular  parison  705.  In  this  situation,  if  the  ac- 
tuator  which  ascends  and  descends  the  mandrel  45 
711  is  manipulated  to  move  the  core  712  up  and 
down  so  as  to  adjust  the  clearance  714  (gap) 
between  the  core  712  and  the  die  713,  it  is 
possible  to  control  the  thickness  (wall  thick- 
ness)  of  the  extruded  parison  705  in  the  direc-  so 
tion  of  extrusion. 

A  feature  of  this  embodiment  lies  in  a  point 
that  resin  passage  grooves  715  are  formed  at 
the  tip  of  the  core  712  in  the  parison  injecting 
direction  to  connect  opposite  lateral  faces  of  the  55 
core  712  with  each  other,  as  shown  in  Figures 
29(a)  and  (b),  and  partition  walls  716  are  formed 
in  the  hollow  circular  parison  705  by  the  resin 

which  passes  the  resin  passage  grooves  as  the 
parison  705  is  injected  from  the  gap  714  be- 
tween  the  die  713  and  the  core  712. 

The  resin  passage  grooves  715  are  formed 
on  opposite  right  and  left  lateral  faces  of  the 
core  712  and  the  depth  of  the  resin  passage 
groove  715  becomes  larger  in  the  injection  di- 
rection  to  make  the  section  of  the  core  712  "V". 
The  right  and  left  passages  715  are  commu- 
nicated  with  each  other  in  the  core  712  just 
before  reaching  the  tip  of  the  core  712.  Accord- 
ing  to  this  construction,  part  of  the  resin  P1  and 
P2  on  the  left  and  right  of  the  core  712  in  the 
accumulator  chamber  708  pass  the  left  and  right 
grooves  715  respectively  and  join  with  each 
other  in  the  core  712  to  form  the  partition  walls 
716  which  semi-circularly  divide  the  interior  of 
the  injected  hollow  circular  parison  705,  as 
shown  in  Figure  29(a). 

Air  is  fed  into  each  parison  chamber  defined 
by  the  partition  walls  716  from  an  air  pipe  717 
(blow  pin)  projecting  downward  from  the  bottom 
of  the  core  712  to  conduct  the  air  blowing. 
Specifically,  the  resin  passage  grooves  715  are 
formed  in  the  core  712  situated  in  the  die  713  to 
semi-circularly  divide  the  core  712,  and  the  air 
pipes  717  are  provided  at  the  tips  of  these  two 
semi-circular  cores  712,  as  shown  in  Figure  29- 
(b).  The  air  pipes  717  are  joined  with  each  other 
at  their  upstream  ends  in  the  core  712  and  the 
mandrel  711  and  are  connected  with  air  feed 
means  (e.g.,  air  compressor;  not  shown). 

Next,  operations  of  this  embodiment  having 
the  above  described  structure  will  be  explained. 

As  shown  in  Figure  30,  the  resin  material 
fed  in  the  hopper  702  is  transferred  to  the 
accumulator  chamber  708  in  the  head  703  via 
the  extruder  704.  Then,  the  resin  material  is 
compressed  by  the  piston  709  and  injected  from 
the  clearance  714  between  the  die  713  and  the 
core  712  in  the  form  of  hollow  circular  parison 
705  toward  the  metallic  mold  707  located  below. 
In  this  situation,  part  of  the  resin  on  the  lateral 
face  of  the  core  12  in  the  accumulator  chamber 
708  passes  the  resin  passage  grooves  715 
formed  at  the  tip  of  the  core  and  is  guided 
toward  the  core  center  to  be  joined  with  each 
other  in  the  core  712  thereby  forming  the  parti- 
tion  walls  716  in  the  injected  hollow  circular 
parison  705,  as  shown  in  Figure  29. 

Just  before  the  injection  of  the  parison  716, 
the  metallic  mold  707  which  is  divided  into  right 
and  left  pieces  is  closed  and  a  blower  718  is 
activated  to  suck  the  air  in  the  metallic  mold 
707,  as  shown  in  Figure  30.  Accordingly,  air  flow 
is  generated  from  up  and  down  in  a  curved 
(three  dimensional)  cavity  719a  formed  vertically 
in  the  metallic  mold  707.  As  a  result,  the  hollow 
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circular  parison  705  injected  in  the  metallic  mold 
707  and  having  the  partition  walls  is  guided 
downward  along  the  configuration  of  the  curved 
cavity  719a  by  the  air  flow  in  the  curved  cavity 
719a.  When  the  tip  of  the  parison  705  reaches  a 
cavity  end  719b,  upper  and  lower  shutters  (not 
shown)  situated  on  the  upper  and  lower  ends  of 
the  metallic  mold  707  are  closed  and  the  air  is 
blown  into  the  chambers  of  the  parison  705 
defined  by  the  partition  walls  716  (air  blowing). 
Simultaneously,  the  blower  718  is  deactivated. 

As  a  result,  the  chambers  of  the  hollow 
circular  parison  705  are  air  blown  in  the  metallic 
mold  707  and  this  results  in  a  curved  blow 
molded  product  whose  interior  is  divided  in  the 
direction  of  injection.  Finally,  the  parison  705  in 
the  metallic  mold  707  is  cooled,  and  the  metallic 
mold  707  is  opened  right  and  left  to  pick  up  the 
product.  Figure  31  shows  a  pipe-like  curved 
blow  molded  product  720  as  manufactured  in 
the  above  described  manner.  As  illustrated,  the 
partition  walls  716  are  formed  in  the  product  720 
to  divide  the  interior  in  the  longitudinal  direction. 

As  described  above,  according  to  the  meth- 
od  of  this  embodiment,  it  is  not  necessary  to 
use  a  multi-injection  head  so  that  the  molding 
machine  can  be  designed  compact  as  a  whole 
as  compared  with  a  conventional  molding  ma- 
chine  having  a  multi-injection  head.  Further, 
since  a  groove-trace  which  is  conventionally 
formed  as  a  pushing  plate  is  drawn  out  of  the 
parison  is  not  formed,  strength  and  appearance 
of  the  product  are  improved.  In  addition,  if  the 
product  720  shown  in  Figure  31  is  compared 
with  a  bundle  of  pipes  having  the  same  function 
as  the  product  720,  it  will  be  understood  that  the 
product  720  can  save  the  space. 

Three  or  four  resin  passage  grooves  715 
may  be  formed  radiantly  at  the  tip  of  the  core 
712,  as  shown  in  Figures  32(a)  and  (b),  and  the 
air  pipes  717  may  be  mounted  at  the  lower  face 
of  the  core  divided  by  these  resin  passage 
grooves  715.  In  this  case,  a  resulting  blow  mol- 
ded  product  will  have  three  or  four  chambers. 

In  this  embodiment,  the  curved  (three  di- 
mensional)  cavity  719a  is  formed  in  the  metallic 
mold  707,  as  shown  in  Figure  30,  such  that  a 
curved  (three  dimensional)  product  720  is  ob- 
tained,  as  shown  in  Figure  31.  However,  the 
embodiment  is  not  limited  to  the  disclosed  ex- 
ample.  For  instance,  a  straight  cavity  may  be 
formed  in  the  metallic  mold  707  to  manufacture 
a  straight  product. 

APPLICABILITY  IN  INDUSTRY 

As  described  above,  the  present  invention  is 
suitable  for  application  to  a  flat  blow  molding  ma- 

chine,  a  flat  blow  molding  method  and  a  product  of 
flat  blow  molding. 

Claims 
5 

1.  A  flat  blow  molding  machine  extruding  hollow 
flattened  parison  from  clearance  between  a 
flattened  core  and  a  flattened  die  surrounding 
the  core  characterized  in  that  both  ends  of  the 

io  die  are  slidable  in  the  width  direction  relative  to 
a  center  of  the  die  and  in  that  the  core  is 
replaceable  (or  interchangeable)  in  accordance 
with  expansion/contraction  of  the  die  in  the 
width  direction. 

15 
2.  The  flat  blow  molding  machine  of  claim  1, 

wherein  the  flattened  core  includes  a  planar 
replaceable  portion  located  at  the  center  and 
curved  (three  dimensional)  non-replaceable 

20  portions  located  the  ends,  and  only  the  re- 
placeable  portion  is  replaced  in  accordance 
with  the  expansion/contraction  of  the  die  in  the 
width  direction. 

25  3.  A  flat  blow  molding  machine  injecting  hollow 
flattened  parison  having  a  large  width  from 
clearance  between  a  planar  flattened  core  and 
a  flattened  die  surrounding  the  core,  character- 
ized  in  that  the  flattened  core  is  divided  into  a 

30  plurality  of  core  pieces  in  the  width  direction 
and  an  intermediate  piece  is  located  between 
each  two  core  pieces  such  that  the  core  pieces 
and  the  intermediate  pieces  create  a  plurality 
of  parison  injection  openings. 

35 
4.  A  flat  blow  molding  machine  including  a  hous- 

ing,  an  accumulator  chamber  having  a  flat- 
tened  section  and  vertically  formed  in  the 
housing,  a  planar  flattened  mandrel  located  at 

40  the  center  of  the  accumulator  chamber,  a  flat- 
tened  core  located  at  a  tip  of  the  flattened 
mandrel,  a  flattened  die  located  at  a  lower  end 
of  the  housing  and  a  piston  fitted  over  the 
mandrel  whereby  resin  in  the  accumulator 

45  chamber  is  compressed  as  the  flattened  piston 
is  lowered  and  the  resin  is  extruded  in  the 
form  of  hollow  flattened  parison  from  clearance 
between  the  core  and  the  die,  characterized  in 
that  a  plurality  of  resin  feed  passages  are 

50  formed  in  the  housing  at  intervals  in  the  width 
direction  of  the  accumulator  chamber  to  intro- 
duce  the  resin  into  the  accumulator  chamber 
and  in  that  a  flow  rate  valve  is  provided  in  each 
resin  feed  passage. 

55 
5.  A  flat  blow  molding  machine  including  a  hous- 

ing,  an  accumulator  chamber  having  a  flat- 
tened  section  and  vertically  formed  in  the 
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housing,  a  planar  flattened  mandrel  located  at 
the  center  of  the  accumulator  chamber,  a  flat- 
tened  core  located  at  a  tip  of  the  flattened 
mandrel,  a  flattened  die  located  at  a  lower  end 
of  the  housing  and  a  piston  fitted  over  the  5 
mandrel  whereby  resin  in  the  accumulator 
chamber  is  compressed  as  the  flattened  piston 
is  lowered  and  the  resin  is  extruded  in  the 
form  of  hollow  flattened  parison  from  clearance 
between  the  core  and  the  die,  characterized  in  10 
that  resin  feed  groove  extending  vertically  is 
formed  in  a  lateral  face  of  the  flattened  piston 
and  in  that  resin  distribution  groove  expanding 
downward  like  a  hanger  in  the  width  direction 
of  the  accumulator  chamber  is  formed  at  a  is 
lower  end  of  the  resin  feed  groove. 

6.  A  flat  blow  molding  machine  including  a  hous- 
ing,  an  accumulator  chamber  having  a  flat- 
tened  section  and  vertically  formed  in  the  20 
housing,  a  planar  flattened  mandrel  vertically 
located  at  the  center  of  the  accumulator  cham- 
ber,  a  flattened  core  located  at  a  tip  of  the 
flattened  mandrel,  a  flattened  die  located  at  a 
lower  end  of  the  housing  and  a  piston  fitted  25 
over  the  mandrel  whereby  resin  in  the  accu- 
mulator  chamber  is  compressed  as  the  flat- 
tened  piston  is  moved  up  and  down  and  the 
resin  is  extruded  in  the  form  of  hollow  flattened 
parison  from  clearance  between  the  core  and  30 
the  die,  characterized  in  that  presser  rolls  are 
provided  on  right  and  left  of  the  flattened  man- 
drel  above  the  accumulator  chamber  to  sand- 
wich  the  flattened  mandrel  from  right  and  left 
so  as  to  prevent  bending  and  offsetting  of  the  35 
flattened  mandrel  and  in  that  an  actuator  is 
provided  for  separating  the  presser  rolls  from 
the  flattened  mandrel  to  prevent  contact  be- 
tween  the  flattened  piston  and  the  presser  rolls 
when  the  flattened  piston  is  in  a  raised  posi-  40 
tion. 

7.  A  blow  molding  machine  including  a  housing, 
an  accumulator  chamber  vertically  formed  in 
the  housing  for  receiving  resin,  a  piston  for  45 
compressing  the  resin  in  the  accumulator 
chamber,  a  core  and  a  die  surrounding  the 
core  whereby  the  resin  is  extruded  from  clear- 
ance  between  the  core  and  the  die  in  the  form 
of  hollow  parison,  characterized  in  that  the  so 
housing  is  divided  into  a  right  housing  piece 
and  a  left  housing  piece  in  a  height  direction  of 
the  accumulator  chamber  and  in  that  an  ac- 
tuator  is  provided  for  separating/combining  the 
right  and  left  housing  pieces  from/with  each  55 
other. 

8.  A  blow  molding  method  including  the  steps  of 
injecting  hollow  circular  parison  from  clearance 
between  a  cylindrical  core  and  a  cylindrical  die 
surrounding  the  core,  sandwiching  the  parison 
by  a  metallic  mold  and  injecting  air  into  the 
parison,  characterized  in  that  resin  passage 
grooves  are  radiantly  formed  at  a  tip  of  the 
core  in  the  direction  of  parison  injection  to 
guide  the  resin  on  a  lateral  face  of  the  core 
toward  the  center  of  the  core,  in  that  the  resin 
which  passes  through  the  resin  passage 
grooves  forms  partition  walls  in  the  hollow  cir- 
cular  parison  as  the  hollow  circular  parison  is 
injected  from  the  clearance  between  the  core 
and  the  die  surrounding  the  core  and  in  that  air 
is  blown  into  the  parison  in  the  metallic  mold. 

9.  A  blow  molding  machine  including  a  cylindrical 
core,  a  cylindrical  die  surrounding  the  core  and 
a  metallic  mold  for  sandwiching  parison  in- 
jected  from  clearance  between  the  core  and 
the  die,  air  being  blown  into  the  parison  as 
sandwiched,  characterized  in  that  resin  pas- 
sage  grooves  are  radiantly  formed  at  a  tip  of 
the  core  in  the  direction  of  parison  injection  to 
guide  the  resin  on  a  lateral  face  of  the  core 
toward  a  center  of  the  core  so  as  to  form 
partition  walls  in  the  injected  hollow  circular 
parison. 

10.  A  product  made  by  a  blow  molding  method, 
the  method  including  the  steps  of  injecting  a 
hollow  circular  parison  from  clearance  between 
a  cylindrical  core  and  a  cylindrical  die  sur- 
rounding  the  core,  sandwiching  the  parison  by 
a  metallic  mold  and  blowing  air  into  the  par- 
ison,  characterized  in  that  the  method  com- 
prises  the  steps  of  radiantly  forming  resin  pas- 
sage  grooves  at  a  tip  of  the  core  in  the  direc- 
tion  of  parison  injection  to  guide  the  resin  on  a 
lateral  face  of  the  core  toward  a  center  of  the 
core,  injecting  the  hollow  circular  parison  from 
the  clearance  between  the  core  and  the  die 
surrounding  the  core  such  that  the  parison 
which  passes  the  resin  passage  grooves  forms 
partition  walls  in  the  hollow  circular  parison, 
and  blowing  the  air  into  the  parison  in  the 
metallic  mold. 

11.  A  blow  molding  method  of  injecting  parison  in 
the  form  of  hollow  flattened  shape  having  a 
large  width  from  clearance  between  a  planar 
flattened  core  and  a  flattened  die  surrounding 
the  core,  characterized  in  that  a  plurality  of 
resin  passage  grooves  are  formed  at  a  tip  of 
the  flattened  core  in  the  direction  of  parison 
injection  at  intervals  in  the  width  direction  of 
the  core  to  connect  right  and  left  lateral  faces 
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of  the  core  and  in  that  partition  walls  are 
formed  in  the  hollow  flattened  parison  by  the 
resin  which  passes  through  the  resin  passage 
grooves  as  the  hollow  flattened  parison  is  in- 
jected  from  the  clearance  between  the  flat-  5 
tened  core  and  the  flattened  die  surrounding 
the  core. 

12.  A  blow  molding  machine  for  injecting  hollow 
flattened  parison  having  a  large  width  from  10 
clearance  between  a  planar  flattened  core  and 
a  flattened  die  surrounding  the  core,  character- 
ized  in  that  a  plurality  of  resin  passage 
grooves  are  formed  at  a  tip  of  the  flattened 
core  in  the  direction  of  parison  injection  at  is 
intervals  in  the  width  direction  of  the  core  to 
connect  right  and  left  lateral  faces  of  the  core 
thereby  forming  partition  walls  in  the  injected 
hollow  flattened  parison. 

20 
13.  A  product  made  by  a  blow  molding  method, 

the  method  including  the  steps  of  injecting 
wide  hollow  flattened  parison  from  clearance 
between  a  planar  flattened  core  and  a  flattened 
die  surrounding  the  core,  sandwiching  the  par-  25 
ison  by  a  metallic  mold  and  blowing  air  into 
the  parison,  characterized  in  that  a  plurality  of 
resin  passage  grooves  are  formed  at  a  tip  of 
the  flattened  core  in  the  direction  of  parison 
injection  at  intervals  in  the  width  direction  of  30 
the  core  to  connect  right  and  left  lateral  faces 
of  the  core,  in  that  the  hollow  flattened  parison 
is  injected  from  the  clearance  between  the 
flattened  core  and  the  flattened  die  surround- 
ing  the  core  to  form  a  plurality  of  partition  walls  35 
in  the  hollow  flattened  parison  at  intervals  in 
the  width  direction  by  the  parison  which 
passes  the  resin  passage  grooves,  in  that  the 
parison  is  sandwiched  by  the  metallic  mold 
and  in  that  the  air  is  blown  into  the  parison  to  40 
mold  the  product. 

20 
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