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Description 

This  invention  relates  to  the  stabilisation  and  storage  of  materials.  The  principal  envisaged  field  of 
application  is  materials  employed  in  the  biochemical  field  and  some  pharmaceuticals. 

5  A  few  biologically  active  materials  (e.g.  some  proteins)  are  sufficiently  stable  that  they  can  be  isolated, 
purified  and  then  stored  in  solution  at  room  temperature.  For  most  materials  however  this  is  not  possible 
and  some  more  elaborate  form  of  stabilisation/storage  procedure  must  be  used. 

A  "repertoire"  of  techniques  is  known.  Not  all  of  them  are  useful  for  all  materials  that  give  rise  to  a 
storage  problem.  Known  storage/stabilisation  techniques  which  are  applied  to  materials  after  isolation  into 

io  an  aqueous  suspension  or  solution  are:- 
(i)  Addition  of  high  concentration  of  chemical  "stabilizer"  to  the  aqueous  solution  or  suspension. 
Typically  3M  ammonium  sulphate  is  used.  However,  such  additives  can  alter  the  measured  activity  of 
enzymes  and  can  give  ambiguous  or  misleading  results  if  the  enzyme  is  used  in  a  test  procedure.  (R.  H. 
M.  Hatley  and  F.  Franks,  Variation  in  apparent  enzyme  activity  in  two-enzyme  assay  systems: 

75  Phosphoenolpyruvate  carboxylase  and  malate  dehydrogenase,  Biotechnol.  Appl.  Biochem.  V\_  367-370 
(1989)).  In  the  manufacture  of  diagnostic  kits  based  on  multi-enzyme  assays,  such  additives  often  need 
to  be  removed  before  the  final  formulation.  Such  removal,  by  dialysis,  often  reduces  the  activity  of  an 
enzyme. 
(ii)  Freeze/thaw  methods  in  which  the  preparation,  usually  mixed  with  an  additive  (referred  to  as  a 

20  cryoprotectant)  is  frozen  and  stored,  usually  below  -50  °C,  sometimes  in  liquid  nitrogen.  Not  all  proteins 
will  survive  a  freeze/thaw  cycle. 
(iii)  Cold  storage,  with  a  cryoprotectant  additive  present  in  sufficient  concentration  (e.g.  glycerol)  to 
depress  the  freezing  point  to  below  the  storage  temperature  and  so  avoid  freezing.  For  example  in  the 
case  of  restriction  endonucleases,  the  enzymes  need  to  be  protected  against  freezing  by  the  addition  of 

25  high  concentrations  of  glycerol  and  maintained  at  -20  °  C.  Use  of  an  additive  in  high  concentration  may 
also  reduce  the  specificity  of  restriction  enzymes  and  give  rise  to  so-called  "star-activity".  (B.  Polisky  et 
al.  PNAS  USA,  72,  3310  (1975)). 
(iv)  The  commonest  method  for  the  stabilisation  of  isolated  protein  preparations  is  freeze-drying,  but  this 
process  can  only  be  applied  to  freeze-stable  products.  The  aqueous  isolate  of  the  active  material  in  a 

30  suitable  pH  buffer  and  in  the  presence  of  a  cryoprotectant  is  first  frozen,  typically  to  -40°  to  -50  °C;  the 
ice  is  then  removed  by  sublimation  under  vacuum  and  at  low  subzero  temperatures,  following  which  the 
residual  moisture  which  may  amount  up  to  50%  of  the  "dried"  preparation  is  removed  by  desorption 
during  which  the  temperature  gradually  rises.  The  complete  freeze-drying  cycle  may  take  several  days 
and  is  costly  in  capital  and  energy.  Freeze-drying  also  suffers  from  technical  disadvantages  because  of 

35  its  irreproducibility.  Suppliers  of  freeze-dried  protein  products  generally  specify  storage  at  -20  °  C  rather 
than  ambient  temperature.  Exposure  to  ambient  temperatures  for  periods  of  days  to  weeks  can  result  in 
significant  activity  losses. 
(v)  Undercooling,  as  described  in  European  Patent  0  136  030  and  by  Hatley  et  al.  (Process  Biochem.  22 
169  (1987))  allows  for  the  long-term  (years)  stabilisation  of  proteins  without  the  need  for  additives. 

40  However,  while  this  process  extended  the  previous  repertoire  of  possibilities,  the  undercooled  prepara- 
tions  need  to  be  shipped  at  temperatures  not  exceeding  +5°C  and  must  be  stored,  preferably  at  -20  °C. 
They  also  have  to  be  recovered  from  a  water-in-oil  dispersion  prior  to  their  final  use. 

It  will  thus  be  apparent  that  a  stabilisation/storage  process  which  enabled  storage  at  ambient  tempera- 
ture  would  be  very  desirable,  since  it  would  avoid  the  need  for  low  temperature  storage  entailed  by  existing 

45  processes.  Hitherto,  however,  storage  at  ambient  temperature  has  been  impossible  for  many  materials. 
There  would  also  be  advantage  in  adding  to  the  existing  "repertoire"  of  processes  for  stabilisation  and 

storage,  because  some  of  the  existing  processes  are  limited  in  their  applications  or  entail  accepting 
disadvantages  such  as  a  need  to  mix  with  a  stabilising  agent  which  is  difficult  to  remove  later. 

There  would  furthermore  be  advantage  in  providing  a  more  cost  effective  process  than  the  current 
50  freeze-drying  process. 

EP-A-444  111  corresponding  to  WO  90/05182  which  is  a  prior  publication  by  reason  only  of  Article  54- 
(3)  EPC  discloses  dried  mixtures  of  protein,  cationic  polyelectrolyte  and  polyol.  In  one  example  the  dried 
mixture  was  described  as  a  glassy  film  which  could  be  ground  to  powder. 

In  this  example  the  polyol  was  lactitol  and  the  polyelectrolyte  was  DEAE-dextran  In  the  opening  part  of 
55  this  application  it  is  stated  that  lactitol,  lactose,  maltose  and  sucrose  are  especially  preferred  in  conjunction 

with  DEAE-dextran.  It  is  stated  that  the  amount  of  polyol  may  lie  in  a  preferred  range  of  1  to  20%  while  the 
amount  of  polyelectrolyte  may  lie  in  a  preferred  range  of  0.1  to  10%.  These  percentage  ranges  signify  a 
ratio  of  polyol  to  polyelectrolyte  lying  in  a  range  from  200:1  to  1:10. 
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We  have  found,  surprisingly,  that  materials  which  are  not  stable  when  isolated  and  held  in  solution  at 
room  temperature  can  nevertheless  be  successfully  incorporated  into  a  glass  formed  from  a  water-soluble 
or  water-swellable  substance,  and  can  later  be  recovered.  While  in  the  glass  the  material  is  immobilised  and 
stable. 

5  In  a  first  aspect  this  invention  provides  a  storable  composition  comprising  at  least  one  material  to  be 
stored,  preferably  selected  from  the  group  consisting  of  proteins,  peptides,  nucleosides,  nucleotides  and 
enzyme  cofactors,  dissolved  in  a  water-soluble  or  water-swellable  substance  which  is  in  an  amorphous, 
glassy  state,  the  composition  displaying  a  glass  transition  temperature  of  at  least  20  °  C  preferably  at  least 
30  °C. 

io  It  may  be  desirable  that  the  composition  has  a  water  content  of  not  more  than  4%  by  weight. 
The  invention  may  be  utilised  for  stable  storage  of  a  single  material,  or  for  a  mixture  of  materials  which 

have  little  or  no  effect  on  each  other. 
However,  in  a  development  of  this  invention,  a  single  composition  contains  a  plurality  of  materials  which 

form  part  or  all  of  a  reacting  system.  These  may  be  fairly  simple  chemicals. 
is  In  a  further  aspect,  this  invention  provides  a  method  of  rendering  a  material  storage  stable  at  20  °C, 

which  material  is  unstable  in  aqueous  solution  at  room  temperature  of  20  °C,  comprising  dissolving  the 
material  in  a  water-soluble  or  water-swellable  substance  or  solution  thereof  and  forming  the  resulting 
mixture  into  a  glassy  amorphous  state,  said  mixture  then  existing  in  said  glassy  state  at  20  °  C. 

This  process  is  capable  of  being  carried  out  without  the  use  of  any  non-aqueous  organic  solvent,  which 
20  is  advantageous  because  such  solvent  could  prove  harmful  to  many  substances.  Also  processing  with 

and/or  removal  of  organic  solvents  can  be  undesirable  for  environmental  reasons. 
A  further  feature  is  that  the  process  is  energy  efficient,  requiring  much  less  energy  than  freeze  drying. 

Most  of  the  drying  can  be  done  at  less  than  40  °  C. 

25  Material  Stored 

The  material(s)  stabilized  for  storage  may  potentially  be  any  of  a  wide  range  of  materials  which  are 
ordinarily  liable  to  undergo  a  chemical  reaction  which  is  dependent  on  diffusion  of  reacting  species. 

One  category  of  materials  to  which  the  invention  is  applicable  is  proteins  and  peptides,  including 
30  derivatives  thereof  such  as  glycoproteins.  Such  proteins  and  peptides  may  be  any  of:  enzymes,  transport 

proteins,  e.g.  haemoglobin,  immunoglobulins,  hormones,  blood  clotting  factors  and  pharmacologically  active 
proteins  or  peptides. 

Another  category  of  materials  to  which  the  invention  is  applicable  comprises  nucleosides,  nucleotides, 
dinucleotides,  oligonucleotides  (say  containing  up  to  four  nucleotides)  and  also  enzyme  cofactors,  whether 

35  or  not  these  are  nucleotides.  Enzyme  substrates  in  general  are  materials  to  which  the  invention  may  be 
applied. 

The  material  for  stabilisation  and  storage  may  be  isolated  from  a  natural  source,  animal,  plant,  fungal  or 
bacterial,  or  may  be  produced  by  and  isolated  from  cells  grown  by  fermentation  in  artificial  culture.  Such 
cells  may  or  may  not  be  genetically  transformed  cells. 

40  The  material  will  need  to  be  soluble  in  aqueous  solution,  at  least  to  the  extent  of  forming  a  dilute 
solution  which  can  be  used  for  incorporation  into  the  glass  forming  substance. 

As  mentioned  above,  a  development  of  this  invention  is  to  store  more  than  one  component  of  a  reacting 
system  in  a  glass.  This  can  be  useful  for  materials  which  will  be  required  to  be  used  together  in,  for 
example,  an  assay  or  a  diagnostic  kit. 

45  Storing  the  materials  as  a  single  glassy  preparation  provides  them  in  a  convenient  form  for  eventual 
use.  For  instance,  if  an  assay  requires  a  combination  of  a  substrate,  or  cofactor  and  an  enzyme,  two  or  all 
three  could  be  stored  in  a  glass  in  the  required  concentration  ratio  and  be  ready  for  use  in  the  assay. 

If  multiple  materials  are  stored,  they  may  be  mixed  together  in  an  aqueous  solution  and  then 
incorporated  together  into  a  glass.  Alternatively  they  may  be  incorporated  individually  into  separate  glasses 

50  which  are  then  mixed  together. 
When  multiple  materials  are  stored  as  a  single  composition  (which  may  be  two  glasses  mixed  together) 

one  or  more  of  the  materials  may  be  a  protein,  peptide,  nucleoside,  nucleotide  or  enzyme  cofactor.  It  is  also 
possible  that  the  materials  may  be  simpler  species.  For  instance  a  standard  assay  procedure  may  require 
pyruvate  and  NADH  to  be  present  together.  Both  can  be  stored  alone  with  acceptable  stability.  However, 

55  when  brought  together  in  aqueous  solution  they  begin  to  react.  If  put  together  in  required  proportions  in  the 
glassy  state  they  do  not  react  and  the  glass  can  be  stored. 
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The  Glass-Forming  Substance 

A  glass  is  defined  as  an  undercooled  liquid  with  a  very  high  viscosity,  that  is  to  say  at  least  1013  Pa.s, 
probably  10H  Pa.s  or  more. 

5  Normally  a  glass  presents  the  appearance  of  a  homogeneous,  transparent,  brittle  solid  which  can  be 
ground  or  milled  to  a  powder.  In  a  glass,  diffusive  processes  take  place  at  extremely  low  rates,  such  as 
microns  per  year.  Chemical  or  biochemical  changes  including  more  than  one  reacting  moiety  are  practically 
inhibited. 

Above  a  temperature  known  as  the  glass  transition  temperature  Tg,  the  viscosity  drops  rapidly  and  the 
io  glass  turns  into  a  rubber,  then  into  a  deformable  plastic  which  at  even  higher  temperatures  turns  into  a  fluid. 

The  glass  forming  substance  employed  in  this  invention  must  be  hydrophilic  -  either  water-soluble  or 
water-swellable  -  so  that  water  will  act  as  a  plasticiser.  Many  hydrophilic  materials,  both  of  a  monomeric  and 
a  polymeric  nature  either  exist  as  or  can  be  converted  into  amorphous  states  which  exhibit  the  glass/rubber 
transitions  characteristic  of  amorphous  macromolecules.  They  have  well  defined  glass  transition  tempera- 

15  tures  Tg  which  depend  on  the  molecular  weight  and  a  molecular  complexity  of  the  glass  forming  substance. 
Tg  is  depressed  by  the  addition  of  diluents.  Water  is  the  universal  plasticiser  for  all  such  hydrophilic 
materials.  Therefore,  the  glass/rubber  transition  temperature  is  adjustable  by  the  addition  of  water  or  an 
aqueous  solution. 

For  this  invention  it  will  generally  be  necessary  that  the  glass  forming  substance,  when  anhydrous  or 
20  nearly  so,  displays  a  glass  transition  temperature  Tg  in  a  range  from  20  to  150°C,  preferably  25  to  70  °C.  If 

Tg  is  towards  the  higher  end  of  the  range,  a  lower  Tg  can  be  achieved  by  adding  water  which  can  be 
removed  after  the  material  which  is  to  be  stored  has  been  incorporated  into  the  glass.  Mixtures  of  glass 
forming  substances  may  be  used  if  the  components  are  miscible  as  a  solid  solution.  If  so,  material(s)  of 
lower  Tg  serve  as  plasticiser(s)  for  material(s)  of  higher  Tg. 

25  If  Tg  of  the  final  composition  is  sufficiently  high,  storage  can  be  at  room  temperature.  However,  if  Tg  of 
the  composition  is  close  to  or  below  room  temperature  it  may  be  necessary  or  desirable  to  refrigerate  the 
glassy  composition  if  storage  is  for  a  prolonged  period.  This  is  less  convenient  but  still  is  more  economical 
than  freeze-drying. 

If  the  composition  is  heated  above  its  Tg  during  storage,  it  will  change  to  its  rubbery  state.  Even  in  this 
30  condition  stored  materials  are  stable  for  a  considerable  period  of  time.  Consequently,  it  may  well  do  no 

harm  if  the  temperature  of  the  stored  material  is  allowed  to  go  above  Tg  for  a  limited  time,  such  as  during 
transportation. 

If  a  composition  is  maintained  above  its  Tg  (and  therefore  in  a  rubbery  condition)  the  storage  life  will  be 
limited  but  still  considerable  and  the  benefit  of  the  invention  will  be  obtained  to  a  reduced  extent. 

35  Conversely,  if  Tg  of  the  composition  is  well  above  room  temperature,  the  composition  is  better  able  to 
withstand  storage  at  an  elevated  temperature,  e.g.  in  a  hot  climate. 

As  mentioned  above,  Tg  of  the  formulated  composition  is  typically  5  °  below  Tg  of  the  anhydrous  glass 
forming  substance. 

The  glass  forming  substance  should  be  sufficiently  chemically  inert  towards  the  material  which  is  to  be 
40  incorporated  in  it.  An  absolute  absence  of  chemical  reactivity  may  not  be  essential,  as  long  as  it  is  possible 

to  incorporate  the  material,  store  the  glass,  and  recover  the  material  without  serious  degradation  through 
chemical  reaction. 

Many  organic  substances  and  mixtures  of  substances  will  form  a  glassy  state  on  cooling  from  a  melt. 
Carbohydrates  are  an  important  group  of  glass  forming  substances:  thus  candy  is  a  glassy  form  of 

45  sugar  (glucose  or  sucrose).  The  Tg  for  glucose,  maltose  and  maltotriose  are  respectively  31  ,  43  and  76  °  C. 
(L.  Slade  and  H.  Levine,  Non-equilibrium  behaviour  of  small  carbohydrate-water  systems,  Pure  Appl.  Chem. 
60  1841  (1988)).  Water  depresses  Tg  and  for  these  carbohydrates  the  depression  of  Tg  by  small  amounts  of 
moisture  is  approximately  6°C  for  each  percent  of  moisture  added.  We  have  determined  the  Tg  value  for 
sucrose  as  55  °  C. 

50  In  addition  to  straightforward  carbohydrates,  other  polyhydroxy  compounds  can  be  used,  such  as 
carbohydrate  derivates  like  sorbitol  and  chemically  modified  carbohydrates. 

Another  important  class  of  glass  forming  substances  are  water-soluble  or  water-swellable  synthetic 
polymers,  such  as  polyvinyl  pyrrolidone,  polyacrylamide  or  polyethyleneimine.  Here  Tg  is  a  function  of  the 
molecular  weight.  Both  of  these  classes  of  glass  forming  substances  are  suitable  for  the  present  invention. 

55  A  group  of  glass  forming  substances  which  may  in  particular  be  employed  are  sugar  copolymers 
described  in  US  Patent  3  300  474  and  sold  by  Pharmacia  under  the  Registered  Trade  Mark  "Ficoll".  This 
US  patent  describes  the  materials  as  having  molecular  weight  5,000  to  1  ,000,000  and  containing  sucrose 
residues  linked  through  ether  bridges  to  bifunctional  groups.  Such  groups  may  be  alkylene  of  2,  3  or  more 
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carbon  atoms  but  not  normally  more  than  10  carbon  atoms.  The  bifunctional  groups  serve  to  connect  sugar 
residues  together.  These  polymers  may  for  example  be  made  by  reaction  of  the  sugar  with  a  halohydrin  or 
a  bis-epoxy  compound. 

One  process  of  rendering  a  material  storage  stable  in  accordance  with  the  present  invention  commen- 
5  ces  from  an  aqueous  solution  of  the  material  (which  will  be  referred  to  as  the  active  material),  and  a  supply 

of  the  substance  into  which  it  is  to  be  incorporated,  with  this  substance  already  in  a  glassy  amorphous 
state. 

Then  a  controlled  amount  of  an  aqueous  solution  containing  the  active  material  is  incorporated  into  the 
glassy  substance,  thus  turning  it  into  a  rubber:  the  materials  are  mixed  to  homogenise  the  glass  forming 

io  substance  with  the  active  material.  The  rubbery  form  has  the  consistency  of  a  dough  and  can  be  rolled  or 
milled  into  a  thin  sheet.  This  rubber  is  then  subjected  to  reduced  pressure,  possibly  accompanied  by 
moderate  heat,  in  order  to  remove  most  of  the  added  moisture.  The  final  product  is  a  glass  with  a  glass 
temperature  slightly,  e.g.  approximately  5°,  below  that  of  the  pure  glass  forming  substance.  It  can  be  kept 
in  the  form  of  a  transparent  film  or  ground  into  a  fine  powder  or  compressed  into  tablet  form.  In  the  glassy 

is  state  (below  Tg)  the  deterioration  of  the  active  material,  by  whatever  mechanism,  is  retarded  to  the  extent 
that,  on  practical  time-scales,  even  substances  which  in  their  free  states  are  extremely  labile  are  found  to 
possess  long  shelf-lives. 

Full  biochemical  activity  is  maintained,  but  locked  in,  throughout  this  period  at  temperatures  below  Tg 
and  can  be  rapidly  released  by  resolubilization  of  the  glass  in  an  aqueous  medium. 

20  The  glass  forming  substance  and  the  amount  of  solution  added  to  it  are  chosen  so  that  the  rubbery 
material  obtained  from  the  addition  is  at  a  temperature  above  its  Tg  (or  to  put  it  another  way,  its  Tg  is  below 
the  ambient  temperature)  but  as  moisture  is  removed  the  value  of  Tg  increases  to  above  the  ambient 
temperature. 

Preferably  the  starting  substance  also  has  its  Tg  above  ambient  temperature,  so  that  lowering  of  Tg  on 
25  addition  of  aqueous  solution  lowers  this  value  from  above  ambient  to  below.  However,  it  would  be 

conceivable  to  begin  with  a  moisture-containing  substance  whose  Tg  already  lies  below  ambient,  lower  it 
further  through  addition  of  aqueous  solution  of  the  material  to  be  incorporated,  and  finally  raise  Tg  to  above 
ambient  temperature  on  drying. 

The  amount  of  aqueous  solution  which  can  and  should  be  added  to  form  a  rubbery  dough  may  well  be 
30  found  by  trial  and  error.  It  is  likely  to  be  not  more  than  5%  by  weight  based  on  the  glass  forming 

substance.  The  steps  of  adding  solution  to  form  a  rubbery  dough  and  drying  this  back  to  a  glassy  state  can 
be  repeated  to  build  up  the  concentration  of  active  material  in  the  glass. 

If  desired,  the  Tg  value  of  a  sample  of  a  glass  forming  substance  can  be  determined,  and  determined 
again  after  mixing  in  varying  amounts  of  water,  so  as  to  be  able  to  plot  a  graph  of  Tg  against  moisture 

35  content. 
Tg  values  can  be  determined  with  a  differential  scanning  calorimeter  and  can  be  detected  as  a  point  at 

which  a  plot  of  heat  input  against  temperature  passes  through  an  inflection  point  -  giving  a  maximum  of  the 
first  temperature  derivative. 

Vacuum  applied  to  assist  the  removal  of  water  from  the  rubbery  composition  need  not  be  particularly 
40  hard.  Suitably  it  is  less  than  90%  of  normal  atmospheric  pressure.  A  pressure  which  is  80%  of  normal 

atmospheric  pressure  has  been  found  adequate.  A  harder  vacuum  may  be  employed,  however,  if  this  is 
found  convenient. 

Heating  of  the  doughy  mixture  to  remove  moisture  may  be  at  a  temperature  not  above  80  °  ,  and  for  a 
protein  is  preferably  not  above  60  °C.  Heating  may  not  be  necessary:  evaporation  of  moisture  under 

45  reduced  pressure  may  proceed  to  a  sufficiently  low  moisture  content  even  at  room  temperature  of  around 
20  °C,  but  of  course  heat  accelerates  the  evaporation. 

Another  process  for  rendering  material  storage  stable  in  accordance  with  the  present  invention  can 
enable  the  material  to  be  stored  and  recovered  at  a  greater  concentration  of  active  material  relative  to  the 
carrier  substance.  In  this  process  a  quantity  of  the  carrier  substance,  or  a  solution  thereof,  is  added  to  a 

50  solution  of  the  active  material.  When  the  added  carrier  substance  has  dissolved  fully,  the  solution  may  be 
divided  into  convenient  portions,  e.g.  0.1  to  1ml.  The  samples  of  solution  are  placed  under  reduced 
pressure  so  that  water  is  evaporated  from  them  until  the  carrier  substance  is  in  a  glassy  state.  Typical 
conditions  are  to  commence  the  evaporation  at  a  temperature  not  exceeding  40  °  C,  preferably  in  the  range 
from  20  to  30  °  C  and  continue  it  for  some  hours,  for  instance  24  to  36  hours.  As  evaporation  continues  the 

55  glass  temperature  of  the  residual  material  rises.  Evaporation  for  the  period  indicated  can  be  sufficient  to 
achieve  a  glass  transition  temperature  exceeding  30  °C.  Once  such  a  sufficiently  high  glass  transition 
temperature  has  been  achieved  the  temperature  may  be  raised  while  evaporation  continues.  For  instance 
once  the  glass  transition  temperature  has  reached  a  level  of  30  °  C  the  temperature  may  be  raised  to  within 

5 
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a  range  of  40  to  70  "C,  e.g.  60  °C  for  a  shorter  time  such  as  two  hours.  For  this  procedure  also,  vacuum 
used  to  bring  about  evaporation  of  water  does  not  need  to  be  particularly  hard,  although  the  reduced 
pressure  may  for  instance  be  not  greater  than  90%  of  atmospheric,  e.g.  about  80%.  It  may  also  be  found 
that  heating  is  unnecessary:  evaporation  without  heating  for  an  extended  time  may  achieve  a  sufficiently  low 

5  moisture  content. 
In  the  above,  the  carrier  substance  may  be  added  in  a  dry  state,  e.g.  a  powder,  or  as  a  solution. 
Recovery  (i.e.  reactivation)  of  stored  material  can  be  effected  by  simply  adding  water  or  aqueous 

solution  to  a  quantity  of  the  glass  with  the  active  material  therein.  If  the  carrier  substance  is  water-soluble 
the  result  is  a  solution  of  the  material  and  the  carrier  substance. 

w  Separation  by  chromatography  to  isolate  the  stored,  active  material  from  the  glass  forming  substance  is 
possible.  However,  in  general  it  will  be  neither  desirable  nor  necessary.  Instead  the  glass  forming  substance 
is  chosen  so  that  it  will  not  interfere  with  the  use  (e.g.  assay)  of  the  stored,  active  material. 

In  the  case  of  a  water-swellable  glass  forming  substance,  it  will  remain  out  of  solution,  perhaps  as  a  gel, 
and  the  solution  of  the  material  can  be  separated  by  centrifugation  if  required. 

75  The  suitability  of  an  intended  glass  forming  substance  and  conditions  for  incorporation  of  material  into  it 
can  both  be  checked  by  preparing  a  glass  with  the  material  incorporated,  and  then  recovering  the  material 
without  any  substantial  period  of  storage. 

Storage  stability  can,  if  desired,  be  tested  by  storage  at  a  higher  temperature  such  as  35  'C  or  even 
50  °  C  which  gives  an  accelerated  test. 

20  A  further  aspect  of  this  invention  is  use  of  a  composition  according  to  the  invention  to  provide  a  solution 
of  the  stored  material,  by  addition  of  water  or  aqueous  solution  to  the  composition.  The  application  to  which 
the  solution  of  recovered  material  is  put  may  or  may  not  be  a  therapeutic  use. 

EXAMPLES 
25 

In  the  examples  which  follow,  Examples  1  to  4  illustrate  the  first  process  referred  to  above  in  which  a 
solution  containing  the  active  material  is  incorporated  into  the  glassy  carrier  substance,  turning  it  temporar- 
ily  into  a  rubbery  state.  Examples  5  onwards  illustrate  the  second  process  described  above  in  which  the 
carrier  substance  is  added  to  a  solution  of  the  active  material  and  the  resulting  solution  is  then  evaporated 

30  to  the  glassy  state. 
In  some  of  the  Examples,  material  is  stored  at  a  temperature  above  ambient,  to  provide  an  accelerated 

test  of  storage  life. 
Examples  1  and  2  describe  the  storage  of  lactate  dehydrogenase  (LDH)  which  is  assayed  using  a 

combination  of  NADH  and  pyruvate.  Example  4  shows  the  storage  of  the  unstable  mixture  of  NADH  with 
35  pyruvate.  This  would  provide  a  suitable  material  for  use  in  carrying  out  LDH  assays,  but  in  Example  4  that 

assay  procedure  is  used  to  confirm  the  activity  of  the  NADH/pyruvate  after  storage. 
Example  3  describes  storage  of  restriction  enzyme,  and  the  activity  of  the  stored  enzyme  is  confirmed 

by  showing  that  its  effect  on  DNA  remains  unchanged. 

40  Example  1 

The  glass  forming  substance  employed  was  Ficoll  400  DL  (Pharmacia,  Reg.  Trade  Mark)  which  is  a 
copolymer  of  sucrose  and  epichlorohydrin.  It  is  water-soluble  and  has  a  Tg  of  97  °C.  4  grams  of  the  Ficoll 
was  weighed  (ws)  into  a  dry  Universal  tube.  About  50%  was  placed  into  a  dry  mortar  and  0.2ml  of  a  solution 

45  containing  1,000  units/mi  lactate  dehydrogenase  LDH  (ex  rabbit  muscle)  in  0.01  M  phosphate  buffer  pH  7.0 
was  added  and  mixed  well  into  the  Ficoll.  A  further  0.2ml  of  LDH  solution  was  then  incorporated  into  the 
mix.  A  small  amount  of  Ficoll  was  added,  until  a  dough  was  obtained  which  did  not  adhere  to  the  pestle. 
The  dough  was  rolled  out  on  a  tile  to  give  a  sheet  of  approx  1mm  thickness.  It  was  separated  from  the  tile 
with  a  knife  and  lightly  replaced  onto  the  tile  which  was  then  heated  in  an  oven  for  30  minutes  at  45-50  "C. 

so  The  sheet  was  removed  from  the  oven  and  ground  to  a  fine  free-flowing  powder  which  was  stored  in  a 
sealed  tube.  The  unused  Ficoll  was  weighed  (we).  The  powder  containing  the  LDH  was  stored  in  the 
laboratory  where  temperatures  fluctuated  between  20  and  35  •  C. 

55 

6 
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The  LDH  activity  of  the  powder,  assuming  no  loss  of  LDH  activity,  should  be  given  by  the  relationship: 

LDH  a c t i v i t y   (  u n i t s   / g r a m s   )  -  a p p r o x   0 . 4   I  
(wg  -  w e )  

where  I  is  the  initial  concentration  of  LDH  in  the  solution  in  units/ml. 
w  The  actual  LDH  activity  of  the  powder  was  assayed.  On  the  assumption  that  the  powder  contained 

negligible  moisture,  the  powder  was  dissolved  in  phosphate  buffer  (0.01  M,  pH  7)  to  give  a  test  solution 
calculated  to  be  a  1  to  1  ,000  dilution  of  the  original  solution.  This  would  contain  1  unit  of  LDH  per  ml  if 
enzyme  activity  was  entirely  preserved.  Its  actual  activity  was  determined  by  the  following  procedure 
(Hatley,  Franks  and  Mathias,  Process  Biochemistry,  December  1987  page  170). 

75  2.7ml  of  0.01  M  phosphate  buffer  pH  7,  0.1ml  of  2mg  ml-1  NADH,  and  0.1ml  of  10mM  pyruvate  were 
placed  into  a  cuvette  of  path  length  10mm.  The  cuvette  was  capped  and  shaken.  0.1ml  of  the  test  solution 
was  added  and  the  cuvette  again  capped  and  shaken.  The  absorbance  at  340  nm  was  recorded  at  30 
second  intervals  for  a  total  period  of  three  minutes.  The  temperature  of  the  solution  was  also  noted.  A 
period  during  which  the  absorbance  change  was  linear  with  time  was  selected  and  the  absorbance  change 

20  per  minute,  A  A,  calculated.  The  enzyme  activity  was  calculated  as  follows: 

LDH  a c t i v i t y   ( u n i t s   p e r   m i l l i g r a m )   -  A  A  x  TCF 
6 . 2 5   x  C 

where: 
A  A  =  the  absorbance  change  per  minute  at  340  nm. 
6.25  =  a  correction  factor  for  the  molar  absorbance  of  NADH. 

30  TCF  =  a  temperature  correction  factor  which  must  be  applied  for  assays  performed  at  temperatures 
other  than  25  •C. 

C  =  the  concentration  of  the  protein  (mg  ml-1).  No  loss  of  LDH  activity  could  be  detected  after  storage 
for  5  months. 

The  stability  of  the  product  was  compared  to  that  of  a  commercial  LDH  preparation  in  2.1  M  ammonium 
35  sulphate  (Type  II,  10,000  units/ml  ex  Sigma)  which  was  stored  at  25  "C  and  assayed  periodically  by  the 

above  method.  The  activity  of  this  commercial  preparation  decreased  on  average  by  1.2%  per  day  over  the 
first  45  days. 

Example  2 
40 

A  quantity  of  crystalline  sucrose  was  gently  heated  to  melting  on  a  hotplate  under  a  dry,  oxygen-free 
atmosphere.  (Dry  nitrogen  was  used).  The  sucrose  was  allowed  to  cool  to  give  a  transparent  glass  and  was 
then  ground  into  a  fine  powder,  still  under  a  dry  atmosphere,  and  stored  in  a  stoppered  tube.  0.4ml  of  an 
LDH  solution,  containing  4,000  units/ml,  in  0.01  M  phosphate  buffer  pH  7.0  was  added  to  4g  of  the  sucrose 

45  glass  and  mixed  using  a  pestle  and  mortar.  The  resulting  paste  was  rolled  out  on  a  tile  into  a  thin  sheet 
which  was  then  freed  from,  and  lightly  replaced  on  the  tile.  It  was  next  heated  in  an  oven  for  30  minutes  at 
40-50  *C  after  which  it  was  allowed  to  cool.  It  was  then  ground  into  a  fine,  free-flowing  powder,  all 
operations  being  performed  under  the  exclusion  of  moisture.  The  powder  was  stored  in  an  air-tight 
stoppered  tube  at  25  *C.  The  LDH  activity  of  the  powder,  assuming  no  loss  of  activity,  should  be  given  by: 

50 
LDH  activity  (units/g  solid  product)  =  approx  0.1  I 

where  I  is  the  initial  LDH  activity  (units/ml)  in  the  solution  used  to  prepare  the  glass. 
The  preparation  was  assayed  periodically  for  LDH  activity,  as  described  in  Example  1.  No  loss  of 

55  activity  could  be  detected  after  1  month  storage  at  25  °C. 
The  glass  temperature  of  the  preparation  was  determined  by  differential  scanning  calorimetry  as  32  °C. 

7 
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Example  3 

To  1g  Ficoll  400  were  added  100ul  of  a  solution  of  EcoR  I  restriction  endonuclease  in  50%  aqueous 
glycerol  and  a  glass  was  prepared  as  described  in  Example  1.  The  final  preparation  was  stored  for  10  days 

5  in  the  laboratory  with  temperatures  fluctuating  between  20  and  30  °C. 
A  quantity  of  the  preparation  equivalent  to  2  units  of  enzyme,  based  on  the  assumption  that  the  enzyme 

was  still  fully  active,  was  dissolved  in  the  following  buffer:  100  mM  Tris-HCI  pH  7.5,  10  mM  MgCb,  50  mM 
NaCI,  0.1mg/mi  bovine  serum  albumin.  An  assay  for  enzyme  activity  was  carried  out  by  the  following 
procedure  (which  is  taken  from  LKB  Laboratory  Manual;  LKB  2013  Miniphor  Submarine  Electrophoresis  Unit 

w  1985,  Chapter  6).  The  solution  was  incubated  with  1u.g  lamda-DNA  for  1  hour  at  37  °C.  Electrophoresis  of 
the  incubation  mixture  was  then  carried  out  on  0.5%  agarose  gel  in  Tris/borate  buffer  in  standard  manner. 
The  DNA  breakdown  bands  observed  on  the  gel  corresponded  exactly  with  those  of  a  control  run  with  a 
fresh  enzyme  solution. 

15  Example  4 

A  solution  containing  100mg/ml  NADH  and  33mg/ml  pyruvate  was  prepared.  0.4ml  of  this  solution  were 
incorporated  into  4g  of  a  sucrose  glass  and  the  mixture  processed,  as  described  in  Example  2.  The  mixed 
glass  was  stored  in  20mg  quantities  in  spectrophotometer  cuvettes  which  were  closed  with  sealing  film  and 

20  kept  in  a  laboratory  where  the  temperature  fluctuated  between  20  and  35  'C.  The  glass  was  stored  for  14 
days. 

For  purposes  of  assay,  the  contents  of  a  cuvette  were  dissolved  in  2.7ml  of  0.01  M  phosphate  buffer  (pH 
7.0)  and  0.1ml  of  a  LDH  solution  containing  1  unit/ml  was  added.  The  absorbance  at  340  nm  was  recorded 
at  30  second  intervals  for  a  total  period  of  3  minutes  and  the  temperature  of  the  solution  was  measured. 

25  The  apparent  LDH  enzyme  activity  was  determined  from  the  period  during  which  the  absorbance  change 
was  linear  with  time.  The  activity  was  calculated  as  in  Example  1.  A  control  assay  was  carried  out  with  fresh 
solutions  of  NADH  and  pyruvate.  The  apparent  activity  obtained  using  the  dissolved  glass  closely  matched 
the  control  value. 

30  Example  5 

The  active  material  was  glutamate  dehydrogenase.  532mg  of  Ficoll  400  DL  as  used  in  Example  1  was 
added  to  20ml  of  a  glutamate  dehydrogenase  solution,  containing  13.3mg/ml  protein.  The  protein:Ficoll  ratio 
was  therefore  1:2.  The  sample  was  then  divided  into  eighty  0.25ml  portions  and  dried  at  37  'C  under 

35  reduced  pressure  (about  80%  of  atmospheric)  for  24  hours.  The  sample  was  then  divided  into  two  batches 
of  40  vials.  One  batch  was  heated  under  reduced  pressure  for  a  further  two  hours  at  60  °C.  The  batches 
were  then  further  subdivided  and  stored  under  a  range  of  conditions  (see  below).  Vials  were  periodically 
rehydrated  by  adding  2.23  ml  of  50  mM  Tris/HCI  buffer  at  pH  7.5,  containing  0.3mM  EDTA  to  give  a 
solution  which,  assuming  no  loss  of  activity,  would  have  contained  100  units  of  enzyme  per  ml.  This  was 

40  serially  diluted  to  1  unit/ml  in  the  same  buffer.  The  actual  activity  of  the  recovered  enzyme  was  determined. 
The  assay  procedure  for  recovered  enzyme  made  use  of  the  following  solutions: 

Solutions 

45  1.  50mM  Tris/HCL  pH  7.5  +  0.3  mM  EDTA 
2.  4.5mg/ml  NADH  in  solution  1 
3.  4.0125g  NH+  CI  in  25  ml  H20 
4.  97mg  a-ketoglutarate  (disodium  salt)  in  50ml  solution  1. 
To  carry  out  the  assay  2.6ml  of  solution  4,  0.2ml  of  solution  3  and  0.1ml  of  solution  2  were  mixed  in  a 

so  3ml  cuvette.  0.1ml  of  the  recovered  enzymes  solution  was  added.  The  absorbance  at  340  nm  was  observed 
over  5  minutes  and  the  activity  of  the  enzyme  calculated  from  the  change  (A  A)  in  absorbance  during  the  5 
minute  period.  Activity  was  calculated  using  the  following  formula: 

55  A c t i v i t y   ( u n i t s / m l )   *  A  A  x  3 
5  x  0 . 6 2 2  

8 
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The  results  obtained  are  set  out  in  the  following  Table  in  which  "initial  activity"  denotes  the  activity  of 
enzyme  which  was  recovered  after  only  a  minimal  period  of  storage.  The  activities  are  quoted  as 
percentages  of  the  theoretical  value  of  activity  assuming  this  had  been  retained  fully.  A  quantity  of  a 
commercially  freeze-dried  glutamate  dehydrogenase  (whose  activity  before  freeze  drying  was  stated  by  the 
supplier)  was  divided  into  several  portions  and  stored  at  25  °C  for  varying  periods  and  assayed  in  the  same 
way.  Its  activity  is  also  quoted  as  percentages  of  the  theoretical  activity.  The  results  for  this  material  are 
included  in  the  Table. 
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As  can  be  seen  from  these  results,  experimental  error  gives  rise  to  some  variation  in  figures,  but  these 
do  nevertheless  show  very  substantial  retention  of  activity  over  prolonged  storage  and  much  better  retention 
of  activity  than  with  freeze-dried  material. 
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Example  6 

2.50ml  of  ascorbate  oxidase  (21.25mg  protein)  solution  was  prepared.  To  this  was  added  2.50ml  of  Tris 
buffer  pH  7.6  containing  21.25mg  Ficoll  400,  giving  a  protein:Ficoll  weight  ratio  of  1:1.  This  was  then  divided 

5  into  ten  0.5ml  portions  and  dried  at  37  "C  under  reduced  pressure  of  about  80%  of  atmospheric  for  24 
hours.  The  samples  were  next  heated,  still  under  reduced  pressure,  for  a  further  two  hours  at  60  °C. 
Storage  was  on  a  laboratory  shelf  (temperature  fluctuations  between  17  and  28  °C).  After  varying  periods  of 
storage,  samples  were  rehydrated  by  addition  of  2.5  ml  of  0.4  mM  Na2HPCU  containing  0.5%  Bovine  serum 
albumin.  It  was  then  serially  diluted  in  more  of  the  same  solution  so  that  its  activity  would  be  0.2  units/ml,  if 

to  activity  had  been  fully  retained,  and  assayed.  The  activity  relative  to  the  starting  value  was  determined. 
Assay  was  carried  out  using  a  standard  assay  procedure  published  by  Boeringer  Mannheim.  The  assay 

monitors  the  decrease  in  absorbance  at  245  nm  as  the  enzyme  catalyses  the  oxidation  of  a  known  solution 
of  ascorbic  acid.  Enzyme  which  had  been  stored  for  2  months  at  35  °C  was  found,  within  the  limits  of 
experimental  error,  to  have  the  same  activity  as  enzyme  which  was  stored  for  only  a  very  short  time. 

75 
Example  7 

Lactate  dehydrogenase  was  incorporated  into  Ficoll  400  using  the  procedure  of  Example  5.  The 
Ficolkenzyme  ratio  was  0.23:0.26.  Samples  were  stored  for  various  periods  and  then  recovered  by  adding 

20  0.01  M  phosphate  buffer  in  a  quantity  which  would  give  a  theoretical  activity  of  1  unit/ml,  assuming  full 
retention  of  activity.  The  recovered  solutions  were  assayed  using  the  procedure  set  out  in  Example  1.  The 
measured  activity  of  recovered  material,  as  a  percentage  of  the  theoretical  activity  was: 

Before  Drying  Storage  period  (days) 

1  14  21  28  35  180 

100%  91%  81%  91%  112%  97%  98% 

30 
Example  8 

Cytochrome  C  reductase  was  incorporated  into  Ficoll  400  by  the  procedure  of  Example  5.  The  ratio  of 
enzyme:Ficoll  was  1:1.  Samples  were  subjected  to  an  accelerated  test,  viz.  stored  for  14  days  at  35  °C,  and 

35  then  recovered  by  adding  4  ml  of  0.2M  KHCO3  to  give  a  solution  with  a  theoretical  activity  of  0.87  unit/ml 
assuming  full  retention  of  activity.  The  recovered  material  was  assayed  using  a  procedure  given  in 
"Methods  in  Enzymology"  by  Mahler,  Volume  II  1955  p.  688.  It  was  found  that  the  recovered  material  had 
an  activity  of  88%  of  the  theoretical  value. 

40  Example  9 

Glycerol-3-phosphate  dehydrogenase  was  incorporated  into  Ficoll  400  by  the  procedure  of  Examples. 
The  ratio  of  enzyme:Ficoll  was  1:2.  Samples  were  subjected  to  an  accelerated  storage  test  by  storage  at 
35  °C.  After  7  days  storage  the  material  was  recovered  by  adding  0.05M  Tris/HCI  buffer  at  pH  7.6.  This  also 

45  contained  2  mg/ml  albumin  and  0.74  mg/ml  EDTA.  The  recovered  material  was  assayed  using  a  procedure 
published  by  Biozyme  Laboratories  in  which  the  enzyme  catalyses  the  reaction: 

50 
d i h y d r o x y a c e t o n e   p h o s p h a t e   g l y c e r o l - 3 - p h o s p h a t e  
+  NADH  +  NAD 

and  the  oxidation  of  NADH  is  followed  spectrophotometrically  at  340  nm. 
It  was  found  that  after  7  days  storage  at  35  •  C  the  activity  was  96%  of  the  activity  of  a  control  sample 

55  which  was  rehydrated  immediately  after  being  incorporated  into  Ficoll. 

10 
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Example  10 

Alpha-glucosidase  was  incorporated  into  Ficoll  400  using  the  procedure  of  Example  5.  The 
Ficoll:enzyme  ratio  was  1:1.  As  an  accelerated  test,  samples  were  stored  for  various  periods  at  35  °C  and 

5  then  recovered  by  adding  4  mis  of  0.067M  phosphate  buffer  at  pH  7.0  to  give  a  solution  whose  theoretical 
activity,  assuming  full  retention  of  activity,  was  2  units/ml.  The  recovered  solutions  were  assayed  by  a 
procedure  described  by  H.  Halvorson,  Methods  in  Enzymology  8  559  (1966).  The  actual  activity  of 
recovered  material  relative  to  the  theoretical  value  was: 

Before  Drying  Storage  period  (days  at  35  •  C) 

1  4  11  90 

100%  100%  103%  95%  70% 

75 

Example  1  1 

Pyruvate:  5g  of  Ficoll  400  was  added  to  20ml  of  10  mM  sodium  pyruvate  solution.  The  solution  was 
20  then  divided  into  40  portions,  each  containing  0.25ml  portions  and  processed  in  the  manner  described  for 

Example  5  to  give  glasses. 
NADH:  5g  of  Ficoll  400  was  added  to  20ml  of  a  2mg/ml  NADH  solution.  This  was  divided  into  40 

portions,  each  containing  0.25ml,  and  processed  as  in  Example  5  to  give  glasses. 
At  intervals  following  storage  one  sample  of  each  reagent  was  rehydrated  and  the  solutions  mixed. 

25  They  were  assayed  by  the  standard  method  described  in  Example  4.  After  3  months  storage  at  ambient 
temperature  their  ability  to  react  in  the  LDH  assay  was  100%  of  the  control  value  obtained  at  the  initiation  of 
storage. 

Example  12 
30 

NADH  and  pyruvate  were  processed  as  in  Example  11.  Portions  of  each  resulting  glass  powder  were 
mixed  together.  One  such  mixture  was  at  once  rehydrated  and  assayed  by  the  procedure  of  Example  4. 
The  reaction  mixture  consisted  of  2.8  mis  0.01  M  phosphate  buffer,  0.1  ml  of  rehydrated  NADH/pyruvate 
mixture,  and  0.1  mis  of  1  unit/ml  enzyme  solution.  The  change  in  absorbance  at  340  nm  over  three  minutes 

35  was  defined  as  100%. 
A  further  mixture  was  stored  for  one  week  and  then  rehydrated  and  assayed  in  the  same  way.  Within 

the  limits  of  experimental  error,  its  activity  was  the  same.  Thus  there  had  been  no  reaction  of  the  NADH  and 
pyruvate  during  storage. 

40  Example  13 

A  range  of  carrier  materials  were  used  in  a  standard  procedure  in  which  the  stored  active  material  is 
lactate  dehydrogenase.  In  each  case,  a  solution  consisting  of  0.05g  of  carrier  dissolved  in  100ml  0.01  M 
phosphate  buffer  was  prepared.  1ml  of  10mg/ml  lactate  dehydrogenase  solution  was  then  added  to  20ml  of 

45  the  prepared  solution.  The  solution  thus  created  was  divided  into  0.5ml  aliquots  in  glass  vials.  These  were 
dried  under  reduced  pressure  of  about  80%  atmospheric  in  a  vacuum  oven  at  36  °C  for  24  hours.  After 
drying  the  vials  were  sealed  and  stored  at  ambient  temperature.  The  product  had  a  carrier:protein  ratio  by 
weight  of  1:0.22. 

Some  samples  were  rehydrated  immediately  by  addition  of  phosphate  buffer.  Others  were  stored  for 
50  various  lengths  of  time  and  then  rehydrated.  The  activity  of  enzyme  was  determined  as  in  Example  1. 

Activity  of  enzyme  is  expressed,  in  each  case,  as  activity  relative  to  that  of  enzyme  rehydrated  in  the  first 
week  after  drying.  Results  are  set  out  in  the  following  Table,  in  which 
"PVP"  denotes  polyvinylpyrollidone, 
"GPS"  denotes  6-O-a-D-glucopyranosyl-D-sorbitol. 

55  "Palatinit"  is  a  product  of  Sudzucker  Aktiengesellschaft,  Mannheim-Ochsenfurt,  Germany,  and  consisting  of 
an  equimolecular  mixture  of  a-D-glucopyranosyl-1  ,6-mannitol  and  a-D-glucopyranosyl-1  ,6-sorbitol. 

11 
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45 
Claims 
Claims  for  the  following  Contracting  States  :  BE,  CH,  DE,  FR,  GB,  IT,  LI,  NL,  SE 

1.  A  composition  which  is  storage  stable  at  20  °  C  comprising: 
50  i)  a  carrier  substance  which  is  water-soluble  or  water-swellable  and  is  in  a  glassy  amorphous  state; 

ii)  at  least  one  material  to  be  stored,  which  is  unstable  in  aqueous  solution  at  room  temperature  of 
20  °C  and  which  is  dissolved  in  the  said  amorphous  carrier  substance,  said  composition  displaying  a 
glass  transition  temperature  of  at  least  20  °C  so  as  to  exist  in  a  glassy  state  at  20  °C  with  the  proviso 
that  the  carrier  substance  is  not  a  compound  selected  from  lactitol,  lactose,  maltose  and  sucrose 

55  mixed  with  diethylaminoethyldextran  in  weight  ratio  ranging  from  200:1  to  1:10. 

2.  A  composition  which  is  storage  stable  at  20  °C  comprising: 
i)  a  carrier  substance  which  is  water-soluble  or  water-swellable  and  is  in  a  glassy  amorphous  state; 

12 
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ii)  at  least  one  material  to  be  stored,  which  is  unstable  in  aqueous  solution  at  room  temperature  of 
20  •  C  and  which  is  dissolved  in  the  said  amorphous  carrier  substance,  said  composition  displaying  a 
glass  transition  temperature  of  at  least  30  °  C  so  as  to  exist  in  a  glassy  state  at  30  •  C. 

5  3.  A  composition  according  to  claim  1  or  claim  2  wherein  the  material  to  be  stored  is  selected  from 
proteins,  peptides,  nucleosides,  nucleotides,  dimers  or  oligomers  of  nucleosides  or  nucleotides, 
enzyme  cofactors,  and  derivatives  of  any  of  the  foregoing  having  one  or  more  additional  moieties 
bound  thereto. 

w  4.  A  composition  according  to  claim  1  or  claim  2  wherein  the  dissolved  material  to  be  stored  is  a  plurality 
of  materials  which  form  part  or  all  of  a  reacting  system. 

5.  A  composition  according  to  any  one  of  the  preceding  claims,  having  a  water  content  not  exceeding  4% 
by  weight. 

15 
6.  A  composition  according  to  any  one  of  the  preceding  claims  wherein  carrier  substance  is  selected  from 

carbohydrates  and  derivatives  thereof  which  are  polyhydroxy  compounds. 

7.  A  composition  according  to  claim  6  wherein  the  carrier  substance  is  a  sugar  polymer  containing  sugar 
20  residues  linked  through  ether  bridges  to  bifunctional  groups  other  than  carbohydrates. 

8.  A  composition  according  to  any  one  of  claims  1  to  5  wherein  the  carrier  substance  is  a  synthetic 
polymer. 

25  9.  A  method  of  rendering  a  material  storage  stable  at  20  °C,  which  material  is  unstable  in  aqueous  solution 
at  room  temperature  of  20  °C,  comprising  dissolving  the  material  in  a  carrier  substance  which  is  water- 
soluble  or  water-swellable,  or  in  a  solution  thereof,  so  that  the  material  is  dissolved  in  said  carrier 
substance,  and  forming  the  resulting  mixture  into  a  glassy  amorphous  state,  said  mixture  displaying  a 
glass  transition  temperature  of  at  least  20  °C  so  as  to  exist  in  a  glassy  state  at  20  °C  with  the  proviso 

30  that  the  carrier  substance  is  not  a  compound  selected  from  lactitol,  lactose,  maltose  and  sucrose  mixed 
with  diethylaminoethyldextran  in  weight  ratio  ranging  from  200:1  to  1:10. 

10.  A  method  of  rendering  a  material  storage  stable  at  20  °C,  which  material  is  unstable  in  aqueous  solution 
at  room  temperature  of  20  °C,  comprising  dissolving  the  material  in  a  carrier  substance  which  is  water- 

35  soluble  or  water-swellable,  or  in  a  solution  thereof,  so  that  the  material  is  dissolved  in  said  carrier 
substance,  and  forming  the  resulting  mixture  into  a  glassy  amorphous  state,  said  mixture  displaying  a 
glass  transition  temperature  of  at  least  30  °  C  so  as  to  exist  in  a  glassy  state  at  30  °  C. 

11.  A  method  according  to  claim  9  or  claim  10  wherein  forming  the  said  mixture  into  an  amorphous  state  is 
40  effected  by  evaporation  under  subatmospheric  pressure. 

12.  A  method  according  to  claim  11  wherein  evaporation  is  commenced  at  a  temperature  of  20  to  40  °C 
and  subsequently  continued  at  a  temperature  of  40  to  70  °C. 

45  13.  A  method  according  to  claim  11  or  claim  12  wherein  the  subatmospheric  pressure  is  not  greater  than 
90%  of  atmospheric. 

Claims  for  the  following  Contracting  State  :  DK 

50  1.  A  composition  which  is  storage  stable  at  20  °  C  comprising: 
i)  a  carrier  substance  which  is  water-soluble  or  water-swellable  and  is  in  a  glassy  amorphous  state; 
ii)  at  least  one  material  to  be  stored,  which  is  unstable  in  aqueous  solution  at  room  temperature  of 
20  °  C  and  which  is  dissolved  in  the  said  amorphous  carrier  substance,  said  composition  displaying  a 
glass  transition  temperature  of  at  least  20  °C. 

55 
2.  A  composition  which  is  storage  stable  at  20  °  C  comprising: 

i)  a  carrier  substance  which  is  water-soluble  or  water-swellable  and  is  in  a  glassy  amorphous  state; 

13 
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ii)  at  least  one  material  to  be  stored,  which  is  unstable  in  aqueous  solution  at  room  temperature  of 
20  °C  and  which  is  dissolved  in  the  said  amorphous  carrier  substance,  said  composition  displaying  a 
glass  transition  temperature  of  at  least  30  °  C  so  as  to  exist  in  a  glassy  state  at  30  •  C. 

5  3.  A  composition  according  to  claim  1  or  claim  2  wherein  the  material  to  be  stored  is  selected  from 
proteins,  peptides,  nucleosides,  nucleotides,  dimers  or  oligomers  of  nucleosides  or  nucleotides, 
enzyme  cofactors,  and  derivatives  of  any  of  the  foregoing  having  one  or  more  additional  moieties 
bound  thereto. 

w  4.  A  composition  according  to  claim  1  or  claim  2  wherein  the  dissolved  material  to  be  stored  is  a  plurality 
of  materials  which  form  part  or  all  of  a  reacting  system. 

5.  A  composition  according  to  any  one  of  the  preceding  claims,  having  a  water  content  not  exceeding  4% 
by  weight. 

75 
6.  A  composition  according  to  any  one  of  the  preceding  claims  wherein  carrier  substance  is  selected  from 

carbohydrates  and  derivatives  thereof  which  are  polyhydroxy  compounds. 

7.  A  composition  according  to  claim  6  wherein  the  carrier  substance  is  a  sugar  polymer  containing  sugar 
20  residues  linked  through  ether  bridges  to  bifunctional  groups  other  than  carbohydrates. 

8.  A  composition  according  to  any  one  of  claims  1  to  5  wherein  the  carrier  substance  is  a  synthetic 
polymer. 

25  9.  A  method  of  rendering  a  material  storage  stable  at  20  "C,  which  material  is  unstable  in  aqueous  solution 
at  room  temperature  of  20  °C,  comprising  dissolving  the  material  in  a  carrier  substance  which  is  water- 
soluble  or  water-swellable,  or  in  a  solution  thereof,  so  that  the  material  is  dissolved  in  said  carrier 
substance,  and  forming  the  resulting  mixture  into  a  glassy  amorphous  state,  said  mixture  displaying  a 
glass  transition  temperature  of  at  least  20  °  C  so  as  to  exist  in  a  glassy  state  at  20  °  C. 

30 
10.  A  method  of  rendering  a  material  storage  stable  at  20  "C,  which  material  is  unstable  in  aqueous  solution 

at  room  temperature  of  20  °C,  comprising  dissolving  the  material  in  a  carrier  substance  which  is  water- 
soluble  or  water-swellable,  or  in  a  solution  thereof,  so  that  the  material  is  dissolved  in  said  carrier 
substance,  and  forming  the  resulting  mixture  into  a  glassy  amorphous  state,  said  mixture  displaying  a 

35  glass  transition  temperature  of  at  least  30  °  C  so  as  to  exist  in  a  glassy  state  at  30  °  C. 

11.  A  method  according  to  claim  9  or  claim  10  wherein  forming  the  said  mixture  into  an  amorphous  state  is 
effected  by  evaporation  under  subatmospheric  pressure. 

40  12.  A  method  according  to  claim  11  wherein  evaporation  is  commenced  at  a  temperature  of  20  to  40  °C 
and  subsequently  continued  at  a  temperature  of  40  to  70  "C. 

13.  A  method  according  to  claim  11  or  claim  12  wherein  the  subatmospheric  pressure  is  not  greater  than 
90%  of  atmospheric. 

45 
Patentanspruche 
Patentanspruche  fur  folgende  Vertragsstaaten  :  BE,  CH,  DE,  FR,  GB,  IT,  LI,  NL,  SE 

1.  Zusammensetzung,  die  bei  20  'C  lagerstabil  ist,  umfassend: 
50  i)  eine  Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist  und  sich  in  einem  glasartigen 

amorphen  Zustand  befindet; 
ii)  zumindest  ein  zu  lagerndes  Material,  das  bei  Raumtemperatur  von  20  °C  in  wasseriger  Losung 
instabil  ist  und  in  der  genannten  amorphen  Tragersubstanz  gelost  ist,  wobei  die  genannte  Zusam- 
mensetzung  eine  Glasubergangstemperatur  von  zumindest  20  °C  aufweist,  sodafi  sie  bei  20  *C  in 

55  einem  glasartigen  Zustand  vorliegt,  mit  der  MaRgabe,  dafi  die  Tragersubstanz  keine  Verbindung 
ausgewahlt  aus  Lactitol,  Lactose,  Maltose  und  Saccharose  ist,  die  mit  Diathylaminoathyldextran  in 
einem  Gewichtsverhaltnis  von  200:1  zu  1:10  vermischt  ist. 

14 
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2.  Zusammensetzung,  die  bei  20  °C  lagerstabil  ist,  umfassend: 
i)  eine  Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist  und  sich  in  einem  glasartigen 
amorphen  Zustand  befindet; 
ii)  zumindest  ein  zu  lagerndes  Material,  das  bei  Raumtemperatur  von  20  °C  in  wasseriger  Losung 

5  instabil  ist  und  in  der  genannten  amorphen  Tragersubstanz  gelost  ist,  wobei  die  genannte  Zusam- 
mensetzung  eine  Glasubergangstemperatur  von  zumindest  30  'C  aufweist,  sodaB  sie  bei  30  'C  in 
einem  glasartigen  Zustand  vorliegt. 

3.  Zusammensetzung  nach  Anspruch  1  oder  Anspruch  2,  worin  das  zu  lagernde  Material  aus  Proteinen, 
w  Peptiden,  Nukleosiden,  Nukleotiden,  Dimeren  oder  Oligomeren  von  Nukleosiden  oder  Nukleotiden, 

Enzym-Cofaktoren  und  Derivaten  jeder  der  obigen  Substanzen  mit  einer  oder  mehreren  zusatzlich 
daran  gebundenen  Gruppen  ausgewahlt  ist. 

4.  Zusammensetzung  nach  Anspruch  1  oder  Anspruch  2,  worin  das  zu  lagernde  geloste  Material  eine 
15  Vielzahl  von  Materialien  darstellt,  die  einen  Teil  oder  die  Gesamtheit  eines  reagierenden  Systems 

bilden. 

5.  Zusammensetzung  nach  einem  der  vorhergehenden  Anspruche  mit  einem  Wassergehalt  von  nicht 
mehr  als  4  Gew.-%. 

20 
6.  Zusammensetzung  nach  einem  der  vorhergehenden  Anspruche,  worin  die  Tragersubstanz  aus  Kohleh- 

ydraten  und  Derivaten  davon  ausgewahlt  ist,  die  Polyhydroxy-Verbindungen  sind. 

7.  Zusammensetzung  nach  Anspruch  6,  worin  die  Tragersubstanz  ein  Zuckerpolymer  ist,  das  Zuckerreste 
25  enthalt,  die  uber  Atherbrucken  an  andere  bifunktionale  Gruppen  als  Kohlehydrate  gebunden  sind. 

8.  Zusammensetzung  nach  einem  der  Anspruche  1  bis  5,  worin  die  Tragersubstanz  ein  synthetisches 
Polymer  ist. 

30  9.  Verfahren  zum  Lagerstabilmachen  eines  Materials  bei  20  °C,  welches  Material  bei  einer  Raumtempera- 
tur  von  20  °C  in  wasseriger  Losung  instabil  ist,  umfassend  das  Auflosen  des  Materials  in  einer 
Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist,  oder  in  einer  Losung  davon,  sodafi  das 
Material  in  genannter  Tragersubstanz  aufgelost  wird,  und  das  Bilden  der  resultierenden  Mischung  in 
einem  glasartigen  amorphen  Zustand,  wobei  die  genannte  Mischung  eine  Glasubergangstemperatur 

35  von  zumindest  20  °C  aufweist,  sodafi  sie  sich  bei  20  °C  in  einem  glasartigen  Zustand  befindet,  mit  der 
Mafigabe,  dafi  die  Tragersubstanz  keine  Verbindung  ausgewahlt  aus  Lactitol,  Lactose,  Maltose  und 
Saccharose  ist,  die  in  einem  Gewichtsverhaltnis  von  200:1  bis  1:10  mit  Diathylaminoathyldextran 
vermischt  ist. 

40  10.  Verfahren  zum  Lagerstabilmachen  eines  Materials  bei  20  °C,  welches  Material  bei  einer  Raumtempera- 
tur  von  20  °C  in  wasseriger  Losung  instabil  ist,  umfassend  das  Auflosen  des  Materials  in  einer 
Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist,  oder  in  einer  Losung  davon,  sodafi  das 
Material  in  der  genannten  Tragersubstanz  aufgelost  wird,  und  das  Bilden  der  resultierenden  Mischung 
in  einen  glasartigen  amorphen  Zustand,  wobei  die  genannte  Mischung  eine  Glasubergangstemperatur 

45  von  zumindest  30  °C  aufweist,  sodafi  sie  bei  30  °C  in  einem  glasartigen  Zustand  vorliegt. 

11.  Verfahren  nach  Anspruch  9  oder  Anspruch  10,  worin  das  Bilden  der  genannten  Mischung  in  einen 
amorphen  Zustand  durch  Verdampfen  bei  subatmospharischem  Druck  erfolgt. 

50  12.  Verfahren  nach  Anspruch  11,  worin  das  Verdampfen  bei  einer  Temperatur  von  20  bis  40  °C  begonnen 
und  anschliefiend  bei  einer  Temperatur  von  40  bis  70  "C  fortgesetzt  wird. 

13.  Verfahren  nach  Anspruch  11  oder  Anspruch  12,  worin  der  subatmospharische  Druck  nicht  mehr  als 
90%  des  atmospharischen  ist. 

55 
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Patentanspruche  fur  folgenden  Vertragsstaat  :  DK 

1.  Zusammensetzung,  die  bei  20  °C  lagerstabil  ist,  umfassend: 
i)  eine  Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist  und  sich  in  einem  glasartigen 
amorphen  Zustand  befindet; 
ii)  zumindest  ein  zu  lagemdes  Material,  das  bei  einer  Raumtemperatur  von  20  "C  in  wasseriger 
Losung  instabil  ist  und  das  in  der  genannten  amorphen  Tragersubstanz  aufgelost  ist,  wobei  die 
genannte  Zusammensetzung  eine  Glasubergangstemperatur  von  zumindest  20  °C  aufweist. 

2.  Zusammensetzung,  die  bei  20  *C  lagerstabil  ist,  umfassend: 
i)  eine  Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist  und  sich  in  einem  glasartigen 
amorphen  Zustand  befindet; 
ii)  zumindest  ein  zu  lagemdes  Material,  das  bei  einer  Raumtmperatur  von  20  "C  in  wasseriger 
Losung  instabil  ist  und  das  in  der  genannten  amorphen  Tragersubstanz  aufgelost  ist,  wobei  die 
genannte  Zusammensetzung  eine  Glasubergangstemperatur  von  zumindest  30  °C  aufweist,  sodaG 
sie  bei  30  °C  in  einem  glasartigen  Zustand  vorliegt. 

3.  Zusammensetzung  nach  Anspruch  1  oder  Anspruch  2,  worin  das  zu  lagernde  Material  aus  Proteinen, 
Peptiden,  Nukleosiden,  Nukleotiden,  Dimeren  oder  Oligomeren  von  Nukleosiden  oder  Nukleotiden, 
Enzym-Cofaktoren  und  Derivaten  jeder  der  obigen  Substanzen  mit  einer  oder  mehreren  zusatzlich 
daran  gebundenen  Gruppen  ausgewahlt  ist. 

4.  Zusammensetzung  nach  Anspruch  1  oder  Anspruch  2,  worin  das  aufgeloste  zu  lagernde  Material  eine 
Vielzahl  von  Materialien  darstellt,  die  einen  Teil  oder  eine  Gesamtheit  eines  reagierenden  Systems 
bilden. 

5.  Zusammensetzung  nach  einem  der  vorhergehenden  Anspruche  mit  einem  Wassergehalt  von  nicht 
mehr  als  4  Gew.-%. 

6.  Zusammensetzung  nach  einem  der  vorhergehenden  Anspruche,  worin  die  Tragersubstanz  aus  Kohleh- 
ydraten  und  Derivaten  davon  ausgewahlt  ist,  die  Polyhydroxy-Verbindungen  sind. 

7.  Zusammensetzung  nach  Anspruch  6,  worin  die  Tragersubstanz  ein  Zuckerpolymer  ist,  das  Zuckerreste 
enthalt,  die  uber  Atherbrucken  an  andere  bifunktionale  Gruppen  als  Kohlehydrate  gebunden  sind. 

8.  Zusammensetzung  nach  einem  der  Anspruche  1  bis  5,  worin  die  Tragersubstanz  ein  synthetisches 
Polymer  ist. 

9.  Verfahren  zum  Lagerstabilmachen  eines  Materials  bei  20  °C,  welches  Material  bei  einer  Raumtempera- 
tur  von  20  °C  in  wasseriger  Losung  instabil  ist,  umfassend  das  Auflosen  des  Materials  in  einer 
Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist,  oder  in  einer  Losung  davon,  sodafi  das 
Material  in  der  genannten  Tragersubstanz  aufgelost  wird,  und  das  Bilden  der  resultierenden  Mischung 
in  einen  glasformigen  amorphen  Zustand,  wobei  die  genannte  Mischung  eine  Glasubergangstemperatur 
von  zumindest  20  °C  aufweist,  sodafi  sie  bei  20  °C  in  einem  glasformigen  Zustand  vorliegt. 

10.  Verfahren  zum  Lagerstabilmachen  eines  Materials  bei  20  'C,  welches  Material  bei  einer  Raumtempera- 
tur  von  20  °C  in  wasseriger  Losung  instabil  ist,  umfassend  das  Auflosen  des  Materials  in  einer 
Tragersubstanz,  die  wasserloslich  oder  in  Wasser  quellbar  ist,  oder  in  einer  Losung  davon,  sodafi  das 
Material  in  genannter  Tragersubstanz  aufgelost  wird,  und  das  Bilden  der  resultierenden  Mischung  in 
einen  glasformigen  amorphen  Zustand,  wobei  die  genannte  Mischung  eine  Glasubergangstemperatur 
von  zumindest  30  *C  aufweist,  sodafi  sie  bei  30  *C  in  einem  glasformigen  Zustand  vorliegt. 

11.  Verfahren  nach  Anspruch  9  oder  Anspruch  10,  worin  das  Bilden  der  genannten  Mischung  in  einen 
amorphen  Zustand  durch  Verdampfen  bei  subatmospharischem  Druck  erfolgt. 

12.  Verfahren  nach  Anspruch  11,  worin  das  Verdampfen  bei  einer  Temperatur  von  20  bis  40  °C  beginnt 
und  anschliefiend  bei  einer  Temperatur  von  40  bis  70  °C  fortgesetzt  wird. 
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13.  Verfahren  nach  Anspruch  11  oder  Anspruch  12,  worin  der  subatmospharische  Druck  nicht  mehr  als 
90%  des  atmospharischen  ist. 

Revendications 
5  Revendications  pour  les  Etats  contractants  suivants  :  BE,  CH,  DE,  FR,  GB,  IT,  LI,  NL,  SE 

1.  Composition  stable  au  stockage  a  20  °C  comprenant: 
i)  un  porteur  soluble  ou  gonflable  dans  I'eau  qui  se  trouve  dans  un  etat  amorphe  vitreux; 
ii)  au  moins  une  matiere  a  stacker  qui  est  instable  en  solution  aqueuse  a  temperature  ambiante  de 

70  20  °C  et  est  dissoute  dans  ledit  porteur  amorphe,  la  composition  presentant  une  temperature  de 
transition  vitreuse  d'au  moins  20  'C  afin  de  se  presenter  a  I'etat  vitreux  a  20  °C  etant  entendu  que  le 
porteur  n'est  pas  un  compose  choisi  parmi  le  lactitol,  le  lactose,  le  maltose  et  le  sucrose  melange 
avec  du  diethylaminoethyldextrane  dans  un  rapport  ponderal  de  I'ordre  de  200:1  a  1:10. 

75  2.  Composition  stable  au  stockage  a  20  °  C  comprenant: 
i)  un  porteur  soluble  ou  gonflable  dans  I'eau  qui  se  trouve  dans  un  etat  amorphe  vitreux; 
ii)  au  moins  une  matiere  a  stacker  qui  est  instable  en  solution  aqueuse  a  temperature  ambiante  de 
20  °C  et  est  dissoute  dans  ledit  porteur  amorphe,  ladite  composition  presentant  une  temperature  de 
transition  vitreuse  d'au  moins  30  °C  de  maniere  a  exister  a  I'etat  vitreux  a  30  °C. 

20 
3.  Composition  selon  la  revendication  1  ou  2  dans  laquelle  la  matiere  a  stacker  est  choisie  parmi  les 

proteines,  les  peptides,  les  nucleosides,  les  nucleotides,  les  dimeres  ou  oligomeres  de  nucleosides  ou 
nucleotides,  les  cofacteurs  enzymatiques  et  derives  d'une  quelconque  matiere  precitee,  auxquels  sont 
liees  une  ou  plusieurs  fractions  supplementaires. 

25 
4.  Composition  selon  la  revendication  1  ou  2  dans  laquelle  la  matiere  dissoute  a  stacker  se  compose  en 

fait  de  plusieurs  matieres  qui  forment  une  partie  ou  la  totalite  d'un  systeme  reactif. 

5.  Composition  selon  I'une  quelconque  des  revendications  precedentes  presentant  une  teneur  en  eau  ne 
30  depassant  pas  4%  en  poids. 

6.  Composition  selon  I'une  quelconque  des  revendications  precedentes  dans  laquelle  le  porteur  est  choisi 
parmi  les  hydrates  de  carbone  et  les  derives  de  ceux-ci  qui  sont  des  composes  polyhydroxyles. 

35  7.  Composition  selon  la  revendication  6  dans  laquelle  le  porteur  est  un  polymere  de  sucre  contenant  des 
residus  de  sucre  lies  par  des  ponts  ether  a  des  radicaux  bi-fonctionnels  autres  que  des  hydrates  de 
carbone. 

8.  Composition  selon  I'une  quelconque  des  revendications  1  a  5  dans  laquelle  le  porteur  est  un  polymere 
40  synthetique. 

9.  Procede  pour  rendre  une  matiere  stable  au  stockage  a  20  °C,  laquelle  est  instable  en  solution  aqueuse 
a  temperature  ambiante  de  20  °C  comprenant  la  dissolution  de  la  matiere  dans  un  porteur  qui  est 
soluble  ou  gonflable  dans  I'eau  ou  dans  une  solution  de  celui-ci  de  sorte  que  la  matiere  soit  dissoute 

45  dans  ledit  porteur  et  la  transformation  du  melange  obtenu  en  un  etat  amorphe  vitreux,  ledit  melange 
presentant  une  temperature  de  transition  vitreuse  d'au  moins  20  °C  de  maniere  a  exister  a  I'etat  vitreux 
a  20  "C  etant  entendu  que  le  porteur  n'est  pas  un  compose  choisi  parmi  le  lactitol,  le  lactose,  le 
maltose  et  le  sucrose  melange  avec  le  diethylaminoethyldextrane  dans  un  rapport  ponderal  de  I'ordre 
de  200:1  a  1:10. 

50 
10.  Procede  visant  a  rendre  une  matiere  stable  au  stockage  a  20  °C,  laquelle  est  instable  en  solution 

aqueuse  a  temperature  ambiante  de  20  °C  comprenant  la  dissolution  de  la  matiere  dans  un  porteur  qui 
est  soluble  ou  gonflable  dans  I'eau  ou  dans  une  solution  de  celui-ci  de  sorte  que  la  matiere  soit 
dissoute  dans  ledit  porteur  et  la  transformation  du  melange  obtenu  en  un  etat  amorphe  vitreux,  ledit 

55  melange  presentant  une  temperature  de  transition  vitreuse  d'au  moins  30  °C  de  maniere  a  exister  a 
I'etat  vitreux  a  30  °C. 
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11.  Procede  selon  la  revendication  9  ou  10  dans  lequel  la  formation  dudit  melange  en  un  etat  amorphe  est 
accomplie  par  evaporation  a  une  pression  inferieure  a  la  pression  atmospherique. 

12.  Procede  selon  la  revendication  11  dans  lequel  I'evaporation  commence  a  une  temperature  de  20  a 
5  40  •  C  et  se  poursuit  ensuite  a  une  temperature  de  40  a  70  °  C. 

13.  Procede  selon  la  revendication  11  ou  12  dans  lequel  la  pression  inferieure  a  la  pression  atmospherique 
ne  depasse  pas  90%  de  cette  derniere. 

io  Revendications  pour  I  'Etat  contractant  suivant  :  DK 

1.  Composition  stable  au  stockage  a  20  °  C  comprenant: 
i)  un  porteur  soluble  ou  gonflable  dans  I'eau  qui  se  trouve  dans  un  etat  amorphe  vitreux; 
ii)  au  moins  une  matiere  a  stacker  qui  est  instable  en  solution  aqueuse  a  temperature  ambiante  de 

15  20  °C  et  est  dissoute  dans  ledit  porteur  amorphe,  la  composition  presentant  une  temperature  de 
transition  vitreuse  d'au  moins  20  °C. 

2.  Composition  stable  au  stockage  a  20  °  C  comprenant: 
i)  un  porteur  soluble  ou  gonflable  dans  I'eau  qui  se  trouve  dans  un  etat  amorphe  vitreux; 

20  ii)  au  moins  une  matiere  a  stacker  qui  est  instable  en  solution  aqueuse  a  temperature  ambiante  de 
20  'C  et  est  dissoute  dans  ledit  porteur  amorphe,  ladite  composition  presentant  une  temperature  de 
transition  vitreuse  d'au  moins  30  °C  de  maniere  a  exister  a  I'etat  vitreux  a  30  °C. 

3.  Composition  selon  la  revendication  1  ou  2  dans  laquelle  la  matiere  a  stacker  est  choisie  parmi  les 
25  proteines,  les  peptides,  les  nucleosides,  les  nucleotides,  les  dimeres  ou  oligomeres  de  nucleosides  ou 

nucleotides,  les  cofacteurs  enzymatiques  et  derives  d'une  quelconque  matiere  precitee,  auxquels  sont 
liees  une  ou  plusieurs  fractions  supplementaires. 

4.  Composition  selon  la  revendication  1  ou  2  dans  laquelle  la  matiere  dissoute  a  stacker  se  compose  en 
30  fait  de  plusieurs  matieres  qui  torment  une  partie  ou  la  totalite  d'un  systeme  reactif. 

5.  Composition  selon  I'une  quelconque  des  revendications  precedentes  presentant  une  teneur  en  eau  ne 
depassant  pas  4%  en  poids. 

35  6.  Composition  selon  I'une  quelconque  des  revendications  precedentes  dans  laquelle  le  porteur  est  choisi 
parmi  les  hydrates  de  carbone  et  les  derives  de  ceux-ci  qui  sont  des  composes  polyhydroxyles. 

7.  Composition  selon  la  revendication  6  dans  laquelle  le  porteur  est  un  polymere  de  sucre  contenant  des 
residus  de  sucre  lies  par  des  ponts  ether  a  des  radicaux  bi-fonctionnels  autres  que  des  hydrates  de 

40  carbone. 

8.  Composition  selon  I'une  quelconque  des  revendications  1  a  5  dans  laquelle  le  porteur  est  un  polymere 
synthetique. 

45  9.  Procede  pour  rendre  une  matiere  stable  au  stockage  a  20  °C,  laquelle  est  instable  en  solution  aqueuse 
a  temperature  ambiante  de  20  °C  comprenant  la  dissolution  de  la  matiere  dans  un  porteur  qui  est 
soluble  ou  gonflable  dans  I'eau  ou  dans  une  solution  de  celui-ci  de  sorte  que  la  matiere  soit  dissoute 
dans  ledit  porteur  et  la  transformation  du  melange  obtenu  en  un  etat  amorphe  vitreux,  ledit  melange 
presentant  une  temperature  de  transition  vitreuse  d'au  moins  20  °C  de  maniere  a  exister  a  I'etat  vitreux 

so  a20°C. 

10.  Procede  visant  a  rendre  une  matiere  stable  au  stockage  a  20  °C,  laquelle  est  instable  en  solution 
aqueuse  a  temperature  ambiante  de  20  °C  comprenant  la  dissolution  de  la  matiere  dans  un  porteur  qui 
est  soluble  ou  gonflable  dans  I'eau  ou  dans  une  solution  de  celui-ci  de  sorte  que  la  matiere  soit 

55  dissoute  dans  ledit  porteur  et  la  transformation  du  melange  obtenu  en  un  etat  amorphe  vitreux,  ledit 
melange  presentant  une  temperature  de  transition  vitreuse  d'au  moins  30  °  C  de  maniere  a  exister  a 
I'etat  vitreux  a  30  •  C. 
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11.  Procede  selon  la  revendication  9  ou  10  dans  lequel  la  formation  dudit  melange  en  un  etat  amorphe  est 
accomplie  par  evaporation  a  une  pression  inferieure  a  la  pression  atmospherique. 

12.  Procede  selon  la  revendication  11  dans  lequel  I'evaporation  commence  a  une  temperature  de  20  a 
5  40  °  C  et  se  poursuit  ensuite  a  une  temperature  de  40  a  70  •  C. 

13.  Procede  selon  la  revendication  11  ou  12  dans  lequel  la  pression  inferieure  a  la  pression  atmospherique 
ne  depasse  pas  90%  de  cette  derniere. 
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