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Description 

This  invention  relates  to  an  antimicrobial  composition.  More  particularly,  it  is  a  composition  which  can 
be  used  easily  and  safely  as  a  sustained  release  antimicrobial  agent. 

5  The  water-soluble  microbicide  of  the  isothiazoline  type  which  is  represented  by  formula  (I)  below  and 
known  as  5-chloro-2-methyl-4-isothiazoline-3-one  (hereinafter  referred  to  simply  as  "CMI")  is  widely  used  as 
a  slime  contrail  agent,  bactericide,  algicide  or  fungicide  in  cooling  water  systems,  water  systems  in  the 
paper  and  pulp  industry,  and  other  water  systems,  including  its  use  with  an  aqueous  emulsion  paint  or 
adhesive  or  a  cutting  fluid,  since  it  has  a  high  degree  of  antimicrobial  activity: 

75 

c  a -  

( i )  

N 
' C H  

20  CMI  is  usually  produced  by: 
(1)  the  halogenation  of  j8-thioketoamide  in  an  inert  organic  ester  solvent,  such  as  an  acetic  acid  ester;  or 
(2)  the  treatment  of  a  ^-substituted  thiocyanoacrylamide  or  thiosulfatoacrylamide  with  an  acid  to  obtain 
isothiazolone  and  the  halogenation  thereof, 

as  disclosed  in  Japanese  Patent  Publication  No.  21240/1971. 
25  Neither  of  these  two  methods  (1)  and  (2)  can,  however,  make  a  product  which  is  composed  solely  of 

CMI.  They  can  make  only  a  mixture  containing  as  a  byproduct  2-methyl-4-isothiazoline-3-one  (hereinafter 
referred  to  simply  as  "Ml")  represented  by  formula  (II)  below  and  having  an  antimicrobial  activity  which  is 
as  low  as  only  one-tenth  of  that  of  CMI: 

30 
( I D  

N 

35 

The  water-soluble  microbicide  which  is  composed  of  CMI  is  produced  and  sold  in  the  form  of  an 
aqueous  solution  which  contains  a  large  amount  of  metal  salt  as  a  stabilizer  for  CMI.  When  it  is  added  to  an 
aqueous  emulsion  paint  or  adhesive,  or  a  cutting  fluid,  it  is  usually  diluted,  since  the  addition  of  an  undiluted 

40  solution  is  likely  to  cause  the  destruction  of  the  emulsion. 
We,  the  applicant  of  this  application,  have  found  that  clathrate  compounds  containing  CMI  provide 

sustained  release  microbicides  which  do  not  contain  any  metal  salt,  and  yet  are  stable.  These  clathrate 
compounds  form  the  subject  matter  of  Japanese  Patent  Applications  Laid  Open  Nos.  53201/1986, 
22701/1987,  175401/1987  (US-A-4  780  317)  and  142147/1987  (US-A-4  818  771). 

45  Although  a  clathrate  compound  containing  CMI  is  effective  as  a  stable  sustained  release  antimicrobial 
agent  not  containing  any  Ml  or  metal  salt,  it  is  not  suitable  for  direct  use,  as  it  is  a  powder.  It  is  inconvenient 
to  handle,  and  its  scattering  worsens  the  environment  in  which  it  is  used. 

JP-A-621  15072  discloses  slow-release  antifouling  coatings  having  prolonged  activity  and  containing  0.5- 
50%  inclusion  compounds  of  an  isothiazolo  and  1  ,1  ,6,6-tetraphenyl-2,4-hexadiyne-1  ,6-diol  or  1,1-di(2,4- 

50  dimethylphenyl)-2-propyne-1  -ol. 
US-4644021  discloses  sustained  release  antimicrobial  agents  comprising  a  clathrate  compound  com- 

posed  of  a  water-soluble  antimicrobial  agent  and  1  ,1  ,6,6-tetraphenyl-2,4-hexadiyne-1  ,6-diol  or  1,1-di(2,4- 
dimethylphenyl)-2-propyne-1  -ol. 

It  is  an  aim  of  this  invention  to  provide  an  antimicrobial  composition  which  overcomes  the  drawbacks  of 
55  the  prior  art  as  hereinabove  pointed  out  and  enables  a  clathrate  compound  containing  CMI  to  be  used 

easily  and  in  a  way  not  causing  any  environmental  contamination. 
The  present  invention  provides  an  antimicrobial  composition  comprising: 
a  clathrate  compound  being  formed  of  5-chloro-2-methyl-4-isothiazoline-3-one  and  2,2'-methylenebis(4- 
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chlorophenol);  and 
a  dispersion  medium  for  retaining  the  clathrate  compound,  wherein  the  dispersion  medium  comprises 

water  or  an  organic  dispersion  medium  selected  from  the  group  consisting  of  alcohols,  liquid  paraffin, 
xylene,  vegetable  oils,  terpenes,  and  surface  active  agents. 

5  In  a  preferred  embodiment  of  the  present  invention  the  clathrate  compound  has  an  antimicrobial 
composition  according  to  claim  1,  wherein  said  clathrate  compound  has  a  particle  size  of  200  mesh  at 
maximum  to  be  equally  dispersed  in  the  dispersion  medium,  said  clathrate  compound  being  retained  in  the 
dispersion  medium  at  10-50  wt%  so  that  the  clathrate  compound  is  stably  retained  in  the  dispersion 
medium  without  decomposition  of  the  microbicide. 

io  Throughout  the  present  specification  the  unit  "mesh"  is  used  in  accordance  with  the  definition  set  down 
by  the  US  Bureau  of  standards. 

Further  preferred  embodiments  of  the  present  invention  will  now  be  described  in  greater  detail. 
Referring  in  detail  to  this  invention,  the  clathrate  compound  containing  CMI  is  a  compound  formed  by 

the  molecular  inclusion  of  CMI  as  a  guest  compound  in  a  host  compound. 
75  As  regards  the  host  compound,  which  is  a  powder,  the  compound  shown  below  is  combined  with  CMI 

to  form  a  clathrate  compound. 

20 
2  ,2  ' - m e t h y l e n e b i s   ( 4 - c h l o r o p h e n o l )  

OH  C  j2 
/  

25 

< 2 > - <  

C  JZ 

C  H: 

The  clathrate  compound  which  comprises  CMI  and  the  above  host  compound  can  be  produced  easily 
30  either  in  the  presence  of  a  solvent,  or  not. 

When  a  solvent  is  employed,  a  solution  or  dispersion  of  the  host  compound  in  an  ordinary  water-soluble 
solvent  such  as  methanol,  ethanol  or  acetone,  or  in  an  ordinary  non-water-soluble  solvent  or  dispersant  such 
as  benzene,  toluene,  xylene  or  chloroform,  is  mixed  with  CMI,  or  a  mixture  containing  impurities,  whereby  a 
solid  (or  semi-solid)  clathrate  compound  is  precipitated  as  a  reaction  product.  It  can  be  collected  by  a 

35  customary  method  of  filtration. 
When  no  solvent  is  employed,  the  host  compound  is  directly  admixed  in  an  aqueous  solution  of  CMI 

and  the  mixture  is  stirred.  This  solution  need  not  necessarily  be  one  containing  only  CMI,  but  may  also 
contain  impurities.  Even  if  the  solution  may  contain  any  byproduct  or  other  impurities,  it  is  possible  to 
produce  a  clathrate  compound  in  which  only  CMI  is  imprisoned,  since  the  host  compound  undergoes  a 

40  highly.selective  reaction  with  the  microbicide. 
It  is  possible  to  employ  any  reaction  temperature  in  the  range  of  0  °  C  to  100  °  C.  However,  it  is  usually 

suitable  to  employ  a  temperature  of,  say,  10  °C  to  30  °C.  It  is  sufficient  to  continue  the  reaction  for  a  period 
of,  say,  0.5  to  24  hours. 

The  clathrate  compound  which  is  produced  as  hereinabove  described  is  usually  a  solid  compound 
45  which  contains  10  to  40%  by  weight  of  CMI  and  60  to  90%  by  weight  of  host  compound.  It  does  not  contain 

any  metal  salt  that  the  conventional  isothiazoline  microbicides  for  use  in  water  systems  contain  as  a 
stabilizer. 

The  clathrate  compound  is  dispersed  in  a  dispersion  medium  to  form  an  antimicrobial  composition  in 
the  form  of  a  suspension.  The  dispersion  medium  may  be  either  aqueous  or  organic.  It  is  preferable  for  the 

50  clathrate  compound  to  have  as  small  a  particle  size  as  possible,  so  that  it  may  be  uniformly  dispersed  in 
the  dispersion  medium.  From  a  practical  standpoint,  it  is  appropriate  to  use  a  finely  divided  compound 
having  a  particle  size  not  exceeding  100  mesh  (Tyler). 

When  an  aqueous  dispersion  medium,  i.e.  water,  is  used  for  dispersing,  for  example,  a  clathrate 
compound  containing  CMI  as  its  effective  microbicidal  constituent,  CMI  is  gradually  dissolved  in  the  water  if 

55  the  suspension  has  a  low  concentration  of  the  clathrate  compound.  The  effective  constituent  which  has 
been  dissolved  in  water  is  so  unstable  that  it  is  easily  decomposed  and  rapidly  loses  its  microbicidal  effect. 
The  time  in  which  the  effective  constituent  is  dissolved  in  water  depends  on  the  kind  of  host  compound 
which  the  clathrate  compound  contains.  For  example,  100%  of  CMI  is  dissolved  in  water  in  about  48  hours 

4 
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when  the  aqueous  suspension  contains  0.1%  by  weight  of  the  clathrate  compound  which  comprises  the 
host  compound  shown  above  and  CMI. 

On  the  other  hand,  it  has  been  found  that  if  the  aqueous  suspension  has  at  least  a  certain  concentration 
of  a  clathrate  compound  containing  CMI,  CMI  remains  so  stable  that  its  initial  concentration  can  be 

5  maintained  even  at  the  end  of  four  months.  When  the  suspension  has  at  least  a  certain  concentration  of  the 
clathrate  compound,  an  equilibrium  is  maintained  between  the  CMI  in  the  clathrate  compound  and  the  CMI 
which  has  been  dissolved  in  water,  and  moreover,  the  CMI  which  has  been  dissolved  is  not  decomposed, 
but  remains  stable. 

Therefore,  it  follows  that  the  higher  concentration  of  the  clathrate  compound  the  aqueous  suspension 
io  has,  the  more  useful  it  is  and  the  higher  stability  of  the  guest  compound,  such  as  CMI,  it  can  maintain. 

From  a  practical  standpoint,  however,  it  is  appropriate  to  prepare  an  aqueous  suspension  containing,  say, 
10  to  50%  by  weight  of  the  clathrate  compound. 

If  the  aqueous  dispersion  medium  is  so  low  in  viscosity  that  the  clathrate  compound  undergoes 
sedimentation  when  it  is  left  at  a  standstill,  it,  is  possible  to  obtain  a  stable  suspension  if  a  high  molecular 

is  substance  or  surface  active  agent  which  is  compatible  with  the  dispersion  medium  is  added  in  an 
appropriate  quantity  as  a  sedimentation  inhibitor.  If  a  high  molecular  substance  is  added,  it  is  possible  to 
use,  for  example,  methyl  cellulose,  ethyl  cellulose,  hydroxyethyl  cellulose,  hydroxypropyl  starch,  polyvinyl 
alcohol,  polyvinyl  pyrrolidone,  polyvinyl  methyl  ether,  polyacrylamide,  xanthane  gum,  guar  gum,  or  carbox- 
ymethyl  cellulose.  In  case  of  a  synthetic  high  molecular  substance,  its  molecular  weight  is  within  the  range 

20  of  from  1,000  to  5,000,000.  If  a  surface  active  agent  is  employed,  it  is  possible  to  use,  for  example,  the 
condensation  product  of  sodium  naphthalenesulfonate  and  formalin,  or  of  sodium  melaminesulfonate  and 
formal  in,  sodium  lauryl  sulfate,  sodium  lauryl  benzenesulfonate,  or  polyoxyethylene  alkyl  ether. 

When  an  organic  dispersion  medium  is  employed,  it  is  possible  to  use  without  any  particular  limitation 
any  substance  that  can  maintain  the  particles  of  the  clathrate  compound  in  a  stable  state  of  suspension  and 

25  allows  the  microbicide  to  remain  stable  without  being  decomposed  and  retain  its  antimicrobial  activity,  even 
if  it  may  be  dissolved  in  the  dispersion  medium.  The  following  is  a  list  of  examples  of  the  organic 
dispersion  mediums  which  can  be  employed: 

(a)  Alcohols,  such  as  ethylene  glycol,  propylene  glycol,  glycerin  and  polyglycerin; 
(b)  Liquid  paraffin; 

30  (c)  Xylene  or  toluene; 
(d)  Vegetable  oils,  such  as  castor  oil,  soybean  oil,  olive  oil  and  rapeseed  oil; 
(e)  Terpenes,  such  as  hinoki  oil;  and 
(f)  Surface  active  agents,  such  as  polyoxyethylene  alkyl  ether. 

It  is  possible  to  use  either  one  of  these  or  other  substances  or  a  mixture  of  two  or  more  substances. 
35  The  higher  the  concentration  of  the  clathrate  compound,  the  greater  advantages  the  suspension  has,  as 

has  already  been  mentioned  with  respect  to  the  aqueous  suspension.  From  a  practical  standpoint,  however, 
it  is  suitable  to  prepare  a  suspension  containing,  say,  10  to  50%  by  weight  of  the  clathrate  compound. 

If  the  organic  dispersion  medium  which  is  employed  is  so  low  in  viscosity  that  the  clathrate  compound 
undergoes  sedimentation  when  the  suspension  is  ,left  at  a  standstill,  it  is  possible  to  obtain  a  stable 

40  suspension  if  a  high  molecular  substance  or  dispersing  agent  which  is  compatible  with  the  dispersion 
medium  is  added  in  an  appropriate  quantity  as  a  sedimentation  inhibitor.  If  a  high  molecular  substance  is 
added,  it  is  possible  to  use,  for  example,  a  copolymer  of  alkyl  methacrylate  and  diethylaminoethyl 
methacrylate,  of  alkyl  methacrylate  and  N-vinyl-2-pyrrolidone  acrylate,  of  alkyl  methacrylate  and  polyethyl- 
ene  glycol  methacrylate,  of  dodecyl  fumarate  and  diethylaminoethyl  methacrylate,  or  of  styrene  and  maleic 

45  acid  which  has  a  molecular  weight  within  the  range  of  from  1,000  to  5,000,000.  If  a  dispersing  agent  is 
employed,  it  is  possible  to  use,  for  example,  a  succinimide,  succinic  acid  ester,  polyalkyl  glycol  carbonate, 
polyalkylene  glycol  carbamic  acid  ester,  alkylbenzenesulfonic  acid,  or  nonionic  surface  active  agent. 

The  antimicrobial  composition  of  this  invention  may  further  contain  various  kinds  of  modifiers  and 
additives. 

50  The  water-soluble  microbicide  has  a  solid  state  in  the  clathrate  compound  and  is  gradually  dissolved 
therefrom.  The  microbicide  in  the  clathrate  compound  is  so  stable  as  not  to  require  the  use  of  any  metal 
salt,  etc.  as  a  stabilizer.  Moreover,  the  clathrate  compound  makes  the  microbicide  less  toxic  and  less  irritant 
to  the  skin,  and  prevents  it  from  reacting  with  any  other  substance  and  losing  its  antimicrobial  activity. 
Therefore,  the  clathrate  compound  according  to  this  invention  is  effective  as  a  sustained  release  an- 

55  timicrobial  agent  which  can  maintain  its  antimicrobial  activity  for  a  very  long  period  of  time. 
The  antimicrobial  composition  of  this  invention,  which  comprises  the  clathrate  compound  dispersed  in 

an  aqueous  or  organic  dispersion  medium,  is  a  stable  suspension  which  retains  the  high  antimicrobial 
activity  of  the  clathrate  compound,  and  is,  therefore,  very  easy  to  handle  or  use.  It  causes  no  scattering  of 
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any  fine  powder,  but  can  maintain  in  a  good  condition  the  environment  in  which  it  is  used.  Moreover,  it  can 
be  used  effectively  in  a  wide  variety  of  water  systems  without  destroying  any  aqueous  emulsion,  as  it  does 
not  contain  any  metal  salt  as  a  stabilizer. 

The  antimicrobial  composition  of  this  invention  retains  the  advantages  which  the  water-soluble  micro- 
5  bicide  possesses  in  the  clathrate  compound,  i.e.: 

(1)  The  microbicide  is  dissolved  in  water  so  slowly  that  its  antimicrobial  activity  can  be  maintained  for  a 
long  time; 
(2)  The  clathrate  compound  makes  the  microbicide  less  toxic  and  less  irritant  to  the  skin,  and  thereby 
improves  the  safety  of  the  environment  in  which  it  is  used;  and 

io  (3)  The  clathrate  compound  prevents  the  microbicide  from  reacting  with  any  other  substance  and  losing 
its  antimicrobial  activity. 
The  invention  will  now  be  described  more  specifically  with  reference  to  a  variety  of  examples. 

Example  1  : 
15 

Tests  on  the  Dispersion  Stability  of  Clathrate  Compounds  in  an  Aqueous  Dispersion  Medium  and  Their 
Antimicrobial  Activity 

A  powdery  clathrate  compound  having  a  particle  size  not  exceeding  22  mesh  was  prepared  by  reacting 
20  1  ,1-bis-(4-hydroxyphenyl)cyclohexane,  2,2'-methylenebis(4-chlorophenol)  or  deoxycholic  acid  with  an 

isothiazoline  microbicide  comprising  a  mixed  solution  of  CMI  and  Ml  (an  aqueous  solution  of  the  Rohm  & 
Haas  product  known  as  KATHON  886).  Each  clathrate  compound  was  dispersed  in  an  aqueous  dispersion 
medium  (water)  to  form  a  suspension,  and  it  was  examined  for  stability  and  antimicrobial  activity.  The 
results  are  shown  in  Table  1  below.  Each  suspension  contained  30%  by  weight  of  the  clathrate  compound. 

25  Referring  first  to  the  examination  of  each  suspension  for  stability,  it  was  left  to  stand  at  room 
temperature  for  three  months  and  its  appearance  was  inspected  with  respect  to  two  aspects,  i.e.  fluidity  and 
phase  separation.  The  symbols  used  in  Table  1  to  indicate  the  results  have  the  following  meanings, 
respectively: 

30  Fluidity 

o:  Good; 
A:  Poor; 
x:  Bad. 

35 
Phase  separation 

o:  No  phase  separation  occurred; 
x:  The  separation  of  solid  and  liquid  phases  occurred. 

40  After  the  three  months,  each  suspension  was  also  examined  for  its  antimicrobial  activity  employing  E. 
Coli.  Its  antimicrobial  activity  was  determined  after  24  hours  of  its  exposure  to  E.  Coli  and  compared  with 
that  of  a  solution  of  KATHON  886  having  the  same  concentration.  The  symbols  used  to  indicate  the  results 
were: 

o:  The  antimicrobial  activity  of  the  suspension  was  at  least  equal  to  that  of  the  KATHON  886 
45  solution; 

A:  The  former  was  somewhat  inferior  to  the  latter. 

Table  1 

No.  Host  compound  Stability  Antimicrobial 
activity 

Fluidity  Phase  separation 

1  1  ,1-bis-(4-hydroxyphenyl)cyclohexane  x  o  o 
2  2,2'-methylenebis-(4-chlorophenol)  A  o  o 
3  Deoxycholic  acid  o x   o 
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As  is  obvious  from  Table  1,  Suspension  No.  2  was  relatively  good  in  both  of  dispersion  stability  and 
antimicrobial  activity,  while  the  other  two  suspensions  were  inferior  in  dispersion  stability. 

Example  2: 
5 

Improvement  in  Dispersion  Stability 

Example  1  was  repeated  for  preparing  suspensions  and  examining  each  of  them  for  dispersion  stability 
after  three  months,  except  that  each  clathrate  compound  had  been  crushed  into  a  finer  powder  having  a 

io  particle  Size  of  200  mesh  to  achieve  an  improved  dispersion  stability.  The  suspension  corresponding  to  No. 
3  in  Table  1  was  found  to  be  of  improved  dispersion  stability,  as  it  did  not  show  any  phase  separation. 

Example  3: 

is  Improvement  in  Dispersion  Stability 

Example  1  was  repeated  for  preparing  suspensions  corresponding  to  Nos.  1  and  2  in  Table  1  and 
examining  each  of  them  for  dispersion  stability  after  three  months,  except  that  0.025%  by  weight  of 
xathantane  gum  and  0.1%  by  weight  of  polyvinyl  pyrrolidone  had  been  added  to  each  suspension  to 

20  improve  its  dispersion  stability.  Both  of  the  suspensions  were  found  to  be  of  improved  dispersion  stability, 
as  they  showed  good  fluidity. 

Example  4: 

25  Mixing  of  Suspensions  with  an  Aqueous  SBR  Emulsion 

One  part  by  weight  of  each  of  the  compositions  of  this  invention  shown  at  Nos.  1  to  3  in  Table  1  was 
mixed  with  one  part  by  weight  of  an  aqueous  emulsion  of  SBR  under  stirring.  Each  mixture  was  examined 
for  uniformity.  All  of  the  compositions  could  be  mixed  with  the  emulsion  uniformly  without  destroying  it. 

30  When  one  part  by  weight  of  KATHON  886  was  mixed  with  one  part  by  weight  of  an  aqueous  emulsion 
of  SBR,  however,  the  emulsion  was  destroyed  and  produced  a  sediment. 

Example  5: 

35  Tests  for  Dissolution  in  Water 

One  gram  of  each  of  the  compositions  shown  at  Nos.  1  to  3  in  Table  1  was  placed  in  one  liter  of  water. 
The  water  was  stirred  at  a  speed  of  488  rpm  at  a  temperature  of  25  °  C  and  the  amounts  of  the  effective 
constituent  (CMI)  which  had  been  dissolved  in  the  water  were  measured  from  time  to  time  as  shown  in 

40  Table  2.  The  results  are  shown  in  Table  2. 
The  dissolution  of  KATHON  886  was  likewise  examined  for  the  sake  of  comparison.  The  results  are 

shown  in  Table  2. 
The  results  shown  in  Table  2  confirm  the  sustained  release  of  the  effective  constituent  from  the 

antimicrobial  compositions  according  to  this  invention. 
45 

Table  2 

Dissolution  of  effective  constituent  (wt.%) 

Composition  No.  15min.  30  min.  1  h.  2  h.  4  h.  10  h.  24  h. 

1  80  85  92  95  100 
2  35  44  54  63  73  89  100 
3  17  20  26  37  48  84  100 

KATHON  886  100  . . . . .  
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Example  6: 

Dispersion  Stability  of  Clathrate  Compounds  in  Organic  Dispersion  Mediums  and  Their  Antimicrobial  Activity 

5  Example  1  was  repeated  for  preparing  suspensions  and  evaluating  each  of  them  for  dispersion  stability 
and  antimicrobial  activity,  except  that  various  organic  dispersion  mediums  were  employed  as  shown  in 
Table  3,  and  that  the  antimicrobial  activity  of  each  composition  was  determined  after  one  month  of  its 
exposure  to  E.  Coli.  The  results  are  shown  in  Table  3. 

As  is  obvious  from  Table  3,  Suspensions  Nos.  4  to  7  were  good  in  both  of  stability  and  antimicrobial 
io  activity,  and  were  found  to  be  capable  of  immediate  use,  while  the  other  suspensions  were  inferior  in 

stability  or  antimicrobial  activity. 

Table  3 

No.  Dispersion  medium  Stability  Antimicrobial 
activity 

Fluidity  Phase  separation 

4  Glycerin  o  o  o 
5  Liquid  paraffin  o  o  o 
6  Silicone  oil  o  o  o 
7  Xylene  o  o  o 
8  Ethylene  glycol  o x   A 
9  Propylene  glycol  o x   o 

10  Polyoxyethylene  alkyl  ether  o x   o 
11  Polyglycerin  x  o  o 
12  Hinoki  oil  o  x  o 
13  Castor  oil  o  o  A 
14  Soybean  oil  o  x  o 
15  Olive  oil  o x   o 
16  Rapeseed  oil  o  x  A 

35  Example  7: 

Improvement  in  Dispersion  Stability 

Example  6  was  repeated  for  preparing  suspensions  corresponding  to  Nos.  4  to  16  in  Table  3  and 
40  evaluating  each  of  them  for  stability  after  one  month,  except  that  the  clathrate  compound  had  been  crushed 

into  a  finer  powder  having  a  particle  size  of  200  mesh.  Suspensions  Nos.  8  to  10,  12  and  14  to  16  were  all 
improved  in  stability,  as  no  phase  separation  was  found  in  any  of  the  corresponding  suspensions. 

Example  8: 
45 

Mixing  of  Compositions  with  an  Aqueous  SBR  Emulsion 

One  part  by  weight  of  each  of  the  antimicrobial  compositions  of  this  invention  shown  at  Nos.  4  to  7  in 
Table  3  was  mixed  with  one  part  by  weight  of  an  aqueous  emulsion  of  SBR  under  stirring.  Each  mixture 

50  was  examined  for  uniformity.  All  of  the  compositions  could  be  mixed  with  the  emulsion  uniformly  without 
destroying  it. 

When  one  part  by  weight  of  KATHON  886  was  mixed  with  one  part  by  weight  of  an  aqueous  emulsion 
of  SBR,  however,  the  emulsion  was  destroyed  and  produced  a  sediment,  as  has  already  been  stated  in 
Example  4. 

55 

8 



EP  0  332  336  B1 

Example  9: 

Tests  for  Dissolution  in  Water 

5  One  gram  of  each  of  the  compositions  shown  at  Nos.  4  and  5  in  Table  3  was  placed  in  one  liter  of 
water.  The  water  was  stirred  at  a  speed  of  488  rpm  at  a  temperature  of  25  °C  and  the  amounts  of  the 
effective  constituent  (CMI)  which  had  been  dissolved  in  water  were  measured  from  time  to  time.  The  results 
are  shown  in  Table  4. 

A  similar  test  was  conducted  on  KATHON  886  for  the  sake  of  comparison.  The  results  are  shown  in 
io  Table  4. 

Table  4 

Dissolution  of  effective  constituent  (wt.%) 

Composition  No.  Time  elapsed 

10  min.  30  min.  1  h.  2  h.  3  h.  5  h. 

4  88  95  97  97  99  100 
5  39  68  89  94  94  96 

KATHON  886  100  . . . .  

The  results  shown  in  Table  4  confirm  the  sustained  release  of  the  effective  constituent  from  the 
antimicrobial  compositions  of  this  invention. 

25 

Claims 

1.  An  antimicrobial  composition  comprising: 
a  clathrate  compound  being  formed  of  5-chloro-2-methyl-4-isothiazoline-3-one  and  2,2'- 

methylenebis(4-chlorophenol);  and 
a  dispersion  medium  for  retaining  the  clathrate  compound,  wherein  the  dispersion  medium 

comprises  water  or  an  organic  dispersion  medium  selected  from  the  group  consisting  of  alcohols,  liquid 
paraffin,  xylene,  vegetable  oils,  terpenes,  and  surface  active  agents. 

2.  An  antimicrobial  composition  according  to  claim  1  ,  wherein  said  clathrate  compound  has  a  particle  size 
of  200  mesh  at  maximum  to  be  equally  dispersed  in  the  dispersion  medium,  said  clathrate  compound 
being  retained  in  the  dispersion  medium  at  10-50  wt%  so  that  the  clathrate  compound  is  stably 
retained  in  the  dispersion  medium  without  decomposition  of  the  microbicide. 

3.  An  antimicrobial  composition  according  to  claim  1  or  2,  wherein  the  disperison  medium  comprises 
water  and  further  contains  at  least  one  of  a  high  molecular  weight  substance  for  use  in  a  water  system 
and  a  surface  active  agent. 

4.  An  antimicrobial  compositon  according  to  any  one  of  claims  1  to  3,  wherein  the  dispersion  medium 
comprises  an  organic  dispersion  medium  and  further  contains  at  least  one  of  a  high  molecular  weight 
substance  and  a  dispersing  agent. 

Patentanspruche 

1.  Antimikrobielle  Zusammensetzung,  umfassend: 
eine  EinschluBverbindung,  erzeugt  aus  5-Chlor-2-methyl-4-isothiazolin-3-on  und  2,2'-Methylenbis(4- 
chlorphenol)  und 
ein  Dispersionsmedium  zum  Zuruckhalten  der  EinschluBverbindung,  wobei  das  Dispersionsmedium 
Wasser  oder  ein  organisches  Dispersionsmedium,  ausgewahlt  aus  Alkoholen,  flussigem  Paraffin,  Xylol, 
pflanzlichen  Olen,  Terpenen  und  oberflachenaktiven  Reagenzien,  umfaBt. 

2.  Antimikrobielle  Zusammensetzung  gemaB  Anspruch  1,  wobei  die  EinschluBverbindung  eine  Partikelgro- 
I3e  von  maximal  200  mesh  hat,  urn  gleichmaBig  im  Dispersionsmedium  verteilt  zu  werden,  und  die 
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EinschluBverbindung  zu  10  bis  50  Gew.-%  im  Dispersionsmedium  bleibt,  so  daB  die  EinschluBverbin- 
dung  ohne  Zersetzung  des  mikrobiziden  Mittels  im  Dispersionsmittel  stabil  zuruckgehalten  wird. 

3.  Antimikrobielle  Zusammensetzung  gemaB  Anspruch  1  oder  2,  wobei  das  Dispersionsmedium  Wasser 
umfaBt,  und  auBerdem  mindestens  eine  hochmolekulare  Substanz  zur  Verwendung  in  einem  waBrigen 
System  und  ein  oberflachenaktives  Reagens  enthalt. 

4.  Antimikrobielle  Zusammensetzung  gemaB  einem  der  Anspruche  1  bis  3,  wobei  das  Dispersionsmedium 
ein  organisches  Dispersionsmedium  umfaBt  und  auBerdem  mindestens  eine  hochmolekulare  Substanz 
und  ein  Dispersionsmittel  enthalt. 

Revendicatlons 

1.  Composition  antimicrobienne  comprenant  : 
un  clathrate  forme  de  5-chloro-2-methyl-4-isothiazoline-3-one  et  de  2,2'-methylenebis(4-chloro- 

phenol)  ;  et 
un  milieu  dispersant  pour  la  retention  du  clathrate,  dans  laquelle  le  milieu  dispersant  comprend 

I'eau  ou  un  milieu  dispersant  organique  choisi  dans  le  groupe  consistant  en  alcools,  paraffine  liquide, 
xylene,  huiles  vegetales,  terpenes  et  agents  tensio-actifs. 

2.  Composition  antimicrobienne  suivant  la  revendication  1  ,  dans  laquelle  le  clathrate  possede  un  diametre 
de  particules  correspondant  au  maximum  aux  mailles  du  tamis  N  °  200  pour  sa  dispersion  uniforme 
dans  le  milieu  dispersant,  ledit  clathrate  etant  retenu  dans  le  milieu  dispersant  en  une  quantite  de  10  a 
50  %  en  poids,  de  telle  sorte  que  le  clathrate  soit  retenu  de  maniere  stable  dans  le  milieu  dispersant 
sans  decomposition  du  microbicide. 

3.  Composition  antimicrobienne  suivant  la  revendication  1  ou  2,  dans  laquelle  le  milieu  dispersant 
comprend  de  I'eau  et  contient  en  outre  au  moins  un  constituant  du  groupe  comprenant  une  substance 
de  haut  poids  moleculaire  destinee  a  etre  utilisee  dans  un  milieu  aqueux  et  un  agent  tensio-actif. 

4.  Composition  antimicrobienne  suivant  I'une  quelconque  des  revendications  1  a  3,  dans  laquelle  le  milieu 
dispersant  comprend  un  milieu  dispersant  organique  et  contient  en  outre  au  moins  un  constituant  du 
groupe  comprenant  une  substance  de  haut  poids  moleculaire  et  un  agent  dispersant. 
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