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As  a  consequence  of  the  preceding,  it  is  an 
object  of  the  present  invention  to  provide  a  more 
compatible  protection  system  for  graphite  epoxy 
structures  to  prevent  future  maintenance 
problems  with  the  protection  system. 

It  is  a  further  object  of  the  present  invention  to 
provide  woven  outer  layer  structures  for  com- 
posite  structural  components  which  include  inter- 
woven  nickel-plated  graphite  fibers. 

It  is  yet  a  further  object  of  the  present  invention 
to  provide  plating  of  fiber  tows  as  a  function  of 
protection  desired,  e.g..  Zone  1  or  Zone  2,  in  the 
outer  layer  of  fabric  for  the  structural  component 
requiring  lightning  protection. 

These  objects  are  achieved  by  the  features  as 
described  in  the  characterizing  part  of  claim  1. 

A  full  understanding  of  the  present  invention, 
and  of  its  further  objects  and  advantages  and  the 
several  unique  aspects  thereof,  will  be  had  from 
the  following  descriptions  when  taken  in  conjunc- 
tion  with  the  accompanying  drawing  in  which: 

Figure  1  is  a  cross-sectional  view  of  a  com- 
posite  structure  including  fasteners  showing  the 
present  nickel-plated  graphite  fiber  lightning 
protection; 

Figure  2  is  a  further  embodiment  of  the  present 
invention  showing  composite  structure  and 
fastener  with  lightning  protection  features 
including  nickel-plated  graphite  fibers,  fiberglass 
insert  to  prevent  lightning  currents  from  entering 
a  titanium  fastener  and/or  use  of  dielectric  strip 
material  over  a  row  of  fasteners  or  single 
fastener. 

Turning  now  to  Figure  1,  a  composite  aircraft 
skin  structure  comprising  a  graphite  epoxy  lami- 
nate  10  is  seen  to  include  a  protruding  head 
fastener  20  and  a  countersunk  fastener  22.  The 
present  lightning  protection  system  utilizes  a 
nickel-plated  graphite  epoxy  fabric  ply  24  com- 
prising  individual  nickel-plated  graphite  fibers 
which  are  woven  into  the  outer  layer  of  fabric  for 
the  structural  component  requiring  protection. 
Depending  on  the  protection  desired  (for  Zone  1 
or  Zone  2),  either  100%  of  the  fiber  tows  in  both 
the  warp  and  fill  direction  of  fabric  24  can  be 
plated  or  a  lesser  percentage  (such  as  every  other 
tow  or  every  third  tow). 

To  protect  against  a  direct  attachment  to  a 
fastener  20  or  22  by  a  lightning  stroke,  the 
fastener  holes  are  counterbored  (or  both 
counterbored  and  countersunk,  see  Figure  1)  and 
the  counterbore  filled  with  a  potting  compound 
26.  The  exterior  surface  of  the  integral  lightning 
protection  system  shown  in  Figure  1  is  coated 
with  paint  and  primer  28. 

Preliminary  test  results  from  a  simulated  Zone  2 
lightning  strike  were  encouraging  in  that  the 
current  spread  out  over  a  5-inch  diameter  area 
and  the  damage  did  not  appear  to  go  beyond  the 
first  ply  of  the  integral  lightning  protection 
assembly  of  Figure  1.  In  contrast,  severe  local 
damage  (material  blown  away  and  delaminated) 
was  experienced  on  the  unprotected  part  of  the 
graphite  epoxy  laminate  panel  structure. 

Turning  now  to  Figure  2,  it  will  be  noted  that  a 

Description 

The  present  invention  relates  to  aircraft  lightn- 
ing  protection  system  as  described  in  the  pre- 
amble  of  claim  1.  Such  system  is  amongst  others 
described  in  US—  A—  3,989,984. 

It  is  known  that  the  present  planned  graphite 
epoxy  composite  structural  components  to  be 
used  on  aircraft  will  be  subjected  to  natural 
lightning  strike  discharges.  The  most  severe 
strikes  will  be  limited  to  structures  located  at  or 
near  the  aircraft  protuberances  (wing  tips, 
stabilizer  tips,  vertical  tips,  rudder,  elevators,  aile- 
rons,  some  engine  cowlings,  etc.).  These  loca- 
tions  are  designated  Zone  1  and  will  be  subjected 
to  the  initial  attachment  of  the  lightning  channel. 
The  initial  attachment  lightning  strike  is  charac- 
terized  by  a  fast  rise,  high  peak  current 
(2x105amp)  and  a  large  energy  transfer 
(2x  106  amp2  sec).  It  can  create  severe  struc- 
tural  damage  to  unprotected  graphite  epoxy 
structure  (much  more  so  compared  to  aluminum 
structure).  Other  parts  of  the  structure  will  be 
subjected  to  lesser  discharges,  called  swept 
stroke  lightning.  These  areas  are  designated  Zone 
2  and  are  located  aft  of  the  initial  attachment 
points.  Particularly  sensitive  areas  are  integral 
fuel  tanks  and  pressurized  sections.  Punctures 
cannot  be  tolerated  in  either  area  but  fasteners 
penetrating  the  skin  and  protruding  into  a  fuel 
tank  area  have  been  shown  to  constitute  a  fuel 
ignition  source  even  without  a  skin  puncture. 
Unprotected  fasteners  are  a  preferred  attachment 
point  for  the  lightning  and  spark  because  the 
energy  cannot  be  distributed  fast  enough  into  the 
surrounding  graphite  epoxy  material  (due  to  its 
low  thermal  and  electrical  conductivity).  The  test 
criteria  for  Zone  2  also  contains  a  fast  rise  current 
but  with  a  1  x  105  amp  peak  and  an  energy 
transfer  of  0.25  x  10s  amp2  sec. 

Representative  of  the  prior  art  literature  is  U.S. 
Patent  No.  3,775,713,  assigned  to  The  Boeing 
Company.  Knitted  wire  mesh  is  utilized  in  U.S. 
Patent  3,775,713  in  contrast  to  preferred  embodi- 
ments  of  the  present  invention  which  utilize 
nickel-plated  graphite  fibers.  A  decorative  layer  is 
shown  in  the  reference  patent,  thereby  providing 
insufficient  coverage  for  fastener  heads.  Further, 
in  U.S.  Patent  3,775,713  there  is  no  insulation 
between  the  fasteners  and  the  structure  since  the 
reference  structure  is  fiberglass  and  therefore 
nonconductive. 

Heretofore,  lightning  protection  material  most 
commonly  utilized  for  non-metallic  structures  is 
aluminum.  The  aluminum  is  normally  applied  as 
a  flame  spray,  a  woven  screen,  a  foil  or  a  plating. 
Such  prior  method  works  satisfactorily  when  the 
structure  is  a  dielectric  such  as  fiberglass  or  kevlar 
epoxy.  However,  aluminum  is  galvanically  incom- 
patible  with  graphite  epoxy  forming  the  com- 
posite  structures  in  accordance  with  the  present 
preferred  embodiments.  If  not  isolated  from  the 
graphite  epoxy,  the  aluminum  will  corrode;  if 
isolated,  the  aluminum  loses  its  effectiveness  as  a 
protection  system  (no  electrical  path). 
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glass  fiber  insulation  layer  in  the  form  of  insert  42 
is  utilized  between  titanium  fastener  32  and 
graphite  epoxy  laminate  10  forming  the  skin 
structure  of  the  aircraft.  Glass  fiber  insert  42 
further  decreases  in  the  present  lightning  protec-  5 
tion  system  the  likelihood  of  sparking  in  regions 
of  fuel  tanks  because  of  lightning.  Lightning 
currents  are  thus  prevented  from  entering 
titanium  fastener  32.  A  further  plastic-like  strip 
member  52  sandwiched  between  nickel-plated  10 
graphite  epoxy  outer  ply  24  and  primer  and  paint 
exterior  surface  coating  28  extends  over  a  row  (or 
as  shown  here  a  single  fastener  32). 

Titanium  fastener  32  is  shown  in  Figure  2 
securing  graphite  epoxy  or  titanium  angle  is 
member  62  with  graphite  epoxy  composite  struc- 
tural  member  10,  the  fastening  assembly  further 
including  corrosion-resistant  stainless  steel 
washer  member  63  and  corrosion-resistant  stain- 
less  steel  shear  collar  member  65.  Dielectric  20 
plastic  strip  member  52  may  comprise  a  polyester 
material  which  is  transparent  and  available  under 
the  trade  name  Mylar,  of  the  Du  Pont  Company  of 
Wilmington,  Delaware,  or  a  polyimide  insulation 
material  available  from  the  Du  Pont  Company  of  25 
Wilmington,  Delaware,  under  the  trade  name 
Kapton. 

Claims 
30 

1.  An  integral  lightning  protection  system  for  an 
aircraft  graphite  epoxy  structure  (10)  having  a 
fastener  (20,  22)  inserted  therein,  said  fastener 
including  a  head  portion  facing  an  outer  surface 
portion  of  said  aircraft  graphite  epoxy  structure  35 
(10),  characterized  by 

a  nickel-plated  graphite  fiber  fabric  ply  (24) 
extending  along  said  outer  surface  portion  of  said 
graphite  epoxy  structure,  a  potting  compound 
(26)  extending  over  the  location  of  said  head  40 
portion  of  said  fastener  (20,  22) 

a  dielectric  layer  (52)  disposed  on  said  nickel- 
plated  graphite  fiber  fabric  ply  (24)  and  on  said 
potting  compound  and,  a  primer  and  paint 
exterior  surface  coating  (28)  disposed  on  said  45 
dielectric  layer. 

2.  The  invention  according  to  claim  1  wherein 
less  than  100  per  cent  of  the  fiber  tows  in  both  the 
warp  and  fill  direction  of  said  graphite  fiber  fabric 
ply  (24)  are  nickel  plated.  50 

3.  The  invention  according  to  claim  1  wherein  a 
glass  fiber  insert  (42)  is  disposed  around  the  shaft 
portion  of  said  fastener  (32). 

Patentanspriiche  55 

1.  Integrales,  leichtermachendes  Schutzsystem 

fiir  eine  Flugzeug-Graphit-Epoxy-Struktur  (10),  in 
die  ein  Befestigungselement  (20,  22)  eingefiigt  ist, 
wobei  das  Befestigungselement  einen  Kopfteil 
hat,  der  einem  auBeren  Oberflachenteil  der  Flug- 
zeug-Graphit-Epoxy-Struktur  (10)  zugewandt  ist, 
gekennzeichnet  durch  eine  nickelpiattierte 
Graphitfasergewebeschicht  (24),  die  sich  entlang 
dem  auBeren  Oberflachenteil  der  Graphit-Epoxy- 
Struktur  erstreckt,  wobei  sich  eine  VerguBverbin- 
dung  (26)  iiber  den  Ort  des  Kopfteils  des  Befesti- 
gungselements  (20,  22)  erstreckt; 

eine  dielektrische  Schicht  (52),  die  auf  der 
nickelplattierten  Graphitfasergewebeschicht  (24) 
und  auf  der  VerguBverbindung  angeordnet  ist, 
und  eine  Grundierungs-  und  AnstrichauBenober- 
flachenbeschichtung  (28),  die  auf  der  dielektri- 
schen  Schicht  angeordnet  ist. 

2.  Die  Erfindung  nach  Anspruch  1,  dadurch  ge- 
kennzeichnet,  daB  weniger  als  100%  der  Faser- 
tows  sowohl  in  der  Ketten-  als  auch  in  der  SchuB- 
richtung  der  Graphitfasergewebeschicht  (24) 
nickelplattiert  sind. 

3.  Die  Erfindung  nach  Anspruch  1,  dadurch  ge- 
kennzeichnet,  daB  ein  Glasfasereinsatz  (42)  um 
den  Schaftteil  des  Befestigungselements  (32) 
herum  angeordnet  ist. 

Revendications 

1.  Un  systeme  integral  de  protection  contre  la 
foudre  pour  une  structure  d'aeronef  (10)  en  gra- 
phite-epoxy,  ayant  un  element  de  fixation  (20,  22) 
insere  dans  ladite  structure,  cet  element  de  fixa- 
tion  incluant  une  portion  de  tete  faisant  face  a  une 
portion  de  surface  exterieure  de  ladite  structure 
d'aeronef  en  graphite-epoxy  (10),  caracterise  par 
une  couche  (24)  de  tissu  en  fibres  de  graphite 
piaquees  de  nickel  s'&tendant  le  long  de  ladite 
portion  de  surface  exterieure  de  cette  structure  en 
graphite-epoxy,  un  compose  d'empotage  (26) 
s'etendant  par-dessus  ('emplacement  de  la  por- 
tion  de  tete  de  I'elSment  de  fixation  (20,  22),  une 
couche  dielectrique  (52)  disposee  sur  ladite  cou- 
che  (24)  de  tissu  en  fibres  de  graphite  piaquees  de 
nickel  et  sur  ledit  compose  d'empotage  et  un 
revetement  de  surface  exterieur  (28)  de  couche 
primaire  d'accrochage  et  de  peinture  dispose  sur 
cette  couche  dielectrique. 

2.  L'invention  selon  la  revendication  1,  seion 
laquelle  moins  de  100%  de  fiiasses  de  fibres,  a  la 
fois  dans  la  direction  de  la  chame  et  de  la  trame, 
de  la  couche  de  tissu  (24)  en  fibres  de  graphite, 
est  plaque  de  nickel. 

3.  L'invention  selon  la  revendication  1,  selon 
laquelle  une  piece  rapportee  (42)  en  fibres  de 
verre  est  disposee  autour  de  la  position  de  I'axe 
de  I'element  de  fixation  (32). 

60 

65 



0  120  0 1 0  

- 6 2  


	bibliography
	description
	claims
	drawings

