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polymeric substrate layer; a chitosan layer, formed on
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prising chitosan nanoparticles and an antioxidant mate-
rial, formed on the chitosan layer.
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Description

Field of the Invention

[0001] The present invention relates to films or foils
which are both antimicrobial and antioxidant, and partic-
ularly, although not exclusively, to such films or foils for
use in food packaging.

Background

[0002] Biodegradable packaging material has become
an essential part of the global food packaging market
aiding to the ever-increasing consumer awareness and
importance of eco-friendly substitutes. The demand for
biodegradable packaging is increasing and will continue
to increase as the companies utilize packaging like a me-
dium to protect their products and promote the safety of
the environment. New competitive bio-based packaging
solutions are multifunctional, economically viable and
can be easily incorporated in present industrial manufac-
turing processes.
[0003] Over recent decades, much research on the de-
velopment of innovative food packaging materials has
been carried out with a view to combat against patho-
gens; reduce spoilage and waste; optimize process effi-
ciency; reduce the need for chemical preservatives; im-
prove the functionality of foods; and improve the nutri-
tional and sensorial properties of food, responding to the
demands of different consumer niches and markets, also
in terms of affordability. Only a few of these solutions
have been economically, ecologically and health friendly;
thus, there is still a great challenge involved in investiga-
tion of new concepts for active packaging materials.
[0004] Beside increasing public health awareness, the
changes in retailing practices (such as a market globali-
zation resulting in a longer distribution of food) and the
fact that the industry must follow the strict packaging
guidelines and regulations all act as a driving force for
significant interest in incorporating natural antimicrobial
ingredients into packaging material when developing an
active concept of packaging.
[0005] Examples of natural biodegradable and bioac-
tive substances are antimicrobial polysaccharides and
their derivatives. Chitosan, obtained from chitin by partial
de-acetylation, which makes it water-soluble in acidic-
aqueous solutions, has diverse and important properties,
such as biocompatibility, biodegradability, and non-tox-
icity, and it is widely known as a valuable material for
different biomedical and food applications. However, in
spite of chitosan’s excellent antimicrobial activity, it has
been found that it shows very poor antioxidant activity,
which is required for a bioactive packaging material to
retard the natural processes of the food leading to its
spoilage by reducing oxygen and moisture. (The oxida-
tive deterioration of meat products is caused by the deg-
radation reactions of fats and pigments.)
[0006] Thus, it is desirable to increase the antioxidant

activity of chitosan with natural compounds with proven
high antioxidant capacity, such as plant phenols. Toco-
pherols are the only natural food-grade antioxidants cur-
rently regulated as such by the FDA (Food and Drug Ad-
ministration). Spices and flavourings such as rosemary
and sage are regulated only as flavourings. An ever-pop-
ular trend is the use of vegetable and essential oils as
natural antioxidants. Some plant extracts such as grape-
fruit seed, cinnamon, horseradish, clove, garlic and many
others have been previously added to packaging sys-
tems to demonstrate an effective antioxidant-antimicro-
bial activity against spoilage and pathogens bacteria.
[0007] There are numerous publications of chitosan
coatings for improved properties of foils or films for food
industry. In general, those discuss application of chitosan
as an antibacterial substance. Chitosan is applied in var-
ious forms and may or may not be mixed with other sub-
stances.
[0008] Chitosan is known for its antibacterial proper-
ties, which are particularly enhanced when it is used in
the form of nanoparticles. The antibacterial properties of
packaging foils can thus be improved by using methods
described in those publications; however, a simultane-
ous significant reduction of oxygen permeation and anti-
oxidant activity is still needed.
[0009] Polymeric materials of the type often used in
packaging, such as polyethylene or polypropylene, are
often inadequate because of rather large permeability for
gases such as oxygen, little or no antioxidant properties
and little or no antibacterial properties. While there are
numerous methods for improving these properties of PE
or PP materials, only few enable excellent reduction of
permeability simultaneously with the antioxidant and an-
timicrobial properties.
[0010] The present invention has been devised in light
of the above considerations.

Summary of the Invention

[0011] The present invention relates to methods for
synthesizing materials, particularly for food packaging.
The superior properties of the materials can be made by
pre-treatment of a polymeric substrate with oxygen fol-
lowed by coating with a chitosan layer followed by coating
with a layer comprising an antioxidant (such as polyphe-
nol, resveratrol, catechin and/or pomegranate extract)
and chitosan nanoparticles.
[0012] The inventors have found that such products
and methods are highly effective. As set out in the Ex-
amples, the materials exhibit over 90% reduction of Sta-
phylococcus aureus as compared to untreated polymeric
layers, reduction of oxygen permeability by over 90% and
an increase of antioxidant activity by a factor of more
than 10.
[0013] The methods and products are useful in differ-
ent applications where such properties of packaging ma-
terials are desired. Exemplary usage is for packaging of
food such as meat, vegetables, dairy & bakery products,
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pharmacy packaging, etc.
[0014] In a first aspect, the present invention provides
a packaging material, comprising: (a) a polymeric sub-
strate layer; (b) a chitosan layer, formed on the polymeric
substrate layer; and (c) an active layer, comprising chi-
tosan nanoparticles and an antioxidant material, formed
on the chitosan layer.
[0015] Preferably the active layer comprises a network
of chitosan nanoparticles having antioxidant material en-
capsulated therein and/or embedded on their outer sur-
face, formed on the chitosan layer.
[0016] In some embodiments, the antioxidant may be
at least one selected from naturally occurring antioxi-
dants such as polyphenols, resveratrol, catechin and
pomegranate extract. Suitably, the antioxidant material
comprises a polyphenol (for example, a polyphenol other
than resveratrol) and at least one selected from resver-
atrol, catechin and pomegranate extract.
[0017] The total content of the at least one selected
from resveratrol, catechin and pomegranate extract may
suitably be 0.1 to 10 w/v%, for example 0.3 to 2 w/v%.
[0018] The content of chitosan nanoparticles in the ac-
tive layer may suitably be 0.5 to 4 w/v%.
[0019] In view of solubility, availability or activity, the
chitosan in the chitosan layer and/or the active layer may
preferably have a number average molecular weight of
10 to 300 kDa, for example 50 to 200 kDa.
[0020] In some embodiments the polymeric substrate
layer comprises polyethylene or polypropylene.
[0021] In a second aspect, the present invention pro-
vides a method of manufacturing a packaging material,
for example a packaging material as set out herein, com-
prising the steps of: (a) treating a polymeric substrate
layer with oxygen, for example neutral oxygen atoms at
a dose of between 1020 and 1024 m-2; (b) applying a so-
lution of chitosan to the treated polymeric substrate layer,
to form a chitosan layer on the polymeric substrate layer;
and (c) applying a solution containing an antioxidant ma-
terial and chitosan nanoparticles to the chitosan layer, to
form an active layer on the chitosan layer.
[0022] Drying the chitosan and/or active layers after
they have been applied may be useful. Therefore, the
method may, after step (b) and before step (c), include
a step of drying the chitosan layer. The method may, after
step (c), include a step of drying the active layer.
[0023] The solution of chitosan used in step (b) may
optionally be prepared by dissolving chitosan powder in
water and adjusting the pH of the resultant solution to 3
to 5. This preparation may be a separate step of the
present methods. The solution may optionally further
comprise acetic acid.
[0024] In some embodiments, the solution used in step
(c) comprises a polyphenol, 0.5 to 4 w/v% of chitosan
nanoparticles and 0.1 to 10 w/v% of at least one selected
from resveratrol, catechin and pomegranate extract.
[0025] Optionally, in the present methods, the chitosan
nanoparticles are prepared by ionic gelation of a solution
comprising chitosan, water and sodium tripolyphos-

phate, the solution optionally further comprising a
polyphenol (for example, a polyphenol other than resver-
atrol) and at least one selected from resveratrol, catechin
and pomegranate extract. The ionic gelation may be per-
formed by magnetic stirring of the solution.
[0026] The present invention also provides an appa-
ratus, optionally for performing a method as described
herein or for producing a packaging material as described
herein, comprising in sequence: (a) a unit for treatment
of a polymeric substrate layer with neutral oxygen atoms;
(b) a unit for applying a solution of chitosan to the treated
polymeric substrate layer; and (c) a unit for applying a
solution containing an antioxidant material and chitosan
nanoparticles.
[0027] The apparatus may optionally comprise, after
unit (b) and before unit (c), a first drying unit; and/or may
optionally comprise, after unit (c), a second drying unit.
[0028] The present invention also provides for the use
of a packaging material as described herein as a food
packaging. That is, the invention related to a food pack-
aging item comprising a packaging material as described
herein.
[0029] The present invention also relates to a coating
for packaging materials. The coating comprises a net-
work of chitosan nanoparticles having antioxidant mate-
rial encapsulated therein and/or embedded on their outer
surface. It may further comprise a chitosan layer upon
which the network is formed.
[0030] The invention includes the combination of the
aspects and preferred features described except where
such a combination is clearly impermissible or expressly
avoided.

Summary of the Figures

[0031] Embodiments and experiments illustrating the
principles of the invention will now be discussed with ref-
erence to the accompanying figures in which:

Figure 1 shows schematically an embodiment of a
packaging material of the present invention.

Figure 2 shows normalized oxygen permeability for
an untreated PE foil (8), an untreated PP foil (9), a
PE foil with a coating containing catechin (10), a PP
foil with a coating containing catechin (11), a PE foil
with a coating containing pomegranate extract (12)
and a PP foil with a coating containing pomegranate
extract (13) deposited according to the methods of
invention.

Figure 3 shows the normalized antimicrobial activity
for an untreated PE foil (14), an untreated PP foil
(15), a PE foil with a coating containing catechin (16),
a PP foil with a coating containing catechin (17), a
PE foil with a coating containing pomegranate ex-
tract (18) and a PP foil with a coating containing
pomegranate extract (19) deposited according to the
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methods of invention. The detection limit (90%) is
represented by a dashed line.

Figure 4 shows the antioxidant activity for an un-
treated PE foil (20), an untreated PP foil (21), a PE
foil with a coating containing catechin (22), a PP foil
with a coating containing catechin (23), a PE foil with
a coating containing pomegranate extract (24) and
a PP foil with a coating containing pomegranate ex-
tract (25) deposited according to the methods of in-
vention.

Figure 5 shows schematically an apparatus suitable
for treatment of polymer substrates in a continuous
mode according to methods of invention.

Detailed Description of the Invention

[0032] Aspects and embodiments of the present inven-
tion will now be discussed with reference to the accom-
panying figures. Further aspects and embodiments will
be apparent to those skilled in the art. All documents
mentioned in this text are incorporated herein by refer-
ence.

Substrate

[0033] Packaging materials generally have a bulk sub-
strate which is formed to the desired shape or style of
the packaging. For example it may create a container for
a product to be placed in, or a lid to close such a container.
Such substrates are advantageously coated with the
films of the present invention to form functional packaging
materials.
[0034] In the present invention, the substrate is not par-
ticularly limited but should suitably be a polymeric mate-
rial. It may be, for example, polyethylene (PE) or poly-
propylene (PP). Such polymeric materials are widely
used and understood in the packaging field, especially
with regard to food packaging.

Chitosan Layer

[0035] The chitosan layer is formed on top of the pol-
ymeric substrate layer, for example to entirely cover it
(all such is not essential). The chitosan layer may suitably
be a thin film. The chitosan layer acts as an intermediate
layer between the substrate and the active layer.
[0036] The chitosan layer acts as a barrier for oxygen
diffusion as well as an antibacterial coating. It also pro-
motes adhesion of the active layer (discussed below),
therefore allowing the active layer to be adhered to the
polymeric substrate firmly and effectively. Without the
chitosan layer, the active layer does not adhere well to
the polymeric substrate layer and would not be evenly
distributed thereon.
[0037] The chitosan used in this layer is preferably of
relatively low molecular weight. For example, it may have

a number average molecular weight of 10 to 300 kDa,
for example 50 to 200 kDa. The molecular weight may
be found by viscosity measurement, for example using
the Mark-Houwink equation. Accoridngly this can be re-
ferred to as a viscosity-average molecular weight.
[0038] Chitosan is a natural antibacterial substance. It
is an aminopolysaccharide molecule with a strong posi-
tive electrical charge, which strongly attracts and bonds
to negatively charged molecules. Chitosan-derived bio-
materials have received considerable attention as an an-
timicrobial, functional, renewable, nontoxic, biocompati-
ble, bioabsorbable, and biodegradable biopolymer
agent1.

Active Layer

[0039] The active layer, at its broadest, contains an
antioxidant and chitosan nanoparticles. In particular, it
may comprise a network of chitosan nanoparticles having
antioxidant material encapsulated therein and/or embed-
ded on the outer surface. Additional antioxidant material
may also be present in the layer, for example dispersed
between nanoparticles. Some solution containing chi-
tosan may also be present in the active layer (the chitosan
there not being in the form of nanoparticles).
For example, the active layer has chitosan nanoparticles
in it, which encapsulate an antioxidant material such as
a polyphenol, and have on their surface bonded, embed-
ded, absorbed or adsorbed antioxidant material such as
more polyphenol, resveratrol, catechin or pomegranate
extract.
[0040] As the active layer may be applied as a solution,
as discussed herein, containing not only the chitosan na-
noparticles (optionally encapsulating antioxidant) but al-
so further, non-nanoparticulate chitosan, further, non-en-
capsulated antioxidant, and solvent, for example, such
components may also be present in the active layer.
[0041] Preferably, about 70% or more of the antioxi-
dant material in the active layer is encapsulated within
chitosan nanoparticles, more preferably 80% or more.
[0042] The active layer is formed on top of the chitosan
layer.
[0043] The antioxidant may be selected from known
antioxidant compounds and materials. It may be, for ex-
ample, selected from polyphenols, such as resveratrol,
flavan-3-ols such as catechin, or natural extracts such
as pomegranate extract.
[0044] Where pomegranate extract is discussed here-
in, it is intended to refer broadly to antioxidants or mix-
tures or combinations of antioxidants found in or derived
from parts of the pomegranate fruit. Polyphenols can
come from pomegranate extract. However, pomegranate
extract also contains other antioxidants such as anthocy-
anins, flavonoids, tannins etc.
[0045] All parts of the pomegranate fruit (peel, juice,
seeds) have high antioxidant activity, but the highest anti-
oxidant activity is found for peel extracts. Therefore, pref-
erably a pomegranate fruit peel extract is used. A pome-
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granate extract may be prepared by, for example,
lyophilisation and crushing the peel to make a powder.
Then phenolic compounds can be extracted by using dif-
ferent solvents such as methanol, ethanol, acetone, chlo-
roform, ethyl acetate, water, etc. Polar solvents have
greater extraction capability than non-polar solvents. The
use of different solvents yields different phenolic content
in the extract and thus to different antioxidant activity2.
[0046] For example, extraction may be done by mixing
1 g of lyophilised peel powder with 5 ml of 70% ethanol.
Extraction may be performed in an ultrasound bath at 10
°C for 50 min. After the extraction, the mixture may be
filtered through a 0.8 mm filter paper. The remaining eth-
anol may be removed by evaporation using a rotary evap-
orator, whereas remaining water may be removed by
lyophilisation.
[0047] As already mentioned, high antioxidant activity
of the pomegranate extract is explained by the presence
of various phenolic compounds as well as antioxidants
such as anthocyanins, flavonoids, flavanols and tannins.
One of the most comprehensive investigation of antioxi-
dants in the pomegranate extract was published3. The
following phenolic compounds were found: galloyl-glu-
cose, punicalagin α, peduncalagin I, punicalagin β, gal-
loyl-HHDP-hexose, ellagic acid glucoside, granatin B,
punigluconin, ellagic acid deoxyhexose, ellagic acid pen-
toside, ellagic acid, syringetin-hexoside, phellatin or
amurensin, phlorizin. The following anthocyanins were
found: delphinidin-3,5-diglycoside, cyanidin-3,5-diglyco-
side, pelargonidin-3,5-diglycoside, delphinidin-3-glyco-
side, cyanidin-pentoside-hexoside, (epi) afzelchin-del-
phinidin-3-hexoside, (epi) gallocatechin-pelargonidin-3-
hexoside, (epi) afzelchin-delphinidin-3-hexoside, cyani-
din-3-glycoside, (epi) gallocatechin -cyanidin-3-hexo-
side, cyanidin-3-rutinoside, pelargonidin-3-glycoside,
(epi) catechin-cyanidin-3-hexoside.
[0048] Any one or more of these compounds may be
used, alone or in any combination, as an antioxidant in
the present invention. In the present invention, the pome-
granate extract used contains at least 75% by weight,
more preferably at least 85% by weight, more preferably
at least 95% by weight and most preferably at least 98%
by weight of these antioxidant compounds.
[0049] Because of genetic diversity of pomegranate
plants, and other factors such as climate, soil etc., it was
found that anthocyanins may vary between 20 to 82% of
the total phenolic content. The content of flavonoids may
vary between 1.6-24% of the total phenolic compounds,
while phenolic acids and ellagitannins were found to be
in the range between 16-66%.
[0050] Inclusion of polyphenol is particularly suitable,
because as well as being antioxidant it binds well to chi-
tosan nanoparticles, allowing them to be efficiently bond-
ed to the chitosan layer and thus to the packaging ma-
terial.
[0051] In certain embodiments, two antioxidants may
be included. For example there may be a polyphenol and
a further antioxidant, such as one, two or all three of res-

veratrol, catechin and pomegranate extract. In such em-
bodiments, the polyphenol can form a strong network
having the further antioxidant, such as resveratrol, cate-
chin or active compounds from pomegranate extract, dis-
persed therein.
[0052] Where resveratrol, catechin and/or pomegran-
ate extract are included in the active layer, the total con-
tent of it/them in the layer may suitably be 0.1 to 10 w/v%,
for example 0.3 to 2 w/v%.
[0053] The antioxidant content of the active layer aids
to slow oxidation processes in any product (for example
food) contained within the packaging material of the
present invention.
[0054] The chitosan nanoparticles are preferably
formed from chitosan of relatively low molecular weight,
for example, it may have a number average molecular
weight of 10 to 300 kDa, for example 50 to 200 kDa.
[0055] The content of chitosan nanoparticles in the ac-
tive layer may be, for example, 0.1 to 10 w/v%, for ex-
ample 0.5 to 4 w/v%.
[0056] The chitosan nanoparticles may have a number
average particle diameter, measured by SEM analysis,
of 200 to 1000 nm.
[0057] Because of the use of nanoparticles of chitosan,
the effective surface area of chitosan in the active layer
is increased as compared to a standard thin film. Accord-
ingly the antibacterial effects of the active layer are en-
hanced by the use of chitosan nanoparticles. The surface
decoration with three-dimensional chitosan particles is
thus advantageous.
[0058] The active layer, with its antioxidant network
and chitosan nanoparticles, also serves as a further ox-
ygen permeation barrier.

Production Method

[0059] The present production method may be used
to make a film or packaging material as set out herein.
Broadly, the method has the steps of (a) treating a poly-
meric substrate layer with neutral oxygen atoms at a dose
of between 1020 and 1024 m-2; (b) applying a solution of
chitosan to the treated polymeric substrate layer, to form
a chitosan layer on the polymeric substrate layer; and (c)
applying a solution containing an antioxidant material and
chitosan nanoparticles to the chitosan layer, to form an
active layer on the chitosan layer.
[0060] Figure 1 schematically shows a product at var-
ious stages of an exemplary production method. As will
be explained in more detail below, in the illustrated em-
bodiments, a polymeric substrate 1 (Figure 1(a)) is treat-
ed with atomic oxygen to form polar surface groups 2
(Figure 1(b)). Then, a chitosan layer 3 is formed (Figure
1(c)) and optionally dried (Figure 1(d)) to evaporate ex-
cess solvent for example water 4. It is treated with a so-
lution to form the active layer 5 (Figure 1(e)), and again
optionally dried to evaporate excess solvent or other vol-
atile molecules 6 (Figure 1(f)).
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Treatment with oxygen

[0061] In one step of the present methods, step (a), a
polymeric substrate layer is treated with oxygen. The ox-
ygen is suitably atomic or molecular oxygen (O or O2)
and is suitably neutral atomic oxygen. Ozone (O3) may
also be used.
[0062] "Neutral atomic oxygen", or "neutral oxygen at-
om", as used herein, can be understood to relate to a
single oxygen atom not covalently bound, or connected
to, a further atom.
[0063] In preferred embodiments, the oxygen is in free
radical form. The oxygen is preferably not electrically
charged (neither positively nor negatively). Hence, oxy-
gen plasma is preferably excluded. The oxygen (for ex-
ample oxygen atoms) may be in the ground state or in
an excited state.
[0064] Examples include O-atoms in the ground and/or
excited states, O2 molecules in electronically excited
states (often referred as the "a" and "b" state at the ex-
citation energy of about 1 and 2 eV, respectively), OH
radicals, ozone and hydrogen peroxide. Where O2 is
used, it may preferably not be in the "a" state. It may
preferably not be in the singlet state, and may preferably
be in the triplet state.
[0065] These species can be formed by any means,
including thermal decomposition on the hot catalyst sur-
face or by electron impact dissociation. Neutral atomic
oxygen can also be formed in a remote plasma source,
as described in G. Primc et al4, (Experimental method)
which is incorporated by reference.
[0066] It may be preferred that the polymeric substrate
layer is treated with sufficient oxygen to saturate the treat-
ed surface with polar functional groups, without other
modifications of the substrate’s properties.
[0067] The initial treatment with oxygen is advanta-
geous in that it improves the wettability of the chitosan
layer to be deposited onto the substrate. That is, a solu-
tion (generally, aqueous) of chitosan on a polymeric sub-
strate without this oxygen treatment will not stick: instead
of a thin film of the solution of chitosan, droplets will form
spontaneously on the surface of the polymeric substrate.
The formation of droplets is the consequence of the low
surface energy of the polymeric layer such as PE or PP.
[0068] The present inventors have found that the for-
mation of droplets is suppressed by increasing the sur-
face energy, in particular the polar component of the sur-
face energy. A standard technique for such might be ap-
plication of gaseous plasma. However, the inventors
have found that not all gaseous plasma, however, is suit-
able for increasing the polar component of the polymeric
substrate (for example PE or PP) layers for food pack-
aging.
[0069] In particular, plasma treatment causes not only
an increase of the polymer surface energy, but also etch-
ing, formation of low-weight molecular fragments, mod-
ification of mechanical and chemical properties due to
bond scission and so on. It also introduces new chemical

groups that may act as binding sites for an adsorbate.
These effects are detrimental for food packaging.
[0070] Thus, in a preferred embodiment of the inven-
tion, a UV-radiation free source of reactive oxygen gas-
eous species is applied for increasing the surface energy
of polymeric substrate layer prior to deposition of a coat-
ing.
[0071] Suitably, neutral oxygen atoms in the ground
state are applied for increasing the surface energy of the
polymeric substrate layer.
[0072] A suitable method for production of neutral ox-
ygen atoms is passing molecular oxygen through a series
of heated catalysers taking advantage of the surface-
stimulated dissociation, or through a gaseous discharge
taking advantage of electron-impact dissociation.
[0073] The efficiency of the surface treatment with neu-
tral oxygen atoms depends on their flux to the surface
and the treatment time. Of course, there exists a range
of mathematical products between atom fluxes and treat-
ment times which are suitable for treatment of polymeric
substrate layers (such as PE and PP) to increase the
surface energy.
[0074] Herein, the product of an atom flux (number of
atoms per unit area per unit time, unit = m-2s-1) and treat-
ment time (unit = s) will be called a dose. Too small dose
can result in a poor wettability, and too large dose can
result in etching of the polymeric substrate layer.
[0075] In a preferred embodiment, the dose is between
1020 and 1024 m-2. In a further preferred embodiment,
the dose is between 1021 and 1023 m-2.

Chitosan layer

[0076] The chitosan layer is formed by applying a so-
lution of chitosan to the polymeric substrate layer. For
best effect this is done after the above treatment to in-
crease the surface energy.
[0077] In general the chitosan solution is not particu-
larly limited, but it may preferably be an aqueous solution.
In some embodiments the water may be deionized water,
and may be purified water. Chitosan is dissolved into the
solution, often in the form of a powder or dust. Stirring
can be carried out to ease dissolution.
[0078] [It is noted that pure chitosan is theoretically sol-
uble in pure water in a range of concentrations; however,
the solubility of commercial materials is sometimes lim-
ited.]
[0079] The chitosan itself may have properties as dis-
cussed above for the chitosan layer.
[0080] In order to further ease dissolution of chitosan
in the solution, for example water, it may be preferable
to reduce the pH of the water. Reduction to a pH of, for
example, 3 to 5, preferably around 4, can enhance the
dissolution of chitosan in the solution.
[0081] This reduction of pH may be performed by, for
example, adding an appropriate amount of acid to the
solution. Addition may be, for example, dropwise. Suita-
ble acids include acetic acid. Of course, the chitosan may
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be added to the solution before or after the pH is adjusted.
[0082] Where acetic acid is used, an appropriate
amount added to the solution may be, for example, 10
to 40 w/v%.
[0083] The solution to form the chitosan layer can be
applied to the polymeric substrate layer by any method.
Examples include immersion of the polymeric substrate
layer in the solution of chitosan or spraying the solution
of chitosan onto the polymeric substrate layer. Preferred
techniques include roll printing and spraying as these are
more easily incorporated in a continuous manufacturing
process.
[0084] The preferred content of chitosan in the applied
solution is up to 10 w/v%, more preferably 0.5 to 4 w/v%.
[0085] Suitably there is only a short time between the
end of the above treatment to increase the surface energy
of the polymeric substrate layer and the deposition of the
chitosan solution to form the chitosan layer. Indeed the
deposition may begin immediately after the pre-treat-
ment.
[0086] For example, the time between these two steps
may be less than 10 minutes, for example less than 5
minutes, less than 2 minutes, less than 1 minute or less
than 30 seconds.
[0087] Once the chitosan solution has been applied, it
may optionally be subjected to a drying step to remove
excess solvent such as water and acetic acid. The drying
may be performed by heating, or by resting at room tem-
perature for an extended period of time. The drying step
helps solidify the chitosan layer, and improves the uni-
formity of the coatings. It will be apparent that not all the
solvent must necessarily be removed from the chitosan
layer; merely enough for the active layer to be success-
fully deposited.

Active layer

[0088] The ingredients of the final active layer are dis-
cussed above, and the same features and preferences
apply here as appropriate.
[0089] The active layer is formed by applying a solu-
tion, sometimes referred to herein as a chitosan nano-
particle dispersion (CSNP) to the chitosan layer. The so-
lution contains chitosan nanoparticles and an antioxidant
as explained above.
[0090] The solution itself may be prepared by admix-
ture in a suitable solvent. The chitosan nanoparticles may
be pre-prepared, or may alternatively be formed in the
solution in situ. For example, this can be done by the
ionic gelation technique. As an example of such a tech-
nique, a solution using sodium tripolyphosphate can be
described.
[0091] For example, a certain amount of sodium
tripolyphosphate (thereafter: TPP) may be mixed with,
for example, polyphenol solution, and then mixed with a
chitosan aqueous solution. A suitable weight ratio of chi-
tosan to TPP in the resultant mixture is, for example, 10:1
to 2:1, for example around 5:1. Chitosan nanoparticles

can then be formed spontaneously under, for example,
magnetic stirring for approximately 1 h at room temper-
ature.
[0092] Optionally, the pH of the CSNP is then adjusted
to 3 to 5, preferably around 4, in order to improve the
dispersion of the chitosan nanoparticles. This reduction
of pH may be performed by, for example, adding an ap-
propriate amount of acid to the solution. Addition may
be, for example, dropwise. Suitable acids include acetic
acid. Where acetic acid is used, an appropriate amount
added to the solution may be, for example, 10 to 40 w/v%.
[0093] At any stage an antioxidant may be added to
the CSNP. For example, it may be added before chitosan
nanoparticles are added to a solution; or after the nano-
particles are added; before or after the pH is adjusted;
and even before or after the chitosan nanoparticles are
synthesised if that is being done in situ.
[0094] If antioxidant is present in solution with chitosan
before nanoparticles are formed, for example, this may
lead to encapsulation of antioxidant within the formed
chitosan nanoparticles. It may therefore be preferable to
form the chitosan nanoparticles in situ in a solution con-
taining an antioxidant material as defined herein.
[0095] The antioxidant itself may be as explained
above for the active layer. There may be one or more
antioxidants, for example two or more or three or more.
In some embodiments, a polyphenol is included.
[0096] The preferred concentration of antioxidant with-
in the CSNP is between 0.1 and 10 w/v%, more preferably
between 0.3 and 2 w/v%.
[0097] The CSNP can be applied to the chitosan layer
by any method. Examples include immersion in the CS-
NP or spraying the CSNP. Preferred techniques include
roll printing and spraying as these are more easily incor-
porated in a continuous manufacturing process.
[0098] Once the CSNP has been applied, it may op-
tionally be subjected to a drying step to remove excess
solvent such as water and acetic acid. The drying may
be performed by heating, or by resting at room temper-
ature for an extended period of time. It will be apparent
that not all the solvent must necessarily be removed.

Apparatus

[0099] The present invention also relates to appara-
tuses for making packaging materials, and for depositing
films, of the present invention. For example the apparatus
of the present invention may be one for performing one
of the methods of the present invention or for manufac-
turing a film or material of the present invention.
[0100] Figure 5 illustrates schematically an example
of such an apparatus. In that example, a substrate ma-
terial is treated in a continuous manner, ’roll-to-roll’, but
of course that is not essential. The untreated polymeric
substrate 1 passes from a first roll 26 to a second roll 27,
via a series of treatment units.
[0101] The apparatus includes, in sequence, (a) a unit
for treatment of a polymeric substrate layer with neutral
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oxygen atoms; (b) a unit for applying a solution of chi-
tosan to the treated polymeric substrate layer; and (c) a
unit for applying a solution containing an antioxidant ma-
terial and chitosan nanoparticles. There may optionally
be a drying unit between (b) and (c), and may optionally
be a further drying unit after (c).
[0102] In Figure 5, the unit for treatment of a polymeric
substrate layer with neutral oxygen atoms is a chamber
28. Atomic oxygen is continuously introduced into the
chamber 28.
[0103] After this, in the second unit 29 the polymeric
substrate is coated with a chitosan solution, for example
by a roll-on method, or by spraying or dipping. Any suit-
able deposition method of the chitosan solution can be
utilized here. Where present, the substrate then rolls
through the first drying unit 30, which dries the chitosan
layer (removing solvent such as water) and solidifying
the thin film.
[0104] Next, the substrate passes into the unit 31, for
depositing the solution for forming the active layer. Again,
any suitable deposition method of the solution can be
utilized here but a roll-on technique is illustrated. Others
such as spraying or dipping could be used instead. Where
present, the substrate then rolls through the second dry-
ing unit 32, which dries the chitosan layer (removing sol-
vent such as water) and solidifying the active layer.
[0105] The features disclosed in the foregoing descrip-
tion, or in the following claims, or in the accompanying
drawings, expressed in their specific forms or in terms of
a means for performing the disclosed function, or a meth-
od or process for obtaining the disclosed results, as ap-
propriate, may, separately, or in any combination of such
features, be utilised for realising the invention in diverse
forms thereof.
[0106] While the invention has been described in con-
junction with the exemplary embodiments described
above, many equivalent modifications and variations will
be apparent to those skilled in the art when given this
disclosure. Accordingly, the exemplary embodiments of
the invention set forth above are considered to be illus-
trative and not limiting. Various changes to the described
embodiments may be made without departing from the
spirit and scope of the invention.
[0107] For the avoidance of any doubt, any theoretical
explanations provided herein are provided for the pur-
poses of improving the understanding of a reader. The
inventors do not wish to be bound by any of these theo-
retical explanations.
[0108] Any section headings used herein are for or-
ganizational purposes only and are not to be construed
as limiting the subject matter described.
[0109] Throughout this specification, including the
claims which follow, unless the context requires other-
wise, the word "comprise" and "include", and variations
such as "comprises", "comprising", and "including" will
be understood to imply the inclusion of a stated integer
or step or group of integers or steps but not the exclusion
of any other integer or step or group of integers or steps.

[0110] It must be noted that, as used in the specification
and the appended claims, the singular forms "a," "an,"
and "the" include plural referents unless the context clear-
ly dictates otherwise. Ranges may be expressed herein
as from "about" one particular value, and/or to "about"
another particular value. When such a range is ex-
pressed, another embodiment includes from the one par-
ticular value and/or to the other particular value. Similarly,
when values are expressed as approximations, by the
use of the antecedent "about," it will be understood that
the particular value forms another embodiment. The term
"about" in relation to a numerical value is optional and
means for example +/- 10%.

Examples

[0111] Materials used: Low-molecular weight chitosan
(50 to 190 kDa, LMW), deacetylated chitin, Poly (D-glu-
cosamine) from Sigma-Aldrich; Sodium tripolyphosphate
- TPP (MW: 367.86 g/mol) from Sigma-Aldrich; (+)-Cat-
echin hydrate (MW: 290.27 g/mol), ≥98% (HPLC) from
Sigma-Aldrich; EtOH extract of Pomegranate, from Bio-
technical Faculty Ljubljana; Acetic acid (MW: 60.05
g/mol), ≥99.8% from Sigma-Aldrich; Ethanol (MW 46.07
g/mol), 99.8% (GC) from Honeywell Sigma-Aldrich; Mil-
liQ water - Milli-Q Direct system - Millipore, 0.2um PES
High Flux Capsule Filter; Polyethylen - PE normal quality,
transparent, GSM=46.28 g/m2 (Thickness 50mm, Slip-
pery 0.207) from Makoter d.o.o. ; Polypropylene - PP nor-
mal transparent oriented, GSM=22.93 g/m2 (Thickness
27mm, Slippery 0.278) from Manucor S.p.A., Italy.

SYNTHESIS EXAMPLE 1 - Film synthesis

Preparation of catechin solution:

[0112] Catechin powder was suspended in absolute
ethanol in order to prepare a 50 mg/ml solution.

Preparation of pomegranate extract:

[0113] The pomegranate extract was prepared from
the peel. Extraction was done by mixing 1 g of lyophilised
peel powder with 5 ml of 70% ethanol. Extraction was
performed in the ultrasound bath at 10 °C for 50 min.
After the extraction, the mixture was filtered through a
0.8 mm filter paper. The remaining ethanol was removed
by evaporation using a rotary evaporator, whereas re-
maining water was removed by lyophilisation. The anti-
oxidant activity of such pomegranate extract was 98%.

Preparation of TPP solution:

[0114] Sodium Tripolyphosphate powder was sus-
pended in MQ-water in order to prepare a 0.2 w/v % so-
lution.
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Preparation of chitosan nanoparticles and active lay-
er solution:

[0115] Chitosan nanoparticles were prepared by the
ionic gelation technique. Simultaneously 0.2% (w/v) of
TPP solution and 12,5 mg/ml polyphenol solutions were
added to a fixed volume of 1% (w/v) chitosan solution in
order to obtain 5:1 chitosan to TPP weight ratio. Particles
were formed spontaneously under magnetic stirring for
1 h at room temperature. The final pH of CS nanoparticles
dispersions with polyphenols was adjusted to 4.0 by the
addition of concentrated acetic acid.
[0116] The catechin solution or pomegranate extract
was then added to form the solution for forming the active
layer.

Preparation of chitosan solution:

[0117] Different concentrations of chitosan solutions
(1% and 2%, w/v), were prepared by dissolving LMW
chitosan. Chitosan powder was suspended in MQ-water.
Solution was kept under constant magnetic stirring while
concentrated acetic acid was added drop-wise to enable
the dissolution of chitosan. The solution was left stirring
overnight and pH was adjusted with acetic acid to 4.0.
The coating was applied in two layers (layer-by-layer
deposition) to polyethylene and polypropylene foils. The
first layer was made of 2% chitosan.
[0118] Then the solution for forming the active layer
way applied. Thereby, nanoparticles with embedded
polyphenols were added, in solution with either catechin
or pomegranate extract, to form a polyethylene material
whose active layer includes catechin, a polypropylene
material whose active layer includes catechin, a polyeth-
ylene material whose active layer includes pomegranate
extract, and a polypropylene material whose active layer
includes pomegranate extract.
[0119] The foils were dried at each step at room tem-
perature.

EXAMPLE 1 - Oxygen Permeability

[0120] Oxygen permeability of each of the materials
made in Synthesis Example 1 was measured. The oxy-
gen permeability was determined using Oxygen Trans-
mission Rate System PERME® OX2/230, Labthink In-
struments Co., Ltd. PR China, by standard ASTM D3985.
[0121] Figure 2 shows the results. The results are for
untreated polyethylene (8), untreated polypropylene (9),
the polyethylene material whose active layer includes
catechin (10), the polypropylene material whose active
layer includes catechin (11), the polyethylene material
whose active layer includes pomegranate extract (12),
and the polypropylene material whose active layer in-
cludes pomegranate extract (13).
[0122] Normalization was performed for each.
[0123] A permeability of 100% indicated the permea-
bility of oxygen for a particular untreated material.

[0124] A logarithmic scale is adopted in Figure 2 to
reveal the small permeability of the materials of the
present invention.
[0125] The permeability for polyethylene or polypropyl-
ene materials coated according to the present invention
is only 1% of the original (untreated) materiasl in the case
of catechin. For the case of pomegranate extract the per-
meability of oxygen is 2% of the original value. The results
presented in Figure 2 therefore confirm the excellent bar-
rier properties of the coatings.

EXAMPLE 2 - Antimicrobial Activity

[0126] Antimicrobial activity of each of the materials
made in Synthesis Example 1 was measured. A modified
version of ISO 22196 (by using wet foils, and extending
the testing time to 2 hours) was used for determination
of the antimicrobial activity. The tested bacteria were Sta-
phylococcus aureus.
[0127] Figure 3 shows the results. The results are for
untreated polyethylene (14), untreated polypropylene
(15), the polyethylene material whose active layer in-
cludes catechin (16), the polypropylene material whose
active layer includes catechin (17), the polyethylene ma-
terial whose active layer includes pomegranate extract
(18), and the polypropylene material whose active layer
includes pomegranate extract (19).
[0128] Normalization was performed for each.
[0129] The untreated materials do not exhibit a meas-
urable antimicrobial activity; therefore, the values were
set to 0%.
[0130] The materials of the present invention exhibit
excellent antimicrobial activity. The detection limit of this
standard is 90% reduction of the viable bacteria as com-
pared to the initial value. The detection limit is represent-
ed by a dashed line in Figure 3. The concentration of
viable bacteria on all materials of the present invention
is below the detection limit of the standard adopted for
these measurements.
[0131] The size of the columns for coated materials
therefore only presents the minimal antibacterial efficacy
for the samples treated according to the invention.

EXAMPLE 3 - Antioxidant Activity

[0132] Antioxidant activity of each of the materials
made in Synthesis Example 1 was measured. An impor-
tant property of materials that come to contact with food
is antioxidant activity. Antioxidant activity was deter-
mined using a biochemical reagent, ABTS (2,2’-azino-
bis(3-ethylbenzothiazoline-6-sulphonic acid)). The
method is based on the reduction of the ABTS•+ radical,
which is determined spectrophotometrically at a wave-
length of 734 nm 15 minutes after adding the reagent.
[0133] Figure 4 shows the results. The results are for
untreated polyethylene (20), untreated polypropylene
(21), the polyethylene material whose active layer in-
cludes catechin (22), the polypropylene material whose
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active layer includes catechin (23), the polyethylene ma-
terial whose active layer includes pomegranate extract
(24), and the polypropylene material whose active layer
includes pomegranate extract (25).
[0134] The untreated materials exhibit a small antioxi-
dant activity at 2 and 4 % for PE and PP, respectively.
The antioxidant activity for samples prepared according
to the present invention is much higher. For all samples,
except for the PE whose active layer contained catechin
(22), 100% inhibition is achieved. For the sample (22),
85% is achieved.
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Claims

1. A packaging material, comprising:

(a) a polymeric substrate layer;
(b) a chitosan layer, formed on the polymeric
substrate layer; and
(c) an active layer, comprising chitosan nano-
particles and an antioxidant material, formed on
the chitosan layer.

2. A packaging material according to claim 1, wherein
the active layer comprises a network of chitosan na-
noparticles having antioxidant material encapsulat-

ed therein and/or embedded on their outer surface,
formed on the chitosan layer.

3. A packaging material according to claim 1 or claim
2, wherein the antioxidant material is at least one
selected from polyphenols, resveratrol, catechin and
pomegranate extract; or wherein the antioxidant ma-
terial comprises a polyphenol and at least one se-
lected from resveratrol, catechin and pomegranate
extract.

4. A packaging material according to any preceding
claim, wherein the total content of the at least one
selected from resveratrol, catechin and pomegran-
ate extract is 0.1 to 10 w/v%.

5. A packaging material according to any preceding
claim, wherein the content of chitosan nanoparticles
in the active layer is 0.5 to 4 w/v%.

6. A packaging material according to any preceding
claim, wherein the chitosan in the chitosan layer
and/or the active layer has an average molecular
weight of 10 to 300 kDa.

7. A packaging material according to any preceding
claim, wherein the polymeric substrate layer com-
prises polyethylene or polypropylene.

8. A method of manufacturing a packaging material,
optionally a packaging material according to any pre-
ceding claim, comprising the steps of:

(a) treating a polymeric substrate layer with neu-
tral oxygen atoms at a dose of between 1020

and 1024 m-2;
(b) applying a solution of chitosan to the treated
polymeric substrate layer, to form a chitosan lay-
er on the polymeric substrate layer; and
(c) applying a solution containing an antioxidant
material and chitosan nanoparticles to the chi-
tosan layer, to form an active layer on the chi-
tosan layer.

9. A method according to claim 8, wherein after step
(b) and before step (c) there is a step of drying the
chitosan layer; and/or
wherein after step (c) there is a step of drying the
active layer.

10. A method according to any one of claims 8 and 9,
wherein the solution of chitosan used in step (b) is
prepared by dissolving chitosan powder in water and
adjusting the pH of the resultant solution to 3 to 5.

11. A method according to any one of claims 8 to 10,
wherein the solution used in step (c) comprises a
polyphenol, 0.5 to 4 w/v% of chitosan nanoparticles
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and 0.1 to 10 w/v% of at least one selected from
resveratrol, catechin and pomegranate extract.

12. A method according to any one of claims 8 to 11,
wherein the chitosan nanoparticles are prepared by
ionic gelation of a solution comprising chitosan, wa-
ter and sodium tripolyphosphate, the solution option-
ally further comprising a polyphenol and at least one
selected from resveratrol, catechin and pomegran-
ate extract.

13. An apparatus for performing a method according to
any one of claims 8 to 12, comprising in sequence:

(a) a unit for treatment of a polymeric substrate
layer with neutral oxygen atoms;
(b) a unit for applying a solution of chitosan to
the treated polymeric substrate layer; and
(c) a unit for applying a solution containing an
antioxidant material and chitosan nanoparticles.

14. An apparatus according to claim 13 comprising, after
unit (b) and before unit (c), a first drying unit; and/or
comprising, after unit (c), a second drying unit.

15. Use of a packaging material according to any one of
claims 1 to 7 in a food packaging.
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